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A BSTRACT
Hydrogels have a distinct combination of mechanical and water-transport behaviors. As hydrogels
stiffen, they become less permeable. Here, we combine semi-dilute polymer theory with the KozenyCarman equation to develop a simple scaling law describing the relationship between hydraulic
permeability and mechanical stiffness. We find that these properties are dictated by the polymer
strand spacing, explained via analogy of a bowl of noodle soup. We find a remarkably close agreement
between our scaling law and experimental results across four different polymer families with varied
crosslinkings.
Hydrogels are polymer networks with an interconnected, water-filled porous structure. Water can be absorbed within
these pores or permeate through them. The polymer network provides mechanical structure to hydrogels. This leads to
hydrogels having a distinct combination of mechanical and water-transport behaviors, making them advantageous for a
wide variety of applications. Much of the studies that involve mechanics and transport are application-focused and
either study the mechanics in detail (e.g., stimuli-responsive water flow materials, soft robotics, and artificial tissues
[1, 2, 3, 4, 5, 6]) or transport behavior (e.g., contact lenses, drug delivery, wastewater purification, and solar distillation
[7, 8, 9, 10, 11, 12, 13]). However, no study has provided a concrete coupling of mechanics and water transport from a
fundamental molecular perspective.
We believe that crosslinking provides an important clue as to how molecular structure controls permeability and
stiffness. Previous studies have heavily relied on varying crosslinking density to modify stiffness, permeability, as
well as a multitude of other properties. Stiffness-focused studies [14, 15, 16] have found that higher crosslinking
densities generally result in stiffer gels. Transport-focused studies have found that crosslinking can modify gas or
solute permeability [17, 18, 19, 7, 20] where higher crosslinking densities generally result in less permeable gels
[21, 22, 23, 24]. Using crosslinking as an experimental variable, how molecular structure is coupled with mechanics
and transport is the central question that we seek to answer.
To answer this question, we adopt de Gennes’ semi-dilute polymer solution theory [25] used in our previous work
[16] where we characterized changes in stiffness, osmotic pressure, and swelling by varying crosslinking density.
The semi-dilute theory is a simple, elegant, and experimentally proven description that produces results that are
indistinguishable from the more thorough, but complex Flory-Rehner theory [26]. The semi-dilute theory provides
an illustrative molecular perspective of the most essential part of polymer mixtures. With this perspective, the gel is
considered to be a solution of polymer chains that are long and the spacing between the chains, ξ, is what ultimately
dictates the properties of the gel. This spacing between polymer chains is related to the polymer volume fraction as
−3/4
ξ ∝ φpoly where φpoly ≡ Vpoly /V . Using this theory in our previous work, we found that the bulk modulus ultimately
depends on the polymer volume fraction—or alternatively the amount of gel swelling, which is inversely proportional
to the polymer volume fraction. Thus, from a molecular perspective, changing the crosslinker ratio does not change the
stiffness; rather, changing the crosslinker ratio modifies the polymer volume fraction and spacing between polymer
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chains, which ultimately affects the elastic bulk modulus. This modification of the bulk modulus also equivalently
changes the osmotic pressure, K ∼ Π [25, 16]. In a semi-dilute system, the precise relationship (des Cloiseaux law)
between stiffness, osmotic pressure, and polymer volume fraction is
9/4

K ∼ Π ∼ kT a−21/4 v 3/4 φpoly

(1)

where k is the Boltzmann constant, T is absolute temperature, a is the monomer size, and v is the excluded volume of
the monomer that depends on the Flory interaction parameter, χ [16]. From Eq. 1, we highlight how stiffness scales
with polymer volume fraction:
9/4
K ∝ φpoly ,
(2)
quantifying the effect that gels soften (K decreases) as they swell with water (φpoly decreases). We and others previously
verified this 9/4 scaling [16, 27, 28, 29], validating the semi-dilute description for hydrogels.
Inspired by the fact that φpoly is an important controlling parameter of gels, we investigate whether φpoly also controls
the water transport behavior of hydrogels as quantified by the hydraulic permeability. Intuitively, we should expect that
by increasing crosslinker ratio, the spacing between polymer chains, ξ, decreases, causing the polymer volume fraction
to increase. As a result, the polymeric network becomes more constrained, with less porous space [30, 31, 32, 33].
Here, we investigate whether this more constrained polymer network increases the difficulty to flow water through it as
quantified by the Darcy hydraulic permeability, κ:
µu
κ=
,
(3)
∇P
where µ is the dynamic viscosity of water, u is the volumetric flow flux, and ∇P is the hydraulic (pore) pressure
gradient. To test whether higher φpoly indeed results in lower permeability, we vary crosslinker amount as a means to
adjust the polymer volume fraction while keeping other molecular properties unchanged. That is, in Eq. 1, the monomer
size, a, and excluded volume, v, do not change with crosslinker amount—only φpoly changes.
We verify that crosslinker amount does not affect other molecular properties except φpoly through osmotic pressure
testing as we and others have previously shown [16, 34]. We find that osmotic pressure does not change with crosslinker
amount, confirming the invariance on a and v. As such, hydrogels that differ only by crosslinking can be viewed as
being a part of the same polymer family. To provide a comprehensive understanding, in this study, we consider 21
different hydrogels spanning across four different polymer families: (1) pure polyacrylamide (PAAm) hydrogels, (2)
hydrolyzed PAAm hydrogels [35, 36], (3) PAAm hydrogels with N,N-dimethylacrylamide (DMA) as a filler [37, 38],
and (4) PAAm hydrogels copolymerized with N-Isopropylacrylamide (PNI-co-AAm) [39, 40]. Within each family, we
have five to six different hydrogels differing by crosslinking amount where we use N,N’-methylene(bis)acrylamide
(MBA) as a crosslinker. The molar crosslinker-to-monomer ratios span 0.5 % to 7 %. Fourier-transform infrared (FTIR)
spectroscopy analysis confirms that significant changes in spectra are observed across different families, but insignificant
changes are observed across different crosslinker ratios within the same families (Fig. 1a), consistent with our previous
work [16].
To test whether permeability is reduced in hydrogels of higher polymer volume fraction, we perform water transport
experiments using a custom-built permeability cell controlled by a microfluidic pressure regulator (Elveflow OB1) and
flow rate sensor (see SI, Fig S1). Using Darcy’s law (Eq. 3), we find that in the limit of a small pressure difference, ∆P ,
applied across the gel, the experimentally measurable permeability is
µQL
(4)
A∆P
where Q is the volumetric flow rate, L is the sample thickness, and A is the cross-sectional flow area. Here, we measure
Q and control ∆P while µ, A, and L are fixed, measurable constants. If ∆P is appropriately low, then κ would be
a constant property and Q would be linear with ∆P . On the other hand, if ∆P is too high, L would decrease due
to poroelastic compression of the gel and κ would presumably decrease due to densification of the porous network,
leading to a nonlinear relationship between Q and ∆P . Informed by previous work on hydrogels under confined loads
[41], the threshold pressure above which these nonlinear effects take hold is related to the bulk modulus of the hydrogel,
K. Varying ∆P/K in the range of 0.1–2, we find Q is highly linear with ∆P when ∆P/K is in the range of 0.5–1
(lower pressures introduce measurement uncertainties); thus, we are confident in our value of κ within an interval of
±2 % (see SI, Fig. S2). Therefore, to optimize measurement fidelity and minimize poroelastic compression effects, all
gels are tested by setting ∆P/K = 0.7.
κ≈

As expected, the permeability of the tested hydrogels decreases as the crosslinker ratio generally increases from 0.5 %
to 7 % (Fig. 1b, red). However, there are a few notable complications. Increasing crosslinker ratio between 3 %
to 5 % results in very little change (plateau-like trend) or even an increase in permeability (PAAm with DMA). As
2
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Figure 1: a) Significant changes in FTIR spectra are only observed across polymer families and not by varied crosslinker
ratio. (Complete FTIR test results of all samples are shown in SI, Fig.S5.) b) In all four hydrogel families, increasing
crosslinker ratio generally increases stiffness and decreases hydraulic permeability with a few polymer-family-specific
exceptions. Crosslinker ratios above 5 % are not tested for some hydrogels due to high sample brittleness precluding
accurate stiffness characterization.

shown in the hydrolyzed PAAm samples above 5 %, the permeability sharply decreases in contrast to the plateau-like
behavior at slightly lower crosslinker ratios. Thus, the relationship between permeability and crosslinker ratio is highly
polymer-family-specific and would likely need a complicated model to describe accurately. As discussed earlier, we
believe that polymer volume fraction more directly controls permeability as it does with stiffness. If this were the
case, then any changes in permeability should have corresponding changes in stiffness. Therefore, we also measure
the stiffness of the tested samples using a custom-built indentation tester (see SI, Fig. S3) in accordance with previous
testing procedures [16]. Indeed, the stiffness of the hydrogels increases as crosslinker ratio increases (Fig. 1b, blue).
Similar to our measurements with permeability, the dependence on crosslinker ratio is highly polymer-family-specific.
However, as expected, any changes in permeability have inversely proportional changes in stiffness. This coupling
between permeability and stiffness is highlighted by the fact that while increasing crosslinker ratio from 3 % to 5 % for
PAAm with DMA results in an anomalous increase in permeability, this is complemented by an anomalous decrease in
stiffness. Furthermore, any plateau-like trends in permeability also exist in stiffness. This suggests that both permeability
3
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Figure 2: a) A scheme of polymeric structure of hydrogels with low and high crosslinking illustrates the differences
in mechanical stiffness and water transport. As the crosslinking increases, the network densifies, resulting in higher
stiffness and less porous space, reducing permeability. b) Analogously, a take-out container of noodle soup that is
unable to hold all of the soup has a high φnoodle , resulting in a mixture that is harder to stir and mix in any desired
condiments.
and stiffness are governed by the more fundamental polymer volume fraction and spacing between polymer chains as
opposed to the crosslinker ratio (Fig. 2a).
To understand how an inverse relationship between permeability and stiffness can result from a change in polymer
volume fraction, we invite the reader to entertain a thought experiment on a bowl of noodles in soup (Fig. 2b). If the
volume fraction of noodles, φnoodle , is high, then it is difficult to stir and mix in any condiments into the container—
analogous to high stiffness and low permeability with a high φpoly gel (Fig. 2a). This scenario is often encountered when
an insufficiently large take-out noodle container is unable to contain all of the soup (high φnoodle ), making it difficult to
mix around, incorporate any condiments, and consume. Whereas, if the noodles and all of the soup were combined
together in a sufficiently large bowl (low φnoodle ), then it would be easier to stir and mix in any condiments, facilitating
easier consumption.
Whether it be noodles or polymer chains, we can quantify the relationship between volume fraction and permeability
using a model that depends on porosity. The Kozeny-Carman equation is a widely used model in geology that can
serve this purpose. While it was originally derived for a packed bed of solid particles, it has been used to describe
permeability through gel materials [42, 43, 44, 45]. Specifically, the Kozeny-Carman equation quantifies the hydraulic
permeability as
3
κ=C
,
(5)
(1 − )2
where C is a constant and  is the porosity (porous volume fraction). Assuming the hydrogel polymer matrix is
effectively a packed bed of polymer chains, the porosity is related to the polymer volume fraction as  = 1 − φpoly .
Thus, the hydraulic permeability, in terms of the polymer volume fraction, is
κ∝

(1 − φpoly )3
1
3
= 2 −
+ 3 − φpoly .
φ2poly
φpoly
φpoly

(6)

In the limit of small φpoly —applicable to highly swollen gels—the magnitude of the leading-order term, 1/φ2poly , is
greater than the other terms. Thus, for small φpoly the permeability can be approximated by dropping other terms as
κ ∝ φ−2
poly .

(7)

If this approximation is valid, then the slope of κ using Eq. 6 when plotted on a log-log scale should be similar to −2
as this is the exponent of the simplified scaling relationship in Eq. 7. Indeed, as long as φpoly < 0.05, the similarity
in log-log slope between Eq. 6 and Eq. 7 is within 8 % (see SI, Fig. S8). Since, for many swollen hydrogels, φpoly is
4
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Figure 3: Plotting permeability and stiffness of 21 hydrogels with varying crosslinker ratio across four polymer families
shows a close agreement with Eq. 8 where the log-log slope is −8/9.
often much smaller than 0.05 [46, 47, 48, 49], the relationship in Eq. 7 is a very reasonable simplification, providing
single-digit-percentage uncertainty or less.
Combining the scaling relationships between stiffness to φpoly (Eq. 2) and permeability to φpoly (Eq. 7), and subsequently
eliminating φpoly , we obtain a scaling law that directly relates stiffness, K, to the hydraulic permeability, κ:
κ ∝ K −8/9 .

(8)

This scaling law quantifies the inverse relationship between permeability and stiffness by coupling the semi-dilute
polymer description of modulus and the Kozeny-Carman description of hydraulic permeability. This relationship should
hold for any hydrogel that varies only by polymer volume fraction, such as if crosslinking were modified. To confirm
this simple scaling law, we plot the permeability against the stiffness for the 21 hydrogels across four different polymer
families with varied crosslinking from 0.5 % to 7 % tested earlier on log-log scaling (Fig. 3). In accordance with Eq. 8,
each polymer family has data points corresponding to different crosslinker ratios that lie on a slope of −8/9. The close
agreement within 3.7 % across a wide range of hydrogel crosslinker ratios provides strong validation of the scaling
law (Eq. 8). We highlight the fact that for hydrolyzed PAAm gels, we are able to obtain more than a decade range of
stiffness and find that the scaling still holds. Thus, our scaling law allows one to predict the permeability of gels of any
arbitrary φpoly whether they be controlled by crosslinking or by other means.
In conclusion, our work confirms that combining de Gennes’ semi-dilute polymer theory and the Kozeny-Carman
equation describing hydraulic permeability provides an accurate scaling law relating permeability to the stiffness
of hydrogels. A key insight gained from this work is that both permeability and stiffness are ultimately dictated by
the polymer volume fraction, which is inherently tied to the spacing between polymer chains. Thus, through this
polymer volume fraction, we provide a new, fundamental perspective of how molecular structure affects the coupling of
mechanics and water transport. Future studies could investigate whether our scaling law can be applied to hydrogels
with high entanglement [50, 51] or sliding crosslinkers [52, 53, 54] to alter polymer volume fraction. We anticipate that
our work will guide the informed synthesis of hydrogels tuned by crosslinker amount for applications in a wide variety
of fields. Furthermore, the molecular persepective of this work can help uncover how polymer strand spacing controls
other aspects, behaviors, and properties of hydrogels.
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Supplementary Information
Chemicals
The chemicals used in the preparation of hydrogels are listed below:
Acrylamide (AAm)
N,N’ - Methylenebis(acrylamide) (MBA)
Ammonium Persulfate (APS)
N,N,N’,N’ - teramethylethane - 1,2 - dimine (TEMED)
N,N - Dimethylacrylamide (DMA)
N-Isopropylacrylamide (NIPAAm)
All chemicals used in this paper are purchasd from Sigma-Aldrich Co.
Hydrogel Preparation
All hydrogels were prepared from aqueous stock solutions of the following chemicals: N,N’-methylene(bis)acrylamide
(MBA), N,N-Dimethylacrylamide (DMA), ammonium persulfate (APS), and tetramethylethylenediamine (TEMED)
at concentrations of 0.1084 g/10 mL, 2.6 mL/10 mL, 0.08 g/10 mL and 0.25 mL/10 mL, respectively. The base acrylamide (AAm) monomer was used in its pure powder form. By mixing different amounts of these chemicals, polymers
were spontaneously synthesized. During this process, APS served as an initiator, TEMED as an accelerator, and MBA
as a crosslinker.
In all hydrogels, we started with 0.5 g of AAm monomer, 1 mL of TEMED solution and 1 mL of APS solution.
Amounts of MBA solution waws varied to achieve the target crosslinker ratio (MBA/AAm, mol/mol) ranging from
0.5 % to 7 %.
For hydrogels with DMA, 10 % (DMA/AAm mol/mol) was added. Then, the solution was vortex mixed for approximately one minute and subsequently rested at room temperature (24 °C) for 24 hours. For samples that were hydrolyzed,
we immersed the samples in 1 mol L−1 sodium hydroxide for 30 minutes before. For PNI-co-AAm hydrogels, 10 % mol
(of AAm) of NIPAAm was added before adding crosslinker, accelerator and initiator. The ratio of Total Water/AAm
was fixed to be 1000 (mL/mol).
Finally, the samples were rinsed everyday and immersed in DI water for one week to remove unreacted chemicals and
equilibrate them to the wet state.
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Figure S.1: A scheme of the custom-built permeability tester. The custom permeability setup was designed and printed
in our lab. With the setup, the gel thickness, L, and cross-sectional area, A, (Eq. 4) can be fixed at certain values. To
ensure the sealing of the setup, an o-ring was applied between top and bottom parts. After the sample was inserted in
the setup, two clamps were used to keep the setup being tight through the testing. ∆P (Eq. 4) was controlled by the
Elveflow Microfluidic Flow Controller and provided pressure in the water tube. Water in the water tube was pushed out
and ran through the flow sensor, where instant reading of the volumetric flow rate, Q (Eq. 4) could be sent back to the
controller for an accurate adjustment. Water flow with targeting pressure flew through the sample in the permeability
setup and a real-time Q was read by the sensor.
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Figure S.2: K of the tested sample was 18.4 kPa (184 mbar). We varied pressure and found that the slope of Q/∆P
was nearly linear when ∆P/K was in the range of 0.5–1 (lower pressures introduce measurement uncertainties, within
an interval of ±2 %); therefore, we set ∆P such that ∆P/K = 0.7 for all our permeability tests of all samples.
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Figure S.3: We used a custom-built indentation tester to perform these measurements. Samples were prepared in a
cylindrical shape and oriented such that a flat surface was indented. All tests are completed within 15 minutes to ensure
minimal weight loss from de-swelling to the ambient environment. To confirm this minimal weight loss, we ensured
that the weights of the samples before and after indentation tests were less than 1 %. Displacement speeds ranged from
5 mm min−1 to 10 mm min−1 ; slower or faster speeds did not affect the force-displacement curves, indicating the
sample behaved quasi-statically and quasi-elastically, away from dynamic drainage and viscoelastic effects.
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Figure S.4: Pure PAAm with 3 % crosslinker ratio sample is shown here as an example. Ball bearing size is set to 19
mm or 12.6 mm (0.75 in or 0.5 in), compression speed is set to 5 mm/min or 10 mm/min. The invariance in stiffness
results with indenter size and speed show that our testing procedure is reliable and can be assumed quasistatic.
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Figure S.5: FTIR test results for samples from four hydrogel families. The results indicate that samples from the same
hydrogel family only differ in polymer volume fraction. Plots have been shifted vertically by family for clarity.
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Figure S.6: (a) For small φpoly (φpoly < 0.05) the permeability can be approximated as κ ∝ φ−2
poly with minimal error.
(b) The calculation shows an error within 8 % when φpoly is equal or lower than 0.05
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Figure S.7: The stiffness and permeability of pure PAAm hydrogel samples with crosslinker ratios of 1, 2, and 3 % are
plotted against the polymer mass fractions. The polymer mass fraction is proportional to the polymer volume fraction;
thus, the stiffness should scale with the mass fraction by a 9/4 power according to Eq. 2. (a) A log-log plot of bulk
modulus versus polymer mass fraction confirms this 9/4 scaling. Likewise, the permeability should scale with the mass
fraction by a −2 power according to Eq. 7. (b) A log-log plot of hydraulic permeability versus polymer mass fraction
confirms this −2 scaling. The polymer mass fractions were obtained by measuring the weight of samples dried for over
one week under dry air flow and dividing by their weight after equilibrating in pure water for over one week.

13

Quantifying the trade-off between stiffness and permeability in hydrogels

Sample
Pure 0.5%
Pure 1%
Pure 2%
Pure 3%
Pure 5%
Hydro 1%
Hydro 2%
Hydro 3%
Hydro 5%
Hydro 6%
Hydro 7%
DMA 0.5%
DMA 1%
DMA 2%
DMA 3%
DMA 5%
NIP 0.5%
NIP 1%
NIP 2%
NIP 3%
NIP 5%

Permeability, κ (10−18 m2 )

Modulus, K (kPa)

9.7 ± 1.0
5.2 ± 0.5
3.6 ± 0.4
2.8 ± 0.3
2.9 ± 0.3
23.1 ± 2.4
13.9 ± 1.4
9.6 ± 1.0
9.5 ± 1.0
6.1 ± 0.6
3.1 ± 0.3
12.6 ± 1.3
8.3 ± 0.8
5.6 ± 0.6
5.0 ± 0.5
5.4 ± 0.6
11.9 ± 1.2
6.0 ± 0.6
3.4 ± 0.4
2.9 ± 0.3
2.8 ± 0.3

7.0 ± 0.6
15.1 ± 1.6
25.8 ± 1.0
31.3 ± 1.6
31.0 ± 0.9
7.6 ± 0.7
14.4 ± 1.7
18.4 ± 0.7
20.9 ± 1.2
35.6 ± 0.9
85.7 ± 2.4
9.3 ± 0.4
14.6 ± 0.3
25.5 ± 0.5
31.8 ± 0.4
27.2 ± 0.5
8.0 ± 0.7
16.7 ± 1.0
32.9 ± 0.6
42.6 ± 0.7
43.3 ± 0.5
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Table 1: Stiffness, K, and permeability, κ, of all samples from four hydrogel families with varying crosslinker ratio.
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Prefactor (10−17 m2 kPa8/9 )
5.9 ± 0.3
9.8 ± 0.5
14.5 ± 0.7
7.8 ± 0.4

Pure
DMA
Hydro
NIP

Table 2: Prefactors depend on the monomer size, solvent interaction and sphericity, thus, different hydrogel families
have different values of prefactors.
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