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Ultrafast photo-induced phase transitions occurring under the impact of femtosecond laser pulses
provide versatile opportunities for switching solids between distinctly-different crystalline, electronic,
and magnetic states and thus modify their functional properties in a significant way. In this paper,
we report on the laser-induced spin reorientation and Verwey phase transitions in a single crys-
talline ferrimagnetic magnetite Fe3O4. Using femtosecond optical and magneto-optical pump-probe
techniques, we define the range of the initial sample temperatures and laser fluences when partial
or complete photo-induced phase transitions occur from a monoclinic insulating to a cubic metallic
state with concomitant switching of magnetic anisotropy from the uniaxial to the cubic one. We
thus reveal a connection between these phase transitions when driven by femtosecond laser pulses.
Using transient linear and quadratic magneto-optical effects, we examine magnetization dynamics
launched the switching of the magnetic anisotropy axis. We unveil the presence of the domains
undergoing the laser-induced phase transitions even below the established threshold fluence for the
transitions, as well as when the material is initially in the cubic phase. This is the manifestation
of the first-order of these both laser-induced phase transitions beyond the range of thermodynamic
equilibrium.

I. INTRODUCTION

Solid-solid phase transitions can lead to significant
changes of particular material parameters under mod-
erate stimuli. Electronic, structural, magnetic and fer-
roelectric phase transitions and related changes of elec-
tronic conductivity, crystal structure, magnetic and fer-
roelectric ordering offer an opportunity to create func-
tional elements for memories [1], neuromorphic comput-
ing [2], nanoactuators [3], smart windows [4, 5], field-
effect transistors [6–8], sensors [9]. Due to such a di-
versity of potential applications, identification of stimuli
for switching materials between different phases with the
highest efficiency in terms of energy consumption and
timescale is an essential task. Clearly, pico- and fem-
tosecond laser pulses in optical, infrared, and terahertz
ranges are unmatched stimuli for phase transitions, al-
lowing both switching between the different states at the
comparable timescale and for studying dynamics of var-
ious medium subsystems during such a conversion.

The task of revealing involved mechanisms of photo-
induced phase transitions is hindered by highly-
nonequilibrium nature of the state of matter occurring
during and directly after the excitation, and often in-
volving hidden and metastable phases unknown in equi-
librium [10–12]. Furthermore, a spatial inhomogeneity of
the excitation and of an emerging new phase also plays
a crucial role and affects how the system as a whole is
switched between the different phases [13–15].

Among numerous materials with phase transitions,
magnetite Fe3O4 occupies a unique place possessing
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linked electronic and structural Verwey [16] and spin-
reorientation (SR) transitions [17, 18], relying on quench-
ing of charge- and orbital ordering as the temperature
exceeds a range of 123–130 K [19, 20]. It has been al-
ready shown that the photo-induced Verwey transition
from a monoclinic insulating phase to a cubic metallic
phase in Fe3O4 is non-thermal at an early, subpicosecond,
stage [12], and the role of laser-induced heating consists
in stabilizing the latter phase. On the other hand, photo-
induced SR transition when the magnetic anisotropy
changes from uniaxial to cubic and the anisotropy axes
reorient by 55◦, is still to be demonstrated. If the link be-
tween Verwey and SR transitions still holds for the photo-
induced transitions, such a change of magnetic anisotropy
would also occur at subpicosecond timescale. The latter
would distinguish photo-induced SR transition in mag-
netite from those demonstrated in a group of rare-earth
orthoferrites [21–23], with SR transition time exceeding
several picoseconds due to slow response of the rare-earth
subsystem to the excitation [24].

In this Article we report on the time-resolved opti-
cal and magneto-optical study of excitation of a single
crystalline magnetite sample with femtosecond near in-
frared laser pulses in a temperature range of 80–180 K
below and above transitions temperature. By examining
laser fluence and temperature dependence of transient
reflectivity and linear polar (PMOKE) and quadratic
(QMOKE) magneto-optical Kerr effects, we reveal cou-
pled photo-induced Verwey and SR transitions with the
same fluence and temperature thresholds. Remarkably,
photo-induced magnetization precession with the fre-
quency characteristic of a cubic phase, being a signature
of the SR transition, is found in the whole studied range
of temperatures, as well as upon laser excitation with the
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fluence below threshold required to heat the sample up
to the transition temperature. Comparison of PMOKE
and QMOKE transients reveals that there is extended
range of laser fluences and sample temperatures, where
the photo-induced transition occurs in separate domains
of material, which highlights the first-order of these phase
transitions beyond the range of thermodynamic equilib-
rium.

This Article is organized as follows. In Sec. II we dis-
cuss the main properties of magnetite, Verwey and SR
phase transitions, introduce the sample and outline the
experimental strategy. Sec. III presents the experimen-
tal data on laser-induced dynamics of reflectivity and
magneto-optical effects, which allows identifying photo-
induced Verwey and SR transitions. In Sec. IV we dis-
cuss the experimental results and show how the features
of photo-induced SR transition can be extracted from the
comparative analysis of the PMOKE and QMOKE tran-
sients. In Conclusions we summarize our findings and
suggest an outlook of further development of studies of
photo-induced SR transition in magnetite.

II. SAMPLE AND EXPERIMENTAL DETAILS

The magnetite Fe3O4 at a room temperature is in the
spinel type cubic crystal structure with the number of
molecular units in the crystallographic unit cell Z = 8
[25]. Magnetite is a ferrimagnet with a high Curie tem-
perature TC = 860 K. A characteristic feature of mag-
netite is the presence of tetrahedral and octahedral po-
sitions in the unit cell, which can both be occupied by
Fe3+(3d5) and Fe2+(3d6) cations. In fact, the possibil-
ity of magnetic ions to occupy both types of positions
changes with temperature, thus determining many of the
properties of magnetite, and the presence of structural
and magnetic phase transitions [16, 19, 26].

Below room temperature, Fe3O4 possesses two phase
transitions. The first-order structural insulator-to-metal
transition from monoclinic (space group P2/c) to cubic
(space group Fd3m,) phase known as a Verwey transition
occurs at TV = 123 K [16]. An important consequence
of this process is an abrupt increase of conductivity by
about two orders of magnitude that allows to trace equi-
librium and ultrafast Verwey transition, in particular, by
measuring static and laser-induced transient reflectivity
changes [12, 27, 28].

The magnetocrystalline anisotropy is intrinsically
linked to the crystal structure symmetry. Below TV,
in the monoclinic phase, magnetite possesses uniaxial
anisotropy with the easy magnetization axis lying along
the crystallographic c direction, as shown in Fig. 1 (a).
Above TV, magnetite is characterized by a cubic magne-
tocrystalline anisotropy. Anisotropy energy is expressed
as [29]:
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where Ka,b,aa,bb,ab, are the uniaxial, K1,2 are the cubic
anisotropy parameters, αa(b) and α1,2,3 are the direc-
tional cosines of the magnetization vector with respect to
the monoclinic a(b) and cubic 〈100〉 axes, respectively. In
the temperature range of 123–130 K, parameters K1 and
K2 are positive and the easy axes are oriented along the
〈100〉 crystallographic directions [30]. At TSR = 130 K,
the anisotropy constants change sign that results in a SR
transition marked by reorientation of the easy axes to
the cube diagonals 〈111〉 [31] as illustrated in Fig. 1 (a).
Equilibrium and laser-induced SR transitions can thus be
detected by tracing magnetization orientation by means
of magneto-optical effects.

Bulk single crystal Fe3O4 was grown by the floating
zone method [32]. A 1-mm thick plane parallel plate was
cut perpendicularly to the crystallographic axis [110] (in
the cubic phase) and polished to optical quality. This
sample orientation was chosen because in the cubic phase
the (110) plane contains two 〈111〉 axes and [001] axis
as well as c-axis in the monoclinic phase, i.e. the SR
transition [001] → 〈111〉 occurs in this plane, given the
presence of a demagnetizing field Hd, as illustrated in
Fig. 1 (a).

The laser-induced phase transitions in a bulk sam-
ple of magnetite were studied using a femtosecond two-
color magneto-optical pump-probe technique. Pump
and probe pulses with duration 170 fs were emitted by
Yb3+:KGd(WO4)2 regenerative amplifier at a repetition
rate of 100 kHz. Pump pulses with a central photon en-
ergy 1.2 eV were focused normally to the sample surface
into an area with a diameter of 80 µm. Probe pulses with
double photon energy are focused into the spot with a di-
ameter of 25 µm at an incidence angle of 45◦. The pump
fluence F was varied in a range of 0.7–11 mJ/cm2, ex-
ceeding probe fluence by up to 50 times. Pump-induced
reflectivity change ∆R and magneto-optical rotation of
the probe polarization ∆θ were measured as a function
of pump-probe time delay ∆t to monitor laser-induced
Verwey and SR transitions, respectively.

Experiments were performed at the sample tempera-
ture T0 in a range of 80–180 K. The external magnetic
field µ0H =50–250 mT was applied in the sample plane
along the cubic [001] crystallographic axis and close to
the monoclinic c−axis. Cooling the sample down be-
low TSR and TV was carried out in an external field
µ0H = 250 mT applied along the same direction which
suppresses emergence of structural domains in the mono-
clinic phase with orthogonal orientations of c−axes [17].

In order to characterize magnetic anisotropy of the
sample at equilibrium, probe polarization rotation θ was
measured at different temperatures T0 as a function of
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an external magnetic field H without pump excitation
[Fig. 1 (b)]. In our experimental geometry with equilib-
rium in-plane orientation of magnetization, θ was deter-
mined by the magnetization component along the field
via longitudinal magneto-optical Kerr effect [33]. Hys-
teresis loops measured at T0 = 80 K and 145 K corre-
spond to the magnetization easy-axis directed along c-
axis in monoclinic phase and along [11̄1] in cubic phase,
respectively [Fig. 1 (b)]. Noticeably, at intermediate tem-
peratures the dependence θ on µ0H represents the su-
perposition of these two types of hysteresises. This indi-
cates the coexistence of phases with uniaxial and cubic
anisotropies in a wide temperature range in agreement
with the first-order of phase transitions [34].

For further characterization, ferromagnetic resonance
(FMR) absorption measurements were performed using
the vector-network analyzer method [35–37]. Absorption
maps were obtained as a series of frequency sweeps mea-
sured at fixed magnetic field. The sample was placed on
the coplanar waveguide attached to the cold finger of the
cryostat. The response of the system is studied by ana-
lyzing the transmitted microwave signal S21 [Fig.1 (c, d)].
The signal from the sample was normalized on the re-
sponse from the waveguide. The external magnetic field
was applied as described above, i.e. in the sample plane
along the cubic [001] crystallographic axis.

III. RESULTS

First we verify that the Verwey transition is induced
in the sample by the pump pulses. Figure 2 (a) shows
typical laser-induced reflectivity change ∆R measured as
a function of pump-probe time delay ∆t for three val-
ues of pump fluence F at the initial sample temperature
T0 = 80 K well below TV . Abrupt change of reflectiv-
ity followed by slow relaxation is typical for the ultrafast
Verwey transition [12, 38]. Laser-induced change ∆R at
∆t = 0.5 ns is plotted as a function of pump fluence F in
Fig. 2 (b). There are two features marked with vertical
dashed lines, at which the slope of ∆R(F ) changes. Such
a nonlinear behaviour of ∆R(F ) is a clear indication of
the laser-induced first-order insulator-to-metal transition
and typically interpreted as follows.

At fluences below the threshold Fth = 2.2 mJ/cm2, the
transient reflectivity is dominated by the optical response
of the material which remains in a low-temperature
phase. In a range between Fth and saturation fluence
FS = 4.7 mJ/cm2, the superlinear increase indicates that
the increasing fraction of the excited material switches to
the cubic metallic phase and gives rise to the reflectivity
change [39]. Above FS, the response is dominated by ma-
terial which experienced laser-induced phase transition.
We note that the threshold and saturation fluences are
in a good agreement with the literature data [40].

Also, laser-induced reflectivity change ∆R at various
initial sample temperatures T0 was measured with the
fixed pump fluence F = 1.6 mJ/cm2 [Fig. 2 (c)]. Tem-

FIG. 1. (a) Crystallographic unit cell and easy magnetiza-
tion directions below TV = 123 K (top), at T = 123− 130 K,
and above TSR = 130 K (bottom). The sample plane (110)
is colored in gray. In the monoclinic phase the deviation of
the crystallographic angles from 90◦ is not shown. Orien-
tations of the magnetization along easy axis of the corre-
sponding phase are shown. (b) Rotation θ of probe pulses
polarization plane as a function of an external magnetic field
measured at different temperatures without pump excitation.
Normalized frequency-field absorption maps at temperatures
(c) T0 =80 K and (d) 130 K. White dashed lines mark the
resonant absorption.

perature dependence of ∆R demonstrates two features
as well [Fig. 2 (d)]. Increase of the slope of ∆R(T0) at
Tth ≈ 100 K suggests that starting from this tempera-
ture fraction of material, switched to the metallic phase,
starts to contribute to the transient reflectivity signal,
i.e. Fth decreases down to 1.6 mJ/cm2 at this temper-
ature. The second feature coincides with TV = 123 K.
As T0 exceeds TV the slope of ∆R(T0) becomes negative,
and the underlying picture of this is discussed below.

In order to demonstrate ultrafast pump-induced SR
transition in magnetite we measured transient magneto-
optical response to the laser excitation. Typical sig-
nals ∆θ(H±; ∆t) measured in the external field µ0H± =
±250 mT are shown in Fig. 3 (b). Field dependence
f(µ0H) of the frequency of the observed oscillations in-
dicates that there is a magnetization precession triggered
by pump pulses [Fig. 3 (c)]. In our experimental geom-
etry, measured probe polarization change is sensitive to
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FIG. 2. Reflectivity change ∆R as a function of the time
delay ∆t between pump and probe pulses (a) at fixed initial
temperature T0 =80 K for different values of the pump fluence
F and (c) at a fixed pump fluence F =1.6 mJ/cm2 for different
T0. Laser-induced reflectivity change ∆R at ∆t = 0.5 ns as
a function of (b) pump fluence F and (d) T0. Solid lines on
panels (b,d) are linear fit. Calculated laser-induced heating
temperature of the sample Th as a function of (b) the pump
fluence at fixed initial temperature T0 = 80 K and (d) initial
temperature at F =1.6 mJ/cm2 are shown as pink solid lines.

oscillations of both in-plane (IP) and perpendicular-to-
plane (PP) magnetization components via QMOKE and
PMOKE, respectively, as illustrated in Fig. 3 (a). We
note that linear and quadratic MOKE in a ferrimagnet
Fe3O4 can be comparable, as was indeed reported for the
probe photon energy [41].

Taking into account that QMOKE and PMOKE are
even and odd effects with respect to magnetization re-
versal, respectively, we distinguish contributions from
oscillations of the IP (∆θIP ) and PP (∆θPP ) com-
ponents of magnetization to the measured rotation as
∆θIP (PP )(∆t) = 0.5(∆θ(H+; ∆t) ± ∆θ(H−; ∆t)). Thus
obtained ∆θIP (PP )(∆t) both show oscillatory behaviour
and are fitted with the exponentially damped sine-
function [Fig. 3 (d)]:

∆θj(∆t) = Θj exp(−∆t/τj) sin (2πf∆t+ φj) , (2)

where Θj , f , τj and φj are the amplitude, frequency,
damping time and initial phase of the oscillations, re-
spectively, j stands for PP, IP.

In Fig. 4 parameters of oscillations ∆θPP and ∆θIP
measured at T0 = 80 K are plotted as a function of
pump fluence F in a range of 0.7–11 mJ/cm2. Note, that
in the whole range of fluences, frequencies fPP ≈ fIP
[Fig. 4 (c)], while initial phases ϕPP (IP ) differ by ∼ π/2
[Fig. 4 (f)], thus confirming that ∆θPP and ∆θIP stem
from oscillations of the PP and IP components of mag-

FIG. 3. (a) Scheme of experimental geometry. An external
magnetic field H is applied along c([001]) direction. Two fold
arrows stand for magnetization transient changes revealed by
PMOKE and QMOKE. (b) Laser-induced probe polarization
rotation ∆θ as a function of time delay ∆t measured in the
magnetic field µ0H = ±250 mT. (c) Oscillation frequency
f (closed symbols) as a function of magnetic field µ0H at
T0 = 80 K, F = 4 mJ/cm2 and fFMR (open symbols) as a
function of magnetic field µ0H at T0 = 130 K.(d) Extracted
signals ∆θPP (∆t) and ∆θIP (∆t) (see text for details).

netization [Fig. 3 (a, d)].

Importantly, there is a qualitative correspondence be-
tween fluence dependences of the reflectivity transient
change ∆R(F ) and of some of the oscillations param-
eters. To highlight it, we plot in Fig. 4(b) the fit-
ting curve of ∆R(F ) alongside with the oscillations am-
plitude, and show corresponding ranges F < Fth and
F > FS in the fluence dependences of all the parameters
in Fig. 4. First, when pump fluence exceeds FS, am-
plitudes ΘPP (IP ), their ratio ΘPP /ΘIP , damping time
τPP (IP ) and frequency f are independent from F . In the
range Fth < F < FS there is a linear growth of ΘPP ,
similarly to ∆R(F ), whereas the precession frequency f
changes only slightly. Such behaviour agrees in general
with the laser-induced SR transition. When pump flu-
ence F becomes sufficient for SR transition, magnetiza-
tion precession is triggered due to switching of magnetic
anisotropy axis from the c-axis to the cubic 〈111〉 direc-
tion. Herewith, increase and saturation of the amplitude
ΘPP is associated with a gradual increase of the probed
material fraction where SR transition occurred until it
reaches 100 %.

However, in the range of pump fluence between Fth

and FS there is also a growth of ΘPP /ΘIP [Fig. 4 (d)].
This is related to the fact that ΘIP and ΘPP vary with
pump fluence differently [Fig. 4 (b)]. Even more in-
triguing result is seen at F < Fth when reflectivity data
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are dominated by the optical response of the insulating
phase [Fig. 2 (b)]. ΘIP grows much faster with F than
ΘPP , and the dependence ΘIP (F ) can be extrapolated
down to F = 0 [Fig. 4 (b)], showing no threshold be-
haviour. Furthermore, the precession frequency in this
range remains the same as at the higher fluences show-
ing no features when F is swept through Fth, while ini-
tial phase φPP (IP ) and the damping time τPP (IP ) signif-
icantly change [Fig. 4 (f, e)].

We have also obtained pump-probe signals
∆θPP (IP )(∆t) at different T0 with a fixed fluence

F = 1.6 mJ/cm
2

which is below Fth at T0 = 80 K. Fig. 5
summarizes oscillation parameters as a function of T0.
Similarly to the fluence dependence, there is nontrivial
behaviour of the amplitudes, damping times and initial
phases below Tth, while fPP (IP ) varies only weakly.

These observations naturally rise a question on the ori-
gin of the precession excited by pump pulses with flu-
ence below Fth at low temperatures, on the interpreta-
tion of results at F > Fth as the manifestation of the
laser-induced SR transition, as well as on the mechanism
undelying the precession excitation at T0 > TSR.

IV. DISCUSSION

A. Precession frequency as a fingerprint
of a laser-induced SR transition

Experimental results of laser-induced reflectivity
change, in particular, presence of the threshold and satu-
ration fluences, suggest that the laser-induced heating is
responsible for stabilizing the laser-induced metallic cu-
bic phase [12, 42]. Using literature data on latent heat
[43] and specific heat capacities for metallic and insula-
tor phases of magnetite [44], the temperature increase
∆T and the resulting temperature Th were calculated
[45] as a function of F at T0 = 80 K (See App. A and
Fig. 7 (a) therein). According to that, pump fluence ex-
ceeding FS = 4.7 mJ/cm2 is sufficient for stabilizing cubic
metallic phase emerged because of laser-induced Verwey
transition. Slow relaxation of ∆R(∆t) indicates that the
sample remains in the laser-induced phase longer than
1 ns. Thus, we can use the frequency of the excited pre-
cession as a fingerprint for identifying particular mag-
netic phase state of the sample within this time range
after the excitation.

In order to illustrate this, we show in Fig.1 (c, d) FMR
frequency fFMR as a function of external magnetic field
H measured at equilibrium at T0 = 80 and 130 K. As
shown in Fig. 4 (c) and Fig. 5 (c), precession frequency
in the pump-probe experiment in the whole fluence and
temperature ranges is close to the fFMR above TSR, i.e.
in the cubic phase. Note, the frequency in the mono-
clinic phase is expected to be twice as high, as was cal-
culated using anisotropy parameters from [30, 46] (See
App. B and Fig. 7 (c) therein). At µ0H = 250 mT and
T0 = 80 K, it exceeds 20 GHz available in the FMR exper-

FIG. 4. (a) Typical pump-probe signals θPP (∆t) (symbols)
measured at T0 = 80 K at the pump fluences F < Fth (blue),
Fth < F < FS (magenta), and F > FS (green), and their fit
(lines) using Eq. (2). Pump fluence dependences of (b) ampli-
tude ΘPP (IP ), (c) frequency fPP (IP ), (d) ratio ΘPP /ΘIP , (e)
damping time τPP (IP ), and initial phase φPP (IP ) at T0 = 80 K
obtained from the fit of θPP (IP )(∆t) traces. Closed (open)
symbols show the parameters of θPP (IP )(∆t), respectively.
Gray line in (b) is the fit of ∆R(F ) dependence [Fig. 2(b)].
Green dashed line in (b) shows the FMR frequency measured
at T =130 K.

iments [Fig. 1 (c)]. Thus, the frequency of the observed
precession clearly indicates that SR transition takes place
even when the sample is excited at T0=80 K with low-
fluence pulses insufficient for heating above the transi-
tions temperatures. On the other hand, experimental
data on the ratio ΘPP /ΘIP , the decay time τPP (IP ) and
the initial phases φPP (IP ) [Figs. 4 (d-f)] reveal that there
is a difference between precession excited at F > FS and
F < Fth, despite similar precession frequency observed
in the whole laser fluence range.

Absence of the laser-induced precession with frequency
corresponding to the low-temperature uniaxial state can
be understood from the following arguments. The
direction of the easy magnetization axis in the low-
temperature phase coincides with the applied external
field. This along with a strong uniaxial anisotropy en-
sures that no magnetization precession is excited by the
laser pulses unless the SR transition is induced. Thus,
presence of the oscillations in the MOKE signal suggests
that precession is excited only in the fraction of the ma-
terial undergoing laser-induced SR transition.
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FIG. 5. (a) Experimental pump-probe signals θPP (∆t) (sym-
bols) measured at F = 1.6 mJ/cm2 at the sample tempera-
ture T0 < Tth (blue), Tth < T0 < TV (magenta), and T0 > TV

(red), and their fit (lines) using Eq. (2). Temperature de-
pendences of (b) amplitude ΘPP (IP ), (c) frequency fPP (IP ),
(d) ratio ΘPP /ΘIP , (e) damping time τPP (IP ), and initial

phase φPP (IP ) at F = 1.6 mJ/cm2 obtained from the fit of
θPP (IP )(∆t) traces. Closed (open) symbols show the param-
eters of θPP (IP )(∆t), respectively. Gray line in (b) is the fit
of ∆R(T0) dependence [Fig. 2(b)]. Green dashed line in (b)
shows the FMR frequency measured at T =130 K.

B. Three regimes of SR transition
at various pump fluences

We argue that our experimental observations are the
manifestation of peculiarities of laser-induced SR tran-
sition being the first-order at equilibrium. At T0 =
80 K and F > FS, the precession excitation can be
described as follows. Before the excitation, magnetiza-
tion orientation is defined by the effective field Heff =
H + Ha + Hd directed close to the c−axis, where
Ha = −∂Uuni(Ka,Kb)/∂M is the uniaxial anisotropy
field. Laser pulse causes ultrafast Verwey transition
and, thus, switching of the crystal structure to the cubic
phase, which is stabilized by the laser-induced heating
above TV [12, 47]. Structural transition is accompanied
by the change of magnetic anisotropy to the cubic one.
Since TSR is just a few Kelvin above TV, K1,2 change
sign, and the anisotropy field reorients to one of 〈111〉
axes lying in the sample plane, e.g. to [11̄1]. As a re-

sult, there is a PP torque TPP = −γM × H′eff . The
torque triggers the precession of magnetization around
H′eff = H + H′a + Hd, where H′a = −∂Uc(K1,K2)/∂M.
Initial phases of the oscillations of the PP and IP com-
ponents are 0 and π/2, respectively, in agreement with
experimental observations [Fig. 6 (a)].

Even at T0 < TSR stable domains with cubic mag-
netic anisotropy are present within host with uniaxial
anisotropy, as evident from the static hysteresis loops
[Fig. 1 (b)]. This suggests that the below-threshold exci-
tation can still yield emergence of the domains of a cubic
phase within the monoclinic host although laser-induced
heating is T0 + ∆T (F ) < Tth. These domains are ex-
pected to be isolated from each other, and thus possess
the easy magnetization axes along either of the four cu-
bic axes 〈111〉 in the sample plane or at an angle to it.
Thus, laser-induced precession in the different domains
is then triggered with a different initial phase:(

MPP,i(∆t)
MIP,i(∆t)

)
=

(
εM0 sin(2πf∆t+N π

2 )
M0 sin(2πf∆t+ (N + 1)π2 )

)
, (3)

where ε is the precession ellipticity, i stands for a partic-
ular domain, and M0 is the precession amplitude given
by an angle by which total effective field reorients as a
result of SR transition. Integer number N depends on
the particular cubic axis which sets H′a. N = 0, 2(1, 3)
for domains with cubic axis oriented in the sample plane
(at an angle to it) with the corresponding laser-induced
torque TPP (TIP ) as illustrated in Fig. 6 (a, b).

In the experiment, measured signal θPP (IP ) is inte-
grated over the large area of the sample. Precession
with different initial phases in different domains con-
tribute to θPP ∼

∑
iMPP,i yielding very low value

of ΘPP and intermediate initial phase of oscillations
φPP 6= 0, π/2. Contributions of the precession in dif-
ferent domains to θIP ∼

∑
iM

2
IP,i add up resulting in

non-vanishing value of ΘIP > ΘPP observed even at low
values of F [Fig. 4 (a)] and to the intermediate initial
phase of oscillations. Such averaging also explains faster
decay at F < Fth being a result of dephasing of preces-
sion in different domains and of the enhanced damping
within them [48, 49].

Onset of increase of τ and ΘPP /ΘIP at the fluence
F > Fth [Fig. 4 (d, e)] and the change of φPP (IP ) to
∼ 0(π/2) [Fig. 4 (f)] suggests that ever increasing areas
and networks where SR transition occurs start to con-
tribute to the magneto-optical response instead of iso-
lated domains [50, 51]. This leads to an increase of a
precession damping time τ in the range Fth < F < FS.
Increase of ΘPP along with the switching of the φPP (IP )

close to 0 (π/2) shows that the magnetization precession
within the probed spot is mostly in-phase and the laser-
induced magnetic anisotropy axis is along one particular
〈111〉 axis in the sample plane [Fig. 6 (a)]. At any of the
studied F > FS, the whole excited and probed volume
experiences laser-induced SR transition, leading to satu-
ration of the parameters of θPP (IP ) transients. ΘPP /ΘIP

is then defined by the precession ellipticity ε and the
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magneto-optical parameters responsible for PMOKE and
QMOKE.

C. Three regimes of SR transition
at various sample temperatures

Joint analysis of the evolution of the transients pa-
rameters with the initial temperature T0 enables to iden-
tify three regimes of laser-induced dynamics. At the
fixed laser fluence F = 1.6 mJ/cm2, temperature ranges
T0 < Tth and Tth < T0 < TSR correspond to the same
regimes of laser-induced SR transition, as those seen at
the fixed T0 at F < Fth and Fth < F < FS, respectively.

Interestingly, our data suggest that even at T0 > TSR

the precession is excited due to laser-induced SR tran-
sition. Indeed, along with the laser-induced SR tran-
sition, precession can be triggered by the laser-induced
thermal change of magnetic anisotropy parameters while
the material remains in the same phase [52]. Below TV,
laser-induced changes of the uniaxial anisotropy param-
eters as a mechanism of the precession excitation can
be ruled out, since the precession frequency corresponds
to the cubic phase (see Sec. III). However, the question
arises on the mechanism of the precession excitation at
T0 > TSR. We ascribe it to the SR transition in remaining
metastable monoclinic domains. For this we put forward
the following arguments.

In the range of TSR < T0 / 230 K absolute value of
the magnetocrystalline constant K1 increases with tem-
perature, as illustrated in Fig. 6 (f) following [46]. Since
laser-induced heating does not exceed 40 K for any flu-
ence F used in the experiment (see App. A), increase of
K1 upon laser excitation is the case for measurements
in the whole range of initial temperatures. As a result,
reorientation of Heff due to the laser-induced change of
K1 and SR transition would occur in the same way, as
shown in Fig. 6 (a, c), leading to the same phase of pre-
cession excited by these two mechanisms. However, a
simple geometrical analysis shows that the temperature
dependences of the amplitude of the precession excited
via these two mechanisms are expected to be drastically
different. Indeed, precession amplitude is set by the an-
gle between direction of effective field Heff before and
after excitation (Fig. 6). At any of studied T0 > TSR,
∆T ≈ const [see App. A and Fig. 7 (b)]. Due to nearly
linear dependence of K1 on temperature in the range
TSR < T0 / 230 K [Fig. 6 (f)], the angle between H′a
and Ha should also be nearly independent from T0. Thus,
the amplitude of precession excited above TSR via laser-
induced change of K1 should vary with temperature only
weakly.

On the other hand, the amplitude of the observed os-
cillations triggered by SR transition T0 > TSR is dictated
by the amount of metastable domains remaining in the
monoclinic phase Nmc(T0), in which transition can occur.
Nmc decreases with temperature leading to reduction of
the precession amplitude excited due to the SR transi-

FIG. 6. Scheme of precession launch via (a, b) the SR tran-
sition and the easy axis reorientation to different 〈111〉 di-
rections, and (c) the laser-induced cubic anisotropy change.
(d) Qualitative dependence of the metastable monoclinic do-
mains amount Nmc on the temperature. (e) Amplitudes ΘPP

(open symbols) and ΘIP (solid symbols) at the pump pulse
fluences F = 1.6 mJ/cm2 (blue symbols) and 4 mJ/cm2 (red
symbols). Lines are the exponential fits. Red and blue arrows
indicate heating-cooling cycle after single laser pulse excita-
tion for lower (F1) and higher (F2) fluences. Nmc decreases
following each heating-cooling cycle. (f) Dependence of the
cubic magnetic anisotropy parameter K1 on the temperature
[46]. K1 restores its equilibrium value K1(T0) following each
heating-cooling cycle.

tion. In Fig. 5 (b) one can see that precession amplitude
significantly decreases with temperature at T0 > TSR in-
dicating that underlying mechanism of excitation is the
laser-induced SR transition in these metastable domains.
Such scenario accounts well also for the decrease of ∆R
with temperature in the same range [Fig. 2 (d)].

Further confirmation of the SR transition responsi-
ble for the precession observed at T > TSR is provided
by the temperature dependences of ΘPP (IP ) obtained

at low F1 = 1.6 mJ/cm2 and high F2 = 4 mJ/cm2

pump fluence. As can be seen in Fig.6 (e), both am-
plitudes show exponential decrease, which is faster at
higher excitation fluence. Excitation with a pulse of
the higher fluence would affect the amount of monoclinic
metastable domains Nmc available for SR transition as
follows. Each excitation event leads to a heating-cooling
cycle T0 → Th → T0, with T0 > TSR. At the heat-
ing stage, SR transition occurs in some domain. At
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the cooling stage, they remain in cube phase. As a
result of such a cycle, the number of monoclinic do-
mains Nmc would decrease [Fig. 6 (d)]. Upon excita-
tion with the next pulse, a lesser number of monoclinic
domains Nmc(F1) is available for laser-induced SR tran-
sition. At the higher excitation fluence, F2 > F1, de-
crease of Nmc(F2) in each heating-cooling cycle is even

more pronounced. Therefore, at each T0, Ñmc aver-
aged over many excitation events appears to be lower
at higher pump fluences. This may account for the ob-
served faster decrease of ΘPP (IP ) ∼ Ñmc(F ) with T0 at
higher fluences [Fig. 6 (d)]. In contrast, in the case of
excitation via change of K1 in the cubic phase, heating-
cooling cycles do not affect the initial state of the system
[Fig. 6 (f)]. As a result, increase of the pump fluence
would result just in the increase of the detected ampli-
tude ΘPP (IP ) ∼ ∆K1(∆T ) and would not affect the rate
with which ΘPP (IP ) changes with T0.

We note, that the FMR linewidth in magnetite has
been reported to narrow down as the equilibrium transi-
tion occurs concomitantly with decrease of the FMR fre-
quency [53]. However, in our pump-probe experiments
only the damping time changes with fluence or tempera-
ture, indicating a different origin of the damping at low
fluences and temperatures related to the spatial inhomo-
geneity of laser-induced SR transition under such con-
ditions. We also note that the laser-driven precession
associated with the first-order transition, Morin point,
has been reported in dysprosium orthoferrite and also
showed nontrivial dependence of the precession damping
on the laser pulse fluence [23]. However, in orthoferrites
the damping of the precession was found to be corre-
lated with the timescale of the transition in the ortho-
ferrite, which is intrinsically limited to picosecond range
and thus can be traced by precessional reorientation of
the magnetization towards the new equilibrium axis. In
magnetite, timescale of the SR transition appears to be
well below the resolution of our experiment and clearly
happens faster than the half a period of the precession,
∼ 20 ps. Given the subpicosecond timescale of the crystal
and electronic structure switching [12], the initial change
of the magnetic anisotropy can have similar speed.

V. CONCLUSION

In conclusions, we have demonstrated laser-induced
magnetization precession in bulk single crystal mag-
netite, and have shown that the underlying mechanism
of the excitation is the switching of anisotropy axis due
to ultrafast SR transition. This expands our knowledge
about response of this iron oxide to ultrafast optical ex-
citation, along with earlier demonstrated insulator-metal
and structural, i.e. Verwey, transition. We found that
SR transition can be triggered even by laser pulse with a
fluence F < 1 mJ/cm2, i.e. below the threshold for the
laser-induced heating required for material to overcome
the transition temperature. Furthermore, signatures of

photo-induced SR transition are present in a wide range
of initial sample temperatures both below and above
transition temperature. Joint detection of the precession
via transient linear and quadratic magneto-optical ef-
fects reveal that under such conditions the photo-induced
transition occurs in separate domains, signifying the first-
order character of it taking place also beyond the thermal
equilibrium. Revealing such broad range of conditions
supporting photo-induced transitions was elusive in the
transient reflectivity measurements.

Importantly, we show that there is a striking similar-
ity in the threshold and saturation fluences and thresh-
old sample temperatures for the Verwey and SR transi-
tion, suggesting their intrinsic link to the same driving
mechanism. The latter for the case of Verwey transition
was shown in to be a subpicosecond melting of specific
charge and orbital ordering - trimerons, i.e. Fe3+-Fe2+–
Fe3+ complexes [12]. Thus, our results sets up a basis
for further studies aiming at revealing timescale of mag-
netic anisotropy change in Fe3O4. Such research could
rely, e.g., on joint X-ray study of femtosecond dynam-
ics of spin and orbital momenta [54]. In our experi-
ments, we used the ferromagnetic mode of the magne-
tization precession as a fingerprint of the photo-induced
magnetic transition, which is intrinsically slow in low ap-
plied magnetic fields and thus hinders realistic timescale
of the anisotropy change. Examining ultrafast SR in
thin and ultrathin magnetite films readily available by a
pulsed laser deposition technique [55] may provide access
to shorter timescales via observing higher-order laser-
induced standing spin-wave modes [56].
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Appendix A: Calculation of the laser-induced
heating

Using data from the literature on latent heat
JL = 0.85 mJ/cm3 [43] and specific heat capacities for
the metallic and insulating phases of magnetite [44], the
temperature increase ∆T and the resulting temperature
Th = T0 + ∆T were calculated [45] as a function of pump
fluence F (at T0 = 80 K) and of the initial temperature
of magnetite T0 (at F=1.6 mJ/cm2).

For calculations, volumetric absorbed pump energy
density J was founded from the incident fluence as

J = (1−Ri)αiF, (A1)

where i = {ins,met} stands for the insulating or metallic
properties of the material at a particular T0. Rins = 0.15
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and Rmet = 0.27 are a reflection coefficients and αins ≈
αmet = 0.72·105 cm−1 are the absorption coefficients of
magnetite at the pump photon energy [57]. Threshold
Jth = 1.3 ·107 J/m3 and saturation energy densities JS =
2.7 · 107 J/m3 are found from the corresponding fluences
Fth(S).

For the temperatures T0 below TV and fluences below
the threshold, F < Fth, the temperature increase was
calculated as

Th =
J

cins
+ T0, (A2)

where cins = 0.8 · 106 J/(m3K) is a volumetric heat
capacity at T0 = 80 K. For the pump fluences above
the saturation threshold, F > FS, we consider that the
absorbed pump energy firstly drives the phase transition
(Jth + JL) and the rest of it heats the material in the
metallic phase:

Th =
(J − Jth − JL)

cmet
+
Jth

cins
+ T0, (A3)

where cmet = 1.6 · 106 J/(m3K) is a volumetric heat
capacity at T = 123 K.

At the intermediate fluences Fth < F < FS both frac-
tions of material, the one remaining in insulating phase
and that experiencing the transition, contribute to heat-
ing. The temperature increase is found as [45]:

Th = Φins
Jth

cins
+ Φmet

JS − Jth − JL

cmet
+ T0, (A4)

where

Φins =
1

2

[
1− erf

(
J − Jth

σth

)
erf

(
J − J0

σ

)]
, (A5)

Φmet =
1

2

[
1− erf

(
J − JS

σS

)
erf

(
J − J0

σ

)]
, (A6)

are weight factors of contributions from the insulator and
metal phases. In the calculations, values σ=

√
2 · (JS −

Jth)/4, σS=σmet=σ/10, J0 = (Jth + JS)/2 were used.
Figure 7 (a) shows the dependence of the heating tem-

perature Th on the pump fluence at initial temperature
T0 = 80 K calculated using the formulas described above.

Using dependences of the reflection coefficient R(T0)
[57] and volumetric heat capacity on temperature, the
heating of the magnetite was calculated with the same
formulas for different temperatures at fixed pump fluence
F = 1.6 mJ/cm2 [Fig. 7(b)]. In calculations we assumed
that Fth linearly decreases from 2.2 mJ/cm2 at T0 =80 K
down to 1.6 mJ/cm2 at Tth.

Appendix B: Calculation of the FMR frequency

Ferromagnetic resonance frequency in magnetite at dif-
ferent temperatures was calculated with the Smit-Suhl
approach [58]:

FIG. 7. (a) Laser-induced heating temperature of the sample
Th as a function of the pump fluence at fixed initial tempera-
ture T0 = 80 K. (b) Laser-induced heating temperature of the
sample Th as a function of the initial temperature T0 at fixed
pump fluence F = 1.6 mJ/cm2. (c) Calculated equilibrium
FMR frequency as a function of the sample temperature.

ω =
γ

M0 sin θ0

√
UθθUϕϕ − U2

θϕ (B1)

where the gyromagnetic ratio γ is taken according to
the reported value of the g−factor g = 2 [59]. Ui,j =
∂2U/∂i∂j, {i, j} = {θ, θ}, {ϕ,ϕ}, {θ, ϕ} at equilibrium
direction of M(θ = θ0 and ϕ = ϕ0).

Below Verwey transition, T < TV, magnetite is a mon-
oclinic crystal and has a uniaxial anisotropy. At T > TV,
magnetite structure is cubic and it possesses the corre-
sponding magnetic anisotropy. Magnetization dependent
part of free energy is written as:

Uuni = 0.5Ka sin2 θ(cosϕ− sin θ)2

+ 0.5Kb sin2 θ(cosϕ+ sin θ)2 + UH, T < TV

Uc = K1sin2θ(sin2θ cos2ϕ sin2ϕ+ cos2θ)

+K2 sin4 θ cos2 θ sin2 ϕ cos2 ϕ+ UH, T > TV

(B2)

where Ka,b are the leading uniaxial anisotropy param-
eters, K1,2 are the cubic anisotropy parameters, UH is the
Zeeman energy. ϕ and θ are azimuthal and polar angles
of magnetization.

Figure 7 (c) shows the FMR frequencies as a func-
tion of the sample temperature calculated for the field
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H = 250 mT applied along the c([001])−axis. As ex-
pected, the FMR frequency is at least twice as high
in the low-temperature phase as compared to the high-
temperature phase, in agreement with experimental data
[Fig. 1 (c, d)]. We note some discrepancy between mea-
sured and calculated data, which may stem from some-

what different anisotropy parameters of the studied sam-
ple and a possible effect of the demagnetizing fields on
the FMR frequency. Nevertheless, calculations confirm
the experimentally observed disappearance of the low-
frequency FMR peak as the temperature becomes lower
than TSR.
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[48] C. Józsa, Optical detection of the magnetization preces-
sion, Eindhoven University of Technology (2006).

[49] A. Barman and S. Barman, Dynamic dephasing of mag-
netization precession in arrays of thin magnetic elements,
Phys. Rev. B 79, 144415 (2009).

[50] D. J. Hilton, R. P. Prasankumar, S. Fourmaux, A. Cav-
alleri, D. Brassard, M. A. El Khakani, J. C. Kieffer,
A. J. Taylor, and R. D. Averitt, Enhanced photosuscep-
tibility near Tc for the light-induced insulator-to-metal
phase transition in vanadium dioxide, Phys. Rev. Lett.
99, 226401 (2007).

[51] T. L. Cocker, L. V. Titova, S. Fourmaux, G. Hol-
loway, H.-C. Bandulet, D. Brassard, J.-C. Kieffer, M. A.
El Khakani, and F. A. Hegmann, Phase diagram of the ul-
trafast photoinduced insulator-metal transition in vana-
dium dioxide, Phys. Rev. B 85, 155120 (2012).

[52] L. A. Shelukhin, V. V. Pavlov, P. A. Usachev, P. Y.
Shamray, R. V. Pisarev, and A. M. Kalashnikova, Ul-
trafast laser-induced changes of the magnetic anisotropy
in a low-symmetry iron garnet film, Phys. Rev. B 97,
014422 (2018).

[53] A. Srivastava, A. V. Singh, J. B. Mohammadi, C. Mewes,
A. Gupta, and T. Mewes, Ferromagnetic resonance study
of the Verwey phase transition of magnetite thin film
on MgGa2O4(001) substrate, IEEE Trans. Magn. 56, 1
(2020).

[54] C. Boeglin, E. Beaurepaire, V. Halté, V. López-Flores,
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tinguishing the ultrafast dynamics of spin and orbital
moments in solids, Nature 465, 458 (2012).

[55] S. M. Suturin, A. M. Korovin, S. V. Gastev, M. P. Volkov,
A. A. Sitnikova, D. A. Kirilenko, M. Tabuchi, and N. S.
Sokolov, Tunable polymorphism of epitaxial iron oxides
in the four-in-one ferroic-on-GaN system with magneti-
cally ordered α-, γ-, ε- Fe2O3, and Fe3O4 layers, Phys.
Rev. Materials 2, 073403 (2018).

[56] A. Scherbakov, A. Danilov, F. Godejohann, T. Linnik,
B. Glavin, L. Shelukhin, D. Pattnaik, M. Wang, A. Rush-
forth, D. Yakovlev, A. Akimov, and M. Bayer, Optical ex-
citation of single- and multimode magnetization preces-
sion in Fe-Ga nanolayers, Phys. Rev. Applied 11, 031003
(2019).

[57] A. Schlegel, S. F. Alvarado, and P. Wachter, Optical
properties of magnetite (Fe3O4), J. Phys. C: Solid State
Phys. 12, 1157 (1979).

https://doi.org/10.1002/pssb.2220790102
https://doi.org/10.1103/PhysRev.94.1577
https://doi.org/10.1201/9780367802608
https://doi.org/10.1103/PhysRevB.58.3717
https://doi.org/10.1103/PhysRevB.58.3717
https://doi.org/10.1038/s41467-020-15372-z
https://doi.org/10.1038/s41467-020-15372-z
https://doi.org/10.1063/1.3584855
https://doi.org/10.1103/PhysRevB.79.144415
https://doi.org/10.1103/PhysRevLett.99.226401
https://doi.org/10.1103/PhysRevLett.99.226401
https://doi.org/10.1103/PhysRevB.85.155120
https://doi.org/10.1103/PhysRevB.97.014422
https://doi.org/10.1103/PhysRevB.97.014422
https://doi.org/10.1109/TMAG.2020.3024533
https://doi.org/10.1109/TMAG.2020.3024533
https://doi.org/10.1038/nature09070
https://doi.org/10.1103/PhysRevMaterials.2.073403
https://doi.org/10.1103/PhysRevMaterials.2.073403
https://doi.org/10.1103/PhysRevApplied.11.031003
https://doi.org/10.1103/PhysRevApplied.11.031003


12

[58] A. Gurevich and G. Melkov,
Magnetization Oscillations and Waves (Taylor &
Francis, 1996).

[59] L. R. Bickford Jr, Ferromagnetic resonance absorption in
magnetite single crystals*, Phys. Rev. B 78, 449 (1950).


	 Laser-driven first-order spin reorientation and Verwey phase transitions in the magnetite Fe3O4 beyond the range of thermodynamic equilibrium 
	Abstract
	I Introduction
	II Sample and experimental details
	III Results
	IV Discussion
	A Precession frequency as a fingerprint of a laser-induced SR transition
	B Three regimes of SR transition at various pump fluences
	C Three regimes of SR transition at various sample temperatures

	V Conclusion
	 Acknowledgments
	A Calculation of the laser-induced heating
	B Calculation of the FMR frequency
	 References


