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Abstract 

Sorbent materials are a promising alternative to advance hydrogen storage technologies. The general 

disadvantage is the relatively weak solid-gas interaction and adsorption energy, providing low 

gravimetric and volumetric capacities and extreme operational conditions. Here we propose Au-doped 

carbon nanotubes (CNTs) as an efficient alternative for reversible hydrogen capture at high 

temperatures. This work investigates the properties of several modified CNTs using density functional 

theory.  

We analyze the binding and formation energies of the uniformed Au-doped CNTs and assess their 

adsorption capability. The hydrogen storage mechanisms of the nanostructures are studied in depth 

using partial density of states and charge transfer analysis showing that the increase of diameter has a 

positive effect on the outcome. Our findings show that the modified structures are able to capture from 

six to nine hydrogen molecules per gold atom, achieving volumetric capacities ranging from 154 to 

330 g/l, surpassing the DOE target. In addition, the calculated desorption temperatures indicate high 

performance of Au-doped CNTs, obtaining hydrogen capture-release working conditions above 200 

K.  

Keywords: density functional theory (DFT), hydrogen storage, carbon nanotubes (CNT), structural 

doping, binding energy,  

 

Introduction 

Global energy demand is growing much 

faster than energy generated by renewable 

energy sources. Therefore, most of the energy 

required is produced by fossil fuels. On the other 

hand, the permanent use of fossil fuels gives rise 

to global warming, environmental pollution, and 

depletion of energy resources, which has become 

one of the most important concerns we have ever 

encountered. In this context, hydrogen is 

foreseen as a perfect alternative to fossil fuel for 

being a constant source of clean and renewable 

energy [1–5] .  

 The unique properties of hydrogen, including 

zero CO2 emissions, high efficiency, and diverse 

utilization capability, make it a promising energy 

source [5], [6]. Nevertheless, the future of an 

economy based on hydrogen is largely limited 

by finding a cheap, safe, and practical method to 

store hydrogen at ambient temperature. In 

general, liquid hydrogen storage and high-

pressure gas are two common methods that have 

not been able to satisfy this demand due to high 

prices and safety problems [7], [8]. 

Nanotechnology is a potential gamechanger 

in this respect. Nanotechnology has proven itself 

as one of the emerging branches of science with 

numerous applications in industrial, medicinal, 

and energy uses [9–12]. Adsorption-based 

hydrogen storage in nanostructured materials has 

been attracting a lot of attention in the last years 
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[13–17]. Efforts have been made to assess 

porous materials such as metal-organic 

frameworks, zeolites, and covalent organic 

frameworks for hydrogen storage and 

purification [18–20]. Those materials show high 

capacity but usually under extreme operational 

conditions [21], [22]. Carbon-based materials 

have been also explored for storing hydrogen, 

activated carbons, graphene sheets, and carbon 

nanotubes are some examples [23–27]. Among 

the different nanomaterials, single-walled carbon 

nanotubes (SWCNT) have received much 

attention due to their significant advantages such 

as large surface area, lightweight, pore structure, 

and the capability of adsorption at ambient 

temperature [28–35]. Despite these advantages, 

the extremely weak Van der Waals interactions 

between hydrogen and pristine carbon nanotubes 

limit the adsorption capacity. According to the 

US Department of Energy (DOE), the target 

average binding energy between hydrogen and 

the surface of nanomaterials should be in the 

range of 0.15-0.6 eV. Materials that have weaker 

interactions won't capture hydrogen, while 

stronger interactions would hamper the 

reversibility of the storage process. Furthermore, 

an ideal hydrogen storage material should have a 

gravimetric and volumetric capacity of more 

than 5.5 wt% and 40 g/L, respectively [36], [37]. 

To improve hydrogen absorption, surface 

modification is introduced as one of the most 

effective methods [38–42]. By modifying the 

surface of the carbon nanotube (CNT), the 

binding energy can be dramatically increased 

leading to high storage capacity. Seenithurai et 

al. [43] explored Al-decorated carbon nanotube 

for hydrogen storage applications. According to 

their findings, the structure adsorbed four 

hydrogen molecules per aluminum atom, 

obtaining a storage capacity of 6.15 wt% with an 

average binding energy of 0.214 eV/H2. Yang et 

al. [44] performed a surface modification of 

single-walled carbon nanotubes by dual-Ti 

doping. They monitored a controlled hydrogen 

adsorption and observed a dissociation of the 

first-bounded di-hydrogen as a consequence of 

the strong chemisorption. Subsequent capture of 

six hydrogen molecules per Ti atom with an 

adsorption energy of 0.198 eV/H2 was recorded. 

Verdinelli et al. [45] reported Ru-doped single-

wall carbon nanotubes (SWCNT) with up to five 

Ru atoms per unit cell without clusterization. 

The Ru-doped structure showed an adsorption 

capacity of four hydrogen molecules per Ru 

atom and adsorption energies of -0.83 eV/H2. 

Similar findings were reported by Liu et al. [46]  

obtaining high adsorption capacity, i.e. four di-

hydrogen per impurity, in ruthenium and boron-

doped carbon nanotubes. The calculated binding 

energy, ranged from 1.06 and 1.15 eV/H2, which 

is above the DOE target range, indicating high 

interaction and hampering the release of the 

captured hydrogen. Sawant et al. further 

investigated the effect of boron doping on the 

hydrogen adsorption properties of carbon 

nanotubes obtaining gravimetric capacities up to 

2.5 wt% for single (5-15 nm diameters) and 

multi-walled (20-25 nm diameter) CNTs [47]. 

Reyhani et al. [48] investigated hydrogen storage 

under ambient conditions in multiwall carbon 

nanotubes (MWCNT) encapsulating Ca, Co, Fe, 

Ni, and Pd nanoparticles. A maximum 

gravimetric capacity of 4.6 wt% was obtained 

for the Pd-decorated MWCNT of about 60 nm 

diameter. It is worth noticing that, in most of the 

mentioned literature, the three representative 

DOE goals (volumetric capacity, gravimetric 

capacity, and binding energy) are not reached 

simultaneously.   

The novelty of the present work is the use of 

gold as an efficient doping element on the 

surface of carbon nanotubes for hydrogen 

storage applications. Gold is selected because i) 

gold nanoparticles encapsulation in other 

nanostructures has demonstrated to enhance the 

hydrogen adsorption capacity [49–54] ii) 

previous works reported the viability of post-

synthetic modification of carbon nanotubes 

using gold [55–58]. However, the capability for 

hydrogen storage is still unexplored. To 

investigate gold-doped carbon nanotubes for 

hydrogen storage applications, density functional 

theory has been used as a proven method for 

exploring the properties of the materials in the 

ground state.  

In this work, the adsorption of hydrogen on 

Au-doped CNT has been extensively 

investigated. Moreover, the effect of different 

CNT diameters on the volumetric and 

gravimetric capacity of Au-doped CNT has been 
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considered. According to the results, the addition 

of gold doping increased the average hydrogen 

binding energy to the DOE target range. This 

positive effect has been investigated in depth 

using PDOS, LDOS, and charge transfer. In 

addition, volumetric capacity, gravimetric 

capacity, and desorption temperature has been 

calculated, analyzing the effect of the Au-doped 

CNT diameter. Simultaneously achieving all 

DOE goals is rarely possible, as shown in 

literature [43–48] and Au-doped CNT is not an 

exception. The results show an 

underachievement for the gravimetric capacity 

for the small diameter, while obtaining values 

close to the desired range as it increases. We 

obtain outstanding results for volumetric 

capacity in all doped structures that range from 

three to six times the DOE target. Based on these 

findings and the temperature desorption analysis, 

Au-doped CNT is a suitable candidate for 

reversible hydrogen storage under ambient 

operational conditions. 

 

Calculation methodology 

First principle density functional theory 

(DFT) implemented in the SIESTA package is 

used to perform the simulations [59]. The 

exchange-correlation energy is calculated using 

the generalized gradient approximation (GGA) 

formulated by Perdew-Burke-Ernzerhof (PBE) 

[60]. The Troullier-Martins norm-conserving 

pseudo-potentials are used to describe the 

potential of atomic cores and related core 

electrons with valence electrons. The basis wave 

functions are expanded over a set of numerical 

atomic orbitals (NAOs) at the level of double-ζ 

plus polarization (DZP). The Hellmann-

Feynman theorem is used for all atomic 

relaxation coordinates by minimizing the forces 

on individual atoms down to less than 0.03 

eV/Å. Moreover, real space mesh cut-off energy 

of 150 Ry is chosen. The Brillouin zone is 

sampled by a 4×4×4 k-points grid under the 
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Figure 1: Schematic representation of carbon nanotube structures. On the 

right, sideview of the tubes are depicted. 
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Monkhorst-pack scheme.  

In order to investigate the effect of CNT 

diameter on hydrogen storage capacity, three 

zigzag single walled carbon nanotubes with 

diameters of 7.9, 11.2, and 15 Å and a length of 

about 12 Å have been considered (Figure 1). The 

carbon nanotubes contain 120, 168, and 228 

carbon atoms per unit cell, and are termed 

CNT120, CNT168, CNT228, respectively. 

Crystallographic information is provided as 

supplementary material. To represent an 

infinitely long carbon nanotube, the periodic 

hexagonal supercell has been repeated in lattice 

parameters of a=25 Å, b=25 Å, and c=12.789 Å.  

All nomenclature and parameters are 

collected and defined in the glossary, table S1 in 

the Supporting Information (SI). 

The binding (Eb) and formation energies (Ef) 

of the gold atom (Au) have been determined 

using Eqs. (1) and (2): 

Eb (Au) = [
𝐸𝑡𝑜𝑡(𝐶𝑁𝑇)+ 𝐸𝑡𝑜𝑡(𝑛𝐴𝑢)− 𝐸𝑡𝑜𝑡(𝑛𝐴𝑢−𝐶𝑁𝑇) 

𝑛
] , (1)                                                       

Ef = 𝐸𝑡𝑜𝑡(1𝐴𝑢−𝐶𝑁𝑇) −  
𝐸𝑡𝑜𝑡(𝐶(𝑔𝑟𝑎𝑝ℎ))

𝑚
 −

 
𝐸𝑡𝑜𝑡(𝐴𝑢(𝑏𝑢𝑙𝑘))

𝑛
 , (2) 

where 𝐸𝑡𝑜𝑡(𝐶𝑁𝑇) represents the total energy of 

the carbon nanotube per unit cell, 𝐸𝑡𝑜𝑡(𝑛𝐴𝑢) 

denotes the total energy of n gold atoms, 

𝐸𝑡𝑜𝑡(𝑛𝐴𝑢−𝐶𝑁𝑇) indicates the total energy of the 

carbon nanotube doped with n gold atoms per 

unit cell, n being the number of gold atoms on 

the surface of the carbon nanotube. In Eq. (2), 

𝐸𝑡𝑜𝑡(1𝐴𝑢− 𝐶𝑁𝑇) is the total energy of the Au-

doped CNT, 𝐸𝑡𝑜𝑡(𝐶(𝑔𝑟𝑎𝑝ℎ)) is the total energy of 

the most stable structure of carbon (graphene) 

with  m carbon atoms, and 𝐸𝑡𝑜𝑡(𝐴𝑢(𝑏𝑢𝑙𝑘)) is the 

total energy of the most stable nanostructure of 

gold (bulk) with n gold atoms. 

The average binding energy per hydrogen 

molecule has been calculated using Eq. (3): 

Eb (H2) = 

[
𝐸𝑡𝑜𝑡(𝑛𝐴𝑢−𝐶𝑁𝑇)+ 𝐸𝑡𝑜𝑡(𝑖𝐻2)− 𝐸𝑡𝑜𝑡((𝑛𝐴𝑢− 𝐶𝑁𝑇)+𝑖𝐻2) 

𝑖
] , (3)                                              

where 𝐸𝑡𝑜𝑡(𝑛𝐴𝑢−𝐶𝑁𝑇) is the total energy of the 

host structure per unit cell, 𝐸𝑡𝑜𝑡(𝑖𝐻2) denotes the 

total energy of i hydrogen molecules, 

𝐸𝑡𝑜𝑡((𝑛𝐴𝑢−𝐶𝑁𝑇)+𝑖𝐻2) indicates the total energy of 

the i adsorbed hydrogen molecules on the 

surface of the carbon nanotube doped with n 

gold atoms per unit cell. 

Mulliken charge transfer analysis is used to 

calculate the charge transfer between hydrogen 

molecules and the surface of nAu-CNT: 

𝑞𝑡 = 𝑞(𝑎𝑑𝑠−𝐻2) - 𝑞(𝑖𝑠𝑜−𝐻2) , (4)                                                                                                 

where 𝑞(𝑎𝑑𝑠−𝐻2) indicates the total charge of the 

adsorbed hydrogen molecule and 𝑞(𝑖𝑠𝑜−𝐻2) is the 

total charge of the isolated hydrogen molecule. 

Moreover, Van ’t Hoff’s equation is used to 

calculate the desorption temperature of hydrogen 

molecules on the surface of nAu-CNT  [5]: 

Td = 
𝐸𝑎𝑑𝑠

𝑘𝐵
 (

∆𝑆

𝑅
−  ln 𝑝)

−1
 , (5)                                                                                                                                      

where 𝐸𝑎𝑑𝑠, 𝑘𝐵, ∆𝑆, R, and 𝑝 represent the 

average adsorption energy per hydrogen 

molecule, the Boltzmann constant, the change in 

hydrogen entropy from the gas to the liquid 

phase, the gas constant, and the atmospheric 

pressure, respectively .  

In addition, the following equation is applied 

to compute gravimetric storage capacity of nAu-

CNT: 

wt % = 
𝑖 𝑊𝐻2

𝑖 𝑊𝐻2+  𝑊(𝑛𝐴𝑢− 𝐶𝑁𝑇)
 × 100 , (6)                                                                                                  

here i is the number of adsorbed hydrogen 

molecules, 𝑊𝐻2
the molecular weight of the 

hydrogen molecule, and 𝑊(𝑛𝐴𝑢−𝐶𝑁𝑇) is the 

molecular weight of the nAu-CNT. 

Finally, the volumetric storage capacity was 

calculated using: 

𝑛𝑣= (
𝑖  𝑊𝐻2

  1000   𝜌𝑐𝑟𝑦𝑠𝑡𝑎𝑙

𝑊(𝑛𝐴𝑢− 𝐶𝑁𝑇)
) , (7)                                                                                                                           

𝜌𝑐𝑟𝑦𝑠𝑡𝑎𝑙 = (
𝑍   𝑀𝑉

𝑉𝐶  𝑁𝐴
) , (8)                                                                                                                                

Z, MV, VC, and NA represent the number of 

atoms per unit cell, the molecular weight of 

atoms per unit cell (g/mol), the volume of the 

unit cell (cm3), and the Avogadro constant, 

respectively. 
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Results and discussions 

In this work, carbon nanotubes were studied 

as a promising substrate for hydrogen storage 

applications due to their unique properties. 

Initially, a hydrogen molecule is placed near the 

pristine carbon nanotube surface in different 

configurations and orientations to determine the 

affinity. The results show binding energies 

ranging from 0.07 to 0.15 eV in the external 

surface and inside the pore for CNT120. All 

calculated binding energies for different 

hydrogen configurations inside and outside nAu-

CNTs can be found in Table S2 in the SI. 

Although, the binding energy inside the carbon 

nanotube is higher than the external surface, it is 

in the lower limit of the DOE range (0.15-0.6 

eV). The weak interactions indicate that pristine 

carbon nanotube material is not a suitable 

candidate for hydrogen storage and the 

determination of parameters such as volumetric 

and gravimetric capacity become irrelevant. To 

increase the adsorption capacity of carbon 

nanotubes, surface modification is used. The 

addition of gold impurities serves the purpose of 

creating new adsorption centers, increasing the 

external surface-hydrogen interaction. We take 

the limits of the DOE target binding energy to 

ensure reversibility of the adsorption-desorption 

process.    

In order to identify the most stable structure 

of a Au-doped carbon nanotube, gold has been 

placed in three different configurations: i) on top 

of the carbon atom, ii) between the carbon 

bonds, and iii) in the center of the hexagon. The 

schematic representation of the Au training 

positions can be found in Figure S1 in the 

supporting information (SI). The formation and 

binding energies for the configurations under 

study have been calculated using Eqs. (1) and 

(2). Two configurations of Au-doped carbon 

nanotubes are identified as the most stable ones 

obtaining similar energies with minima  in 

configuration ii (Ef = -0.936, Eb = 0.73) and iii 

(Ef = -0.928,   Eb = 0.72).   

Figure 2 indicates the partial density of states 

(PDOS) associated with the change in the gold 

orbitals. Orbitals s and d of gold atom are 

analyzed after being adsorbed in the carbon 

nanotube surface and compared with the isolated 

gold atom. As shown in Figure 2, after adding 

gold to the surface of carbon nanotubes, the s 

and d-orbitals of gold have changed 

dramatically. These orbitals have shifted to the 

left (lower energies). The gold atom acquired 

charge from the surface of the carbon nanotube, 

increasing its stability. It can also be observed 

that the number of available states per energy 

decreased, i.e., some empty gold orbitals have 

been occupied due to the acquiring of charge 

from the surface of the carbon nanotube. These 

diagrams are extremely useful to understand the 

effect of gold doping on the hydrogen-CNT 

binding energy. 

Figure 2: PDOS of (a) s and (b) d-orbitals of the pure Au atom and Au atom on the surface of the CNT with 

different diameters. 
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To analyze the  effect of  gold impurities on 

the structural properties of carbon nanotubes, the 

PDOS were calculated at two conditions, doped 

(1Au-CNTs) and Au-saturated CNTs. Au-

saturated CNTs have the maximum number of  

gold impurities n per unit cell so that the entire 

external surface of the CNT is covered without 

cluster formation (nAu-CNT). Figure 3 shows the 

PDOS of the pristine, doped, and saturated 

CNT120. As shown in the figure, the addition of a 

single impurity produces a slight shift in 

energies to the right. The displacement of the 

energy becomes more important on the saturated 

structure. The shift in energy is attributed to the 

charge transfer between the surface of the carbon 

nanotube and gold atoms. As a result, the 

addition of gold atoms to the surface of the 

carbon nanotube causes a decrease in structural 

stability significantly increasing the number of 

available states. The shown instability and 

increase of available states is translated into a 

predisposition of the doped structures to engage 

in physio-chemical reactions. The same behavior 

is also found for nAu-CNT168 and nAu-CNT228. 

All PDOS diagrams are shown in Figure S2 in 

the SI.  

 Charge transfer has been calculated by the 

Mulliken charge analysis to support the results 

and conclusions from the gold and structure 

PDOSs. In general, the negative amount of 

Figure 3: Binding energy of hydrogen adsorption on 1Au-CNTs with different diameters (dashed line: the 

lower boundary of binding energy as defined by DOE). 

(b) 

Figure 4: Total PDOS of pristine and nAu-CNT120. The surface is 

saturated for n=10. 
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charge transfer is defined as the charge 

transferred from the surface of the material to the 

adsorbate. Here it is also used for the charge 

transferred between the structure and the gold 

atoms. For nAu-CNTs, the charge transfers from 

the surface of the carbon nanotube to the gold 

impurity causing an increase of the stability of 

the gold impurity while the carbon nanotube 

shows displacement towards instability. This 

conclusion is supported by the results of the 

PDOSs (Figures 2 and 3). The charge transferred 

is expected to increase with the number of gold 

impurities added to the surface. The CNTs 

doped with a single gold particle show a charge 

transfer of -0.184e, -0.153e, and -0.184e for 

CNT120, CNT168, and CNT228, respectively. The 

Au-saturated structures show -1.07e, -1.48e, and 

-1.72e. As all Au-saturated CNTs have C/Au 

ratios of about 12, it is clear that the increase of 

diameter has an effect on the charge transfer. 

These results are in good agreement with the 

creation of new available states and the shift of 

the PDOS diagrams to the left after the addition 

of gold atoms. 

The binding energy between hydrogen 

molecules and nAu-CNT is calculated to explore 

the effect of gold on the hydrogen storage 

capacity of carbon nanotubes. Figure 4a shows 

the binding energy per hydrogen molecule in 

1Au-CNTs when increasing the number of 

adsorbed hydrogen molecules from one to ten. In 

the small structure, CNT120, the binding energy 

fluctuates around 0.21 eV from one to six 

hydrogen molecules. From that point on, the 

adsorption of new hydrogen molecules causes a 

dramatic decrease in the binding energy to 

values below the DOE target. This behaviour is 

caused by the non-bonded (weakely adsorbed) 

hydrogen molecules as highlighted in Figure 4b. 

1Au-CNT168 and 1Au-CNT228 show a different 

behaviour. The calculated binding energy of a 

single molecule is higher than for the small 

structure but monotonously decreases with the 

adsorption of more molecules. These structures 

can absorb a maximum of nine hydrogen 

molecules per gold atom, maintaining binding 

energies above the limit of the DOE taget. 

Therefore, the increase of diameter shows a 

possitive effect on the hydrogen storage capacity 

of nAu-CNTs. All calculated binding energies 

represented in Figure 4 can be found in Table S3 

in the SI. 

Local Density of State (LDOS) is used to 

analyze the charge distribution after the addition 

of gold impurities. LDOS is a function of energy 

and position that shows the weighted DOS by 

the amplitude of the implied wave functions at 

different points in space [61] As shown in Figure 

5, gold impurities create new states around them 

(5b and 5c). The effect of the newly available 

a) b) c) d) 

Figure 5: LDOS of a) pure CNT, b) 1Au-CNT, c) Au-saturated CNT,  and d) Au-saturated CNT after hydrogen 

adsorption. Carbon atoms depicted in blue, gold atoms in yellow, and hydrogen molecules in pink. 
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states, used to adsorb hydrogen, is depicted in 

Figure 5d. The effect of the adsorption of 

hydrogen in the LDOS representations is in 

agreement with the PDOS results (Figure 6).    

Figure 6 shows the PDOS of the Au-saturated 

CNT120 before and after the adsorption of 

hydrogen using the pristine structure as 

reference. As shown before (Figure 3) the 

addition of gold impurities causes an energy 

shift to the right, creating structure instability. 

The new available states and higher energy 

values of the Au-saturated CNTs enhance the 

capability of the structures to absorb external 

species. After the adsorption of six molecules of 

hydrogen per gold atom in 10Au-CNT120, the 

energy is shifted again to the right, increasing 

the system stability, and the available states are 

reduced to similar values as for the pristine 

CNT. The Fermi energy also shows this 

behavior, i.e. increase of energy caused by the 

doping, and regaining stability after the 

adsorption of hydrogen. The total PDOS 

diagram of nAu-CNT168 and nAu-CNT228 show 

similar behavior  and can be found in Figure S3 

in the SI.  

The charge transfer was calculated using the 

Mulliken method. For 10Au-CNT120, a charge 

transfer of 1.37e was calculated after the 

adsorption of six molecules of hydrogen per gold 

atom. Therefore the charge is transferred from 

the adsorbed hydrogen to the surface of the Au-

saturated CNT. The obtained values for 14Au-

CNT168 and 18Au-CNT228 increased to 2.69e and 

3.99e, respectively. These results are consistent 

with PDOS results (Figure 6 and S3). 

Since the binding energy of hydrogen with 

the nAu-CNTs is found to be in the DOE target 

range, the next step is to determine the 

gravimetric and volumetric capacities for the 

carbon nanotubes. In the case of CNT120, six 

hydrogen molecules per gold atom were 

adsorbed. After saturating the structure in a 

configuration that prevents gold cluster 

formation, gravimetric and volumetric capacities 

of 3.42 wt% and 155.44 g/l are found. The 

obtained gravimetric capacity is below 5.5 wt% 

(DOE target for 2025), while the results show 

high volumetric capacity (>> DOE target of 40 

g/L). To analyze the effect of the diameter for 

hydrogen storage CNT168 and CNT228 were 

doped to maximum capacity (C/Au ratio of 12). 

The results show an increase of gravimetric and 

volumetric capacity for both, reaching values of 

5.05 wt% and 297.62 g/l for 14Au-CNT168 and 

4.94 wt% and 333.08 g/l for 18Au-CNT228. The 

increase of  the diameter of carbon nanotubes 

enhances the volumetric capacity surpassing the 

DOE target, predicting high performance of the 

structures under study for hydrogen storage 

applications. 

To assess the performance of the doped 

CNTs for practical applications, the desorption 

Figure 6: PDOS of carbon nanotube, pristine (blue), saturated with gold 

(red), after hydrogen adsorption in the saturated structure (green). Dashed 

lines indicate the Fermi Energy (EF) per configuration.  
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temperature is calculated using Eq. (5) and the 

obtained data can be found in Table S4 of the SI. 

Figure 7 shows the desorption temperature as a 

function of the number of hydrogen molecules 

adsorbed per gold impurity. The desorption 

temperature of 1Au-CNT120 shows a plateau from 

one to six adsorbed hydrogen molecules per gold 

impurity that fluctuates around 275 K. 

Corresponding to the dissociation showed in 

Figure 4b, the increase of hydrogen from that 

point on causes a decrease in the desorption 

temperature, from 200 to 125 K. 1Au-CNT168 and 

1Au-CNT228 show different behavior. These 

doped carbon nanotubes have a continuous 

decrease of desorption temperature with 

increasing numbers of adsorbed hydrogen 

molecules going from 300 to 210 K at maximum 

capacity per gold impurity (highlighted in cyan).  

To further assess the doped nAu-CNT 

structures, the desorption temperature of the 

gold-saturated structures at maximum hydrogen 

capacity per gold atom was also calculated (inset 

Figure 7). The results show desorption 

temperatures of 278, 207, and 209 K (10Au-

CNT120, 14Au-CNT168, and 18Au-CNT228) to 

achieve complete regeneration of the structures, 

i.e., full hydrogen release. 

 These results prove that Au-doped CNTs can 

act as a reversible hydrogen storage substrate 

with at relatively high desorption temperature 

(above 200 K). 

 

Conclusions 

In this paper, the effect of doping carbon 

nanotubes (in three different diameters) with 

gold on hydrogen storage properties has been 

investigated using density functional theory 

(DFT). The calculation results show that the 

addition of gold impurities to the surface of 

carbon nanotubes creates empty states on the 

surface of this structure that can be filled by 

electrons and enhances the adsorption of 

hydrogen. The Au-doped CNTs became instable, 

prompting these structures to adsorb hydrogen 

and reach stability. Binding energy, partial 

density of states (PDOS), and charge transfer 

computations have been performed to gain an in-

depth understanding of the hydrogen adsorption 

mechanism in the Au-doped CNTs. The results 

indicate that six and nine hydrogens per gold 

atom can be absorbed by CNT120 and CNT168, 228. 

Gravimetric and volumetric capacities have been 

calculated to be about 3.42 wt% and 154.44 g/l 

for CNT120, 5.049 wt% and 297.62 g/l for 

CNT168, and  4.93 wt% and 333.08 g/l for 

CNT228. The volumetric capacity results are 

much higher than the DOE target for 2025, 

especially in the case of CNT168 and CNT228. The 

results confirmed the positive effect of 

increasing CNT diameter on increasing the 

number of adsorbed hydrogen molecules. 

Moreover, the desorption temperature for these 

structures is predicted to be in the range of 200-

Figure 7: Desorption temperature of 1Au-CNTs with different diameters. 

The inset shows the desorption temperatures of saturated CNTs. 
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300 K. We conclude that Au-doped CNT can be 

an appropriate candidate for hydrogen storage 

applications. 
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Table S5. Glossary. 

 

Symbol Explanation units 

Eb Binding energy eV 

Ef Formation energy eV 

EF Fermi energy eV 

𝐸𝑡𝑜𝑡(𝐶𝑁𝑇) Total energy of carbon nanotube per unit cell eV 

𝐸𝑡𝑜𝑡(𝑛𝐴𝑢) Total energy of n gold atoms eV 

𝐸𝑡𝑜𝑡(𝑛𝐴𝑢−𝐶𝑁𝑇) 
Total energy of carbon nanotube doped with n gold 

atom per unit cell 
eV 

𝐸𝑡𝑜𝑡(1𝐴𝑢−𝐶𝑁𝑇) Total energy of Au-doped CNT per unit cell eV 

𝐸𝑡𝑜𝑡(𝐶(𝑔𝑟𝑎𝑝ℎ)) 
Total energy of the most stable structure of carbon 

(graphene) per unit cell 
eV 

𝐸𝑡𝑜𝑡(𝐴𝑢(𝑏𝑢𝑙𝑘)) 
Total energy of the most stable structure of gold (bulk) 

per unit cell 
eV 

𝐸𝑡𝑜𝑡(𝑖𝐻2) Total energy of i hydrogen molecules eV 

𝐸𝑡𝑜𝑡((𝑛𝐴𝑢−𝐶𝑁𝑇)+𝑖𝐻2) 
Total energy of the i adsorbed hydrogen molecules on 

the surface of carbon nanotube doped with n gold atom 

per unit cell 

eV 

𝐸𝑎𝑑𝑠 Adsorption energy eV 

𝑞𝑡 Charge transfer e 

𝑞(𝑎𝑑𝑠−𝐻2) Total charge of the adsorbed hydrogen molecule e 

𝑞(𝑖𝑠𝑜−𝐻2) Total charge of the isolated hydrogen molecule e 

Td Desorption temperature K 
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wt % Gravimetric storage capacity - 

𝑊𝐻2
 Molecular weight of hydrogen molecule g/mol 

𝑊(𝑛𝐴𝑢−𝐶𝑁𝑇)  Molecular weight of nAu-doped CNT g/mol 

MV Molecular weight of atoms per unit cell g/mol 

𝑛𝑣 Volumetric storage capacity g/l 

𝜌𝑐𝑟𝑦𝑠𝑡𝑎𝑙 Density of crystal per unit cell g/l 

n Number of gold atoms - 

m Number of carbon atoms - 

i Number of hydrogen molecules - 

Z Number of atoms per unit cell - 

𝑘𝐵 Boltzmann constant 1.38 × 10−23 𝐽/𝐾 

R Gas constant 8.314 J/(mol K) 

NA Avogadro constant 6.023 × 1023 mol-1 

𝑝 Atmospheric pressure 1 atm 

∆𝑆 Change in hydrogen entropy from gas to liquid phase 75.44 J/(mol.K) 

VC Volume of the unit cell cm3 
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Figure S4. Different positions of gold on the surface of carbon nanotube. 

Figure S5. Total PDOS of a) CNT168 and b) CNT228 decorated with gold 

atoms. The surface is saturated for n=14 and 18 gold impurities. 
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Figure S6. PDOS of pristine and saturated a) CNT168 and b) CNT228 with 

gold atoms, before and after the adsorption of hydrogen gases. Dashed 

lines indicate the Fermi Energy (EF) per configuration. 
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Table S6. Binding energy (eV) of hydrogen adsorption on carbon nanotubes with different diameters. 

 Vertical/Outside Vertical/Inside Horizontal/Outside Horizontal/Inside 

CNT120 0.094 0.159 0.070 0.151 

CNT168 0.114 0.128 0.088 0.120 

CNT228 0.111 0.121 0.086 0.102 

 

 

Table S7. Binding energy (eV) of hydrogen adsorption on 1Au-CNTs with different diameters. 

 1 2 3 4 5 6 7 8 9 10 

CNT120 0.217 0.223 0.211 0.219 0.214 0.213 0.153 0.138 0.127 0.118 

CNT168 0.235 0.221 0.231 0.217 0.203 0.192 0.187 0.172 0.164 0.142 

CNT228 0.238 0.224 0.220 0.219 0.201 0.195 0.183 0.173 0.164 0.151 

 

 

Table S8. Desorption temperatures (K) of 1Au-CNTs with different diameters. 

 

1 2 3 4 5 6 7 8 9 10 

CNT120 278 285 270 280 274 273 197 169 155 128 

CNT168 229 285 296 278 260 247 240 220 211 187 

CNT228 305 287 282 280 258 250 235 222 210 190 

 


