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The duality between electric and magnetic dipoles inspires recent comparisons between ferronics
and magnonics. Here we predict surface polarization waves or “ferrons” in ferroelectric insulators,
taking the long-range dipolar interaction into account. We predict properties that are strikingly dif-
ferent from the magnetic counterpart, i.e. the surface “Damon-Eshbach” magnons in ferromagnets.
The dipolar interaction pushes the ferron branch with locked circular polarization and momentum
to the ionic plasma frequency. The low-frequency modes are on the other hand in-plane polarized
normal to their wave vectors. The strong anisotropy of the lower branch renders directional emis-
sions of electric polarization and chiral near fields when activated by a focused laser beam, allowing
optical routing in ferroelectric devices.

Introduction.—Electric and magnetic dipoles are said
to be dual since the associated electric E and magnetic
H fields have identical forms [1, 2]. The elementary ex-
citations of ordered dipoles in both magnets and ferro-
electrics can be classified as massless Goldstone modes
that restore the broken symmetry and Higgs modes, i.e.
scalar excitation of the modulus of the order parameter.
Magnons are transverse spin excitation the classify as
Goldstone modes in the absence of applied or anisotropy
fields. The polarization waves of the ferroelectric order,
or “ferrons” [3], can have either character, depending on
the microscopic mechanism that triggers the ferroelectric
phase transition.

Magnons in magnetic insulators favor low-dissipation
[4, 5] and novel chiral [6] transport for the spin, mo-
mentum, and heat. Among them, Damon-Eshbach (DE)
modes in finite-size magnets, governed by the long-range
magnetic dipolar interaction, are surface modes hold-
ing chirality ruled by the cross product of magnetiza-
tion, propagation direction, and surface normal [7, 8].
Being unidirectional normal to the magnetization, they
can propagate against temperature gradients [9–12], be
backscattering immune to the surface disorder [13, 14],
and interact chirally with light [15, 16]. Such modes are
recently demonstrated to be topological, even though
they do not lie in a gap [17]. Surface modes of ferro-
electrics that emerge in an exchange-only transverse Ising
model [18] do not take into account electric dipolar in-
teractions and have not yet been verified by experiments.
Recent theoretical proposals predict thermal transport
of electric polarization by bulk ferrons in nanostructures
[19–22], with initial possible experimental evidence [23].
Magnetism and ferroelectricity respectively break time-
reversal and inversion symmetry [24].

In this Letter, we predict surface ferrons in ferro-
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Figure 1. Surface ferrons excited by a laser spot (red dot)
in a ferroelectric insulator of thickness d with polarization
P0 poled along the ŷ-direction. The green arrows illustrate
the predicted emission of directional coherent ferron beams
with four-fold symmetry, and the yellow arrows illustrate the
associated electric stray fields with momentum-locked polar-
ization.

electrics that exist by the long-range dipolar interaction.
They generate strong chiral stray electric fields in the
THz regime, as sketched in Fig. 1. We find two branches
of surface ferrons, among which one branch is pushed to
the surface ionic plasma frequency ∼ Ωp/

√
2 by the cru-

cial dipolar interaction, but the other branch at much
lower frequency ∼ Ωp/10 ∼ 10 THz remains. The po-
larization of the lower mode is linear and lies in the sur-
face plane transverse to the wave vector. In contrast
to the DE magnons in ferromagnets, the surface ferrons
are therefore not chiral. Nevertheless, their stray elec-
tric fields are circularly polarized with the precession axis
normal and locked to their momenta. Such chirality has
been found as well in conventional surface polaritons and
Rayleigh surface acoustic waves [6, 25–30]. We predict
that the dispersion relations of surface ferrons are highly
anisotropic leading to directional emission from a focused
excitation as illustrated by Fig. 1. These results imply
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useful functionalities for broadband optical micro-scale
routing in electrically insulating rather than metallic de-
vices [31–36].

Model and formalism.—We consider a slab of uniax-
ial ferroelectric insulator of thickness d in vacuum that
is extended in the x-y plane and normal to the ẑ-axis
(Fig. 1). The spontaneous polarization P0 at equilib-
rium is poled along the ŷ-direction and emits no stray
fields. In electrical insulators, the bare Coulomb inter-
action between fluctuations of the electric polarizations
p(r) is strong and long-ranged, which renders the prob-
lem nontrivial. Assuming small fluctuations |p| � |P0|
we find the collective modes by self-consistently solving
the Landau-Khalatnikov-Tani (LKT) equation of motion
of the electric polarization [37–48] coupled to the Maxwell
equation for the electric field E(d) emitted by p.

We start from the free energy F =
∫
drF(r) below

the Curie temperature Tc of a uniaxial ferroelectric in-
sulator biased by an external (DC or AC) electric field
E(e), with the energy density as a function of the electric
polarization P = P0 + p [24, 45, 48, 49]

F(r) = (α/2)P 2
y + (β/4)P 4

y + (λ/2)(P 2
x + P 2

z )

− (1/2)E(d) ·P−E(e) ·P. (1)

Our results for T � Tc do not depend importantly on
Landau parameters α < 0, β > 0, and λ > 0. We are
interested in the surface ferrons and their difference from
conventional phonons in dielectrics [39, 47, 50–52]. The
electric polarization is an independent thermodynamic
variable with independent Goldstone and Higgs excita-
tions different from that of conventional phonons, noting
that in displacive ferroelectrics the ferron equations of
motion are closely related to lattice dynamics, however:
The electric polarization

∑
iQiri by atoms positioned at

ri with effective charges Qi is governed by the ionic mo-
tion driven by effective electric fields [39, 53] and elastic
forces [50–52]. In displacive ferroelectrics, phonon dy-
namics governs the Landau parameters. On the other
hand, purely electronic ferroelectricity can be described
by a Landau functional as well [54].

Here we focus on the LKT equation of motion [37–40]

mp∂
2P/∂t2 + γ∂P/∂t = −δF/δP, (2)

which is interpreted as a damped Newton’s equation
for an effective mass mp = 1/(ε0Ω2

p), where ε0 is the
vacuum dielectric constant, Ωp is the ionic plasma fre-
quency, and γ is a phenomenological viscous damping
constant [39]. P is a source for the electric field that
obeys the wave equation [2] ∇2E(d) − (1/c2)∂2

tE
(d) =

µ0∂
2
tP − (1/ε0)∇(∇ · P), contributed by both the elec-

tromagnetic radiation via the shift current density Ṗ and
Coulomb’s law for the bound charge accumulation−∇·P,
where µ0 is the vacuum permeability. For a monochro-
matic fluctuation P(r, t) ∝ e−iωt and assuming that its
wavelength λ is much smaller than that of light, k � ω/c

and λ � 2πc/ω ≡ λc, they do not couple strongly be-
cause of the wave vector mismatch. At the frequency
band of our interest ω ∼ 10 THz, λc ∼ 190 µm is a long
wavelength. The retardation due to the finite light veloc-
ity c is negligible and we may treat the electric dipolar
field in the static limit [2]

E(d)(r, t) =
1

4πε0
∇
∫
∇′ ·P(r′, t)

|r− r′|
dr′. (3)

At equilibrium, a constant electric polarization P0 =
{0, P0, 0} minimizes the free energy δF/δP = 0 when

saturated by the static external field E
(e)
y ŷ, and accord-

ing to αP0 + βP 3
0 = E

(e)
y , P 2

0 → −α/β when E
(e)
y → 0.

In the linear regime with |p| � |P0| and assuming a
small external electric field E(e) → 0, the equation of
motion for the fluctuations reads

(1/Ωp)
2∂2
t px,z +K⊥px,z = ε0E

(d)
x,z,

(1/Ωp)
2∂2
t py +K‖py = ε0E

(d)
y , (4)

where K⊥ = ε0λ > 0 and K‖ = ε0(α + 3βP 2
0 ) →

−2ε0α > 0 are dimensionless “stiffness” constants. The
two branches of the eigenmodes describe longitudinal
(Higgs-like) and transverse (Goldstone-like) fluctuations.
Reference [21] addressed only longitudinal modes, disre-
garding the dipolar interaction that couples them with
the transverse ones. The Coulomb interaction gaps the
Goldstone mode at zero wave number to the ionic plasma
frequency Ωp as derived below [see also the Supplemen-
tal Material (SM) [55]], analogous to the magnon gap in-
duced by magnetic anisotropies and the Goldstone mode
in superconductors that is pushed to the electron plasma
frequency by charge fluctuations [56, 57].

Equations (3) and (4) describe the interplay of the elec-
tric polarization and its dipolar electric field. We expand
the solution into plane waves

p(r, t) =
(
aeikzz + be−ikzz

)
ei(κκκ·ρρρ−ωt), (5)

where the in-plane coordinate ρρρ = xx̂ + yŷ and momen-
tum κκκ = kxx̂+kyŷ, which generates the stray field [6, 25]

E(d) =
ei(κκκ·ρρρ−ωt)

ε0

∫ 0

−d
dz′G(z−z′)

 axe
ikzz

′
+ bxe

−ikzz′

aye
ikzz

′
+ bye

−ikzz′

aze
ikzz

′
+ bze

−ikzz′

 ,

(6)
where G(z − z′) is the Green-function tensor. Here

kyE
(d)
x = kxE

(d)
y implies locking of the circular polar-

ization and wave vector (see SM [55] for details).
Surface ferrons.—The polarization waves interact with

their self-fields caused by the bound surface and bulk
electric charges that must be calculated self-consistently.
Substituting Eq. (6) into (4), we find two coupled charac-
teristic equations (refer to the SM [55] for details of the
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derivation) that can solve ω and kz in terms of kx and
ky. The first characteristic equation

c1c2k
2 + c1k

2
y + c2(k2

x + k2
z) = 0 (7)

establishes the relation between the frequency and mo-
mentum, where c1 ≡ −(ω/Ωp)

2 + K⊥ and c2 ≡
−(ω/Ωp)

2 + K‖ are dimensionless. For bulk excitation,
kz is real and Eq. (7) leads to two ferron branches with
band gaps at ω ∼ Ωp and ω � Ωp, respectively [55]. The
high-frequency branch is longitudinal with p ‖ k [55],
with its frequencies pushed up to the bulk ionic plasma
frequency Ωp by the Anderson-Higgs mechanism [56, 57].
The low-frequency branch is a mix of both longitudinal
[21] and transverse modes. A complex kz = η1 + iη2 that
also obeys the second characteristic equation [55][

(c1 + 1)kz sin(kzd/2)− c1κ cos(kzd/2)
]

×
[
(c1 + 1)kz cos(kzd/2) + c1κ sin(kzd/2)

]
= 0, (8)

implying the existence of evanescent modes at the sur-
faces. We solve Eqs. (7) and (8) numerically for ferro-
electric films of arbitrary thickness.

For thick slabs coth (dη2/2)→ 1 and tanh(dη2/2)→ 1,
so according to Eq. (8), η1 = 0 and η2 = −c1κ/(1 + c1)
[55]. Substituting kz = ±iη2 into Eq. (7) reduces the
coupled characteristic Eqs. (7) and (8) to

kz = ±ic1κ/(1 + c1),

k2
xc2(1 + 2c1) + k2

y

[
c1c2 + c1(1 + c1)

]
= 0. (9)

In most ferroelectrics, the elastic constants and their dif-
ference δ = K‖ − K⊥ are much smaller than unity at
room temperature. Solving Eq. (9) to leading order in δ
leads to surface modes

ω+
κκκ = Ωp

√
(1 + δ cos2 θκκκ)/2 +K⊥,

ω−κκκ = Ωp

√
δ sin2 θκκκ +K⊥, (10)

that are gaped and depend on the angle θκκκ between prop-
agation direction and equilibrium polarization.

Figure 2 illustrates the unique features of the disper-
sion with the conventional ferroelectric insulator LiNbO3,
with which at room temperature the parameters α =
−2.012 × 109 Nm2/C2, β = 3.608 × 109 Nm6/C4, and
λ = 1.345 × 109 Nm2/C2 [48] lead to P0 = 0.746 C/m2,
K⊥ = 0.012, and K‖ = 0.036. The low-frequency branch

is located between
√
K⊥Ωp when κκκ ‖ P0 and

√
K‖Ωp

when κκκ ⊥ P0. Decreasing the temperature, the longi-
tudinal stiffness K‖ is enhanced since |α| ∝ |T − Tc|,
leading to an enhanced peak frequency of low-frequency
surface ferron. The high-frequency branch is located
within a narrow range between Ωp

√
(1 + 2K⊥)/2 and

Ωp
√

(1 +K⊥ +K‖)/2, exactly around the surface ionic

plasma frequency Ωp/
√

2.
The group velocity of surface ferrons does not vanish

but is at large wavelengths transverse to the wave-vector

direction as shown for the lower branch in Fig. 2(c). In
the SM [55] we show that the gradient term of the elec-
tric polarization in the free energy functional g(∇P)2/2
substantially enhances the group velocity in the radial
direction at larger wave numbers. In Fig. 2(d) we plot
the dispersion of the lower branch using g ∼ 5.39 ×
10−10 J ·m3/C2 as recommended for LiNbO3 [58].
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Figure 2. Dispersion relation of the surface ferron branches
ω−κκκ [(a)] and ω+

κκκ [(b)] for the room-temperature parameters of
LiNbO3. At low frequencies, the surface ferrons are strongly
anisotropic. They can be excited by focused lasers with prop-
agation directions that can be tuned by its frequency ω0 (see
below). (c) is a plot of the group velocity vector field of the
lower branch, while (d) illustrates the effect of the gradient
term of p on the dispersion at higher wave numbers.

We next address the characteristics of the surface fer-
ronic modes and their associated electric stray fields, in-
cluding polarization and chirality. We find a = 0 or b = 0
when kz = −ic1κ/(1 + c1) or kz = ic1κ/(1 + c1) for the
surface modes [Eq. (9)] [55]. Both solutions conclude that
the waves are localized near the upper surface of the fer-
roelectric slab since they lead to the same exponential
decay as a function of distance from the surface accord-
ing to Eq. (5). The in-plane momentum κκκ is arbitrary,
strikingly different from its magnetic counterpart: sur-
face magnons [7, 8] in ferromagnets are unidirectional at
one surface. We list the characteristics of both surface
ferrons in the SM [55] and focus on the low-frequency
branch that allows the directional routing by the fre-
quency of THz light excitation [59].

The eigenmodes of the low-frequency branch p(κκκ, z) =
PPP(κκκ, z) exp(iκκκ · ρρρ− iω−κκκ t) and Px(κκκ, z)

Py(κκκ, z)
Pz(κκκ, z)

 = ξ

 −κ/(δ sin θκκκ)
κ/(δ cos θκκκ)

iκ/(1− δ sin2 θκκκ)

 ez/∆κκκ (11)
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strongly depend on the propagation direction. Here
ξ is a normalization constant and ∆κκκ = (1 −
δ sin2 θκκκ)/(κδ sin2 θκκκ) is a strongly anisotropic decay
length. The polarization of these waves depends on the
stiffness difference δ = K‖−K⊥ → ε0(−2α−λ) that de-
pends on temperature and material. For the conventional
materials such as LiNbO3 [48] and LiTaO3 [49], δ � 1 at
room temperature, such that {|px(κκκ)|, |py(κκκ)|} � |pz(κκκ)|.
The fluctuation lies in the plane and, since p(κκκ) · κκκ = 0,
is perpendicular to the momentum. The surface ferrons
are therefore linearly polarized and not chiral.

Ferrons carry polarization and energy in the presence
of various driving forces [19–22]. However, surface fer-
rons also betray their presence by THz evanescent electric

stray fields E
(d)
out(κκκ,ρρρ, z > 0) outside the slab. Inserting

the eigenmodes (11) into the Coulomb integral (6)

E
(d)
out(κκκ) = (κ̂̂κ̂κ+ iẑ)(ξκ/ε0)e−κzei(κκκ·ρρρ−ω

−
κκκ t). (12)

Since divergence free ∇ ·E(d)
out = 0, this field is circularly

polarized with the precession axis or “spin” governed by
the cross product of the momentum propagation direc-
tion κ̂̂κ̂κ = κκκ/κ and the surface normal ẑ.
Directional routing by laser.—A resonant excitation

of the surface ferrons by photons can best be formu-
lated in a quantum language, expanding the fluctua-
tions into surface ferron operators âκκκ and eigenmodes
Eq. (11) that are normalized as harmonic oscillators
[55]: p̂(r, t) =

∑
κκκ

(
PPP(κκκ, z) exp(iκκκ · ρρρ)âκκκ(t) + H.c.

)
. A

laser field E(e)(r) =
∑
κκκ

(
EEE(κκκ, z)eiκκκ·ρρρe−iω0t + H.c.

)
with

frequency ω0 and Fourier components EEE(κκκ, z) couples
with the surface ferron by the Stark interaction Ĥc/~ =∑
κκκ ω
−
κκκ â
†
κκκâκκκ +

∑
κκκ(gκκκe

iω0tâκκκ + H.c.), where the coupling

constant g(κκκ) = (−1/~)
∫ 0

−∞ dzPPP(κκκ, z) · EEE(κκκ, z) follows
the last term in Eq. (1). In terms of the damping pa-
rameter γ in Eq. (2), the ferron decay rate Γ = γε0Ω2

p/2.
During the illumination

aκκκ(t) ≡ 〈âκκκ(t)〉 = g∗(κκκ)e−iω0t/(ω0 − ω−κκκ + iΓ), (13)

where 〈· · · 〉 denotes an ensemble average [55]. The polar-
ization propagation depends on the angle with the ferro-
electric order according to sin2 θκκκ =

(
(ω0/Ωp)

2 −K⊥
)
/δ

while the momenta are mainly limited by focus of the
exciting electric field. The spatiotemporal electric polar-
ization in the steady state reads

p(r, t) =
∑
κκκ

PPP(κκκ, z)g∗(κκκ)

ω0 − ωκκκ + iΓ
ei(κκκ·ρρρ−ω0t) + H.c.. (14)

In Fig. 3 we show our predictions of the surface re-
sponse of a standard ferroelectric such as the LiNbO3

to a focused THz laser spot with room temperature pa-
rameters. We model the laser spot [60–62] by a lin-
early polarized field of Gaussian shape with size σ, pen-
etration depth l, and amplitude E0, i.e., Fourier com-
ponents EEE(κκκ, z) = πE0σ

2 exp[−(k2
x + k2

y)σ2/4 − z2/l2]x̂.

We choose parameters 2σ = 100 µm, l = 200 µm,
E0 = 50 kV/cm, and ω0 = 2π×7 THz. A ferron damping
rate Γ = 10−3ω0 corresponds to a propagation length of
up to ∼ 7.7 mm with an exponential decay that is much
longer than the length scales studied here (refer to SM
[55] for the fitting decay length). The surface polariza-
tion wave may also be indirectly excited via its coupling
to the phonons activated by THz and mid-infrared lasers
[63]. Analogous to the spin wave tomography of mag-
nets [64], non-resonant broadband excitation by focused
optical lasers can reveal the spatiotemporal dynamics of
surface ferrons.

Figure 3(a) illustrates that the excited surface ferrons
propagate preferentially into four directions at an angle
|θ0| = | arcsin

√
[(ω0/Ωp)2 −K⊥]/δ| ∼ 63◦ with respect

to P0. The “light house” effect, i.e. strong collimation
of the surface-ferron beams in real space, as plotted in
Fig. 3(b), is the caustics caused by the unique group ve-
locity field as plotted in Fig. 2(c), rendering the charac-

teristic cross-shaped pattern of |p‖(r)| =
√
p2
x(r) + p2

y(r)

at the sample surface z = 0. The directional routing
[35, 36] can be tuned [55] by varying ω0. The amplitudes
are strongly focused into a tens-of-micrometer channel
along π/2 − θ0, with respect to P0. This direction re-
flects the Fourier transform of a(κκκ) ∼ δ(k2

x − tan2 θ0k
2
y)

or kx/ky ∼ tan θ0. The propagation phase in exp(iκκκ·ρρρ) ∼
exp[iky(y + x tan θ0)] after integration over wave vectors
favors y + x tan θ0 ∼ 0 or x/y ∼ − cot θ0 [55]. The ac
electric polarization flows in the channels both parallel
and antiparallel to each other, as indicated by the black
arrows in Fig. 3(b).

The electric polarization produces circularly polarized
chiral electric stray fields Eq. (12) with the same spatial
cross-like pattern, as shown in Fig. 3(c) and (d) for the in-
plane E‖ and out-of-plane Ez components at the surface.
Measurement of these fields would allow reconstruction
of the underlying electric polarization fluctuation. The
in-plane component oscillates normal to the channel di-
rection, as illustrated by the black arrows in Fig. 3(c).
The magnitude of the near electric field can exceed that
of the incident laser spot, indicating a substantial plas-
monic enhancement [31–36, 65].

Equation (4) has the same form when the equilibrium
polarizations P0 ‖ ẑ are out-of-plane and lead to surface
states with polarization fluctuations normal to the inter-
face with isotropic dispersion. This is again very differ-
ent from ferromagnets with perpendicular magnetization
that support only bulk magnons.

The present calculations have been carried out in an
electrostatic approximation, which holds for relatively
large wave numbers. For small wave numbers, the fer-
rons hybridize with the photons or phonons to form sur-
face ferron-photon polaritons or surface ferron-phonon
polarons, which we shall address in the future.

Conclusions.—In conclusion, we predict that long-
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Figure 3. Directional optical routing of surface ferrons in
LiNbO3 resonantly excited by a laser spot. (a) addresses the
amplitudes of the pumped surface ferrons in reciprocal space.
In real space, simultaneously pumped ferrons interfere con-
structively in micro-scale channels as shown in (b). (c) and
(d) plot the in-plane E‖ and out-of-plane Ez components of
the stray electric field at z = 0, respectively. The arrows in
(b) and (c) are a snapshot of the in-plane electric polarization
and the stray electric field.

range dipolar interaction causes evanescent polariza-
tion waves or surface ferrons in uniaxial ferroelectrics.
The symmetry breaking by the dipolar order can cause
strongly anisotropic emission patterns from a focused ter-
ahertz laser spot. The surface ferrons may be interpreted
as gapped Goldstone and Higgs modes of the ferroelectric
order. Their pronounced anisotropy distinguishes them
with the surface phonon polariton in polar dielectrics [50–
52]. These excitations can be monitored by their strong
and chiral stray fields.
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