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The mutual coupling of spin and lattice degrees of freedom is ubiquitous in magnetic materials and potentially
creates exotic magnetic states in response to the external magnetic field. Particularly, geometrically frustrated
magnets serve as a fertile playground for realizing magnetic superstructure phases. Here, we observe an uncon-
ventional two-step magnetostructural transition prior to a half-magnetization plateau in a breathing pyrochlore
chromium spinel by means of state-of-the-art magnetization and magnetostriction measurements in ultrahigh
magnetic fields available up to 600 T. Considering a microscopic magnetoelastic theory, the intermediate-field
phase can be assigned to a magnetic superstructure with a three-dimensional periodic array of 3-up-1-down and
canted 2-up-2-down spin molecules. We attribute the emergence of the magnetic superstructure to a unique
combination of the strong spin-lattice coupling and large breathing anisotropy.
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Significance

The search for exotic magnetic states, such as a quantum
spin liquid and a magnetic superstructure, in geometrically
frustrated magnets has been a central research topic in the re-
cent 30 years. Theoretically, the mutual coupling of spin and
lattice degrees of freedom has been proposed to induce rich
magnetic phases in various spin models. Here, we observe
an unconventional multi-step magnetostructural transition in
a breathing pyrochlore antiferromagnet in ultrahigh magnetic
fields, signaling the emergence of a magnetic superstructure
phase with a periodic array of collinear 3-up-1-down and
canted antiferromagnetic states. This finding could be
attributed to the interplay between the spin-lattice coupling
and breathing anisotropy.

Superstructures in crystalline solids, where the unit cell of
atomic arrangements or electronic states is an integer multi-
ple of the original primitive cell of the lattice, have received
considerable attention because of their complexity as well as
their association with exotic physical properties. Prominent
examples are surface superstructures such as the Si(111)–
7 × 7 state [1], charge/orbital ordering in perovskite man-
ganites [2], and charge density wave states in van der Waals
transition-metal dichalcogenides [3] and topological kagome
superconductors [4]. For frustrated spin systems, a variety
of quantum-entangled magnetic superstructures can appear in
the external magnetic field. Of particular interest are a series
of magnon crystals in a spin-1/2 kagome Heisenberg antifer-
romagnet [5] and successive transformations of singlet-triplet
superstructures in a spin-1/2 orthogonal-dimer Heisenberg an-
tiferromagnet [6]. These phenomena are accompanied by a

cascade of fractional magnetization plateaus [7–11].

When a spin system interacts with the lattice degrees of
freedom, the structural instability can facilitate the forma-
tion of a magnetic long-range order, potentially yielding a
spin-lattice-coupled superstructure. The concept of a spin-
lattice coupling was first theoretically proposed as the spin-
Peierls transition in a spin-1/2 Heisenberg antiferromagnetic
(AFM) chain [12, 13], which was then demonstrated in a num-
ber of quasi-one-dimensional compounds [14, 15]. In this
mechanism, the spin dimerization is induced by individual
atomic displacements with a doubling of the unit cell, where
the system gains exchange energy at the cost of elastic en-
ergy. A similar phase transition was subsequently found in
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FIG. 1. Spin configurations in a local tetrahedron of the classical
Heisenberg antiferromagnet on a pyrochlore lattice. The magnetic
frustration arising from the geometrical constraint (A) is relieved by
the spin Jahn-Teller effect below the ordering temperature TN in zero
field, resulting in a 2-up-2-down state (B). On application of a mag-
netic field B, the system undergoes a phase transition to a 3-up-1-
down state (C). In both collinear magnetic states, the AFM exchange
interaction in contracted (elongated) bonds colored by red (blue) be-
comes stronger (weaker) by J∆1 (J∆2) than the original strength J

through the lattice deformation [25].
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three-dimensional semiclassical spin systems represented by
chromium-based spinels ACr2O4 (A = Zn, Cd, and Hg) [16–
19]. At low temperatures, the strong geometrical frustration
inherent in the corner-sharing tetrahedral network, i.e., the py-
rochlore lattice, of spin-3/2 Cr3+ ions is relieved by the local
tetrahedral distortion (called the spin Jahn-Teller effect), re-
sulting in a 2-up-2-down magnetic long-range order [16, 19]
(Fig. 1A, B). Interestingly, the application of a magnetic field
induces another spin-lattice-coupled long-range order, a 3-up-
1-down state [19, 20] (Fig. 1C). This phase transition is ac-
companied by a steep magnetization jump [21–23] and giant
magnetostriction [24] followed by a robust half-magnetization
plateau, which can be explained in the framework of mi-
croscopic magnetoelastic theories incorporating local phonon
modes [25, 26]. These findings have triggered further studies
on the spin-lattice-coupling physics for various spin models
[27–33].

Recently, the introduction of a breathing anisotropy, i.e.,
a spatial modulation of magnetic interactions, has been rec-
ognized as a new approach to control the ground state of
various spin models [34–36]. In this context, the emer-
gence of spin-lattice-coupled superstructures in addition to
the conventional 2-up-2-down and 3-up-1-down states (not
superstructures) are theoretically proposed in the breathing
pyrochlore lattice where the neighboring tetrahedra differ in
size in an alternating pattern (Fig. 2A) [32]. Here, we re-
port the possible realization of this theoretical prediction in
a model compound of the breathing pyrochlore antiferromag-
net, LiGaCr4O8 [36–40]. By means of state-of-the-art magne-
tization and magnetostriction measurement techniques avail-
able in ultrahigh magnetic fields of up to 600 T, we demon-
strate that LiGaCr4O8 exhibits a two-step magnetostructural
transition in an intermediate field range between 150 T and
200 T, followed by a half-magnetization plateau up to ∼420 T.
The effective spin Hamiltonian for LiGaCr4O8 is established
based on density-functional-theory (DFT) calculations and
classical Monte Carlo (MC) simulations. We show that the
combination of the strong spin-lattice coupling and large
breathing anisotropy can be responsible for stabilizing the
intermediate-field phase, which we assign to a tetrahedron-
based superstructure with a three-dimensional periodic array
of 3-up-1-down and canted 2-up-2-down spin molecules.

RESULTS

Breathing pyrochlore antiferromagnet LiGaCr4O8

We first introduce the basic properties of the present target
LiGaCr4O8 [36]. The crystallographic ordering of nonmag-
netic cations Li+ and Ga3+ identical to the zinc-blende struc-
ture (Fig. 2B) leads to the breathing pyrochlore Cr network,
as shown in Fig. 2A. The resultant two inequivalent nearest-
neighbor Cr–Cr bonds, whose lengths are r = 2.970 Å and
r′ = 2.867 Å at room temperature [36], are characterized by
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FIG. 2. Basic properties of a breathing pyrochlore antiferromagnet
LiGaCr4O8. (A) Breathing pyrochlore lattice with two kinds of the
nearest-neighbor AFM exchange couplings of J (J′) in tetrahedra A

(B) with the bond length r (r′) and further-neighbor exchange cou-
plings up to third nearest-neighbor. In LiGaCr4O8, r = 2.907 Å and
r′ = 2.919 Å at 20 K. (B) Crystal structure of LiGaCr4O8. The il-
lustrations are drawn with VESTA software [41]. (C) Exchange cou-
plings of LiGaCr4O8 in the paramagnetic state at 20 K determined
by DFT energy mapping as a function of on-site interaction strength
U. The vertical line indicates the U value where the exchange cou-
plings match the experimental Weiss temperature ΘW = −659 K
[36]. The resulting exchange parameters are J/kB = 166.6(2) K,
J′/kB = 6.9(2) K, J2/kB = 0.0(1) K, J3a/kB = 0.3(1) K, and
J3b/kB = 0.9(1) K.

two distinct AFM exchange couplings J and J′:

H0 = J
∑

〈i, j〉A

Si · S j + J′
∑

〈i, j〉B

Si · S j, (1)

where Si and S j denote the classical Heisenberg spins, and
〈i, j〉A and 〈i, j〉B stand for nearest-neighbor sites within tetra-
hedra A and B, respectively (Fig. 2A). Note that J is equal to
J′ for the conventional Cr spinel ACr2O4. For LiGaCr4O8,
J′ was initially believed to be stronger than J [36] judg-
ing from the empirical relationship between the strength of
the AFM exchange coupling and the lattice constant (equiv-
alently, the Cr–Cr bond length) in ACr2O4 [42], though the
actual situation does not seem so simple. From the struc-
tural point of view, the inversion symmetry breaking at the
local Cr site would give rise to the anisotropic deformation
of Cr 3d3 orbitals. Indeed, previous DFT energy mapping re-
vealed the dominance of J at room temperature: J/kB = 100 K
and J′/kB = 66.2 K [43], kB being the Boltzmann constant.
Furthermore, the breathing anisotropy J′/J can be strongly
temperature dependent as exemplified in a related compound
LiInCr4O8 [43].

In order to evaluate J′/J for LiGaCr4O8 at low tempera-
tures, we measured powder X-ray diffraction patterns at 20 K,
and performed the Rietveld analysis (Supplementary Note 1)
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FIG. 3. Observation of a two-step magnetostructural transition in LiGaCr4O8 at around 200 T. (A) Schematic of the magnetization measurement
using the induction method in the electromagnetic flux compression (EMFC) system. An instantaneous high-current discharge into the outer
primary coil induces explosive implosion of the inner brass cylinder (noted as “Liner”) and as a result compresses the magnetic flux [44]. (B)
Schematic of the magnetostriction measurement using the fiber-Bragg-grating (FBG) method in the single-turn coil (STC) system. The probe
and sample remain intact during the field pulse due to outward explosion of the STC [45]. (C) Temporal evolutions of the magnetic field (gray)
and the induction voltage detected by the self-compensated pickup coil (red) at 5 K in the EMFC system. The induced voltage is a summation
of the intrinsic dM/dt component and the background originating from dB/dt. The inset displays an enlarged view around phase transitions
denoted by upward triangles in the dM/dt data. (D) Temporal evolutions of the magnetic field (gray) and the sample-length change ∆L/L

(purple) obtained in the STC system (corresponding to Data #2 in (F)). (E) M–B curves (left axis) and their field-derivatives (right axis) at ∼5
K obtained in the non-destructive pulsed magnet (green), STC (blue), and EMFC system (red). The parallel dashed lines are guides to the eye
to visualize magnitudes of magnetization jumps ∆M1 and ∆M2 at Bc1 and Bc2, respectively. (F) ∆L/L–B curves at 5 K obtained in the STC
system. Data #1 and #2 were taken in the same sample setting with different generated maximum field Bmax (Data #1 is vertically shifted for
clarity). The gray solid line is a guide for the eye to visualize the slope change in ∆L/L at Bc1 and Bc2.

and DFT energy mapping (Methods). Since the coexistence
of tetragonal and cubic phases are reported below the order-
ing temperature TN = 14 K [38] (Supplementary Note 2),
we can expect reliable information on the exchange param-
eters from the structural refinement at a temperature slightly
higher than TN. Notably, tetrahedra A and B are found to be
reversed in size (r = 2.907 Å and r′ = 2.919 Å) while the
cubic F43m structure is preserved at 20 K. Figure 2C shows
the DFT energy mapping up to the third nearest-neighbor ex-
change couplings (Fig. 2A). Here, the experimental Weiss
temperature ΘW = −659 K [36] is used to fix the on-site in-
teraction strength U. We find a significant reduction of J′/J
on cooling: J′/J = 0.66 at room temperature [43] whereas
J′/J = 0.04 at 20 K (J/kB = 166.6 K and J′/kB = 6.9 K),
indicating that LiGaCr4O8 is located close to the limit of de-
coupled AFM tetrahedra at low temperatures. The estima-
tion of J′/J is nearly independent of U (J′/J = 0.04 ∼ 0.10
for U = 1.25 ∼ 2.75 eV), and the second and third nearest-
neighbor exchange couplings are negligibly weak.

Physical property measurements in ultrahigh magnetic fields

As suggested from the large negative Weiss temperature
ΘW = −659 K [36], ultrahigh magnetic fields of several
hundreds of tesla are required to exceed the strong AFM
exchange interactions in LiGaCr4O8. Accordingly, we em-
ployed two kinds of destructive-type pulsed megagauss gen-
erators: an electromagnetic flux compression (EMFC) sys-
tem [44] (Fig. 3A) and a single-turn coil (STC) system [45]
(Fig. 3B). The former allows physical property measurements
up to ∼600 T only in the field-increasing process, whereas the
latter offers the data up to ∼200 T both in the field-increasing
and decreasing processes. Typical magnetic-field waveforms
generated by the EMFC and STC systems are shown by gray
lines in Fig. 3C and D, respectively.

Physical property measurements on magnetic insulators in
the EMFC system was so far limited to the Faraday rotation
and optical absorption measurements [23]. These magneto-
optical detection schemes, however, could not be applied to
the present polycrystalline LiGaCr4O8 samples. In this work,
we have extended two existing techniques implemented in the
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STC system to the EMFC system to observe successive phase
transitions of LiGaCr4O8 up to ∼600 T: (i) a magnetization
measurement using the induction method [31, 46, 47] and
(ii) a magnetostriction measurement using the optical fiber-
Bragg-grating (FBG) method [48, 49] (Methods and Supple-
mentary Notes 3 and 6).

Two-step magnetostructural transition at around 200 T

Figure 3E summarizes the magnetization data of
LiGaCr4O8 measured at ∼5 K. In the STC system, a
linear increase in the magnetization M with respect to the
external magnetic field B is observed up to a generated
maximum field Bmax of 145 T, where M reaches 0.70 µB/Cr,
suggesting that spins are smoothly canting from the 2-up-
2-down AFM ground state [38]. Here, the absolute value
of M is calibrated using the magnetization data obtained
in a SQUID magnetometer MPMS up to 7 T (Supplemen-
tary Note 2) and in a non-destructive pulsed magnet up
to 51 T (Fig. 3E). Upon the application of a higher field
using the EMFC system, dM/dt anomalies with a small
hump and a subsequent large hump are observed at Bc1

= 159 T and Bc2 = 171 T, respectively (inset of Fig. 3C),
indicating a two-step metamagnetic transition. We ensure
the reproducibility in three independent experiments with
different setups (Supplementary Note 4). By subtracting the
background component from the observed dM/dt profile
(Supplementary Note 5), M as a function of B and its field
derivative dM/dB between 150 T and 200 T are obtained as
shown by red and pink lines, respectively, in Fig. 3E. The
second magnetization jump, ∆M2, is approximately six times
larger than the first one, ∆M1, if the B-linear component
is subtracted (Fig. 3E). The absolute value of M at 200 T
is 1.35 ± 0.07 µB/Cr, which is close to half the expected
saturation magnetization of ∼3 µB/Cr given that the g-value
is estimated to be g = 1.98 ∼ 2.08 [36, 37]. The present
observation is most likely ascribed to the appearance of a
half-magnetization plateau as observed in ACr2O4 [21–23],
given that the magnetization jump is blunted by thermal
fluctuations or crystallographic disorders.

The existence of an intermediate-field phase between Bc1

and Bc2 is supported by the magnetostriction measurements.
Figure 3F shows the magnetostriction data of LiGaCr4O8

measured at 5 K using the STC system with Bmax = 167 T
(Data #1) and 185 T (Data #2). The temporal evolution of the
relative sample-length change ∆L/L for Data #2 is shown in
Fig. 3D. Data #1 and #2 were taken in the same setup and are
in excellent agreement with each other. As seen in Data #1,
a rapid lattice expansion starts at around 160 T, which corre-
sponds to the phase transition at Bc1. Furthermore, as seen in
Data #2, the increase in ∆L/L is accelerated above Bc2. These
observations indicate that both transitions at Bc1 and Bc2 are
likely first order accompanied by a structural phase transition.

Data #3

Data #4

EMFC

T = 5 K

Bc3Bc2

Data #5

FIG. 4. Magnetic-field width of a half-magnetization plateau
in LiGaCr4O8 determined by the magnetostriction measurements.
∆L/L–B curves at 5 K obtained in the electromagnetic flux compres-
sion (EMFC) system. Data #3, #4, and #5 were taken in independent
sample settings with the generated maximum field of Bmax = 360,
580, and 620 T, respectively (Data #3 and #4 are vertically shifted for
clarity). The half-magnetization plateau associated with the 3-up-1-
down magnetic state is expected to appear in a field region shaded by
cyan.

Field width of half-magnetization plateau

Theoretically, the magnetic-field width of a half-
magnetization plateau correlates with the strength of the
spin- lattice coupling in the (breathing) pyrochlore-lattice
Heisenberg antiferromagnet [25, 32]. Therefore, it is
important to determine the termination field of the half-
magnetization plateau Bc3 for further discussions, although
our magnetization measurement could not detect additional
phase transitions above 200 T due to poor sensitivity of our
probe in the high-field region (Supplementary Note 4).

As an alternative way to determine Bc3, we measured the
magnetostriction of LiGaCr4O8 at 5 K in the EMFC system.
Considering the relation ∆L/L ∝ M2 derived from the mag-
netoelastic theory [24], there should be no lattice-constant
change in the half-magnetization plateau region, followed by
a significant volume expansion on the high-field side. Fig-
ure 4 shows three ∆L/L–B curves (Data #3 ∼ #5) obtained in
independent sample settings. The raw data are shown in Sup-
plementary Note 7, and the analytical procedure is described
in Supplementary Note 8. For Data #3, a plateau-like behavior
is observed from 200 T up to Bmax = 360 T. For Data #4 and
#5 with Bmax ≈ 600 T, on the other hand, an upturn behavior is
clearly observed at around 420 T, signaling the occurrence of
a phase transition from the 3-up-1-down to a higher-field spin-
canted phase. We hence determine Bc3 ≈ 420 T. Furthermore,
another ∆L/L kink is observed at around 550 T, potentially
reflecting a phase transition to a paramagnetic phase.

Classical Monte Carlo simulations

To get more insights on the field-induced phase transi-
tions of LiGaCr4O8, we employ a microscopic magnetoelastic
model on the breathing pyrochlore lattice [32] incorporating
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FIG. 5. Successive field-induced phase transitions based on the magnetoelastic theory on the breathing pyrochlore Heisenberg antiferromagnet.
(A–C) Magnetization curves in the strongly breathing case of J′/J = 0.1 for (A) b = b′ = 0.05, T/J = 0.006, (B) b = b′ = 0.10,T/J = 0.012,
and (C) b = b′ = 0.15,T/J = 0.012 calculated by means of the classical Monte-Carlo simulations. (D–H) Real-space magnetic structures
in (D) phase I, (E) II, (F) III, and (G, H) IV, where red (blue) and yellow arrows represent spins pointing upward (downward) and canting
with respect to the magnetic field h, respectively. In phases I∼III, the canted 2-up-2-down, 3-up-1-down, and “1-up-1-down + V”-type spin
configurations are stabilized, respectively, with no translational symmetry breaking of the underlying breathing pyrochlore lattice. In phase
IV, a tetrahedron-based long-range order with a six-fold magnetic unit cell size in all the three principle axes emerges. In (H), the spin
configurations within three adjacent tetrahedral layers are displayed (corresponding to one fourth of the magnetic unit cell). This magnetic
state is composed of the canted 2-up-2-down (purple) and 3-up-1-down tetrahedra (gray) in the ratio of 1:2.

the Einstein site phonons assuming the independent displace-
ment of each site [26]. The effective spin Hamiltonian Heff

is

Heff = H0 +HSLC − h
∑

i

S i, (2)

where H0 contains minimal exchange terms expressed as
Eq. (1), h is the external magnetic field applied along z axis,
and

HSLC = −Jb
∑

〈i, j〉A

(Si · S j)2 − J′b′
∑

〈i, j〉B

(Si · S j)2

−
∑

i



















Jb

4

∑

j,k∈NA(i)

+
J′b′

4

∑

j,k∈NB(i)



















(Si · S j)(Si · Sk)

−
√

JJ′bb′
∑

i

∑

j∈NA(i)

∑

k∈NB(i)

ei j · eik(Si · S j)(Si · Sk),

(3)

where b (b′) is a dimensionless parameter representing the
strength of the spin-lattice coupling between the nearest-

neighbor sites within tetrahedra A (B), NA(i) (NB(i)) denotes
a set of the nearest-neighbor sites of site i within tetrahedra A

(B), and ei j is the unit vector oriented from site i to j. Pos-
sible effects from the single-ion anisotropy can be neglected
here because of the quenched orbital angular momentum of
the Cr3+ ion, as indicated by the g-value (g = 1.98 ∼ 2.08
[36, 37]). In fact, the magnetization curves of CdCr2O4

(g = 2.06 [17]), for example, for H ‖ [100], [110], and [111]
are almost identical [18]. As for phonon contributions, the
displacement energies of atoms are quadratic in the Hamilto-
nian so that they can be exactly traced out through the standard
Gaussian integration (for the derivation process of Eq. (3), see
Supplementary Note 9). Consequently, the phonon-mediated
spin interactions HSLC consist of biquadratic terms favor-
ing collinear spin configurations (first and second terms) and
three-body quartic terms responsible for lifting the macro-
scopic degeneracy (third and last terms). Note that Eq. (2)
with J′/J = 1 can reproduce a half-magnetization plateau
with a 16-sublattice 3-up-1-down magnetic structure observed
in HgCr2O4 [19] and CdCr2O4 [20], where up-up-up-down
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chains run along all the six equivalent [110] directions [26].
The magnetic phase diagrams for the moderately breathing
case of J′/J = 0.6 and 0.2 are reported in Ref. [32].

As mentioned above, LiGaCr4O8 is characterized by a large
breathing anisotropy of J′/J = 0.04 just above TN accord-
ing to the DFT calculations, although the situation would be
more complex below TN [38]. Here, we set J′/J = 0.1 as
a typical value for the strongly breathing case in Eq. (2) and
performed classical MC simulations to calculate the magne-
tization curves for various sets of the spin-lattice coupling
parameters b and b′. Figure 5A–C shows the calculation re-
sults for a system size of N = 16L3 spins with L = 12 in
three typical cases: (a) b = b′ = 0.05, (b) b = b′ = 0.10,
and (c) b = b′ = 0.15. Regardless of b and b′, phase I
with an 8-sublattice canted 2-up-2-down state (Fig. 5D) and
phase II with a 16-sublattice 3-up-1-down state (Fig. 5E) ap-
pear followed by a higher-field phase II’ (The magnetic struc-
ture of phase II’ is likely to be more complicated than a sim-
ple canted 3-up-1-down state, and its identification is beyond
the scope of this work). An important difference manifests
just below phase II. In the weak spin-lattice coupling case of
b = b′ = 0.05, the system undergoes a first-order transition
from phase I to III with a 16-sublattice “1-up-1-down+V”-
type spin correlation (Fig. 5F), which is continuously con-
nected to phase II. With increasing the spin-lattice coupling,
an intermediate-field phase once disappears for b = b′ = 0.10,
and then another phase, phase IV, appears for b = b′ = 0.15.
Remarkably, the magnetic structure of phase IV is a mixture
of the canted 2-up-2-down and 3-up-1-down units of tetrahe-
dra A in the ratio of 1:2, forming a long-range order with a
6 × 6 × 6 magnetic unit cell (Fig. 5G, H). The detail of the
ordering pattern is described in Ref. [32]. We confirm that,
for system sizes in which L is not a multiple of six, this state
cannot be obtained, and instead a metastable state with higher
energy appears (Supplementary Note 10). Note that phase IV
appears also for J′/J = 0.2 with larger values of b and b′

(b = b′ & 0.20) but does not appear for J′/J = 0.6 with any
values of b and b′ [32].

DISCUSSION

From the above results, we find that the theoretical M–B

curve for the strong spin-lattice coupling case of b = b′ =
0.15 (Fig. 5C) is qualitatively compatible with the experi-
mental M–B curve of LiGaCr4O8 (Fig. 3E) in that the two-
step magnetization jump as well as the relatively wide half-
magnetization plateau are reproduced. We hence believe that
the experimentally observed intermediate-field phase prior to
the half magnetization plateau would be a magnetic super-
structure phase induced by the strong spin-lattice coupling
and large breathing anisotropy. However, the magnetization
in phase IV amounts to m/ms ≈ 0.4 (Fig. 5C), which is larger
than the experimental value at Bc2, m/ms ≈ 0.3 (Fig. 3E).
Moreover, the present site-phonon model tends to underesti-
mate the field width of the half-magnetization plateau [26, 32],

as demonstrated in ACr2O4 with J′/J = 1 [21, 22] and also
in the present case (Supplementary Note 11). These quan-
titative discrepancies may arise from the missing incorpora-
tion of the macroscopic lattice deformation in the site-phonon
model. Another microscopic magnetoelastic model assum-
ing independent bond-length changes, i.e., the bond-phonon
model, can resolve this issue (Supplementary Note 11), al-
though it can describe neither magnetic long-range orders nor
additional complicated magnetic transitions found in the site-
phonon model [25, 32]. The development of an extended mag-
netoelastic Hamiltonian is necessary to fill the gap between
experiment and theory.

Finally, it is worth mentioning the relationship of the
present findings to the magnetism of isolated tetrahedral clus-
ters, namely J′ = 0. If we take into account quantum spins and
neglect the spin-lattice coupling, the application of a magnetic
field induces the quantization of a total spin number per clus-
ter, which can be regarded as a spin crossover rather than a
phase transition. As a consequence, the M–B curve exhibits
fractional magnetization plateaus at m/ms = p/2n for spin-
n/2 systems (p, n: integer values satisfying 0 < p < 2n).
Such a magnetization behavior was indeed observed in a spin-
1/2 breathing pyrochlore antiferromagnet Ba3Yb2Zn5O11 [50]
and a spin-3/2 tetrahedral-cluster compound Co4B6O13 [51].
In LiGaCr4O8, however, no plateau-like structure is observed
at around m/ms = 1/6, i.e., M ≈ 0.5 µB/Cr (Fig. 3E), sug-
gesting that a spin crossover is masked by the intertetrahedral
exchange coupling J′. Also, it is obvious that if we set J′ = 0
and b′ = 0 in the classical Heisenberg model with the spin-
lattice coupling Eq. (2), no magnetic superstructure phase ap-
pears due to the absence of spin interactions within tetrahe-
dra B. Three-body spin interactions across tetrahedra A and B

(Fig. 2A) originating from the site-dependent local phonons,
corresponding to the last term in Eq. (3), play a crucial role
in bringing about rich field-induced phases in the breathing
pyrochlore system.

In summary, we observe a two-step magnetostructural tran-
sition between 150 T and 200 T prior to a robust half-
magnetization plateau in the breathing pyrochlore antifer-
romagnet LiGaCr4O8. Considering the magnetoelastic the-
ory incorporating local phonon modes, the intermediate-field
phase can be assigned to a spin-lattice-coupled superstructure
with a three-dimensional periodic array of 3-up-1-down and
canted 2-up-2-down spin molecules, which we attribute to the
strong spin-lattice coupling and large breathing anisotropy.
The present work, combining the exotic experimental obser-
vations with the microscopic magnetoelastic theory in the
complicated three-dimensional frustrated magnet, paves the
way for further verifications of intriguing physical phenom-
ena originating from the spin-lattice coupling and/or breath-
ing anisotropy, both of which can be relevant in magnetic
materials regardless of the geometry of the underlying crys-
talline lattice. For instance, the formation of a 3 × 3 spin-
lattice-coupled superstructure phase associated with a 1/9-
magnetization plateau as well as a

√
3 ×
√

3 one associated
with a 1/3-magnetization plateau is theoretically predicted in
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a kagome-lattice Heisenberg antiferromagnet [33]; its exper-
imental verification as well as theoretical studies on the ef-
fect of introducing the breathing anisotropy remain open ques-
tions. In addition, we demonstrate that the electromagnetic in-
duction and fiber-Bragg-grating methods are powerful tools to
detect magnetic and structural phase transitions, respectively,
in ultrahigh magnetic fields well above 100 T. These tech-
niques would be applicable to a broad range of materials such
as frustrated magnets, spin-crossover systems, heavy-fermion
compounds, and superconductors, leading to further flourish-
ing of high magnetic-field science.

METHODS

Sample preparation

Polycrystalline samples of LiGaCr4O8 were obtained from
the same batch used in Ref. [36], prepared by the conventional
solid state reaction method. The powder samples were formed
into rod shape with ∼0.8 mm in a diameter and ∼1.5 mm in
a length using epoxy (Stycast 1266) for the magnetostriction
measurement.

Powder X-ray diffraction measurement and structural analysis

We performed the powder X-ray diffraction measurement
on LiGaCr4O8 at 20 K using a commercial X-ray diffrac-
tometer (SmartLab, Rigaku). The incident X-ray beam was
monochromated by a Johansson-type monochromator with
a Ge(111) crystal to select only Cu-Kα1 radiation. Only a
tiny amount of impurity phases were found, ensuring that the
sample is of high quality. The Rietveld analysis was per-
formed using JANA2006 program [52], confirming the cubic
F43m structure. Detailed results are shown in Supplementary
Note 1.

Density functional theory calculations

Exchange parameters of LiGaCr4O8 were estimated by
the density-functional-theory (DFT) based energy mapping
[53, 54]. We performed all electron DFT calculations using
the full potential local orbital (FPLO) code [55]. Note that
this technique has proven to be very reliable for the breath-
ing pyrochlore chromium spinels [31, 43]. We used the gen-
eralized gradient approximation (GGA) exchange and corre-
lation functional [56]. For the electronic structure calcula-
tions, we used the T = 20 K crystal structure with the F43m

space group determined in this work. We accounted for strong
correlations on the Cr 3d orbitals by applying a GGA+U ex-
change correlation functional [57] for several different values
of U and JH = 0.72 eV fixed following Ref. [58]. The fit-
ting was performed to the Heisenberg Hamiltonian in the form
H = ∑i< j Si · S j, where total moments are exact multiples of
3 µB as all Cr moments are exactly S = 3/2. All fits are
excellent. The Weiss temperature is calculated according to
ΘW = −1/3S (S + 1)(3J + 3J′ + 12J2 + 6J3a + 6J3b).

Magnetization and magnetostriction measurements

The magnetization up to 7 T was measured using a SQUID
magnetometer (MPMS; Quantum Design). The magnetiza-
tion up to 51 T, 145 T, and 200 T was measured by the in-
duction method in a non-destructive pulsed magnet, a hor-
izontal single-turn coil (STC) system [45], and an electro-
magnetic flux compression (EMFC) system [44], respectively.
The details of experimental setup, data, and analysis method
for the magnetization measurements using the EMFC system
are presented in Supplementary Notes 3–5, which include ad-
ditional references [59–63]. The longitudinal magnetostric-
tion up to 185 T and ∼600 T was measured by the optical
fiber-Bragg-grating (FBG) method in the horizontal STC and
EMFC systems, respectively. Here, a relative sample-length
change ∆L/L was detected by the optical filter method with
the resolution of 10−5–10−4 [48, 49]. The details of experi-
mental setup, data, and analysis method for the magnetostric-
tion measurements using the EMFC system are presented in
Supplementary Notes 6–8. All of the experiments were per-
formed at the Institute for Solid State Physics, University of
Tokyo, Kashiwa, Japan.

Classical Monte Carlo simulations

To identify various magnetic phases appearing in the spin
Hamiltonian Eq. (2), we performed classical Monte Carlo
(MC) simulations in which a spin vector at each lattice
site is updated in conventional random and successive over-
relaxation-like processes. In the former (latter) process, we
tried to rotate a spin in a randomly proposed direction (by the
angle π around the local mean field) by using the Metropolis
algorithm. In our simulation, 2 × 106 MC site-sweeps were
carried out at each temperature and magnetic field under the
periodic boundary condition, and the first half was discarded
for thermalization. Observations were done in every 10 MC
sweeps and the statistical average was taken over 4 indepen-
dent runs. We often encountered various metastable states due
to very complicated interactions in the spin-lattice coupling
term Eq. (3), and low-temperature spin states obtained in the
field-cooling, field-increasing, and field-decreasing processes
were sometimes different. In such a situation, we compare
the thermal averaged values of the energy of these states and
regard the lowest-energy state as the equilibrium state. Since
our cubic unit cell contains 16 sites, the total number of spins
N is related to the linear system size L via N = 16L3. We have
checked that the results for L = 6 and 12 are essentially the
same and consistent with those for smaller L’s, e.g., L = 1,
where the thermalization is much easier (the spin configura-
tions for phases I, II, and III shown in Fig. 5 can be described
even in the small-size system of L = 1), so that only the result
for L = 12 is shown in Fig. 5A–C.
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Note 1. Structural analysis of LiGaCr4O8 at 20 K

The crystallographic parameters of LiGaCr4O8 polycrystalline samples used in this study at 293 K was reported in Ref. [1].
Here, we investigated the structural change in the paramagnetic region by measuring the powder X-ray diffraction (XRD) patterns
at 20 K using a commercial X-ray diffractometer (SmartLab, Rigaku). Figure S1 shows the observed powder XRD pattern and
the result of the Rietveld analysis based on a structural model with the cubic space group F43m. The crystallographic parameters
obtained by assuming the occupancy of each site to be 1 are summarized in Table S1.

TABLE S1. Crystallographic parameters of LiGaCr4O8 polycrystalline samples at 20 K. The lattice constant is a = 8.24031(2) Å.

Rp = 5.13%,Rwp = 6.13%, S = 1.260
x y z Occupancy 100Uiso (Å2)

Li 4a 0 0 0 1 1
Ga 4d 3/4 3/4 3/4 1 0.62(4)
Cr 16e 0.37526(15) x x 1 0.54(3)
O1 16e 0.1376(2) x x 1 0.78(5)
O2 16e 0.6275(4) x x 1 0.78(5)

FIG. S1. Refinement result of the powder XRD patterns of LiGaCr4O8 at 20 K. The red filled circles and the black solid line show the
experimental data points and the calculated pattern, respectively. The vertical bars indicate the positions of the structure Bragg peaks. The
blue line shows the difference in the experimental and calculated intensities.
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Note 2. Magnetization data up to 7 T obtained in MPMS

Figure S2 summarizes the magnetization data of LiGaCr4O8 polycrystalline samples obtained using a SQUID magnetometer
(MPMS; Quantum Design). Figure S2(a) shows the temperature dependence of the magnetic susceptibility χ measured at 1 T
and 7 T. χ rapidly drops at TN ≈ 14 K at 1 T, indicating an antiferromagnetic (AFM) phase transition. Figure S2(b) shows the
magnetization curve measured up to 7 T. A slightly upturn behavior is seen at around 2 T, suggesting a weak spin-flop transition
or a crossover. Note that the coexistence of tetragonal and cubic phases are reported in the zero-field AFM state below TN [2].
The applied magnetic field may favor one of them, resulting in a change in the slope of the M–B curve.

(a) (b)

TN

FIG. S2. (a) Temperature dependence of the field-cooled magnetic susceptibility χ of LiGaCr4O8 measured in a magnetic field of 1 T (blue)
and 7 T (cyan). (b) Magnetization curves of LiGaCr4O8 measured at 4.2 K up to 7 T.
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Note 3. Details of magnetization measurement technique in the EMFC system

In many frustrated magnets, the energy scale of the overall AFM exchange interactions reaches several hundreds of kelvin.
Therefore, magnetization measurements in ultrahigh magnetic fields above 100 T are indispensable to understand their under-
lying physics. Over the past 30 years, the electromagnetic induction method using the single-turn coil (STC) system has been
improved step by step [3–9], and now precise magnetization measurements up to 150 T are available [10]. However, the in-
duction method in much higher fields using the electromagnetic flux compression (EMFC) system remains very challenging
because of (i) the difficulty in the magnetic-field generation itself, (ii) the complete destruction inside the magnet coil by a single
shot, and (iii) the poor reproducibility of the magnetic-field waveform. Thus, it is impractical to experimentally subtract the
uncompensated dB/dt component from the dM/dt waveform by the conventional way adopted in the non-destructive pulsed
magnet and the STC system, i.e., performing the measurement twice with sample-in and sample-out conditions under the same
magnetic-field waveform.

For detecting dM/dt signal in the EMFC system, we adopted two types of handmade self-compensated M pickup coils,
coaxial-type [Fig. S3(a)] and straight-type [Fig. S3(b)]. These shapes have an advantage compared to the parallel-type
[Fig. S3(c)] in that the special inhomogeneity of the generated magnetic field in a radial direction can be suppressed. In-
deed, it has been experimentally demonstrated that at above 100 T the field generation space is already smaller than 2 cm in a
diameter, and its special inhomogeneity significantly increases in a radial direction [11, 12]. The M pickup coils were made of
a polyimide-amide enameled copper wire (AIW wire, TOTOKU Electric Co. Ltd.) with an outer diameter of 0.06 mm and a
withstand voltage of ∼1 kV, which were wound around a long Kapton tube. The typical designs are as follows: 21 turns (or 29
turns) for an inner coil with a diameter of 1.3 mm and 13 turns (or 18 turns) for an outer coil with a diameter of 1.7 mm for
the coaxial-type, and 10 turns for both left and right coils with a diameter of 1.7 mm for the straight-type (see also the photos
in Fig. S4). It was confirmed that these M pickup coils achieve a high compensation ratio of more than 99.9 % and can survive
without dielectric breakdown until they are mechanically destroyed by the implosion of a liner at around the maximum field of
400–600 T. The magnetic field was simultaneously measured by another B pickup coil wound outside the M pickup coil.

(a) (b) (c)

FIG. S3. Schematics of self-compensated M pickup coils with three different geometries: (a) coaxial-type, (b) straight-type, and (c) parallel-
type.

(a) (b)

1 mm 1 mm

FIG. S4. Photographs of self-compensated M pickup coils: (a) coaxial-type, (b) straight-type.
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In order to cool the sample down to ∼5 K, the M and B pickup coils were installed in a double-layerd liquid-4He flow cryostat
made of glass-epoxy (G10), as illustrated in Fig. S5. The LiGaCr4O8 powder samples were packed inside the Kapton tube
wound with the M pickup coil in a length of 3 mm and was fixed between sticks made of G10 from both sides. To monitor the
sample temperature, a RuO2 tip thermometer was glued to the Kapton tube in the vicinity of the sample.

He-gas out

Liquid-He in

Cryostat

Wires

~ 100 mm

7.0 mm

LiGaCr4O8 powder sample

(   1.2, ~3 mm)

RuO2 thermometer
M and B pickup coils

FIG. S5. Cross-sectional view of the liquid-4He flow cryostat equipped with the M and B pickup coils, RuO2 thermometer, and sample.
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Note 4. All the magnetization data obtained in the EMFC system

We performed the magnetization measurement on LiGaCr4O8 using the EMFC system in total three times. Here, the coaxial-
type M pickup coil was employed for the 1st and 2nd experiments, while the straight-type for the 3rd. The temporal evolutions
of the magnetic field (gray) and the induction voltage detected by the M pickup coil (red) for each experiment are shown in
Figs. S6(a)–S6(c), where the measurement temperature was ∼8 K, ∼5 K, and ∼7 K, respectively. In the main text, we show
the data of the 2nd experiment as representative (Figs. 3C and 3E). As denoted by triangles in the insets, the observation of
double-hump dM/dt anomalies around 160–170 T are reproduced in all the experiments, indicating that the two-step transition
is intrinsic. We note that the background component is much larger and its turnaround behavior occurs at a lower magnetic
field in the dM/dt waveform for the 3rd experiment, making the intrinsic dM/dt anomalies blurred. Thus, we conclude that the
coaxial-type M pickup coil is superior to the straight-type for detecting the intrinsic M signal sensitively up to as high magnetic
fields as possible.

In addition, we also performed the magnetization measurement on LiInCr4O8 as a reference sample, which is known to exhibit
a first-order phase transition to the 1/2-magnetization plateau phase at 100 T [8, 9], in order to quantitatively estimate the absolute
value of the magnetization jump for LiGaCr4O8 as discussed in the next section. The coaxial-type M pickup coil was employed
in this measurement. The temporal evolutions of the magnetic field (gray) and the induction voltage detected by the M pickup
coil (blue) at 5 K are shown in Fig. S3(d). As denoted by a triangle in the inset, a sharp dM/dt peak is observed at 100 T, which
is consistent with the previous observations obtained in the STC system [8, 9]. Here, additional dM/dt anomalies are observed in
a high-field region around 250 T (at 53.2 µs), presumably indicating a phase transition. The interpretation of these observations
is out of the scope of this paper.

(a) (b)

(c)

LiGaCr4O8

T  � �

(1st Exp.)

(d)

LiGaCr4O8

T = 5 K

(2nd Exp.)

LiGaCr4O8

T = 7 K

(3rd Exp.)

LiInCr4O8

T = 5 K

(Reference)

FIG. S6. Temporal evolutions of the magnetic field (gray) and the induction voltage detected by the M pickup coil (red or blue) obtained in
the EMFC system. The measurements were performed for LiGaCr4O8 in (a)–(c) and for LiInCr4O8 in (d). In all the panels, the inset displays
an enlarged view around phase transitions, as denoted by upward triangles in dM/dt data.
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Note 5. Analysis of the magnetization data obtained in the EMFC system

We here introduce the procedure to obtain the M–B curve of LiGaCr4O8 (Fig. 3E) from the raw data (Fig. 3C), which is
equivalent to Fig. S6(b).

[Step 1] First, we derive the experimental dM/dB waveform [(dM/dB)exp] for LiGaCr4O8 and LiInCr4O8 by dividing dM/dt

measured by the M pickup coil by dB/dt measured by the B pickup coil. The obtained (dM/dB)exp waveforms for LiGaCr4O8

and LiInCr4O8 are shown in Figs. S7(a) and S7(d), respectively.

[Step 2] We approximate a linear background in the (dM/dB)exp waveform in the field region of 150–200 T for LiGaCr4O8

and 90–110 T for LiInCr4O8 as shown by the black dashed line in the insets of Figs. S7(a) and S7(d), respectively. Then, we
obtain quasi-intrinsic dM/dB waveforms [(dM/dB)sam] by subtracting the linear background from the (dM/dB)exp waveforms
[Figs. S7(b) and S7(e)].

[Step 3] By integrating (dM/dB)sam as a function of B, M–B curves are obtained as shown in Figs. S7(c) and S7(f). Here,
∆MGa and ∆MIn represent the magnitudes of a magnetization jump accompanied by a phase transition to the 1/2-magnetization
plateau. The vertical axes are shown by the same units to enable the quantitative comparison of the experimentally-detected
increases in the total magnetic moments. For LiInCr4O8, the magnitude of the magnetization jump at 100 T is estimated to be
0.6 ± 0.1 µB/Cr by the previous magnetization measurements in the STC system [8, 9]. The corresponding change in Fig. S7(f)
is ∆MIn ≈ 93, while ∆MGa ≈ 47 in Fig. S7(c) as for LiGaCr4O8. Here, the difference in the number of turns between the
inner and outer coils of the employed coaxial M pickup coil was 8 for LiGaCr4O8 and 11 for LiInCr4O8. Assuming that the
sensitivity of the magnetization detection is proportional to the difference in the number of turns, the magnitude of the magneti-
zation jump in the field region of 150–200 T for LiGaCr4O8 can be calculated as (0.6±0.1)×(47/93)×(11/8) = 0.42±0.07 µB/Cr.

[Step 4] We extrapolate the linear M–B curve obtained in the HSTC system as drawn by the black dashed line in Fig. 3E, which
can be expressed as Mlinear(B) [µB/Cr] = 0.0048B [T]. The final M–B curve in the field region of 150–200 T is derived by adding
the M–B curve obtained in Step 3 to the linear component Mlinear(B).

(a) (b) (c)

(d) (e) (f)

LiGaCr4O8

LiInCr4O8

FIG. S7. Procedure for analyzing the magnetization data obtained in the EMFC system for [(a)–(c)] LiGaCr4O8 and [(d)–(f)] LiInCr4O8. See
the text for details.
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Note 6. Details of magnetostriction measurement technique in the EMFC system

For the magnetostriction measurement, we employed the original high-speed strain gauge using fiber-Bragg-grating (FBG)
technique and optical filter method implemented in ISSP [13, 14]. In order to efficiently perform the experiment, we have
recently extended the FBG measurement system to enable simultaneous measurements of two channels, as schematically shown
in Fig. S8(a). Here, C-Band ASE Broadband Light Source (TLA-0016, Amonics Ltd.) is employed. The light source is
immediately separated into two branches, and two independent optical filters are applied. The filtered light source illuminates
the FBG glued to the sample after passing through an optical circulator. The reflected light from each FBG is guided by the
optical circulator and detected with independent InGaAs avalanche photodetectors (APD) (Thorlabs APD430C, conversion gain:
1.8×105 V/W, bandwidth: 400 MHz). Finally, the data are acquired using a single oscilloscope (Lecroy HDO4034A, bandwidth:
350 MHz). The development of multi-channel measurements is a major advance in view of the difficulty of performing repetitive
experiments with the EMFC system.

In the present work, we performed the FBG experiment twice in the EMFC systems (Shots I and II). In each shot, we placed
two LiGaCr4O8 samples (rod shape with ∼0.8 mm in a diameter and ∼1.5 mm in a length formed using Stycast 1266) on the
probe [Fig. S8(c)] and measured their magnetostriction simultaneously. We show all the data in Supplementary Note 7 and their
measurement conditions in Table S2 (shown in the next page). Data #3 and #5 were obtained in Shot I, and Data #4 and #6 in
Shot II. We show Data #3 ∼ #5 in Fig. 4 in the main text. The sample was located at the center position in the axial direction with
respect to the magnet coil for Data #4 and #5, whereas the sample was 10 and 5 mm away from the center in the axial direction
for Data #3 and #6, respectively. We also placed two B pickup coils made of AIW wire to measure the magnetic field at each
sample position and one RuO2 tip thermometer.

In the optical filter method, the shift of the Bragg wavelength is converted to the change in the intensity of the optical signal
(for details, see Ref. [13]). Here, we used two types of optical filters, (A) 1560SPF and (B) 1551BPF (Koshin Kogaku TFM/FC),
both of which allow the tuning of the cut-off wavelength by ±10 nm around λ = 1555 nm. Transmission spectra of Filters (A)
and (B) are displayed in Fig. S8(b). The former allows high sensitivity of ∆L/L ∼ 1 × 10−5 and a narrow dynamic range of
∆L/L ∼ 6 × 10−4, whereas the latter allows low sensitivity of ∆L/L ∼ 5 × 10−5 and a broad dynamic range of ∆L/L ∼ 3 × 10−3.
We used Filter (A) for Data #3 and #6 and (B) for Data #4 and #5. Note that we used Filter (A) to obtain Data #1 and #2 in the
STC system (Fig. 3F in the main text).

C-Band ASE

Broadband

Light Source

Tunable

optical filter

module

�unable

optical filter

module

I�����

APD

�	
��

APD

350 MHz

digitizer

EMFC

magnet coil

(a)
Circulator

(b)

(c)

z (mm)

0 10

Sample

B pickup coil

FBG and sample

2

FIG. S8. (a) Block diagram of the renewed high-speed strain monitoring system using the FBG in combination with the optical filter method,
enabling simultaneous measurement of two channels. (b) Transmission spectra of the optical filters (A) and (B). (c) Photograph of two
FBGs glued to two rod-shaped LiGaCr4O8 polycrystalline samples placed in a cut-open Kapton tube with φ2.5. This setup was used for the
experiment of Shot I.
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Note 7. All the magnetostriction data obtained in the EMFC system

Figure S9 shows the raw data of the relative sample-length change ∆L/L obtained by the FBG strain gauge as well as the time
dependence of the field strength in the EMFC system. All the measurements were performed at ∼5 K. The observed ∆L/L–t

curves are significantly affected by oscillation noise above 200 T, which should be caused by the shock wave propagating inside
the sample immediately after the ultrafast magnetostructural transitions at Bc1 and Bc2 [13]. For Data #3, as the oscillating
amplitude remains almost constant between 200 T and Bmax, no additional phase transition accompanied by an upturn behavior
of ∆L/L is likely to occur. For Data #4 and #5 with Bmax ≈ 600 T, on the other hand, a ∆L/L increase much larger than
the negative ∆L/L behavior caused by the mechanical vibration is reproducibly observed, signaling the occurrence of a phase
transition from the 3-up-1-down to a higher-field spin-canted phase.

We note that no oscillation noise is observed in Data #1 and #2 obtained using the STC system, as shown in Figs. 3D and 3F in
the main text. This would be because (i) the transition to the 3-up-1-down phase occurs only halfway through due to insufficient
Bmax, and (ii) the transition occurs near Bmax where the dB/dt becomes small.

TABLE S2. Experimental conditions for all the FBG data obtained in the EMFC system.

Data Shot Sample position z Bmax Filter

#3 I 10 mm 360 T A
#4 II 0 mm 580 T B
#5 I 0 mm 620 T B
#6 II 5 mm 440 T A

(a) (b)

(c) (d)

FIG. S9. Temporal evolutions of the magnetic field (left axis) and the relative sample-length change ∆L/L (right axis) obtained in the EMFC
system for (a) Data #3, (b) Data #4, (c) Data #5, and (d) Data #6. The measurement temperature was ∼5 K for all data. The thick (thin) lines
correspond to the data before (after) the timing of the mechanical breakdown of the probe, which is indicated by black arrows.
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Note 8. Analysis of the magnetostriction data obtained in the EMFC system

We present the analysis method to subtract the extrinsic oscillation component from the experimental ∆L/L data.
We first analyze Data #3 with Bmax = 360 T. We fit the experimental [∆L/L (t)]exp curve using the following equation for the

damped oscillation

[∆L/L (t)]fit = α + β(t − t0) + Ae−γ(t−t0) cosω(t − t0), (S1)

in a time range of t1 ≤ t ≤ tmax, where t1 and tmax are the time at which the magnetic field reaches 200 T and Bmax, respectively:
t1 = 44.448 [µs], tmax = 45.868 [µs]. The obtained fitting curve is shown by a blue line in Fig. S10(a). The values of fitting
parameters, α, β, t0, A, γ, and ω, are summarized in Table S3. The agreement between [∆L/L (t)]exp and [∆L/L (t)]fit is good,
indicating that the estimation of the oscillation component using the damped oscillation Eq. (S1) is reasonable. Accordingly, we
can extract the intrinsic magnetostriction behavior [∆L/L (t)]int in t0 ≤ t ≤ tmax as shown by a green line in Fig. S10(a) using the
following equation

[∆L/L (t)]int = [∆L/L (t)]exp − A[e−γ(t−t0) cosω(t − t0) − 1]. (S2)

The resultant ∆L/L–B curve is shown in Fig. S10(b).
Based on the above analysis, we analyze Data #4 and #5 with Bmax ∼ 600 T as shown below. We adopt two ∆L/L–B curves

shown in Figs. S11(b) and S12(b) in the main text. Note that we avoid detailed analysis for Data #6 because we cannot obtain
clear fitting results as well as it is hard to judge whether additional phase transition occurs in a high-field regime.

(a) (b)
D��� ��

t0 tm��t1

FIG. S10. (a) Temporal evolutions of the magnetic field (upper panel) and the relative sample-length change ∆L/L (lower panel) obtained in
the EMFC system for Data #3. The blue line shows the fitting curve based on Eq. (S1), and the green line shows the estimated intrinsic ∆L/L

component. (b) ∆L/L–B curve before and after subtracting the extrinsic oscillation component for dashed and solid lines.

TABLE S3. List of the fitting parameters in Eq. (S1) adopted to the experimental ∆L/L–t curve in a time rage of t1 ≤ t ≤ t2. Note that t2 = tmax

for Data #3 (see the text for details).

Data α β [s−1] t0 [µs] A γ [s−1] ω [s−1]

#3 0.40 2.19 × 105 44.584 0.311 4.98 × 105 7.64 × 106

#4 −0.16 0 (fix) 45.937 0.764 4.98 × 105 (fix) 6.73 × 106

#5 −0.37 0 (fix) 44.411 1.065 4.98 × 105 (fix) 5.30 × 106
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[Data #4]
Having confirmed that 1/2-magnetization plateau persists from 200 T to at least 360 T from Data #3, we fit the experimental

[∆L/L (t)]exp curve using Eq. (S1) in a time range of t1 ≤ t ≤ t2, where t2 is the time at which the magnetic field reaches 360 T:
t1 = 45.804 [µs], t2 = 46.570 [µs]. Here, we fix β = 0 because of the difficulty in its estimation and γ = 4.98×105 [s−1] following
the value obtained for Data #6. The obtained fitting curve is shown by a blue line in Fig. S11(a), and the fitting parameters are
summarized in Table S3. Finally, we extract the intrinsic magnetostriction behavior [∆L/L (t)]int in t0 ≤ t ≤ tmax as shown by a
green line in Fig. S11(a) using Eq. (S2). The resultant ∆L/L–B curve is shown in Fig. S11(b).

(a) (b)
���� �� ���� �!

t0 t"#$t1 t2

FIG. S11. (a) Temporal evolutions of the magnetic field (upper panel) and the relative sample-length change ∆L/L (lower panel) obtained
in the EMFC system for Data #4 with Bmax = 580 T. The blue line shows the fitting curve based on Eq. (S1), and the green line shows the
estimated intrinsic ∆L/L component. (b) ∆L/L–B curve before and after subtracting the extrinsic oscillation component for dashed and solid
lines.

[Data #5]
Similar to the analysis in Data #4, we fit the experimental [∆L/L (t)]exp curve using Eq. (S1) in a time range of t1 ≤ t ≤ t2:

t1 = 44.276 [µs], t2 = 44.974 [µs]. Here, we fix β = 0 because of the difficulty in its estimation and γ = 4.98×105 [s−1] following
the value obtained for Data #6. The obtained fitting curve is shown by a blue line in Fig. S12(a), and the fitting parameters are
summarized in Table S3. Finally, we extract the intrinsic magnetostriction behavior [∆L/L (t)]int in t0 ≤ t ≤ tmax as shown by a
green line in Fig. S12(a) using Eq. (S2). The resultant ∆L/L–B curve is shown in Fig. S12(b).

(a) (b)
%&'( )* +,-. /0

t0

t123

t1 t2

FIG. S12. (a) Temporal evolutions of the magnetic field (upper panel) and the relative sample-length change ∆L/L (lower panel) obtained
in the EMFC system for Data #5 with Bmax = 620 T. The blue line shows the fitting curve based on Eq. (S1), and the green line shows the
estimated intrinsic ∆L/L component. (b) ∆L/L–B curve before and after subtracting the extrinsic oscillation component for dashed and solid
lines.
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Note 9. Site-phonon model on the breathing pyrochlore Heisenberg antiferromagnet

In order to describe a microscopic magnetoelastic model, we start from the following spin Hamiltonian:

H =
∑

〈i, j〉
JexSi · S j +

c

2

∑

i

|ui|2 − h
∑

i

S z
i
, (S3)

where 〈i, j〉 runs over all the nearest-neighbor (NN) sites, Jex (> 0) is the NN AFM exchange interaction, Si is the classical spin
at site i normalized to |Si| = 1, c (> 0) is the elastic constant, ui is the displacement at site i from its original position r0

i
, and

h is the strength of the external magnetic field applied along z axis. The exchange striction is introduced assuming Jex linearly
modulated by the bond-length change provided that |ui|/|r0

i
| ≪ 1:

Jex ≡ Jex(|r0
i j + ui − u j|) ≈ Jex(|r0

i j|) +
dJex

dr

∣

∣

∣

∣

∣

r=|r0
i j
|
ei j · (ui − u j), (S4)

where r0
i j
≡ r0

i
− r0

j
and ei j ≡ r0

i j
/|r0

i j
|. For the lattice degrees of freedom, we assume the so-called Einstein site phonons, where

the displacements ui are independent of each other [15–17]. Substituting Eq. (S4) to Eq. (S3) and exactly integrating out the
lattice degrees of freedom ui using the standard Gaussian integration, we obtain

H =
∑

〈i, j〉
Jex(|r0

i j|)Si · S j +
c

2

∑

i

|ui − ūi|2 −
c

2

∑

i

|ūi|2 − h
∑

i

S z
i
, (S5)

ūi = −
1
c

∑

j∈N(i)

dJex

dr

∣

∣

∣

∣

∣

r=|r0
i j
|
ei j(Si · S j). (S6)

Obviously, the minimization condition is ui = ūi.
Here, we introduce two kinds of NN exchange interactions J ≡ Jex(|r0

i j
|A) and J′ ≡ Jex(|r0

i j
|B) within tetrahedra A and B,

respectively, in the breathing pyrochlore lattice [see Fig. 2(a) in the main text]. Then, the effective spin Hamiltonian can be
expressed as

Heff = H0 +HSLC − h
∑

i

S i (S7)

with

H0 = J
∑

〈i, j〉A

Si · S j + J′
∑

〈i, j〉B

Si · S j, (S8)

HSLC = −
c

2

∑

i

|ūi|2, (S9)

ūi =



















√

Jb

c

∑

j∈NA(i)

+

√

J′b′

c

∑

j∈NB(i)



















ei j(Si · S j), (S10)

where the dimensionless parameters b (b′) represents the strength of the SLC between the NN sites within the tetrahedra A (B),
which is defined by b ≡ (1/cJ)[(dJ/dr)|r=|r0

i j
|]

2 (b′ ≡ (1/cJ′)[(dJ′/dr)|r=|r0
i j
|]

2), and NA(i) (NB(i)) denotes a set of the NN sites of
site i within tetrahedra A (B). Expanding Eq. (S9), the SLC contribution can be eventually written as

HSLC = −Jb
∑

〈i, j〉A

(Si · S j)2 − J′b′
∑

〈i, j〉B

(Si · S j)2

−
∑

i



















Jb

4

∑

j,k∈NA(i)

+
J′b′

4

∑

j,k∈NB(i)



















(Si · S j)(Si · Sk)

−
√

JJ′bb′
∑

i

∑

j∈NA(i)

∑

k∈NB(i)

ei j · eik(Si · S j)(Si · Sk),

(S11)

which is identical to Eq. (3) in the main text.
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Note 10. System size dependence of the calculated results on Monte Carlo simulations

In our Monte Carlo simulations on the site-phonon model Eq. (S7) with J′/J = 0.1, we have checked the system-size N = 16L3

dependence of the calculated results. For b = b′ = 0.05 and b = b′ = 0.10, all the calculated results for L = 4, 6, 8 and 12 agree
with each other. For b = b′ = 0.15, the energy per site in a field range of 1.4 < h/J < 1.6 obtained for L = 6 and 12 is found
to be smaller than that for L = 4 and 8 [Fig. S13(a)]. For L = 6 and 12, the same 6 × 6 × 6 magnetic long-range order appears
with a two-step metamagnetic transition [Fig. S13(b)]. For L = 4 and 8, on the other hand, we could not find any signatures of
long-range orders with two-fold or four-fold periodicity.

(a) (b)

FIG. S13. System size dependence of (a) the energy per site and (b) magnetization in the site-phonon model Eq. (S7) for J′/J = 0.1, b = b′ =
0.015, and T/J = 0.012. The data for L = 6 and L = 12 perfectly overlap with each other.
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Note 11. Magnetic-field width of the half-magnetization plateau

A half-magnetization plateau commonly appears in Cr spinel oxides ACr2O4 (A = Zn, Cd, and Hg) [18–20] as well as
LiGaCr4O8. Table S4 summarizes starting and ending fields of the half-magnetization plateau phase in these compounds.
Quantitative comparison of the values of Bc3/Bc2 between experiment and theory is useful for discussing the relative field width
of the half-magnetization plateau.

TABLE S4. Starting and ending fields of the half-magnetization plateau, Bc2 and Bc3, respectively, in ACr2O4 [18–20] and LiGaCr4O8. All
these values were obtained at the lowest measured temperature.

Bc2 Bc3 Bc3/Bc2

ZnCr2O4 135 T 160 T 1.2
CdCr2O4 28 T 58 T 2.1
HgCr2O4 10 T 27 T 2.7

LiGaCr4O8 ∼170 T ∼420 T 2.5

The ground-state phase diagrams of the bond-phonon and site-phonon models in a regular pyrochlore Heisenberg antiferro-
magnet (J′/J = 1, b = b′) were previously investigated in Ref. [21] and Ref. [17], respectively. Note that, in the bond-phonon
model, phonon-mediated spin interactions include only biquadratic terms identical to the first and second terms in Eq. (S11).
Figure S14(a) shows the spin-lattice-coupling parameter b dependence of starting and ending fields of the half-magnetization hc2

and hc3, respectively, in the aforementioned two kinds of magnetoelastic models with J′/J = 1. The increasing rate of hc3 with
respect to b in the site-phonon model is dhc3/db = 0.5, which is exactly half that in the bond-phonon model. The decreasing rate
of hc2 in the site-phonon model is also exactly half that in the bond-phonon model for b < 0.05 and becomes much smaller for
0.05 < b (hc2 is never less than 0.434 × 8J). Consequently, the increase in hc3/hc2 with respect to b is slower in the site-phonon
model, as shown in Fig. S14(b). As shown in Table S4, Bc3/Bc2 amounts to more than 2 for CdCr2O4 and HgCr2O4, which
can be reproduced with the bond-phonon model, but not with the site-phonon model. Even with the introduction of breathing
anisotropy, i.e., J′/J , 1, the ground-state phase diagram of the bond-phonon model does not change from that for J′/J = 1
given that b = b′. For the site-phonon model, hc3/hc2 becomes a bit larger than the case of J′/J = 1 but never exceeds 2
unlike the bond-phonon model: hc3/hc2 ≈ 1.23 for b = b′ = 0.05, hc3/hc2 ≈ 1.56 for b = b′ = 0.10, and hc3/hc2 ≈ 1.63 for
b = b′ = 0.15 (Figs. 5A–5C in the main text). From the above, we conclude that the site-phonon model underestimates the field
width of the half-magnetization plateau.

(a) (b)

FIG. S14. Spin-lattice-coupling parameter (b = b′) dependence of (a) starting and ending fields of the half-magnetization plateau, hc2 (down-
ward triangles) and hc3 (upward triangles), respectively, and (b) the value of hc3/hc2 in the bond-phonon (BP, blue) and site-phonon (SP, red)
models with J′/J = 1.
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