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ABSTRACT The metastability of supported metal nanoparticles limits their application in
heterogeneous catalysis at elevated temperatures due to their tendency to sinteat€gyettr
overcome these thermodynamic limits on reducible oxide supports is encapsulation via strong
metal-support interaction (SMSI). While annealing-induced encapsulation is a well-explore
phenomenon for extended nanoparticles, it is as yet unknown whether the same mechanisms hold
for sub-nanometer clusters, where concomitant sintering and alloying might play aangmdie

In this article, we explore the encapsulataod stability of size-selected £2Pto and Pt clusters
deposited on E®4(001). In a multimodal approach using temperature-programmed desorption
(TPD), x-ray photoelectron spectroscopy (XPS) and scanning tunneling microscopy (STM), we
demonstrate thaBMSI indeed leads to the formation of a defective, FeO-like conglomerate
encapsulating the clusters. By stepwise annealing up to 1023 K, we observedtssi®n of
encapsulation, cluster coalescence and Ostwald ripening, resulting in square-shapédecBjstal
particles, independent of the initial cluster sizes. The respective sinteringeanpetatures scale

with the cluster footprint and thus size. Remarkably, while small encagsulisters can still
diffuse as a whole, atom detachment and thus Ostwald ripening are successfully suppressed up

823 K,i.e. 200 K above the Huttig temperature that indicates the thermodynamic stability limit.



1. INTRODUCTION

In order to maximize material efficiency and to fully exploit non-scalable electronicsifect
very small, sub-nanometer particles (called clusters) as heterogeneoustsatatg has to
counteract the intrinsic tendency of these metastable particles to sinter. Typically, oxidéssuppor
provide adequate cluster binding sites at defects to prevent cluster diffusion, whiténgeare
the stochiometric surface suppresses atom diffusibaditionally, stabilization of particles by
overgrowth of thin reducible oxide layers through the strong metal-support interaction (SMSI)
effect has recently come into the focus of interest agaihe concept, first discussed by Tauster
et al.> holds for group VIl metals on reducible oxides and is well-established in ultra-righma
(UHV) where the encapsulation layer, formed by reductive annealing, has beeghedeas a
reduced film of self-limiting thickness and defined stoichiometry for large nanoparticles and
extended metal islands. The stabilization of nanoparticles by SMSI effects has numerous
implications in catalysis, ranging from methanol steam reforfingver the water-gas shift
reaction® to low temperature CO oxidatidrand the hydrogen oxidation reaction (HOR) under
harsh oxidative condition$* Recent studies have shown that the growth process can be strongly
dependent on pressure conditichand on steady state redox dynamic®n the atomic scale,
many questions still remain, particularly pertaining to the growth dynamics of the film, its
permeability to diffusion of small reactants, and the stability of the encapsulated particle®, To da
the encapsulation phenomenon by SMSI has only been investigated for nanopatrticles, but its
extension to the sub-nm scale is still an unexplored territory. Specifically, the small cluster
footprint strongly facilitates cluster diffusion in the temperature regimes where entapsalkes
place. A fundamental understanding of the atomic-scale processes requires hence to disentangle

encapsulation and sintering, in order to discern whether the clusters remain size-selected or migh



even be completely integrated into the substrate. In our research, we study the clyssefaioa

and concomitant sintering behavior on the atomic scale with sound statistics as®laaanale
temperature range, with the aim to enable heterogeneous catalysis at stabilimedFarticles

under harsh conditions.

Clusters have been shown to exhibit various exciting size effects that exiplbeed for their
catalytic activity, in the extreme case leading to drastic changes in turnover frequenciés with
addition or removal of just a single atom to/from the clu$t€As a consequence, where sintering
control is already a key issue in nanoparticle catalysts, it is even more cruamitwbenes to
stabilizing specific cluster sizes. Two distinct sintering mechanisms have been deSasiedd

and Smoluchowski ripening®*® Ostwald ripening is particle coarsening by detachment of single
atoms, which diffuse and reattach to other partitlé&hile the maximum onset temperature
depends on the particle material and can be estimated by the so-calledetijgature, where
atoms start to detach from undercoordinated &fésmaller particles (i.e. those with a high
curvature) such as clusters exhibit a higher vapor pressure and thus start to sinteantiaréh

This curvature dependence generally leads to particles of larger diameter growagxighse

of smaller ones. Smoluchowski ripening, on the other hand, is sintering by migration ef entir
particles and coalescence with neighboring ones, yielding only multiples of the original cluster
size?® While Ostwald ripening critically depends on the atom detachment energy, the onset
temperature for Smoluchowski ripening is determined by the strength of the particle-support
interaction influencing the diffusion energy barrier, which scales approximately with the cluster
footprint, typically resulting in an atom-by-atom size dependé&hce.

To date, various approaches to particle stabilization have been suggested. Farosutera

clusters, it has been shown that size selection alone can kineticifjgteniOstwald ripening.



However, theoretical calculations suggest that sintering can indeed be accelechaistdirsizes

that exhibit a large number of isomers that fluxionally intercorfd@ther stabilization methods
such as alloying with stabilizing metdls? or increasing the particle distance by use of high
surface area suppoftdave been shown to successfully prevent particle sintering. Last but not
least, particle re-dispersion strategies have been presented as alternativestifcatinga
catalysts® Here, however, we follow the stabilization approach via SMSI as a pathway that
maintains cluster size selection and hence the potential to fully control catalyst activity.

In the present work, we investigate the encapsulation and sintering of size-setecteldisters
deposited on a magnetitegsO4(001), support. Iron oxides are abundant materials that exhibit a
rich redox chemistry’ and nagnetite in particular is magnetic, reducible and conductive. It
crystallizes in an inverse spinel structure, whereby thefons form an fcc-lattice withe**
occupying octahedral sites, and*Feetrahedral and octahedral sites in a 1:1 Fafib.The
Fes04(001) surface reconstructs into the subsurface cation vacancy (SCV) recamstgietding

a k¥ $¥to vwstructure with only F&occupying the uppermost layersThis reconstruction

can be observed as parallel, undulating rows in scanning tunneling microscopy, which are rotated
by 90° between two adjacent atomic terraces. The (001) surface has a large quantityeat diffe
defecs ***° which can participate in its surface chemistry as adsorption and dissociasdiosite
molecules®** Moreover, we have recently shown that lattice oxygen from the magnetite support
can readily participate in catalytic reactions by migrating onto Pt clusterd) whitermed lattice
oxygen reverse spillovét. Here, we use temperature programmed desorption (TPD), high
resolution synchrotron x-ray photoelectron spectroscopy (XPS) and scanning tunneling
microscopy (STM) measurements to show the formation of an encapsulating SMSI layen even

these small clusters, investigate its redox state and morphology, and clarify the sintering



mechanism for Bt Pto and Pt clusters, where we pinpoint the cluster size-dependent onset of

Smoluchowski ripening and subsequently that of Ostwald ripening.

2. EXPERIMENTAL METHODS

NaturalFesO4(001) crystals (SurfaceNet GmbH), were prepared by a series of cleaning cycles,
each consisting of Aiion bombardment (20 min, 4 x 1@bar Ar, 1 keV, 5.0 pA sputter current)
and subsequent annealing in an oxygen atmosphere (20 min, "5mba0 Q, 983 K). The
reproducibility of the preparation procedure as well as the cleanliness and stoichiohtagy
crystals were checked regularly by means of STM and XPS. Size-selected &scluste
generated using a laser ablation cluster soitdere, the 2 harmonic of a Nd:YAG laser is used
to evaporate Pt from a rotating target, yielding a plasma, which is subsequently cooled in th
adiabatic expansion of a He pulse (Westfalen AG, grade 6.0), resulting in a btobdtdia of
clusters. A series of electrostatic lenses guides the clusters towards a 90° bemtarder
selection, followed by a quadrupole mass filter for size selection. Finally, the clustdepasited
onto the substrate under soft landing conditions (kinetic energy < 1 eV/atom). For all experiments,
cluster deposition was carried out at room temperature; a cluster coverage of €t€)S/olwas
deposited.
The TPD and STM measurements were performed under ultrahigh vacuum conditions (UHV),
with a system base pressure of < 1 °Ifibar. Temperature control is performed with the same
sample holder for all experiments, usangyrolytic boron nitride heater located directly below the
sample and a type-K thermocouple in direct contact with the sample, with an absolute @stimate
accuracy of £ K. All TPD experiments were carried out using the sniffer, a mass spectrometer-

based (Pfeiffer Vacuum GmbH, QMA 200 Prisma Plus) reactivity measurement device, designed



for high sensitivity measurements of low coverage cluster sarfiplesmaximize the signal and
ensure a low sigi-to-noise ratio, all TPD-related samples have been saturated With C
(Eurisotop, 96.1%) already during cluster deposition.

The STM measurements were performed in constant current mode with a commercial Scienta
Omicron VTAFM instrument, using home-made etched W-tips. In order to disentangle time and
temperature effects, we systematically annealed the sample for 10 minutes inep8 Kefore
measuring the resulting cluster distribution at room temperature. The STM images were processed
with Gwyddion using the plane subtraction and row-by-row alignment tools for background
correction?’ The height distribution of the particles was determined using a home-written Igor
routine, by detecting the particles via an intensity threshold, drawing a profile through the cluster
maximum and determining the height of the cluster with respect to the median background of the
image. For higher statistical significance, ten 100 x 100 $M images were recorded both in

the center and at the edge of the sample for each annealing temperature. A wiirchusters

which were located at step edges, at the edge of the image orlimsleswere excluded from

the height analysis, but included in the coverage determination. In images with moreghan on
terrace, a separate evaluation was carried out for each terrace.

High-resolution XPS measurements were performed at the APXPS endstation of thE HIPP
beamling’? MAX IV laboratory in Lund, Sweden, which is equipped with a Scienta Omicron
HiPP-3 electron energy analyzéy.home-built UHV suitcase with a base pressure of approx.

1 x 10" mbar was used for sample transfer after cluster deposition in our labs in Mumiheh
beamline in Lund, ensuring clean and intact samples. To desorb any adsorbatesaaedumul
during the several day-long transport in the UHV suitcase (presumably mainly CO and traces of

hydrocarbons), we stadthe experiment by heating the sample to 373 K to desorb the adsorbates



This resulédin a shift of 0.6 eV to lower binding energies, corresponding to CO desoftion,

as well as in a reduction of the peak width for the Pt 4f signal and no clear shift in 3pe Fe
(compare Supporting Information Figure S1). For heating, an infrared laser directly illuminating
the back of the sample was used; the temperature was measured with a type-Koty@democ
mounted to the side of the crystal. Below, we indicate the temperatures as measured, which could
be somewhat underestimated due to limited heat transfer. The XP speeti@cegeared in UHV

with photon energies of 3@V and 921eV and a constant pass energy and emission angle (normal
emission). Initial checks showed no significant beam damage, thus we recordedtedl sipehe

same spot on the sample to allow quantitative comparison of the sped@sa evaluation using
KolXPD,** the binding energies were calibrated with respect to the Fermi edge andctihsp
normalized to their low binding energy background. A Shirley background was subtracted from

the spectra prior to quantitative analysis.

3. RESULTS AND DISCUSSION

Encapsulation of sub-nm clusters induced by strong metal-support interaction.

In order to investigate whether and how SMSI influences cluster sintering dynamics,twe firs
need to establish that encapsulation of clusters actually occurs. In oumvedean lattice oxygen
reverse spillover on Pt/E®4001), we have already found first indications for cluster
encapsulation in our TPD experiments, namely the loss of CO adsorption sites an®ihus C
formation capability upon heating beyond a certain temperature thrééNeknow investigée
this phenomenon in more detail on the exampleefBt means of TPD and high resolution XPS,
focusing on the exact growth conditions, redox state and morphology of the encapsulating layer

starting with the CO TPD from our previous work (compare Figuré dyrf).
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Figure 1. Two subsequent CO TPD spectra ofdRisters supported on §&2(001) recorded after
exposing the sample to a saturating amount#® @t 200 K (~10 L) before each run. ThE@

(m/z = 30, top) and BO™0 (m/z = 46, bottom) traces are shown. The heating rate was 1 K/s. A
clear loss of the main desorption feature in the second run can be observed for both tfaces, wit
new, lower temperature features appearing in the CO trace, which hint at the preses©®e of F

defect site$? Furthermore, the CQproduction is completely suppressed in thfern.

The main CO desorption feature in therdn (black), with a peak at 475 K, arises from desorption
from the clusters, as it is not observed on the clean magnetite stiffaldee rather weak, broad
feature around 700 K, in contrast, belongs to recombinative desorption of CO from réduced
sites such as Fe adata®**In the 2¢ TPD run (red), the main CO desorption peak has vanished
completely and instead two new, overlapping and less intense desorption features with maxima at
350 K and 430 K emerge. Indeed, the new CO desorption features appearing in the second TPD

are comparable to literature spectra from oxygen vacancy defect sites on Fe®Aiidiionally,



the desorption peak at 700 K has increased significantly in intensity compared td TFreDirsin
again hinting at a more reduced surface which is in perfect agreement with anrissj&ation
state similar to that described for Pt nanoparticles on different magnetite *fdc@ts. STM

studies showed that these TPD runs are rampedlgu@inkugh that sintering is still avoid&d.

Concurrently with the CO desorption, €f@rmation is observed as a broad feature in thEPD

run, originating from catalyti€Ooxidation with lattice oxygeff,which is completely lost in the

2" run. When dosing the same quantity of clusters on top of the already heated samptee the sa
signal reappears in thé& dun after re-deposition and disappears again I @ (see Supporting
Information Figure S2). Importantly, the resulting FeO defect-related peak interaddy aath Pt
cluster coverage, indicating the formation of reduced iron oxide in vicinity of the cluStece
magnetite is known to maintain its surface stoichiometry upon surface reduction by cation
diffusion into the bulk>*’ those reduced FeO species must be loaatele clusters, rather than
around them, which is direct evidence for an SMSI effect. Note that due to thelsisialt size,

a stoichiometric, crystalline encapsulating layer, as observed for nanopartiakedikedy. The
adsorption sites at the cluster surface are more likely blocked by a conglomematent oxygen

atoms of unknown structure and stoichiometry that is hardly distinguishable from a Pt-FeO alloy.

To further confirm the encapsulation, we subsequently softly sputtered an encapsiulsted
sample, whereby indeed the encapsulating layer could be partially removed (restoring some of the
original CO adsorption sites) and lost again during another TPD (see Supporting Information
Figure S3)This particular encapsulation state is thus reproducibly obtained duniggfting ramp

to 820K.
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To sum up, the TPD experiments strongly indicate that the clusters get encapsulated by iron oxide

upon annealing as a consequence of SMSI, whereby the desorption feature assignment indicates

iron cations in a reduced state. We find that the loss in CO adsorption sites and hence cluste

encapsulation also holds true fts andPto (seeSupporting Information Figure S4).
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Figure 2. XP spectra of #Fe:04(001) (0.05 clusters/ninmeasured at 307 eV (highly surface-

sensitive) and 921 eV photon energy (more bulk-sensitive), at the indicated temperatures in UHV.

(a) Pt 4f spectra and (b) Fe 3p spectra with corresponding difference spectrahfgghetm

energy below. (c) Evolution of the Pt 4f integrals for each photon energy, scaled to the first

spectrum, respectively.
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To confirm the presence of reduced FeO and the encapsulation of Pt clustersowegqueHigh
resolution synchrotron XPS measurementsPaslFes04(001), shown in Figure 2. We start by
evaluating the attenuation of the Pt 4f signal induced by the encapsulating layer, comparing highly
surface- and more bulk-sensitive measurements, recorded at 307 eV a\d @&iton energy,
respectively. Figure 2a displays the Pt 4f region measured at the indicated temperat@es betw
373K and 623 K. The binding energy remains unchanged, but upon increasing the temgerature,
significant decrease in intensity is observed starting aroun& 5%23he surface-sensitive spectra

(top panel), whereas the more bulk-sensitive spectra change much less signiicatbdign
panel). This effect is quantified in Figure 2c, where the XP spectra from Figure 2a are integrated
and for each photon energy normalized to the corresponding 373 K spectrum. EvideRiif the
signal decrease is more pronounced for the surface-sensitive measurement, ad éxpante
SMSI-induced encapsulation of clusters, thus confirming our interpretation of the TPD
experiments. A dissolution of the cluster®ithe bulk, on the other hand, can be excluded by the
only slightly decreasing Pt 4f signal in the more bulk-sensitive measurement at 921 eV photon
energy, as well as by the STM measurements (discussed below). This expelneaelyt gives
insights into the morphology of the encapsulating layer. Although alloying cannot be excluded
entirely, the reduction of the signal intensity indicates an additional layer on top of thes¢luste
which is also in line with the sputtering experiment described above. Modeling the attenuation by
an FeO encapsulating layer, a nominal average thickness of about 2.2 A carula¢edilc®s*
comparable to the 2.5 A for a bilayer in bulk Fé@hese findings agree well with those reported

for larger Pt nanoparticles onde(111), where the encapsulating layer has been identified as an

FeO bilayer under UHV conditioris.
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Figure 2b shows the Fe 3p XPS region measured at the indicated temperatures. In the main peak,
no significant changes observed for either photon energy, suggesting that the support overall
remains unchanged upon heating. Cluster-related changeshe 3pesignal are expected to be
minimal due to the low coverage. Indeed, we observe the development of a small lowg bindi
energy shoulder in tHeée 3p region measured with 307 eV photon energy, in the same temperature
range in which the decrease of fe4f signal occurs. Fitting these peaks is not tri¥i&l,and

minimal changes can be overlooked easily. We instead use the difference spectra for both photon
energies to interpret the data, as shown in Figure 2b. Here, in the more surface-sgesitree

the shoulder is apparent as a peak aroundédBtBat increases in intensity when the temperature

is increased beyond ~560 We assign this peak to #&' At the same time, the signal
corresponding td=€*, at around 55.2V, decreases in intensityFor the more bulk-sensitive
measurement at 921 eV photon energy, the observed changes are in principle the same, but the
intensity differences are significantly lower. Note that these transformations occur loeiithe

known phase transition temperature of magnetite (001) around 72Dhiis, a slight increase in

Fe&* content on the surface can be deduced, which we assign to the encapsulatingySMSI

since all major changes in the Fe 3p signal develop around the same temperatutieettighest
decrease in the Pt 4f signal is observed. In agreement with our interpretation of the TPD
experiments, the encapsulating layer on sub-nm clusters thus consists of reduaeddesn
presumably FeO-like, similar to larger nanoparticles. The appearance of the encap§idati
species is not necessarily a direct transformation of suFeepecies, but rather an extraction

of interstitials to form the encapsulation layer. Indeed, DFT calculations showed that §efface-

extraction and subsequent adsorption on a Pt cluster is rather energy irffensive.
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Summarizing, our TPD and XPS experiments provide a first confirmation that encapsulation
induced by SMSI indeed occurs also for sub-nanometer clusters and not only for extended
nanoparticles and islands. We could identify the encapsulating layer as redémaeridh iron

oxide, which covers the clusters.

Cluster sze-dependent sintering mechanisms.

Having established encapsulation of Pt clusters, we now proceed to investigatirguster
ripening occurs under the SMSI conditions identified above. In particular, we investigate which
ripening mechanisms occur, whether the cluster size plays a role, and what thd pentickes
look like. P, Ptio and Pt clusters on F©4(001) were deposited with similar cluster coverages at
room temperature and subsequently annealed to increasingly higher temperatures in 50 K steps
Figure 3 shows representative STM images at the temperatures where the mostrsighdicges
occur (for a complete set of images see Supporting Information Fig&reS7), while a detailed
height profile analysis of ten images at each temperature and cluster size is gilggme 4 (the
complete set of height histograms is shown in FigurexSB0). The clusters appear as bright
protrusions in STM images, while the atomic-scale contrast and defects of theiteaymtace
are also visible with a lower corrugation. We investigate four main temperanges in turn
below, which we will relate to as-deposited size-selected clusters, lattice oxygeserspillover

and encapsulation, cluster diffusion (Smoluchowski ripening), and Ostwald ripening.
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Figure 3: STM images of Pfleft), Pto (center) and R4 (right column) clusters on E@4(001)
(~0.05 clusters/nf) are shown (a-c) as-deposited, after annealing for 10 min eacH)t6 8K,
(g-)) 773 K and (j-I) 1023 K. For height comparison, all images use the same cottrseaing
conditions:1.5 V, 300 pA, 100 x 100 mMynRT. (m) Cluster coverage as a function of temperature,
extracted from ten 100 x 100 Amages for each condition and cluster size, leading to an initial

number of approx. 5000 clusters contributing to the evaluation.
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Figure 4: Histograms showing height distributions ef Pto, and Pt clusters on F€©4(001) for

different selected annealing temperatures. Absolute cluster numbers are indicated scalke y-
For each temperature and cluster size, an area of 100 G@@asnanalyzed (corresponding to the
same data used in Figure 3m). To guide the eye, we added red dotted lines in bulksRtfl11)

increments.
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As evidenced by the STM images in FigurecZad corresponding height profiles in Figure 4, the
asdeposited clusters are indeed size-selected, intact and randomly distributedwiate $o

give a reference for cluster layering, we can use the height distributions and camepangith

the bulk Pt(111) step height of about 2.268 &hile keeping in mind that clusters typically have
non-fcc structures and their apparent heights are influenced by electronic effeeis-dEp®sited

Pt clusters exhibit a height distribution with a single clear peak between one and two atomic
layers. In contrast, the distribution fBto clusters has a double peak around two and 2.5 layers
and Pt clearly displays at least three separate heights, with a most commonnaeagat
between three and four atomic layers. The different apparent cluster heights aathiol@ster

size distribution are most likely due to structural isomers and various adsorption sites on the
surface.

When annealing up to 423 K, no significant changes are observed in the coverage nor height
profiles for all three cluster sizes. In the temperature window from 473 K to 573 K (see Supporti
Information), a decrease in apparent height is observed for all cluster sizes,redtubbs a
minimum after annealing to 623 K, yielding approx. single |&erand Pi clusters andPto
between one and two layers. Note that the cluster coverage initially ramatmenged but begins

to drop for Pt and Pi due to cluster diffusion-induced sintering at cluster footprint-dependent
onset temperatures, as seen in Figures 3m antS38. As we described previously, the initial
height decrease of the clusters results from lattice oxygen reverse sgfllGvethermore, as
shown above, the clusters become encapsulated by the reduced FeOtheysaime temperature
range wherea semiconductor-like conductivity has been described for encapsulated Pt
nanoparticles on Tig110)." Such a change in the electronic nature of the particle can additionally

affect the imaging and therefore also contribute to the observed decrease in apparent height.
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For Pt and Pio clusters, the apparent cluster height increases again upon further annealing to
773 K, coinciding with a pronounced decrease in coverage due to sintering. With each temperature
step, the coverage decreases further, until 773 K, where the curve flatiens\athiee same time,

the coverage and height distribution Rire clusters remains unchanged, i.e. the clusters are still
size-selected. Notably, for all three initial cluster sizes, the height distributensave a similar

width predominantly between one and 2.5 layers. The sinter resistance of thetag@mbined

with the similar resulting height distributions for all three initial sizes arar ad&idence for
Smoluchowski ripening, i.e. sintering by cluster diffusion. The diffusion barrier for clusters scales
with their footprint and thus tieinteraction with the suppoft.Our data indicates that d@fto
isomers have a footprint large enough to be stabilized against diffusion in thisaamgpesgime

which is why the sintering process of the smaller clusters naturally terminates wbkistelis

reach this size range. Therefore, already the coalescence ofidewof@ur Pt clusters is sufficient

to immobilize the resulting particles which makes the formation of larger nanopartitkscsiéy
unlikely. Consequently, a narrow size distribution without much larger particles gioihisis
expected even after sintering, which is exactly what is observed in Figure 3g-i and Figure 4. As
the coverage curve in Figure 3m demonstrateRthdusters begin to sinter at 523 K, i.e. X00
before Pi, another strong indication for footprint dependence. Remarkably, we thus observe that
even encapsulated clusters can still diffuse across the surface, confirming our hyplodhesis

Fe-O agglomerate covers the clusters rather than a stoichiometric, rigid film.

By further increasing the temperature to 823 K, the situation changes. For all three investigated
cluster samples, of which only thadftlusterswere still size-selected up to 773 K, a new peak at
lower heights of about one atomic layer appeaard-igure 4, indicating a relatively larger

proportion of smaller clusters. When annealing further to 873 K, this peak dominatesthaspe
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Additionally, weak peaks at three and four atomic layers start to appear, imhlgifgrmation

of larger particles. This observation of diverging cluster sizes is typical for Ostwald ripening
where larger particles grow at the expense of smaller ones that exhibit a higher vagunefire
Further increasing the temperature to 1023 K, the now strongly sintered particles are mainly two
to four atomic layers in height, with a small number being one or five layers highe Aame

time, the coverage has decreased yet agagefdinitial cluster size. The particles formed at this

final temperature adopt a square shape aligned with the cubic symmetry of the underlying support
(Figure 3 and details enlarged in Figure S11) and have sharp apparent heights whidhezaly be
assigned to atomic layers, comparable to the results observed for atomic Pt degod siotering

on the same suppoftWe enter a size regime where we start to have a clear crystidéne-|
layering while the internal atom arrangement and thus the overall particle shapedoestated

by the support registry. From the resulting particle coverage and size distribution, and taking into
account the initially deposited amount of Pt, we roughly estimate that most particlas cont
between 50 and 150 atoms.

We have thus shown that both Smoluchowski and Ostwald ripening occur for size-setected P
clusters on F©4(001), whereby the mechanism strongly depends on the cluster size. Smaller
clusters sinter via coalescence up to a size where the increasing diffusiendsarts to be larger

than those for atom detachment and Ostwald ripening dominates. Theoretical calculations for a
comparable system, namely Pd clusters on :0¢@) indicate a similar effeét. There,
Smoluchowski ripening is only possible for«Rd smaller, whereas larger clusters sinter via

Ostwald ripening.

As mentioned in the introduction, sintering of clusters via Ostwald ripening invariably bégins a

the empirical Huttig temperature at the latéstwhich is related to the melting point of the
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respective particle material and has been reported to be 608 Kfdihetactual onset temperature
depends on the interaction with the support that influences the atom detachment energy. For
unselected Pt clusters onl®i films, for example, it has been shown that cluster sintering already
sets in at 453 K> In contrast, we observe Ostwald ripening of Pt osOK601) starting at
temperature of 823 K, which is roughly 2R0abovethe Huttig temperature, indicating a strong
stabilization against sintering beyond the thermodynamic.lWdith the strong experimental
evidence for an encapsulating SMSI layer described above, we conclude that tiérs eles
stabilizzd by encapsulation. While the encapsulating layer clearly mitigates Ostwald ripening, the
smallest clusters can still diffuse even when covered with an FeOelilglamerate, leading to
Smoluchowski ripening. The observation of moving encapsulated particles is in contrast to the

recent literature, where an SMSI layer stabili2esanoparticles on titania against migration.

4. CONCLUSION

In the present work, we have investigated the stability of small size-selected Pt clusters
deposited on E®(001) in order to elucidate the strong metal-support interaction (SMSI) for
catalytically active particles in the non-scalable size regime. Combine@dXdPBPD experiments
give clear evidence for the occurrence of encapsulation of sub-nanometerschétéde the
cluster surface is no longer accessible for CO adsorption, increased desorptiordérosa ieon
oxide species points towards the formation of a defective FeO-like speciagsealating the
clusters. Indeed, we observe the formation of a cluster-relatédspexies, concomitant to an

attenuation of the Pt 4f signal.

For a precise analysis of the cluster stahilte performed STM studies &ft, Pto and Pib,

starting from comparable cluster coverages and annealing stepwise to 1023 K. Therewblut
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cluster coverage and apparent height indicates successive cluster ccaléSogluchowski) and
Ostwald ripening regimes, with a transition temperature that strongly depends on the cluster
footprint and thus on the initial cluster size. The final particle distribution appears to be
independent from the initial cluster size and overall deposited Pt atom coverage, and sh@ws squa

particle shapes with well-defined layer heights.

Remarkably, both sintering mechanisms are observed despite the encapsulatibainphseid,
Ostwald ripening sets in at an unexpectedly high temperature of 823200 K above the Hiittig
temperature. We therefore conclude that the encapsulating layer strongly st#fdizéssters
against atom detachment, while still initially allowing diffusion of the smallesteskusAll our
observations point to an encapsulating layer that is rather a conglomerate of Fe and O atoms
surrounding the clusters than a stoichiometric, rigid iron oxide Iy one might expect for
particles close to the atomic limit of the size regime. It remains to be shown how theusainag

layer changes in composition and morphology while clusters diffuse and coalesce, decay and grow.
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S1. XP spectra including as-deposited measurements and desorption of adsorbates

Figure S1. XP spectra including the as-deposited room temperature measurements of
Pty/Fes04(001) (0.05 clusters/ninmeasured at 307 eV (upper panels, more surface sensitive)
and 921 eV photon energy (lower panels, more bulk sensitive) at the indicated temperatures,
showing the Pt 4f region (a), and Fe 3p region (b). To desorb any adsorbates accumulated
during the transport in UHV (e.g. CO.® or hydrocarbons), the sample has been initially
heated to 373 K. A shift of 0.6 eV to lower binding energy as well as a reduction péak

width is observed in the Pt 4f signal for both photon energies. This shift corresponds to the
desorption of CO from the Pt clustérsSimultaneously, the Fe 3p signal shows no clear shift,

but a strong increase in signal intensity for 307 eV photon energy upon this first annealing step,
which is not observed for the 921 eV measurement. This points to an adsorbate overlayer on
top of the magnetite crystal, which desorbs upon annealing to 373 K. From there on, no large
intensity changes are observed in the Fe 3p signal, implying that this first anmesiifigient

to remove the adsorbates.



S2. Additional Ptig deposition on already encapsulated R#/FesO4(001)

Figure S2. Subsequent TPD spectra (heating rate 1 K/s)saflitters on F€4(001) (initial
coverage 0.05 clusters/Ammeasured after saturating the sample wif®@~10 L) at 200 K.

The C®0 (m/z = 30, top) as well as the®*0'®0 (m/z = 46, bottom) traces are shown. The
desorption spectra from the bare®£001) substrate prior to cluster deposition are shown in
gray. In the first run (black), a CO desorption feature corresponding to desorption from the
clusters is observed at 475 K. €@rmation as a consequence of lattice oxygen reverse
spillover is detected simultaneouslin the second run (red), the cluster-related CO desorption
as well as the C£production have vanished completely. Two new features at 350 K arndl 430
arise instead, corresponding to desorption from the encapsulating FeO-like conglémerate.
Upon deposition of another 0.05 clusters/iom the sample (blue), the initial peaks reappear in
the CO and Cé&xraces, in addition to the second run features observed before. In a final, fourth
run (magenta). the CQormation has vanished once more, and again, only the encapsulating
layer-related features are observed in the CO trace, with about twice the irdétistgecond

run. It becomes evident that the CO desorption from the FeO-like features directly scales with
the cluster coverage and must therefore originate in the vicinity of the clusters. As thétmagne
surface itself maintaings stoichiometry upon reduction by diffusion of undercoordinated iron
into the bulk}® the desorption features appearing in the second and fourth runs confirm the
formation of an encapsulating FeO-like layer on the clusters.



S3. Partial removal of SMSI induced layer by soft sputtering

Figure S3. Subsequent TPD spectra (heating rate 1 K/s)saflidters on F€4(001) (initial
coverage 0.05 clusters/Ammeasured after saturating the sample wif®@~10 L) at 200 K.

Again, the C*0 (m/z = 30, top) as well as thé®0'®O (m/z = 46, bottom) traces are shown.

The clusters have been encapsualted as a consequence of SMSI by attn@2(irg. The first

run after encapsulation (black) shows the two characteristic CO desorption featuréisefrom
FeO-like encapsulating conglomerate at 350 K and 430 K, @lkdormation is not observed

After softly sputtering the sample (40 s, 1 X10bar Ar, 1keV), the CO desorption has
changed (red). Here, the intensity of the SMSI layer-related 350 K featueasiesiand a new

peak arises with a maximum at 475 K.G@mation is observed concurrently. The new peaks
correspond to those observed for as-deposited clusters, giving clear evidence that the
encapsulating layer could be partially removed by sputtering, recovering the pristingdet clus
surface. It can thus be concluded that, upon annealing, the clusters becomheagsulated

rather than forming an alloy. Note, that although the measurement has been stopped earlier, the
sample was still annealed to 8R(n this run. A last TPD experiment (blue) is highly similar

to the first run after encapsulation (black), showing esentially the same desoratizasend
intensities, meaning that after this soft sputtering, the clusters-aneapsulated reproducibly

We thus conclude that during sputtering the majority of the clusters have stayed intact and just
the encapsulating layer has been removed.



S4. Subsequent CO TPDs for Btand Ptio clusters on FeO4(001)

Figure S4. €0 TPD spectra of (a) Btand (b) Ptclusters deposited on an:Be(001) surface

(0.05 clusters/nf), showing the &0 (m/z =30, top) and the &0¥0 (m/z = 46, botton
traces. The samples have been saturated with CO at 200 K (~10 L) before each rutinthe hea
rate was 1 K/s. Both cluster sizes show a clear desorption peak in the first run @iladkK

for Pt and 550 K for Rt which is attributed to the clusters. Analogous te(Bée Figure 1),

CQO: formation is observed concurrently with the main CO desorption features for both cluster
sizes. In the second run (red), the main CO desorption feature is strongly reduced in intensity,
while new peaks arise at 360 K and 460 K fas &td 325 K and 450 K, which are assigned to
desorption from an encapsulating FeO-like layer. As expected, also théo@@@tion has
decreased significantly. When completing the encapsulating layer growth in the third (blue) and
fourth (magenta) runs, the G@rmation, as well as the original cluster-related CO desorption
peaks vanish completely. These results are very similar to those observeddiusiirs. We

thus conclude that £tand Pi clusters are also encapsulated by a reduced iron oxide
conglomerate upon annealing.



S5. Representative STM images for all annealing temperatures for £Ptio and Ptig

clusters on FeO4(001)

Figure S5. Representative set of STM images 0€lBsters on F©4(001) (initial coverage of
0.05 clusters/nf), measured at room temperature after annealing for 10 min to the
temperatures indicated in the respective panels. For easier cluster height comakisgures

of Section S5 are set to the same color scale of 1.4 nm rengging conditions 1.5V,

300 pA, 100 x 100 nfn



Figure S6Representative set of STM images af Blusters on F©4(001) (initial coverage of
0.05 clusters/nf), measured at room temperature after annealing for 10 min to the
temperatures indicated in the respective panels. For easier cluster height comakhfsgures

of Section S5 are set to the same color scale of 1.4 nm rengging conditions:1.5V,

300 pA, 100 x 100 nfn



Figure S7Representative set of STM images ab Plusters on F©4(001) (initial coverage of
0.05 clusters/nf), measured at room temperature after annealing for 10 min to the
temperatures indicated in the respective panels. For easier cluster height @omgdaFigures

of Section S5 are set to the same color scale of 1.4 nm renagging conditions 1.5V,

300 pA, 100 x 100 nfn



S6. Cluster height distributions for all annealing temperatures for Pt Ptio and Pto

clusters on FeO4(001)

Figure S8. Apparent cluster height distributions afHet0O4(001) (initial coverage of 0.05
clusters/nmf), corresponding to the data in Figure S5 and nine further images at each condition
A total area of 100 000 rfnhas been investigated. The annealing temperatures are indicated in
the respective graphs. Red dotted lines indicating the atomic step height of a fufidde

are added as a guide to the eye.



Figure S9. Apparent cluster height distributions ofd/P&04(001) (initial coverage of

0.05 clusters/nf), corresponding to the data igure S6 and nine further images at each
condition. A total area of 100 000 Ammas been investigated. The annealing temperatures are
indicated in the respective graphs. Red dotted lines indicating the atomic stepheigt{i.11)
surface are added as a guide to the eye. Note that the transition to single layer clustens betwe
423 K and 473 K sets in slightly earlier than for theddmple. This is related to a lower CO
desorption temperature ontwhich is prerequisite for the lattice oxygen reverse spilldver.



Figure S10. Apparent cluster height distributions ob/Rs04(001) (initial coverage of
0.05 clusters/nf), corresponding to the data igure S7 and nine further images at each
condition. A total area of 100 000 Ammas been investigated. The annealing temperatures are
indicated in the respective graphs. Red dotted lines indicating the atomic stephaigt(i.11)
surface are added as a guide to the eye.



S7. Sintered Pt nanoparticles on F©4(001)

Figure S11. Pt nanoparticles ors®€001), grown by sintering of Btclusters at 1023 K for

10 min. (a) The overview image shows that all particles exhibit a rectangular, ratheltineyst
shape, adapting the cubic symmetry of the underlying magnetite substhaeparticles are
estimated to consist of roughly 50150 atoms. (b) Zooming in reveals that all nanoparticles
are aligned with the atomic rows of the substrate, confirming the particle growth being
dominated by the cubic symmetry of the surfaoeaging conditions 1.5 V, 300pA, (a)

100 x 100 nrfy (b) 20 x 20 nrh
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