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Abstract. The two-dimensional (2D) van der Waals ferromagnet CrI3 has been doped with the 

magnetic optical impurity Yb3+ to yield materials that display sharp multi-line Yb3+ 

photoluminescence (PL) controlled by the magnetism of CrI3. Magneto-PL shows that Yb3+ 

magnetization is pinned to the magnetization of CrI3. An effective internal field of ~10 T at Yb3+ 

is estimated, attributed to strong in-plane Yb3+-Cr3+ superexchange coupling. The anomalously 

low energy of Yb3+ PL in CrI3 reflects relatively high Yb3+-I- covalency, contributing to Yb3+-

Cr3+ superexchange coupling. The Yb3+ PL energy and linewidth both reveal the effects of 

spontaneous zero-field CrI3 magnetic ordering within 2D layers below TC, despite the absence of 

net magnetization in multilayer samples. These results illustrate the use of optical impurities as 

"designer defects" to introduce unique functionality to 2D magnets. 
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Defects have the power to transform the physical properties of crystals, imparting new and 

potentially useful functionalities from conductivity to quantum photon emission.1-6 In magnetic 

materials, defects can strongly affect spin-wave propagation, magnetic domain-wall propagation, 

skyrmion dynamics, and magnetic vortex pinning.7-9 Recently, the layered van der Waals 

ferromagnet CrI3 has emerged as a promising platform for exploring strongly correlated spin 

physics, magnetic proximity effects, and next-generation spin-based device architectures in the 
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two-dimensional (2D) limit,10-14 but the potential to expand CrI3 functionality through 

introduction of defects remains untapped. Here, we report that doping CrI3 with Yb3+ as a 

"designer point defect" transforms its normally broad and featureless d-d photoluminescence 

(PL) into narrow-line sensitized f-f emission, without compromising its attractive magnetic 

properties. We further show that Yb3+ in CrI3 experiences a large internal effective field that 

makes it extremely sensitive to small external magnetic fields. Using this property, we 

demonstrate magnetically saturated circular polarization of Yb3+ emission at anomalously small 

applied fields. Strikingly, the internal effective field also transmits magnetic information to Yb3+ 

even in the absence of any applied field, making Yb3+ a unique embedded luminescent probe of 

spontaneous zero-field magnetic ordering within the 2D monolayers of bulk CrI3. These 

discoveries establish optical impurity doping as an effective strategy for expanding the 

functionality of 2D magnets, with potential ramifications for both basic science and future spin-

photonic technologies. 

CrI3 has become a model system for exploring magnetic exchange in 2D van der Waals 

structures,10-14 stimulated by recent discoveries of Ising-like hard ferromagnetism in exfoliated 

monolayer CrI3 and layer- and stacking-dependent magnetism in multi-layer CrI3.15,16 Layering 

CrI3 with non-magnetic 2D materials introduces magnetic functionality to the non-magnetic 

material via inter-layer exchange coupling, allowing magnetic manipulation of properties such as 

WSe2 valley polarization and valley Zeeman splittings.17 Extension from few to many (bulk) 

layers preserves the strong Ising-like intralayer ferromagnetic ordering, but facile motion of 

domain walls unblocks demagnetization.18 Despite its rich magnetic properties, CrI3 itself has not 

garnered much attention as an optical material. Bulk CrI3 has been investigated for its very large 

Kerr and Faraday rotation strengths in relation to optical isolators and associated 
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technologies.19,20 PL of bulk CrI3 has apparently not been reported, and few-layer CrI3 shows17 

only the very broad d-d PL characteristic of weak-field pseudo-octahedral Cr3+.21 Circular 

polarization of this d-d PL was used to probe the magnetism of few-layer CrI3,17 but the 

emission's breadth limits its further utility for fundamental studies or in spin-photonics, 

stimulating efforts to narrow the band via cavity coupling.22 Doping CrI3 with optically active 

impurities has also not been reported, either in bulk or exfoliated samples.  

To investigate intralayer "proximity" effects resulting from magnetic exchange coupling, we 

have prepared CrI3 doped with luminescent and spin-bearing Yb3+ ions. Large-diameter single-

crystal flakes of CrI3 were prepared by chemical vapor transport. Yb3+ was introduced by adding 

Yb(0) to the precursor mix. The Yb3+ concentration in the resulting Yb3+:CrI3 crystals is 

controllable, and samples with up to ~5% Yb3+ (cation mole fraction, [Yb3+]/([Cr3+]+[Yb3+])) are 

described here. Further experimental details are provided in the Supporting Information (SI). 

Figure 1a shows a photograph of representative Yb3+:CrI3 flakes in their growth tube. The flakes 

are between 5 and 10 mm across, with typical thicknesses of 5-20 µm (see SI). Figure 1b plots 

XRD data collected on undoped and 4.9% Yb3+-doped CrI3 single-crystal flakes using a powder 

diffractometer. Only (00l) peaks are observed, corresponding to the interlayer lattice spacing and 

reflecting the flake's alignment. Figure 1c highlights the shift to smaller angle of the 001 peak 

upon doping. From fitting the XRD peak positions of undoped and 4.9% Yb3+-doped CrI3 

samples, the interlayer lattice parameter was found to increase 0.24% from 6.996 ± 0.002 to 

7.013 ± 0.002 Å, attributed to the larger ionic radius of Yb3+ than Cr3+ (87 vs 62 pm, 

respectively) (see SI). These data suggest that the local strain of doping is relieved by distorting 

the lattice along its softest dimension, as expected. Substitutional incorporation of Yb3+ at the 

Cr3+ site is verified by single-crystal XRD measurements (see SI), which also show the increased 
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interlayer spacing. The single-crystal data show no detectable electron density between layers, 

ruling out Yb3+ intercalation. 

 

 
Figure 1. (a) Photograph of 4.9% Yb3+:CrI3 crystals prepared by chemical vapor 
transport. The scale bar shows 5 mm. All experiments were performed on 
individual single-crystal flakes from such a reaction tube. (b) XRD data collected 
on undoped and Yb3+-doped CrI3 single crystals using a powder diffractometer. 
Only (00l) peaks are observed, indicating an oriented sample. Reference peaks for 
c-oriented CrI3 diffraction are included (black, ICSD Coll. Code 251654). (c) 
Magnified view of the 001 reflection for the same samples, displaying an increase 
in the interlayer lattice spacing upon Yb3+ doping. The x axis in (c) was 
determined as described in the SI. 

 
 
Figure 2a plots the PL spectra of CrI3 and Yb3+:CrI3 single flakes measured at several 

temperatures between 4 and 200 K. The CrI3 spectrum broadens and decreases in intensity with 

increasing temperature, eventually reaching only 7.5% of its 4 K intensity at 200 K (see SI). 

Although the broadening to higher energies is expected from thermal hot bands, the broadening 

to lower energies is abnormal and suggests an additional feature. Upon introduction of Yb3+, the 

broad featureless d-d emission of Cr3+ disappears and is replaced by a series of sharp f-f 

transitions of Yb3+ around 1.15 eV. Assignment of the PL fine structure is discussed later. In 

some samples, Yb3+ doping also reveals another broad emission band centered at ~0.95 eV, 

which is responsible for the red tail of the CrI3 PL here and in some literature spectra. This 
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feature has been traced to Ni2+ impurities (<0.4%) found in some Cr(0) precursors, and it can be 

mostly eliminated by using 5N Cr(0) precursors (Fig. 2a, bottom). The Yb3+ PL is not influenced 

by this Ni2+ impurity (see SI). 

 

 
Figure 2. (a) Variable-temperature PL spectra of CrI3 (top) and 4.9% Yb3+:CrI3 
(bottom), measured from 4 to 200 K under 1.88 eV CW excitation at 4 mW/cm2. 
(b) Single-configurational-coordinate diagram (A1g coordinate) describing 
vibronic broadening of the absorption and luminescence bands associated with 
transitions between the 4A2g and 4T2g ligand-field states of pseudo-octahedral 
Cr3+. In Yb3+-doped CrI3, energy transfer from the Cr3+ 4T2g excited state to Yb3+ 
yields sensitized 2F5/2 ! 2F7/2 f-f luminescence. 

 
 

Figure 2b illustrates the photophysics of Yb3+:CrI3 schematically. The lowest-energy excited 

state of CrI3 is the Cr3+ 4T2g ligand-field state, involving excitation of a t2g electron into a σ-

antibonding eg orbital (in idealized Oh symmetry). The resulting change in equilibrium geometry 

is described by the single-configurational-coordinate (SCC) diagram of Fig. 2b, which illustrates 

the totally symmetric distortion coordinate. This 4T2g excited state also distorts along a 

symmetry-breaking Jahn-Teller coordinate (not illustrated).21 These distortions lead to extensive 
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vibronic progressions in the absorption and PL spectra associated with this transition, and cause 

a large PL Stokes shift. Doping CrI3 with Yb3+ introduces a set of 2F5/2 states just below the Cr3+ 

4T2g excited state, favorably positioned for efficient Cr3+ ! Yb3+ energy transfer. At 4.9% Yb3+ 

doping, the Cr3+ 4T2g PL is entirely quenched and strong Yb3+ 2F5/2 emission is observed in its 

place (Fig. 2a). Because both Cr3+ and Yb3+ states are localized at single ions, energy migration 

within the CrI3 lattice is required for this complete quenching. In undoped CrI3, energy migration 

among equivalent Cr3+ sites may occur but is not readily apparent. In Yb3+:CrI3, this energy 

migration is interrupted when energy is captured by Yb3+ dopants. In 4.9% Yb3+:CrI3, the 

average Cr3+ ion has only ~14% probability of having a neighboring Yb3+, and ~50% probability 

of having at least one Yb3+ within its first two cation shells. Energy must therefore migrate over 

at least a few lattice sites within the 4T2g lifetime to fully quench the Cr3+ emission as observed in 

Fig. 2a. 

Figure 3a shows the anticipated electronic structure of Yb3+ in CrI3. In the free ion, spin-orbit 

coupling splits the 2F term into 2F5/2 (excited) and 2F7/2 (ground) states by an amount ΔE = 7/2ζ, 

where ζ = 361.8 meV is the free-ion spin-orbit coupling constant.23 In crystals, each of these 

states is further split by the crystal field. Figure 3b shows circularly polarized PL spectra of 4.9% 

Yb3+:CrI3 measured in a 0.5 T field applied parallel to the crystal's c axis (vide infra). Three 

zero-phonon electronic origins are observed and assigned to the Γ8 ! Γ6, Γ8, and Γ7 transitions 

anticipated from Fig. 3a using idealized Oh notation. The actual cation site symmetry in CrI3 is 

lower (Fig. 3a, right),24 but the expected low-symmetry splitting of the Γ8 origin is not clearly 

identifiable. The Γ6 peak is broad with observable structure on its high-energy shoulder, thus 

making the precise energy of this origin unclear within ~20 cm-1 (~2.5 meV). Analysis of these 

PL energies within the Angular Overlap Model (AOM)25 reproduces the 2F7/2 splittings well, 
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predicting a 2F5/2 splitting of ~34 meV and splittings of the two Γ8 levels by <0.5 meV each (see 

SI). Additional satellite features are observed ~127 cm-1 (15.7 meV) below the Γ8 and Γ7 

electronic origins and assigned as phonon sidebands. Raman spectra show a totally symmetric 

lattice breathing mode of CrI3 at this energy (ν = 127 cm-1).26  

A striking aspect of this Yb3+:CrI3 PL is its very low energy relative to other Yb3+ PL. This 

energy is primarily determined by spin-orbit coupling (Fig. 3a). Yb3+ spin-orbit coupling can be 

reduced from that in the free ion by covalent expansion of the f-electron wavefunctions 

(nephelauxetic effect),27,28 but f-orbital covalency in trivalent lanthanides is typically very small 

and this effect is usually considered negligible at ambient pressure. A survey of Yb3+-doped 

crystals shows that the energy gap between Yb3+ 2F5/2 and 2F7/2 barycenters remains very near the 

free-ion value of ΔE ~ 1.266 eV across doped oxide, fluoride, chloride, bromide, sulfide, and 

phosphide lattices (see SI).29-33 We note that we have been unable to find any reports of PL from 

other Yb3+-doped iodide crystals, perhaps because Yb3+ is easily reduced to Yb2+ under common 

iodide crystal-growth conditions. Yb3+:CrI3 deviates from this typical behavior substantially: ΔE 

is only ~1.163 eV, or ~9% smaller than in the free ion, representing the smallest spin-orbit 

coupling yet reported for Yb3+. Covalency in Yb3+:CrI3 is certainly enhanced by the large ionic 

radius and polarizability of the iodides, but this consideration alone likely cannot explain the 

anomaly. The atomic spin-orbit coupling of I is also much greater than those of other common 

ligands for Yb3+, and should contribute to the spectroscopic spin-orbit splitting via covalency. 

Furthermore, the large ionic radius of Yb3+ compared to Cr3+ means that Yb3+ experiences an 

internal pressure imposed by the surrounding lattice, which may also increase covalency. 

Importantly, Yb3+-I- covalency is essential for strong Yb3+-Cr3+ superexchange coupling. 
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Figure 3. (a) Splitting of the Yb3+ free-ion 2F term due to spin-orbit (ζ) and 
crystal-field (Oh, <D3d) interactions. The colored down arrows indicate the three 
crystal-field transitions anticipated in the low-temperature PL spectrum in the 
idealized Oh site symmetry. The actual site symmetry is reduced to <D3d, e.g., to 
C2, splitting each Γ8 level into two Kramers doublets. (b) Magnetic circularly 
polarized luminescence (MCPL) spectra of 4.9% Yb3+:CrI3 measured at 5 K with 
an applied magnetic field of 0.5 T. The σ- (red) and σ+ (black) spectra were 
collected using unpolarized 1.88 eV CW excitation at 40 mW/cm2 and have 
different amplitudes. The three electronic origins in idealized Oh symmetry are 
indicated below the spectra, assigned to the Γ8 ! Γ6, Γ8, and Γ7 transitions 
illustrated in panel (a). The dashed black lines indicate vibronic sidebands with a 
characteristic energy spacing of ~127 cm-1 (15.7 meV), consistent with the A1g 
lattice mode of CrI3. (c) False-color plot of the MCPL polarization ratio, ρ = (σ- –
 σ+)/(σ- + σ+), for the full Yb3+ PL spectrum, measured from -2 to +2 T at 5 K. (d) 
ρ of the Γ8 ! Γ7 electronic origin (1.117 eV) plotted as a function of magnetic 
field from -6 to 6 T. The black (red) trace corresponds to the positive (negative) 
field sweep direction. Inset: Expanded plot of ρ between -0.4 and +0.4 T, showing 
a coercive field of ~55 mT. For both field-sweep measurements, the sample was 
excited with linearly polarized 1.96 eV excitation, but with different powers (see 
Methods). (e) False-color plot of the polarization ratio vs temperature, measured 
at 0.5 T. The dashed black line indicates the Curie temperature of bulk CrI3 (TC = 
61 K). (f) Plot of the Γ8 ! Γ7 polarization ratio at the peak maximum measured at 
0.5 T as a function of temperature. The red curve is a guide to the eye. Inset: 
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Derivative of ρ as a function of temperature. The extracted Curie temperature is 
61 K, indistinguishable from that of the undoped crystal.  
 

 

From Fig. 3a, all features show circularly polarized PL, with the Γ8 ! Γ7 origin showing the 

greatest polarization ratio (ρ = (σ- – σ+)/(σ- + σ+) = 19%). ρ is independent of excitation power 

but its maximum value varies somewhat between samples (see SI). Figure 3c plots ρ across the 

entire PL spectrum as a function of magnetic field. All Yb3+ transitions are influenced by the 

applied field in the same way, consistent with all PL arising from the same excited state (Γ8). 

Figure 3d plots ρ for the Γ8 ! Γ7 peak as a function of applied field. ρ increases rapidly at very 

low fields and saturates at only ~0.2 T. Increasing the field from 0.2 to 6.0 T does not change ρ 

further, consistent with complete magnetization of Yb3+ by 0.2 T. On an expanded scale, these 

data show a hysteresis with coercivity of ~55 mT, comparable to that found in magnetic 

measurements of bulk CrI3.18,34 We note that these ρ values are generally small compared to 

those in cubic Yb3+:InP (~70% at 10 T, 4.2 K),33 possibly suggesting an in-plane or canted Yb3+ 

anisotropy. Figure 3e summarizes the temperature dependence of ρ, measured at 0.5 T, and Fig. 

3f highlights the temperature dependence for Γ8 ! Γ7 individually. All spectral features behave 

similarly, showing a pronounced drop in polarization at the Curie temperature of bulk CrI3 (~61 

K, see Fig. 3f, inset). These magneto-optical data agree well with magnetic susceptibility data 

(see SI), and both indicate that Yb3+ doping causes no significant change in the magnetic 

characteristics of CrI3 in these samples. This MCPL field and temperature dependence is highly 

unusual for Yb3+, which generally shows simple paramagnetism of a pseudo-spin 1/2. For 

example, our AOM crystal-field analysis (see SI) predicts gavg ~ 2.7 for the lowest 2F7/2 Kramers 

doublet. Overall, the anomalous magnetism seen in the Yb3+ MCPL reflects magnetic integration 

of Yb3+ with ferromagnetic CrI3. 
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Magnetic ordering was originally explained by Weiss in terms of a huge internal "molecular 

field"35 exerted upon individual ions by their surrounding magnetic matrix, and this model 

provides a useful heuristic for estimating the effective field experienced by Yb3+ within CrI3. In 

this model, the effective field is given by the sum of external and molecular fields, as in eq 1. 

  Heff = Hext + Hmol     (1) 

In Fig. 3c,d, CrI3 reaches magnetic saturation at very small Hext (<0.2 T). At such low fields, Hext 

<< Hmol, and hence Heff ~ Hmol. In the molecular-field model, Hmol in CrI3 is given by eq 2, 

!!"# = !!" !
!!!

      (2) 

where, J is the nearest-neighbor exchange coupling constant, z = 3 in CrI3, g is the Landé g factor 

(2.00 for Cr3+ in CrI3), µB is the Bohr magneton, and !  is the spin expectation value for Cr3+ in 

CrI3, whose absolute value equals 3/2 at saturation. TC in this model is determined by J according 

to eq 3, 

!! = !!"#(!!!)
!!!

        (3) 

where S = 3/2 for Cr3+, and kB is the Boltzmann constant. From TC = 61 K, eq  

3 yields a value of J = 0.70 meV in CrI3. Entering this J value into eq 2 yields Hmol = ~54 T in 

CrI3. Hmol is dominated by superexchange coupling, since dipolar contributions cannot account 

for the high TC of CrI3.36 For Yb3+ in CrI3, J is reduced by the shielding of the 4f orbitals. 

Cr3+(d)-Yb3+(f) superexchange coupling has received relatively little experimental or theoretical 

attention,37-39 but relevant experimental data are found in inelastic neutron scattering analyses of 

Cs3Yb1.8Cr0.2Br9, where Yb3+-Cr3+ exchange splittings are ~1/4 those for Cr3+-Cr3+.37 This 

scaling factor is approximate because of the different lattice structure, but Cs3Yb1.8Cr0.2Br9 is the 

most similar halide-bridged Yb3+-Cr3+ system for which reliable exchange-coupling strengths 

could be found. This rough scaling reduces Hmol to ~14 T. Accounting for the larger g value of 
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Yb3+ (~2.7, see SI), our best estimate is Hmol ~ 10 T for Yb3+ ions within CrI3. Future 

spectroscopic measurements (e.g., inelastic neutron scattering, Mössbauer, etc.) and calculations 

will be needed to refine this estimate, but the central conclusion drawn from both the 

experimental data and this analysis is clear: Yb3+ magnetization in Yb3+:CrI3 is effectively 

pinned to the magnetic ordering of the CrI3 lattice through strong Yb3+-Cr3+ superexchange 

coupling. The large Hmol in Yb3+:CrI3 is attributable in large part to the Yb3+-I- covalency 

discussed above. For comparison, exchange fields of 1.7 and ~1.1 T are reported for Yb3+ in 

ferrimagnetic hexagonal YbFeO3
40 and distorted orthorhombic YbCrO3.41 At these values, Yb3+ 

magnetization is not pinned to the ordered TM3+ spin sublattices.  

A further remarkable aspect of Yb3+:CrI3 is that the effects of Hmol are evident even at zero 

magnetic field (Hext = 0). Figure 4a plots zero-field Yb3+ PL spectra as a function of temperature 

from 4 to 200 K. Viewing the data starting from high temperature, the peak positions appear 

nearly constant until roughly TC. Below TC, the peaks all shift to lower energy together. This 

redshift is also evident in Fig. 3e. Figure 4b highlights the temperature dependence of the Γ8 ! 

Γ7 transition energy. From 120 K to ~TC, the transition energy increases gradually by only ~2 

meV. Such temperature dependence has been variously modeled in terms of Raman scattering of 

non-resonant phonons or direct absorption/emission of phonons resonant with a crystal-field 

splitting.42,43 For example, both models reproduce the 2F7/2 ! 2F5/2 transition energies of 

Yb3+:YAG well, whereas the resonant phonon model reproduces absorption linewidths 

marginally better.43 As such, we apply the resonant phonon model here. The PL energies above 

TC are thus described by eq 4,42,43 

   !(!) = !! +  !!
!! !!!!!   T > TC  (4) 
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where E0 is the energy at 0 K, αs describes the electron-phonon interaction strength, and Δ is the 

energy of the activating phonon mode, fixed at Δ = 127 cm-1 (15.7 meV, Fig. 3b).  

The solid curve in the high-temperature portion of Fig. 4b (>TC) shows a fit to the high-

temperature data using eq 4, floating E0 and αs and yielding best-fit values of 1.1242 eV and -6.3 

meV, respectively. Eq 4 plateaus at E0 in the limit of 0 K (dashed line < TC in Fig. 4b), but the 

experimental peak energy shows a discontinuity at TC, dropping sharply and decreasing with 

decreasing temperature until reaching ~7 meV below E0 in the low-temperature limit. With its 

link to TC and its characteristic curvature, this trend in Yb3+ PL energy is associated with the 

spontaneous magnetization of individual CrI3 monolayers, even though there is no net 

magnetization in these samples. 

Spontaneous ferromagnetic ordering is classified as a second-order phase transition and, 

within the theory of universal scaling laws, is characterized by the order parameter β shown in eq 

5 describing the magnetization temperature dependence.44 

!(!) = !! − !!!!
!!

!
     (5) 

M0 is the saturation moment per magnetic ion and equals 3.1 µB for CrI3.18 The precise value of β 

depends on the underlying spin physics, but it is commonly around 1/3.12 Previous examination 

of bulk CrI3 found a critical exponent of β = 0.284, between that expected from the 3D Ising 

model (β = 0.325) and that of the tri-critical mean-field model (β = 0.250).34 Accordingly, the 

data in Fig. 4b below TC were simulated using eq 6 (sum of eq 4 and eq 5, with eq 4 parameters 

fixed by the high-temperature data). The scaling parameter (γ) in eq 6 relates magnetization to 

PL energy shift. The data are reproduced well using fixed values of β = 1/3, TC = 60 K, and Δ = 

127 cm-1 (15.7 meV), with γ as the only adjustable parameter. Relating eqs 5 and 6, these results 

indicate an Yb3+ PL energy shift of -2.2 meV/µB during spontaneous CrI3 intralayer 
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magnetization. We stress that the zero-field PL data in Fig. 4 are not magnetic data, but highlight 

the strong influence of CrI3 spontaneous magnetization on the Yb3+ PL. Because TC in these 

samples is indistinguishable from that of bulk CrI3 (Figs. 3f, S15), we tentatively attribute the 

small apparent broadening of the PL energy discontinuity around TC in Fig. 4b to additional PL 

hot bands that are not spectrally resolved. 

!(!) = !! +  !!
!! !!!!!  +  ! − !!!!

!!

!
  T < TC  (6) 

 

 
Figure 4. (a) False-color plot of the Yb3+ PL intensities vs temperature measured 
for 4.9% Yb3+:CrI3 from 4 to 150 K at zero external magnetic field. The 
horizontal dashed line indicates TC = 61 K. (b) Peak position of the Γ8 ! Γ7 
transition plotted vs temperature. The solid red curve shows the behavior 
predicted from the combination of resonant phonon interactions (eq 4) and 
spontaneous magnetization (below TC, eq 6). The dashed red curve shows the 
behavior predicted from eq 4 alone below TC. The solid curve was obtained using 
eqs 4 and 6 with fixed parameters of Δ = 127 cm-1 (15.7 meV), TC = 60 K, and β = 
1/3, adjusting only the amplitude scaling. (c) Plot of the Γ8 ! Γ7 PL linewidth vs 
temperature, from the same VTPL measurements. 
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Figure 4c plots the temperature dependence of the Γ8 ! Γ7 linewidth (full-width-at-half-

maximum, FWHM). These data show similar trends as observed in the peak energies of Fig. 4b. 

Below TC, the FWHM decreases from ~9 meV to ~4.5 meV in the low-temperature limit, 

attributed to the reduction in spin disorder around Yb3+. These data thus also reflect spontaneous 

magnetic ordering in monolayers of CrI3. Although distinct low-energy shoulders are not 

resolved in these data, we hypothesize that the energy and linewidth changes below TC both 

ultimately stem from loss of hot-magnon sideband intensity as CrI3 monolayers order 

magnetically.45 It will be an interesting future direction to explore magnon coupling to f-f 

transitions in these and related doped 2D magnetic materials. 

In summary, doping Yb3+ into the 2D van der Waals ferromagnet CrI3 transforms this 

material's PL from broad-band to sharp multi-line, while retaining its key magnetic functionality. 

The f-f PL of Yb3+:CrI3 is anomalously low in energy, reflecting relatively covalent Yb3+-I- 

bonding. Yb3+ magnetization is pinned to CrI3 by strong superexchange interactions, which 

contribute an effective internal field of ~10 T that is greater than the field required for magnetic 

saturation of paramagnetic Yb3+ and much greater than the field required for full CrI3 

magnetization at low temperature (~0.2 T). Flipping the magnetization of CrI3 with a small 

external field thus also flips the Yb3+ magnetization and inverts its PL circular polarization. 

Magnetic pinning is maintained up to the TC of CrI3, but is rapidly lost above TC. We further 

showed that the Yb3+ PL energy and linewidth both sense this internal field even at zero applied 

field, mapping spontaneous intralayer magnetic ordering below TC despite the absence of net 

magnetization. Because each Yb3+ ion is a local lattice defect within an individual CrI3 

monolayer, we expect these induced functionalities to persist down to the monolayer, prompting 

future studies on exfoliated Yb3+:CrI3 and associated stacked van der Waals heterostructures and 
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layered devices. These results demonstrate the power of designer defects to add functionality to 

2D magnetic materials, enrich their fundamental physics, and create new materials of potential 

utility for future spin-photonics applications. 
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Experimental Methods 

General Considerations. All sample preparation and manipulation was performed in a 
glovebox under an atmosphere of purified dinitrogen.  

Chemicals. Chromium metal powder (200 mesh, 99.94%, lot X15E028) was purchased from 
Alfa Aesar. According to the manufacturer's certificate of analysis, the majority of the impurity 
in this sample lot was Ni at 343 ppm. A chromium chip (99.995%, lot MKCH4484) was also 
purchased from Sigma Aldrich as a higher-purity Cr source. The Cr chip was ground to a powder 
using a mortar and pestle and used in an analogous manner as the powder precursor. I2 
(≥99.99%) was purchased from Sigma Aldrich. Ytterbium metal powder 40 mesh (99.9%) was 
purchased from BeanTown chemical. All chemicals were used as received without further 
purification.  

Synthesis of CrI3 and Yb3+-Doped CrI3 Single Crystals. Single crystals of the doped and 
undoped CrI3 were grown by chemical vapor transport in a manner similar to that described in 
previous literature reports.1 For undoped CrI3, Cr(0) metal and I2 were loaded as a 1:3 
stochiometric ratio into a quartz tube and sealed under an evacuated atmosphere. For Yb3+-doped 
CrI3, additional Yb(0) metal was loaded along with the other starting materials. The quartz tubes 
were 15 cm long with inner and outer diameters of 14 and 16 mm, respectively. Sealed tubes 
were placed in an open-ended horizontal tube furnace with the starting materials in the hot zone 
set at 650 ˚C and the other end at a temperature of ca. 500 ˚C. Samples were heated for 5 days 
and then allowed to slowly cool to room temperature. Once cooled, the tubes were brought into a 
glove box and cracked open to yield shiny dark plate-like crystals that had formed at the cold end 
of the quartz tube. Elemental analysis of the Yb3+-doped samples was performed by inductively 
coupled plasma mass spectrometry (ICP-MS) using a PerkinElmer NexION 2000B. Samples 
were prepared by digesting single crystals in concentrated nitric acid with sonication and then 
further diluted in ultrapure H2O. Yb3+ doping levels are reported as cation mole fraction, 
[Yb3+]/([Cr3+]+[Yb3+]), in percentage, with an estimated uncertainty of ±0.1%. Crystal thickness 
was measured by mounting a representative flake to a glass slide using double-sided tape and 
imaging the flake with an optical microscope in a glovebox at various magnifications. The edge 
length was calculated in ImageJ2 using known pixel resolutions. 

X-ray Diffraction (XRD) Characterization. Samples were prepared for XRD on the 
powder diffractometer by placing single crystals onto silicon substrates and sealing under Kapton 
films to reduce exposure to air. Data were collected using a Bruker D8 Discover powder 
diffractometer with a high-efficiency IµS microfocus x-ray source for Cu Kα radiation (50 kV, 1 
mA). For single-crystal XRD, a crystal measuring 0.10 x 0.05 x 0.01 mm3 was mounted on a 
loop with oil. Data were collected at 263 K on a Bruker APEX II single-crystal X-ray 
diffractometer using Mo-radiation, equipped with a Miracol X-ray optical collimator. The data 
were integrated and scaled using SAINT, SADABS within the APEX2 software package by 
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Bruker.3 Solution by direct methods (SHELXT4, 5 or SIR976, 7) produced a complete heavy-atom 
phasing model consistent with the proposed structure. The structure was completed by difference 
Fourier synthesis with SHELXL.8, 9 Scattering factors are from Waasmair and Kirfel.10 All atoms 
were refined anisotropically by full-matrix least-squares. 

Including intrinsic disorder, a least squares refinement optimization of the data yields the 
lattice structure that we report. From the 983 reflections collected covering the indices, -8 ≤ h ≤ 
8, -14 ≤ k ≤ 14, -8 ≤ l ≤ 8, 518 reflections were found that were symmetry independent and an R1 
value of 0.0521 was obtained, indicating a good fit. R1 is calculated as: 

!! =
!!"# − !!"#!

!!"#
 

There is no detectable electron density between layers, indicating that Yb3+ does not intercalate 
between layers in CrI3. 

Variable-Temperature Photoluminescence (VTPL). Samples for VTPL measurements 
were prepared by placing a single crystal between two quartz disks and loading into a closed-
cycle helium cryostat. PL spectra were collected by exciting the sample with a continuous-wave 
660 nm (1.88 eV) diode at 4 mW/cm2. Emission was collected and focused into a 
monochromator with a spectral bandwidth of 0.627 nm and detected by a Hamamatsu 
InGaAs/InP NIR photomultiplier tube, with signal recorded using a photon counter. Temperature 
was varied from 4 to 300 K, starting at low temperature. All spectra were corrected for 
instrument response. 

Magnetic Circularly Polarized Luminescence (MCPL). Samples for MCPL measurements 
were prepared as single crystals placed between two quartz disks and loaded into a 
superconducting magneto-optical cryostat (Cryo-Industries SMC-1659 OVT) oriented in the 
Faraday configuration. For full-spectrum measurements at static fields, samples were excited 
with a 660 nm (1.88 eV) diode at approximately 40 mW/cm2. For field-sweep measurements, 
samples were excited with a linearly polarized HeNe laser (632.8 nm/1.96 eV, 27 mW/cm2 for -6 
to +6 T scans, 55 mW/cm2 for -0.4 to +0.4 T scans). No distinguishable difference was found in 
the either the PL spectra or variable-field data between the two excitation sources. For field-
sweep measurements, the monochromator was centered at 1.117 eV with a 6 nm spectral 
bandwidth, and the signal was continuously monitored as the field was swept at a rate of 0.10 
T/min and 0.45 T/min for the 0.4 T and 6 T scans, respectively. PL was collected along the 
magnetic-field axis and passed through a liquid-crystal variable retardation plate set at λ/4, 
followed by a linear polarizer to separate the left- and right-circularly polarized components. The 
PL was then focused into a fiber-optic cable and fed into a monochromator with a spectral 
bandwidth of 0.627 nm and detected by a Hamamatsu InGaAs/InP NIR photomultiplier, with 
signals recorded using a photon counter. Polarization ratios are defined as	ρ = (σ- – σ+)/(σ- + σ+) 
= (IL – IR)/(IL + IR) = ΔI/I, following the sign conventions outlined in Piepho and Schatz.11 

Magnetic Measurements. Magnetic data on individual single-crystal flakes (Fig. 1) were 
collected using a Quantum Design PPMS DynaCool vibrating sample magnetometer (VSM). A 
flake was affixed to the end of a quartz paddle with varnish (VGE 7031). The paddle was then 
snapped into the VSM brass sample holder with another quartz paddle placed symmetrically 
above the sample. The weak background signal from the sample holder was removed in the data 
analysis. The sample was probed with the external field aligned perpendicular to the face of the 
crystal, and magnetization data were collected as a function of applied field and temperature. The 
masses of individual flakes are below 0.1 mg and could not be accurately measured, so the 
magnetic data are reported in units of emu. 
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Ligand-field calculations within the Angular Overlap Model (AOM). Yb3+ 
ligand(crystal)-field energies and g factors were calculated using the BonnMag package.12 
Crystallographic data13 on CrI3 were used to create an [YbI6]3- unit with reduced symmetry 
(point group C2). Crystallographic parameters were not adjusted for size differences between 
Cr3+ and Yb3+. The electronic structure of Yb3+ was calculated using the spin-orbit coupling 
parameter ζ as well as AOM parameters eσ and eπ to describe σ and π interactions with the I- 
ligands, respectively. The value for eπ was taken to be isotropic. The Slater-Condon-Shortley 
(SCS) parameters F2, F4, and F6 were taken to be 0, as is typically the case for Yb3+ (4f13 
configuration). The Stevens orbital reduction factor k was taken to be equal to 1.0. Increasing 
(decreasing) ζ while keeping all other parameters constant results in an increase (decrease) in all 
transition energies while retaining peak splitting energies. Adjusting eσ or eπ alters the relative 
energies of the peaks but maintains the barycenters.  

 
 
 

	
	
Figure S1. Images of an individual Yb3+:CrI3 single-crystal flake under an optical microscope at 
various magnification levels, viewing the flake's (a,b) edge, and (c) face. The flake thickness is 
estimated to be 5.1 ± 0.3 µm.  
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Figure S2. Analysis of XRD reflections collected using a powder diffractometer for 4.9% Yb3+-
doped and undoped CrI3 single-crystal flakes (same data as shown in Fig. 1bc). Using the 
method described by Jesche,14 the lattice parameter c for oriented single crystals with a 
monoclinic space group can be extracted from XRD data from a powder diffractometer using the 
following equation: 

2c ∙ sinβ ∙ sin θ− S cosθ2 = λℓ 

Here, β is the obtuse angle in the monoclinic unit cell (108.507° for CrI3), λ is the x-ray 
wavelength (Cu, 1.5406 Å), ℓ is the Miller index of each reflection in the XRD spectrum and 
S !"#!!  is a correction factor related to the displacement of the x-ray focal plane relative to the 
sample surface. Plotting 2θ values of the peak maxima vs λℓ, the data can be fit using the 
equation above. For fitting, β and θ were taken in radians. By this method, the c lattice 
parameters were found to be 6.996 ± 0.002 and 7.013 ± 0.002 Å for the undoped and doped 
samples, respectively. From the lattice parameter c, the position of the (00ℓ) powder 
diffractometer XRD peaks for a monoclinic single crystal can be calculated using the following 
equation: 

2θ = 2sin!! λ
2sinβ

ℓ
c  

The zero-shift in 2θ was determined by adding an offset to the experimental 2θ values and 
adjusting the offset to minimize the difference between experimental and calculated peak 
positions across all peaks in the XRD spectrum. This offset accounts for the measurement 
discrepancy due to the thickness of the single crystals displacing the x-ray focal plane. For CrI3, 
a zero-shift of -0.015° was found, contrasted to a zero-shift of +0.164° for Yb3+-doped CrI3. The 
displacement-corrected XRD spectra are shown in Fig. 1c in the main text. 
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Table S1. Single-crystal X-ray diffraction data for 2.5% Yb3+:CrI3 measured at 263 K, 
compared to literature data for CrI3. 
 
 Yb3+:CrI3 CrI3 (250 K, ref. 13) 

Space group C2/m C2/m 
   
a 6.86 Å 6.87 Å 
b 11.89 Å 11.89 Å 
c 6.99 Å 6.98 Å 
α 90.0° 90.0° 
β 108.7° 108.5° 
γ 90.0° 90.0° 
   
[(Yb/Cr) – Cr]avg 3.96 Å 3.96 Å 
[(Yb/Cr) – I]avg 2.72 Å 2.72 Å 
[(Yb/Cr) – I – (Yb/Cr)]avg 93.3° 93.6° 
[I – (Yb/Cr) – I]avg 86.8° 86.9° 
 
 
 

 
Figure S3. Visualization of the experimental room-temperature single-crystal XRD structure as 
viewed along the a, b, and c principal axes (left to right). Yb3+ (cyan) is found to substitute for 
Cr3+ (blue) in the edge-sharing octahedra formed by I- (purple) anions. No excess electron 
density is observed between layers. Intralayer disorder is observed. The structure refines to the 
expected high-temperature C2/m monoclinic symmetry. Some intralayer disorder was observed 
(not shown). 
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Figure S4. (a) Variable-temperature PL spectra of CrI3 measured from 4 to 200 K under 1.88 eV 
CW excitation (from Fig. 2 of the main text). (b) Scatter plot depicting total integrated area of 
the CrI3 PL from panel (a). The 200 K intensity is 7.5% that of the 4 K value. (c) Variable-
temperature PL spectra of 4.9% Yb3+:CrI3 measured from 4 to 200 K under 1.88 eV CW 
excitation (from Fig. 2 of the main text). (d) Scatter plot depicting total integrated area of the 
Yb3+ PL from panel (c). The 200 K intensity is 0.8% that of the 4 K value. (e) Variable-
temperature PL spectra of 5.0% Yb3+:CrI3 measured from 4 to 200 K under 1.88 eV CW 
excitation (from Fig. 2 of the main text). (f) Scatter plot depicting total integrated area of the 
Yb3+ PL from panel (e). The 200 K intensity is 7.5% that of the 4 K value. Note that a second, 
broad "trap" PL band is observed at ~0.98 eV in samples made from Cr metal powder precursor 
(99.94%, panel (c)) but not in samples made from Cr chip precursor (99.995%, panel (e)). Ni is 
the primary impurity in the powder precursor (see Methods), and Ni is detected in this CrI3 
sample at 0.4% cation mole fraction. Ni2+ 3A2g ! 3T2g absorption in NiI2 and Ni2+:CdI2 is 
centered around 0.93 eV,15 and the broad "trap" PL band in panel (c) is thus tentatively attributed 
to Ni2+ impurities in CrI3. 
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Figure S5. Comparison of the 5 K experimental data and calculated (AOM) f-f PL transition 
energies for 4.9% Yb3+:CrI3. A best fit to the experimental PL data resulted in the following 
values: ζ = 2665 cm-1 (330.4 meV), eσ = 176.5 cm-1 (21.9 meV), eπ = 122.5 cm-1 (15.2 meV). The 
calculated transition energies using these parameters are shown as the vertical red lines in both 
panels. (a) Comparison of calculated transition energies obtained by changing from ζ = 2665 cm-

1 (red) to ζ = 2675 cm-1 (blue), with all other parameters constant to the best-fit (red). (b) 
Comparison of calculated transition energies obtained by individually changing the values of eσ 
and eπ. The gray traces show the effect of changing from eσ = 176.5 cm-1 (red) to eσ = 206.5 cm-1 
with all other parameters constant to the best fit (red). The green traces show the effect of 
changing from eπ = 122.5 cm-1 (red) to eπ = 152.5 cm-1 with all other parameters constant to the 
best fit (red). From the best-fit parameters, g is anisotropic (g1 = 2.672, g2 = 2.686, g3 = 2.642) 
and an average ground-state g value of ~2.7 is predicted.  
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Figure S6. The Yb3+ valence energy level diagram described by the best-fit parameters of Fig. 
S5. The energies of the crystal field states in eV are: 0.0000, (0.0179, 0.0182), 0.0496, (1.1667, 
1.1668), 1.2013 eV.  
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Table S2. Energies (cm-1) of the valence electronic states, 2F5/2 and 2F7/2 barycenter 
energies,a and ΔE(Barycenter) for Yb3+ ions in several host crystals, and for the free ion. 
These data were used to generate Fig. S7 (after converting to eV). Many of these entries are 
compiled in ref. 16. 

Host Lattice 0 1 2 3 
2F7/2 

Barycenter 0' 1' 2' 
2F5/2 

Barycenter 
 

ΔE(Bary) ref. 
Ca2Ga2SiO7 (CGS) 0.0 300 490 970 440 10250 10570 11010 10610 10170 17 
SrLaGa3O7 (SLG) 0.0 220 386 910 379 10190 10450 11025 10555 10176 17 

Ca4GdO(BO3)3 
(GdCOB) (site I, Gd) 

0.0 423 668 1003 524 10246 10706 11089 10680 10157 18 

GdCOB (site II, Ca) 0.0 437 694 1003 534 10261 10737 11150 10716 10183 18 
GdCOB (site III, Ca) 0.0 417 688 1003 527 10240 10682 11026 10649 10122 18 

Ca4YO(BO3)3 (YCOB) 0.0 427 556 1023 502 10242 10537 11109 10629 10128 19 
Sc2O3 0.0 474 634 1076 546 10250 10640 11198 10696 10150 20 

Ca5(PO4)3F (CFAP) 0.0 409 597 1099 526 10178 10496 11069 10581 10055 21 
Sr5(PO4)3F (SFAP) 0.0 362 618 1190 543 10150 10512 11108 10590 10048 22 
Sr5(VO4)3F (SVAP) 0.0 321 562 1078 490 10141 10740 11050 10644 10153 23 

Y3Al5O12 (YAG) 0.0 584 635 783 501 10328 10752 10917 10666 10165 24 
BaCaBO3F (BCBF) 0.0 303 533 902 435 10204 10570 11000 10591 10157 25 

LiNbO3 0.0 352 448 788 397 10204 10471 11090 10588 10191 26 
KGd(WO4)2 (KGW) 0.0 163 385 535 271 10188 10471 10682 10447 10176 27 
KY(WO4)2 (KYW) 0.0 169 407 568 286 10187 10476 10695 10453 10167 27 

CaWO4 0.0 220 366 492 270 10278 10366 10665 10436 10167 28 
YAlO3 0.0 209 341 590 285 10220 10410 10730 10453 10168 28 
LiYF4 0.0 216 371 479 267 10288 10409 10547 10415 10148 28 

YAl3(BO3)4 (YAB) 0.0 94 185 581 215 10194 10277 10672 10381 10166 29 
Cs2NaYbCl6 0 225 225 573 256 10243 10243 10708 10398 10142 30, 31 
Cs3Yb2Br9 0.0 144 201 421 192 10277 10301 10578 10385 10194 32 
CsCdBr3 0.0 114 140 441 174 10119 10146 10590 10285 10111 32 
CuInS2 0.0 32 87 182 75 10033 10060 --- 10095a 10020 33 

InP 0 35.5 35.5 97.5 42 10018 10064 10064 10049 10007 34 
Free ion --- --- --- --- 0.0 --- --- --- 10213 10213 35 

CrI3 0.0 146 146 400 173 9410  --- 9551a 9379 this 
work 

aFor the entire data set of complete entries, the ratio of 2F5/2:2F7/2 CF splitting energies, (E(2F5/2 Barycenter) - 
E0')/(E(2F7/2 Barycenter)) is 0.82 ± 0.14. The 2F5/2 barycenter energies for Yb3+:CrI3 and Yb3+:CuInS2 were thus set 
equal to the 2F7/2 barycenter energies for the same compounds. The resulting uncertainties in ΔE(Bary) are estimated 
to be < ~1%, close to or smaller than the data points in Fig. S7. For comparison, the Yb3+:CrI3 AOM calculations 
above yield: 2F7/2 barycenter = 173 cm-1 (21 meV), 2F5/2 barycenter = 9503 cm-1 (1.178 eV), ΔΕ(Bary) = 9330 cm-1 
(1.157 eV), within this uncertainty range. 
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Figure S7. Plot of the difference between experimental Yb3+ 2F5/2 and 2F7/2 barycenter energies 
(ΔE(Bary)) for the compounds listed in Table S2, and for the free ion, vs the barycenter energy 
for the 2F7/2 ground multiplet. The compounds associated with select data points are labeled. The 
dashed blue line shows the value of the free ion. 
 
 

Figure S8. (a) Power dependence of !- (red) and !+ (black) PL peak intensities and circular 
polarization (ρ, blue) of the Γ8 ! Γ7 transition. The data were collected at 0.5 T and 5 K and the 
sample was excited with linearly polarized light at 1.96 eV. The PL intensities show a linear 
increase with power, resulting in a constant polarization ratio. The error bars represent 
uncertainty estimated from the linear fit of the polarization intensities. (b) The !- (red) and !+ 
(black) component of the Γ8 ! Γ7 transition normalized across all powers. The traces overlay 
each other well, showing no detectable power dependence. 
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Figure S9. Comparison of full MCPL spectra across two different samples, measured at 0.5 T, 5 
K. (a) The sample used in Fig. 3b,c,e,f of the main text. (b) The sample used in Fig. 3d of the 
main text. The two samples show very similar spectra, with slight differences in polarization 
magnitude. 
 

Figure S10. Magnetic data for a single-crystal flake of 5% Yb3+:CrI3, measured by VSM. The 
sample was probed with the external field aligned perpendicular to the face of the crystal. (a) 
Plots of magnetization vs external field measured at various temperatures. The data are similar to 
those collected on undoped CrI3 bulk crystals (e.g., Fig S11). At 2 K, a coercive field of ~44 mT 
was found. (b) Plot of magnetization vs temperature measured in the field-cooled and field-
warmed directions. The inset shows the derivative of the field-cooled data as a function of 
temperature, where the Curie temperature is found to be 60.4 K. These data show that Yb3+ 
doping has no significant effect on the magnetism of CrI3 in these samples. 
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Figure S11. The same polarization data as featured in Fig. 3d of the main text, overlayed with 
CrI3 magnetization data measured from -3 to +3 T with the field oriented parallel to the 
crystallographic c axis (blue) by single-crystal vibrating sample magnetometry (VSM).36 For 
comparison, the magnetization perpendicular to c (green) is also shown. The Yb3+ MCPL 
polarization ρ is superimposable with the CrI3 magnetization measured in the same 
configuration. 
 
 

 
Figure S12. (a) Individual circularly polarized MCPL components measured during continuous 
field sweeps from -6 to +6 T and back at 5 K. (b) The same data, displayed as the polarization 
ratio (ρ, normalized). Panel (b) is shown as Fig. 3d of the main text. Data measured using 14 
mW/cm2 excitation. 
  



	 S-13 

 

 
Figure S13. Comparison of field-dependent polarization ratios (ρ, normalized) measured with 
(a) linearly polarized and (b) unpolarized excitation at 5 K. In panel (b), no data were collected 
above 2 T. Panel (a) is shown as Fig. 3d of the main text. 
 
 

 
Figure S14. (a,b) Effect of excitation power on the polarization ratio (ρ, normalized). Magnetic 
hystereses measured under (a) low- and (b) higher-power excitation (14 vs 55 mW/cm2, 5 K) 
show no difference. The black (red) trace corresponds to the sweep from negative (positive) to 
positive (negative) fields. (c, d) The separate circularly polarized PL components from the same 
(c) low- and (d) high-power measurements. 
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Figure S15. Temperature dependence of the Γ8 ! Γ7 PL feature of 4.9% Yb3+:CrI3 measured 
from 4 to 200 K under no external magnetic field (from Fig. 4 of the main text, T = 4, 15, 30, 40, 
50, 55, 58, 60, 62, 65, 70, 85, 100, 125, 150 K). A linear baseline was subtracted from each 
spectrum here to facilitate viewing and determination of the peak's FWHM. 
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Figure S16. (a,b) False-color plots of the Yb3+ PL intensities vs temperature measured for the 
two samples shown in Fig. S4c,e, respectively, from 4 to 150 K at zero external magnetic field. 
The horizontal dashed line indicates TC = 61 K. The two samples show the same temperature 
dependence, but the features are slightly better resolved in panel (a). Panel (a) is shown as Fig. 
4a of the main text. 
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