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A flattened electronic band is one of several possible routes for increasing the strength of the
pairing interactions in a superconductor. With this in mind, we show here that thermodynamic
measurements of the high-Tc cuprates reveal an appreciably stronger electron correlation-driven
flattening of the quasiparticle bands than has previously been indicated. Specifically, we find that
thermodynamic measurements indicate an electronic entropy in excess of that that can be accounted
for by the value of the universal Fermi velocity inferred from photoemission experiments. The
observed band flattening implies that the Van Hove singularity features prominently in calorimetry
measurements, causing it undermine prior arguments for a divergence in the renormalization of the
effective mass near a critical doping p∗ based on calorimetry measurements. The band flattening
is also sufficient to drive the cuprates into a strong pairing regime where the maximum transition
temperature becomes constrained by phase fluctuations.

The degree of flatness of the electronic bands in a ma-
terial has been shown to be a chief determining factor in
the realization of correlated insulating states and super-
conducting states with strong pairing interactions [1, 2].
Correlated insulating states are well documented in the
undoped parent phases of the high temperature super-
conducting cuprates [3, 4]. There are also a number
of physical phenomena in hole-doped cuprates that are
consistent with strong pairing interactions [5–11], sug-
gesting therefore a possible role of phase fluctuations in
constraining the maximum value of the critical temper-
ature Tc [12–17]. In a tight-binding lattice, phase fluc-
tuations are predicted to cause the upper limit for the
transition temperature to be given by kBTc/t ∼ 0.2 [18–
24], where t is the in-plane hopping. Given the large
value of t ≈ 360 meV predicted by electronic structure
theory in the cuprates [25–28], a significant band renor-
malization is required for the upper limit of Tc to have
been reached [4].

At present, our understanding of the effective mass
renormalization in the cuprates relies heavily on angle-
resolved photoemission spectroscopy measurements [29–
31], to the extent that it is photoemission experimental
results against which all other experimental results are
routinely compared [32–40]. Photoemission experiments
have reported the nodal Fermi velocity to exhibit a uni-
versal value of vF ≈ 2.7 × 105 ms−1 [41, 42], which is
roughly half the velocity vb ≈ 5.1 × 105 ms−1 inferred
from non-interacting electronic band theory [25–28], and
corresponds to a reduced hopping of t ≈ 190 meV [37, 39,
43–45]. Upon taking a simple ratio of velocities, vb/vF,
one can infer a modest enhancement of the nodal pho-
toemission effective mass m∗ relative to the band mass
mb of m∗/mb ≈ 1.9.

In this paper, we show that there is a significant ex-
cess electronic entropy in thermodynamic measurements
that is not accounted for by the universal velocity in-
ferred from photoemission measurements [41]. Moreover,
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FIG. 1. a, Schematic electronic density density of states for
values of the nodal velocity (or t) according to band the-
ory (grey), the universal velocity inferred from angle-resolved
photoemission spectroscopy measurements (blue) and that we
infer from thermodynamic measurements (red). b, Schematic
of the corresponding entropy versus temperature curves.

rather than being restricted to a singular point [46–50],
as has been suggested [37], the excess entropy occurs
over a wide range of hole dopings. It is most clearly
evidenced by the magnitude of the electronic entropy de-
termined from calorimetry measurements extending up
to room temperature [51–53]. It is also evidenced by the
small values of the orbitally-averaged Fermi velocity vorbF

obtained from quantum oscillation measurements made
at low temperatures [36, 54–59]. Finally, we show that
it can account for recent low temperature calorimetry
measurements [37, 43] without invoking quantum critical
fluctuations. We find that the excess electronic entropy
in all three thermodynamic measurements can be consis-
tently understood by considering a significantly smaller
value of the hopping of t ≈ 107 meV (see illustration in
Fig. 1), corresponding to a reduced nodal Fermi velocity
of vF ≈ 1.5 × 105 ms−1. We further show that this re-
duced hopping increases the prominence of the Van Hove
singularity in calorimetry measurements, thereby weak-
ening arguments for a divergence in the effective mass
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enhancement at the critical doping p∗ [37]. We show
that the reduced hopping is also sufficient to drive the
pairing into a regime where phase fluctuations become
relevant in constraining Tc.

Figures 2, 3 and 4 show the thermodynamic evidence
for flatter quasiparticle bands arising from stronger elec-
tronic correlations in the cuprates. To assist in the in-
terpretation of the experimental data, we first clarify
the relationships between t and the values of Sommer-
feld coefficient γ, the Fermi velocity vF and the entropy
S. They can be understood by considering the stan-
dard tight binding approximation εk = −2t(cos akx +
cos aky)+4t′ cos akx cos aky−2t′′(cos 2akx+cos 2aky)−µ
to the electronic dispersion [45, 60], where t′ and t′′ are
higher order hopping parameters and a is the in-plane
lattice parameter. The magnitude of the nodal Fermi
velocity is given by the gradient [61]

vF =
∣∣∣1~∇kεk

∣∣∣ (1)

and by substituting kx = ky = kF/
√

2 for the nodal di-
rection, where kF here refers to the nodal Fermi wave
vector. The Sommerfeld coefficient at a given tempera-
ture is obtained from the integral [61, 62]

γT = NA

∫ ∞
−∞

εD(ε)∂f ′(ε− µ)dε (2)

over the product of the electronic density of statesD(ε) =
2na2

π2
∂
∂εk

∫ π/a
0
|Re(ky)|dkx and the derivative in temper-

ature f ′(ε − µ) of the Fermi-Dirac distribution function.
Here, NA is Avogadro’s number, n is the number of CuO2

planes, while µ is the chemical potential, which is ad-
justed to produce a band filling consistent with experi-
ment. Finally, the entropy is given by the integral

S =

∫ ∞
0

γdT. (3)

As illustrated in Fig. 1, a smaller t produces a flatter
quasiparticle band with a larger electronic density of
states, for which the entropy rises towards the saturation
value of R ln 4 more rapidly with increasing temperature
(where R = NAkB is the gas constant), yielding the ap-
proximate proportionalities γ ∝ 1/vF ∝ S ∝ t.

We turn first to the entropy as a function of tem-
perature determined from calorimetry measurements ex-
tending from low temperature up to room temperature
in Fig. 2 [51–53]. The experimental evidence for flat-
ter quasiparticle bands is directly apparent from the fact
that the measured entropy S curves (plotted in black) for
slightly overdoped YBCO, LSCO, Bi2212 and Ca-YBCO
lie significantly above those calculated (blue curves) us-
ing Equations (1), (2) and (3) and using the univer-
sal vF = 2.7 × 105 ms−1 from photoemission experi-
ments [41].
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FIG. 2. a, b, c and d, S per planar Cu versus T for
YBa2Cu3O6+x (YBCO) at p = 0.195, La2−xSrxCuO4 (LSCO)
at p = 0.23 Bi2Sr2CaCu2O8−δ (Bi2212) at p = 0.19 and
20 % Ca-doped YBa2Cu3O6+x (Ca-YBCO) at p = 0.2. Af-
ter Fig. 1, blue and grey curves correspond to S versus T
calculated using the universal velocity (from photoemission)
and the band velocity, respectively (to avoid clutter, only the
first two digits of vF are indicated). For the red curves, t is
adjusted (yielding vF values indicated) to match the experi-
mental data; their average yields vF = (1.5± 0.2)× 105 ms−1.
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FIG. 3. Orbitally-averaged vF (◦ symbols) for cuprates
in which quantum oscillations have been observed, in-
cluding overdoped Tl2Ba2CuO6 (Tl2201) [54], and under-
doped YBa2Cu3O6+x (Y123) [36], YBa2Cu4O8 (Y124) [56],
HgBa2CuO4+δ (Hg1201) [55, 57], Ba2Ca4Cu5O10(F,O)2
(Ba245) [58] and HgBa2Ca2Cu3O8+δ (Hg1223) [59]. These
are compared against band theory (grey line), the photoe-
mission universal velocity [41] (blue line), and the thermo-
dynamic vF from Fig. 2 (red line). Also shown are vF values
determined from high resolution laser photoemission measure-
ments [77–79] (� symbols).
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FIG. 4. a, Measured values of γ versus p at
T = 0.5 K for La2−y−xNdySrxCuO4 (Nd-LSCO) [37] (black
◦), La2−y−xEuySrxCuO4 (Eu-LSCO) (black �). These are
compared against predictions from band theory (grey curve),
the photoemission universal velocity (blue curve) and that
corresponding to vF from thermodynamic measurements av-
eraged from Fig. 2 (red curve). To avoid clutter, only the
first two digits of vF are indicated. Dotted curves include the
effect of c-axis hopping (tz = 0.07t [43]). For the red curve,
vF (via t) is adjusted to account for the smooth variation of
S with p observed at 300 K in LSCO [53]. b, Representation
of the measured (solid black line) and extrapolated (dotted
black line) γ versus lnT curve in Eu-LSCO [37]. Red, blue
and grey lines show γ versus T at the Van Hove singularity
(p ≈ 0.23) using the same velocity values as in (a).

Turning next to the results of magnetic quantum os-
cillation measurements in Fig. 3, more strongly renor-
malized quasiparticle bands are suggested by our finding
that the orbitally-averaged values of the Fermi velocity
vorbF (circle symbols) fall significantly below the univer-
sal vF (horizontal blue line) inferred from photoemission
measurements [41]. The orbitally-averaged velocity is es-
timated using vorbF =

√
2e~F/m∗, where korbF =

√
2eF/~

is the orbitally-averaged Fermi radius, F is the quantum
oscillation frequency [63] and m∗ is the quasiparticle ef-
fective mass obtained from the temperature-dependence
of the oscillations [36, 54–59]. While some degree of re-
duction of vorbF relative to vF can be attributed to Fermi
surface reconstruction and other factors [64], this is not
expected to be the case for the large unreconstructed
Fermi surface of the overdoped cuprate Tl2212 [54].

Finally, turning to recent low temperature calorime-
try measurements in Fig. 4, we find stronger electronic
correlations to be revealed by the fact that the exper-
imental values of γ (black symbols) in Nd-LSCO and
Eu-LSCO [37] exceed those (solid blue curve) calculated
using Equations (1) and (2) assuming the universal vF
inferred from photoemission measurements [37, 43–45].
Note that while the hole doping p∗ ≈ 0.24 at which the
normal state pseudogap has been reported to close co-
incides with a Van Hove singularity, a finite interlayer
hopping inferred from photoemission measurements has
been argued to cause the calculated values of γ at the Van

Hove singularity to be truncated (blue dotted line) [43].
Quasiparticle scattering effects have been argued to fur-
ther erode the Van Hove singularity [37, 43].

What we find to be particularly striking from the en-
tropy data in Fig. 2 is that the measured values at room
temperature are already between 20% and 30% of the
fully saturated entropy of R ln 4 for a half-filled electronic
band. As illustrated in Fig. 1, an electronic entropy that
rises more quickly with temperature than expected is a
clear indication of a significant part of the spectral weight
in the electronic density of states having been shifted to
lower energies by correlation effects [65]. One way these
results can be understood is by considering a Gutzwiller-
like renormalization of the quasiparticle dispersion anal-
ogous to that considered in 3He [66]. From the significant
fraction of R ln 4 and the continued presence of the large
slopes in S versus T at room temperature in Fig. 2, we
can infer that the strongly renormalized portion of the
quasiparticle bands must extend over a range in energy
at least of order ∼ 30 meV on either side of the chemical
potential.

We find that all of the thermodynamic data in
Figs. 2, 3 and 4 can be understood by considering a
significantly reduced hopping of t ≈ 107 ± 10 meV,
corresponding to a reduced nodal Fermi velocity of
vF = (1.5 ± 0.2) × 105 ms−1. Here, vF = 1.5 × 105 ms−1

is the value we obtain by taking an average of the val-
ues of vF that are able to produce entropy curves (red
curves) that overlap with the experimental data (black
curves) for each of the cuprates in Fig. 2.

In Fig. 3, we find that the reduced Fermi velocity of
vF = 1.5 × 105 ms−1 (red horizontal line) is in quan-
titative agreement with vorbF measured in the overdoped
cuprate Tl2212 [54]. It also provides an upper bound for
vorbF values measured in the underdoped regime (p . 0.2),
where the Fermi surface is reconstructed.

In Fig. 4a, we find that t = 107 meV is able to produce
a peak in γ versus p (red curve) that is consistent with the
experimentally measured values of γ at low temperatures
for p & 0.24. For p . 0.24, the calculated values of γ ex-
ceed those observed experimentally. However, p . 0.24 is
also where the pseudogap opens, and this is also accom-
panied by long-range stripe ordering [67, 68]; we make
no attempt to include these effects in Equation (4).

Finally, in Fig. 4b we find that insertion of t = 107 meV
into Equation (2) produces a logarithmically diverging γ
at p = 0.24 whose slope in lnT matches that measured
in Eu-LSCO (and Nd-LSCO) over a broad span in tem-
perature [37]; this is a simple consequence of the Van
Hove singularity. For the other compositions that were
measured at p < 0.24 [37], we find Equation (2) to yield
values of γ that are saturated at near constant values be-
low 10 K, which is consistent with the rapid loss of lnT
behavior once p 6= 0.24 [69].

The reduced t implies an increased relevance of the
Van Hove singularity in the phase diagram. While quan-
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tum criticality has been indicated as an important factor
at p∗ ≈ 0.23 in Eu-LSCO and Nd-LSCO [73], we find
that the majority of the increase in γ is caused by the
increased density of states of the Van Hove singularity
(see Fig. 1). Thus, there is little to no additional renor-
malization of γ in low temperature calorimetry measure-
ments (in Fig. 4) beyond that simply accounted for by
using the smaller values of t ≈ 107 meV estimated from
entropy measurements [51–53].

We further note that whilst quantum criticality has
been advocated as an explanation for the logarithmic di-
vergence in Fig. 4b, the agreement between Equation (2)
and the experimental slope in γ versus lnT implies that
interlayer tunneling (and scattering) cannot be suppress-
ing the Van Hove singularity to the extent that has been
suggested [43, 70–72]. A very recent study of LSCO
provides supporting arguments [39] for both the inter-
layer hopping and the effects of scattering having been
overestimated in low temperature calorimetry measure-
ments [37]. The increased density of states of the Van
Hove singularity caused by the smaller t must therefore
cause it to feature prominently in determinations of the
quasiparticle scattering rate within the normal state at
p∗ [73–75].

The reduced t also implies that m∗/mb = 3.4 ± 0.3.
This renormalization lies between that ≈ 2.8 of ambient
pressure 3He [66] and that ≈ 4.0 of Sr2RuO4 [76] (taking
an average over its three Fermi surface sheets), against
which the cuprates are often compared [3, 76]. A possible
clue as to the origin of the difference between thermody-
namic measurements and universal velocity inferred from
photoemission measurements is provided by recent high
resolution laser photoemission experiments, which find
evidence for band flattening within ω ≈ 10 meV of the
Fermi surface [77–79] (where ω = |ε − µ|). Many of the
values of the nodal Fermi velocity obtained from laser
photoemission (� symbols in Fig. 3) are found to be in ex-
cellent agreement with the value vF = 1.5 × 105 ms−1 we
obtain from thermodynamic measurements. Laser pho-
toemission and thermodynamic measurements are there-
fore in agreement on the existence of quasiparticles re-
siding within ∼ 10 meV of the Fermi surface. However,
since a band flattening restricted to ω < 10 meV can-
not account for the excess entropy extending to high
temperatures in Figs. 2 and 4, it implies that a signif-
icant fraction of the excitations contributing to thermo-
dynamic measurements at ω & 10 meV must be inco-
herent in photoemission measurements. One possibility
is that coherent quasiparticles contributing to thermody-
namic measurements constitute novel forms of composite
or fractionalized fermion for which the corresponding fea-
tures in photoemission measurements are weak or heavily
broadened [80–84].

Finally, the reduced t implies that kBTc/t ≈ 0.1, which
means that the pairing is sufficiently strong for Tc to be
in a regime where phase fluctuations start to become an

important consideration [8, 11–13]. Because the maxi-
mum theoretical ratio kBTc/t ≈ 0.2 [18–24] is based on
the superfluid density of the large unreconstructed Fermi
surface, a reduction in the superfluid density of the mag-
nitude reported by Uemura et al. [9, 10] will be more than
sufficient to give rise to a Brezinksii-Kosterlitz-Thouless
transition or drive the superconductivity into the Bose
pairing regime [13, 14]. Possible causes include the prox-
imity to an insulating state [85] or the reconstruction of
the Fermi surface into small pockets [36, 55–59].
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Lett. 86, 4612-4615 (2001).

[21] Paiva, T., dos Santos, R. R., Scalettar, R. T. and
Denteneer, P. J. H., Critical temperature for the two-
dimensional attractive Hubbard model. Phys. Rev. B 69,
184501 (2004).

[22] Toschi, A., Barone, P., Capone, M. and Castellani, C.,
Pairing and superconductivity from weak to strong cou-
pling in the attractive Hubbard model. New J. Phys. 7,
7 (2005).

[23] Paiva, T., Scalettar, R., Randeria, M. and Trivedi, N.,
Fermions in 2D optical lattices: temperature and entropy
scales for observing antiferromagnetism and superfluid-
ity. Phys. Rev. Lett. 104, 066406 (2010).

[24] Pasrija, K., Chakraborty, P. B. and Kumar, S., Effective
Hamiltonian based Monte Carlo for the BCS to BEC
crossover in the attractive Hubbard model. Phys. Rev. B
94 165150 (2016).

[25] Mattheiss, L. F. Electronic band properties and super-
conductivity in La2−yXyCuO4. Phys. Rev,. Lett. 58,
1028 (1987).

[26] Massidda S., Yu, J. and Freeman, A. J. Electronic struc-
ture and properties of Bi2Sr2CaCu2O8, the third high-Tc

superconductor. Physica C 152, 251 (1988).
[27] Singh, D. J. and Pickett, W. E. Electronic characteristics

of Tl2Ba2CuO6. Fermi surface, positron wavefunction,
electric field gradients and transport parameters. Physica
C 203, 193 (1992).

[28] Andersen, O. K., Liechtenstein, A. I., Jepsen, O. and
Paulsen, E. LDA energy bands, low-energy Hamiltonians,
t′, t′′, t⊥(k), and J⊥. J. Phys. Chem. Solids 56, 1573
(1995).

[29] Lanzara, A., Bogdanov, P. V., Zhou, X. J., Kellar, S.
A., Feng, D. L., Lu, E. D., Yoshida, T., Eisaki, H., Fuji-
mori, A., Kishio, K., Shimoyama, J.-I., Noda, T., Uchida,
S., Hussain Z. and Shen Z.-X., Evidence for ubiquitous
strong electron–phonon coupling in high-temperature su-
perconductors. Nature 412, 510 (2001).

[30] Johnson, P. D., Valla, T., Fedorov, A. V., Yusof, Z. ,
Wells, B. O., Li, Q., Moodenbaugh, A. R., Gu, G. D.,
Koshizuka, N., Kendziora, C., Jian, S. and Jinks, D.
G.., Doping and temperature dependence of the mass en-
hancement observed in the Cuprate Bi2Sr2CaCu2O8−δ.
Phys. Rev. Lett. , (2001).

[31] Byczuki, K., Kollar, M., Held, K., Yang, Y.-F., Nekrasov,
I. A., Pruschke, TH. and Vollhardt, D. Kinks in the dis-
persion of strongly correlated electrons. Nature Phys. 3,
168 (2007).

[32] Padilla, W. J., Lee, Y. S., Dumm, M., Blumberg, G.,
Ono, S., Segawa, K., Komiya, S., Ando Y. and Basov, D.
N., Constant effective mass across the phase diagram of
high-Tc cuprates. Phys. Rev. B 72, 060511(R) (2005).

[33] Doiron-Leyraud, N., Proust, C. LeBoeuf, D., Levallois,
J., Bonnemaison, B., Liang, R.-X. Hardy, W. N., Bonn,
D. A., Taillefer, L. Quantum oscillations and the Fermi
surface in an underdoped high-Tc superconductor. Nature
447, 565-568 (2007).

[34] Storey, J. G., Tallon, J. L., and Williams, G. V. M.,
Thermodynamic properties of Bi2Sr2CaCu2O8 calcu-
lated from the electronic dispersion. Phys. Rev. B 77,
052504 (2008).

[35] Sebastian, S.E., Harrison, N., Lonzarich, G.G. Towards
resolution of the Fermi surface in underdoped high-Tc

superconductors. Rep. Prog. Phys. 75, 102501 (2012).
[36] Ramshaw, B. J., Sebastian, S. E., McDonald, R. D., Day,

J., Tan, B. S., Zhu, Z., Betts, J.B., Liang, R.-X., Bonn,
D.A., Hardy, W.N., Harrison, N., Quasiparticle mass en-
hancement approaching optimal doping in a high-Tc su-
perconductor. Science 348, 317-320 (2015).

[37] Michon, B., Girod, C., Badoux, S., Kac̆marc̆́ık, J., Ma,
Q., Dragomir, M., Dabkowska, H. A., Gaulin, B.D.,
Zhou, J.-S., Pyon, S., Takayama, T., Takagi, H., Ver-
ret, S., Doiron-Leyraud, N., Marcenat, C., Taillefer, L.,
Klein, T., Thermodynamic signatures of quantum criti-
cality in cuprate superconductors. Nature 567, 218-222
(2019).

[38] Legros, A., Post, K. W., Chauhan, P., Rickel, D. G., He,
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