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The two-dimensional 1T-CrTe2 has been an attractive room-temperature van der Waals magnet
which has a potential application in spintronic devices. Although it was recognized as a ferromag-
netism in the past, the monolayer 1T-CrTe2 was recently found to exhibit zigzag antiferromagnetism
with the easy axis oriented at 70◦ to the perpendicular direction of the plane. Therefore, the origin
of the intricate anisotropic magnetic behavior therein is well worthy of thorough exploration. Here,
by applying density functional theory with spin spiral method, we demonstrate that the Kitaev
interaction, together with the single-ion anisotropy and other off-diagonal exchanges, is amenable
to explain the magnetic orientation in the metallic 1T-CrTe2. Moreover, the Ruderman-Kittle-
Kasuya-Yosida interaction can also be extracted from the dispersion calculations, which explains
the metallic behavior of 1T-CrTe2. Our results demonstrate that 1T-CrTe2 is potentially a rare
metallic Kitaev material.

I. INTRODUCTION

The Kitaev materials are drawing ever-growing atten-
tion for their potentially extraordinary magnetic prop-
erties, such as its capacity to offer quantum spin liq-
uids [1] or non-trivial spin textures, thereby serving as
a hopeful material stage for the implementation of in-
novative applications in topological quantum computing
and spintronics [2–4]. On a conceptual level, the seminal
Kitaev honeycomb model [5] was originally regarded as
a toy model. The subsequent breakthrough was brought
forward by Jackeli and Khaliullin [6] through the inter-
play of the spin-orbit coupling (SOC) and electron cor-
relation to materialize the Kitaev interaction. Sparked
by their argument, extensive works have been concen-
trated on jeff= 1/2 Mott insulators in the honeycomb
lattices which are partially filled 4d and 5d shells of tran-
sition metal compounds, of which α-RuCl3 with zigzag
(ZZ) ground state is the highly desirable Kitaev mate-
rial [7–9]. The mixing of the crystal field and strong
SOC results in the formation of a fully-filled jeff = 3/2
band and a half-filled jeff= 1/2 band in the compounds.
Recent efforts have expanded the Kitaev system to two-
dimensional high-spin configurations [10, 11], notably in
Cr-based monolayer hexagonal lattices [12–15]. Further-
more, Kitaev materials are rare and rewarding in the
exploration of metallic regimes.

Bulk van der Waals 1T-CrTe2 is a ferromagnetic metal
with a high Curie temperature of about 310K, which
reaches the temperature required for practical spintronics
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applications successfully [16]. Synthesized epitaxial thin
films of 1T-CrTe2 in a metallic state also preserve a rela-
tively high temperature down to the ultra-thin limit [17–
19]. Nevertheless, the latest atomic-resolution scanning
tunneling microscopy experiments have proposed the an-
tiferromagnetic (AFM) ZZ ground state of monolayer 1T-
CrTe2 with a 70-degree orientation to the perpendicular
axis of the plane [20]. It has been demonstrated on real
Kitaev materials that the competition between Heisen-
berg and Kitaev interaction stabilizes the ZZ structure,
and furthermore the easy axis is related to the Kitaev
anisotropy term [21–23]. Therefore, the origin of mono-
layer 1T-CrTe2 with the easy axis oriented at 70◦ in the
vertical plane under the ZZ magnetic ordering is special
and ambiguous, whereas the microscopic mechanism of
this anisotropy in terms of bond-dependent interactions
will be a superb study.

The 1T-CrTe2 belongs to triangular-lattice structure
[24]. The combination of geometric frustration and
anisotropic exchange interactions induced by SOC has
also proven to be a highly fruitful area. In experi-
ments, rare earth-based triangular lattice YbMgGaO4

[25–28] and others compounds [29–33] have been inten-
sively studied. Theoretically, triangular-lattice struc-
tures, accompanied with fractionalization and deconfine-
ment, in certain regimes of their parameter space [34–39].
These studies point to the existence of Kitaev interac-
tion within the triangular lattice, suggesting that they
may also be present in 1T-CrTe2. More importantly,
hitherto, the Kitaev interaction that may be prevalent
in systems containing heavy coordination elements, such
as 1T transition metal triangular structures, have still
not been discussed in the research process [20, 40–43].

In this work, we first point out, as far as we know,
the existence of Kitaev physics in metallic 1T-CrTe2 and
elaborate the magnetization direction in the ZZ magnetic
order off 70-degree from the perpendicular plane. To be-
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gin with, using the spin spiral method, we perform DFT
calculation to directly get the dispersion relations of the
monolayer 1T-CrTe2 based on generalized Bloch condi-
tions. In regard of the contribution of itinerant electrons
to the long-range interactions within metals, we present
the interactions among multiple nearest-neighbor (NN)
atoms and apply it to the Heisenberg J , Kitaev K and
off-diagonal Γ [21, 44, 45], except single-ion anisotropy
(SIA) Ak term. We quantitatively examine various mag-
netic Hamiltonian models and ultimately select the 3NN
J-K-Γ-Ak model. The calculated spin spiral relations
and the magnetic anisotropy energy (MAE) at differ-
ent magnetic order are mapped into the optimal model
to obtain the effective magnetic exchange parameters.
The angle of the magnetic easy axis mainly originated
from the common competition between anisotropic Ki-
taev and SIA term. Lastly, we find that the exchange
parameter Ji between different NN gained by the spin
spiral relations follows a single Ruderman-Kittle-Kasuya-
Yosida (RKKY) type interaction, indicating the role of
the RKKY mechanism in the magnetic ordering.

The paper is organized as follows; we present computa-
tion details in Sec. II. In Sec. III, we introduce the model
of the monolayer 1T-CrTe2 and analyze the anisotropic
interactions in terms of the electronic and magnetic prop-
erties. We derive the NN spin model consisting of Heisen-
berg, Kitaev, and SIA interactions through the spin-
spiral method and the MAE. Then we present our results
on the calculated magnetic interactions and analyze the
magnetization angle consistent with the Ref [20]. We fi-
nally extract the RKKY interaction within this system.
We conclude in Sec. IV. Details of derivations in our work
are given in the appendices.

II. COMPUTATION DETAILS

We adopt the Vienna ab initio simulation package
(VASP), a software of first-principles pseudopotential
plane wave method [46] based on Density Functional The-
ory (DFT), for calculation. The Perdew-Burke-Ernzerhof
potential (PBE) [47] is used to form of the exchange cor-
relation functional. VASP can employ plane spiral basis
functions to solve the Kohn-Sham equation through the
self-consistent iterative method and calculate the force
and tensor by the wave function. 1T-CrTe2 is simulated
by a slab model with periodic boundary conditions and
along with a vacuum region of 20 Å between adjacent
slabs to avoid a spurious dipole moment from image su-
percells. Atoms in the calculated system are relaxed to
the ground state until the forces are less than 10−2 eV/Å.
Energy cutoffs and k-points are chosen as 328 eV and
41 × 41 × 1 k-point grids respectively for accurate cal-
culations, which are much larger than that typically rec-
ommended. The MAE of

√
3 × 2 supercell is calculated

statically using 19× 21× 1 of k-points. The convergence
criterion for self-consistent total-energy calculations is
1.0× 10−6 eV. Methfessel-Paxton smearing with a half-

FIG. 1: (a) Top view of the monolayer 1T-CrTe2. (b) The Oc-
tahedral coordination in 1T structure exhibites each Cr atom
linked to six Te atoms. The dark (light) blue balls represent
the top (bottom) Te atoms, and the pink balls represent the
Cr atoms. (i j k) is the unit vector of the inter-perpendicular
cartesian coordinate. (c) Perspective view of the monolayer
1T-CrTe2 under the ZZ magnetic ordering. Green and red
arrows denote the magnetization directions of Cr atoms. The
light gray shaded surface indicates the ij plane, and the orien-
tation of the magnetic moment is at 70◦ to the perpendicular
plane direction, the k-axis. (d) The (XY Z) is the Cr-Cr
bond, where the solid, dashed, and dotted lines label first-NN
(1NN), second-NN (2NN), and third-NN (3NN) bonds on the
triangular lattice, respectively. Blue, green, and red colors de-
note the Z, Y , and X bonds, respectively. (e) The Brillouin
zone of the triangular lattice for 1T-CrTe2, where a1 (1, 0, 0)
and a2 (−1/2,

√
3/2, 0) are primitive lattice vectors. b1 and

b2 are reciprocal lattice vectors. The L, H, G, and M are
the high symmetry points.

width of 0.05 eV is used to accelerate the convergence for
relaxed calculations and static calculations. In order to
modify the strong Coulomb interaction associated with
Cr 3d orbit, the PBE+U method with U = 2.4 eV is
applied [20]. We also calculated the Heyd-Scuseria Ernz-
erhof (HSE06) hybrid functional [48] band structures for
comparision with the PBE+U band structures. We per-
form fully noncollinear magnetic calculations within the
projector-augmented wave formalism, as implemented in
the VASP code by Hobbs et al. [49] and SOC is also in-
cluded in the present calculations. The optimized lattice
constant of monolayer 1T-CrTe2 is 3.698 Å and in line
with the recent theoretical results [20, 43].

III. RESULT

A. Model of 1T-CrTe2

The magnetic ions in 1T-CrTe2 are located at the cen-
ter of the edge-sharing octahedra, which is similar to
the α-RuCl3 of conventional Kitaev materials. More-
over, recent DFT and many-body computation calcu-
lations point out that CrI3 and CrSiTe3 exhibit finite
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Kitaev interaction from the SOC of the heavy ligand el-
ements Te/I [10, 12–14]. Ongoing efforts have extended
Kitaev materials to Cr-based monolayer hexagonal lat-
tices, and the Kitaev model has been applied to tri-
angular lattices as well [36, 50, 51]. Furthermore, the
latest experiments measured a stable ZZ oder of mono-
layer 1T-CrTe2 and the magnetic easy axis is 70-degree
off the k-axis [20]. It therefore seems plausible to ex-
plore the Kitaev interaction in the monolayer 1T-CrTe2.
More importantly, the monolayer 1T-CrTe2 can keep ZZ
magnetic state at a high temperature with strong mag-
netic anisotropy. Mermin-Wagner theorem states that
the presence of MAE is decisive for two-dimensional mag-
netic ordering. Xu et. al. noted that both SIA and Ki-
taev are responsible for determining the MAE [12, 14].
We shall revisit this anisotropy in monolayer 1T-CrTe2
from the new perspective of bond-dependent interaction.
In particular, the microscopic mechanism of magnetic
easy axis deviates at 70◦ in the vertical plane is worth
exploring.

Fig. 1(a) and Fig. 1(b) show the top and side views
of the monolayer with the Cr layer sandwiched between
two Te layers. Each Cr atom is in the center of the oc-
tahedron formed by the nearest Te atoms, and Cr atoms
are connected through the Cr-Te-Cr-Te plane. The ZZ
magnetic configuration illustrated in Fig. 1(c) and the
magnetic easy axis is 70◦ off the k-axis. Afterwards, we
verify that the magnetization angle can straightly cap-
ture the Kitaev interaction in Sec. III. According to the
analysis of two Kitaev materials, CrI3 and CrGeTe3, the
Kitaev model of each NN can be formed between the Cr
atoms shown in Fig. 1(d) [12]. The equatorial Cr-Te-Cr
bond angles are 84.6◦, which is close to 90◦ and the Cr-Cr
interaction should obey the Goodenough-Kanamori rules
[52, 53].

B. Basic Properties of 1T-CrTe2

The electronic structure of monolayer 1T-CrTe2 in
the absence and presence of SOC. Primarily, the spin-
dependent electronic energy band structure without and
with SOC under FM magnetic order configuration is in-
vestigated in Fig. 2(a) and Fig. 2(b), respectively. Both
energy bands pass through the Fermi level and exhibit
metallic properties. In order to evaluate the band renor-
malization effect, we provide the HSE06 band structures
in Fig. S1 of the supplementary material (SM) [54]. The
trend of the energy bands is roughly the same as that of
the PBE+U band, indicating that the band renormali-
sation is insignificant. Therefore, we mainly consider the
PBE+U method in the following calculation. Notable
spin splitting is observed when the SOC is turned on,
particularly at the high symmetry sites. These indicate
that the magnetic interaction due to SOC can occupy a
relatively important role, and this is the entry point to
consider the Kitaev interaction within this system. The
calculated d-orbital DOS projected to Cr are shown in
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FIG. 2: (a)-(b) Band structure of monolayer 1T-CrTe2 with-
out and with SOC under FM order. The blue and black bands
are spin-up and spin-down channels in Fig. 2(a), respectively.
The pink circles represent the splitting of the formerly degen-
erate energy levels after the incorporation of SOC, as shown
in Fig. 2(b). (c)-(d) The density of states (DOS) of monolayer
1T-CrTe2 without and with SOC.

Fig. 2(c)-(d). The spin-up channel of the Cr atom is
occupied by nearly all four d-electrons, while the states
of the spin-down channel are almost empty. Owing to
the crystal field with the Cr atom located at the cen-
ter of Te octahedral, the five degenerate d orbitals split
into threefold degenerated t2g and twofold degenerated
eg orbitals as shown in Fig. 2(c) and Fig. 2(d). In the
spin-up channel, the half-occupied states are eg orbitals
from Cr-Te bonds. The occupied parts are bonding or-
bitals, while the vacant parts occupied high energy zone
are ani-bonding orbitals from the electrostatic repulsion.
In comparison, the fully occupied t2g orbitals lie between
the Te ions and making them more relatively stable with-
out the direct electrostatic repulsion between Cr and Te
atoms.

C. Model Hamiltonian

Actually, there exists not only Kitaev term in real ma-
terials but also other spin interactions, such as Heisen-
berg term and off-diagonal Γ term. In addition, for two-
dimensional high-spin Kitaev materials and with heavy
ligand elements, the SOC effect is manifested as the
Kitaev-type interaction and SIA [12–15, 55]. Therefore,
the minimal microscopic two-dimensional spin model of
monolayer 1T-CrTe2 has been chosen as the J-K-Γ-Ak.
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Namely, the Hamiltonian H = HHei +HAni, where

HHei =
∑
i,j

1

2
[Jij (1− Si · Sj)] (1)

and

HAni =
∑
i,j

1

2

[
Kij(S

γ
i S

γ
j − cKij ) + Γij(S

α
i S

β
j − cΓij)

]
+
∑
i

Ak

[
1−

(
(Si · k)2

)]
. (2)

The term in Eq. (1) is the isotropic Heisenberg exchange
interaction. These terms in the Eq. (2) are in turn the
Kitaev term, the off-diagonal interaction Γ, and the SIA
term. These coefficients characterize the constants of the
interactions, where cKij and cΓij are the numerical values
of their respective interaction terms in the ferromagnetic
states. Here, i and j represent NN sites. The α, β, and γ
denote the spin direction on the X, Y , and Z bond types,
respectively. S is the normalized spin operator, where its
bond-dependent interaction has the spin component γ =
x, y, z. The triangular Cr layer lies in the ij plane as
shown in Fig. 1(d). The SIA term is the last part and
the k-axis is the unit vector perpendicular to the plane,
see Fig. 1(a). If Ak >0, the easy magnetization axis is
along the k direction. Otherwise, it lies in the ij plane.

Next, we need to decompose the Kitaev term into
various interaction parameters. Especially, 1T-CrTe2 is
a metal system that has long-range RKKY interaction
[56, 57], while α-RuCl3 and CrSiGe3 is a Mott-insulator
[7] and semiconductor [58], respectively. The long-range
interactions are more pronounced in two-dimensional
magnetic materials than in the bulk, and their mag-
netic properties can generally be ascribed to RKKY in-
teraction, which makes the description of magnetic states
more complicating and challenging [59, 60].

D. Spin spiral method

M. Marsman et al. [61] used an ab initio spin-spiral
approach for the total energy calculation with different
magnetic structures of γ-Fe, which represented the initial
work to obtain an effective magnetic exchange parame-
ters Jn with the framework of this numerical method.
Understanding the salient features of magnetism in the
monolayer 1T-CrTe2, it is necessary to quantitatively an-
alyze the magnetic interactions therein. Precise calcula-
tion of multiple NN interactions should be needed, and it
is confirmed in the spin spiral method based on general-
ized Bloch conditions [62–65]. All the individual models
including RKKY, Kitaev, and SIA interaction can be dis-
assembly by spin spiral method with generalized Bloch
conditions. Hence, we can determine the coupling param-
eters of 1T-CrTe2 in a certain range. First, the magnetic
Hamiltonian quantities associated with the present mate-
rial are illustrated in Eq. (1) and Eq. (2), and the individ-
ual equations of the magnetic Hamiltonian components

can be derived via the spin-spiral methods combine with
the generalized Bloch conditions. Second, the spin-spiral
dispersion energy relations from a unit-cell are calcu-
lated, that is the total energy of the magnetic couplings.
Herein, DFT calculations with SOC for the noncollinear
magnetic structure are the critical step to obtaining the
respective parameters of Kitaev term. Finally, by map-
ping the energy to each spin Hamiltonian equations,
the parameters are obtained by using the least-squares
method. Additionally, we calculate the spin-spiral dis-
persion energy of monolayer RuCl3. The best-fit pa-
rameters for the J1-K-Γ-Γ′ model give J1 = 1.68 meV,
K = −10.9 meV, Γ = 3.29 meV, and Γ′ = −0.28 meV.
As for the J1-J3-K-Γ model, we find that J1 = 0.36 meV,
J3 = −0.27 meV, K = −11.0 meV, and Γ = 5.30 meV.
Note that the sign of the Heisenberg interaction in Eq. (1)
is opposite to the conventionally used symbol (e.g. see
Ref [44]), which means that the third NN J3 is physically
antiferromagnetic. In both models, our results suggest
that the Kitaev and Γ interactions are prominent and
their signs are negative and positive, respectively. Those
features are in accordance with the consensus achieved so
far, showing the reliability of our method in determining
the interaction parameters in Kitaev materials [23, 66].
The details of these calculations are placed in the Fig.
S2 of the SM [54].
With generalized Bloch conditions, the magnetic mo-

ment S(Rj) at j th-neighbor with wave vector q is:

S(Rj) = S(0)
[
sin

(
q ·Rj +

π

4

)
i+ cos

(
q ·Rj +

π

4

)
j
]
.

(3)

The site of j th-neighbor is depicted by Rj = ma1 +
na2 + la3, where a1, a2 and a3 are the basic vectors.
The orientation of spin spiral is described as q = q1b1 +
q2b2 + q3b3, of which b1, b2, and b3 are reciprocal lat-
tice vectors as illustrated in Fig. 1(e). All the magnetic
moments are set in ij plane, with S(0) forming an angle
of 45° to i-axis in our DFT calculations. To avoid the
impact of the Kitaev interaction by the Heisenberg term,
we calculated the energy of E(q) with and without SOC
separately. The detailed derivation equations are listed
in Appendix A. The Heisenberg interaction and Kitaev
term with solely SOC can be separated by:

ES (q) = ES+N (q)− EN (q) (4)

and

ES (q) = EHeiS (q) + EKit (q) . (5)

The subscripts S andN denote the energy of the spin spi-
ral relation with and without SOC, respectively. S +N
represents the summation of both conditions. The sub-
scripts S, N and S+N have the same implications for the
following paragraphs, figures, and equations. EHeiS (q)
presents the energy of the Heisenberg interaction gener-
ated by the SOC only. The summation of EHeiS is as
follows:

EHeiS (q) = EJ1
(q) + EJ2

(q) + EJ3
(q) . (6)



5

Kitaev interaction is considered to the third NN, contain-
ing the K and off-diagonal symmetric Γ. The summation
of EKit is as follows:

EKit (q) =

3∑
i=1

[
E

Ki
(q) + EΓi

(q)
]
, (7)

where the subscripts i represent 1NN, 2NN and 3NN.
The summation of ES(q) is as follows:

Es (q) =

3∑
i=1

[
E

Ji
(q) + EKi

(q) + EΓi
(q)

]
. (8)

In case that SOC not considered, the system has only
isotropic Heisenberg interaction. It is necessary to eval-
uate the Ji for more distant nearest neighbors by consid-
ering the long-range magnetic sequence of the system:

EHeiN (q) =
15∑
i=1

EJi
(q). (9)

E. Magnetic anisotropy energy

To explain the underlying magnetization angle, we use
the unit-cell and

√
3×2 supercell to calculate MAE, with

the FM and ZZ AFM configurations, respectively. The
calculation of the MAE in [20] was simulated and the
angle was consistent, and the MAE of the FM ordering
was also calculated. The angles θ and ϕ correspond to
the angles between the magnetization direction and the k
and i axes, respectively. Under FM order, the magnetic
moment S(Rj) at j th-neighbor with θ and ϕ is:

S (Rj) = S0(sin θ cosϕi+ sin θ cosϕj+ cos θk). (10)

Magnetic anisotropy is induced by SOC, where the angle
of the magnetic easy axis is a combined contribution of
the Kitaev and SIA terms.The detailed derivations are
placed in Appendix B.

ESIA = Ak sin
2 θ, (11)

where Ak is the SIA term. EK1 = EK2 = EK3 and
EΓ1 = EΓ2 = EΓ3 = 3

2Γi[−1 + cos 2θ]. The summation

of EFM
Kit

(
θ, ϕ

)
is as follows:

EFM
Kit

(
θ, ϕ

)
=

3∑
i=1

[
EKi

(θ, ϕ) + EΓi
(θ, ϕ)

]
. (12)

Among them, K1, K2, K3, Γ1, Γ2, and Γ3 are Kitaev
parameters, including S(0, 0)2. Then, the total energy
of MAE-FM EFM

MAE

(
θ, ϕ

)
:

EFM
MAE

(
θ, ϕ

)
= ESIA + EFM

Kit

(
θ, ϕ

)
. (13)

Under ZZ order, based on the Eq. (10), the initial mag-
netic moment is set at the i′ axis along the ZZ structure

with 30◦ angle to the i axis of the proto-cell structure. All
formulas are based on the coordinate frame (i j k) of the
proto-cell. The summation of EZZ

Kit

(
θ, ϕ

)
is as follows:

EZZ
Kit

(
θ, ϕ

)
=

3∑
i=1

[
EKi

(θ, ϕ
)
+ EΓi

(θ, ϕ)
]

(14)

Among them, Ki and Γi represent parameters of different
NN respectively, including S(0, π/6)

2
. Then, the total

energy of ZZ-MAE EZZ
Kit

(
θ, ϕ

)
is:

EZZ
Kit

(
θ, ϕ

)
= ESIA + EZZ

Kit

(
θ, ϕ

)
, (15)

F. Kitaev interaction parameters

The SOC is an essential factor that causes the Kitaev
and SIA interaction. The Heisenberg, Kitaev, and SIA
term with SOC are mixed in the energy of ES(q). In
Fig. 3(a), EN+S(q) and EN (q) are calculated results,
and ES(q) is gotten based on Eq. (3). The lowest en-
ergy point of EN+S(q) is a spin spiral AFM state. The
ZZ state does not belong to q which is described by spin
spiral relations. Then, we compute the energy under FM
and ZZ magnetic order individually by using a unit-cell
and

√
3 × 2 supercell. The energy difference between

these two structures is −17.1 meV/Cr, which is much
smaller than the minimum energy of ES(q). Hence, the
ZZ structure is still the ground state in our calculations.
The schematic arrangement of the magnetic moments
at the high symmetry and the lowest energy points in
Fig. 3(a) are put in the Fig. S3 of the SM [54]. Here is
a very important EN+S(q) feature that reflects the ex-
istence of Kitaev interaction, which suggests that it can
be further verified with neutron scattering experiments
[67]. As shown in Fig. 1(e) and Fig. 3(a), due to C6 ro-
tational symmetry, EN (L) and EN (M) are equal based
on Eq. (3) and has isotropic Heisenberg exchange interac-
tion alone. The C6 symmetry bareaking under the Kitaev
interaction leads to ES(L) not being equal to ES(M), ac-
cording to Eqs. (6)-(8). Of course, EN+S(L) is not equal
to EN+S(M) either, and their difference can be charac-
terized in the experiment as the strength of the Kitaev
interaction.
For the case without SOC, the system has only

isotropic Heisenberg interactions, for which the detailed
parameters JNi are given in Table I. We select the cou-
pling parameters up to the 15th nearest neighbor to rep-
resent the long-range interaction. The detailed param-
eters with SOC in Table II are obtained by fitting the
calculated values in Fig. 3(a)-(b) based on Eqs. (6)-(8)
and Eqs. (10)-(15). In this case, Eqs. (6)-(8) represent
the Kitaev interaction and off-diagonal symmetric Γ ex-
tracted from the dispersion relation ES(q) in Fig. 3(a).
Meanwhile, we calculated the MAE of FM and ZZ mag-
netic configurations respectively in Fig. 3(b), in which the
fitted lines are obtained based on Eqs. (10)-(15). Fit-
ted lines are matched very well to the calculated results
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FIG. 3: (a) E(q) as a function of the spiral wave vector q in the monolayer 1T-CrTe2. The “ES” denotes the energy with
SOC and the “EN” is the energy without SOC, which represented by blue and pink spheres, respectively. The total energy of
“EN+S” is emphasized by blue spheres. L, H, G, and M are special k-points in the Brillouin zone shown in the inset graph.
(b) The MAE of the unit-cell with FM order and the

√
3 × 2 supercell with ZZ order, which are labeled with pale blue and

pale pink circles, respectively. In Fig. 3(a) and Fig. 3(b), scaled symbols are calculated results while lines are fitted ones. (c)
Partial energy of the MAE (PEMAE) of ZZ order with the magnetic angle. The parameters that make PEMAE greater than 0
meV contain Γ1 and Γ3, as shown in the rose-pink color family. The parameters that make PEMAE less than 0 meV contain
K1, K2, Γ2, K3, and Ak, as shown in the lapislazuli color family. The MAE of the ZZ magnetic order is represented by the
silver color.

TABLE I: In the absence of SOC, the obtained isotropic Heisenberg interaction interaction parameters of monolayer 1T-CrTe2.
All parameters JiN were obtained by least-squares fitting based on the calculated spiral dispersion energy EN (q) and Eq. (9).

meV J1 J2 J3 J4 J5 J6 J7 J8 J9 J10 J11 J12 J13 J14 J15

N -0.228 1.635 -2.864 -0.443 -0.477 0.111 -0.100 0.539 0.210 -0.076 -0.070 -0.098 -0.018 0.030 0.056

TABLE II: In the case of containing SOC, the isotropic
Heisenberg interaction and anisotropic interaction parameters
are obtained for monolayer 1T-CrTe2. The ES(q) was sepa-
rated by Eqs. (4)-(5) to ensure that the system contains only
the Heisenberg interaction parameters JS caused by SOC and
the anisotropic K term of Kitaev, Γ term, together with the
Ak term of SIA. The values of J1S , J2S , and J3S are 2.685
meV, −0.384 meV, and −0.607 meV, respectively.

meV K1 K2 K3 Γ1 Γ2 Γ3 Ak

S -1.501 -0.021 0.145 0.129 0.203 0.186 -0.505

in Fig. 3(a) and Fig. 3(b), which shows the validness of
these obtained exchange parameters. J3N has the largest
value of −2.864 meV in Table I, and J1N is an order of
magnitude smaller than J3N . In parallel, the long-range
magnetic interactions of this system can exhibit RKKY
interaction due to the metallic character of the monolayer
1T-CrTe2 in Fig. 2. Notice that J9N makes a contribu-
tion to keeping the monolayer magnetic ordering up to
a value of 0.210 meV. The value of JN>9 is very tiny,
which is two orders of magnitude smaller than J3N . Af-
ter adding SOC, J1S results in an equivalent value to that
of J3N . It is an order of magnitude larger than J2S and
J3S . According to Eq. (4), the Heisenberg interaction in
EN+S(q) is the sum of the contributions with and with-

out SOC, denoted by JN+S . JN+S is the sum of JN and
JS , which represents the overall Heisenberg interaction.

In the following, we concentrate on Kitaev physics.
The Kitaev interaction attains a value of −1.501 meV,
which is comparable in magnitude to J1S . The magni-
tude of K1 is approximately twice times larger compared
to that of the monolayer CrI3 [68] and four times larger
than the monolayer CrSiTe3 [14]. Moreover, the Heisen-
berg interaction of the monolayer 1T-CrTe2 is more ro-
bust, which is consistent with previous studies on Cr-
based Kitaev materials [14, 69]. In addition, this pecu-
liar magnetization angle offers a possibility for the Kitaev
interaction. The ZZ structure presents an angle of 70◦

between the magnetic moment to the k-axis [20], and our
calculations are consistent with it, as shown in Fig. 3(b)
and Fig. 3(c). This angle is closely related to the ar-
rangement of the magnetic moments of the ZZ structure.
If the magnetic moments are arranged ferromagnetically,
the magnetization axis is in the ij plane [see Fig. 3(b)].
These findings further confirm the presence of the Kitaev
interaction in 1T-CrTe2.

To examine deeply the effect of Kitaev and SIA fac-
tors in determining the magnetization angle under the ZZ
configuration, we present a PEMAE diagram in Fig. 3(c),
which illustrates the variation of MAE with angle for
each parameter. Notably, the magnetisation axis tends
to align out-of-plane with the k direction primarily owing
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FIG. 4: Each column corresponds to the E(q), MAE-FM, and MAE-FM fitted panels, respectively, and the grey spheres
represent the computed values. The pink, mustard, and blue lines represent models fitting the performance diagram by
considering the 1NN, considering to the 2NN, and considering to the 3NN, respectively. (a)-(c) The first rows present, in order,
the J-Ak model using different neighbors, that is, with only the Heisenberg and SIA term in the model. (d)-(f) stand for the
J-K-Γ model. (g)-(i) Represent the J-K-Γ-Ak model.

to the cooperation of K1, K3, and Γ2. In this case, Ak

and Γ2 make the ZZ magnetic moments favor in-plane,
while K1 and K3 make the ZZ moments point to 55◦

away from the k-axis. As a reslut, if only SIA exists in
1T-CrTe2, the magnetic moment aligns in parallel or per-
pendicular to the k-axis. To sum up, a combination of
the anisotropic Kitaev interaction and SIA results in the
magnetic moment with a 70-degree off the k-axis.

Compared with aforementioned monolayer Kitaev ma-
terials [14, 68], 1T-CrTe2 demonstrates a relatively
stronger Kitaev interaction and becomes a competitive
Kitaev material. The next question is how to sup-
press the Heisenberg interaction in 1T-CrTe2 in order
to achieve Kitaev spin liquid state. Indeed, we aim to in-
duce a potential Kitaev spin liquid by applying strain to
suppress non-Kitaev interactions. However, it was found
that the Kitaev and other interactions decreased simulta-
neously when strain was applied to the compression of the
1T-CrTe2, and vice versa. Accordingly, unlike CrSiTe3
[14], the achievement of Kitaev spin liquid in the mono-
layer 1T-CrTe2 by applying strain solely is challenging
and worthy of subsequent explorations.

In this work, we choose the effective model to fit
all the calculated dispersion relations of E(q) and the
MAE under different magnetic ordering simultaneously.
If only the Heisenberg and SIA terms are regarded as
the relevent model to describing magnetic interactions,

the simplest MAE-FM cannot be fit despite accounting
for the third-NN[see Fig. 4(a)-(c)]. To assess the signifi-
cance of the SIA term, we employ the J-K-Γ model. As
depicted in Fig. 4(d)-(f), when third-NN is considered,
the fitted line can already match ES(q) and MAE-FM,
yet it still fails to match MAE-ZZ, and there is still a
considerable discrepancy. Ultimately, these calculated
curves can be fit rather successfully only when consid-
ering all terms altogether and fitting to the third-NN, as
shown in Fig. 4(g)-(h). Without term J , only the Ki-
taev and SIA terms are considered, as in SM [54] Fig.
S4, which also does not allow fitting all data simultane-
ously. Most remarkably, in SM [54] Fig. S5, when fitting
MAE-ZZ singularly, the fitted parameters will seriously
deviate from the calculated values of MAE-FM. With
this in mind, it is important to identify a model that is
appropriate for monolayer 1T-CrTe2 and requires consid-
eration of longer-range interactions. Simultaneously, we
ought to comprehensively evaluate numerical and exper-
imental results while avoiding the obtaining of magnetic
parameters from a single numerical or experimental re-
sult.
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FIG. 5: (a) scattered symbols are EN (q) for varying lattice constants a0 (shown in the legend with length in Å); the lines are
fitted with the Heisenberg interaction J parameter in (b). (b) Heisenberg interaction JN for each lattice constant is fitted with
the least-square methods; the dark green line is the fitting of selected Heisenberg interaction J (J5,6,8...15) with RKKY model.
(c) The stacked area chart of EN (q) for JN as a = 3.698 Å.

G. RKKY interaction

As shown in Table I, we have already gotten the long-
range magnetic interactions because of the metallicity of
1T-CrTe2, and these JN can be described by the RKKY
mechanism in our previous work [62]. RKKY model can
be mapped onto the classical Heisenberg model [70]. JiN
can be used in the RKKY model directly and in two-
dimensional structure, this model can be expressed as
[71]:

JiN (r) = a
cos(7.62

√
nd)

d2
. (16)

The a is a constant, d = r/a0 (where r is the distance
between magnetic atoms and a0 is the lattice constant of
1T-CrTe2) is the scaled distance, and n is the electronic
number in a unit cell to mediates the RKKY interac-
tion. If n is a constant for a0, then the JiNs of RKKY
are irrelevant to a0. Eq. (16) gives us a way to pick up
the JiNs belong to RKKY by DFT calculations. Vari-
ous lattice constants a0 can be chosen and JiNs obtained
at each lattice constant, as shown in Fig. 5(a) and (b).
If these calculated JiNs are not varying with the lattice
constant a0, they fall under the RKKY interaction. As
depicted in Fig. 5(b), these JiNs show an oscillatory be-
havior. These J1N shoot up strongly as the lattice con-
stant a0 increases, while the ascent of J3N are relatively
modest. In Fig. 5(b), we can also note that the other
JiNs hardly change with a0. Then, they are substituted
into Eq. (16) for fitting the RKKY interaction. For the
monolayer 1T-CrTe2, the RKKY interaction is mediated
by 0.17 electrons per unit cell. Under the trend of RKKY
interaction, the NN Heisenberg interaction exhibits the
nature of AFM. And its absolute value is larger than the
actual calculated J1N as seen in Fig. 5(b). Moreover,
the differences between J1N and RKKY are all positive.
This makes the system likely to form a FM state and also
satisfies the Goodenough-Kanamori rule [52, 53]. The

contribution of each nearest neighbor JN i to EN (q) , as
shown in Fig. 5(c). Negative J1N and J3N render the
AFM system, while positive J2N is ferromagnetic. By
increasing a0, not only J1N grows strongly but also the
ground state of this system turns form AFM to FM, as
shown in Fig. 5(a) and (b). Consequently, this provides
an explanation for the previous work which measured
that the monolayer 1T-CrTe2 is ferromagnetic [17], pre-
cisely due to the sensitivity of the lattice constant to the
magnetic properties of the system.

IV. CONCLUSION

To summarize, we present a comprehensive analysis
of the intrinsic Kitaev interaction, electronic and mag-
netic properties of the metallic monolayer 1T-CrTe2 by
DFT calculations. We employ the spin spiral method
with generalized Bloch conditions to extract the spin
spiral dispersion relation E(q) for the monolayer 1T-
CrTe2. In Fig. 3(a), the E(q) shows the breaking of
C6 symmetry induced by the SOC and indicates the ex-
istence of anisotropic Kitaev interaction. Meanwhile, the
MAE is different between FM and ZZ order, and this
phenomenon cannot be described properly by SIA alone.
We also revisit the magnetic anisotropy of monolayer 1T-
CrTe2 and elucidate the magnetization angle off the k-
axis by 70-degree at the ZZ order. We carefully choose
the optimal model containing the Heisenberg J , Kitaev
coupling K, symmetric off-diagonal exchange Γ and SIA
Ak term to determine magnetism in 1T-CrTe2. Finally,
we pin down the magnetic interaction parameters by us-
ing the calculated E(q) and the MAE at different mag-
netic order settings. In Fig. 4, all these terms are re-
quired to allow for third-NN except SIA, which reveals
the contribution of itinerant electrons to the long-range
interactions in metals.
In detail, we discover that a dominant Heisenberg in-

teraction J1 and a finite Kitaev interaction can maintain
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the magnetic ordering in the monolayer limit. An impor-
tant finding is the Kitaev term, especially the K1 term
has a value of −1.501 meV, which is approximately more
than 4 times larger than CrSiTe3 [14]. And the competi-
tion of K1 and SIA term jointly leads to a magnetization
angle of 70◦ on the k-axis. From DFT total energy cal-
culations, we demonstrate that the ZZ magnetic order of
1T-CrTe2 is more stable. Notably, the RKKYmechanism
of 1T-CrTe2 can also be characterized by the interaction
parameters for its metallic long-range magnetic interac-
tion. As shown in Fig. 5, the obtained Heisenberg Ji do
not vary with the lattice constants, which is considered
to belong to the RKKY interaction and has oscillating
behavior. Moreover, the lowest energy of monolayer 1T-
CrTe2 rises as the lattice constant increases, which gives
light on the way for subsequent work to explore the in-
fluence of the lattice constant on the ground state and
magnetic interaction in the monolayer limit of the sys-
tem. Besides, we infer that there are two essential ele-
ments for finding bond-dependent Kitaev interaction in
two-dimensional magnetic materials. One is the transi-

tion metal cation located at the center of a shared octa-
hedron around a triangular lattice, while the other is the
anion that is a heavy ligand.

Our findings explain the mechanism of magnetic inter-
actions in the monolayer 1T-CrTe2 from a microscopic
perspective. Although the Kitaev interaction is finite
and achievement of Kitaev spin liquid in monolayer 1T-
CrTe2 is challenging however still worthy of a follow-up
explorations. With this insight, our work provides a the-
oretical basis for further research on the bond-dependent
interactions in two-dimensional van der Waals materials.

Acknowledgments

This work was supported by the National Natural
Science Foundation of China (NSFC) with Grants No.
11204131 and No. 12247183.This work is partially sup-
ported by High Performance Computing Platform of
Nanjing University of Aeronautics and Astronautics.

Appendix A: Spin spiral relationship of individual paramerters

After adding SOC, not only Heisenberg interaction generated by SOC but also other anisotropic interactions should
be regarded based on Eq. (4). We set the magnetic moment in the plane after the inclusion of SOC, for which the
anisotropic interaction contains solely the Kitaev interaction. Kitaev interaction is considered to the third NN of
Eq. (5), containing the off-diagonal symmetric Γ. The summation of Kitaev between S(0) and S(Rj) is:

EK1(q) =
1

2
K1

[
cos2

(
7π

12

)
cos 2π (q1 + q2) + cos2

( π

12

)
cos 2πq2 + cos2

(
3π

4

)
cos 2πq1 − 3

]
,

EK2
(q) =

1

2
K2

[
cos2

(
7π

12

)
cos 2π (q1 − q2) + cos2

( π

12

)
cos 2π (2q1 + q2) + cos2

(
3π

4

)
cos 2π (q1 + 2q2)− 3

]
,

EK3
(q) =

1

2
K3

[
cos2

(
7π

12

)
cos 4π (q1 + q2) + cos2

( π

12

)
cos 4πq2 + cos2

(
3π

4

)
cos 4πq1 − 3

]
,

EΓ1(q) = Γ1

[
cos

(
3π

4

)
cos(

π

12
) cos 2π (q1 + q2) + cos

(
7π

12

)
cos

(
3π

4

)
cos 2πq2 + cos

( π

12

)
cos

(
7π

12

)
cos 2πq1 + 3

]
,

EΓ2
(q) = Γ2

[
cos

(
3π

4

)
cos(

π

12
) cos 2π (q1 − q2) + cos

(
7π

12

)
cos

(
3π

4

)
cos 2π (2q1 + q2)

+ cos
( π

12

)
cos

(
7π

12

)
(q1 + 2q2) + 3

]
,

EΓ3
(q) = Γ3

[
cos

(
3π

4

)
cos

( π

12

)
cos 4π (q1 + q2) + cos

(
7π

12

)
cos

(
3π

4

)
cos 4πq2

+ cos
( π

12

)
cos

(
7π

12

)
cos 4πq1 + 3

]
. (A1)

Based on Eq. (3), the dispersion relations for the Heisenberg interaction of each nearest neighbor in the spin spiral
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method are expressed as:

EJ1(q) = J1
[
3− cos 2πq1 − cos 2π(q1 + q2)− cos(2πq2)

]
,

EJ2
(q) = J2

[
3− cos 2π(q1 + 2q2)− cos 2π(2q1 + q2)− cos 2π(q1 − q2)

]
,

EJ3
(q) = J3

[
3− cos 4πq1 − cos 4π(q1 + q2)− cos 4πq2

]
,

EJ4(q) =
1

2
J4

[
12− 2 cos 2π (2q1 + 3q2)− 2 cos 2π (q1 + 3q2)− 2 cos 2π (3q1 + 2q2)− 2 cos 2π(q1 − 2q2)

− 2 cos 2π(3q1 + q2)− 2 cos 2π(2q1 − q2)
]
,

EJ5
(q) =

1

2
J5

[
6− cos 6πq1 − 2cos6π(q1 + q2)− 2 cos 6πq2

]
,

EJ6
(q) =

1

2
J6

[
6− 2 cos 4π (q1 + 2q2)− 2 cos 4π (2q1 + q2)− 2 cos 4π (q1 − q2)

]
,

EJ7
(q) =

1

2
J7

[
12− 2 cos 2π (3q1 + 4q2)− 2 cos 2π (q1 + 4q2)− 2 cos 2π (4q1 + 3q2)− 2 cos 2π(q1 − 3q2)

− 2 cos 2π(4q1 + q2)− 2 cos 2π(3q1 − q2)
]
,

EJ8(q) =
1

2
J8

[
6− cos 8πq1 − 2 cos 8π(q1 + q2)− 2 cos 8πq2

]
,

EJ9(q) =
1

2
J9

[
12− cos 2π (2q1 + 5q2)− 2 cos 2π (3q1 + 5q2)− 2 cos 2π (3q1 − 2q2)− 2 cos 2π(5q1 + 3q2)

− 2 cos 2π(5q1 + 2q2)− 2 cos 2π(2q1 − 3q2)
]
,

EJ10
(q) =

1

2
J10

[
12− 2 cos 2π (q1 − 4q2)− 2 cos 2π (5q1 + 4q2)− 2 cos 2π (5q1 + q2)− 2 cos 2π(4q1 − q2)

− 2 cos 2π(4q1 + 5q2)− 2 cos 2π(2q1 + 5q2)
]
,

EJ11
(q) =

1

2
J11

[
6− cos 10πq1 − 2 cos 10π(q1 + q2)− 2 cos 10πq2

]
,

EJ12(q) =
1

2
J12

[
6− 2 cos 6π (q1 − q2)− 2 cos 6π (2q1 + q2)− 2 cos 6π (q1 + 2q2)

]
,

EJ13(q) =
1

2
J13

[
12− 2 cos 2π (6q1 + 2q2)− 2 cos 2π (6q1 + 4q2)− 2 cos 2π (4q1 − 2q2)− 2 cos 2π(2q1 + 6q2)

− 2 cos 2π(4q1 + 6q2)− 2 cos 2π(2q1 − 4q2)
]
,

EJ14
(q) =

1

2
J14

[
12− 2 cos 2π (6q1 + q2)− 2 cos 2π (5q1 + 6q2)− 2 cos 2π (q1 − 5q2)− 2 cos 2π(q1 + 6q2)

− 2 cos 2π(6q1 + 5q2)− 2 cos 2π(5q1 − q2)
]
,

EJ15(q) =
1

2
J15

[
6− cos 12πq1 − 2 cos 12π(q1 + q2)− 2 cos 12πq2

]
. (A2)

Thereby, according to Eq. (6), the interaction parameters of the Heisenberg interaction under the SOC alone were
obtained (taking into account the third NN as well). In case that SOC not considered, the system has only isotropic
interactions. It is necessary to evaluate the JNi for more distant nearest neighbors by considering the long-range
magnetic sequence of the system. Then, the Heisenberg interaction is considered to the fifteen NN according to
Eq. (9) .
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Appendix B: MAE of individual parameters under different magnetic order

Under ZZ order, the Kitaev interactions are listed as :

EK1 = K1

[
−F (θ, ϕa)

2
+

1

4

]
,

EK2
= K2

[
F (θ, ϕa)

2 − 1

4

]
,

EK3 = K3

[
−F (θ, ϕb)

2
+ F (θ, ϕa)

2 − F (θ, ϕc)
2
+

1

4

]
,

EΓ1
= 2Γ1

[
−F (θ, ϕc)F (θ, ϕb) +

1

4

]
,

EΓ2
= 2Γ2

[
F (θ, ϕc)F (θ, ϕb)−

1

4

]
,

EΓ3 = 2Γ2

[
F (θ, ϕc)F (θ, ϕb)− F (θ, ϕa)F (θ, ϕc)− F (θ, ϕb)F (θ, ϕa) +

1

4

]
, (B1)

with F =
√

2
3 sin θ cosϕa +

√
1
3 cos θ. The ϕa, ϕb, and ϕc are ϕa = ϕ− 5π

6 , ϕb = ϕa +
2π
3 , and ϕc = ϕa − 2π
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S1. HSE06 BAND STRUCTURES OF MONOLAYER 1T-CRTE2

In order to evaluate the band renormalization effect, we provide the HSE06 energy band structures without and
with spin-orbit coupling (SOC). As shown in Fig. S1(a), the HSE06 band structures is basically consistent with the
PBE+U band without SOC. By adding SOC, the monolayer 1T-CrTe2 remains metallic from the HSE06 electronic
band structures. A small separation between the energy band profiles of HSE06 and PBE+U near the Fermi energy
level is observed in Fig. S1(b). Importantly, the magnetization angle calculated by using the PBE+U energy band
structure is in agreement with experiment [1]. Furthermore, we have checked the correctness of the PBE+U energy
band diagrams against previous work, for which the energy band (U = 2 eV) diagrams are practically the same [2].
Thus, in the case of 1T-CrTe2, the energy band renormalization is ignored and the strong correlation effect partially
occupying the Cr d state is corrected by the PBE+U used in the main text.
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FIG. S1: (a) and (b) are the HSE06 electronic band structures without and with SOC, respectively, where blue represents
spin-up and dark represents spin-down.

S2. CALCULATIONS OF THE MONOLAYER RUCL3

We are presently utilizing density-functional theory (DFT) together with the spin spiral method to investigate
monolayer RuCl3. We select two well-studied models, J1-K-Γ-Γ′ and J1-J3-K-Γ, as illustrated in the Fig. S2. The
interaction parameters of the different models are then derived from Eq. (1) and Eq. (2) in association with the
generalised Bloch conditions. SOC is included throughout the calculation process. We added Hubbard U parameter
of 1.5 eV in order to treat the strong on-site Coulomb interaction of localized d electrons of the Ru atoms. K-point
grids of 11 × 11 × 1 were used within the Monkhorst-Park scheme. We calculat the spin-spiral dispersion energy of
monolayer RuCl3. The best-fit parameters for the J1-K-Γ-Γ′ model give Heisenberg interactions J1 = 1.68 meV,
K = −10.9 meV, Γ = 3.29 meV, and Γ′ = −0.28 meV. As for the J1-J3-K-Γ model, we find that J1 = 0.36 meV,
J3 = −0.27 meV, K = −11.0 meV, and Γ = 5.30 meV. Note that the positivity and negativity of the J values are
determined here based on Eq. (1), opposite to the sign of the conventional Heisenberg interaction formula. In both
cases, the dominance of K and Γ as well as the main features of negative K and positive Γ are preserved, which is in
accordance with the consensus in the community. Moreover, the negative Γ′ or positive J3 which is equivalent to the
conventional positive Heisenberg J can stabilize the zigzag ordering of the RuCl3.
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FIG. S2: E(q) as a function of the spiral wave vector q in the RuCl3 monolayer. The black squares are the practical calculated
values and the pink and blue curves are obtained by fitting the parameters using the least-squares method. The pink represents
the J1-K-Γ-Γ′ model and while the blue represents the J1-J3-K-Γ model.

S3. MAGNETIC MOMENT DIAGRAM FOR DIFFERENT E(q)

As shown in Fig. S3, the magnetic moment diagrams for the high symmetry points and the lowest energy points of
the system in the spin-spiral dispersion relation are presented.

FIG. S3: The magnetic moment maps that correspond to the high symmetry and the lowest energy point in the ES(q) based on
the Generalized Bloch equation in Eq. (3), respectively. (a-d) The magnetic moment maps corresponding to the high symmetry
sites L, M, H, and the minimum energy of Elow in the Brillouin zone, respectively. The magnetic moments are in the ij plane,
and the color presents the different directions.

S4. DETERMINATION OF THE EFFECTIVE MODEL

Without term J , only the Kitaev and SIA terms are considered, as in Fig. S4. The the fitted curves also deviated
significantly from the dispersion relation ES(q) as shown in Fig. S4(a). Meanwhile, it is clearly shown that the
simplest MAE-FM cannot be fitted as shown in Fig. S4(b). These indicate that contribution of Heisenberg term in
the metallic 1T-CrTe2 remains very large.
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The fitted graphs of ES(q), MAE-FM, MAE-ZZ are shown in sequence. Each model is represented by a unique color family,
while the different nearest neighbors are shown by different shades of the same color family. The K-Ak models are represented
by a purple color family and K-Γ-Ak by a blue color family.

Most remarkably, in the Fig. S5, when fitting MAE-ZZ singularly, the fitted parameters will seriously deviate from
the calculated values of ES(q) and MAE-FM. Moreover, without considering the SIA, there is also a bias in the
single-fit MAE-ZZ.
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FIG. S5: A single fitted to the ZZ data with and without SIA separately. (a-c) Models with different Kitaev and Ak term for a
single fitted MAE-ZZ data to obtain the interaction parameters, and fitted Es(q), MAE-FM, and MAE-ZZ, respectively. (d-f)
Figures for the fitted results without the Ak term in the model.
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