
Condensed Matter Physics, 2023, Vol. 26, No. 2, 23601: 1–10
DOI: 10.5488/CMP.26.23601
http://www.icmp.lviv.ua/journal

Random-anisotropy mixed-spin Ising on a triangular
lattice

E. S. de Santana , A. S. de Arruda , M. Godoy ∗

Instituto de Física, Universidade Federal de Mato Grosso, 78060-900, Cuiabá, Mato Grosso, Brazil

Received June 21, 2022, in final form September 14, 2022

We have studied the mixed spin-1/2 and 1 Ising ferrimagnetic system with a random anisotropy on a triangular
lattice with three interpenetrating sublattices 𝐴, 𝐵, and 𝐶. The spins on the sublattices are represented by
𝜎𝐴 (states ±1/2), 𝜎𝐵 (states ±1/2), and 𝑆𝐶 (states ±1, 0). We have performed Monte Carlo simulations to
obtain the phase diagram temperature 𝑘B𝑇/|𝐽 | versus the strength of the random anisotropy𝐷/|𝐽 |. The phase
boundary between two ferrimagnetic 𝐹𝑅1 and 𝐹𝑅2 phases at lower temperatures are always first-order for
𝑝 < 0.25 and second-order phase transition between the 𝐹𝑅1, 𝐹𝑅2 and the paramagnetic 𝑃 phases. On the
other hand, for values of 𝑝 ⪆ 0.5, the phase diagram presents only second-order phase transition lines.
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1. Introduction

Many condensed matter researchers have studied models that describe static magnetism in different
materials. One of these models is the well-known mixed-spin Ising model which can describe ferri-
magnetic materials [1–3]. The interest in the study of ferrimagnetic materials is due to their potential
technological applications [4] which is a consequence of this material exhibiting a compensation tem-
perature (𝑇comp). This phenomenon occurs when the total magnetization is zero at a temperature lower
than the critical temperature (𝑇𝑐).

The mixed-spin model can model the ferrimagnetic materials because they are made up of repetitions
of two different atoms with spins of different magnitudes coupled antiferromagnetically each on a
sublattice. Your possible ground state can be that with all spins aligned antiferromagnetically with a total
magnetization greater than zero. The phase transition from the ordered (ferrimagnetic) to the disordered
(paramagnetic) state occurs when the two sublattice magnetizations are zero (total magnetization is zero)
at a critical temperature 𝑇𝑐. On the other hand, we have another interesting situation where the total
magnetization can also be zero when the two sublattice magnetizations are non-zero, i.e., the sum of both
is zero. This point is known as the compensation point (𝑇comp) and occurs at a temperature smaller than
the critical temperature (𝑇comp < 𝑇𝑐). Kaneyoshi et al. [5, 6] and Plascak et al. [7] performed theoretical
studies to understand the influence of the anisotropy on the magnetic properties and the compensation
temperature in ferrimagnetic materials.

There are a lot of studies carried out with different combinations of spins, such as exact solutions [8–
11] for the simplest combination spin-1/2 and 1. Moreover, the mixed-spin Ising model has been studied
by different approaches such as mean-field approximation [12–17], effective-field theory [18–21], re-
normalization group [22], numerical Monte Carlo simulations [23–27].

An old controversy over the mixed-spin Ising model with anisotropy is related to the existence
of a tricritical behaviour and a compensation temperature. The origin of such controversy came from
the works [28–31] carried out by using different approaches, where they indicated the absence of
such behaviours. These studies were later confirmed, only for the two-dimensional case, by Selke and
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Oitmaa [32], Godoy et al. [33], and Leite et al. [34, 35]. They performed Monte Carlo simulations in
square and hexagonal lattices. Therefore, these works concluded that the mixed-spin Ising model with
an anisotropy, the simplest version (spin-1/2 and 1) and in two dimensions, does not exhibit tricritical
behaviour. There is an exception, in a very special case as shown by Z̆ukovic̆ and Bobák [35], where the
two-dimensional lattice consists of three sublattices such that a spin-1/2 is surrounded by the six spins-1
nearest neighbors. On the other hand, Selke and Oitmaa [32] showed that the model in a cubic lattice
exhibits such phenomena.

Another interesting controversy in this model is related to famous magnetic frustration. Magnetic
frustration is related to the fact that the spins of some antiferromagnets are incapable of performing their
anti-parallel alignments simultaneously. This fact created great theoretical and experimental challenges.
More specifically, a triangular lattice due to its geometry does not permit all interactions in an Ising
type system to be minimized simultaneously, which gives rise to the phenomenon known as frustration.
For example, consider three spins (nearest neighbors) in a triangular lattice. Two of which are anti-
parallel aligned, satisfying their antiferromagnetic interactions (𝐽 < 0), but the third will never achieve
such alignment simultaneously with the two others. This phenomenon is known as magnetic frustration
see [36] and their references. Furthermore, the mixed-spin Ising model on a triangular lattice, either in
the ferrimagnetic or the antiferromagnetic case produces frustration and it strongly changes the critical
behaviour. The interest in magnetic frustration in the lattice has grown and it is now being considered
in other models [38, 39], such as the Blume-Capel antiferromagnet [40, 41]. Another focus of interest
in triangular networks is the investigation of dynamic properties of the kinetic Ising model with the use
of Glauber-type stochastic dynamics. In these studies, the temporal variation of the order parameter,
thermal behaviour of the total magnetization dynamics, the dynamics of the phase diagram, and so on,
are investigated [42–44]. In addition to these facts, the great interest in triangular lattices is due to be
useful for modelling some real materials, such as Ca3Co2O6, and CsCoX3 (with X = Br or Cl) [45, 46].

Z̆ukovic̆ and Bobák [46], in another work more recently also performed Monte Carlo simulations in
the mixed-spin (spin-1/2 and 1) Ising ferrimagnets model and focused only on its tricritical behaviour
induced by magnetic frustrations. These spins were distributed on a triangular lattice (two-dimensional)
with three sublattices 𝐴, 𝐵, and 𝐶, where the spins can be arranged in two different ways (𝜎𝐴, 𝜎𝐵, 𝑆𝐶)
= (1/2, 1/2, 1). In this work, they showed that the tricritical behaviour appears in a two-dimensional
ferrimagnets system, but in lattices whose topology has six nearest neighbors. Thus, inspired by this
work, we performed a Monte Carlo simulation focusing our special attention only on the existence of the
first-order phase transition, but now the anisotropy is considered to be random.

The paper is organized as follows: in section 2, we described our system with a random anisotropy
on a triangular lattice and we present some details concerning the simulation procedures. In section 3,
we showed the results obtained. In section 4, we presented our conclusions.

2. The model and simulations

Figure 1. (Colour online) Schematic representation of the mixed spin-1/2 and 1 on a triangular lattice
which consists of three interpenetrating sublattices 𝐴, 𝐵, and 𝐶. The small and large circles denote
the spins-1/2 (𝜎𝐴, 𝜎𝐵) and spin-1 (𝑆𝐶 ) sites, respectively. The full-straight lines represent the nearest
neighbor interaction 𝐽 < 0 and the dashed line denotes the existence of the random anisotropy.
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In order to study the behaviour of the thermodynamic quantities of a mixed-spin Ising system on the
triangular lattice with random anisotropy, we define the following Hamiltonian model,

H = −𝐽
( ∑︁
𝑖∈𝐴, 𝑗∈𝐵

𝜎𝑖𝜎𝑗 +
∑︁

𝑖∈𝐴,𝑘∈𝐶
𝜎𝑖𝑆𝑘 +

∑︁
𝑗∈𝐵,𝑘∈𝐶

𝜎𝑗𝑆𝑘

)
−
∑︁
𝑘∈𝐶

𝐷𝑘𝑆
2
𝑘 , (2.1)

where the spin variables assume the values 𝜎 = ±1/2, 𝑆 = ±1 and 0, and the nearest-neighbor interaction
is 𝐽 < 0. Here, there are three different antiferromagnetic interaction types between the nearest neighbor
spins, such as 𝜎𝐵 ↔ 𝜎𝐴, 𝜎𝐵 ↔ 𝑆𝐶 and 𝜎𝐴 ↔ 𝑆𝐶 (see figure 1). They are distributed on three
interpenetrating sublattices 𝐴, 𝐵, and 𝐶. The random anisotropy 𝐷𝑘 in the last term of equation (2.1)
satisfies the following probability distribution:

𝑃(𝐷𝑘) = 𝑝𝛿(𝐷𝑘) + (1 − 𝑝)𝛿(𝐷𝑘 − 𝐷), (2.2)

where the term 𝑝𝛿(𝐷𝑘) of the equation (2.2) indicates that a percentage 𝑝 of spins on the sublattice 𝐶 is
free of action of random anisotropy, whereas the term (1 − 𝑝)𝛿(𝐷𝑘 − 𝐷) indicates a percentage (1 − 𝑝)
of spins on the sublattice 𝐶 under the action of a random anisotropy.

In this work, the magnetic properties of the system are studied using Monte Carlo simulations. In our
simulations, we used linear lattice sizes 𝐿 in the range of 𝐿 = 48 (𝑁 = 2304 sites) to 105 (𝑁 = 11025
sites), and where 𝑁 = 𝐿2 is the number of lattice sites. These lattices consist of three interpenetrating
sublattices with periodic boundary conditions. The initial states of the system were prepared randomly
and updated by the Metropolis algorithm [47]. We used 10 independent samples for any lattice size and
3.5 × 106 MCs (Monte Carlo steps) for the calculation of average values of thermodynamic quantities of
interest after discarding 1.5 × 106 MCs for thermalization.

We calculated the sublattice magnetizations per site 𝑚𝐴, 𝑚𝐵, and 𝑚𝐶 defined as

𝑚𝐴(𝐵) =
3
𝐿2

[〈��� ∑︁
𝑖∈𝐴(𝐵)

𝜎𝑖

���〉] , (2.3)

and

𝑚𝐶 =
3
𝐿2

[〈���∑︁
𝑘∈𝐶

𝑆𝑘

���〉] , (2.4)

where ⟨· · · ⟩ denotes the thermal average and [· · · ] denotes the average over the sample of the system.
Based on the ground-state considerations (see below), for the identified ordered phases, we additionally
define the following order parameters for the entire system, which take values between 0 in the fully
disordered and 1 in the fully ordered phase. Thus, we need to introduce two other order parameters
(staggered magnetization per site), 𝑚𝑠1 and 𝑚𝑠2, given by

𝑚𝑠1 =
1
𝐿2

[〈���∑︁
𝑘∈𝐶

𝑆𝑘 − 2
∑︁
𝑖∈𝐴

𝜎𝑖 − 2
∑︁
𝑗∈𝐵

𝜎𝑗

���〉] , (2.5)

and

𝑚𝑠2 =
3
𝐿2

[〈���∑︁
𝑖∈𝐴

𝜎𝑖 −
∑︁
𝑗∈𝐵

𝜎𝑗

���〉] . (2.6)

Further, to find all the critical points, we used the position peak of the specific heat per site, given by

𝑐𝐿 =
[⟨𝐸2⟩] − [⟨𝐸⟩]2

𝑘B𝑇2𝐿2 , (2.7)

where 𝑘B is the Boltzmann constant, 𝐸 is the total energy of the system and 𝐿 is the linear lattice size.
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Figure 2. (Colour online) Phase diagram in the 𝐷/|𝐽 | versus 𝑘B𝑇/|𝐽 | plane for different values of 𝑝: (a)
𝑝 = 0 (special case), (b) 𝑝 = 0.10, (c) 𝑝 = 0.20, and (d) 𝑝 = 0.30. The empty circles represent the phase
transition temperatures 𝑇𝑐 between the paramagnetic 𝑃 phase and the ferrimagnetic 𝐹𝑅1 and 𝐹𝑅2 phases
calculated by the specific heat peaks. The empty triangles denote the hysteresis widths and the dotted
lines represent an eye guide for the first-order phase transition lines. The green-diamond and blue-star
dots denote the tricritical point (TCP) and the critical endpoint (CE), respectively.

3. Results and discussions

Firstly, we calculated all the possible ground-states for the entire range of the anisotropy parameter
𝐷/|𝐽 |. We considered the lattice of the system consisting of three interpenetrating sublattices 𝐴, 𝐵, and
𝐶, as schematically defined in figure 1 and in the Hamiltonian, equation (2.1). Focusing on a triangular
elementary unit cell consisting of the spins 𝜎𝐴, 𝜎𝐵, 𝑆𝐶 , one can obtain expressions for the reduced
energies per spin 𝐸/(𝑁 |𝐽 |) of different spin arrangements as functions of 𝐷/|𝐽 |. Then, the ground-states
are determined as configurations corresponding to the lowest energies for different values of 𝐷/|𝐽 |, the
ground-state configurations and the respective energies for different ranges of the anisotropy parameter.
Therefore, we defined: (i) the 𝐹𝑅1 phase with states (±1/2,∓1/2, 0) and energy 𝐸/(𝑁 |𝐽 |) = −1/4 for
anisotropy in the range of −∞ ⩽ 𝐷/|𝐽 | ⩽ −3/2, (ii) the 𝐹𝑅2 phase with states (±1/2,±1/2,∓1) and
energy 𝐸

𝑁 |𝐽 | = −3/4 − 𝐷
3 |𝐽 | for anisotropy in the range of −3/2 ⩽ 𝐷/|𝐽 | ⩽ +∞. On the other hand,

for 𝑘B𝑇/|𝐽 | ≠ 0 besides the ordered ferrimagnetic 𝐹𝑅1 and 𝐹𝑅2 phases (similar at 𝑘B𝑇/|𝐽 | = 0), we
also have another phase, i.e., the paramagnetic 𝑃 phase. We can note that in the 𝐹𝑅1 phase, the zero
means nonmagnetic states 𝑆𝑘 = 0 of spins on sublattice 𝐶. The critical value of the anisotropy parameter
separating the respective 𝐹𝑅1 and 𝐹𝑅2 phases is given by 𝐷𝑐/|𝐽 | = −3/2.

Now, let us turn our attention to figure 2, where we presented the phase diagram in the 𝐷/|𝐽 | versus
𝑘B𝑇/|𝐽 | plane for some select values of 𝑝 ⩽ 0.3, for instance, for 𝑝 = 0 (special case, see figure 2(a)),
𝑝 = 0.10 (figure 2(b)), 𝑝 = 0.20 (figure 2(c)), and 𝑝 = 0.30 (figure 2(d)). The results for the special case
𝑝 = 0 in figure 2(a) were obtained in a way similar to the ones obtained by Z̆ukovic̆ and Bobák [46] and
we reproduced the results here. This case is related to the situation that all the spins on the sublattice
𝐶 are under the influence of anisotropy 𝐷/|𝐽 |. In this case, the topology of the phase diagram presents
three different phases: the paramagnetic 𝑃 phase, the ferrimagnetic 𝐹𝑅1 phase and another ordered
phase also ferrimagnetic 𝐹𝑅2 phase. The phase transitions between the 𝑃 − 𝐹𝑅1 and 𝑃 − 𝐹𝑅2 phases
are continuous phase transitions (second-order phase transition). The empty circles represent the phase
transition temperatures 𝑘B𝑇𝑐/|𝐽 | between the phases and are estimated by the specific heat peak 𝑐,
equation (2.7). We found 𝑘B𝑇𝑐/|𝐽 | = 0.757 ± 0.001 for 𝐷/|𝐽 | = 0 and it is approximately equal to
the results obtained by Z̆ukovic̆. We can also observe a first-order transition line between the ordered
𝐹𝑅1 − 𝐹𝑅2 phases at low temperature. We used the same technique that was used by Z̆ukovic̆ which
consists of plotting the order parameter (in our case, the staggered magnetization 𝑚𝑠1, equation (2.5)

23601-4



Random-anisotropy mixed-spin Ising on a triangular lattice

-1.9 -1.8 -1.7 -1.6 -1.5
0.0

0.2

0.4

0.6

0.8

1.0

m
s1

D/|J|

0.175

0.20

0.25

T=0.15

Figure 3. (Colour online) The hysteresis loops of the system, staggered magnetization 𝑚𝑠1 as a function
of the strength of the random anisotropy 𝐷/|𝐽 |. The symbols ▶ and ◀ indicate that 𝑚𝑆1 increases
and decreases with strength of 𝐷/|𝐽 |, respectively. These loops were obtained for different values of
temperatures 𝑘B𝑇/|𝐽 | as indicated in the figure. Here, we used 𝐿 = 66 (𝑁 = 4356 sites) and 𝑝 = 0.10.
The error bars are within the symbol size.

increasing and decreasing as a function of 𝐷/|𝐽 |. Through these plots, we can observe its discontinuous
character by the appearance of hysteresis loops, and when the width of the hysteresis loops increases
for lower temperatures. Similar behaviour is demonstrated in figure 3 for the magnetization 𝑚𝑠1 and
𝑝 = 0.10, where such behaviour signals a first-order phase transition. These hysteresis loops persist for
higher temperatures, but this behaviour disappears when the temperature increases and is close to the
critical endpoint (CE) and the tricritical point (TCP). The highest temperatures at which we still could
observe some signs of first-order phase transitions after this behaviour disappear. Thereby, we can estimate
the coordinate of the CE and the TCP points. We found for the coordinate of the CE (𝐷CE/|𝐽 | = −1.618,
𝑘B𝑇CE/|𝐽 | = 0.296) and the TCP (𝐷TCP/|𝐽 | = −1.520, 𝑘B𝑇TCP/|𝐽 | = 0.327) points for the case 𝑝 = 0.

When we decrease the number of spins on the sublattice 𝐶 under the action of the anisotropy 𝐷/|𝐽 |,
that is, the value of 𝑝 becomes greater (see figure 2(b) with 𝑝 = 0.10 (10%)), this anisotropy makes the
critical temperature to decrease. Therefore, it induces the first-order transition line for smaller values of
𝐷/|𝐽 | and temperature in the range of 0.3 ⩾ 𝑘B𝑇/|𝐽 | ⩾ 0.2. Here, we can see that the transition again
becomes second-order for large values of 𝐷/|𝐽 |. In this case, the CE and the TPC points are located
only in regions of lower temperatures where the coordinates are (𝐷CE/|𝐽 | = −1.563, 𝑘B𝑇CE/|𝐽 | = 0.280)
and (𝐷TCP/|𝐽 | = −1.625, 𝑘B𝑇TCP/|𝐽 | = 0.302), respectively. Moreover, in figure 2(c) we can observe
a decrease in the region of hysteresis loops where there is the first-order phase transition. For this case
with 𝑝 = 0.20, the coordinate of the TCP is (𝑘B𝐷TCP/|𝐽 | = −1.75, 𝑘B𝑇TCP/|𝐽 | = 0.27). Here, due to the
difficulties in the simulations, we did not obtain the coordinates of the CE point. On the other hand, for
the case 𝑝 = 0.30 shown in figure 2(d), we did not find a first-order phase transition between the 𝐹𝑅1
and 𝐹𝑅1 phases using the hysteresis loop technique. We found a critical parameter 𝑝𝑐 = 0.25, where the
first-order phase transition line 𝐹𝑅1 − 𝐹𝑅2 disappears.

A behaviour hysteresis loop characteristic is shown in figure 3, where we exhibit the magnetization
𝑚𝑠1 as a function of an increase and decrease of the strength of the random anisotropy parameter 𝐷/|𝐽 |
for different values of temperatures such as 𝑘B𝑇/|𝐽 | = 0.15, 0.175, 0.20, 0.25. When we increase the
temperature, the area of the hysteresis loop decreases until the disappearance of 𝑘B𝑇/|𝐽 | ⩾ 0.30.

For other values of 𝑝 in the range of 0.40 ⩽ 𝑝 ⩽ 1.00, we also illustrated in figure 4 the phase diagram
in the 𝐷/|𝐽 | versus 𝑘B𝑇/|𝐽 | plane. The empty symbols represent the phase transition temperatures
𝑘B𝑇𝑐/|𝐽 | between the paramagnetic 𝑃 and the ferrimagnetic 𝐹𝑅2 phases and they are all second-order
phase transitions. All the values were estimated by the specific heat peak, equation (2.7). Another
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Figure 4. (Colour online) The phase diagram in the 𝐷/|𝐽 | versus 𝑘B𝑇/|𝐽 | plane for values of 0.4 ⩽ 𝑝 ⩽
1.0, as indicated in the figure. The full lines represent the phase transition lines between the paramagnetic
𝑃 and the ferrimagnetic 𝐹𝑅2 phases.

important point we want to emphasize is that for 𝑝 = 1.00 where 𝑘B𝑇𝑐/|𝐽 | is independent of the
anisotropy 𝐷/|𝐽 |.

Due to the great difficulty in simulating at low temperatures and to have a complete idea of what
happens with the different phase regions in the phase diagram when we change 𝑝, we decided to construct
a phase diagram with background colours. Thereby, we can visualize the effects of the strength of the
anisotropy dilution in the phase topology of the phase diagrams. To this end, we constructed this diagram
using the following definition for the parameter, 𝑀𝑑 = 𝑚𝑠1 − 𝑚𝑠2. This new parameter has a range of
(−1.0) to (1.0) where we can assign a colour spectrum as can be shown in figure 5. When 𝑚𝑠1 → 1.0
and 𝑚𝑠2 → 0 so 𝑀𝑑 → 1.0, on the other hand, when 𝑚𝑠1 → 0 and 𝑚𝑠2 → 1.0 so 𝑀𝑑 → −1.0. Using
this definition, we have presented in figure 5 an example of the phase diagram with different background
colours in the 𝐷/|𝐽 | versus 𝑘B𝑇/|𝐽 | plane for the case 𝑝 = 0. The red colour denotes the ferrimagnetic
𝐹𝑅1 phase (𝑀𝑑 ≈ −1.0), green is the ferrimagnetic 𝐹𝑅2 phase (𝑀𝑑 ≈ 1.0) and blue is the paramagnetic
𝑃 phase (𝑀𝑑 ≈ 0). As we can see, the dominant colours correspond to the areas of the phases as seen in
figure 2(a) (case 𝑝 = 0) and which correspond to the ferrimagnetic 𝐹𝑅2 phase (green), the ferrimagnetic
𝐹𝑅1 phase (red) and the paramagnetic 𝑃 phase (blue). To make it clearer, we also plot the data of
figure 2(a) in figure 5.

Thus, in figure 6 we exhibited the phase diagram with background colours in the 𝑘B𝑇/|𝐽 | versus
𝐷/|𝐽 | plane for several values of 𝑝 in the range of 0 ⩽ 𝑝 ⩽ 0.35. Here, the colours continue to be red
for the ferrimagnetic 𝐹𝑅1 phase, green for the ferrimagnetic 𝐹𝑅2 phase, and blue for the paramagnetic
𝑃 phase. For the case 𝑝 = 0, we have the same topology as presented in figure 5 and obtained by Z̆ukovic̆
[46]. On the other hand, when 𝑝 increases (𝑝 ⩾ 0.05) we can observe that the 𝐹𝑅1 phase decreases more
and more (see 𝑝 = 0.30 and 0.35) and then for 𝑝 ⪆ 0.4 (see in figure 7) the phase diagram presents only
two 𝑃 and 𝐹𝑅2 dominant phases. This case means that we have approximately 40% or more spins under
the influence of random anisotropy 𝐷/|𝐽 |.

Finally, in figure 7, we displayed the phase diagram which is a continuation of figure 6, but now for
values of 𝑝 in the range of 0.4 ⩽ 𝑝 ⩽ 1.0. In this case, we still have only two phases, the 𝑃 and 𝐹𝑅2
phases. When 𝑝 increases, the 𝐹𝑅2 phase grows for 𝐷/|𝐽 | → −∞. This growth starts at 𝑝 ⪆ 0.4 and
goes on increasing until it occupies all the region for 𝑘B𝑇/|𝐽 | = 0.757 in the case 𝑝 = 1.0. All of these
results corroborate the results shown in figure 4, i.e. We can see that the phase boundary that separates
the 𝑃 from the 𝐹𝑅2 phase region coincides with the phase separation line in figure 4 for 𝑝 = 1.0.
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plane for the case 𝑝 = 0. The red colour is the ferrimagnetic 𝐹𝑅1 phase, green is the ferrimagnetic 𝐹𝑅2
phase, and blue is the paramagnetic 𝑃 phase.
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Figure 7. (Colour online) Phase diagram with different background colours in the 𝑘B𝑇/|𝐽 | versus 𝐷/|𝐽 |
for values of 0.4 ⩽ 𝑝 ⩽ 1.0, as indicated in the figures. The colour green is the ferrimagnetic 𝐹𝑅2 phase
and blue is the paramagnetic 𝑃 phase.

4. Conclusions

In conclusion, we used Monte Carlo simulations to study the phase diagram of the mixed spin-1/2 and
1 Ising ferrimagnetic system with a random anisotropy on a triangular lattice with three interpenetrating
sublattices 𝐴, 𝐵, and 𝐶. The spins on the sublattices are represented by 𝜎𝐴, 𝜎𝐵, 𝑆𝐶 with states ±1/2,
±1/2, ±1 and 0, respectively. We obtained the phase diagram at the temperature 𝑘B𝑇/|𝐽 | versus the
strength of the random anisotropy 𝐷/|𝐽 | plane, where the anisotropy is randomly distributed on the
sublattice 𝐶 (with spins 𝑆𝐶) according to the bimodal probability distribution 𝑃(𝐷𝑘/|𝐽 |). Therefore,
we can conclude that the phase boundary in the phase diagram presents a topology that depends on the
parameter 𝑝. We found a first-order transition line between the two ferrimagnetic 𝐹𝑅1 and 𝐹𝑅2 phases
at lower temperatures for 𝑝 < 0.25 together with a second-order phase transition between the 𝐹𝑅1 − 𝑃

and 𝐹𝑅2 − 𝑃 phases. On the other hand, for 𝑝 ⪆ 0.4, i.e., above 40% of the sites on the sublattice 𝐶 are
free of 𝐷/|𝐽 |. The phase diagram presents only second-order phase transition lines between ordered and
paramagnetic 𝑃 phase showing that the system no longer exhibits the tricritical behaviour.
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Випадкова анiзотропiя у системi зi змiшаними спiнами
Iзинга на трикутнiй ґратцi

Е. С. де Сантана, А. С. де Арруда, М. Годой
Iнститут фiзики, Федеральний унiверситет Мату-Гросу, 78060-900, Куяба, Мату-Гросу, Бразилiя

Дослiджено феррiмагнiтну систему сумiшi Iзингових спiнiв-1/2 та 1 iз випадковою анiзотропiєю на трикут-
нiй ґратцi з трьома взаємопроникаючими пiдґратками 𝐴, 𝐵 та 𝐶. Спiни на пiдґратках задаються як 𝜎𝐴

(стани±1/2),𝜎𝐵 (стани±1/2), та 𝑆𝐶 (стани±1, 0). Проведено моделювання Монте-Карло для отримання
фазової дiаграми “температура 𝑘B𝑇/|𝐽 | – випадкова анiзотропiя 𝐷/|𝐽 |”. Межа роздiлу мiж двома феррi-
магнiтними фазами 𝐹𝑅1 та 𝐹𝑅2 за нижчих температур завжди вiдповiдає фазовому переходу першого
(для 𝑝 < 0, 25) та другого роду (мiж 𝐹𝑅1, 𝐹𝑅2 та парамагнiтною 𝑃 фазами). З iншого боку, для значень
𝑝 ⪆ 0.5 фазова дiаграма мiстить лише лiнiї фазових переходiв другого роду.

Ключовi слова: випадкова анiзотропiя, системи Iзинга зi змiшаними спiнами, моделювання
Монте-Карло
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