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We investigate the electronic and phonon properties of hydrogen sulfide (SH3) under ultrahigh
pressure to elucidate the origin of its high-Tc superconductivity. Contrary to the prevailing be-
lief that the metalized S-H σ bond is responsible, our analysis, based on the anisotropic Migdal-
Eliashberg equation and the crystal orbital Hamilton population (COHP) calculation, reveals that
the H-H σ-antibonding states play a dominant role in the large electron-phonon coupling that leads
to the superconducting pairing in SH3. Furthermore, by partially restricting the vibration of S
atoms, we demonstrate that the S-H bonds provide subsidiary contributions to the pairing inter-
action. These findings shed light on the importance of the previously overlooked H-H σ∗ bonds in
driving high-Tc superconductivity in SH3 and offer insights into the relationship between metallic
H-H covalent antibonding and high-Tc superconductivity in other hydrogen-rich materials under
high pressure.

I. INTRODUCTION

The search for high-temperature superconductors is
a critical objective in superconductivity research, as
it holds significant theoretical and practical implica-
tions. While conventional superconductivity is well-
understood in terms of electron-phonon coupling (EPC)
within the framework of the Bardeen-Cooper-Schrieffer
(BCS) theory, unconventional superconductivity, found
in cuprates [1–4], iron-based superconductors [5–10], and
heavy-fermion compounds [11–14], presents a more com-
plex challenge that is believed to be intimately connected
to spin fluctuations [6, 15]. In the BCS theory [16], the
superconducting transition temperature (Tc) is primar-
ily determined by three factors: the electronic density
of states (DOS) at the Fermi level, the EPC strength,
and the phonon frequency with strong EPC. However,
unconventional superconductors have much higher tran-
sition temperatures than those predicted by BCS theory,
suggesting the presence of other factors that are not yet
fully understood. One promising avenue of research is
exploring the use of materials containing light elements,
such as hydrogen, which are expected to possess higher
superconducting Tc values due to their ability to generate
high-frequency phonons. Metallic hydrogen, in particu-
lar, has been predicted to have an ultra-high Tc [17, 18],
but this has not yet been achieved due to the limitations
of high-pressure technology [19].

Furthermore, metalizing σ-bonding or other strong
chemical bonding electrons also provides a universal ap-

∗ renxg@iphy.ac.cn
† zlu@ruc.edu.cn
‡ txiang@iphy.ac.cn

proach to forming high-Tc pairing [20, 21]. A σ-covalent
bond involves a spin singlet pair of electrons, and the at-
tractive force between these paired electrons is typically
strong. Consequently, a σ bond forms a stable bound
state below the Fermi level in most materials, not con-
tributing to electrical conductivity. However, it is feasible
to attenuate the binding force and metalize σ-bonding
electrons by applying pressure, doping, crystal field ef-
fects, or other approaches. This metalization process un-
avoidably weakens the coupling between the σ-bonding
electrons. Nevertheless, even with this reduced coupling,
the remaining interactions among these electrons may
still be sufficiently strong to support the formation of
high-Tc superconductivity.

In line with this scenario, MgB2 exhibits the high-
est superconducting Tc among all conventional BCS su-
perconductors discovered at ambient pressure, with a
value of 39 K [22]. Hydrogen-rich materials, SH3[23],
LaH10[24, 25], YH9[26], and CaH6[27, 28], were reported
to exhibit high-Tc superconductivity above 100 K un-
der ultrahigh pressure. These high-Tc hydrides were also
found to have metalized σ-covalent electrons involving
hydrogen atoms [29–33].

Compressed SH3 was the first hydride to exhibit high-
Tc superconductivity, with a temperature as high as 203
K at pressures exceeding 150 GPa [23]. At pressures
above 150 GPa, SH3 adopts a body-centered cubic (bcc)
crystal structure with a space group of Im-3m (No. 229)
[34–36]. Both isotope effect experiments and DFT cal-
culations suggest that SH3 is a conventional BCS-type
superconductor [23, 32]. In MgB2, both the B-B σ and π
bonding bands around the Fermi level contribute to the
superconductivity [37–40]. In SH3, the metalized S-H co-
valent bond with strong electron-phonon coupling (EPC)
was found to have a substantial contribution to the pair-
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ing interaction [23, 32, 34], similar to MgB2 where strong
EPC arises from the metalized B-B σ bonds that strongly
couple with B stretching vibration modes [41]. However,
the effect of metalized H-H covalent bonds on the pairing
interaction in SH3 is unknown.

This paper investigates the chemical bonding prop-
erties between neighboring atoms in SH3 at 200 GPa
through non-orthogonal atomic orbital-based electronic
structure calculations. Our analysis, using the crystal or-
bital overlap population (COOP) and the crystal orbital
Hamilton population (COHP) techniques [42, 43], reveals
that the electronic states around the Fermi level exhibit
both S-H and H-H covalent bonding/antibonding states.
We further solve the anisotropic Migdal-Eliashberg equa-
tion [44] to determine the EPC strength λnk and the su-
perconducting energy gap ∆nk of electrons on the Fermi
surfaces. By comparing the bonding populations and
anisotropic superconducting gaps around the Fermi level,
we find that the electronic states with larger λnk and
∆nk are primarily composed of H-H covalent antibond-
ing states, with a small contribution from other bond-
ing states. Our findings challenge the conventional pic-
ture that high-Tc superconductivity in SH3 is primarily
driven by metalized S-H covalent bonds [23, 32, 34], in-
stead suggesting that the H-H covalent antibonds play a
more decisive role in the superconducting pairing in this
material.

II. CALCULATION METHODS

The electronic structure and chemical bonding prop-
erties of SH3 at 200 GPa were investigated using density
functional theory (DFT) [45, 46] and the Fritz Haber In-
stitute ab initio molecular simulations (FHI-aims) pack-
age [47]. FHI-aims is an all-electron, full-potential elec-
tronic structure code that uses non-orthogonal atom-
centered basis functions. The Perdew-Burke-Ernzerhof
(PBE) generalized gradient approximation (GGA) [48]
was used to evaluate the exchange-correlation energy. To
sample the Brillouin zone, a 24×24×24 k-point mesh was
used. The lattice constants were converged up to a nu-
merical precision of 0.01 Å, and total energies with a pre-
cision of less than 1 meV/atom. The atomic forces were
converged to an accuracy of 10−4 eV/Å and the stress to
10−3 kbar. After geometry relaxation at 200 GPa, the
SH3 crystal showed a perfect bcc lattice structure with
the shortest H-H and S-H bond lengths of 1.49 Å.

In FHI-aims, the eigenfunctions are represented by
ψnk(r) and expanded using numeric atom-centered or-
bitals (NAOs). These NAOs are grouped into hierarchi-
cal sets, known as “tiers”, which range from a minimal
basis set to larger ones that achieve meV/atom accuracy
in total energies. For the purpose of this work, we uti-
lized the “tier 1” basis set. Specifically, for H, we used
two radial functions for the s channel and one for the
p channel, while for S, we used two radial functions for
both s and p channels and one for the d and f channels

to describe the valence states. The primary minimal ba-
sis set is formed by one atomic-like s-type function for H
and one s- and one p-type radial functions for both H and
S, with additional hydrogen- and ionic-type radial func-
tions [47] included to provide extra variational flexibility
and enhance accuracy. To facilitate chemical bonding
analysis, we expressed the Kohn-Sham wave functions as

|nk〉 =
∑
i

Cnki |ki〉+ |Ank〉, (1)

where the first term includes contributions from the min-
imal atomic basis set mentioned earlier, and the second
term, |Ank〉, includes contributions from additional basis
functions. Cnki is the expansion coefficient of the atomic
orbital basis in k space which defined by

|ki〉 =
∑
R

exp(ik ·R)|Ri〉 (2)

and |Ri〉 represents an atomic orbital within a unit cell
defined by the lattice vector R. To simplify the analy-
sis, only the minimal atomic orbitals |Ri〉 are taken into
account in the bonding population analysis.

We analyzed the chemical bonding characteristics of
electronic states surrounding the Fermi level. Specifi-
cally, the analysis focuses on the hybridization between
local atomic orbitals |Ri〉 and |R′i′〉 within the Bloch
state |nk〉. This hybridization can be quantified by two
quantities, COOP and COHP [42, 43], defined as follows:

COOPnkR′i′Ri = Cnki′
∗
Cnki eik·(R−R

′)〈R′i′|Ri〉, (3)

COHPnkR′i′Ri = −Cnki′
∗
Cnki eik·(R−R

′)〈R′i′|Ĥ|Ri〉. (4)

The real parts of COOP and COHP enable us to differ-
entiate between bonding and antibonding states, while
their magnitudes reflect the importance of a given pair
of atomic orbitals in the chemical bonding of an elec-
tronic state. In general, we focused on its summation in
energy space:

COOPR′i′Ri(ε) =
∑
nk

COOPnkR′i′Riδ(ε− Enk), (5)

COHPR′i′Ri(ε) =
∑
nk

COHPnkR′i′Riδ(ε− Enk). (6)

We utilized the density functional perturbation the-
ory (DFPT)[49, 50] implemented in the Quantum
ESPRESSO (QE) package[51] to compute the phonon
and EPC properties of SH3. The interactions between
the electrons and nuclei were described using norm-
conserving pseudopotentials [52], while the GGA approx-
imation of the PBE type [48] was used for the exchange-
correlation functional. We set the plane-wave basis ki-
netic energy cutoff to ensure accuracy to 80 Ry. For elec-
tronic and phonon structure calculations, we sampled BZ
using a 24×24×24 k-point mesh and an 8×8×8 q-point
mesh, respectively. Finally, we employed the Gaussian
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smearing method with a 0.004 Ry width for Fermi sur-
face broadening.

We employed the Migdal-Eliashberg theory to investi-
gate the superconducting properties of SH3. Specifically,
we utilized the EPW package [53], which is renowned for
its ability to accurately capture electronic, phononic, and
EPC properties by implementing maximally localized
Wannier functions (MLWF) [54]. Our calculations in-
volved the use of an 8×8×8 momentum mesh, which was
subsequently interpolated to a denser mesh of 32×32×32
to enhance the accuracy of our results. By implementing
this meticulous approach, we were able to obtain a de-
tailed understanding of the superconducting properties of
SH3, including its anisotropic behavior on the Fermi sur-
faces, by self-consistently solving the anisotropic Migdal-
Eliashberg equation [44]:

Z (nk, iωm) = 1 +
πT

N(EF)ωm

∑
n′k′m′

δ(Enk′ − EF)

×ωm
′λ(nk, n′k′, ωm − ωm′)√
ω2
m′ + ∆2 (n′k′, iωm′)

, (7)

and

Z (nk, iωm) ∆ (nk, iωm)

=
πT

N(EF)

∑
n′k′m′

∆ (n′k′, iωm′) δ(En′k′ − EF)√
ω2
m′ + ∆2 (n′k′, iωm′)

×[λ(nk, n′k′, ωm − ωm′)−N(EF)V (k− k′)], (8)

where λ(nk, n′k′, ωm−ωm′) is an auxiliary function that
describes the anisotropic electron-phonon coupling:

λ(nk, n′k′, ωm−ωm′) =
∑
ν

2ωk−k′ν |gnkn′k′ν |2

(ωm − ωm′)2 + ω2
k−k′ν

. (9)

Here, N(EF) is the total DOS at the Fermi
level, Z (nk, iωm) is the renormalization factor and
∆ (nk, iωm) is the superconducting gap, ωm =
(2m + 1)πT is the Fermion Matsubara frequency, and
V (k− k′) is a screened Coulomb interaction. As an ap-
proximation, N(EF)V (k− k′) is replaced by a semiem-
pirical constant µ∗=0.16, following Ref. [44].

III. RESULTS AND DISCUSSION

A. Crystal and electronic structure

The crystal structure of SH3 at high pressure is illus-
trated in Figs. 1(a) and 1(b), where S and H atoms form
a cubic lattice. In the conventional cubic cell of SH3,
S atoms occupy the vertices and body-centered sites,
whereas H atoms occupy edge- and face-centered sites.
The electronic states around the Fermi level are well-
represented by seven atomic orbital bases in the primi-
tive unit cell of SH3, including one 3s atomic orbital and
three 3p atomic orbitals (px, py, pz) originating from the
S atom, and three 1s atomic orbitals originating from the

S-H chain H-H chain

(a) (b)

H

S

FIG. 1. Oblique view (upper panel) and main view (lower
panel) of the crystal structures of SH3, illustrating the linkage
of (a) S-H bonds and (b) H-H bonds.

three H atoms, respectively. In SH3, each S atom is sur-
rounded by six nearest-neighbor H atoms, while each H
atom has two nearest-neighbor S atoms and four nearest-
neighbor H atoms. This gives rise to two types of σ co-
valent bonds in SH3: one formed between the s and p
orbitals of S and the s orbitals of H along the S-H atomic
chain, as depicted in Fig. 1(a), and the other between
two nearest H atomic s orbitals along the H-H chain, as
illustrated in Fig. 1(b). Both types of covalent bonds
exhibit the same bond lengths of 1.49 Å at 200 GPa.

Figure 2(a)-(c) shows the spectral weights of three
types of orbitals (Ss, Sp, and Hs) around the Fermi level.
The corresponding partial DOS is also presented in Fig.
2(d), revealing the presence of all three types of atomic
orbitals around the Fermi level. These three contribute
more than 85% of the electronic DOS around the Fermi
level. As shown by the figure, the low-energy bands ex-
hibit significant orbital hybridization. We use COHP to
analyze the bonding nature of these hybrid orbitals.

B. Orbital bonding analysis

In a periodic crystal system, the formation of bonds be-
tween two nearest-neighbor atomic orbitals in the Bloch
wave function |ψnk〉 is modulated by the Bloch phase
factors. For example, at the Γ point, denoted as |ψnΓ〉,
all the translation-equivalent S and H atomic orbitals re-
tain the same phase. Figure 3 shows the seven eigenen-
ergies and their corresponding wavefunctions at the Γ
point. According to the irreducible representation of the
Oh point group, these seven energy levels contain two
distinct A1g states, one doubly-degenerate Eg state, and
one triply-degenerate T1u states. Both the A1g states
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FIG. 2. (a)-(c) Band dispersions of SH3 at 200 GPa, with
colored lines indicating the projected weights of (a) Hs (red),
(b) Ss (blue), and (c) Sp (green) orbitals, obtained based on
the Löwdin orthogonalization scheme. The widths of the lines
are proportional to the weights. (d) Projected partial DOS
around the Fermi level is in the unit of state/eV/f.u..

correspond to bonding states between neighboring Hs
orbitals. However, the lower and higher energy A1g cor-
respond to the bonding and antibonding states between
the neighboring Hs and Ss orbitals, respectively. The
doubly-degenerate Eg states correspond to the antibond-
ing states between two nearest Hs orbitals along the H-H
chain. The threefold-degenerate T1u states originate en-
tirely from the Sp orbitals and do not correspond to any
bonding or antibonding state between the nearest S or H
atoms.

Now we extend the discussion of the bonding prop-
erties of electrons from Γ to the whole BZ. Figure
2(d) shows the orbital-projected DOS obtained via the
Löwdin-orthogonalization scheme. As Ss, Sp, and Hs
orbitals all emerge around the Fermi level, there are six
distinct chemical bonds between nearest-neighbor atomic
orbitals in SH3. To analyze the relative contributions
of these six kinds of chemical bonds to the band struc-
ture, we calculated the corresponding COHP in the en-
ergy space, as shown in Fig. 4. The positive (bonding)

EF

S s - H s anti-bond

S s - H s bond

non-bonded S p

H s - H s anti-bond

Energy @ Γ

A1g

T1u

Eg

A1g

H s - H s bond

H s - H s bond

FIG. 3. Energy levels and their corresponding wave functions
of SH3 at the Γ point. Red and blue regions represent the
orbitals around the atoms for positive and negative phases,
respectively. Only the bonding atoms are connected by sticks
for each eigenstate.

and negative (antibonding) parts of COHP were sepa-
rately integrated to avoid cancellations. Like COHP, the
COOP exhibits a similar distribution. They differ from
each other only by the ratio between Hij = 〈i|Ĥ|j〉 and
Sij = 〈i|j〉.

Table I shows the on-site and off-site energies and over-

TABLE I. On-site (upper panel) and off-site (middle panel)
overlap and energy integrals between the nearest neighbor
atomic orbitals. The Fermi level is set as the reference energy
E0. Lower panel: the difference between the bonding (anti-
bonding) state eigenenergy, Eb (Eab), and the lower (higher)
on-site energy Hl (Hh).

On-site Sii Hii (eV)

H s 1.0 -18.691

S p 1.0 -11.041

S s 1.0 -16.467

Off-site Sij Hij (eV)

H s - H s 0.437 -11.414

S p - H s 0.472 -9.234

S s - H s 0.364 -11.353

Atomic orbitals Eb −Hl Eab −Hh

H s - H s -2.259 5.766

S p - H s -0.021 2.714

S s - H s -2.644 6.801
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the bonding and antibonding states.

lap matrix elements. It should be noted that in a non-
orthogonal basis system, the off-diagonal Hamiltonian
matrix elements Hij depend on the reference energy E0

chosen, as shown by the equation:

Hij(E
′
0)−Hij(E0) = (E0 − E′0)Sij . (10)

where Sij is the overlap matrix element between the basis
functions i and j. Therefore, shifting the reference en-
ergy by (E0−E′0) results in a change in the Hamiltonian
matrix elements by (E0−E′0)Sij . For the data presented
in Table I, we set E0 equal to the Fermi energy. The
off-site Hamiltonian matrix elements between any two
nearest-neighboring atomic orbitals are larger than their
on-site energy differences. Specifically, the off-site en-
ergies of the Hs/Hs and Ss/Hs orbitals are significantly
larger than their on-site energy difference, indicating that
both Hs - Hs and Ss - Hs σ bonds are strong chemical
bonds.

In contrast, the polarized Sp - Hs σ bond is the weak-
est among them. For two neighbour atomic orbitals, we
can characterize their bonding (antibonding) strength by
the difference between their hybrid bonding (antibond-
ing) state eigenenergy, Eb (Eab), and the lower (higher)
atomic orbital on-site energy Hl (Hh). The results are
also shown in Table I. For the Sp - Hs bonding state, its
energy is very close to that of the nonbonding Hs orbital
(-0.021 eV), indicating that the bond between Sp and Hs
orbitals is more similar to an ionic bond than a covalent
bond.

C. Superconducting gap function

It is widely recognized that the superconducting pair-
ing in MgB2 arises from the metalized B-B σ bonding
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FIG. 5. Band structures of SH3 at 200 GPa near the Fermi
level. The Color represents (a) the EPC strength λnk and (b)
the superconducting gap parameter ∆nk at 20 K.

states around the Fermi level, as supported by various
experimental studies [37–40]. Similarly, in SH3, different
σ and σ∗ bonds around the Fermi level may also result
in superconducting pairing. To investigate this possibil-
ity, we calculated the band- and k-dependent EPC λnk
defined by

λnk =
1

N(EF )

∑
n′k′

λ(nk, n′k′, 0)δ(En′k′ − EF ), (11)

and the superconducting gap function ∆nk around the
Fermi level by solving the anisotropic Migdal-Eliashberg
equation [44]. Here, λnk measures the strength of the
electronic state |nk〉 scattered by phonons.

Figure 5 presents the wave vector dependence of λnk
and ∆nk for SH3. In contrast to MgB2, which is a quasi-
two-dimensional superconductor with distinct two-band
superconductivity contributed by the σ- and π-bonding
electrons, SH3 is essentially a three-dimensional material.
In SH3, as a single Hs orbital can meanwhile bond with
all its neighbor atom orbitals, different kinds of bonds
strongly couple with each other and result in a smooth
evolution of λnk on the Fermi surface. Consequently,
the multiband character of superconductivity is less pro-
nounced in SH3. Moreover, due to the entanglement of
different types of chemical bonds in SH3, it is challenging
to discern their contributions to EPC.

In Figure 6, we illustrate the Fermi surfaces of SH3

in a representative two-dimensional Brillouin zone (BZ)
cut (the N − Γ−H plane). Five types of Fermi surfaces
are identified: FS1 comprises electron-type Fermi pock-
ets around H and its equivalent points; FS2 consists of
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FIG. 6. Distributions of different physical quantities on the Fermi surfaces: (a) λnk; (b) ∆nk; (c) relative contributions of Hs
and S s + p orbitals to the electronic states; (d)-(f), the COHP distribution of the antibonding (d) Hs-Hs, (e) Ss-Hs, and (f)
Sp-Hs states; (g)-(i), the COHP distribution of the bonding (g) Hs-Hs, (h) Ss-Hs, and (i) Sp-Hs states.

multiple hole-type tiny pockets arising from the van Hove
singularity along the N−H line; FS3 is a hole-type Fermi
surface around Γ; and FS4 and FS5 are two cross-shaped
Fermi surfaces, outside and inside FS3, respectively. As
demonstrated in Fig. 6(a)-(b), the strongest EPC λnk,
similarly the superconducting energy gap ∆nk, are con-
tributed by the electronic states on FS2, FS4, and FS5,
while the weakest EPC occurs on FS3.

By comparing the superconducting gap function ∆nk

[Fig. 6(b)] with the orbital weights [Fig. 6(c)] and the
bonding populations, shown in Fig. 6(d)-(i), we find that
there is a strong connection between the metalized σ-
antibonding states and the strong pairing function on
the Fermi surface. Specifically, the pronounced EPC
in the cross-shaped FS4 and FS5 pockets is contributed
mainly by the σ∗Hs−Hs electrons [Fig. 6(d)], whose COHP
distribution aligns with the strength variation of ∆nk

on FS4 and FS5. Although other bonding states, in-

cluding σHs−Hs [Fig.6(g)], σSs−Hs [Fig.6(h)], and σ∗Ss−Hs
[Fig. 6(e)] states, also contribute to EPC on FS4, their
contributions are minor compared to that of σ∗Hs−Hs.
Furthermore, the strong EPC observed in the small FS2
pockets is primarily contributed by the σ∗Ss−Hs states
[Fig.6(e)].

The Fermi surface FS3 displays the weakest EPC and
the weakest bonding between nearest-neighboring atoms
in SH3. Our investigation of each orbital’s contribution
to the spectral weight at the Γ point reveals that the band
associated with FS3 is predominantly formed by non-
bonding Sp orbitals, specifically the T1u orbitals depicted
in Fig. 3. On the other hand, FS1 primarily arises from
the σHs−Hs [Fig.6(g)] and σ∗Sp−Hs [Fig.6(f)] states, which
induce only moderate EPC.

Among the bonds listed in Table I, the bonding
strength of σ∗Ss−Hs is the strongest. Previous theoretical
studies [55, 56] have attributed the van Hove singulari-
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(d)
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S-H breathing vibration along a S-H chain

H-H tilting vibration along a H-H chain

S H

FIG. 7. (a) Charge density distributions n(r) and (b)
electron localization function (ELF) of the electronic states
around the Fermi level between EF-0.1 eV and EF+0.1 eV of
SH3 at 200 GPa. (c) The S-H breathing vibration along the
S-H chain. (d) The H-H tilting vibration in which H vibrates
along the direction linking the neighboring H and S atoms on
the H-H chain.

ties associated with these bonding states as a critical fac-
tor for high-Tc superconductivity in SH3. However, our
study suggests that the metalized σ∗Hs−Hs states, as the
second strongest in Table I, may play a more significant
role in pairing electrons, as demonstrated by comparing
their COHP distributions with those of the σ∗Ss−Hs states
on the three Fermi surfaces with strong EPC: FS2, FS4,
and FS5.

D. Electron-phonon coupling

In MgB2, the B-B σ bonding orbitals predominantly
distribute between the bonding B atoms and are highly
susceptible to their relative breathing vibrations. Based
on the DFPT [49, 50] calculations, the atomic-vibration
induced EPC matrix element, the charge density or self-
consistent potential variation, and the wave-function per-
turbation show a positive correlation with each other.
Thus, it is commonly believed that the strong EPC
in MgB2 is primarily due to the coupling between its
metalized B-B σ bond and the B stretching vibra-
tion [40, 41, 57].

By examining the charge distribution of SH3 at high
pressure, we find that similar properties exist in SH3.

Freeze S atomic vibration
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FIG. 8. (a) The phonon spectra of SH3 at 200 GPa. The
sizes of the red dots are proportional to λqν . (b) Same as for
panel (a), but the S atomic vibrations are partially frozen by
increasing the S mass by 100 times.

Figure 7(a) shows the real-space local density of states
n(r) of the electronic states around the Fermi level, whose
electrons tend to accumulate along the S-H chain. Sim-
ilar properties can also be observed in the electron lo-
calization function (ELF), shown in panel (b), indicating
that there are indeed electrons occupying the S-H σ bond.

Figure 8(a) depicts the phonon spectra of SH3 at 200
GPa. The red dots in the figure represent the EPC
strength λqν , which depends on the phonon mode. At
the Γ point, the lowest optical modes exhibit weak EPC.
In contrast, the phonon modes along the Γ-N and Γ-P
directions of the Brillouin zone display a significant EPC-
induced softening and the strongest EPC. These vibra-
tion modes primarily originate from the H atomic vibra-
tion along the S-H direction. This characteristic is fur-
ther emphasized when considering phonon anharmonic-
ity in the calculation [55, 58, 59]. Including phonon an-
harmonicity leads to a pronounced hardening of the fre-
quency of phonon modes with H atomic vibration along
the S-H chain, effectively separating them from the S
atomic vibrations. The EPC calculation also reveals
that the acoustic modes dominated by the S atom con-
tribute only one-third of the total EPC constant (λtot =
1.84) [58].

These results suggest that the primary contribution to
EPC comes from the H atomic vibration along the S-H
direction. At first glance, one might assume that this
coupling mainly arises from the S-H stretched vibration
mode involving the metalized S-H σ bond. However, it
should be noted that the H atomic vibration along the S-
H atomic chain do not only participate in the breathing
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vibration with S atoms along the S-H chain, as shown in
Fig.7(c), but also in the tilting vibration modes involving
other H atoms along the H-H chain, as shown in Fig.7(d).

To distinguish the contribution of the H-S breathing
mode to λqν from that of the H-H tilting mode, we re-
peated an EPC calculation where the S atomic vibration
was partially frozen by increasing its nucleus mass by 100
times. The resulting EPC spectrum is presented in Fig.
8(b). Upon partially freezing the S atomic vibration,
we find that the acoustic phonon frequency is dramati-
cally suppressed, indicating that the S atomic vibration
predominantly governs the acoustic phonon mode. Con-
versely, the spectra of the optical phonons remained rel-
atively unchanged when S atoms were partially frozen,
and the EPC strength of these optical modes, particu-
larly those along the Γ-N and Γ-P directions, exhibits
similar behavior as depicted in Fig. 7(c).

These observations suggest that the optical phonon
modes primarily result from H atomic vibrations. Nev-
ertheless, S atoms still play a vital role in driving SH3

into a high-Tc superconductor. The S atoms provide not
only an internal chemical pressure to release the external
pressure needed to turn the compound into a supercon-
ductor but also an effective charging potential to lift the
chemical potential so that the Hs σ-antibonding band
can be metalized.

Based on the above discussion, it is evident that the
strong EPC in the optical phonon modes primarily arises
from the H-H tilting vibration rather than the S-H
breathing vibration. Considering that over 2/3 of the
total EPC constant λtot originates from the contribution
of the optical phonon modes [58], we conclude that the
strong EPC in SH3 primarily results from the interaction
of antibonding Hs electrons around the Fermi level with
the H-H tilting vibrations.

E. Hydrogen σ-antibonding states

In an H σ-bonding state, electrons accumulate around
the midpoint between two H atoms [Fig. 9(a)]. However,
in an H σ-antibonding state, electrons diffuse away from
the midpoint between two H atoms [Fig. 9(b)]. Hence
the low-energy charge distribution would vanish around
the midpoint between two neighboring H atoms. This
agrees with the numerical result of the low-energy charge
distribution shown in Fig. 7(a). This peculiar feature of
the σ-antibonding state is often overlooked in the analysis
of low-energy charge distribution, leading to the image
that the S-H breathing mode dominates EPC in SH3.

In a lattice system, electrons in the Hs σ-antibonding
states tend to accumulate on the atomic sites and keep
away from the midpoints of neighboring H atoms. In the
H atomic network of SH3, every H atom flows in two H-
H atomic chains with orthometric directions. Therefore,
the Hs σ-antibonding states will be pushed away from
these two directions and extend to the third direction.
This distribution property makes the tilting vibration of

σ state of p-like orbitals in

1D pseudo atomic chain

σ state of 1D H atomic chain

(a)

(b)

(c)

σ* state of 1D H atomic chain

FIG. 9. Illustration of the wave functions of (a) Hs σ-bonding
and (b) Hs σ-antibonding states along the H-H chain. The red
and blue circles represent the positive and negative phases, re-
spectively. The Hs chain of the σ-antibonding orbitals, shown
in (b), can also be understood as a chain of pseudo-atoms with
“p-like” bonding orbitals, shown in (c). The pseudo-atom is
located at the midpoint of two neighboring H atoms.

H atoms, namely the vibration along the third direction,
can most effectively perturb the σ∗Hs−Hs states around
the Fermi level. Since this tilting vibration points pre-
cisely along the same direction as the S-H breathing vi-
bration, one may inadvertently count its contribution to
the pairing interaction on coupling electrons with the S-H
breathing modes.

In a hydrogen molecule, a σ-antibonding state is a
dissolving force to bond a pair of electrons rather than
a glue force. However, in a lattice system, an Hs σ-
antibonding state can be viewed as an effective σ-bonding
state formed by two p-like orbitals whose centers are
located at the midpoints of H atoms, as illustrated by
Fig. 9(c). This explains why the Hs σ-antibonding elec-
trons can bear strong EPC and contribute to the high-Tc
pairing once metalized upon electron doping under high
pressure. We believe this picture holds not only for SH3,
but also for other hydrogen-rich high-Tc superconductors
under ultrahigh pressure.

IV. SUMMARY

Through non-orthogonal atomic orbital-based elec-
tronic structure calculations, this study investigated the
chemical bonding properties between neighboring S/H
atoms in SH3 at 200 GPa. Our COOP/COHP analy-
ses revealed that the electronic states around the Fermi
level contain both S-H and H-H covalent bonding or anti-
bonding states. Furthermore, by solving the anisotropic
Migdal-Eliashberg equation, we found that the EPC
strength λnk and superconducting gap ∆nk exhibit sub-
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stantial anisotropy on the Fermi surfaces.
By comparing the bonding populations and anisotropic

superconducting properties, we found that the H-H an-
tibonding states extend widely across the Fermi sur-
faces and exhibit strong coupling with optical phonon
modes generated by the tilting vibrations of hydrogen
atoms. This coupling contributes substantially to both
λnk and ∆nk. Conversely, the acoustic phonon modes
are predominantly associated with the vibrations of S
atoms. Specifically, the coupling between electrons and
the strong S-H breathing mode only influences the EPC
in the acoustic phonon branches.

In total, our investigation shows that the metalized Hs
antibonding electrons contribute more significantly to the
total EPC constant through their coupling with the tilt-
ing vibration modes of H atoms, compared to the metal-
ized S-H covalent bonding and antibonding electrons in
SH3. This discovery highlights an unnoticed yet crucial
role played by the metalized H-H antibonding electrons

in the high-Tc pairing of SH3. It complements and alters
the existing picture that high-Tc pairing primarily arises
from metalized S-H covalent bonds in this material. We
believe the physical picture revealed in this work holds
true more generally and provides valuable insight into
the understanding of high-Tc superconducting in other
hydrogen-rich compounds under ultrahigh pressure.
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