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ABSTRACT 
 
 

Using the Monte Carlo method, we have studied the pulsed laser deposition process at 
the sub-monolayer regime. In our simulations, dissociation of an atom from a cluster is  
incorporated. Our results indicate that the pulsed laser deposition resembles molecular 
beam epitaxy at very low intensity, and that it is characteristically different from molecular 
beam epitaxy at higher intensity. We have also obtained the island size distributions. The scaling  
function for the island size distribution for pulsed laser deposition is different 
from that of molecular beam epitaxy. 
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I. INTRODUCTION 
 
Pulsed laser deposition (PLD) is a growth technique in which the target material is  

ablated by a pulsed laser and then deposited in pulses on a substrate surface, i.e. many particles  
arrive simultaneously at the surface [1]. It is a new technique that may improve layer-by-layer  
growth [2, 3] and is especially suited for the growth of complex multicomponent thin films,  
e.g. high temperature superconductors [4], biomaterials [5], or ferroelectric films [6]. A great  
advantage of PLD is the conservation of the stoichiometry of virtually any target material in 
the deposition.  Experimentally each pulse has a length of about a few nanoseconds and the  
time between two pulses is of the order of seconds.  

Recently, Hinneman et al [7, 8] proposed a simple model for PLD. In this model the  
duration of a pulse is assumed to be zero and the transient enhancement of the mobility of  
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freshly deposited atoms is neglected. The microstructure evolution is controlled by three  
parameters, namely, the intensity I – which is the density of particles deposited per pulse, the  
rate for diffusion of adatoms on the surface D, and the average flux of incident particles per  
site F. The atoms are deposited in pulses of intensity I, onto a flat substrate. The atoms diffuse  
on the substrate with a surface diffusion constant D until they meet another adatom, in which  
case they form a stable and immobile nucleus of a two-dimensional island, or until they attach  
irreversibly to the edge of an already existing island. The Ehrlich-Schwoebel barriers for atoms  
to descend from an island are not taken into account. Since there is no edge diffusion, the  
islands grow in a fractal manner before they coalesce. A similar model with a finite pulse  
length had been proposed previously by Jensen, Niemeyer, and Combe [9, 10]. Hinneman et al  
had actually restricted their PLD-simulation to a particularly simple case, namely to the limit  
of an infinite D/F, meaning that all adatoms nucleate or attach to an existing island before the  
next pulse arrives.  

The quantity they examined was the island density ),( θIN  as a function of the intensity  

I and the coverage θ . They found that for all coverage up to the maximum coverage 1max =θ   

in their simulation, the island density is an increasing function of the intensity I. Defining the  
quantity ),(/),(),( maxθθθ ININIM ≡  they found that the logarithm of ),( θIM  obeyed very  

well the scaling form ))log(/)(log()log(/)),(log( IgIIM θθ = where the scaling function g(z)  

was very well approximated by a simple parabola 2)( azzg = , with a as a constant. 
Since the irreversible model of ref. [7], resulting in fractal islands, is applicable only to  

very special situations, we generalize the model to include reversible processes and finite D/F.  
We have also obtained the island size distributions. The scaling function for the island size  
distribution for pulsed laser deposition is different from that of molecular beam epitaxy. 
    
II. KINETIC MONTE-CARLO MODEL 

 
Here we use a more realistic model to study the PLD [7], by using the conventional  

kinetic Monte-Carlo approach. Atoms are deposited in regular pulses of zero duration and  
intensity I, with the average flux of incident particles per site F. All surface atoms, including  
those that are connected by nearest neighbor bonds to other atoms, can hop to nearest neighbor  
sites. The rate at which a surface atom with n lateral nearest neighbors can hop to a nearest  
neighbor site is determined by the configuration-dependent Arrhenius-type expression  
kn(T)=Dexp(-nE/kBT). Here E is the potential energy of an atom with one lateral bond,  

  Bk  is the Boltzmann’s constant and T is the absolute temperature. The free-atom migration  

D is given by the expression )/exp()/2( TkEhTkD BsB −= , where h is the Planck’s  

constant and ES is activation energy for free adatom hopping. In our simulation we have  
fixed F=0.1 (monolayer/second), and set ES=1.3 eV and E=0.3 eV, the values used by  
Ratsch et al. [11] in their simulation of the submonolayer island size distribution in order to  
compare with experimental results for Fe(100). The simulations are then performed on a  
square lattice of size 300x300, with results averaged over 50 runs, at various intensities for  
 
three different temperatures, T=700K, 800K and 850K. The measurements always take  
place right before a new pulse is released. In Figures 1a and 1b we show the qualitative  
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difference between MBE and PLD respectively in our reversible kinetic Monte-Carlo model.  
Both figures are for T=800K, flux F=0.1 and show the typical configurations after a deposition  
of 0.4 monolayer. We can see that the island density is much higher for PLD even though the  
average flux is the same in both cases. We can also see that the islands are compact as compared  
to the fractal islands in the case of ref. [7]. 
   
III. RESULTS 

 
Figures 2a, 2b and 2c show the island density N(I,θ) as a function of the coverage for  

temperatures T=700K, 800K and 850K and various intensities. The cases of molecular beam  
epitaxy (MBE) are also shown for comparison. The results for MBE are obtained when the  
intensity is lowered to one single atom per pulse. The values of the ratio D/F for the three  
corresponding temperatures are 105, 2x106 and 7x106 respectively, in appropriate  
units. For all three temperatures, at least for the higher coverage, the island density increases  
with increasing intensity. This is plausible since for a higher intensity more atoms arrive at the  
surface simultaneously so that most of them can meet and form new islands before attaching to  
existing islands. At low intensities we expect to have MBE. But as the intensity increases there  
should be a crossover to PLD behavior. The crossover is expected to occur when the intensity  
exceeds the density N1 of adatoms in MBE. We notice that there are peaks in the island density  
as a function of the coverage for all the intensities. As the island density increases, the islands  
tend to capture more and more of the diffusing adatoms, leading to a decrease of the nucleation  
of new islands. As the island density increases to a certain value, the capture rate of existing  
islands will equal to that of nucleation of new islands. After this point the island density will  
level off. The decrease in island density at higher values of the coverage is due to the  
coalescence of existing islands as their sizes increase due to adatom capture. In a point island  
model, the decrease of island density at higher coverage would be absent since the point  
islands do not coalesce. In the irreversible model of Hinneman et al [7], there are also no peaks  
in the island density. But it is not clear from their paper whether they had taken a point island  
model or not.  In Figure 3 we have plotted the average single adatom density N1 as a function  
of the coverage in MBE at the three temperatures. The peaks in the adatom density of all three  
curves are not higher than 0.0025 and the average adatom density over the whole coverage is  
about 0.001. Therefore we expect that the crossover intensity to be no higher than 0.0025 for  
all three temperatures and consequently for intensity higher than 0.0025, the behavior should  
be that of PLD, which is characterized by an increase with the island density with intensity.  
But since the peaks are rather narrow and the average value of N1 over the whole coverage is  
about 0.001,  we estimate the crossover intensity to be the average value of N1, i.e. 0.001. 

In Fig. 4a we show the peak values Nm of the island density versus the intensity I for  
the three temperatures, in double logarithmic plots. We can see that Nm is approximately  
constant below the intensity value I of 0.01. For I> 0.01, Nm increases with I as Nm ~ I2ν, with  
ν≈0.125. In Fig. 4b we show the island densities N at the fixed coverage θ=0.2 versus the  
intensity I in double logarithmic plots. Again the behavior is similar to that of Nm. From  
figures 4a and 4b one can see that in the high intensity regime, i.e. the regime of PLD, the 
total island density increases as a power law of the intensity I. However, at low intensity I, the  
total island density is approximately constant. This is the reason why we cannot collapse the  
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data for all intensities using a scaling function containing only one exponent. Only in the high 
intensity regime, where the power law holds, is the scaling good. This is different from the  
result of ref. [7] where only the special case D/F→∞ was studied using an irreversible model.  
Since  for the irreversible case the crossover intensity Ic for PLD goes as Ic∼(D/F)-x, where x>0  
[7], the model studied in ref [7] is always in the PLD regime, for all intensities. It is difficult to  
approach the limit D/F→∞ in the reversible model, because this limit is approached in the  
limit of very high temperature or very low flux. In both cases, more and more time is spent in  
particle diffusion rather than deposition and the computation becomes increasing time  
consuming. However we believe that the reversible model with finite flux and large but finite  
D/F is more relevant to the experimental situation.  

Following ref [7] we show in Figures 5a-c the double logarithmic plots of the quantity  
),(/),(),( maxθθθ ININIM =  at the three temperatures, where θmax =0.4 is the maximum  

coverage in our simulation. With this definition, the rightmost points of M(I,θ) are collapsed to  
a single point. Here we find that for all three temperatures, for I ≤0.001, the data for various  
intensities seem to collapse into one curve. This is in agreement with the result of Figs. 4a and  
4b that the island density is approximately independent of the intensity I for I ≤0.001. For all  
three temperatures, for I≥0.01, the data for various intensities seem to approach a different  
curve than the curve at low intensities. This is also in agreement with the result of Figs. 4a and  
4b that the island density increases with intensity as N~I2ν, so that the ratio M(I,θ) becomes    
independent of I.  

Again following ref [7] we show in Figures 6 a-c the quantity -log(M(I,θ))/log(I) versus  
the quantity -log(θ)/log(I), for the three different temperatures. Here we can see that the curves  
do not scale either. This is because in ref [7] only the special case D/F→∞ was studied. Their  
model is therefore always in the PLD regime for all intensities. In our model with finite D/F,  
we are in the PLD regime only at high intensities. At low intensities we are in the MBE  
regime. We consider the general scaling form –|log(M(I,θ))|=|log(I)|αG(|log(θ)|/|log(I)|β), with  
a scaling function G(x) and exponents α and β. We take the absolute values of the various  
quantities here because they are all less than one, which make the logarithms negative. By  
varying the values of the exponents α and β we can determine the best scaling function G. In  
Fig. 7 we show the scaling plot of –|log(M(I,θ))|/|log(I)|α  versus -|log(θ)|/|log(I)|β, for T=800K,  
with α=β=1/4. The scaling appears to be rather good. One notices that the points for I < 0.001  
are spread over the whole range of the figure while the points for I > 0.001 are only in the  
plateau of the figure. The reason for this is that for that for I > 0.001, there do not exist data  
points with coverage less than 0.001, because the first pulse already give a coverage of at least  
0.001. Similar scaling is obtained with the same values of α and β for the other temperatures.  
Also, as seen from Figs. 2a-c the behavior of the island density diverges from that of MBE  
when the intensity is 0.001 at all three temperatures. This agrees with the average density of  
adatoms in the MBE growth, indicating a critical condition of crossover from MBE to PLD –  
that is the adatom density in MBE equals the intensity of the PLD. 

In ref. [11-15] it was shown that the island size distribution N(S,θ) for the number of  
atoms S in an island obey the scaling N(S,θ)= θ/)( 2>< SSN , where <S> is the average  

island size. This scaling relation can be understood as follows. Let χ(S,θ)=N(S,θ)/N(θ), where  
N(θ)=∫N(S,θ)dS. If χ(S,θ) obeys a scaling, then it can be written as χ(S,θ)=θyg(S/θx), where x  
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and y are certain exponents and g(z) is the scaling function. Now let <S>= θx. Then one has  
χ(S,θ)=<S>y/xg(S/<S>). Putting this in the integral ∫χ(S,θ)dS=1 gives <S>1+(y/x)∫g(z)dz=1. This  
implies y/x=-1 and ∫g(z)dz=1. We also have <S>=<S>2+(y/x)∫zg(z)dz. Using y/z=-1, this gives  
∫zg(z)dz=1. But <S> is also given by <S>=∫SN(S,θ)dS/N(θ)=θ/N(θ). Therefore one has the  
relation N(θ)=θ/<S>. This gives N(S,θ)=(N(θ)/<S>)g(S/<S>)=(θ/<S>2)g(S/<S>). In Figures 8a  
and 8b we show the scaled island size distribution function θ/)( 2>< SSN  versus the scaled  

quantity >< SS /  at T=700K, for different values of the coverage θ, for the case of MBE and  
PLD at intensity of 0.1 respectively. To obtain these data we have averaged over 200 runs. For  
both cases of MBE and PLD, the data approach a scaling form [11-15], but the scaling  
functions are different for the two cases. The peak in the PLD distributions seems to shift  
towards islands of smaller size. A very similar behavior of the island size distribution, with  
almost the same scaling distribution, is found for PLD at intensity 0.05. 

 
  IV. CONCLUSION 

 
In conclusion we have simulated the PLD using a reversible kinetic Monte-Carlo  

model. We find that the island density increases with intensity. At very low intensity the  
scaling behavior is that of molecular beam epitaxy, but at higher intensity the behavior is that  
of PLD, characterized by increase of the island density with intensity. However, the excellent  
scaling form found in ref. [7] for an irreversible model, in terms of ratios of logarithms of  
various quantities does not seem to apply, when the reversible processes are considered. We  
have related the divergence to the critical condition when adatom density in MBE and intensity  
in PLD are equal – when the intensity of pulses is even higher, PLD behavior prevails.   
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FIGURE CAPTIONS. 
 
Fig. 1a. Typical island configuration for MBE after deposition of 0.4 monolayer, at T=800K, 
F=0.1 
Fig. 1b. Typical island configuration for PLD after deposition of 0.4 monolayer, at T=800K,  
F=0.1 and intensity I=0.1 
Fig. 2a: Island density versus coverage for T=700K 
Fig. 2b: Island density versus coverage for T=800K 
Fig. 2c: Island density versus coverage for T=850K 
Fig. 3: Single adatom density as function of coverage for the three temperatures 
Fig. 4a: Peak values Nm of the island density versus intensity I for the three temperatures 
Fig. 4b: Island density N at coverage θ=0.2 versus intensity I for the three temperatures 
Fig. 5a: Island density for T=700K rescaled so that all curves terminate at rightmost point 
Fig. 5b: Same as Fig. 5a, but for T=800K 
Fig. 5c: Same as Fig. 5a, but for T=850K 
Fig. 6a: Quantity –log(M(I))/log(I) versus quantity –log(θ)/log(I), for T=700K 
Fig. 6b: Same as Fig. 6a, but for T=800K 
Fig. 5c: Same as Fig. 6a, but for T=850K 
Fig. 7: Scaling plot of |log(M(I,θ)|/|log(I)|α versus -|log(θ)|/log(I)|β, for T=800K, with α=β=1/4. 
Fig. 8a: Scaling plot of the island size distribution for MBE 
Fig. 8b: Scaling plot of the island size distribution for PLD 



 7

20 40 60 80

20

40

60

80

 
Fig. 1a 
 
 
 

20 40 60 80

20

40

60

80

Fig. 1b 



 8

0.1 0.2 0.3 0.4
0.000

0.005

0.010

0.015

F=0.1,  T=700K

 I=0.1

 I=0.05

 I=0.01

 I=10 -3

 I=10 -4

 I=5x10 -5

 mbe

N

θ
 

 

0.0 0.1 0.2 0.3 0.4 0.5
0.000

0.001

0.002

0.003

F=0.1,  T=800K

 I=0 .1

 I=0 .05

 I=0 .01

 I=10 -3

 I=10 -4

 I =5x10 -5

 M B E

N

θ
 

 
 
 

Fig. 2a 

Fig. 2b 



 9

0.0 0.1 0.2 0.3 0.4
0.0000

0.0005

0.0010

0.0015
 I=0.1

 I=0.05

 I=0.01

 I=10-3

 I=10-4

 I=5x10 -5

 M B E

F=0.1,  T=850

N

θ

 
 
 

0.0 0.1 0.2 0.3 0.4

0.0000

0.0005

0.0010

0.0015

0.0020

0.0025

 T=700K

 T=800K

 T=850KN1

θ
 

 
 

Fig. 2c 

Fig. 3 



 10

0.00001 0.0001 0.001 0.01 0.1

0.0001

0.001

0.01

slope=0.24

 T = 7 0 0 K

 T = 8 0 0 K

 T = 8 5 0 K

N
m

I
 

 
 

0.00001 0.0001 0.001 0.01 0.1
0.0001

0.001

0.01

slope=0.24θ =0.2

 T=700K

 T=800K

 T=850K

N

I
 

 
 

Fig. 4a 

Fig. 4b 



 11

0.01 0.1 1

1

F=0.1,  T=700K

 I=0.1

 I=0.05

 I=0.01

 I=10 -3

 I=10 -4

 I=5x10 -5

M
(I

)

θ
 

 
 
 

0.01 0.1 1

1

F=0.1,  T=800K

 I=0.1

 I=0.05

 I=0.01

 I=10 -3

 I=10 -4

 I=5x10 -5

M
(I

)

θ

 
 

Fig. 5a 

Fig. 5b 



 12

0.001 0.01 0.1 1

1

F=0.1,  T=850K

 I=0.1

 I=0.05

 I=0.01

 I=10 -3

 I=10 -4

 I=5x10 -5

M
(I

)

θ
 

 

-1.1 -1.0 -0.9 -0.8 -0.7 -0.6 -0.5 -0.4 -0.3 -0.2 -0.1 0.0

-1.0

-0.9

-0.8

-0.7

-0.6

-0.5

-0.4

-0.3

-0.2

-0.1

0.0

0.1

F=0.1,  T=700K

-log(θ)/log(I)

-lo
g(

M
(I

))
/lo

g(
I)

 I=0.1

 I=0.05

 I=0.01

 I=10 -3

 I=10 -4

 I=5x10 -5

 
 
 
 

Fig. 5c 

Fig. 6a 



 13

-1.1 -1.0 -0.9 -0.8 -0.7 -0.6 -0.5 -0.4 -0.3 -0.2 -0.1 0.0

-0.8

-0.6

-0.4

-0.2

0.0

F=0.1,  T=800K

 I=0.1

 I=0.05

 I=0.01

 I=10 -3

 I=10 -4

 I=5x10 -5

-lo
g(

M
(I

))
/lo

g(
I)

-log(θ)/log(I)
 

 
 

-1.1 -1.0 -0.9 -0.8 -0.7 -0.6 -0.5 -0.4 -0.3 -0.2 -0.1 0.0

-0.8

-0.7

-0.6

-0.5

-0.4

-0.3

-0.2

-0.1

0.0

0.1

 I=0.1

 I=0.05

 I=0.01

 I=10 -3

 I=10 -4

 I=5x10 -5

F=0.1,  T=850K

-log(θ)/log(I)

-lo
g(

M
(I

))
/lo

g(
I)

 
 
 

Fig. 6b 

Fig. 6c 



 14

-3.0 -2.5 -2.0 -1.5 -1.0 -0.5 0.0

-2.5

-2.0

-1.5

-1.0

-0.5

0.0

F=0.1,  T=800K

α =1/4,  β =1/4

-|log(θ)|/|log(I)|β

-|
lo

g(
M

(I
))

|/|
lo

g(
I)

|
α

 I=0.1

 I=0.05

 I=0.01

 I=10 -3

 I=10 -4

 I=5x10 -5

 
 
 
 
 
 
 
. 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

Fig. 7 



 15

0.0 0.5 1.0 1.5 2.0 2.5
0.0

0.5

1.0

1.5

MBE,  T=700K,  F=0.1

 θ=0.1

θ=0.2

θ=0.3

N
(S

)<
S

>
2
/θ

S/<S>
 

 
Fig. 8a 

0.0 0.5 1.0 1.5 2.0 2.5
0.0

0.5

1.0

1.5

PLD,  T=700K,  F=0.1

 θ=0.1

θ=0.2

θ=0.3

S/<S>

N
(S

)<
S

>
2
/θ

 
 
Fig. 8b 


