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W eintroduceasoliton m odeltodescribeconform ationalstructureofpoly(oxyethylene)in aqueous

solution.The m odelisbased on form erinvestigationsfortwistonsin polyethylene,and the soliton

solution corresponds to stable excitation that locally transform s the gauche conform ation ofthe

O -CH 2-CH 2-O dihedralangle from the positive (negative) con�guration to its negative (positive)

partner. The conform ationaldeform ation in the polym er m ain chain is m ediated by the unstable

cisconform ation which changesthe physicalpro�le ofthe chain,contributing to triggerim portant

propertiesofthe polym er.Forinstance,itm ay activate the processforthecaptureofm etallic ions

in aqueoussolution and itm ay also enlargesolubility ofthepolym erin water.Thesoliton solution is

used to guidea quantum chem istry investigation thatexam ine,and characterize,a chain containing

40 m onom eric units,tracing quantitative correlationswith the soliton m odel.

PACS num bers:61.41.+ e,03.50.-z,05.45.-a

Solitons appear under the direct inuence ofnonlin-

earity,and m ay play im portantrole in severalbranches

ofnonlinear science. In particular,they m ay spring as

�nite energy excitations in nonlinear polym eric chains.

A classic exam ple ispolyacethylene (PA):in this chain,

singleand doublebondsalternate,generating Peierlsin-

stability that gives rise to solitons,as accounted for in

the Su-Schrie�er-Heeger m odel[1];see Ref.[2]for fur-

therdetails. Asone knows,the PA chain adm itsan in-

teresting �eld theoreticalform ulation in term sofbosonic

and ferm ionic�elds[3,4].Anotherexam pleofa nonlin-

earpolym ericchain thatsupportssolitonicexcitationsis

polyethylene (PE):in this case the chain only contains

singlesigm a bonds,which activatedegreesoffreedom of

the torsionaltype,giving rise to twiston excitations in

the polym eric chain [5].The presence oftwistonsin the

PE chain wasfurtherexplored in Refs.[6,7],and m ore

recently in Ref.[8]onehasshown thatthesetwistonscan

be seen astopologicalsolitons thatappear in a speci�c

m odeloftwo realscalar�elds.

Thework ofRef.[8]followstheinvestigationson topo-

logicalsolitonsiniciated in [9],and furtherexplored m ore

recently in [10,11,12]. The m ain idea isthatthe pres-

enceoftopologicalsolitonsin a polym ericchain m ay di-

rectly contributeto theconform ationalcharacteristicsof

the polym er,a fact im portant to the understanding of

physical,chem icaland biologicalproperties ofthe sub-

stance. A singular exam ple is the poly(oxyethylene)

(PO E),which haslong been the subjectofgreatatten-

tion dueto itsvariousbiotechnicaland biom edicalappli-

cations[13]. In this letter we develop the idea thatthe

PO E chain is able to support topologicalsolitons,and

thatthese solitonscontribute signi�cantly to the under-

tanding ofim portantfeaturesofthispolym er.

W estartwith thePE chain,which isa very long chain

m adeofCH 2 units.Itm ay be seen asthelim itforlarge

n ofthe chain fam ily [(CH 2)n-O -]m . In this fam ily the

second m em ber(n = 2)isthe PO E,which isform ed by

repetitionsofthechain unitCH 2-CH 2-O -.ThePO E isa

very im portantpolym erin thisfam ily,becausethepecu-

liararrayin thechain providestothispolym ersom every

im pressive features,am ong them the rem arkable ability

to entrap m etallic ionsin aqueoussolution and itssolu-

bility in waterto alm ostany extent.Besides,oneknows

thatethyleneoxidepolym ersaream ongstthem ostcom -

m only used substances in pharm aceuticaland other in-

dustrialform ulations[13,14,15,16,17,18,19,20].

M olecular dynam ics sim ulations [17, 21, 22] on

the conform ational structure of the PO E and 1,2-

dim ethoxyethane (DM E = CH 3-O -CH 2-CH 2-O -CH 3,

which is correlated with the PO E’s dim er) have shown

that the polym eric chain m ay present a very rich fam -

ily ofconform ationalpossibilities,with preferencefortgt

conform ersin condensed m edia { we are using standard

notation,where ‘t’,‘c’and ‘g’represent trans (�), cis

(0) and gauche (�=3) arrangem ents,respectively. The

tgt conform er was also observed in PO E chains used

as hidrophilic m oiety of nonionic surfactants, in aque-

ous solutions, through Ram an spectroscopy [23]. The

stabilization ofthe tgt conform er in the liquid or solid

state m ay be understood in term s ofpolar interm olec-

ular interactions,because this conform er has an appre-

ciable dipole m om ent while the tttconform er (alltrans

conform ations)haszero dipole m om ent[15]. This pref-

erencefortgtconform ation isalso predicted forDM E by

experim entalNM R [24]and infrared [25]spectroscopic

studies.The watera�nity ofPO E isdirectly related to

a structuralsim ilarity between thePO E chain and liquid

water,which is not found for other polyethers [26,27]:

when substantially hydrated,thePO E chain assum eslo-

calconform ations m ostly with the tgt arrangem ent;in

thiscase there isalm ostperfectm atch between the dis-

tanceoftheoxygen atom sin thestructureofliquid water

and the distance between the nearest neighbor oxygen
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atom sin the polym erchain. Thus,the PO E chain m ay

beeasily incorporated into thestructureofliquid water,

with theetheroxygen atom sreplacing som eofthewater

m olecules,with the hydrophobic ethylene groups being

encaged in voidsin between waterm olecules.There are

otherconform ationalpossibilitiesin the PO E chain;for

instance,thetggconform erisconsidered thesecond m ost

populated in DM E,also based on spectroscopic results

both forDM E and PO E,probably because ofthe pres-

ence ofan im portant intram olecular 1,5-CH� � �O inter-

action thatstabilizesthis particularconform ation. The

nom enclature ttt,tgt,and so forth,thatwe are using is

valid to representthethreem ostim portantdihedralan-

glesin the polym erm ain chain,nam ely O -CH 2-CH 2-O ,

CH 2-CH 2-O -CH 2,and CH 2-O -CH 2-CH 2,asweillustrate

in Fig.1.

FIG .1:Thethreem ostim portantdihedralanglesin thePO E

m ain chain.

W ecan visualizetopologicalsolitonsin thePO E chain

thinking ofthetgtconform ation,them oststableconfor-

m ationalcon�guration in thePO E chain in liquid water.

Thesym m etry ofthe chain adm itstwo equivalentpossi-

bilities,where the helix can be clockwise,generated by

a sequence of tg+ t arrangem ents, or counterclockwise,

generated by a sequenceoftg� torientations.Thesetwo

gaucheconform ations(helixes)aredegeneratein energy,

and they are typically very populated,according to the

previousdiscussion [24,25].They appearto bethem ost

stable of all the conform ational possibilities the PO E

chain m ay com prise.Thus,although thePO E chain m ay

adoptotherdistinctconform ations,ourm odelconsiders

only the two m ost im portantsetofdegreesoffreedom ,

represented by the O -CH 2-CH 2-O and CH 2-CH 2-O -CH 2

dihedralangles,and the m ost stable conform ation,the

gauche and trans arrangem ents,respectively. For both

angles,the cis conform ation is unstable,and is seen as

a barrierfor gauche and trans orientationsto tunnelto

its sym m etric partner. W e illustrate this in Fig.2 for

the gauche conform ation ofthe O -CH 2-CH 2-O dihedral

angle.

Thisreasoning allowsintroducing a m odeloftwo real

scalar�eldsto describe the nonlinearchain. Underthis

assum ption wecould establish,a priori,thetwom ostrel-

evantsetsofdegreesoffreedom todescribethetransition

FIG .2: The cis conform ation that interm ediates the m ost

stable gauche conform ation for the O -CH 2-CH 2-O dihedral

angle. The central circles are drawn to represent the two

neighboring carbon atom sbetween subsequentoxygen atom s.

tg+ t$ tg� tthatspringsasthe topologicalsoliton.

The connection between these detailed inform ation at

m olecularlevelwith the m athem aticalrepresentation of

thepolym erisim plem ented bythe�eld theoreticalm odel

thatwenow develop.Them odelisdescribed by tworeal

scalar �elds,� and �,which live in the bidim ensional

space-tim e(x;t).TheLagrangian density hasthe form

L =
1

2
@��@

�
� +

1

2
@��@

�
� � V (�;�) (1)

where

V (�;�)=
1

2
W

2

�
�
1

2
W

2

�
(2)

Here @�� = @�=@x�,W � = @W =@�,etc. W e are using

standard notation, with x� = (x0 = t;x1 = x), and

x� = (x0 = t;x1 = � x),and �h = c = 1. The form of

thepotentialisspecial,becauseitallowsobtainingstatic

solutionsofthe equationsofm otion

d2�

dx2
= W �W �� + W �W �� (3)

d2�

dx2
= W �W �� + W �W �� (4)

through the �rstorderdi�erentialequations

d�

dx
= W � (5)

d�

dx
= W � (6)

Solutions of the �rst order equations are stable and

are m inim um energy solutions { see [11]and references

therein form oredetails.

Them odelweconsiderisde�ned by thesuperpotential

W = W (�;�),which hasthe speci�cform

W = �a
2
� + �a

2
� �

1

3
��

3 � ���
2

(7)
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W e consider �;�;� real,and a realand positive. This

m odelisnew,and reproducesthe m odel�rstconsidered

in Ref.[9]in the lim it � ! 0. W e calculate W �� and

W �� to seethat

W �� = � 2��; W �� = � 2�� (8)

W enoticethatthesuperpotentialisharm onicfor�+ � =

0,thustheequationsofm otion canbereducedtoafam ily

of�rstorderequationsfor� + � = 0 [28].

The potentialpresentsabsolute m inim a atthe points

(��i;��i),where ��i=a = �a=2���i are given in term sof��i,

which representthe realsolutionsof

�
��

a

� 2

=
1

2
�
1

2

s

1�
�2

��
(9)

There are two solutions for �2=�� < 0,four solutions

for 0 < �2=�� < 1,two solutions for �2=�� = 1,and

no solution for �2=�� > 1. W e consider the case 0 <

�2=�� < 1. W e write � = �r,and � = �s,to get to

0 < s2=r < 1. This im plies that r > 0,and we take

�
p
r< s<

p
r.

The equationsofm otion forstatic�eldsaresolved by

solutions to the �rst order di�erentialequations,after

changing � ! a�,� ! a�,and x ! �ax

d�

dx
= 1� �

2 � r�
2

(10)

d�

dx
= s� 2r�� (11)

W enoticethatthissystem doesnotallow one-�eld solu-

tions for s 6= 0. This peculiar behaviorofthe m odelis

im portant,and isin good agreem entwith the quantum

chem istry investigation thatwehaveim plem ented,aswe

com m enton below.W e can �nd true two-�eld solutions

to theabove�rstorderequations.They aredescribed by

the �eld con�gurations

�s(x) = a

r

1

2r
tanh(�a

p
2rx) (12)

�s(x) = � a

r

1

r
�

1

2r2
tanh(�a

p
2rx) (13)

which arevalid fors= �
p

2� 1=r,with r> 1=2.W eno-

ticethatthelim itr! 1=2transform stheabovesolution

back totheone-�eld solution ofthesim plerm odel,where

s = 0. W e see thatthe am plitude of� is A� = a=
p
2r,

and thatof� readsA � = jsjA �.Thus,for1=2< r< 1,

we get 0 < s2 < 1,and the am plitude of� is always

sm aller then that of�. For r > 1 we get s2 > 1,and

in thiscasethe am plitudeof� isgreaterthen thatof�.

A com plete investigation ofthe two-�eld m odelwillbe

published elsewhere.

In thePO E polym er,thetopologicalsoliton represents

a conform ationaldistortion in the tgtchain:itdescribes

the change from the tg+ tconform ation to the tg� tcon-

form ation.Thism odi�cation isdonewith thechain pass-

ingthrough theunstablecisconform ations,in awaysuch

thatthetopologicaldistortionslocallyincreasethedipole

m om entin thechain,which areevenly distributed along

the entire chain in both the tg+ t and tg� t conform a-

tions. The presence ofa topologicalsoliton breaks the

dipole m om ent uniform ity in the chain,increasing the

polar nature ofthe chain in the soliton core,and this

is the m echanism that triggers the process for captur-

ing m etallic ionsin aqueoussolution,orthatfavorsthe

presenceofhidrogen bondsin watersolutions.

To m ake ourinvestigationsm ore quantitative we now

exam ine the connections between the detailed inform a-

tionsobtained in the m odeldescribed by two realscalar

�eldsand thePO E chain atm olecularlevel.Thiscan be

obtained through quantum chem istry calculations,with

them athem aticalrepresentation ofthepolym erasgiven

by the �eld theoreticalm odel. W e investigate the chain

H(-CH 2-CH 2-O -)40H,a PO E chain with 40 m onom eric

units. W e suppose that the topologicalsoliton repre-

sentsthe transition state between the positive and neg-

ative helix conform ations for the polym er m ain chain.

The transition state between the two m ost stable con-

form ationsofthe PO E isrepresented by a polym erthat

m ixes the gauche and the energetically unfavorable cis

conform ationsatthe sam e m olecule,in a way such that

itm akespossible the application ofquantum chem istry

m achinery to do the investigation,since the soliton ex-

citation is a continuum phenom enon that needs an ex-

tended m olecular representation. In Fig.3 one depicts

thepolym erm oleculesconsidered asreagent,nam ed pos-

itive helix (lower�gure),and astransition state,nam ed

soliton (upper�gure). W e established thatthe dihedral

angleC-O -C-C wasm aintained atcon�guration trans(�)

throughout the entire polym er m olecule, and that the

other two dihedralangles in the m ain chain { nam ely

O -CH 2-CH 2-O and CH 2-CH 2-O -CH 2 { are choosen ac-

cording to the �eld theoreticalm odel,in which we are

identifying the � and � �eldswith the two dihedralan-

gles CH 2-CH 2-O -CH 2 and O -CH 2-CH 2-O ,respectively.

[In fact,we have done severalother investigations: for

instance,iftheCH 2-CH 2-O -CH 2 angleisalso frozen,the

resultsarevery unusual,showing thatthepolym erm ain

chain visitvery energeticcon�gurations,returning along

thesam echain axis,butreversingitsdirection;also,ifall

thethreedihedralanglesarefree,thepolym erm ain chain

bendsconsiderably,breaking the unidirecionalcharacter

ofthe polym er].

W e use results ofthe two �eld m odelto see that the

m odi�cation ofthe two dihedralangles that are corre-

lated with im portant degrees of freedom of the m ain

chainfollow thehyperbolictangentbehavior.W eidentify

thetwo dihedralcon�gurationsO -CH 2-CH 2-O and CH 2-

CH 2-O -CH 2 with the � and � �elds,respectively,and

so weusethequantitativepattern ofthesoliton solution
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FIG .3:Thetwoconform ationalstructuresforthePO E m ain chain.Thelowerchain isshown in thepositivehelix conform ation.

Theupperchain showsthesolitonicstructure,which drivesthem ostim portantdihedralanglesin thePO E m ain chain,changing

the gauche conform ation from positive (negative)to negative (positive)helicity.

(12)and (13)tosetthevaluesfordihedralanglesthrough

the40m onom ericunitiesofthePO E m olecule.Theposi-

tivehelicity isachieved by settingtheO -CH 2-CH 2-O and

CH 2-CH 2-O -CH 2 angleswith the values + �=3 and � �,

respectively,in the entirepolym erm olecule{ seeFig.3,

lower chain. For the soliton,however,we consider the

�rst8 m onom eric unitsin both extrem itiesofthe poly-

m eraspositiveand negativehelicities,respectively,while

forthe 24 centralunitsthe valuesofthe O -CH 2-CH 2-O

and CH 2-CH 2-O -CH 2 dihedralanglesvary according to

thehyperbolictangentpro�le.TheO -CH 2-CH 2-O angle

wasm odi�ed from + �=3 to � �=3,while the CH2-CH 2-

O -CH 2 angleswasm odi�ed from � � to + �,through the

curvature ofeach one ofthe two hyperbolic tangentso-

lutions thatdescribe the soliton. This identi�cation re-

strainstheparam etersr,s,and a thatappearin the�eld

theoreticalm odelto the valuesr= 9=17,s= � 1=3,and

a = �
p

18=17 and the soliton solution can be rewritten

as

�(x) = � tanh

�p

18=17 x

�

(14)

�(x) = � (�=3)tanh

�p

18=17 x

�

(15)

where we have changed �ax ! x,to use dim ensionless

coordinate.

The m olecules shown in Fig.3 representthe �nalre-

sultsobtained with sem i-em piricalm olecularorbitalcal-

culationsthatwerem adeby using AM 1 [29]m ethod im -

plem ented in the M O PAC 93 version 6.0 package [30].

During thegeom etry optim ization proceduresused in or-

der to �nd the stationary point atthe potentialenergy

surface(PES)in each case(positivehelicity and soliton),

allthedihedralangleswerem aintained frozen,whilethe

norm alanglesand bond lengthswereallowed torelax.In

Fig.3wenoticethattheupperchain (which containsthe

soliton)slightly deviatesfrom itsunidirensionalcharac-

ter,butthe linearcon�guration is stillin good approx-

im ation with the �eld m odel. The m ain results for the

electronicpropertiesaregiven in theTablebelow,which

showsthe heatofform ation and dipole m om ent(�)for

both the soliton (upper line) and the helix (lower line)

m olecules.

HeatofFom ation (kJ) � (Debye)

-7621.47 11.53

-7719.56 1.42

Theresultsrevealthatthesoliton is98.09kJ m oreen-

ergetic than the norm algauche conform ation,in agree-

m ent with the fact that the soliton induces a localized

transition between positiveand negativehelicitiesofthe

gaucheconform ation.Thisenergy di�erenceisexplained

by the instability ofthe cisornear-cisconform ationsin

both O -CH 2-CH 2-O and CH 2-CH 2-O -CH 2 dihedralan-

gles,found in the soliton core. W e believe that it can

be m inim ized in condensed m edia,particularly in polar

solvents like water,for exam ple,because ofthe greater

polarity ofthe soliton m olecule (� = 11:53 D) in com -

parison to thepositiveornegativehelicity (� = 1:42 D).

Thesoliton m odelthatwehaveused seem sto be lim -

ited,since it does not account for interm olecular inter-

actionsbetween neigbourPO E chains. However,thisis

a good approxim ation in aqueoussolutions,even athigh

concentrations,since interactions between PO E chains

via hydrogen bonds are scarce [22]. In fact,there are

m oreinteractionsbetween oxyethyleneunitsin thesam e

chain [22],m ediated by hydrogen bonds via neighbour

waterm olecules,butthiswehaveem pirically taken into

account by considering the positive and negative helix

conform ationsforthePO E m ain chain asthem ostpop-

ulated conform ationsin aqueoussolutions.
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stim ulating discussions,and CAPES,CNPq,PRO CAD
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