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Resultsofthenuclearresonanceexperim entsfortheplanarCu sitesin PrBa2Cu4O 8 arepresented.

The NM R spectrum at 1.5 K in zero m agnetic �eld revealed an internal�eld of6.1 T,providing

evidence for an antiferrom agnetic order of the planar Cu spins. This con�rm s that the CuO 2

planesare insulating,therefore,the m etallic conduction in thism aterialisentirely due to the one-

dim ensionalzigzag Cu2O 2 chains.The resultsofthe spin-lattice relaxation ratesm easured by zero

�eld NQ R above 245 K in the param agnetic state are explained by the theory for a Heisenberg

m odelon a square lattice.

PACS num bers:75.40.G b,76.60.Es,76.60.G v,76.60.Jx

There has been increasing interest in quasi-one-

dim ensionalcorrelated electrons. Theoreticalstudieson

generalized Hubbard or t-J m odels for chains and lad-

dershaverevealed a rich phase diagram associated with

various instabilities towards spin density wave, charge

order,and superconductivity1,2,3. Experim entalstudies

havebeen focused m ostly on organicand cupratem ateri-

als.M any phasesincluding superconducting stateswere

found,forexam ple,in the organicBechgaard salts4 and

cuprateladderm aterials5.

Pr based cuprates also provide m odel system s of

strongly correlated quasi-one-dim ensionalelectrons.The

best studied com pound is PrBa2Cu3O 7, which is

isostructuraltothesuperconductingYBa2Cu3O 7 butyet

insulating. The antiferrom agnetic order in the CuO 2

planesfound by NM R experim ents6 and thelargecharge

transferenergy gap in theopticalconductivity spectrum

along the a-direction7 in PrBa2Cu3O 7 indicate thatthe

electronicstructureoftheCuO 2 planesissim ilarto that

in undoped M ottinsulatorssuch asYBa2Cu3O 6.Fehren-

bacher and Rice proposed a m odelincluding localized

holestatesm adeofPr-4f and O -2p� hybridized orbitals
8

to explain the insulating nature of the CuO 2 planes.

TheCuO 2 chains,on thecontrary,rem ain param agnetic

and show m id-infrared opticalpeak7,consistentwith the

hole concentration ofapproxim ately 0.5 per Cu. Such

a quarter-�lled one dim ensionalband wasalso observed

by angle resolved photoem ission experim ents9. In the

NM R/NQ R experim ents for the chain Cu sites,G r�evin

et al. found large enhancem ent ofthe spin-lattice and

spin-spin relaxation ratesdue to electric quadrupole in-

teraction10. This suggests that the insulating behavior

ofthe chains is due to charge ordering (charge density

wave)instability.

PrBa2Cu4O 8 hasthe sam e structure asthe supercon-

ducting YBa2Cu4O 8 with Cu2O 2 zigzag chains. This

com pound is not superconducting but rem ains m etallic

down to low tem peratures11,12. M uon spin relaxation

experim entsatzero �eld by Yam ada etal. revealed the

onsetofan internal�eld at220 K and a second m agnetic

transition at 17 K ,which were ascribed to the orderof

Cu spinsand Prm om ents,respectively13.K ikuchietal.

perform ed Cu NM R experim entson powdersam plewith

the c-axisaligned by m agnetic �eld14. They found that

thesignalfrom theplanarCu sitesdisappearsbelow 250

K ,which they attributed to the m agnetic order ofthe

planarCu spins,whilethesignalfrom chain Cu sitesre-

m ain intact. Recent resistivity m easurem ents on single

crystalsby Horiietal.15 and by Hussey etal.16 revealed

largein-planeanisotropy,indicating thattheconduction

isdom inantly dueto chains.ThusPrBa2Cu4O 8 provides

unique exam ple ofm etallic quasi-1D electrons without

apparentdisorder.

In this paper,we report the results ofnuclear reso-

nanceexperim entson theplanarCu sitesin PrBa2Cu4O 8

atzero m agnetic�eld.Theresultson the chain Cu sites

arereported in a separatepaper.Thespectrum at1.5 K

revealed an internal�eld of6.1 T due to antiferrom ag-

netic order ofthe planar Cu spins. The nuclear spin-

lattice relaxation rate 1=T1 wasm easured using the nu-

clear quadrupole resonance (NQ R) signalat zero m ag-

netic �eld in the param agnetic state above 245 K .The

tem perature dependence of1=T1 is consistent with the

theoreticalform ula,1=T1 / T 1:5 exp(1:13J=T),for the

spin 1/2 Heisenberg m odelon a squarelattice23 with the

exchangeintegralJ = 1230 K

http://arxiv.org/abs/cond-mat/0210337v1
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FIG .1:Thespin-echointensity fortheplanarCu sitesatzero

m agnetic �eld isplotted asa function offrequency atT= 1.5

K (sym bols).Thesolid lineis�tto thespectrum asdescribed

in the text,which isthe sum ofsix resonance linesshown by

the dashed liines.

Thepowdersam pleofPrBa2Cu4O 8 wassynthesized by

solid state reaction under high pressure as described in

Ref.11. The NM R/NQ R experim ents were perform ed

with the standard spin-echo pulse sequence com bined

with theinversion recoverym ethod forT1 m easurem ents.

W e show in Fig.1 the spin-echo NM R spectrum at

1.5 K in zero external�eld.Thespectrum hasthreedis-

tinctpeaksat52,70 and 82 M Hz.Becausethespin-echo

decay tim e(T2)isvery short,wedid notattem ptto cor-

rectthe spin echo intensity forpossible frequency varia-

tion ofT2. The spectrum with m ore than two peaksat

frequenciesm uch largerthatthetypicalNQ R frequencies

ofhigh-Tc cuprates(� 30M Hz)pointsto thepresenceof

a largerinternalm agnetic�eld due to antiferrom agnetic

order.

To understand the spectrum ,we consider the Ham il-

tonian forspin 3/2nucleiin a m agnetically ordered state

in the presenceofelectric�eld gradient(EFG ),which is

written as,

H = N �hH intIz +
eQ

4I(2I� 1)
Vzz(3I

2
z � I(I+ 1)): (1)

Here, N and Q are the gyrom agnetic ratio and the

quadrupole m om ent of the nuclei, H int is the m agni-

tude of the internal m agnetic �eld whose direction is

taken to be the z-direction,and Vzz = @2V=@z2 is the

zz-com ponent of the EFG tensor. Since the analysis

of the spectrum shown below indicates that the m ag-

neticZeem an interaction ism uch largerthan theelectric

quadrupolarinteraction,only the�rstordere�ectofthe

quadrupolarinteraction isincluded in the above Ham il-

tonian.

W hen the values of H int and Vzz are given for one

isotope(63Cu),wecan com pute positionsofallsix reso-

nance lines,three lines corresponding to the transitions

Iz = 3=2 $ 1=2;1=2 $ � 1=2;� 1=2 $ � 3=2 foreach of

the two isotopes (63Cu and 65Cu),by using the known

ratiosofthe gyrom agnetic ratios(63=65 = 0:933)and

electricquadrupolarm om ents(63Q =65Q = 1:081)forthe

two isotopes. The solid lines in Fig.1 is the �t to the

experim entalspectrum with thevaluesH int = 6:1 T and

�zz = 3eQ Vzz=2hI(2I� 1) = 13:4 M Hz for 63Cu. The

halfwidth athalfm axim um for63Cu is1.5 M Hz forthe

centralline(Iz = 1=2$ � 1=2)and2.1M Hzforthesatel-

litelines(Iz = � 3=2$ � 1=2).ThustheNM R spectrum

provides direct evidence for an antiferrom agnetic order

ofthe planerCu spins.

In the param agnetic state above 245 K ,we observed

the nuclear quadrupole resonance (NQ R) signalatzero

�eld for 63Cu nucleiat �Q = 31:2 M Hz,which is close

to the resonance frequency in YBa2Cu3O 7 (31.2 M Hz)

and YBa2Cu4O 8 (29.7 M Hz).Sincein both com pounds,

EFG tensorisaxially sym m etric around the c� axis,we

assum ethisto bethecasein PrBa2Cu4O 8 aswell.Then

the angle � between the c-axis and the m agnetic hy-

per�ne �eld in the ordered state is given by the rela-

tion �zz = �Q (3cos
2 � � 1)=2,leading to the values of

� = 77� or 38�. W e adoptthe form er value since anal-

ysis ofthe NM R spectra in the antiferrom agnetic state

ofboth YBa2Cu3O 6
17 and La2CuO 4

18 concluded that

the m agnetic hyper�ne �eld is parallelto the ab� plane

within 10�. This is also consistent with the fact that

theordered m om entin theparentinsulatorsofthehigh-

Tc cuprates lies approxim ately in the ab� plane. W e

note,however,the NM R spectrum in the ordered state

in PrBa2Cu3O 7
6,19 and PrBa2Cu3O 6

20 show only one

broad peak near 70 M Hz with no resolved quadrupolar

splitting,leading to a m uch sm allervalue of� � 57�19.

Ifweusethevaluesofthehyper�necouplingconstants

in the M ila-Rice schem e21 estim ated for YBa2Cu3O 7
22,

A cc= -160,A ab= 34,B = 40 kO e/�B ,where A cc and A ab

is the hyper�ne �eld from the onsite spin and B is the

supertransferred hyper�ne �eld from a nearest neigh-

bor spins, the m agnitude and the direction of the or-

dered m om entareestim ated to be 0.50 �B and 4:6� out

ofthe ab� plane. The hyper�ne coupling constants in

PrBa2Cu4O 8,however,are not accurately known. The

m agnitudeand thedirection oftheordered m om entthus

obtained aresubjectto ratherlargeuncertainties.

In the param agnetic state,we m easured the nuclear

spin lattice relaxation rate 1=T1 by using Cu NQ R sig-

nalin the tem perature range245 -320 K .W e could not

observeNQ R signalatlowertem peratures.Thisiscon-

sistentwith the N�eeltem perature of220 K revealed by

both the disappearance ofthe planarCu NM R signal14

atahigh m agnetic�eld and theonsetoftheinternal�eld

atthe m uon sites13.

Nuclear relaxation in two-dim ensionalquantum anti-

ferrom agnets was theoretically studied by Chakravarty

and O rbach23 in therenorm alized classicalregim e,where

the ground state isa N�eelordered state.Forthe caseof

spin-1/2 Heisenberg m odelon a square lattice with the
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FIG .2:Thenuclearrelaxation ratein theparam agneticstate.

Thedataof1=T1T
1:5

areplotted against1=T.Theraw exper-

im entaldataforPrBa2Cu4O 8 areshown by open square.The

resultsaftersubtracting thetem peratureindependentcontri-

bution from Pr m om ents are shown by solid squares. For

com parison,the data for La2CuO 4 reported by M atsum ura

etal.(Ref.26)are also shown by open circles.

nearestneighborexchangeJ,1=T1 isexpressed as

1

T1
=

0:134(2A Q N �h)
2

2��s�h

�
T

2��s

� 3=2 �
1

1+ T=2��s

� 3

� exp

�
2��s

T

�

; (2)

where�s = 0:18J isthespin-sti�nessconstantand A Q =

A ab � 4B . W hen the tem perature ism uch sm allerthan

2��s = 1:13J,1=T1T
1:5 isexpected tobeproportionalto

exp(1:13J=T).

The observed 1=T1 atthe planarCu site includesthe

contribution from the Pr localm om ents through dipo-

larinteraction,(1=T1)4f,in addition to the contribution

from theplanarCu spins.Thuswem ustsubtractitfrom

the experim entaldata before com paring with the the-

ory.Sincethetem peraturerangeofourm easurem entsis

higherthan theorderingtem peratureofthePrm om ents

(TN ;4f = 17 K ),(1=T1)4f can be estim ated from the fol-

lowing form ula valid in the high tem peraturelim it24,25,

(
1

T1
)4f =

2
p
2�

3

2N (gJ�B )
2

!ex
J(J + 1)�i

3(5� 3cos2 �j)

4r6j
:

(3)

W here J = 4,gJ = 0:8 isthe Land’e’sg-factorofPr3+

and �j istheanglebetween thec-axisand rj connectinga

Cu nucleusand aneighboringPrm om ent.Theexchange

frequency !ex isgiven as

!ex =

r

2

3

J4f

�h

p

zS(S + 1); (4)

whereS = 1,z = 4isthenum berofthenearestneighbor

Pr sites,and J4f is the exchange interaction am ong Pr

m om entsthatcan be estim ated from the m ean �eld ex-

pressionfortheorderingtem perature,TN ;4f = J4fzS(S+

1)=3kB .W eobtain !ex = 1:94� 1012 [s�1 ].Thesum over

the Pr sites in Eq.3 is dom inated by the four nearest

neighbors.By putting N = 2� � 1:1285� 103[s�1 G �1 ],

cos2 �j = 0:28and �j
1

r6
j

= 3:29� 1045[cm �6 ],weobtained

(1=T1)4f = 550[s�1 ].

In Fig.2,weplot1=T1T
1:5 against1=T using the cor-

rected dataaftersubtracting(1=T1)4f (solid squares).As

shown by the straightline,our results on PrBa2Cu4O 8

are com patible with the theoreticalprediction. By �t-

ting the data to Eq.(2),we obtained J = 1230 K and

A Q = 56 kG /�B . Im aiet al. �rst presented such an

analysisfortheirexperim entson La2CuO 4
27. They ob-

tained J = 1590 K for La2CuO 4. The sm aller J for

PrBa2Cu4O 8 isconsistentwith the lowerN�eeltem pera-

ture.

In sum m ary, we con�rm ed that the ground state of

PrBa2Cu4O 8 hasan antiferrom agnetic long range order

ofthe planarCu spins. From the analysisofthe NM R

spectrum at 1.5 K ,the m agnitude and the direction of

the internalm agnetic �eld are determ ined. The direc-

tion ofthe internal�eld isaboutten degreesoutofthe

ab� plane, indicating that the ordered m om ent lie ap-

proxim ately within the ab-plane, sim ilarly to the case

of YBa2Cu3O 6 and La2CuO 4. This is, however, con-

trasting to the results reported for PrBa2Cu3O 7. The

nuclearrelaxation rate above 245 K followsthe relation

1=T1T
1:5 / 1=T,which is expected for two-dim ensional

spin-1/2Heisenbergantiferrom agnetson asquarelattice.
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