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Abstract

W epresentan ab initio theoreticalform alism forthestaticparam agneticspin sus-

ceptibility ofm etalsat�nitetem peratures.Sincerelativistic e�ects,e.g.spin-orbit

coupling,areincluded wecan identify theanisotropy oreasy axesofthespin uctua-

tions.O urcalculations�nd hcp-iron to beunstableto in ab-plane,incom m ensurate

anti-ferrom agnetic (AFM )m odes(linked to nested Ferm isurface)below TN = 69K

for the lowest pressures under which it is stable. TN swiftly drops to zero as the

pressureisincreased.Thecalculated susceptibility ofyttrium isconsistentwith the

helical,incom m ensurateAFM orderfound in m any rare-earth-diluteyttrium alloys.

Lastly,in line with experim entaldata,we �nd the easy axes ofthe incom m ensu-

rate AFM and ferrom agnetic spin uctuations ofthe norm alstate ofthe triplet

superconductor Sr2RuO 4 to be perpendicular and parallelwith the crystalc-axis

respectively.
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Atlow tem peraturesundersu�cientpressure iron swapsitsbody-centered cubiccrystalstruc-

turein favorofa hexagonalclosepacked arrangem entwith thelossofitsferrom agneticlong range

order. Italso becom essuperconducting [1]in a narrow range ofpressuresbetween 15 to 30 GPa.

Thisrecentobservation ofsuperconductivity hasadded thephaseofacom m on elem enttothegrow-

ing listofm agneticornearly m agneticm aterialsexhibiting a superconductivity in which m agnetic

uctuationsseem toplay akey role[2].Priortothis�ndingthem ain interestin them agneticprop-

ertiesofthehigh pressurehexagonalphaseofiron wasm otivated by theire�ectupon itsstructural

and m echanicalproperties.Aspartofthestudy ofthephasediagram ofiron thishasawidespread

relevance forsubjectsasdisparate as,forexam ple,thepropertiesofsteeland the structure ofthe

Earth’sinnercore[3].

The im portance ofm agnetism upon the phase diagram iswell-known. Ab-initio density func-

tionaltheory (DFT)calculationshavedem onstrated thattheform ation ofm agneticm om entssta-

bilises the b.c.c. phase ofiron at low tem peratures and norm alpressures. Although stable only

above theCurietem perature,face-centered cubic iron hasbeen found to have an incom m ensurate

spin density wave(SDW )m agneticstateatlow tem peraturefollowing m easurem entson fcc-Fepre-

cipitateson copper[4]and ab-initio calculations[5]which also show the m agnetic interactionsto

vary sharply asa function ofvolum e.

Them agneticattributesofhexagonaliron havenotbeen so wellidenti�ed.To dateDFT calcu-

lationsofthe energiesoftwo possible anti-ferrom agnetic (AFM )ground statesare lowerthan the

non-m agnetic one forpressures up to 60 GPa and calculated elastic constants forsuch m agnetic

statesprovideabetterinterpretation ofexperim entaldatathan thosefrom non-m agneticstates[6].

On theotherhand,in-situ M ossbauerdata from hcp iron [7]show no evidence oflong rangem ag-

netism although they do allow foritto possessstrongly enhanced param agnetism which dim inishes

with increasing pressure. In this letter we study the spin uctuations (SF) in this m aterialvia

calculations ofthe param agnetic spin susceptibility as a function ofboth tem perature and pres-

sure. W e �nd the predom inant m odes to be incom m ensurate with the hexagonallattice and set

by nesting features ofthe Ferm isurface. W e �nd their ’easy axis’to be in the ab-plane. These

uctuationsbecom e unstable atlow tem peraturesand atthe lowerpressureswhere hcp-Fe isjust

stable,indicating an incom m ensurate SDW m agneticground state.

To carry outthis study we describe a theoreticalform alism to calculate a relativistic param -

agnetic static spin susceptibility for m etals at �nite tem perature. W e highlight how the natural

inclusion ofspin-orbit coupling allows us to study the anisotropy ofenhanced spin uctuations

in nearly m agnetic system s and to identify theireasy-axes. The param agnetic susceptibility ofa

m etalcan possess m uch structure in wave-vector (q) space. Indeed a peak at one tem perature

can evolve into a divergence ata lowerone to signify the system ’s transition into a m agnetically

ordered state characterised by a static m agnetisation wave with a wave-vector corresponding to

thatofthepeak.By seeking outthepeaksoftheparam agneticsusceptibility by exam ining a wide

range ofwave-vectors we can identify the dom inant spin uctuations and probe form any di�er-

entpossible m agnetic ground states. M oreoverthe easy axisofthe enhanced spin uctuationsin

theparam agneticphasewillindicatethedirection along which m agnetisation growsin theordered

phase.

Following the application to hcp-Fe, we calculate the q-dependence and easy axis of spin-

uctuations in hcp m etals yttrium and scandium . Our results are consistent with the helical

anti-ferrom agnetic structure that occurs when Y is doped with m agnetic rare earth im purities

such asGd.Finally weinvestigatetheanisotropy ofthespin uctuationsin thenorm alstateofthe

perovskite spin-triplet superconductor Sr2RuO 4. This aspecthasbeen proposed asan ingredient

forthetheoreticalunderstanding ofthepairing m echanism in thisextensively studied m aterial[8].



Ourprincipal�ndingsarein good agreem entwith NM R data [9].

W e accessthe param agneticspin susceptibility by considering a param agneticm etalsubjected

toasm all,external,inhom ogeneousm agnetic�eld,�bext:(r),which inducesam agnetisation �m (r).

W e use DFT to derive an expression via a variationallinearresponse approach [10,11]. Although

therearea num berofstudiesofthistype[12],relativistice�ectsaretypically om itted.W eaddress

thisissue in thisletter.Recently wehave developed [13]a schem e forcalculating thewave-vector,

frequency and tem perature-dependent dynam ic spin susceptibility and have applied it to Pd,Cr

and Cr-alloysobtaining good agreem entwith experim entaldata.Herewedescribethenew aspects

thatem ergewhen relativistice�ectsareincorporated in itsstaticlim it.

W e startwith the relativistic version ofdensity functionaltheory [14]where a Gordon decom -

position isapplied tothecurrentdensity and thespin-only partofthecurrentretained.TheKohn-

Sham -Diracequation involving e�ectiveone-electron �eldsforaparam agneticsystem issolved by a

one-electron Green’sfunction G o(r;r
0;").Ifa sm allexternal�eld �bext isapplied along a direction

n̂ with respectto the crystalaxes,a sm allm agnetisation,�m (r),and e�ective m agnetic �eld are

setup.Thelatteris�beff[�(r);m (r)]= �bext(r)+ Ixc(r)�m (r)wherewe haveassum ed that�bext

couplesonly to the spin partofthe currentand Ixc(r)isthe functionalderivative ofthe e�ective

exchange and correlation m agnetic �eld (within the localdensity approxim ation e.g.[15]LDA)

with respect to the induced m agnetisation density. The response ofthe system to the external

m agnetic �eld is expressed in term s ofthe Green’s function obtained from a Dyson equation in

term s ofunperturbed Green’s function G o(r;r
0;") ofthe param agnetic system and �beff. For a

generalcrystallatticewith N s atom slocated atpositionsal(l= 1,..,N s)in each unitcell,a lattice

Fouriertransform can becarried outand an expression forthefullstaticspin susceptibility found.

�
n̂(xl;x

0

l0
;q) = �

n̂

o
(xl;x

0

l0
;q)+

N sX

l00

Z

�
n̂

o
(xl;x

00

l00
;q)Ixc(x

00

l00
)�n̂(x00

l00
;x

0

l0
;q)dx00

l00
(1)

with thenon-interacting susceptibility ofthestaticunperturbed system given by

�
n̂

o
(xl;x

0

l0
;q) = �(kB T)Tr~� ~� :̂n

X

n

Z
dk

�B Z
G o(xl;x

0

l0
;k;� + i!n)~� ~� :̂n G o(x

0

l0
;xl;k + q;� + i!n) (2)

TheintegralisovertheBrillouin zonewith wave vectorsk,q and k + q within theBrillouin zone

ofvolum e�B Z .Thexlarem easured relativetothepositionsofatom scentred on al.Theferm ionic

M atsubara frequencies!n are(2n + 1)�kB T and � isthechem icalpotential.TheGreen’sfunction

for the unperturbed,param agnetic system containing the band structure e�ects is obtained via

relativisticm ultiplescattering (Korringa-Kohn-Rostoker,KKR)theory [16].Thesusceptibility has

a dependence on the direction ofthe m agnetic �eld, n̂,which islostwhen relativistic,spin-orbit

coupling e�ects are om itted. Ifan externalm agnetic �eld isapplied along the (0;0;1)direction,

i.e. the c-axis in h.c.p. and tetragonalsystem s,we have �z whereas �x is given for the �eld in

the ab-plane, n̂ = (1;0;0). W e obtain an anisotropy as the di�erence in the susceptibility when

an externalm agnetic �eld isapplied in two distinctdirectionswith respectto thecrystalaxesi.e.

(�x � �z).Thisapproach presented hereisapplicableto ordered com poundsand elem entalm etals

and can bem odi�ed to study disordered alloys[13].

Equation (1)is solved using a direct m ethod ofm atrix inversion. The fullFourier transform

isthen generated �n̂(q;q) = (1=V )
P

l

P

l0 e
iq:(al� a

0

l0
)
R

dxl
R

dx0
l0
e
iq:(xl� x

0

l0
)
�n̂(xl;x

0

l0
;q)whereV is

the volum e ofthe unitcell. Som e aspectsofthe num ericalm ethodsused to evaluate (2)and (1)

can be found in [13,17]and furtherdetailsare given elsewhere [18]. W e have used atom ic sphere

approxim ation (ASA),e�ective one-electron potentialsand charge densitiesin thecalculationsfor

hcp-Fe,Y and Sc.ForSr2RuO 4 wehaveused m u�n-tin (M T)(l=0)com ponentsofthepotentials



from a fullpotentialcalculation [19]. In allcasesthe detailsofthe electronic structuresincluding

theFerm isurfacescom parewellwith thosefrom fullpotentialcalculations.

Figure1 showssom eresultsofoursusceptibility calculationsforhcp-Feforfourvolum esin the

range(128a3
0
< V < 143a3

0
)wherea0 istheBohrradius.Thelargestvolum eweconsideris142.23a

3
0

which correspondstoapressureofP�16GPa[20]and thesm allestvolum eis128.98a30 orP�45GPa.

Forallthe volum esthe axialratio ofthe lattice constantsistaken to be c=a = 1:6 which isvery

close to the experim entally observed value over a wide pressure range [20]. Calculations of�(q)

wereperform ed form any wave-vectorsin theBrillouin zonein athorough search fordom inantspin

uctuationsand potentialm agnetically ordered states.Theim portantonesareshown in Fig.1.The

tem peraturerangeforsuch calculationswas50K � T � 300K.According to thefullpotentialDFT

calculationsofSteinle-Neum ann etal[6],twoAFM con�gurations(term ed AFM -Iand AFM -II)are

m orestablethan non-m agneticorFM con�gurationsforpressuresup to� 60GPaatT = 0K.AFM -

Ihasm agnetisation alternating in orientation in ab-planesstacked along the c-axiswhile AFM -II

hasm agnetisation with oppositeorientation on each layeraligned with thec-axisand perpendicular

to thex-axis.IfAFM -Iweretheground statem agneticcon�guration then fortem peraturesabove

theN�eeltem perature,TN weshould seeapeak in thesusceptibility atthespecialpointwave-vector

qA = (0;0;a=2c),(in unitsof2�=a).Sim ilarly ifAFM -IIwasthe ground state con�guration then

we expect to see the peak in �(q) atthe specialpoint qM = (1=
p
3;0;0). Forallfour volum es,

however,we �nd the m axim alpeak in �(q)to be atan incom m ensurate wave-vectorlying in the

basalplane ofqinc:=(0:56;0:22;0).W e can trace thiswave-vectorqinc: to a nesting ofthe m etal’s

Ferm isurfaceasshown in Fig.2.Thisisacross-section oftheFerm isurfacewhich isgenerated from

4 bandsstraddling the Ferm ienergy and iscom prised offoursheets. A cross-section through the

basalplane revealsthe Ferm isurface to bedom inated by two hexagonal-like shapescentred on �.

Theincom m ensurateqinc:=(0:56;0:22;0)neststwo piecesofFerm isurfaceasshown in Fig.2 which

isa cross-section wherethex-axisisalong thedirection ofqinc:and they-axisisalong thec-axis.

Theseresultssuggestthatforthelargervolum esthegroundstateofhcp-Feisanincom m ensurate

AFM .As the pressure is increased the N�eeltem perature decreases to zero. Figure 1 shows that

at100K enhanced AFM -SF exist which decrease in strength asvolum e decreases with increasing

pressure.Furthercalculationsofthefullspin susceptibility,eq.(1),revealthatan instability arises

atthenestingvectorqinc:above50K atTN = 69K forthevolum eV = 142.23(a3
0
)(P�16GPa)where

hcp-Feisstable.TN dropsbelow 50K (thelowesttem peraturewecan consider)fortheothersm aller

volum es. W e therefore infer that hcp-Fe has an incom m ensurate SDW ground state in a sm all

pressurerangestarting attheonsetofthehcp-phase�15 GPa.Ourcalculationsoftheanisotropy

reveal�x
o
(qinc:)> �z

o
(qinc:)forall4 volum es and alltem peratures in the range (50K�T�300K).

Thushcp-Feexhibitsincom m ensurateAFM -SF in theab-plane.Ifthesuperconductivity ofhcp-Fe

isunconventionalashasbeen suggested [2]then thein-planeincom m ensurate AFM -SF m ustplay

an im portantrolein thepairing m echanism .

Fig.1 also showshow �� 1(q)varieswith volum eforothersalientwave-vectorsatT = 100K.W e

seethat�(qinc:)> �(qK )> �(qM )> �(qA)> �(qo ’ (0;0;0))forall4 volum es.Apparently hcp-

Feisfurthestaway from form ing a ferrom agnetically ordered stateasshown by therelatively high

valueof�� 1(qo).Thisisfollowed by AFM -I(qA)and then AFM -II(qM ).In agreem entwith [6]we

�nd thatthe AFM -IIisa m orestable con�guration than AFM -Ibutwe �nd a third special-point

antiferrom agneticstructure,AFM -III,characterised by qK = (1=
p
3;1=3;0),tobem orestablethan

eitherofthese.Thisstructurewould havethem agnetisation direction alternating in layersstacked

alongqK .Although qK signi�esa m orestableAFM con�guration than eitherAFM -Iand AFM -II,

itisatthe incom m ensurate vector(qinc:)where we see the m axim alpeak in �(q)which leadsto

ourprediction thathcp-Fehasan incom m ensurateSDW ground state.



Having established a way ofdeterm ining theeasy axisforspin uctuationswith ourrelativistic

form alism ,wecan useitto deducehow m agneticim puritiesarelikely to orientatein param agnetic

hostm etals.Excellentcase studiesareprovided by yttrium alloyswith low concentrationsofrare

earths. W hen crystal�eld e�ectsofthe rare earthsdo notdom inate,the enhanced susceptibility

ofY determ inesthem agneticordering.HerewedescribeourcalculationsofthisforY and also its

lighter3d counterpartSc.Both m etalshavehcp crystalstructureswith very sim ilarelectronicband

structuresand Ferm isurfaces.W ehaveused experim entallatticeconstantsa = 6:89,c= 10:83 for

Y and a = 6:24,c= 9:91forSc,in atom icunits,a0.Ourcalculationsofthestaticspin susceptibility

de�ned by (1)show a peak atthe wave-vectorqinc:= (0;0;0:18)2�=a = (0;0;0:57�=c)forboth Y

and Sc. This vector qinc: once again corresponds to a nesting e�ect from a webbing feature of

atparallelsheets[21]ascon�rm ed by Ferm isurface calculationsand isin good agreem entwith

experim ents [21,22]. Fig.3 shows the tem perature dependence ofthe anisotropy ofY and Sc at

the nesting vector qinc: and also at a sm allvector qo ’ (0;0;0) (indicating ferrom agnetic spin

uctuations (FM -SF)).Evidently the anisotropy is an order ofm agnitude largerin Y thatin Sc

-e.g. atT = 50 K the anisotropy (�x
o
(qinc:)� �z

o
(qinc:))forY is0.0411 (�2

B
=Ry:)while forSc it

is0.00635 (�2
B
=Ry:). Thisdi�erence iscaused by the spin-orbitcoupling being m ore pronounced

in the heavier 4d m etalY than in the 3d Sc. At qinc:,the AFM -SF have an easy direction in

the ab-plane,�x
o
(qinc)> �z

o
(qinc:),whereas thatofthe FM -SF isalong the c-axis,�z

o
> �x

o
. The

anisotropy is also larger atqinc: than forsm allwave-vectors. These calculations show thatboth

Y and ScexhibitAFM -SF characterised by theincom m ensurate wave-vectorqinc = (0;0;0:57�=c)

and arealigned in thebasalplane.They explain why when Y isperturbed by theaddition ofrare

earth m agnetic im purities(e.g. Gd),ittypically respondsby ordering the im purity m om entsinto

a helicalAFM statein which them om entsalign in thebasalplaneand rotatetheirorientationsin

successive planesaround thec-axis[23].

W e conclude with our study ofthe anisotropy ofthe spin-uctuations ofthe norm alstate of

Sr2RuO 4.W ehaveused latticeconstantsofa = 7:30,c= 24:06ina0 forthetetragonalunitcell.Our

calculationsofthe susceptibility and Ferm isurface forSr2RuO 4 show an incom m ensurate nesting

vectorofqinc:=(0:35;0:35;0)sim ilartothatfound in previouscalculations[24]and experim ent[25].

W ehavecom pared theanisotropy attheincom m ensuratewave-vectorqinc with thatatsm allwave-

vectorsdescribingferrom agneticSF.Fortheform erwe�nd (�z

o
(qinc:)> �x

o
(qinc:))im plyingthatthe

incom m ensurateAFM -SF should havean easy direction alongthec-axis.Conversely forsm allq we

�nd (�x

o
> �z

o
)and thereforetheFM -SF tobein the ab-plane.These�ndingsarein good agreem ent

with NM R experim ents[9].AtT = 50 K,the anisotropy (�z
o
(qinc:)� �x

o
(qinc:))is0.847 (�

2
B
=Ry:)

which is an order ofm agnitude greater than what we �nd for Y owing to the large tetragonal

distortion (c/a= 3.3)oftheunitcell.Finally acalculation of(�x
o
(qinc:)=�

z

o
(qinc:))atT=50K yields

0.98. According to a scenario based on a sim ple m odelby Kuwabara etal [8],the spin-triplet

superconducting stateofSr2RuO 4 can bestabilised by incom m ensurateAFM -SF with theeasy axis

fortheuctuationsalong thec-axis.Ourvalueoftheanisotropy oftheSF,(�x

o
(qinc:)=�

z

o
(qinc:)),of

0.98,however,would also im ply thatthesystem m ustbevery closeto ordering m agnetically.
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FIG .1. Theinversesusceptibility ofhcp-FeatT = 100K forvariouswave-vectors(qo ’ 0,thenesting

vectorqinc:= 2�=a(0:56;0:22;0)and atthespecialpointsA,M and K )fora num berofunitcellvolum es.
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qinc:= 2�=a(0:56;0:22;0) and thec-axis(0;0;1)respectively.
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