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Theorbitaland spin m om entoftheCo2+ ion in CoO hasbeen calculated

within the quasi-atom ic approach with taking into account the intra-atom ic

spin-orbitcoupling. The orbitalm om entof1.38 �B am ountsat0 K ,in the

m agnetically-ordered state,to m orethan 34% ofthetotalm om ent(4.02 �B )

and yieldsthe L/S ratio of1.04,close to theexperim entalvalue.
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CoO attractsalargeattentionofthem agneticcom m unitybym orethan50years.Despite

ofitssim plicity (twoatom s,N aClstructure,well-de� ned antiferrom agnetism (AF)with TN

of290 K) and enorm ous theoreticaland experim entalworks the consistent description of

itsproperties,reconciling itsinsulating state with the un� lled 3d band isstillnotreached

[1{9].

The aim ofthis short Letter is to report the calculations ofthe m agnetic m om ent of

CoO.The direct m otivation was a just published paper ofRef.[9]. In our approach we

attributethem om entofCoO totheCo2+ ions.W ehavecalculated them om entoftheCo2+

ion in theCoO 6 octahedralcom plex,itsspin and orbitalparts,and the orbitalm om entas

largeas1.38 �B at0 K hasbeen found.Theapproach used can becalled thequasi-atom ic

approach [10,11]asthe starting pointforthe description ofa solid isthe consideration of

theatom ic-likelow-energy electronicstructureoftheconstitutingatom s/ions,in thepresent
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caseoftheCo2+ ions.

W e have treated the 7 outerelectronsofthe Co2+ ion asform ing the highly-correlated

electron system 3d7. The correlationsam ong electronsin the un� lled 3d shellare approxi-

m ated by two Hund’srules,thatyield theground-term quantum num bersS=3/2 and L=3,

i.e. the ground term 3F [12,13]. Such the localized highly-correlated electron system in-

teractsin a solid with the charge and spin surroundings. The charge surrounding hasthe

octahedralsym m etry owing to the N aCl-type ofstructure ofCoO.W e take into account

thesm alltetragonaldistortion asisexperim entally observed [8].The tetragonaldistortion

is im portant for the detailed form ation ofthe AF structure and in uences the spin and

orbitalm om ents but the m ost essentialphysicalinteraction is the intra-atom ic spin-orbit

coupling.OurHam iltonian forCoO consistsoftwo term s:thesingle-ion-liketerm H d ofthe

3d7 system and the d-d intersite spin-dependent term ,im portantforthe form ation ofthe

m agnetic state. The calculationsfollow those,thatwe have perform ed forthe description

ofFeBr2 and NiO [10,11,14]. For the quasi-atom ic single-ion-like Ham iltonian ofthe 3d7

system we take into accountthe crystal-� eld interactionsofthe octahedralsym m etry (the

octahedralCEF param eterB4=-40 K),the spin-orbitinteractionswith the spin-orbitcou-

pling �s� o=-260 K and thetetragonaldistortion approxim ated by theterm B0

2
=-10 K.The

calculated single-ion states under the octahedralcrystal� eld and the spin-orbit coupling

(theCoO 6 com plex)arepresented in Fig.1.

Theground-statedoubletcharacterized bythetotalm om entof�2.21�B isbuiltup from

theorbitaland spin m om entsof�0.70and �1.84�B ,respectively.It,however,fully cancels

intheparam agneticstateandrevealsitselfonlyinthepresenceofthem agnetic� eld,external

or internalin case ofthe m agnetically-ordered state, that polarizes two doublet states.

This doubletisthe Kram ersdoublet. The intersite spin-dependent interactions cause the

(antiferro-)m agneticordering.They have been considered in them ean-� eld approxim ation

with the m olecular-� eld coe� cient n acting between m agnetic m om ents as -40T/ �B . It

m eansthattheCo m om entin them agnetic stateat0 K experiencesthem olecular� eld of

161 T.Itcausesthespin-likegap of40 m eV.
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The calculated value ofthe m agnetic m om entat0 K in the m agnetically-ordered state

am ounts to 4.02 �B . It is built up from the spin m om ent of2.64 �B (Sz=1.32) and the

orbitalm om entof1.38�B .Theincreaseoftheorbitalm om entin com parison totheparam -

agneticstateiscaused bythepolarizationoftheground-stateeigenfunction bythem olecular

m agnetic � eld. The orbitalm om entisquite substantialbeing m ore than 34% ofthe total

m om ent.Ourtheoreticaloutcom e,revealingthesubstantialorbitalm om entisin niceagree-

m entwith thevery recentexperim entalresultof3.98�0.06 �B fortheCo m om ent[8].The

m agnetic x-ray experim ent has revealed the L/S ratio of0.95 [15]-the calculated by us

valueslead to L/S ratio,in facttheirz com ponents,of1.04.In NiO wehavecalculated the

L/S ratio as0.54 at0 K [14].

The calculated tem perature dependence ofthe totalm om ent,togetherwith the orbital

and spin m om ents, is shown in Fig. 3. These m om ents disappear above TN - in the

param agneticregion thederived m om entisthee� ectivem om ent,thatbearstheinform ation

aboutJ2 orS2.

W ewould liketopointoutthattheevaluation oftheorbitalm om entispossibleprovided

the spin-orbitcoupling istaken into account. Itcon� rm sthe im portance ofthe spin-orbit

coupling forthe description ofthe 3d-ion com pounds. The presentm odelallows,apartof

the ordered m om entand itsspin and orbitalcom ponentsto calculate m any physically im -

portantpropertiesliketem peraturedependenceofthem agneticsusceptibility,tem perature

dependence ofthe heatcapacity,thespectroscopic g factor,the� ne electronic structure in

theenergy window below 4 eV with atleast28 localized states.

Finally,we would like to pointoutthatourapproach should notbe considered asthe

treatm entofan isolated ion only -weconsidertheCo2+ ion in theoxygen octahedron.The

physicalrelevanceofourdiscussion to CoO isobvious-theNaClstructureisbuiltup from

theedgesharing Co2+ octahedra and thesim ilarelectronicstructureoccursateach Co site.

In conclusion,theorbitaland spin m om entoftheCo2+ ion in CoO hasbeen calculated

within the quasi-atom ic approach taking into account the intra-atom ic spin-orbit interac-

tions. The orbitalm om entof1.38 �B am ountsat0 K,in the m agnetically-ordered state,
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to m ore than 34% ofthe totalm om ent(4.02 �B ). Ouratom ic-like approach provides the

discreteenergy statesfor3d-electronsin CoO and calculates,apartofthespin m om ent,the

orbitalm om ent. Thisorbitalm om entiscom pletely ignored in m ostofm odern solid-state

physics theories. Ourstudies indicate that itis the highest tim e in solid-state physics to

"unquench" the orbitalm om entin the description of3d-atom containing com pounds,the

m orethatitbecom esvisiblein recentadvanced experim ents.
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Figurecaptions.

Fig. 1.TheelectronicstructureoftheCo2+ ion in CoO.a)thefree-ion 4F term ,b)the

e� ectoftheoctahedralcrystal� eld,c)theelectronicstructureresultingfrom theoctahedral

crystal� eld and theintra-atom icspin-orbitinteractions.

Fig. 2. The splitting ofthe ground-state Kram ersdoubletin the m agnetically-ordered

stateofCoO.

Fig. 3. Tem perature dependence ofthe Co2+ -ion m om ent in CoO.At 0 K the total

m om ent of4.02 �B is built up from the orbitaland spin m om ent of1.38 and 2.64 �B ,

respectively. The calculations have been perform ed forthe quasi-atom ic param eters with

the octahedralcrystal-� eld param eter B4= -40 K,the spin-orbit coupling constant �s� o=

-260 K,the intersite spin-dependent interactionsgiven by the m olecular-� eld coe� cientn

= -40 T/ �B and thetetragonaldistortion param eterB0

2
of-10 K.
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