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A bstract

The structuralproperties ofpolym ers adsorbed onto a surface have been

widely investigated using self-consistentm ean-�eld theories. Recently,an-

alyticalm ean-�eld theorieshavebeen applied to study polym eradsorption

on curved surfacesbutallin thecontextoftheground statedom inanceap-

proxim ation in which the polym erchain length (N )is essentially in�nite.

Using an expression forthe free energy by Sem enov,we determ ine leading

order(in 1=N )correctionsdueto the�nitenessofthepolym erchain length

on surface tension,spontaneouscurvature,and rigidity constants.
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1 Introduction

The inuence ofpolym eradsorption onto surfaceshasbeen a topic thathasat-

tracted m uch attention forseveraldecades. Thisisnotonly because ofitsgreat

practicalinterest,but also because it serves as a testing ground oftheoretical

m odels for con�ned polym er system s [1{3]. Recently,investigations have been

dedicated to study the interplay between colloidalparticles and polym ers[4{9].

In these system sthe curvature ofthe surface ofthe colloidalparticle becom esa

factor,and work hasfocused on the situation where eitherthe colloidalparticle

ism uch largerorm uch sm allerthan the polym ercoil[4,5]. W hen the radiusof

curvatureislarge,itisreasonableto expand thefreeenergy forpolym eradsorp-

tion in curvature. Helfrich supplied the generalform ofthe surface free energy

expanded to second orderin thecurvature[10]:

FH =

Z

dA

�

� �
2k

R 0

� 1

R 1

+
1

R 2

�
+
k

2

� 1

R 1

+
1

R 2

�
2

+ �k
1

R 1R 2

�

; (1.1.1)

whereR 1 and R 2 arethelocalradiiofcurvature.Apartfrom thesurfacetension,

�,onecan identify threeparam etersin theHelfrich freeenergy thatdescribethe

physicalpropertiesofthe curved interface:the spontaneouscurvature 1=R 0,the

bending rigidity constantk,and theGaussian rigidity �k.

A greatdealofattention hasturned to thedeterm ination ofthevalueofthese

curvatureparam etersin com plex system s,both theoretically and experim entally.

Forsurfacesinteracting with polym ers,thecurvatureparam eterswerecalculated

by anum berofgroups[3,7{9,11{15].In thework by Eisenrieglerand others[3,7{

9],thepolym erdensity isassum ed tobezeroatthesurfaceofthecolloidalparticle

so thata depletion layerexistsaround each particle.Forsurfaceswith enhanced

polym eradsorption,calculations[12,14,15]were perform ed in thecontextofthe

ground state dom inance approxim ation [1,16,17]in which the polym er chain

length is essentially in�nite. In the present work,we use recent extensions to

ground state dom inance to determ ine corrections to the curvature param eters

due to the �nite length ofthe polym er chain. Such a calculation is ofinterest

since the polym er chain length is an im portant param eter in experim ents and

com putersim ulations [18]thusproviding a m ore stringenttesting oftheoretical

m odels. M oreover, it was expected [2,19], and later veri�ed [20{24], that in
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certain situations,the ‘tails’ofthe polym erchain becom e im portant,leading to

qualitatively di�erentbehavior.An exam ple isthe repulsion between two planar

wallswhen theseparation isoftheorderofthepolym er’sradiusofgyration [22].

In the ground state dom inance m odelthe radius ofgyration is in�nite and the

interaction between platesisattractiveforallseparations[22,25].

The �rst extension ofthe ground state dom inance m odelwas proposed by

Sem enov, Bonet-Avalos, Johner,and Joanny [20]. They took the presence of

tailsinto accountby including a second orderparam eterrelated to the end seg-

m ent density. Good agreem ent was obtained for the loop and taildistribution

ofadsorbed polym erwhen the theoreticalpredictionsare com pared with lattice

self-consistent m ean-�eld calculations[21]. The two-orderparam eterm odelwas

laterextended to also takeinto accountthepresenceoffree(non-adsorbed)poly-

m er away from the surface [21,23,24]. Subsequently,Sem enov showed thatthe

two-order param eter m odelm ay be cast into a free energy form alism ofa sin-

gleorderparam eter[23]in which theEuler-LagrangeequationsaretheEdwards

equations,just as de Gennes had previously done in the context ofthe ground

state dom inance approxim ation [1].In thisarticle,we use the expression forthe

free energy by Sem enov [23]to determ ine the polym erlength correctionsto the

curvatureparam eters.

The outline ofthe paperisasfollows: In the nextsection we review the de-

scription of�nitechain length correctionsto polym eradsorption on a planarwall

in the two-order param eter m odel. W e show how from the two-order param e-

term odela single orderparam eterm odel,to which we referto asthe Sem enov

m odel,isconstructed todescribeleadingordercorrectionsin 1=N toground state

dom inance.In section 3,thesingleorderparam eterm odelisapplied to thestudy

ofcurved surfaces. Explicit expressions for the surface tension and curvature

param etersaregiven.W eend with a discussion ofresults.
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2 Sem enov m odelfor adsorption onto a planar

surface

Beforeaddressing thepropertiesofcurved surfaces,wediscuss�nitechain length

correctionsto thestructureand tension ofpolym eradsorption onto a planar sur-

face.W e then generalize the description to polym eradsorption onto curved sur-

faces.

The situation under consideration is that ofa polym er chain adsorbed onto

a planar walllocated at z= 0 (see Figure 1). The calculations presented here

are perform ed in the contextofself-consistent m ean-�eld theory whereby a sin-

gle polym erchain isconsidered with the e�ectofthe otherpolym erstaken into

accountby thepresenceofan external�eld proportionaltothelocalsegm entden-

sity [16].Furtherm ore,theinteraction ofthepolym erwith thewallistaken into

accountthrough an in�nitely short-ranged (attractive)interaction potential[1].

Before taking the �nite length ofthe polym erchain into account,we rem ind

ourselves ofthe de Gennes-Lifshitz description [1,17]forpolym er adsorption of

an in�nite chain,the so-called ground state dom inance approxim ation. The free

energy isa functionalofthepolym ersegm entdensity �(z)[1]:

F[�]

A kBT
=

1Z

0

dz

�
a2

24

�0(z)2

�(z)
+
v

2
[�(z)� �b]

2

�

�
1

d

a2

6
�w ; (2.2.1)

wherekB isBoltzm ann’sconstant,T isthetem perature,A thesurfacearea,and

a isthepolym ersegm entlength.Thesubscriptsband w referto thevalueofthe

polym ersegm entdensity in the bulk,�b� lim
z! 1

�(z),and atthe wall,�w � �(0),

respectively. The �rstterm isthe Lifshitz expression forthe chain entropy [17],

the second term givesthe m ean-�eld interaction between polym ersegm entsin a

good solvent (v is the excluded volum e param eter),and the last term accounts

forthepolym erinteraction with thesurface [1](d istheextrapolation length;its

inverse m easurestheinteraction strength with thesurface).

Theabovefreeenergyistheexcessorsurfacefreeenergysinceitisconstructed

such thatwhen thepolym ersegm entdensity becom esequalto thebulk segm ent

density,�(z)! �b,the integrand reducesto zero. The resultisthatthe surface

tension isequaltotheabovefreeenergy perareawhen evaluated atitsm inim um ,
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i.e.whenthe‘optim um ’segm entdensitypro�le,determ ined bytheEuler-Lagrange

equation,isinserted into it[26].

Ratherthan the segm ent concentration,itisconvenient to consider the free

energy asa functionalof (z)� �(z)1=2:

F[ ]

A kBT
=

1Z

0

dz

�
a2

6
 
0(z)2 +

v

2
[ (z)2 � �b]

2

�

�
1

d

a2

6
 
2

w
; (2.2.2)

where w �  (0).M inim ization oftheabovefreeenergy givesthefollowing Euler-

Lagrangeequation for (z)with boundary condition:

a2

6
 
00(z) = v[ (z)2 � �b] (z);

 
0

w
= �

1

d
 w : (2.2.3)

The Euler-Lagrange equation can be recognized asthe Edwardsequation foran

in�nitely long polym erchain [1,16].

The expression forthe free energy in eq 2.2.2 hasbeen the starting pointof

m any density functionaltreatm ents ofpolym er solutions [1,2]. Owing to the

natureoftheground statedom inanceapproxim ation,thistreatm entis,however,

lim ited to in�nitely long chains. Recent investigations [20{24]have therefore

been addressed to include�nitelength correctionsto theground statedom inance

m odel.

In order to account for the �niteness ofthe polym er chain length,a second

orderparam eter,’(z),wasintroduced [20]connected to thedescription ofchain

ends. To understand betterthe physicalorigin ofthisterm ,considera polym er

chain with atleastone segm enttouching the surface. Such a chain consistsofa

seriesof‘loops’with a ‘tail’on both sides[2](seeFigure1).Thesegm entdensity

ofadsorbed chains,�(z) is then a sum oftwo term s;�‘(z)=  (z)2 connected

to the loop segm entdensity and �t(z)=  (z)’(z)connected to the tailsegm ent

density:

�(z)= �‘(z)+ �t(z)=  (z)2 +  (z)’(z): (2.2.4)

Thisdescription isrestricted to polym erchainsthathave one orm ore segm ents

touching the surface. As a consequence, since the polym er chains are �nite,
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lim
z! 1

�(z)= 0. The segm ent density �(z) therefore does not describe the poly-

m ersin thebulk region.

Thedensity ofchain ends,�e(z),isproportionalto a single (z)[20]:

�e(z)= B  (z): (2.2.5)

The value oftheproportionality constantB isobtained by a norm alization onto

the num ber ofend-segm ents. To show this in m ore detail,we denote � as the

totaladsorption ofchainshaving oneorm oresegm entstouching thewall:

��

1Z

0

dz[ (z)2 +  (z)’(z)]: (2.2.6)

TheproportionalityconstantB isthen determ ined bythefactthateveryadsorbed

chain hastwo endsso thatthefraction ofend-segm entsthereforeis2=N ,with N

thetotalnum berofsegm ents[20]:

1Z

0

dzB  (z)=
2

N
�=

2

N

1Z

0

dz[ (z)2 +  (z)’(z)]: (2.2.7)

The pro�les ofthe two orderparam eters, (z)and ’(z),are determ ined by

thefollowing setofEdwards-like equations[20]:

a2

6
 
00(z) = v[ (z)2 +  (z)’(z)+ � � �b] (z)

a2

6
’
00(z) = v[ (z)2 +  (z)’(z)+ � � �b]’(z)� B : (2.2.8)

Asboundary conditionsatthesurface,wehave:

 
0

w = �
1

d
 w ; ’w = 0: (2.2.9)

The lattercondition followsfrom the interpretation of (z)’(z)asthe tailseg-

m entdensity distribution,thatiszero atthesurface by de�nition.Asboundary

conditionsfaraway from thesurface,wehave:

lim
z! 1

 (z)= 0; lim
z! 1

’(z)=
B

v(� � �b)
: (2.2.10)

Thefollowing functionalisderived asa �rstintegralofthetwo di�erentialequa-

tionsin eq 2.2.8 identi�ed asthefreeenergy:

F

A kBT
=

1Z

0

dz

�
a2

6
( 0)2 +

a2

6
 
0
’
0+

v

2
[ 2 +  ’ � �b]

2
� B  

+�( 2 +  ’)
�
�
1

d

a2

6
 
2

w : (2.2.11)
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(For notationalbrevity we suppress the z-dependence of ,and ’ in the free

energy.)

Theparam eter�,which appearsin thedi�erentialequationsfor (z)and ’(z),

m ay be interpreted as the chem icalpotential(in units ofkBT) ofthe attached

polym ers. Itsvalue isdeterm ined by a balance ofthe chem icalpotentialofthe

polym ersatthesurfacewith thechem icalpotentialofbulk polym er.Itisderived

in ref.[20,21]that� isapproxim ately given by:

� ’
1

N
ln

�
�2

�b[
1R

0

dz (z)]2

�

: (2.2.12)

Com bining the above expression for� with eq 2.2.7,we can rewrite the norm al-

ization condition forB as:

B ’
2

N
�
1=2

b
e
�N =2

: (2.2.13)

This m odelis the two-order param eter m odelwhich has been shown to be in

agreem entwith num ericalsolutionsoftheself-consistent�eld equations[21].One

disadvantageofthetwo-orderparam eterm odelistheratherarti�cialdistinction

m adebetween chainsthathave oneorm oresegm entstouching thewalland free

polym erchains,leadingtothepresenceof�6= 0.Furtherm ore,theaboveform alism

to determ inethesegm entdensity pro�lesand freeenergy doesnotcorrespond to

afreeenergyfunctionalform alism in which thedi�erentialequationsdeterm ining

 (z)and ’(z)are the Euler-Lagrange equationsto the free energy in eq 2.2.11.

Thereason isthata m inim ization ofF would notnecessarily lead to thebound-

ary condition ’(0)= 0,and,m ore im portantly,B and � are not constants in

the m inim ization butare them selvesfunctionalsof (z)and ’(z)(eqs2.2.7 and

2.2.12).

Tocircum ventthesedi�culties,wenow turn tothederivation ofwhatweterm

theSem enov m odel[23].In thism odel,no explicitdistinction between adsorbed

chainsand freechainsism adeleading to a single orderparam eterdescribing the

totalsegm entdensity,�(z).Asa�rststep weconsideragain thefreeenergy given

by eq 2.2.11

F

A kBT
=

1Z

0

dz

�
a2

6
( 0)2 +

a2

6
 
0
’
0+

v

2
[ 2 +  ’]2 � B  

�

�
1

d

a2

6
 
2

w : (2.2.14)
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Since adsorbed and free chains are now treated equally,we have taken � = 0.

Furtherm ore,we have set�b= 0,forthe tim e being,and dealwith the inclusion

ofbulk polym erbelow.

Next,since the com bination  (z)’(z)isrelated to the tailsegm entdensity,

whose contribution to the totalsegm ent density pro�le isoforder1=N ,we can

conclude that ’(z) describes e�ects that are oforder 1=N ,i.e.’(z)= O (1=N ).

W ith �(z)=  (z)2 +  (z)’(z),the totalsegm entdensity,we can thereforewrite

in an expansion in 1=N :

1

4

�0(z)2

�(z)
=  

0(z)2 +  
0(z)’0(z)+ O

�
1

N 2

�

;

�(z)1=2 =  (z)+ O

�
1

N

�

: (2.2.15)

Inserting thisinto thefreeenergy in eq 2.2.14,wehave

F

A kBT
=

1Z

0

dz

�
a2

24

(�0)2

�
+
v

2
�
2
� B �

1=2

�

�
1

d

a2

6
�w ; (2.2.16)

with correctionsofO (1=N 2).Next,we insertthe explicitform ula forB given in

eq 2.2.13,with �= 0,into thefreeenergy.W earethen leftwith thefollowing free

energy functional:

F[�]

A kBT
=

1Z

0

dz

�
a2

24

(�0)2

�
+ G(�)

�

�
1

d

a2

6
�w ; (2.2.17)

where

G(�)=
v

2
�
2
�

2

N
�
1=2

b
�
1=2

: (2.2.18)

To im pose a certain value ofthe bulk polym er density,we introduce the bulk

chem icalpotentialin G(�):

G(�)=
v

2
�
2
�

2

N
�
1=2

b
�
1=2

� ��: (2.2.19)

Thevalueofthebulk chem icalpotential,�,ischosen such thatthebulk density,

asgiven by them inim um ofG(�),isequalto a certain �b:

G
0(�b)= v�b�

1

N
� � = 0 =) � = v�b�

1

N
: (2.2.20)
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Asexpected,thechem icalpotentialislowered by reducing thechain length.Asa

�nalstep,wesubtractfrom G(�)theasym ptoticbulk freeenergy G(�b)in order

forthe above free energy to be the surface free energy. Our�nalexpression for

G(�)then reads:

G(�)=
v

2
(� � �b)

2 +
1

N
(�1=2 � �

1=2

b
)2: (2.2.21)

Onenoticesthattheaboveform ofG(�)reducestothatin groundstatedom inance

(Seeeq 2.2.1)in thelim itN ! 1 ,asitshould.

Even though we started from an expression forthe free energy in eq 2.2.11,

which we stressed is not the free energy functional,we have now constructed a

freeenergy functionalin eq 2.2.17.Itisa functionalof�(z),thatisnow thetotal

segm entdensity pro�lein which noreferenceto‘loops’or‘tails’isexplicitly m ade.

Itsform was�rstproposed by Sem enov [23]who also determ ined the nextorder

contribution and showed itto beofO (1=N 3=2).Sem enov [23]pointsoutthatthis

approach agreeswith the two-orderparam eterm odel(to O (1=N )),even though

thisagreem enthasto beinterpreted som ewhatloosely sincea directcom parison

isdi�cultto m akeowing to thedi�erence in thetreatm entofbulk polym er.

Itisconvenientto rescalealldensitiesby �b and alllengthsby thebulk corre-

lation length �b� a=
p
3v�b:

x � z=�b;
~d � d=�b; �(x)� �bf0(x)

2
: (2.2.22)

Furtherm ore,weintroduceasa sm allparam eterthe(squareof)thebulk correla-

tion length,�b,divided by R G �
p
N a2=6,thepolym er’sradiusofgyration:

"�
�2
b

R 2

G

=
2

v�bN
: (2.2.23)

In orderfor"to besm all,thebulk polym erdensity v�b� 2=N ,i.e.theexpansion

is expected to failfor very dilute polym er solutions. For concentrated polym er

solutions,where the bulk polym erdensity ism uch higherthan the overlap con-

centration,v�b� 1=
p
N ,thistypeofm ean-�eld theory isalso expected to break

down.Ourm odelisthereforem ostrelevantforsem i-dilute polym ersolutions.

Thefreeenergy in eq 2.2.17 iswritten as:

~F[f0]�
2

v�b�
2

b

F[f0]

A kBT
=

1Z

0

dx
�
(f0

0
)2 + g(f0)

�
�
1

~d
f
2

0;w ; (2.2.24)
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whereg(f0)isgiven by

g(f0)= (f2
0
� 1)2 + "(f0 � 1)2: (2.2.25)

TheEuler-Lagrangeequation to thefreeenergy in eq 2.2.24 reads

f
00

0
(x)=

1

2
g
0(f0) =) f

0

0
(x)2 = g(f0); (2.2.26)

which gives

f
0

0
(x)= �

p
g(f0)= � (f0 � 1)(f2

0
+ 2f0 + 1+ ")1=2: (2.2.27)

Asboundary condition totheabove�rstorderdi�erentialequation,wehavethat

f0
0;w

= � f0;w=
~d. The initialvalue f0;w � f0(0) is thus obtained by solving the

following algebraicequation

1

~d
f0;w = (f0;w � 1)(f2

0;w
+ 2f0;w + 1+ ")1=2: (2.2.28)

Thepro�leobtained asan explicitsolution to thedi�erentialequation reads:

f0(x)= 1+
8("+ 4)

16 exp(�(x+ xw))� 16� " exp(� �(x + xw))
; (2.2.29)

wherewehavede�ned

exp(�xw) �
2+ 2f0;w + "+ ��

4(f0;w � 1)
;

� � (f2
0;w

+ 2f0;w + 1+ ")1=2;

� � ("+ 4)1=2: (2.2.30)

Thisanalyticalresultfortheorderparam eterpro�lewasderived withoutm aking

any further approxim ations. However,it should be kept in m ind that the free

energy in eq 2.2.17 capturesonly theleading ordercorrection (in 1=N )to ground

state dom inance. The resultisthatonly the two leading term sin an expansion

in " arephysically relevant:f0(x)= f0;0(x)+ "f0;1(x)+ :::,with

f0;0(x) =
1

tanh(x + x0)
; (2.2.31)

f0;1(x) = �
(5e4x0 � 8e2x0 + 4� e� 4x0)

32(e4x0 + 1)sinh
2
(x+ x0)

�
(4x+ 4e� 2x� 2x0 � e� 4x� 4x0 � 3)

32 sinh
2
(x+ x0)

;
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where we have de�ned x0 � (1=2)arcsinh(2~d). These expressions can be used to

analyze the lim iting behaviorofthe segm entdensity pro�le forstrong and weak

adsorption.Forweak adsorption,wehave

�(z)

�b
= 1+

1

~d

�

e
� 2z=�b �

"

8
(1+

2z

�b
)e� 2z=�b + :::

�

: (2.2.32)

In the case ofstrong adsorption,one �ndsthe characteristic 1=z2-behavior[1]of

thesegm entdensity pro�lecloseto thesolid surface

�(z)

�b
=
�2
b

z2
: (2.2.33)

Thisresultisuna�ected by the�nitechain length correctionswhich im pliesthat

forstrong adsorption,thesegm entdensity pro�lein theim m ediatevicinity ofthe

wallisuna�ected by thelength ofthepolym erchain.

Thesurfacetension isgiven bythesurfacefreeenergywith theorderparam eter

pro�le,asdeterm ined by theEuler-Lagrangeequation,inserted into it:

~� �
2

v�b�
2

b

�

kBT
= 2

1Z

0

dx
�
f
0

0
(x)2

�
�
1

~d
f
2

0;w
: (2.2.34)

Thesurfacetension can beconveniently rewritten asan integraloverf [26]:

~� = 2

f0;wZ

1

df0

p
g(f0)�

1

~d
f
2

0;w : (2.2.35)

Thevalueofthesurfacetension isthuscalculated eitherby inserting thedensity

pro�le in eq 2.2.29 back into eq 2.2.34,or by direct evaluation ofthe density

integralform ula above.In eithercase,theresultis:

~� =
2

3
�f0;w (f0;w � 1)+

2

3
(2� ")(� � �)� 2" ln

�
1+ f0;w + �

2+ �

�

�
1

~d
f
2

0;w :

(2.2.36)

This analyticalresult for the surface tension was derived without m aking any

furtherapproxim ations. However,itshould again be keptin m ind thatonly the

two leading term sin an expansion in " arephysically relevant:

~� = ~�0 + "~�1 + :::: (2.2.37)
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Expanding eq 2.2.36 in " givesasexplicitexpressions:

~�0 =
4

3
�

4

3 tanh(x0)
�

cosh(x0)

3 sinh
3
(x0)

;

~�1 =
1

tanh(x0)
� 1+ 2 ln(1� e

� 2x0): (2.2.38)

The result for ~�0 was �rst derived in ref.[15]. In Figure 2,the surface tension

is plotted as a function ofchain length at �xed ~d = 1 and for various values

ofv�b. The solid line is the fullresult in eq 2.2.36 with the dashed line the

two leading term s (eqs 2.2.37 and 2.2.38). Even though the relevant variable

is the com bination " = 2=(N v�b),we have chosen to plot the surface tension

as a function ofN for various v�b. The condition that " is sm allim plies that

N � 1=(v�b").Thislim itcorresponds(foreach v�b)roughly to thepointwhere

the solid and dashed lines deviate. The leading order correction to the surface

tension isalwayspositive indicating thatthe lowering ofthe surface tension due

to thepresence ofadsorbed polym erisreduced when thepolym erchain becom es

shorter. The m agnitude ofthis e�ect is appreciable (’ 10 % ) already forlarge

polym erchains(N ’ 1000)when thebulk density islow (v�b’ 0.001).

It is instructive to consider the behavior of~�1 in the weak adsorption lim it

(d � �b):

~�1 =
1

16

1

~d2
+

1

48

1

~d3
+ O (

1

~d4
): (2.2.39)

Thisresultfor~�1 can becom bined with thelim itingbehaviorfor~�0.Toshow this

in m oredetail,wesubtractfrom thesurfacetension theconstantcontribution to�

thatrem ainseven when thedensitypro�leisequaltothebulkdensity everywhere,

�(z)= �b.Onecan then write

�� � � + kBT
a2

6

�b

d
= �

a4

36

kBT

v�bd
2

�

1�
"

8
+ :::

�

: (2.2.40)

Thisexpression m ore clearly showsthatthe lowering ofthe surface tension due

to thepresence ofadsorbed polym erisreduced when thepolym erchain becom es

shorter. One m ay show [27]thatthe next term in the expansion ofthe surface

tension in eq 2.2.40 goesas’ � 0:1540"3=2.

Forcom pletenesswealso givetheexpression for~�1 in thecaseofstrong poly-
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m eradsorption (d� �b):

~�1 =
1

~d
+

�

2ln(2~d)� 1

�
~d+ O (~d2): (2.2.41)

3 Sem enov m odel for adsorption onto curved

surfaces

W enow extend ouranalysistocurved surfaces.In particular,weareinterested in

determ ining thecoe�cientsofan expansion ofthefreeenergy to second orderin

thecurvature:thespontaneousradiusofcurvature,R 0,and therigidity constants

k and �k. In generalgeom etry,the free energy functionalin the Sem enov m odel

reads:

F[�]

kBT
=

Z

d~r

"

a2

24

j~r �(~r)j2

�
+ G(�)

#

�
A

d

a2

6
�w ; (3.3.1)

W erescalethevariablesasdonepreviously,seeeq2.2.22.Therescaled freeenergy

isthen given by:

~F[f]=
1

A

Z

d~x

h

j~r f(~x)j2 + g(f)

i

�
1

~d
f
2

w
; (3.3.2)

with theEuler-Lagrangeequation and boundary condition:

�f(~x)=
1

2
g
0(f); n̂ �~r fw = �

1

~d
fw : (3.3.3)

To derive the curvature param eters,both order param eter pro�le and free en-

ergy areexpanded to second orderin curvaturefora spherically and cylindrically

shaped surface[28].Forexam ple,in thesphericalgeom etry wehave:

fs(x)= f0(x)+
1

R
fs;1(x)+

1

R 2
fs;2(x)+ :::; (3.3.4)

where R isthe sphere’s radius. In this expansion,the Euler-Lagrange equation

and boundary condition aregiven to zeroth and �rstorderby:

f
00

0
(x) =

1

2
g
0(f0); f

0

0;w
= �

1

~d
f0;w ;

f
00

s;1
(x) =

1

2
g
0(f0)fs;1(x)� 2f0

0
(x); f

0

s;1;w
= �

1

~d
fs;1;w : (3.3.5)
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Thespontaneousradiusofcurvature,R 0,and therigidity constantsk and �k,are

given by [14,15,28]

~c0 �

�
2

v�2
b
�2
b
kBT

�
2k

R 0

= � 2

1Z

0

dx
�
xf

0

0
(x)2

�
;

~�k �

�
2

v�3
b
�2
b
kBT

�

�k = 2

1Z

0

dx
�
x
2
f
0

0
(x)2

�
;

~k �

�
2

v�3
b
�2
b
kBT

�

k = �

1Z

0

dx[f0
0
(x)fs;1(x)]: (3.3.6)

The expressions for the spontaneous radius ofcurvature, R 0,and the rigidity

constants associated with Gaussian curvature,�k,can be rewritten as integrals

overf,sim ilarto theexpression forthesurfacetension in eq 2.2.34:

~c0 = � 2

fwZ

1

df
p
g(f)

fwZ

f

df
0

1
p
g(f0)

;

~�k = 2

fwZ

1

df
p
g(f)

2

4

fwZ

f

df
0

1
p
g(f0)

3

5

2

: (3.3.7)

Onem ay show thatthebending rigidity constant,k,isgiven by

~k =
4 ~d

p
g(fw)[2

p
g(fw)� ~dg0(fw)]

2

4

fwZ

1

df
p
g(f)

3

5

2

� 2

fwZ

1

df
p
g(f)

fwZ

f

df
0

1
p
g(f0)3

f0Z

1

df
00
p
g(f00): (3.3.8)

Explicitresultsforthevalueof~c0,
~�k,and ~k isobtained by insertingthefunctional

form for g(f) (eq 2.2.25) into eqs 3.3.7 and 3.3.8,and evaluating the resulting

integrals num erically. Typicalresults forthe variouscurvature param eters asa

function ofchain length areshown asthesolid linesin Figure3.Again,itshould

bekeptin m ind thatthephysicalrelevanceoftheseexpressionsforthecurvature

param etersisrestricted to the�rsttwo term sin an expansion in ":

~c0 = ~c0;0 + "~c0;1 + :::;

~�k = ~�k0 + "
~�k1 + :::;

~k = ~k0 + "~k1 + :::: (3.3.9)
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An explicitcalculation gives[15]:

~c0;0 = �
1

3 sinh
2
(x0)

�
4

3
ln(1� e

� 2x0);

~�k0 = �
2

3
+

2

3 tanh(x0)
�
4

3
dilog(1� e

� 2x0);

~k0 = �
(27e2x0 + 5� e� 2x0 + e� 4x0)

18(e2x0 � 1)(e4x0 + 1)
; (3.3.10)

and

~c0;1 = �
(4e2x0 � 7+ e� 4x0)

12(e4x0 + 1)
+ dilog(1� e

� 2x0)+
2

3
ln(1� e

� 2x0);

~�k1 = �
(3e2x0 � e� 2x0)

12(e4x0 + 1)
�

(5e4x0 � 8e2x0 + 4� e� 4x0)

12(e4x0 + 1)
ln(1� e

� 2x0)

+
5

6
dilog(1� e

� 2x0)� Li3(e
� 2x0);

~k1 = �
1

288(e4x0 + 1)3

�
456e10x0 � 354e8x0 + 1272e6x0 � 281e4x0 + 792e2x0

� 143+ 168e� 2x0 + 37e� 4x0 � 3e� 8x0
�

(3.3.11)

�
(13e4x0 � 16e2x0 + 4� e� 4x0)

12(e4x0 + 1)
ln(1� e

� 2x0)+
1

2
dilog(1� e

� 2x0);

wherethepolylogsLin(z)and dilog(z)arede�ned in theAppendix.

Thetwo leading contributionseq 3.3.10 with eq 3.11 areshown asthedashed

curves in Figure 3. Again,the validity lim it ofthe expansion in " corresponds

(for each v�b) roughly to the point where the solid and dashed lines deviate.

The curves in Figure 3 show thatthe leading ordercorrection to the curvature

param etersissigni�cantalreadyforlargepolym erchains,especiallywhen thebulk

polym erdensity islow. Furtherm ore,when the polym erchain becom esshorter,

thee�ectofpolym eradsorption on thecurvatureparam etersisreduced.However,

this is nota generalresult and it is only valid when the adsorption strength is

su�ciently weak. This is shown in Figure 4 where we have plotted the leading

order corrections to the curvature param eters as a function ofthe adsorption

strength.Forlarge ~d,i.e.weak adsorption,theleading ordercorrectionsaresuch

thatthey areoppositein sign to theground statedom inanceresults(~c0;1 and ~k1

are positive and ~�k1 isnegative);forsm all ~d,i.e.strong adsorption,they enhance

thee�ect.

These resultsare furtherdem onstrated by considering the lim iting behavior.
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In theweak adsorption lim it(d � �b)one�nds:

~c0;1 =
1

32

1

~d2
+

1

288

1

~d3
+ O (

1

~d4
);

~�k1 = �
3

128

1

~d2
+

1

576

1

~d3
+ O (

1

~d4
);

~k1 =
9

256

1

~d2
�

1

96

1

~d3
+ O (

1

~d4
): (3.3.12)

Theleading ordercorrectionsallscaleas1=~d2 justastheground statedom inance

resultsfor~c0;0,
~�k0,and ~k0 [15].W ecan thereforewrite:

2k

R 0

= �
a4

144

kBT

vd2

�
1�

"

4
+ :::

�
;

�k =
a4

288

kBT �b

vd2

�
1�

3"

8
+ :::

�
;

k = �
a4

192

kBT �b

vd2

�
1�

3"

8
+ :::

�
: (3.3.13)

Theseexpressionsshow m oreclearly thatin theweak adsorption lim it,theinu-

ence on thecurvatureparam eterscaused by thepresence ofadsorbed polym eris

reduced when thepolym erchain becom esshorter.

Forstrong adsorption (d� �b)onehas:

~c0;1 =
2

3
ln(2~d)+

�2

6
+

1

12
+

�

2ln(2~d)� 3

�
~d+ O (~d2);

~�k1 =
5�2

36
�

1

12
� �(3)+

�
4

3
ln(2~d)+

�2

3
�
11

6

�

~d+ O (~d2);

~k1 = �
27

32
+
�2

12
+ O (~d2); (3.3.14)

wherethezeta function �(z)isde�ned in theAppendix.

These results show thatwhen the adsorption issu�ciently strong,one �nds

the som ewhatsurprising resultthatshortening the polym erchain enhances the

e�ecton thecurvatureparam etersinduced by adsorbing polym er.

4 D iscussion

In thisarticlewehaveinvestigated thechain length dependence ofthecurvature

propertiesofpolym eradsorbed surfaces.Ourcalculationsaredonein thecontext

oftheSem enovm odel[23]forthefreeenergywhich capturestheleadingcorrection
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to the free energy in an expansion in 1=N . Analytic expressions are derived for

theleading correctionsto thesurfacetension and curvatureparam eters.

Foran in�nite chain,it is well-established thatthe ground state dom inance

m odelpredictsthattheaddition ofpolym erreducesthe surfacetension,induces

a spontaneous curvature towards the polym ers,gives a positive contribution to

theGaussian rigidity,and reducesthevalueofthebending rigidity.W e�nd that

ifthe adsorption strength is su�ciently low,the leading correction due to the

�nitenessofthepolym erchain to thesurfacetension and curvatureparam etersis

toreduce thee�ectofpolym eradsorption on thesecoe�cients.Them agnitudeof

thise�ectm ay be considerable already forlong polym erchains,especially when

thebulk polym erdensity islow.

Forstrong adsorption,we �nd thatthe leading contribution to thecurvature

param eter changes sign. This m eans that shortening the polym er chains now

enhances thee�ectpolym ershaveon thecurvatureparam eters.Thisseem sa bit

surprising since it is expected that for very short chains,the inuence ofthese

chainsbecom eslesspronounced.Still,ourresultisnotnecessarilyin contradiction

with thisexpectation sinceforsm allN alltheterm sin theexpansion in 1=N are

im portant.

One would like to understand the physicalreason behind this\enhancem ent

e�ect".M athem atically,thee�ectistraced back to thenon-m onotonicbehavior

ofthe leading correction to the segm entdensity pro�le f0;1(x),which isdirectly

linked totheleadingcorrectionstothespontaneouscurvature(~c0;1)and theGaus-

sian rigidity (~�k1).(An equivalentargum entcan bem adeforthebending rigidity

(~k1)which isdeterm ined by thebehavioroff1;1(x).)

In�gure5,wehaveplottedf0;1(x)forvariousvaluesoftheadsorptionstrength.

For weak adsorption,f0;1(x) m onotonically increases to zero at large distances

indicating thatshortchainsadsorb less. Forstrong adsorption,two regionsm ay

beidenti�ed:inthevicinityofthewallthesegm entdensitypro�leisdom inated by

polym er‘loops’.In thisregion f0;1(x)iscloseto zero indicating thatthepolym er

density is independent ofchain length. At som ewhat larger distances from the

wallthe pro�le is dom inated by the polym er ‘tails’[2,24]. Here f0;1(x) goes

through a m inim um and then m onotonically increasesto zero atlargedistances.
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One m ay therefore conclude that,although the totaladsorption islesswhen the

chain length isreduced,thesegregation between aregion dom inated by loopsand

a region dom inated by tails is m ore pronounced leading to steeper gradients in

the polym er segm ent density pro�le. This isthen ultim ately responsible foran

enhancem entofthepolym ercontribution to thecurvatureparam etersin thecase

ofstrong adsorption.

W eend with a discussion ofthelim itationsofourtheoreticaltreatm ent.Cor-

rectionstothecurvatureparam eterswerecalculated toleading orderin 1=N .W e

showed thatthe leading correction to the segm ent density pro�le gives a m odi-

�ed density pro�lethatvarieson thescaleofthebulk correlation length,asdoes

theground statedom inancepro�le.Oneexpects[23,27]higherordercorrections

(O (1=N 3=2))to give m odi�cationsto the segm entdensity pro�le on the scale of

the polym er’sradiusofgyration. Although these higherordercorrectionsdom i-

nate the segm entdensity pro�le when z� �b,they rem ain subdom inantwhen it

concernsthecurvatureparam eterssincetheseareexpressed in term sofintegrals

overtheentireregion ofinhom ogeneity.

A subtle point concerns the dim ensionaldependence ofour analysis. Since

allour results are derived within m ean-�eld theory,it is im plied that the criti-

calexponentsare those ofa polym ersystem em bedded in 4 dim ensions. In our

derivation ofthe curvatureparam etersweexplicitly considerthegeom etry to be

thatofa 2-dim ensionalsurface curved in 3-dim ensionalspace,which isarguably

inconsistentwith them ean-�eld assum ption.Itseem shard toavoid such anincon-

sistency,however,and itisa critique which appliesto allm ean-�eld calculations

ofcurvatureproperties.

Theinteraction with thesolid surfaceism odeled by theextrapolation length

d giving an e�ective interaction.Detailsofthestructure ofthewall(e.g.surface

roughness,surface heterogeneity)and the fullwall-polym erinteraction potential

arethereforenotexplicitly considered.Itisexpected thatthesefactorsinuence

the polym er segm ent density in the very vicinity ofthe wall. In the present

calculations,thescaleofthesegm entdensity pro�leissetby thebulk correlation

length.Oneexpectsthatthedetailed structureofthewallisunim portantaslong

as the bulk correlation length is m uch larger than the m icroscopic length scale
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associated with thisstructure.

Form ally,in the calculation presented the surface is taken to be that ofan

undeform able,attractivesolid wallso thatthem ain application ofourresultsto

experim ents is for,say,polym er adsorption onto a colloidalparticle. However,

ourresultsshould also beofinterestto thedescription ofpolym eradsorption on

m ore exible surfacessuch asm em branes[29],forwhich the essentialphysics is

captured by theHelfrich freeenergy.

A M athem aticalFunctions

Asa reference,weprovidede�nitionsofthespecialfunctionsused.

ThePolylogarithm function isde�ned as:

Lin(z)�

1X

k= 1

zk

kn
: (A.A.1)

TheDilogarithm function isde�ned as:

dilog(z)� Li2(z)�

zZ

1

dt
lnt

(1� t)
: (A.A.2)

TheRiem ann zeta function isde�ned as:

�(n) � Lin(1)�

1X

k= 1

1

kn
; (A.A.3)

�(3) ’ 1:202056903::: (A.A.4)
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loop

tail

Figure1:Sketch ofa polym erchain adsorbed to a planar,solid surfacelocated at

z= 0.The polym erchain consistsofa seriesof‘loops’,with both endsadsorbed

to thesubstrate,and with two ‘tails’,having oneend free.
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Figure2:Surfacetension ~� asafunction ofchain length.Theadsorption strength

~d= 1;thebulk polym erdensity rangesfrom v�b= 0:001 to v�b= 1.Thesolid line

iseq 2.2.36;thedashed lineiseq 2.2.37 com bined with eq 2.2.38.
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Figure3:Thecurvatureparam etersasafunction ofchain length;(a)isthespontaneous

curvature ~c0,(b)istheG aussian rigidity
~�k,(c)isthebendingrigidity ~k.Theadsorption

strength ~d= 1;the bulk polym erdensity rangesfrom v�b= 0:001 to v�b= 1.The solid

lines are num ericalevaluations ofthe integralexpressionsin eqs 3.3.7 and 3.3.8. The

dashed linesare the two leading contributions,eq 3.3.10 com bined with eq 3.11.
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