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T he superconducting state in a single CuO 2 layer:
Experim ental�ndings and scenario

Rushan Han,W eiG uo

SchoolofPhysics,Peking University,Beijing 100871

The notable results shown by Bozovic et al. from m easurem ents ofsynthesized

one-unit-cellthick ofLa1:85Sr0:15CuO 4,La2CuO 4 HTS/AF/HTS tri-layer junc-

tionsquerythepredictionsbyprevalentm odelssincethereisnoobservablem ixing

ofsuperconductivity and anti-ferrom agnetism between the layers.In thisarticle

we m ake a brief survey of experim ental results on the electronic structure of

high-Tc cuprates and m agnetic properties. Based on our analysis,we attribute

superconductivity ofa single CuO 2 layer to spin pairing via localexchange in-

teractions.

PACS num bers:74.20.M n,75.20.Hr,75.30.Et,74.25.Ha

Recently, Bozovic et al. synthesized one-unit-cellthick superconducting LSCO ,

insulating LCO HTS/AF/HTS tri-layer junctions in a way of stacking digitally

by using advanced M olecularBeam Epitaxy technology [Nature 422,873(2003)].

The resultshown by Bozovic etal. indicating no m ixing ofsuperconductivity and

anti-ferrom agnetism in HTS/AF/HTS layers queries the predictions by prevalent

m odels. The fact that superconductivity holds in one-unit cellthick LSCO layer

also questionsthe idea ofthe inter-layercoupling asa pairing m echanism .Bozovic

et al. have shown that there is 1 eV energy di�erence between LSCO and LCO ,

and the quasi-two-dim ensionalm id-gap statesin LSCO ,i.e.the energy position of

the superconducting state isin between the em pty and the valence band ofLCO .

Thisobservation agreeswith som eearlierworksby otherinvestigators:thenorm al

states ofcharge carriers are in between two energy bands ofLCO ,the chem ical

potentialpinsin them iddleofthegap ratherthan atthebottom .Thedoped holes

appeared in oxygen band activate p electrons,the density ofitinerantelectronsis

found to be proportionalto concentration ofthe doped holesx (also the density

ofsuperuidsns ).M ixing between orbital2p (O )and 3d (Cu)hasbeen observed,

them ixing ratio is8 :2.Them ixed statesarenotlocated in Cu siteorO site,but

extended itinerantstateswith m etallicm obility.Thesuperuid carriersarem ainly

p electronsratherthan d electrons.

1

http://arxiv.org/abs/cond-mat/0305637v1


High-Tc phenom ena occur in a specialm agnetic structure only. Am ong the

huge num ber ofcom pounds belong to the fam ily ofstrongly correlated system s,

non-Ferm i-liquids,d-fm etalsand perovskitetype m aterials,high-Tc cuprateisthe

only onesuperconductivewith high-transition tem perature.O n theotherhand,all

high-Tc cuprates with di�erent com positions exhibit universalphysicalproperties

such as the phase diagram ,non-Ferm i-liquid behavior,etc. The superconducting

phase em erges in a doping region between insulting ( charge transfer type ) and

Ferm iliquid regim es,thetransition tem peraturesvary with thedoped holeconcen-

tration x com panied with variation ofthenum berofchargecarriersand shortrange

orderofanti-ferrom agnetism .Itinerantp electron also playsa roleofm ediation for

the superexchange between Cu ions ( in W annier representation ), the physical

propertiesofcharge carriers(p electrons)and variationsofm agnetic correlation

between localCu spinsinuenced by holedopingshould becarefully exam ined since

the nearly free localspins created by holes in the anti-ferrom agnetic background

m ay interactwith chargecarriersviaK ondoexchange.In thefollowingwelistm ain

experim entalresultson theelectronicstructureofhigh-Tc cuprateswith briefcom -

m ents. The article isdivided into fourparts:i. The physicalpropertiesofcharge

carriers,ii. Varying ofanti-ferrom agneticbackground by changing the doped hole

concentration,iii. Interactionsbetween charge carriersand the anti-ferrom agnetic

background,iv.Physicalpropertiesofthe superconducting state.
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Two interactions are essentialto the superconducting state in a single CuO 2

layer:the superexchange (coupling constantK � 0.1 eV )between Cu2+ ionsand

the K ondo exchange between itinerant charge carriers and "defects" in the anti-

ferrom agnetic background i.e. nearly free spins ( coupling constant J � 0.01 eV

).W e interpret the coexistence ofanti-ferrom agnetism and superconductivity as

following:p electron being the m ediation forthe superexchange between Cu spins

is activated by hole doping breaking the long range order ofCu spins. O n the

otherhand,electron spin coupling m ediated by nearly freeCu spinsvia theK ondo

exchange gives rise to electron pairing in spin sector. A notable result of spin

pairing is that the wavefunction oftwo opposite spins is sym m etric rather than

anti-sym m etric(susceptibility m easurem entin NM R and neutron scattering exper-

im entcan notdeterm ine the sym m etry ofspin wavefunction ). The projection of

theorbitalwavefunction oftheelectron pairin theCuO 2 planehasthedx2� y2 sym -

m etry which isforced by spin and crystalsym m etries.O rbitalwavefunction along

c axis is restrained as shown by Bozovic et al. As explained by the K -J m odel,

the two dim ensionless quantities � = 86:2 and optim aldoping x0 = 0:16 in the

universalparabolicfunction ofTc=T
m ax

c
arenotindependent,onerelatesto another

determ ined bytwofundam entalconstantsK 0(forundoped sam ple)and J.TheK -J

m odelalso explains:the upperlim itofT m ax

c
� 150K ,delocalization ofd electron

atx � 0:2,shortrangem agneticorder,spin gap and thepseudogap,low superuid

density ns / x / Tc,tim e-reversalsym m etry breaking and non-ferm i-liquid behav-

ior,etc.

42. G uo W .et al. arXiv: cond-m at/0303155;Physica C 364-365,79(2001). The

K -J m odel.

By sum m ary,wehavelisted essentialliteraturesofexperim entalresultsshowing

the electronic structure of high-Tc cuprates ( lim ited by article length we have

om itted m any im portant works ). To understand high-Tc superconductivity,we

have to putevery piece ofexperim ental�ndingstogetherto �gure outthe hidden

schem e like a puzzle gam e. Based on ouranalysis,we attribute superconductivity

ofa singleCuO 2 layerto spin pairing via localexchangeinteractions.
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