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A bstract

Twocom pounds,tetragonalYB4 and cubicYB6,havebeen investigated by electric-

�eld gradient(EFG )and K nightshiftm easurem entsattheboron sitesusingthe 11B

nuclearm agneticresonance(NM R)techniqueand by perform ing�rst-principlescal-

culations.In YB6
11B (I = 3=2)NM R spectra revealpatternstypicalforan axially

sym m etric�eld gradientwith aquadrupolecouplingfrequencyof�Q = 600� 15kHz.

In thesecond boride(YB4)threedi�erentEFG swereobserved correspondingtothe

threeinequivalentcrystallographicsitesfortheboron atom s(4h,4e,and 8j).They

correspond to:�Q (4h)= 700� 30kHzwith an asym m etryparam eter� = 0:02� 0:02,

�Q (4e) = 515 � 30 kHz,� = 0:00 + 0:02= � 0:00,and �Q (8j) = 515 � 40 kHz,

� = 0:46 � 0:08. The K night shifts m easured by M agic-Angle Spinning (M AS)

NM R atroom tem perature are very sm allbeing 0:6� 8 ppm and � 1� 8 ppm for

YB4 and YB6,respectively.Forthetheoreticalcalculationsstructureoptim izations

were perform ed as a �rst step.For the obtained structuralparam eters the EFG s

werecom puted within thelocal-density approxim ation.Very satisfactory agreem ent

between experim entaland theoreticalresultsisobtained both forthestructuralpa-

ram eters and the B EFG s thus con�rm ing the underlying structuralm odels.In

addition to the EFG s,band structures,densities of states, and valence-electron

densitiesarepresented and thebonding situation in thetwo yttrium boridesisdis-

cussed.Theband-structureresultsare com patible with the very low valuesforthe

K nightshiftsm entioned above.

Key words: M etalborides;Electronic band structure;Electric �eld gradient;

Chem icalbonding;NM R
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1 Introduction

Through theirspeci�c properties,transition m etalboridesbecam e attractive

both from scienti�c and technicalpointofview.Forinstance,YB 6,likesom e

other rare-earth and actinide hexaborides, shows superconductivity below

7.1K [1]and hasbeen considered asapossiblecandidateforhigh-tem perature

therm oelectricm aterials[2].

Detailed knowledgeoftheelectronicstructureofam aterialisakey ingredient

foran in-depth understanding ofm any ofitsm acroscopic features.A com bi-

nation ofexperim entalm ethodsaswellascom putationson an ab-initio level

has proved very e�cient,in particular relating electronic structure calcula-

tionsto resultsofnuclearm agneticresonance(NM R)technique.Thevalueof

the electric �eld gradient(EFG),m easured by NM R quadrupole interaction,

is directly determ ined by the charge distribution around the nucleus.Thus,

theoreticalEFG studies based on the electronic structure are im portant in

order to give a reliable interpretation ofthe experim entaldata.One ofthe

strengths ofNM R m easurem ents is that,being a m icroscopic tool,they are

sensitivetothesym m etry ofthecrystallographicsitesand in particulartothe

electron densityin thevicinity ofthenucleus.In arecentstudy,thissensitivity

was used to provide criteria forthe determ ination ofcrystalstructures that

arestillunderdebate[3,4,5].

In the present paper,we report the EFG values for YB6 and YB4 and the

determ ination oftheKnightshiftsby using theM agic-AngleSpinning (M AS)

technique.The experim entalEFGs are com pared and interpreted with the

theoreticalonesobtained from ab-initio calculations.

ThestructureofcubicYB6 (spacegroup Pm 3m ,no.221)consistsofa sim ple

cubiclatticeofcorner-connected B6 octahedra with Y atom s�lling thecubic

holes.In thisand otherborideswith thesam estructuretheB{B distancebe-
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tween neighbouring octahedra isslightly shorterthan within the octahedron

(forYB6:1.64�A com pared to1.75�A).In agreem entwith thiscrystallographic

structure there is only a single EFG value.A previous 11B NM R study for

YB6 [6]reported thespin-latticerelaxation tim eand thespectrum .However,

the authorswere unable to determ ine the EFG because ofthe widely broad-

ened satellitelinesand theweak NM R signalused in theirinstrum entation.

On the other hand,tetragonalYB4 (space group P4=m bm ,no.127) has a

quasilayer structure with alternating sheets ofY atom s and B6 octahedra

linked togetherlaterally by B2 units.In thisstructure �ve di�erentnearest-

neighbour B{B distances between 1.64 �A and 1.81 �A are observed.In YB4

theboron atom saresituated in threedi�erentcrystallographicpositionswith

di�erentEFGsforeach ofthem ,aswillbedem onstrated in thepresentpaper.

2 Structure optim ization

Forcon�rm ation ofthe validity ofthe available experim entallattice param -

eters and the atom ic positions,calculations have been perform ed using the

Viennaab-initiosim ulationpackage(VASP)[7,8,9].Bythism ethodtheKohn{

Sham equations ofdensity-functionaltheory [10,11]with periodic boundary

conditions are solved within a plane-wave basis set with electron{ion inter-

actions described by the projector augm ented wave (PAW ) m ethod [12,13].

Forexchangeand correlation thegeneralgradientapproxim ation (GGA)[14]

wasapplied.Thestructuralparam eterswerecalculated by atom icforcesand

stress-tensor m inim ization.Foreach ofthe two borides two di�erent energy

cuto�sforthe plane-wave basiswere used (400 eV and a cuto� higherby at

leastafactorof2),which lead topracticallythesam eresults,sothatadequate

convergence isensured.The experim entaland calculated structuralparam e-

tersforYB4 and YB6 aregiven in Tables1and 2,respectively.ForcubicYB6,

wherethelatticeparam etera and thepositionalparam eteroftheB atom are
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Table 1

Experim entaland calculated structuralparam eters for YB4 adopting the ThB4

structure(P 4=m bm ,no.127).Thelattice param etersarein �A.

Lattice Positional

param eters param eters Atom Site Rem arks

a = 7:111 x = 0:3179 Y 4g exp.,Ref.[15]

c= 4:017 z = 0:2027 B(1) 4e

x = 0:0871 B(2) 4h

x = 0:1757 B(3) 8j

y = 0:0389

a = 7:1035 exp.,Ref.[16]

c= 4:0206

a = 7:1091 x = 0:3182 Y 4g calc.,VASP (G G A)

c= 4:0280 z = 0:2030 B(1) 4e

x = 0:0870 B(2) 4h

x = 0:1760 B(3) 8j

y = 0:0386

the only free param eters,the m inim um -energy structure was also found by

thefull-potentiallinearized augm ented plane-wave (FLAPW )m ethod within

theLDA approxim ation which isdescribed in thenextSection.

The structuralparam eters optim ized by VASP have been used to calculate

theEFGsforYB6 and YB4.
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Table 2

Experim ental and calculated structuralparam eters for YB6 adopting the CaB6

structure(P m 3m ,no.221).Thelatticeparam etersarein �A,thepositionalparam -

eterrefersto site 6f ofB.

Lattice Positional

param etera param eterx Rem arks

4.102 exp.,Ref.[17]

4.1025 0.202 exp.,Ref.[18]

4.113 exp.,Ref.[19]

0.199 exp.,Ref.[20]

4.0436 0.1989 calc.,FLAPW (LDA)

4.1004 0.1988 calc.,VASP (G G A)

3 Electric-�eld gradients

3.1 Experim ental

To avoid skin-depth e�ectsforbetterRF penetration,thesam pleswereused

in powder form and obtained by crushing the single crystals.The crystals

wereobtained by cruciblefreeinductivezonem elting oftheYB4 and theYB6

source rods that provides a high purity and single-phase m aterial.They,in

turn,wereprepared in thefollowing steps:

(1) M ixingofY 2O 3 (purity99.999% )and boron com ponentsin properratios.

(2) SynthesisoftheYB4 and theYB6 powdersby routinesolid-statereaction
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ofborotherm icreduction:

Y 2O 3 + 11B ! 2YB4 + 3BO "

Y 2O 3 + 15B ! 2YB6 + 3BO "

(3) Slip casting ofsource rods,rem ovalofthe binder and sintering ofthe

rodsin thevacuum .

The 11B NM R experim entswerecarried outwith a BrukerDSX Avancespec-

trom eteratafrequency of96.29M Hz.Thestaticspectrawereobtained bythe

Fouriertransform ofthe free induction decay (FID)following a shortsingle

pulse(in therangeof0.9{2.5�s).Thespectracontain up to256accum ulations

with a repetition tim e of20 s.A 4 m m M AS probe was used with rotation

frequenciesbetween 7 and 9 kHz.The chem icalshiftsare given with respect

to externalBF3Et2O.In Fig.1 the 11B NM R spectra forYB4 and YB6 are

given.

3.2 First-principlescalculations

The all-electron band-structure calculations forthe calculation ofEFGs are

based on the density-functionaltheory [10,11](DFT) and the local-density

approxim ation and have been perform ed by the linearized augm ented plane-

wave(LAPW )m ethod [21]in itsfull-potentialversion [22,23,24,25](FLAPW )

using an exchange-correlation potentialby Hedin and Lundqvist[26,27].

The EFGshave been calculated from the l= 2 com ponentsofthe Coulom b

potentialnearthenuclei.Theform alism byHerzig[28]andBlahaetal.[29]has

alsobeen em ployed tosplitthecalculated EFG com ponentsintothecontribu-

tionsfrom the surrounding electrons within the respective m u�n-tin sphere

(\spherecontribution")andtherem ainderthatcom esfrom outsidethissphere

(\lattice contribution").Thispartitioning depends,to a sm allextent,on the
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choice ofthe m u�n-tin radii.The valence contribution can be split further

into theallowed ll0contributions(only sd,pp,pf areim portantin thepresent

context) which provide usefulinform ation about the inuence ofparticular

l-likewavefunctionson theEFGs[30].Asiscom m on practicetheEFG com -

ponentwith thelargestabsolutevalueisalwaysdesignated asVzz.Forfurther

algorithm icdetailson theEFG calculation seeourrecentpaper[4].

3.3 EFGs:Resultsand discussion

Figure1 showsthe 11B spectra which aretypicalfora nuclearspin I = 3=2in

thepresenceof�rst-orderquadrupolee�ects.ForYB 6 (bottom ofFig.1)the

separation ofthesatellitelinesisgiven by �� = �Q (3cos
2�� 1),where� are

the powdersingularities.� = 90 � thusyields�Q = e2qQ=2h.Here,eq = Vzz

and Q is the largest com ponent ofthe electric-�eld-gradient tensor and the

nuclearquadrupolem om ent,respectively.Theaxiallysym m etric�eld gradient

isconsistentwith thelocalsym m etry attheboron site.Theexistenceofthree

inequivalentboron sitesin YB4 istheorigin ofthem orecom plexsatellitespec-

trum com pared to YB6 (Fig.1).The�Q valueand theasym m etry param eter

� = (Vxx� Vyy)=Vzz wereobtainedusingthedm �tsim ulation program [31].The

�Q value translatesinto Cq = 2�Q and itfollowsforVzz = 4:136� 1019Cq=Q

(in V=m 2)when theappropriateQ value(in barns)for11B isused and Cq is

inserted in unitsofM Hz.Sincedi�erentnuclearquadrupolem om entscan be

found in the literature,the experim entalvalues forVzz were determ ined for

two di�erentvalues,nam ely Q = 0:04 b and Q = 0:0355 b [32].The form er

Q value hasbeen taken from the alm anac ofthe spectrom eterm anufacturer

Brukerand isvery closeto Q = 0:04059 [33]recom m ended by Pyykk�o [34]in

hiscom pilation ofnuclearquadrupolem om ents.Theresultsareshown in Ta-

bles3 and 4 forYB6 and YB4,respectively.Experim entally only theabsolute

valueofVzz and � can bedeterm ined forthepowderspecim ens.
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Table 3

Calculated B EFG s(in 1020 V/m 2)forYB6 forthe optim ized structure com pared

to the experim entalresults assum ing an 11B nuclear quadrupole m om ent of0.04

and 0.0355 jej� 10�28 m 2,respectively.

Calc. Exp. Exp.

O pt.struct. Q = 0:04 Q = 0:0355

Vzz jVzzj jVzzj

� 13:5 12:4� 0:3 14:0� 0:3

Table 4

Calculated B EFG s (in 1020 V/m 2) for YB4 for the experim entalstructure [15]

and theoptim ized structurecom pared to theexperim entalresultsassum ing an 11B

nuclearquadrupolem om entof0.04 and 0.0355 jej� 10�28 m 2,respectively.

Calc. Calc. Exp. Exp.

Exp.struct. O pt.struct. Q = 0:04 Q = 0:0355

Site i Vii � Vii � jViij � jViij �

B(1) z � 11:0 0:0 � 10:8 0:0 10:6� 0:6 0:0 12:0� 0:6 0:0

B(2) x � 8:1 � 8:2

y � 8:3 � 8:4

z 16:4 0:02 16:6 0:01 14:5� 0:6 0:02 16:3� 0:6 0:02

B(3) x 2:7 2:9

y 7:9 7:9

z � 10:6 0:48 � 10:8 0:47 10:6� 0:9 0:46� 0:09 12:0� 0:9 0:46� 0:08

ForYB6 theB EFG correspondstotheaxially sym m etriccase(sitesym m etry

C4v)wherethereisonly oneindependentEFG com ponent.In YB4 thesitua-

tion ism orecom plicated.The threecrystallographically distinctB sites(site

sym m etries:C4 forB(1),C2v forB(2),and Cs forB(3))lead to one,two,and
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Table 5

SplitoftheB EFG forYB6 (optim ized structure)intolatticeand spherecom ponents

and thelatterinto itsm ain contributions,i.e.,sd,pp,and pf.AllVzz valuesarein

unitsof1020 V/m 2.

Site Vzz V lat
zz V sph

zz V sd
zz V pp

zz V pf
zz

B � 13:5 9:0 � 22:5 � 1:9 � 17:8 � 2:3

three independent EFG com ponents,respectively.This m eans thatforB(2)

and B(3)a non-zero asym m etry param eter� isobserved.

The com parison between calculated and m easured EFGs shows very good

agreem ent,iftheabsolutevaluesareconsidered.In generalfortheEFG tensor

eitheroneortwo com ponentsarenegative.Thecorresponding principalaxes

aredeterm ined by thestrongestbonding interactions.In thecaseofYB4 the

negative EFG com ponent for B(1) (Vzz) is related to the axis ofthe inter-

octahedralB{B bond along thecaxis,forB(2)thetwo negativecom ponents

(Vxx and Vyy)refertothe(001)planethrough B(2)and itsthreeB neighbours,

and �nally forB(3)the negative EFG com ponent(Vzz)refersto the axisof

thebond between theadjacentatom sofa B6 octahedron and a B2 unit.

Now thesplitsoftheB EFGsintothelatticeand spherecontributionsand the

latterinto theirm ain com ponents(sd,pp,and pf)are considered (Tables5

and 6).The sphere contribution is the one with the largest absolute value,

butalso the lattice contribution isrelatively large.Thisbehaviourhasbeen

observed previouslyforboridesandothersecond-groupelem entsbySchwarzet

al.[35].FortheH atom in hydridesthelatticecontribution iseven largerthan

the sphere contribution,as has been found recently [4].It is not surprising

thatthepp com ponentdom inatesthespherecontribution with thesd and pf

com ponentsbeing thelargestothercom ponents.
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Table 6

Splitofthe B EFG sforYB4 (optim ized structure)into lattice and sphere com po-

nentsand thelatterinto itsm ain contributions,i.e.,sd,pp,and pf.AllVzz values

are in unitsof1020 V/m 2.

Site Vzz V lat
zz V sph

zz V sd
zz V pp

zz V pf
zz

B(1) � 10:8 7:2 � 18:0 � 1:4 � 14:6 � 1:7

B(2) 16:6 � 4:0 20:6 1:3 17:8 1:3

B(3) � 10:8 5:0 � 15:7 � 1:3 � 12:6 � 1:6

3.4 Knightshifts

The Knight shifts,K ,m easured for both com pounds,are found to be very

sm all,i.e.,0.6 ppm and �1 ppm forYB6 and YB4,respectively.The accu-

racy ofthe K values were estim ated to be �8 ppm ,where the uncertainty

resultsfrom an incom plete reduction ofthe strong dipolarinteraction in the

M AS experim ent,m ainly between the boron nuclei.These values ofK are

m uch sm aller than those observed in M gB2,where K (11B) = 100 ppm [36]

and in YNi2B2C,where K (11B) � 400 ppm [37](both values are for room

tem perature).Thiscom parison indicates thatthe valuesforthe densities of

states(DOS)attheFerm ilevelfortheboron sitesarem uch lowerthan those

in the boridesm entioned above.Especially the lack ofs-type DOS,which is

usually thecontribution with thelargesthyper�ne �eld,reducessigni�cantly

the shifts.Indeed,the s-type DOS per boron atom is,in YB6 [38],over 20

tim essm allerthan in M gB2 [38].Also the p-type DOS perB atom issigni�-

cantly sm allerin YB6 com pared toM gB2.Thesedataarecom patiblewith the

presentelectronic band structure calculations(see nextSection)which show

that s-and p-type boron states are located m ainly below the Ferm ienergy

and thusthecontribution to theDOS attheE F issm all.
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4 Electronic structure and chem icalbonding

The �rst theoreticalinvestigation ofm etalborides ofgeneralform ula M B 6

hasbeen perform ed �fty yearsagoby Longuet-Higginsand Roberts[39]using

the tight-binding approxim ation.According to these authors the octahedral

arrangem ent ofthe B atom s leads to ten bonding states which,when �lled

with the18 B sand p plustwo m etalvalenceelectrons,willcorrespond to an

insulator.A m etalwillbeobtained when the hexaboride ofa trivalentm etal

isconsidered instead ofa divalentm etal.In theirpaperthe statesbelow the

Ferm ilevelarenotonly characterized in term softheirbonding orantibond-

ing propertiesbutalso asregardstheirparticipation in bondswithin a single

B6 octahedron orbetween neighbouring octahedra.Later[40]the higherly-

ing valence and conduction bandsofYB6 have been calculated by a discrete

variationalm ethod in anon-selfconsistentfashion.Recentelectronic-structure

calculationsforYB6 can befound in Ref.[2](DOS only)and in Ref.[38]where

also the band structure isgiven.ForYB4 only the DOS hasbeen published

so far[2,38].In both references,however,the lowestB 2s band isnotshown

although itisofcrucialim portanceforthechem icalbonding in both borides

aswillbeargued below.In thecaseofYB6 Shein etal.[38]designateiterro-

neously as\quasi-coreB 2sband"{obviously m ainly becauseitisalow-lying

band.In Fig.2 theband structuresforYB4 and YB6 arepresented.

TheDOS curvesforYB4 and YB6 aregiven in Fig.3 togetherwith thelocal

partialDOS com ponents.Forboth boridesthestatesatenergiesofca.�15eV

aredom inated byB 2scharacterwithaconsiderableam ountofB 2pcharacter.

Such statesappearforallB atom sconstituting theB6 octahedra,butnotfor

B(2),which belongs to the B2 unit ofwhich each B atom is linked to two

di�erent octahedra.In this energy range hybride orbitals are form ed which

lead to strong covalent � bonds between the boron atom s within a B6 unit

which can beseen from thecorresponding electron densitiesshown in Fig.4.
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After an energy gap ofabout 3.7 eV a com plex ofbands appears in both

com poundswherein thelowerenergy rangeB sstatesprevailwith an adm ix-

tureofB p statesexceptfortheB(2)atom s.Thesestatescorrespond m ainly

to bondsbetween di�erentB 6 octahedra and s{s � bondsin the B2 unitsof

YB4.At higher energies below the Ferm ilevelB p states are predom inant

apartfrom a relatively sm allB s and a considerable Y d contribution.Also

in this energy range the interoctahedralbonds are dom inant except for the

region very neartheFerm ilevelin YB6 wheretheintraoctahedralB{B bonds

again becom eim portant.

In YB6 the Y d stateshave m ostly eg characterwhich can be seen from the

valenceelectron densitiesin Fig.5.ThisFigurealso showsthatthisisnotthe

caseforYB4 although neartheFerm ileveleg-likecharacter,i.e.,(dz2;dx2�y 2)

character,ispredom inant.

Our results for YB6 are in very good agreem ent with the detailed sem iem -

piricaltight-binding investigation by Longuett-Higgins and Roberts [39].In

order to m ake the com parison we perform ed crystal-�eld splittings for the

B p (and Y d)states.W e thusobtained the distinction between theirradial

(pz)and tangentialorbitals(px;py).Togetherwith electron-density plotsfor

certain energy ranges,the regions for the di�erent site orbitals for the B 6

octahedron could be identi�ed.W e obtained the following order (increasing

energy):a1g (band atca.�15 eV),a
0

1g,t1u,e
0

g,and t2g.(Thenom enclatureis

taken from Ref.[39]and referstotheirreduciblerepresentationsforthewhole

octahedron.)

In Fig.6thevalenceelectron densitiesin the(001)planethrough theB atom s

in YB4 and YB6 isdisplayed.Apartfrom the structuraldi�erences between

both borides (irregular heptagonalarrangem ent ofthe B atom s outside the

octahedra in YB4 com pared to an alm ostregularoctagon in YB6)theslightly

highervalence electron densitiesbetween the B atom soutside the octahedra
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in both com pounds can be seen as wellas the deep density m inim a which

designate the m uch weaker covalent Y{Y bonds perpendicular to the (001)

plane.

5 Sum m ary

ForYB4 and YB6 we have perform ed electric-�eld gradientand Knightshift

m easurem ents forthe B sites.The aim ofthe paperhasbeen a com parison

oftheNM R resultsand theavailablestructuraldata with theresultsofaccu-

rate �rst-principles calculations.W e have therefore optim ized the structures

by atom icforcesand stress-tensorm inim ization.Fortheoptim ized structures

EFG calculationshavebeen perform ed.Perfectagreem entwasfound between

the experim entaland calculated structuralparam etersand electric-�eld gra-

dientsthuscon�rm ing thestructurem odelsavailablein theliterature.Based

on calculated totaland localpartialDOS aswellaselectron-density plots,we

analysethebonding situation in both com poundsand concludethatthelow-

estvalencebandsareofparticularim portanceforthestabilty ofboth yttrium

borides.
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Fig.1.Experim entaland theoretical(m odel)powder-pattern 11B spectrum forYB4

(top) and YB6 (bottom ).For better readability the m odelspectra are shifted up

with respectto theexperim entalones.ForYB4 thearrowsindicatepositionsof90
�

singularities(� � 0)forB(2)(outerm ostarrows)and B(1)(m iddle arrows)except

forthesingularity forB(3)(innerm ostarrows)wheretheangleisdi�erentfrom 90�

(� = 0:46).
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Fig.2.Electronic band structureforYB4 (left)and YB6 (right).
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ofstatesperRydberg and perform ula unit.
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Fig.4.Electron densities in the (001) plane through the B atom s for the lowest

valence bandsatca.� 15 eV.Left:YB4,right:YB6.A logarithm ic grid ofcontour

lineshasbeen used (xi= x02
i=3).ForYB4 the B(2)atom sappearasblack bullets

withouta surrounding electron density.

Fig.5.Valenceelectron densitiesin the(001)planethrough theY atom s.Left:YB4,

right:YB6.A logarithm ic grid ofcontourlineshasbeen used (xi= x02
i=3).
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Fig.6.Valenceelectron densitiesin the(001)planethrough theB atom s.Left:YB4,

right:YB6.A logarithm ic grid ofcontourlineshasbeen used (xi= x02
i=3).
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