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O ctupole O rdering M odelfor the Phase IV ofC exLa1� xB 6
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An octupole ordering m odelis studied by the m ean �eld theory,and its relevance to the

phase IV ofCexLa1�x B 6 isdiscussed.The observed lattice distortion along the[111]direction

is interpreted in term s of the �5g-type ferro-quadrupole m om ent induced by an antiferro-

octupole ordered state with �5u sym m etry.The octupole m odelalso accountsfor the cusp in

them agnetization asin theN�eeltransition,and thesoftening oftheelasticconstantC 44 below

the ordering tem perature.However,theinternalm agnetic �eld dueto the octupole m om entis

sm allerthan the observed one by an orderofm agnitude.Also discussed isthe possibility ofa

pressure induced antiferrom agnetic m om entin the octupole-ordered state.

KEYW ORDS: rare-earth hexaboride,CexLa1�x B6,NdB6,NpO 2,octupoleordering,elasticconstant,ther-

m alexpansion,internal�eld,pressure induced m om ent

1. Introduction

O rbitalorderingsin f-electron system shaveattracted

m uch attention.In usualcases,an orbital-ordered phase

is a quadrupole-ordered phase.However,higher m ulti-

pole orderingscan also be realized.Indeed,possibilities

ofoctupoleorderingsin NpO 2
1{4) and in CexLa1� xB6

5,6)

havebeen discussed.In thispaper,westudy an octupole

ordering m odelforthe phase IV ofCexLa1� xB6 paying

attention tothecouplingbetween f-electronsand lattice.

CeB6 hasa cubic crystalstructure ofthe CaB6-type,

and Ce ions form a sim ple cubic lattice. In this m a-

terial,there are three phases;the param agnetic phase

(called phase I),the antiferro-quadrupole phase (phase

II)and theantiferrom agneticphase(phaseIII).Therole

oftheoctupole interaction in thesephaseshasbeen dis-

cussed6{9) to explain experim entalobservations.In the

dilute alloys CexLa1� xB6, the so-called phase IV was

found atx ’ 0:75.10) Thisphasehasattracted m uch at-

tention.A largesofteningoftheelasticconstantC44 just

below the transition tem perature TI-IV from the phase I

to thephaseIV wasobserved.11) Furtherm ore,them ag-

netic susceptibility showsa cusp atTI-IV ,and the m ag-

netization isalm ostisotropicatam bientpressure.12)

Itwasrecently revealed thatthe lattice shrinksalong

the [111]direction in the phase IV.13,14) It is probable

that the softening of C44 is due to this distortion.It

m ay be tem pting to ascribe the distortion to the ferro

�5g-typequadrupoleorder.However,thequadrupolem o-

m ent is not necessarily the prim ary order param eter.

Indeed,the tem perature dependence ofC44 is di�erent

from usualferro-quadrupole-ordered m aterials.11) In the

phase IofCe0:75La0:25B6,the tem perature dependence

of C44 follows the Curie-W eiss law with an antiferro-

quadrupole interaction,butsoftensdrastically justbelow

TI-IV .The entropy changesm ore atthe transition from

the phaseIto the phaseIV than atthe othertransition

from thephaseIV tothephaseIII.11,15) O n thecontrary,

the entropy changesvery little atthe quadrupole tran-

sition in CeB6.
15) Thus it is likely that the degeneracy

ofeach f-electron stateisalready lifted in thephaseIV.

�E-m ail:katukubo@ cm pt.phys.tohoku.ac.jp

Thisfactalso m akesitdi�cultforthe �5g quadrupoles

to be the prim ary orderparam eterin the phaseIV.

A largechangein theinternal�eld atTI-IV ,asprobed

by NM R 16) and �SR,17) suggestsstrongly thatthe tim e

reversalsym m etry is broken in the phase IV.A pure

quadrupole order is incom patible with the broken tim e

reversalsym m etry.In addition,a neutron di�raction ex-

perim entfound nom agneticreection in thephaseIV.18)

Thus,dipolem om entsarealsounlikely tobetheprim ary

orderparam eter,although thetim ereversalsym m etry is

broken.Therefore,octupole m om ents,which break the

tim ereversalsym m etry,becom eacandidatefortheorder

param eterin thephaseIV.5,6) In addition,theorderpa-

ram etershould have an anisotropic nature,because the

cubicsym m etryisbroken,and theanisotropyin them ag-

netization develops under uniaxialpressure.19{21) Thus

the �5u-type octupole m om ent,am ong alloctupole m o-

m ents,isthe m ostplausible candidate forthe orderpa-

ram eter in the phase IV.W e willdiscuss this point in

detailin x2.

K usunose and K uram oto6) have already pointed out

using the G inzburg-Landau (G L) theory that the �5u
octupoleorderwith a �nitewavenum bershould accom -

pany a ferro-quadrupole m om ent, and have suggested

a possible lattice distortion.However,evaluation ofthe

m agnitude ofthe distortion is beyond their G L theory,

becausetheG L theory isappropriatenearthetransition

tem perature.In this paper,we explore in m uch greater

detailthe consequence ofthe �5u octupole orderby the

m ean �eld theory,and proposethatthelatticedistortion

and the softening ofthe elastic constantC44 are due to

the orderofthe �5u octupole m om ent.Som e ofthe re-

sultsin thispaperwerereported in a recentpaper.22) In

thispaper,wedescribethedetailsofthecalculation,and

add som enew results,especially,thequadrupolesuscep-

tibilities.

Thispaperisorganized asfollows.In x2,weintroduce

an octupoleorderingm odeland solvethism odelbyusing

them ean �eld theory.In x3,x4 and x5,wediscussthe

m agnetization,elastic constants and lattice distortion,

respectively,in the octupole-ordered state.In x 6,we
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estim atetheinternal�eld from theoctupolem om ent.In

x 7,wediscussa possibledipole m om entunderuniaxial

pressure in the octupole-ordered state.The lastsection

isdevoted to a sum m ary.

2. M ean Field T heory

The crystalline electric �eld (CEF) ground state of

Ce3+ (J = 5=2)in CexLa1� xB6 isthe �8 quartet.
23{25)

The excited level�7 liesabout500 K from the �8 level

and isneglected.The �8 statesarerepresented in term s

ofeigenstatesofJz as

j+ "i=
p
5=6j+ 5=2i+

p
1=6j� 3=2i; (2.1)

j+ #i=
p
5=6j� 5=2i+

p
1=6j+ 3=2i; (2.2)

j� "i= j+ 1=2i; (2.3)

j� #i= j� 1=2i: (2.4)

W ithin the�8 quartet,thenum berofindependentm ulti-

polarm om entsis15,and activeoctupolem om entshave

either�2u,�4u or�5u sym m etry.7)

W e �rst discuss the properties of the �2u and �4u
m om ents.The �4u-type octupole m om ents accom pany

dipolem om ents,becausedipolem om entshavethesam e

sym m etry �4u.
7) Thus the �4u octupole m om ents are

unlikely to betheorderparam eterin thephaseIV.The

�2u-typeoctupolem om ent,asproposed in ref.5,ispseu-

doscalar,and eigenstatesofthe�2u m om enthavethecu-

bicsym m etry.Henceitdoesnotaccom pany quadrupole

m om ents,and itseem sdi�cultto explain thelatticedis-

tortion in thephaseIV by the�2u octupoleorderings.In

the followings,we study the properties of�5u octupole

m om ents,and discuss their possibility as the order pa-

ram eterofthe phaseIV.

Letusintroducepseudospins� and � to describe the

�8 quartet:

�
zj� �

zi= � j� �
zi; (2.5)

�
zj�z "i= + j�z "i;�zj�z #i= � j�z #i; (2.6)

and the transverse com ponents which ip the pseu-

dospins.Therelevantm ultipolem om entsaregiven with

the notation (�;�;)= (x;y;z),(y;z;x)or(z;x;y)by

J =
7

6

�

�+
4

7
(�+ �x;�

�
�y;�z�z)

�

; (2.7)

O
0
2 =

1
p
3
(2J2z � J

2
x � J

2
y)=

8
p
3
�
z
; (2.8)

O
2
2 = J

2
x � J

2
y =

8
p
3
�
x
; (2.9)

O � = 2J�J =
2
p
3
�
y
�
�
; (2.10)

T
5u
� =

1

2
p
3
(J�J

2
�
� J2J�); (2.11)

and

(T 5u
x ;T

5u
y ;T

5u
z )= (�+ �x;�� �y;�x�z); (2.12)

where bars on the products represent norm alized sym -

m etrization,e.g.,JxJ
2
y = (JxJ

2
y + JyJxJy+ J

2
yJx)=3,and

�
A
�

2

�
A
�

3

2
−

�
A
�

3

2

�
A
�

2−

octupole��Γquadrupole��Γ

�Γ

�

(〈O	
〉 < 0)

(〈O	
〉 > 0)

(〈O	
〉 < 0)

Fig. 1. The level schem e in the �5u interaction (right) and in

the �5g interaction (left).The quantities A 5u and A
5g are the

octupolar and quadrupolar m ean �elds.

wehaveintroduced the notations

�
� =

1

2
(�
p
3�x � �

z); (2.13)

�
� = �

1

2
(�x �

p
3�z): (2.14)

2.1 LevelSchem e

Before introducing a octupole ordering m odel on

a lattice, we discuss the ‘easy axis’ of the �5u
octupole m om ent under a �ctitious octupole �eld

A
5u

= (A 5u
x ;A 5u

y ;A 5u
z ).Itis su�cientto considerhigh-

sym m etry directions ofA
5u
.W ith jA

5u
j= 1,the four

eigenvalues(Ev)ofrelevantcasesaregiven asfollows:

(i)A
5u

k (0;0;1):Ev[T 5u
z ]= � 1 (both doubly degener-

ate);

(ii)A
5u
k (1;1;0):Ev[(T 5u

x + T 5u
y )=

p
2]= � (

p
3� 1)=2;

(iii)A
5u

k (1;1;1):Ev[(T 5u
x + T 5u

y + T 5u
z )=

p
3]= �

p
2

and 0 (doubly degenerate).

Case(iii)givesthe largesteigenvalue,and thustheeasy

axisisalong the [111]direction and equivalentones.

In the m ean �eld theory, the �ctitious octupole

�eld represents the intersite interaction. W hen

the intersite interaction is isotropic, a state with

(jhT 5u
x ij;jhT 5u

y ij;jhT 5u
z ij) k (1;1;1) is the m ost stable.

W e note that the operatorT 5u
x + T 5u

y + T 5u
z com m utes

with O yz + O zx + O xy, and these two operators can

be diagonalized sim ultaneously. O n the right side of

Fig.1,we illustrate the levelschem e in octupole �eld

A
5u

= A 5u(1;1;1)=
p
3.The �8 levelsplits into three

levels.Not only the tim e reversalsym m etry,but also

the cubic sym m etry isbroken.The m ultipolarm om ents

in the ground and higheststatesare

hT 5u
x i= hT 5u

y i= hT 5u
z i= �

p
2=3; (2.15)

hO yzi= hO zxi= hO xyi= � 2=3; (2.16)

and the othersarezero.Thus,ferro,antiferro and other

collinearly ordered states with (hT 5u
x i;hT 5u

y i;hT 5u
z i) k

(1;1;1) have a hom ogeneous �5g m om ent. W ith the

quadrupole-strain coupling, the crystal should distort

along [111].

It is obvious that a �5g-type ferro-quadrupole inter-

action alone can lead to hO yzi = hO zxi = hO xyi 6= 0.

The K ram ers degeneracy rem ains in this case.The en-
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Fig. 2. Tem perature dependence of the antiferro-octupole m o-

m ent hT 5u
z

i (= hT 5u
x

i = hT 5u
y

i).The dashed line is the asym p-

totic behavior
p
2(1 � T=T5u )

1=2 atT ’ T5u.

ergy levelsplitsinto two levels,and the ground state is

twofold degenerateasshown on the leftside ofFig.1.

2.2 Antiferro-Octupole Ordering M odel

W e proceed to consider the �8 quartets on a sim ple

cubic lattice.From the above discussion,we �nd that

theorderparam eterwhich breaksthetim ereversalsym -

m etry and induces quadrupole m om ents,butwhich ac-

com panies no dipole m om ent is only the �5u octupole

m om ent. However,we cannot determ ine the periodic-

ity ofthe �5u-ordered state in the phase IV only from

theaboveconsideration,becauseany collinearly ordered

state with (hT 5u
x i;hT 5u

y i;hT 5u
z i) k (1;1;1) has a uni-

form �5g m om ent.In the present study,we consider a

G -type (staggered)antiferro-octupole order as the sim -

plestexam ple of�5u orders.The im portance ofthe �5u
nearest-neighborinteraction in causing the change from

the phase IIIto the phase III0,even with a weak m ag-

netic �eld,was pointed out in ref.6.W e consider only

thisnearest-neighborinteraction,and takethefollowing

m odel:

H = I
5u
X

(i;j)

X

�= x;y;z

T
5u
� iT

5u
� j; (2.17)

where (i;j) denotes a nearest-neighbor pair.W e study

thisHam iltonianbythem ean�eld theory,andchoosethe

valueofI5u soastoreproducethetransitiontem perature

TI-IV in Ce0:75La0:25B6,i.e.,T5u = 6I5u = 1:7 K .In

carryingoutthem ean �eld theory,weassum etheG -type

two sublatticestructure,butdo notassum ea particular

solution,e.g.,hT 5u
x i= hT 5u

y i= hT 5u
z i.W hen we obtain

severalself-consistentsolutions,wechoosetheonewhich

hasthe lowestfree energy.

The tem peraturedependencesofhT 5u
z iand hO xyiare

shown in Figs.2 and 3. The solution obtained hasthe

antiferro-octupole order with hT 5u
x i = hT 5u

y i = hT 5u
z i,

accom panying the ferro-quadrupole m om ent hO yzi =

hO zxi = hO xyi.At T ’ T5u,we obtain hT 5u
z i / (1 �

T=T5u)
1=2 as a consequence of the m ean �eld theory.

O n the otherhand,the quadrupole m om entbehavesas

hO xyi/ (1� T=T5u),which indicatesthe feature ofthe

induced orderparam eter.6) W ealso�nd otherequivalent

-0.7
-0.6
-0.5
-0.4
-0.3
-0.2
-0.1

 0
 0.1

 0  0.5  1  1.5  2  2.5

〈O
xy

 〉

T(K)

Fig. 3. Tem peraturedependence oftheferro-quadrupolem om ent

hO xyi (= hO yzi = hO zxi). The dashed line is the asym ptotic

behavior � 2(1� T=T5u )atT ’ T5u.
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 0.11

 0  0.5  1  1.5  2  2.5

M
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µ B
/C

e)

T(K)

H || [001]
H || [110]
H || [111]

Fig. 4. Tem perature dependence of the m agnetization in m ag-

netic �eld H = 0:2 T along various directions.The dom ains are

selected by the m agnetic �eld directions.

solutions: (hT 5u
� i;hT 5u

� i;hT 5u
 i;hO �i;hO �i;hO ��i) =

(� B ;� B ;� B ;+ C;+ C;� C ) with (�;�;) = (x;y;z),

(y;z;x)or(z;x;y),where quantitiesB and C are posi-

tiveand depend on tem perature.Thedegeneracyofthese

solutionscan belifted by a m agnetic�eld orpressure.In

the following sections,we choose a dom ain in which the

free energy ism inim ized.

3. M agnetization

A m agnetic �eld can lift the degeneracy of the do-

m ains. For H k [111], the (111) dom ain given by

eqs.(2.15) and (2.16) is not the m ost stable one.In-

stead,a state where two ofhO ��i’s have positive val-

ues,and theotherhasa negativevalueisstabilized.For

H k [110],hJxi and hJyi have positive values,and a

state with hO xyi> 0 isrealized.O n the otherhand,all

thedom ainsobtained in x2 havethesam eenergy under

H k[001].

In Fig. 4, we show the tem perature dependence of

the m agnetization in m agnetic �eld H = 0:2 T along

the three high-sym m etry directions.The m agnetization

hasa cusp atthe transition tem perature T5u.The pres-

ence ofa cusp is consistentwith experim entalobserva-
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M
 (
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/C

e)

T(K)

H || [111]
H || [110]
H || [001]

H || [111]-
H || [110]-

Fig. 5. Tem perature dependence ofthe m agnetization in the sin-

gle dom ain with hT 5u
x

i = hT 5u
y

i = hT 5u
z

i in m agnetic �eld

H = 0:2 T along variousdirections.

tions.12,19{21) Very recently, m agnetization under uni-

axialpressure p = 100 M Pa along the [111]direction

has been m easured at H = 0:2 T and H = 0:4 T.21)

The observed m agnetization isanisotropicand M [1�10]>

M [001]> M [111].Itseem sthatthesystem undertheuni-

axialpressurehasa singledom ain.In orderto dealwith

this situation,we have com puted the tem perature de-

pendenceofthem agnetization assum ingasingledom ain

with hT 5u
x i = hT 5u

y i = hT 5u
z i (hO yzi = hO zxi = hO xyi)

in m agnetic �eld H = 0:2 T.The results are shown in

Fig.5.Theanisotropy derived by ourm odelisconsistent

with the experim entalobservation.

O n the other hand, a previous experim ent without

an externalstress,the m agnetization below TI-IV is al-

m ostisotropic.12) The observed isotropy m ay be due to

a m ulti-dom ain structure.O ur m odelhave four equiv-

alent solutions in the absence of a m agnetic �eld. If

these fourdom ainsare distributed with the sam e prob-

ability,the m agnetic susceptibility is isotropic,because

thecubicsym m etry ise�ectively recovered in them ulti-

dom ain state.Theanisotropyin them agnetization under

p k[001]wasalso reported.19,20) Itisnoteasy to explain

this anisotropy,because the fourdom ains in ourm odel

areequivalentunderp k [001]and itseem sthata single

dom ain stateisnotrealized underp k[001].

W ehavealso calculated them agnetization in thecase

offerro-octupole interaction.The resultis qualitatively

sim ilar to that in the antiferro-octupole case;the m ag-

netization has a cusp,and the anisotropy in the single

dom ain with hT 5u
x i= hT 5u

y i= hT 5u
z iisthe sam easthat

oftheantiferro-octupolecase.Therefore,itisdi�cultto

exclude the possibility ofthe ferro-octupole ordering in

the phaseIV from the m agnetization alone.

Forcom parison,weshow them agnetization ofam odel

in which only the �5g ferro-quadrupole interaction is

present in Fig.6.The interaction between quadrupole

m om entsischosen soastoreproducethetransition tem -

perature TI-IV = 1:7 K .In thiscalculation,the dom ains

are determ ined by the direction ofa m agnetic �eld.W e

cannot�xadom ain in thiscase,becausethegroundstate

iscontinuously degenerate in the absence ofa m agnetic

�eld.Forexam ple,thestatewith hOyzi= hO zxi= hO xyi

 0

 0.2

 0.4

 0.6

 0.8

 1

 1.2

 1.4

 0  0.5  1  1.5  2  2.5

M
 (

µ B
/C

e)

T(K)

H || [001]
H || [110]
H || [111]

Fig. 6. Tem perature dependence of the m agnetization in m ag-

netic �eld H = 0:2 T along variousdirectionsforthe case where

the �5g quadrupole m om entisthe prim ary orderparam eter.

isnoteven m etastable in H k [001].The m agnetization

only slightly changesatthe quadrupole transition tem -

perature,and does nothave a cusp.Thus itis unlikely

thattheprim ary orderparam eterin thephaseIV isthe

ferro-quadrupolem om ent.

4. Elastic C onstant

In ferro-quadrupole-ordered m aterials such as

Tm Zn,26) the elastic constant often shows a large

softening,following the Curie-W eiss law,as the transi-

tion tem perature is approached from above.However,

the softening of C44 above TI-IV is very sm all in

Ce0:75La0:25B6, and a large softening is observed just

below TI-IV .
11) M oreover, an antiferro-quadrupole in-

teraction g0�5
= � 2 K is deduced by a �tting of the

tem perature dependence ofC44 above TI-IV .Thus it is

di�cult to ascribe this softening to a ferro-quadrupole

interaction. In this section, we consider the elastic

constant in the octupole ordering m odel. W e do not

include the quadrupole-quadrupole interaction g0�5
for

sim plicity.

Theelasticenergy associated with thequadrupolem o-

m entsisgiven perunitvolum eby

E =
X

�

 

1

2
�
2
� C

(0)

�
+ g�

X

i

�� O �i

!

; (4.18)

where �� isthe strain tensor,g� isthe m agneto-elastic

coupling constant,and C
(0)

�
isthe bareelastic constant.

The second sum runs over Ce sites iin a unit volum e.

The second derivativeofthe free energy with respectto

�� givesthe elasticconstantC�,
27) which isgiven by

C� = C
(0)

�
� N g

2
���; (4.19)

whereN isthenum berofCeionsin theunitvolum eand
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−χ
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 (1
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K
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Fig. 7. Tem perature dependence ofthe quadrupole susceptibility

�� 3
(solid line).The Curie law behavior �C

� 3
= 64=(3kB T) at

high tem peratures isalso shown (dashed line).

�� isthe quadrupolesusceptibility de�ned by

�� = �
dhO � i

d(g��� )

�
�
�
�
�
g� ��  = 0

=
1

kB T

X

n

pn [hnjO � jni� hO � i0]
dE n

d(g��� )

�
�
�
�
�
g� ��  = 0

�
X

n

pn
dhnjO � jni

d(g��� )

�
�
�
�
�
g� ��  = 0

;

(4.20)

whereE n and jniaretheeigenvalueand eigenstateofthe

totalHam iltonian,and h� � � i0 denotes the expectation

value withoutthe strain.The occupation probability pn
isgiven by

pn =
e� E n =kB T

P

m
e� E m =kB T

: (4.21)

Theelasticconstants,strain tensorsand quadrupolem o-

m entswith �3 and �5 sym m etriesaregiven asfollows:

C�3
= (C11 � C12)=2; (4.22)

C�5
= 4C44; (4.23)

��3u = �u = (2�zz � �xx � �yy)=
p
3; (4.24)

��3v = �v = �xx � �yy; (4.25)

��5�� = ���; (4.26)

O �3u = O
0
2; (4.27)

O �3v = O
2
2; (4.28)

O �5�� = O ��: (4.29)

W ecalculate�� by di�erentiating hO� iwith respectto

g��� num erically.In Figs.7 and 8,weshow thetem per-

aturedependence of��3
and ��5

. Abovethe transition

tem perature T5u,the octupole interaction I5u does not

inuence ��3
and ��5

,because the strain �� does not

induce octupole m om entsin the non-ordered state.The

quadrupole susceptibility ��5
jum ps at T5u due to the

-3

-2.5

-2

-1.5

-1

-0.5

 0

 0  0.5  1  1.5  2  2.5

−χ
Γ 5

 (1
/k B

K
)

T(K)

Fig. 8. Tem perature dependence ofthe quadrupole susceptibility

�� 5
(solid line).TheCurielaw behavior�C

� 5
= 4=(3kB T)athigh

tem peratures isalso shown (dashed line).

octupole order.Although the m ean �eld theory gives a

�nite jum p at T5u,uctuations beyond the m ean �eld

theory should lead to divergenceof��5
atT5u.

Forfurtherunderstandingofthejum p obtained above,

we explore ��5
atT ’ T5u analytically.The m ean �eld

Ham iltonian fortheA-sublatticewith �nite�xy without

m agnetic�eld isgiven by

H M F = � 6I5u
X

�

hT 5u
� iT 5u

� + g�5
�xyO xy: (4.30)

For T < T5u and �xy 6= 0,we have hT 5u
x i = hT 5u

y i 6=

hT 5u
z i. W e determ ine these quantities self-consistently.

W e obtain E n and jni ofH M F by perturbation theory

and calculate ��5
by using eq.(4.20).At T ’ T5u,we

obtain

��5
=

4

3kB T
�
2
p
6I5u

kB T
�
5u-xy
x h; (4.31)

where

h = �
E g

kB T
=
2
p
6I5u

kB T
hT 5u

x + T
5u
y + T

5u
z i0; (4.32)

with E g the m ean �eld ground state energy perCe ion.

W ehavealso introduced theoctupolesusceptibility with

respectto the strain �xy,which isde�ned by

�
5u-xy
� = �

dhT 5u
� i

d(g�5
�xy)

�
�
�
�
�
g� 5 �x y = 0

: (4.33)

By sym m etry,weobtain

�
5u-xy
x = �

5u-xy
y : (4.34)

AtT > T5u,wehaveh = 0and �5u-xy� = 0,and then only

the �rstterm in eq.(4.31),i.e,the Curie term rem ains

�nite.The second term in eq.(4.31) becom es �nite at

T < T5u.The octupole susceptibility satis�esthe equa-

tion

h
2

�
2 1

1 5

��
�5u-xyz

�5u-xyx

�

= �
6
p
6

kB T
h

�
0

1

�

: (4.35)
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W hen h 6= 0,i.e,T < T5u,weobtain

�
5u-xy
z = �

1

2
�
5u-xy
x ; (4.36)

�
5u-xy
x = �

1

kB T

4
p
6

3
h
� 1
: (4.37)

Therefore �5u-xyx divergesatTI-IV ,and the second term

in eq.(4.31)becom es�nite justbelow T5u.The change

ofthe susceptibility ���5
atT5u isgiven by

���5
=

8

3kB T5u
: (4.38)

Experim entally,C44 rem ains�niteatTI-IV .M oreover,

C44 becom es sm aller as tem perature is lowered below

TI-IV .In general,the second-order transition involving

the lattice distortion along [111]leads to divergence of

C44 at the transition tem perature.Thus the observed

behavior ofthe elastic constant seem s to be inuenced

by the experim ental setup, and m ay not be intrinsic

to C44. O ne possible reason for this behavior is that

the large ultrasonic absorption accom panying softening

m akes it di�cult to determ ine the elastic constant ac-

curately.Another possibility is the m ode m ixing ofthe

sound wave.To determ ine C44,sound wave with wave

vector k k [001]and polarization u k [100]was used

in the experim ent.11) However,this m ode is not a nor-

m alm ode below TI-IV ,because the cubic sym m etry is

broken.It is desirable to m easure the longitudinalul-

trasound velocity with k k [111]which is expected to

reect the anom aly in C44 directly,because this m ode

rem ains a norm alm ode even in the trigonalsym m etry

(hO yzi= hO zxi= hO xyi6= 0).

5. Lattice D istortion

W e now discuss the lattice distortion due to the

antiferro-octupole order.By m inim izing the elastic en-

ergy (4.18)associated with the �5g m om ents,weobtain

��� = �
g�5

4C
(0)

44

X

i

hO �� ii: (5.39)

W e use the following experim ental values for

Ce0:75La0:25B6: jg�5
j = 155 K , C

(0)

44 ’ 8:2 �

1011 erg/cm 3,11) and the lattice constant a = 4:13 �A.

At absolute zero, the m agnitude of quadrupole m o-

m ents, induced by the octupole order, is given by

jhO yz iij= jhO zx iij= jhO xy iij= 2=3,and weobtain

j�yzj= j�zxj= j�xyj= 4:6� 10� 5: (5.40)

In ordertoaccountfortheobserved latticecontraction

along[111],13,14)weconsidertwopossibilities:(i)g�5
< 0

and (ii)g�5
> 0.

5.1 case (i)g�5
< 0

In case(i),weassum ethatasm allstresswhich accom -

panies the m easurem ent breaks the equivalence offour

octupole dom ains,and choosesa dom ain for which the

contraction becom esm axim um along [111]with g�5
< 0.

In this case, the dom ain with hO yz ii = hO zx ii =

hO xy ii= � 2=3 ischosen,and all��� arenegative.Then

weobtain

�l=l=
1

3
�B +

2

3
(�yz + �zx + �xy)=

1

3
�B + 2�xy; (5.41)

along [111],where �B is the volum e strain which is not

included in ourm odel.Experim entally,the value ofthe

volum e strain in Ce0:7La0:3B6 wasobtained to be �B =

8� 10� 6 at1.3K .14) Notethatalong[�111];[1�11]and [11�1]

directions,the lattice should expand by

�l=l=
1

3
�B +

2

3
j�xyj: (5.42)

5.2 case (ii)g�5
> 0

In case (ii),a positive stress along [111]m ay favor a

dom ain which contractsalongthisdirection.In thiscase,

two of��� are negative and the other is positive.Then

the contraction along [111]isgiven by,

�l=l=
1

3
�B +

2

3
(�yz + �zx + �xy)=

1

3
�B �

2

3
j�xyj:

(5.43)

Thecrystalexpandsalonganotherdirection.In thesingle

dom ain with hO yzi= hO zxi= � hO xyi,forexam ple,an

expansion along [11�1]should be present,and itisgiven

by

�l=l=
1

3
�B +

2

3
(� �yz � �zx + �xy)=

1

3
�B + 2j�xyj:

(5.44)

5.3 Com parison with the Experim ent

Accordingto an experim ent,14) theshearstrain on the

assum ption ofthe trigonalsym m etry around [111],i.e.,

case(i),isderived as��� = � 4� 10� 6 withoutam agnetic

�eld at1.3K .Assum ingthatthephaseIV isstabledown

to zero tem perature,��� is extrapolated to � 6� 10� 6

to � 10 � 10� 6 at absolute zero.The absolute value is

by an order ofm agnitude sm aller than our estim ate in

eq.(5.40).Thustheobserved reduction ofjhO ��ijshould

com efrom quantum uctuationsneglected here.

Anotherpossibility isthatcase(ii)isrealized.In this

case,the value ofthe strain becom esthree tim eslarger,

i.e.,j���j= (2{3)� 10� 5,when deduced from the sam e

experim entalresult.14) Thisvalue iscom parableto that

given in eq.(5.40).As m entioned in x 3,a state where

one of hO ��i’s has a sign di�erent from the others is

stabilized under H k [111]without an externalstress.

Experim entally the contraction is enhanced under H k

[111].13,14) Thisfeaturefavorscase(ii)in ourm odel.

To determ inewhich caseisrealized in theexperim ent,

itisdesirableto m easurethelatticedistortion along the

[110]direction.Thelatticedistortion along [110]isgiven

by �l=l= (�B =3)+ �xy.Thus,in case(i),ourm odelpre-

dictsasm allerm agnitudeoflatticecontraction alongthe

[110]direction ascom pared with the contraction (5.41)

along the[111]direction.O n theotherhand,in case(ii),

the m agnitude oflattice contraction along [110]is ex-

pected to be larger than that ofthe contraction (5.43)

along [111].
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5.4 NdB6

Forcom parison,we estim ate in the sam e m annerthe

m agnitude ofthe lattice distortion ofNdB6.This m a-

terialundergoes an A-type antiferrom agnetic order at

TN ’ 8 K 28) accom panying a lattice distortion along

the [001]direction.29) This lattice distortion indicates

a O 0
2 ferro-quadrupole order. W e estim ate the lattice

distortion in the O 0
2 ferro-quadrupole-ordered state by

using the experim entalvalues:jg�3
j = 220 K ,(C11 �

C12)=2 ’ 20 � 1011 erg/cm 3,30) a = 4:12 �A,and the

Lea-Leask-W olfparam eterxLLW = � 0:82.31) W eassum e

that(C
(0)

11 � C
(0)

12 )=2 isalm ostthe sam e asthe observed

(C11� C12)=2.In am agnetic�eld H k[100],astatewith

the antiferrom agnetic m om entperpendicularto [100]is

stabilized.Fora dom ain where the m agnetic m om entis

along [001]or[010],weobtain

j�lj=l= 2:8� 10� 4; (5.45)

along H ,on the assum ption �B = 0.This value is fa-

vorably com parable to the experim ental one �l=l ’

� 2 � 10� 4 at 2 K and H = 2:1 T.29) The distortion

in NdB6 isby an orderofm agnitudelargerthan thosein

eqs.(5.41)and (5.43).Thereason isthatthequadrupole

m om ent jhO 0
2ij= 4:5 in NdB6 is m uch larger than the

corresponding valuejhO xyij= 2=3 in theoctupolarstate

ofCexLa1� xB6,whilethe m agneto-elasticcoupling con-

stantsareofthe sam eorder.

6. InternalField

In thissection,we discussthe internalm agnetic �eld

associated with the octupole order.The �SR tim e spec-

tra in the phase IV consist of a G aussian com ponent

and an exponential com ponent.17) The observation of

a G aussian relaxation indicates that internal�elds are

random ly distributed and/or uctuating.The internal

�eld deduced from the G aussian relaxation isofthe or-

der of0.1 T.W e discuss whether the octupole m om ent

can betheorigin oftheG aussian relaxation.In the�SR

m easurem ent, �+ locates at (a=2;0;0) and equivalent

sites32{34) with a Ce ion chosen asthe origin.As a ref-

erence the internal�eld from a Bohr m agneton �B is

estim ated to be

H dipole =
1

(a=2)3
�B ’ 0:1T; (6.46)

with a=2’ 2�A.Theinternal�eld from an octupolewith

the sizer isestim ated to be

H octupole =
r2

(a=2)5
�B ’ 0:01T; (6.47)

with r’ aB = 0:53 �A.Fora m oreaccurateestim ate,we

considerthe m ultipole expansion ofthe vectorpotential

from localelectrons,which isgiven by35)

A (r)=
X

k;m

� i

k
r
� (k+ 1)

�

lC
(k)
m (�;�)

�

M
m
k ; (6.48)

where l is the orbital angular m om entum operator,

C
(k)
m (�;�)is

p
4�=(2k+ 1)tim esthesphericalharm onics

Ykm (�;�),and M m
k

is the m agnetic m ultipole m om ent.

The m ultipole m om entisdeterm ined by the wave func-

tion  i(r)ofthe i-th electron,and the orbitaland spin

angularm om entum operatorsli and si.Nam ely wehave

M
m
k = �B

X

i

Z

dri 
�

i(ri)

�

r ir
k
iC

(k)�
m (�i;�i)

�

�

�
2

k+ 1
li+ 2si

�

 i(ri):

(6.49)

Equation (6.49)isevaluated with theuseoftheoperator

equivalentsm ethod.36) Forourpurpose,itissu�cientto

consider only octupole m om ents.Then we obtain M m
3

through calculation ofthereduced m atrix elem entofthe

third-rank tensor.Theresultforone-electron stateswith

J = 5=2,L = 3,S = 1=2 isgiven by

M
m
3 = �

2

35
�B hr

2ihJ(3)m i; (6.50)

wherethethird-ranktensoroperatorsJ
(3)
m arede�ned by

J
(3)

3 = �

p
5

4
(Jx + iJy)

3
; (6.51)

J
(3)

m � 1 =
1

p
(3+ m )(4� m )

[Jx � iJy;J
(3)
m ]: (6.52)

W e introducelinearcom binations:

M
2u
3 =

1
p
2i
[M

+ 2
3 � M

� 2
3 ]; (6.53)

M
4ux
3 =

1

4
[�
p
5(M

+ 3
3 � M

� 3
3 )+

p
3(M

+ 1
3 � M

� 1
3 )];

(6.54)

M
4uy

3 =
1

4i
[
p
5(M + 3

3 + M
� 3
3 )+

p
3(M + 1

3 + M
� 1
3 )];

(6.55)

M
4uz
3 = M

0
3; (6.56)

M
5ux
3 =

1

4
[
p
3(M

+ 3
3 � M

� 3
3 )+

p
5(M

+ 1
3 � M

� 1
3 )];

(6.57)

M
5uy

3 =
1

4i
[
p
3(M + 3

3 + M
� 3
3 )�

p
5(M + 1

3 + M
� 1
3 )];

(6.58)

M
5uz
3 =

1
p
2
[M

+ 2
3 + M

� 2
3 ]: (6.59)

W e then obtain H = r � A as

H z(r)=
1

36r5

�
6
p
15O xy(r)

�

7
p
3O 0

2(r)+ 4

�

M
2u
3

+ 15O zx(r)

�

7
p
3O 0x

2 (r)� 2

�

M
4ux
3

+ 15O yz(r)

�

7
p
3O

0y

2 (r)� 2

�

M
4uy

3

+ 2

�

105O 0
2(r)O

0
2(r)� 20

p
3O 0

2(r)� 28

�

M
4uz
3

+ 9
p
15O zx(r)

�
7O 2x

2 (r)+ 2
�
M

5ux
3

+ 9
p
15O yz(r)

�

7O
2y

2 (r)� 2

�

M
5uy

3

+ 6
p
15O 2

2(r)

�

7
p
3O 0

2(r)+ 4

�

M
5uz
3

�
;

(6.60)
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where

O
0x
2 (r)= (2x2 � y

2 � z
2)=(

p
3r2); (6.61)

O
0y

2 (r)= (2y2 � z
2 � x

2)=(
p
3r2); (6.62)

O
2x
2 (r)= (y2 � z

2)=r2; (6.63)

O
2y

2 (r)= (z2 � x
2)=r2; (6.64)

and the other O (r)’s are obtained by replacing J� in

eqs.(2.8){(2.10)with �=r.Theothercom ponentsH x(r)

and H y(r) are obtained by exchanging x;y;z cyclically

from above.In the�5u-ordered state,weobtain M
5ux
3 =

M
5uy

3 = M 5uz
3 6= 0,and eqs.(6.53){(6.56)arezero.

To estim ate the internalm agnetic �eld,we use the

value hr2i = 1:298 in atom ic unit,which was obtained

with arelativisticDirac-FockcalculationbyFreem anand

Desclaux.37) Then weobtain about40 G asthe internal

�eld at (a=2;0;0) from a Ce ion.This value is by an

orderofm agnitudesm allerthan thatderived by the�SR

m easurem ent.17) Thusthestaticoctupolem om entalone

cannotaccount for the G aussian relaxation ofthe �SR

spectra.In afuturework,weplan tostudy in m oredetail

uctuations in the octupole-ordered state.Ifthe origin

ofthe �SR spectra is not an e�ect ofuctuations,we

m ay haveto considera disturbance ofthe ordered state

by m uons.

W e m ention thatPaix~ao etal.have proposed forthe

ordered stateofNpO 2 thata triple-q �5u-type octupole

ordering is realized and a triple-q �5g quadrupole m o-

m entisinduced.2) From theobserved m uon spin preces-

sion frequency of! = 7 M Hz38) and them uon gyrom ag-

neticratio � = 2� � 13:55M Hz/kG at8 K ,weestim ate

the internalm agnetic �eld as H = !=� ’ 500 G .39)

Thisinternal�eld issm allerthan thatofantiferrom ag-

neticUO 2 by an orderofm agnitude.Thusthe observed

�eld in NpO2 m ay be interpreted as com ing from oc-

tupole m om ents.However,the internal�eld in NpO2 is

stillm uch larger than that ofeq.(6.47).Provided the

m uon isreally probing the intrinsic internal�eld ofthe

system s,the m uon stopping site should be about 1 �A

from a Np ion.

7. P ressure Induced M om ent

Ithasbeen discussed thatantiferrom agnetism should

be induced in an antiferro-octupolar phase by uniaxial

stress.5) W eapply thisidea to thecaseofthe�5u order.

Theuniaxialpressurep along the[001]direction accom -

paniesthe �3 strain

�u =
1
p
3
(2�zz � �xx � �yy)=

p
p
3(C11 � C12)=2

: (7.65)

W e solve the m ean �eld equation with the �nite strain

�u and the corresponding quadrupole-strain interaction

g�3
(see,eq.(4.18)).The antiferrom agnetic m om ent is

induced in the xy-plane since hT 5u
x i 6= 0 together with

hJ2y � J2zi6= 0 giveshJxi6= 0.The direction ofthe anti-

ferrom agnetic m om entisalong [110]or[1�10].In Figs.9

and 10,weshow thepressuredependenceoftheoctupole

and m agneticm om entsatabsolutezerowith experim en-

talvalues:(C11 � C12)=2 ’ 20:4 � 1011 erg/cm 3 and

jg�3
j= 120 K .11) The m ean �eld solution forhT5uz ibe-

 0
 0.1
 0.2
 0.3
 0.4
 0.5
 0.6
 0.7
 0.8
 0.9
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5u 〉 (= 〈Ty
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〈 Tz
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Fig. 9. Pressure dependence of the antiferro-octupole m om ent

hT 5u
x

i(= hT 5u
y

i)and hT 5u
z

i.

 0
 0.1
 0.2
 0.3
 0.4
 0.5
 0.6
 0.7
 0.8
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M
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F  (
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gΓ3
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gΓ3
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Fig. 10. Pressure dependence of the antiferrom agnetic m om ent

M
A F
x

(= M
A F
y

).M A F
z

= 0.

com eszero forp � 0:9 G Pa.Thisim pliesthatboth the

octupole and dipole m om ents lie in the xy-plane.W ith

p = 1 G Pa,the m agnetic m om ent is estim ated to be

0.88�B (0.82�B ),when g�3
is positive (negative).This

value should actually be reduced by quantum uctua-

tionsneglected here.However,itislikely thatthisvalue

rem ainswithin the experim entalrange.

8. Sum m ary

Tosum m arize,wehaveproposed thatthe�5u octupole

m om entisa plausiblecandidatefortheorderparam eter

ofthe phase IV in CexLa1� xB6.This octupole ordered

state is consistent with the lattice distortion along the

[111]direction,13,14) thesoftening oftheelasticconstant

C44,
11) thebroken tim e reversalsym m etry,16,17) theab-

sence ofdipole m om ent,18) and the cusp in the m agne-

tization at TI-IV .
12) Especially,the sudden softening of

C44 and the cusp in the m agnetization atTI-IV aredi�-

cultto beexplained by a purequadrupoleorder,butare

reproduced by the presentoctupole ordering m odel.

M any properties ofthe phase IV are consistent with

theoctupoleorder,buttheinternal�eldestim ated byour
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m ean �eld theory ism uch sm allerthan thatsuggested by

the�SR experim ent.17) W erecallthattheNM R spectra

becom ebroad in thephaseIV,16) and thespectracannot

be explained by the static and staggered octupole m o-

m ents,either.Hencesom edynam icalorquantum uctu-

ation e�ectsm ay beplaying a signi�cantrole.Clarifying

dynam icalaspectsand identifying the periodicity in the

phase IV are the m ostchallenging open problem sto be

addressed in the nearfuture.

W e have also shown that antiferrom agnetic m om ent

lying in the xy-plane isinduced underuniaxialpressure

along thez direction.Theestim ated valueoftheantifer-

rom agnetic m om entisofthe orderof1�B ,and we wait

forexperim entale�ortsto detectthe m om ent.
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