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Abstract

The m ixed phase oflayered superconductors with no m agnetic screening is studied through a

partialduality analysisofthecorrespondingX Y m odelin thepresenceofrandom pinningcenters.

Su� cently weak Josephson coupling between adjacent layers resultsin an entangled vortex solid

that exhibits weak superconductivity across layers. The corresponding vortex liquid state shows

an inverted speci� cheatanom aly thatisa precursorto the weak superconductor.

keywords:vortex-lattice pinning,dim ensionalcross-over,� shtail.
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IN T R O D U C T IO N

Thepossibility thatthevortex latticeofa pristinelayered superconductorwith external

m agnetic � eld oriented perpendicular to the layers decouples into an incoherent stack of

two-dim ensional(2D)vortex latticesbefore itm eltshasbeen proposed m any tim esin the

literature[1][2][3]. M onte Carlo sim ulations and a duality analysis of the corresponding

layered X Y m odelwith uniform frustration that describes the extrem e type-IIlim it � nd

thatthedecoupled vortexlatticestatedoesnotexistin practice[4][5],however.Thepresence

ofrandom pinning centers[6][7]resultin quenched-in entanglem entsofthevortex linesthat

can reverse thisconclusion[8].

In thispaper,weshallshow thatrandom pointpinsdrivea dim ensionalcross-overtran-

sition in thezero-tem peraturelim itbetween defectivevortex latticestatesthatexhibitweak

versusstrong superconductivity acrosslayers.Them agnetic� eld atthedim ensionalcross-

overtransition notably decreaseswith an increasein thelevelofrandom pointpinning.This

isconsistent with recent experim entaldeterm inations ofhow the \� shtail" feature thatis

shown by the irreversible m agnetization oforganic superconductors in m agnetic � eld ori-

ented perpendicularto the layersm oveswith a change in the levelofm aterialdisorder[9].

W e also � nd that the introduction ofcorrelated pins can act to increase the dim ensional

cross-over� eld in the zero-tem perature lim it. A sim ilare� ecthasbeen recently shown by

the dim ensionalcross-over � eld extracted from  ux creep dynam ics in high-tem perature

superconductors[10].Last,we� nd thatthezero-tem peraturecross-overin m agnetic� eld is

inextricably linked to the existence ofan inverted speci� c heatanom aly within the vortex

liquid phase[8]. The latteraccountsforthe experim entalobservation ofa sim ilartherm al

anom aly insidethevortex liquid phaseofthehigh-tem peraturesuperconductorYBCO[11].

T H EO RY

W e shalldescribe the m ixed phase oflayered superconductorswith random pinsby the

corresponding X Y m odelwith uniform frustration overthecubiclattice.Both  uctuations

ofthem agneticinduction and ofthem agnitudeofthesuperconducting orderparam eterare

neglected within thisapproxim ation. The m odelistherefore valid deep inside the interior

ofthe m ixed phase. The therm odynam ics ofthe three-dim ensional(3D)X Y m odelwith
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anisotropy and with uniform frustration isdeterm ined by thesuper uid kineticenergy

E
(3)

X Y = �
X

�= x;y;z

X

r

J�cos[� �� � A�]jr; (1)

which is a functionalofthe superconducting phase �(r)over the cubic lattice. The local

phase rigidities within layers, Jx and Jy, are assum ed to be constant over m ost of the

nearest-neighbor links,with the exception ofthose links in the vicinity ofa pinning site,

whiletheJosephson coupling Jz on linksbetween adjacentlayersisassum ed to beconstant

and weak.ThevectorpotentialA � = (0;2�fx=a;� bkx)representsthem agneticinduction,

with acom ponentB ? = �0f=a
2 oriented perpendiculartothelayers,and with acom ponent

B k = (�0=2�d)bk oriented parallelto thelayers.Herea denotesthesquare latticeconstant

foreach layer,which isoforderthe zero-tem perature coherence length,while d represents

the separation between layers. Also, �0 denotes the  ux quantum , and f denotes the

concentration ofplanarvorticespersite.

PartialDuality Analysis. The layered X Y m odel(1)can be e� ectively analyzed in the

selective high-tem perature lim it,kB T � Jz,through a partialduality transform ation[3].

ThisleadstoadiluteCoulom b gas(CG)ensem blethatdescribesthenatureoftheJosephson

couplinginterm sofdualchargesthatliveontheverticallinks.Inparticular,therm odynam ic

quantitiesare obtained by taking appropriate derivativesofthe logarithm ofthe partition

function

Z
(3)

X Y [0]= [I0(Jz=kB T)]
N 0

� ZCG [0]� �lZ
(2)

X Y [0] (2)

forthe layered superconductor,expressed here asa productofthe partition function fora

layered CG ensem ble[3]

ZCG [0]=
X

fnz(r)g

y
N [nz]

0 � �lCl[ql]� e
�i
P

r
nzA z; (3)

with the contributions from each layer lin isolation,Z
(2)

X Y ,along with a m odi� ed Bessel

function,I0(x),raised to thetotalnum beroflinksbetween adjacentlayers,N
0.Above,the

dualcharge,nz(~r;l),isan integer� eld thatliveson linksbetween adjacentlayersland l+ 1

located at2D points~r.TheCG ensem bleisweighted by aproductofphaseauto-correlation

functions

Cl[ql]=
D

exp
h

i
X

~r

ql(~r)�(~r;l)
iE

Jz= 0
(4)
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forisolated layerslprobed atthedualchargethataccum ulatesonto thatlayer:

ql(~r)= nz(~r;l� 1)� nz(~r;l): (5)

Itisalso weighted by a barefugacity y0 thatisraised to thepowerN [nz]equalto thetotal

num berofdualcharges,nz = � 1. The fugacity isgiven by y0 = Jz=2kB T in the selective

high-tem peratureregim e,Jz � kB T,reached atlargem odelanisotropy.

DefectiveVortexLattices.A recentanalysisofthe2D lim itoftheX Y m odel(1),Jz = 0,

� ndsthata phase coherentvortex lattice state with quenched-in unbound dislocations[12]

existsin thezero-tem peraturelim itiftherandom pinning isweak enough[8].Thisdefective

vortex lattice state exhibits 2D phase auto-correlation functions (4) ofthe form Cl[q]=

jCl[q]jexp[i
P

~rq(~r)�0(~r;l)],wherethem agnitudedecaysalgebraicly like

jCl[q]j= g
n+
0 � exp

h

�2D
X

(1;2)

q(1)ln(r12=r0)q(2)
i

(6)

asym ptotically,and where �0(~r;l)represents the zero-tem perature con� guration oflayerl

in isolation.Above,�2D isthecorrelation exponentthatvanisheslinearly with tem perature

in thezero-tem peraturelim it,and r0 isthenaturalultravioletscale.Also,g0 isequaltothe

ratio ofthe 2D phase rigidity with itsvalue atzero tem perature,while n+ isequalto half

thenum berofprobesin q(~r).Atthisstageitbecom esusefulto re-expressthelayered CG

enesem ble (3)by replacing Cl[q]with itsm agnitude (6),and by com pensating thischange

with theadditionalreplacem entof� Az(~r;l)with

�
(0)

l;l+ 1(~r)= �0(~r;l+ 1)� �0(~r;l)� Az(~r;l): (7)

A Hubbard-Stratonovich transform ation ofthe CG partition function (3)then reveals[13]

thatitisequalto thepartition function fora renorm alized Lawrence-Doniach (LD)m odel,

ZLD [0]=
R
D � e�E LD =kB T,up to a factorthatisindependentofthe Josephson coupling,Jz.

TheLD energy functionalisgiven by[3]

E LD = �
(2D )
s

Z

d
2
r
X

l

"

1

2
(~r �l)

2 � ��20 cos�l;l+ 1

#

; (8)

where�l;l+ 1 = �
(0)

l;l+ 1+ �l+ 1� �l.The2D phaserigididity aboveisrelated tothe2D correlation

exponentby �(2D )
s = kB T=2��2D .Also,�0 = 0a istheJosephson penetration depth,where

0 = (J=Jz)
1=2 is the m odelanisotropy param eter with respect to the m acroscopic phase
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rigidity ofan isolated layeratzero-tem perature,J.A standard therm odynam ic analysisof

the productofpartition functions(2)then yieldsthatthe strength ofthe localJosephson

coupling isgiven by hcos�l;l+ 1i= y0 + g0hcos�l;l+ 1i.Here

�l;l+ 1(~r)= �(~r;l+ 1)� �(~r;l)� Az(~r;l) (9)

is the gauge-invariant phase di� erence across adjacent layers,while the overbar notation

representsabulkaverage.Itcanalsobeshown[3]thatthephaserigidityacrossam acroscopic

num beroflayersisequalto �?s =Jz
�= g0hcos�l;l+ 1i.

To com putethebulk averagehcos�l;l+ 1iatlow tem perature,wem ust� rstdeterm inethe

con� guration �
(0)

l (~r)thatoptim izesE LD .Eq.(8)im pliesthatitsatis� esthe� eld equation

� r2�
(0)

l + ��2
0 [sin�

(0)

l�1;l � sin�
(0)

l;l+ 1]= 0: (10)

In the weak-coupling lim it,�0 ! 1 ,we therefore have that �
(0)

l (~r) is constant inside of

each layer. Also,by analogy with 2D m elting physics[14][15],the presence ofquenched-in

unbound dislocationsin thepinned vortex lattice[8][12]im pliesthatthequenched-in inter-

layer order param eter expi�
(0)

l;l+ 1 shows only short-range correlations on average over the

bulk.Speci� cally,wehave

exp[i�
(0)

l;l+ 1(1)]� exp[� i�
(0)

l;l+ 1(2)]= e
ibkx12 e

�r 12=l� (11)

asym ptotically,where l� isa 2D disorderscale setby the density ofunbound dislocations

between adjacentlayers(seenextsection).Theabsence oflong-rangeorderalong adjacent

layerson averageoverthebulk then im pliesthatcos�
(0)

l;l+ 1
�= (��

(0)

l � ��
(0)

l+ 1)� sin�
(0)

l;l+ 1 atzero

tem perature in the weak-coupling lim it[6],where ��
(0)

l isthe deviation with respectto the

constantbackground.Thisyieldstheperturbativeresult

cos�
(0)

l;l+ 1
�= ��2

0

Z

d
2
r12exp[i�

(0)

l;l+ 1(1)]� exp[� i�
(0)

l;l+ 1(2)]� G
(2)(r12) (12)

atweak coupling by Eq.(10),whereG (2) = � r�2 isthe2D Greensfunction.Aftertaking

theseparation atwhich G (2) vanishestobeoforder�0,wethen obtain the� nalperturbative

result[7]

cos�
(0)

l;l+ 1
�= [A 0 � A2(bkl�)

2](l�=�0)
2ln(�0=l�) (13)

forthe bulk average atzero tem perature in the weak-coupling lim it,and atweak parallel

� eld Bk � �0=2�l�d.HereA 0 and A 2 arenum ericalconstantsoforderunity:e.g.,A 0 = 1
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and A 2 = 3=2 ifEq. (11) is generally valid. By the discussion following Eq. (9),we

conclude thatrandom pointpinsresultin a vortex glassthatexhibits weak superconduc-

tivity across layers[3],�?s � Jz,atsu� ciently high layer anisotropy[8],�0 � l�. Notice,

however,that the quadratic dependence with sm allparallel� eld shown by the interlayer

LD cosine (13)im pliesthe absence ofline tension forJosephson vortices! W e believe that

thisre ectsthevortex-glassnatureofthephasecoherence[2]:hei�l;l+ 1(0)e�i� l;l+ 1(1 )i= 0 and

jhei�l;l+ 1(0)e�i� l;l+ 1(1 )ij2 > 0.Last,thebulk averageatzero tem peraturecos�
(0)

l;l+ 1 m ustpass

between zeroand unity at�0 � l� asafunction oftheanisotropy param eter.Thiscondition

then de� nesa decoupling cross-over� eld

B
?
D (0)� (l�=avx)

2(�0=�
2
0); (14)

atwhich pointthereversiblem agnetization showsa broad diam agneticpeak.Above,avx =

a=f1=2 istheplanarinter-vortex scale.

Decoupled Vortex Liquid.Supposenow thatthem acroscopicphasecoherence (6)shown

by each layer in isolation at low tem perature is lost at tem peratures above a transition

tem perature T(2D )
g ,and thatonly short-range phase correlationsovera scale �2D exist. A

high-tem peratureexpansion[16]oftheCG ensem ble(3)in powersofthefugacity y0 isthen

possible attem peraturesabove the 2D glasstransition in the weak-coupling lim it.Atzero

parallel� eld in particular,Eqs.(2)and (3)yield theexpansion

hcos�l;l+ 1i
�= y0

X

1

Cl(0;1)� C�l+ 1(0;1)�

y30

"
X

1;2;3

Cl(0;1)� C�l+ 1(0;1)� Cl(2;3)� C�l+ 1(2;3)�

0X

1;2;3

Cl(0;1;2;3)� C�l+ 1(0;1;2;3)

#

(15)

forthe inter-layer\cosine" to next-leading orderin the fugacity. The prim e overthe sum

in the last term above excludes double counting ofprobes (0;1;2;3). Also,next-leading-

ordercontributions thatcouple togetherthree adjacentlayers are negligible in the critical

regim e, �2D � l�, and these are not listed above. Substitution ofthe form Cl(1;2) =

g0e
�r 12=�2D ei�0(1)e�i� 0(2)forthephaseautocorrelationfunction(4)intotheleadingterm above

yieldsa non-divergentresult

hcos�l;l+ 1i� g
2
0(J=kB T)[(l

�1
� + �

�1
� )�1 =�0]

2
; (16)
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where �� = �2D =2. Thisim pliesan anom alousinter-layercontribution to the speci� c heat

pervolum eequalto

�c
?
v
�= 2[1+ (��=l�)]

�1 (@ln��1� =@T)eJ; (17)

where eJ = hcos�l;l+ 1i� J=�20d is the Josephson energy density,and where d denotes the

spacing in between adjacent layers. It notably shows an inverted speci� c heat jum p that

isfollowed by a tailo� ata tem perature Tp such that��(Tp)� l� if�� divergesfasterthan

[T � T(2D )
g ]�1 .

Thenext-leading-orderterm fortheinter-layer\cosine"(15)isnegative,divergent,and of

order� y30g
4
0l
4
��

2
�=a

6 in thecriticalregion,�� � l�.Thism eansthatitbecom escom parable

to theleading orderterm (16)atm agnetic� eldsbelow a cross-overscale

B
?
� � g0(J=kB T)(l���=a

2
vx)(�0=�

2
0) (18)

thatseparates2D from 3D vortex-liquid behavior[5][8].Thephasecorrelation length across

layersgrowslargerthan theseparation between adjacentlayersattem peraturesbelow this

point,T� .Itthen diverges(orjum pstoin� nity)ata 3D ordering tem perature,Tg,thatlies

inside ofthewindow [T(2D )
g ;T� ].The phase diagram displayed by Fig.1 sum m arizesallof

theabove.

D ISC U SSIO N A N D C O N C LU SIO N S

Thepresenttheory predictsa disorder-driven dim ensionalcrossover(14)between defec-

tivevortex latticesthatshow weak versusstrong superconductivity acrosslayers.Com pari-

son ofthebulkaverage(11)ofthequenched-in phaseautocorrelation with thecorresponding

therm alaverage in the hexatic phase ofa pristine vortex liquid[14]indicates thatthe 2D

disorder scale,l�,that controls the crossover transition is set by the density ofunbound

dislocationsbetween adjacentlayersin thevortex lattice.Forexam ple,the addition orthe

rem ovalofa straightlineofdislocationsthattraversesallofthelayerswillnotchangethis

scale.A usefulparam eterization ofl� isthen

l� = l2D =(2x
1=2

point); (19)

wherel2D isthecorrelation length ofthequenched-in orderparam eterexp(i�0)on average

overa given layerin isolation,and wherexpoint istheconcentration ofunbound dislocations
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between adjacent layers relative to the totalnum ber ofunbound dislocations in adjacent

layers: e.g.,xpoint = 0 ifallofthe unbound dislocations form sm ooth lines across layers,

while xpoint = 1 ifsections ofsuch lines are absent. Eqs. (14) and (19) then yield two

im portantpredictions:thedecoupling crossover� eld B?D (0)is(i)dim inished by an increase

in the density ofunbound dislocations between adjacent layers,l�2� ,and it (ii) increases

with an increase in the concentration ofunbound dislocationsthatline-up acrossadjacent

layers,1� xpoint. Prediction (i)isconsistentwith a recentproposalthatthe second m ag-

netization peak (or \� shtail") observed in the m ixed phase oforganic superconductors is

due to dim ensionalcrossover ofthe vortex lattice[9]. The second-peak shown by the irre-

versiblem agnetization thatism easured in thiswork m ovestolowerperpendicularm agnetic

� eld astheconcentration ofrandom pointpinsincreases.Also,prediction (ii)isconsistent

with recentexperim entsthatobservea 2D-3D crossoverin the ux creep dynam icsofhigh-

tem peraturesuperconductorsin m agnetic� eld oriented perpendiculartothelayers[10].The

dim ensionalcross-over� eld thatisextracted experim entally in ref.[10]isfound to increase

aftercolum narpinsareintroduced.Itisquitepossiblethatthesehelp to line-up a fraction

oftheexisting unbound dislocationsacrosslayers,which in turn leadsto an increasein the

decoupling � eld (14)asa resultoftheincreasein the2D disorderscalel�.

Thesecond im portantresultobtained hereistheinverted speci� c-heatanom aly,Eq.(17),

thatispredicted toexistinsideofthedecoupled vortex liquid phase.Recentexperim entson

2D arraysofJosephson junctionswith bond disorderin externalm agnetic� eld areconsistent

with acontinuousvortexglasstransition thathasa2D phasecorrelation length thatdiverges

as�2D / [T � T(2D )
g ]�� 2D atthetransition,with acriticalexponent�2D = 2[17].Thisim plies

an inverted speci� c heatanom aly,Eq. (17),thatpeaksat�2D (Tp)= 2l�,which isshown

in Fig. 2. A sim ilar anom aly was observed within the vortex-liquid phase ofYBCO[11].

Com parison ofthem agnitudeofthatanom alywithEq.(17)yieldsa10% changeintheinter-

layer cosine (16) across the vortex-liquid/vortex-liquid transition[8]. The above indicates

thatthespeci� c-heatanom aly observed experim entally inside ofthevortex-liquid phase of

YBCO representsnota truephasetransition[18],buta crossoverinstead.

Noticably absentfrom the above calculationsisthe e� ectofm agnetic coupling between

planarvorticesacrosslayers.Thisin generalreducestheentanglem entofvortex linesacross

layers,and it willtherefore increase the inter-layer phase coherence,Eqs. (13) and (16).

Ref. [7]shows, however, that the e� ect ofm agnetic coupling can be accounted for by
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a renorm alization up in the 2D disorder scale,l�. Last,a sharp and possibly � rst-order

disorder-driven decoupling transition has been found num erically at zero tem perature for

the vortex lattice with m agnetic interactions,but with no Josephson coupling[19]. This

indicatesthatthedisorder-driven dim ensionalcrossoverfound herein thezero-tem perature

lim itsurvivestheaddition ofweak m agneticcoupling.

W econcludethatrandom pointpinning ofthevortex latticein layered superconductors

resultsin a 2D-3D crossovertransition atlow tem peraturethatseparatesstrong from weak

superconductivity acrosslayers(see Fig.1).Thedisorder-driven phenom enon suggeststhe

following physicalpicture: although the tension for a line ofdislocations in the defective

vortex latticeisnullon both sidesofthecrossover,thescaleoftheroughnessin thelineis

largecom pared totheinter-layerspacingin the3D phase,whileitisoforderorlessthan the

inter-layerspacingin thequasi-2D phase.Scalingsuggeststhatsuch quenched-in disorderis

established � rstatseparationsbetween layersoforderl�=,where = �0=d isthephysical

anisotropy param eter.

TheauthorthanksC.Reichhardtand C.Olson forinform ativediscussions.

[1] L.I.G lazm an and A.E.K oshelev,Phys.Rev.B 43,2835(1991);M .Feigel’m an,V.B.G eshken-

bein,and A.I.Larkin,PhysicaC 167,177(1990);E.Frey,D.R.Nelson,and D.S.Fisher,Phys.

Rev.B 49,9723 (1994).

[2] D.S.Fisher,M .P.A.Fisherand D.A.Huse,Phys.Rev.B 43,130 (1991).

[3] J.P.Rodriguez,Phys.Rev.B 62,9117 (2000).

[4] A.E.K oshelev,Phys.Rev.B 56,11201 (1997).

[5] J.P.Rodriguez,Phys.Rev.B 66,214506 (2002);Erratum :Phys.Rev.B 69,069901 (2004).

[6] A.E.K oshelev,L.I.G lazm an and A.I.Larkin,Phys.Rev.B 53,2786 (1996).

[7] L.N.Bulaevskii,M .B.G aifullin,Y.M atsudaand M .P.M aley,Phys.Rev.B 63,140503 (2001).

[8] J.P.Rodriguez,Phys.Rev.B 69,100503(R)(2004).

[9] N.Yoneyam a,T.Sasaki,T.Nishizakiand N.K obayashi,J.Phys.Soc.Jpn.73,184 (2004).

[10] D.G .M arinaro,J.Horvat,S.X.Dou,R.W einstein and A.G andini,Phys.Rev.B 68,064518

(2003).

[11] F.Bouquet,C.M arcenat,E.Steep,R.Calem czuk,W .K .K wok,U.W elp,G .W .Crabtree,

9



10

T

0

5

10

15

20

25

30

B
⊥
Λ

02 /Φ
0

1
st
- order transition

2
nd

- order transition
cross-over transition
specific heat anomaly
2D glass transition

3D VORTEX LATTICE

DECOUPLED
VORTEX LIQUID

2D
-3D

 C
R

O
SSO

V
E

R

0

H
c2

1

DEFECTIVE

VORTEX GLASS

WEAKLY COUPLED

FIG .1: Shown is a proposed phase diagram assum ing weak point pins and a continuous vortex

glass phase transition for isolated layers. The perpendicular m agnetic � eld is held � xed while

the Josephson penetration depth,�0,is sweptalong the verticle axis. A m ean-� eld tem perature

dependence,J / Tc0 � T,isalso assum ed.

R.A.Fisher,N.E.Phillipsand A.Schilling,Nature 411,448 (2001).

[12] E.M .Chudnovsky,Phys.Rev.B 43,7831 (1991).

[13] J.P.Rodriguez,J.Phys.Cond.M atter9,5117 (1997).

[14] J.P.Rodriguez,Phys.Rev.Lett.87,207001 (2001).

[15] D.R.Nelson and B.I.Halperin,Phys.Rev.B 19,2457 (1979).

[16] A.E.K oshelev,Phys.Rev.Lett.77,3901 (1996).

[17] Y.-J.Yun,I.-C.Baek and M .-Y.Choi,Phys.Rev.Lett.89,037004 (2002).

[18] Z.Tesanovic,Phys.Rev.B 59,6449 (1999).

[19] C.J.O lson,G .T.Zim anyi,A.B.K olton and N.G ronbech-Jensen,Phys.Rev.Lett.85,5416

(2000).

10



T - T
g

(2D)

δ c
v

⊥

0

(ν
2D

 = 2)

FIG .2:Theoreticalspeci� cheatanom aly,Eq.(17),for�2D / [T � T
(2D )
g ]�2 .The peak occursat

�2D (Tp)= 2l�.

11


