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W e report a uniaxial pressure-dependence of m agnetism in layered perovskite strontium

ruthenate Sr3Ru2O 7. By applying a relatively sm alluniaxialpressure,greaterthan 0.1 G Pa

norm alto the RuO 2 layer,ferrom agnetic ordering m anifests below 80 K from the enhanced-

param agnet. M agnetization at 1 kO e and 2 K becom es 100 tim es larger than that under

am bientcondition. Uniaxialpressure dependence ofCurie tem perature T C suggeststhe �rst

orderm agnetictransition.O rigin ofthisuniaxial-pressureinduced ferrom agnetism isdiscussed

in term softhe rotation ofRuO 6 octahedra within the RuO 2 plane.

KEYW ORDS:Sr3Ru2O 7,Sr2RuO 4,ferrom agnetism ,uniaxialpressure,nearly ferrom agnetic m etal,m agnetiza-

tion,structuraldistortion

x1. Introduction

Tuning the m agnetism in solid state com pounds via tiny perturbation is one ofthe centralis-

suesforstrongly-correlated electron system ssuch asheavy-ferm ion (HF)interm etalliccom pounds.

Sincethosem aterialstend to revealthehigh susceptibility oftheelectronicpropertiesto relatively

sm allexternalpressures(� G Pa). For instance,antiferrom agnetic HF com pounds(CeCu2G e2,
1)

CeRh2Si2,
2) CePd2Si2

3))and aferrom agneticHF com pound (UG e2
4))revealsuperconductivity un-

derseveralG Pahydrostaticpressures,which reducethem agneticorderingtem peraturetowardsab-

solutezero.Around thedim inishingregion,thesuperconductivity appears.SeveralG Pa pressures,

which is necessary to induce the superconductivity in above HF com pounds,are relatively sm all
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for solid considering that m uch m ore pressures are probably required to suppress ferrom agnetic

ordering tem peraturesabove600 K com pletely in conventionalferrom agnetslikeFe.In fact,under

hydrostatic pressure,ferrom agnetic Fe undergoesa structuralphase transition ataround 10 G Pa.

Below 10 G Pa,ferrom agnetic phaserem ainswithoutshowing large reduction oftheferrom agnetic

transition tem perature.5{7) Concerning pressure induced m agnetism from param agnetism ,Um eo

et al. reported that uniaxialpressure induced antiferrom agnetism in CeNiSn (param agnetic at

am bient)above 0.1 G Pa at6 K .8)

In thepresentstudy,wereporta uniaxialpressureinduced param agnetic to ferrom agnetic tran-

sition in two-dim ensional(2D)ruthenium oxides(ruthenates)Sr3Ru2O 7 characterized by a param -

agneticstateatam bientpressure.9) Hydrostaticpressureisnotvitalto thistransition asdescribed

later. Ruddelsden-Popper type ruthenates A n+ 1RunO 3n+ 1 (A:divalent alkalim etalsuch as Sr

and Ca,n = 1,2,3 and in�nity) exhibit rich and com prehensive electronic ground states. The

spin-tripletsuperconductor,10{12) ferrom agnetic m etal,13) antiferrom agnetic M ottinsulator14) and

antiferrom agnetic m etal15) have been investigated extensively. Sr3Ru2O 7,which hasa 2D crystal

structure(Fig.1),isanothersuch com pound.16{20)

The �rstreporton single crystalsgrown via a oating-zone m ethod indicated thatSr3Ru2O 7 is

a param agnetthatexhibitsenorm ously strong ferrom agnetic instability,which ism ostconsistent

with the resultsofpolycrystals.16,17,19) Tem perature dependence ofm agnetic susceptibility �(T)

isnearly isotropicand obeysCurie-W eisslaw with antiferrom agneticW eisstem peratureabove200

K .Ataround 17 K ,�(T)showsa broad m axim um which isoften observed in nearly ferrom agnetic

(enhanced param agnetic)m etallike Pd orTiBe2.Below 7 K ,tem perature independent�(T)and

T-squarebehaviorofin-planeand outofplaneresistivitiesarerecognized,indicating theFerm iliq-

uid state with large W ilson ratio R W � 10.Field dependenceofm agnetization M (H )below 17 K

revealsm etam agnetic transitionsaround 50 kO eforH jjaband 80 kO eforH jjc.High purity single

crystallineSr3Ru2O 7 with in-planeresidualresistivity of0.8 �
 cm doesnotexhibitsuperconduc-

tivity down to 200 m K .Very recently,G rigera et al. have reported the possibility ofquantum

criticalphenom ena at m etam agnetic transition in Sr3Ru2O 7.
21) The quantum criticality around

the expected criticalpoint corresponding to the �rst-order m etam agnetic transition is probably

related to the strong ferrom agnetic instability.22{24) Severalm aterialsexhibiting strong ferrom ag-

netic instability arerecognized asbeing nearly ferrom agnetic param agnets.However,Sr3Ru2O 7 is

theonly com pound ofthe nearly ferrom agnetic param agnetwith 2D crystalstructure.

In orderto am plify theferrom agneticinstability in Sr3Ru2O 7,weperform ed m agnetization m ea-

surem entsunderhydrostatic pressureand observed the sign offerrom agnetic ordering atapproxi-

m ately 1 G Pa.9) However,im proved techniqueproved thathydrostaticpressuresup to 1.4 G Pa do

notinducem agneticordering.25) Therefore,consideringthepossibilityofapressurecom ponentthat
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Fig. 1. Crystalstructureofbilayered strontium ruthenateSr3Ru2O 7.Strontium and ruthenium ionsarepositioned

attetragonalsym m etry sitescharacterized by the space group ofI4/m m m ,which isthesam e asthatofsupercon-

ducting single-layered Sr2RuO 4. SrO rock-salt layers and RuO 2 layers are alternately stacked form ing a typical

layered perovskite structure with RuO 6 octahedra.Each RuO 6 octahedron sharesitsoxygensatthe corner.Con-

sidering oxygen ions,the sym m etry islowered to orthorhom bic space group ofB bcb due to the RuO 6 rotation by

about7 degrees.The c-axisisnorm alto the two-dim ensionalRuO 2 planes.

isuniaxialwith respectto the ferrom agnetism ,we perform ed uniaxialpressure m easurem entson

single-crystallineSr3Ru2O 7 forthe�rsttim e.Uniaxialpressurewasfound to induceparam agnetic-

to-ferrom agnetic transition at pressuresover 0.1 G Pa,which,for inorganic m aterials,is a rather

low criticalpressure.

x2. Experim entalm ethod

SinglecrystallineSr3Ru2O 7 wasgrown using a typicaloating-zonetechnique.
26) M agnetization

m easurem ents underuniaxialpressure were perform ed by SQ UID (superconducting quantum in-

terferencedevice)m agnetom eter.Theuniaxialpressure(p � 0.5 G Pa)and m agnetic�eld (H � 55

kO e)wereapplied along thenorm alaxis(c-axis)to the2D RuO 2 planein Sr3Ru2O 7.Thepressure

isestim ated based on the shiftofthe superconducting transition tem peratureTc ofSn.
27)

x3. R esults and D iscussion

Figure 2 illustrates the �eld-dependent m agnetization M (H ) for severaluniaxialpressures up

to approxim ately 0.5 G Pa at 2 K .Linear �eld dependence is observed for am bient atm ospheric
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conditions(i.e.uniaxialpressurep = 0 G Pa),which isconsistentwith param agnetic behavior.
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Fig. 2. M agnetic �eld dependence ofm agnetization M (H ) ofsingle-crystalline Sr3Ru2O 7 at the tem perature of

2 K .M agnetic �eld and uniaxialpressure are applied along the c-axis. Uniaxialpressure above 0.1 G Pa causes

ferrom agnetic phase from param agnet. The observed linear�eld dependentM (H )reectsparam agnetic phase at

p = 0 G Pa. Increasing pressure leadsto a largerrem anentm agnetic m om entatzero �eld. The hysteresiscurves,

which do notsaturate atthe �eld of55 kO e,are typicalfor m etallic m agnetism with a ferrom agnetic com ponent

below the saturation �eld.

Atp � 0.1 G Pa,ferrom agnetic characteristics appearunexpectedly in the m agnetization curve

M (H ),indicating pressure-induced ferrom agnetic transition from the param agnet phase. W ith

pressures increasing beyond this criticalvalue,the m agnetization is enhanced. At p = 0.5 G Pa

and H = 55 kO e,m agnetization reaches alm ost0.5 �B/Ru. In addition,no saturation behavioris

observed at higher �elds. This type ofnon-saturated feature is typicalfor m etallic ferrom agnets

such asSrRuO 3 underthe m agnetic �eld sm allerthan thesaturation �eld.28)

Assum ing fully localized 4d electron in Ru ion sites(Ru4+ )and a strongercrystalline electrical

�eld than spin-orbitcoupling,four4d electronsare distributed in three t2g orbitals(dxy;dyz;dzx),

resulting in spin quantum num ber ofS= 1,corresponding to 2�B/Ru. Ifthe uniaxialpressure-

induced ferrom agnetic transition in the present study is canted antiferrom agnetic, the canting

4



angle ofRu spins should be greater than 14 degrees in the case ofcom pletely localized electron

phases.Such a localized system im pliestheinsulating conductivity phaseknown asa M ottinsula-

tor. Electricalresistivity m easurem entsunderuniaxialpressure along c-axisin Sr3Ru2O 7 up to a

pressureof0.1G Paim ply thatthereisnom etal-insulatortransition.29) Thisindicatesthatuniaxial

pressure-induced ferrom agnetic transition doesnotconcurwith charge transporttransition.

In theuniaxialpressure-inducedm agneticphase,S can noteasily beassum ed tobeapproxim ately

1.In itinerantelectron system s,S ism uch sm allerthan thatin thelocalized case.Hence,thecanted

antiferrom agnetic phase in Sr3Ru2O 7 ispossible only when the canting angle ofRu-spinsism uch

greater than 14 degrees. Itisappropriate to assum e a �nite spin-orbit(L � S)coupling in these

ruthenatesdue to the large m assofRu ions. In such a case,structuralm odi�cations are related

to the spin canting angle. Huang etal. and Shaked etal. reported thatthe RuO 6 octahedron in

Sr3Ru2O 7 rotatesaboutthec-axisby 7 degrees.
30,31) O therstructuralstrains,such astilting from

the 2D plane,were notdetected. Ifthe rotation angle m atches the spin canting angle due to the

�niteL� S coupling,thespin canting in theuniaxial-pressure-induced m agneticphasein Sr3Ru2O 7

existswithin the 2D RuO 2 plane and itsangle isapproxim ately 7 degrees. However,the canting

angle of7 degrees within the RuO 2 plane can not explain the large m om ent ofapproxim ately

0.5 �B/Ru in the m etallic phase as discussed above. In addition, spin canting within the 2D

planecannotinduce a ferrom agnetic m om entalong the c-axisin thiscrystalstructure.Therefore,

the observed pressure-induced ferrom agnetic phase is thought to have originated from a sim ple

ferrom agnetic alignm entofRu spins.

The tem perature dependence ofm agnetization M (T)forvariousuniaxialpressuresisshown in

Fig.3. Data forboth �eld-cooling sequencesand zero �eld-cooling sequencesispresented. Above

0.1 G Pa,considerableabruptm agnetization developsataround 80 K .Increasing thepressure,the

m agnetic m om ent at 2 K becom es larger without changing ferrom agnetic ordering tem peratures

Tc. The m agnetization atapproxim ately 0.5 G Pa in Sr3Ru2O 7 is100 tim es greater than that at

am bientpressure. Releasing the pressure to zero,M (H )and M (T)again becom e param agnetic,

indicating good reproducibility. This enorm ous uniaxialpressure e�ect suggests that Sr3Ru2O 7

exhibits piezo� ferrom agnetism ,which m eans uniaxial-pressure induced ferrom agnetism ,per-

haps due to the change in crystalstructure explained below. Concerning the uniaxialpressure

dependenceofTc,itseem sthatthe�rstordertransition driven by thepressureisaccom panied by

theappearance ofthe ferrom agnetism .

In orderto understand thisoutstanding instability ofm agnetism to sm alluniaxialpressure,we

focuson the RuO 6 rotation angle in Sr3Ru2O 7. The signi�cance ofthe RuO 6 rotation isevident

sincetheobserved variation in therotation anglewith decreasing tem peraturein Sr3Ru2O 7 isquite

large(� 15% )in com parison with thecaseofotherlatticeparam eters(� 1% ).31) O n thecontrary,
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Fig. 3. Tem perature dependence ofm agnetization M (T)ofsingle-crystalline Sr3Ru2O 7 for each uniaxialpressure

at the �eld of1 kO e. M agnetic �eld and uniaxialpressure are applied along the c-axis. Anom alous evolution

offerrom agnetism with increasing uniaxialpressure is shown using a sem ilogarithm ic scale. The ferrom agnetic

transition tem perature Tc rem ainsconstantwith varying the uniaxialpressure.

hydrostaticpressure,which isnotessentialfortheaboveinduced-ferrom agnetism ,doesnotm odify

the RuO 6 rotation angle.31) In 2D R-P ruthenates,the rotation angle isvitalin determ ining the

electronic states.32,33) Forinstance,a sim ilarsituation isrealized in the surfacestate ofSr2RuO 4,

whereby the RuO 6 octahedron also rotates by 7 degrees,as is the case in bulk state Sr3Ru2O 7.

Surface ferrom agnetism caused by the rotation wastheoretically derived.34) Furtherm ore,consid-
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ering otherpreciousm etaloxides,IrO 6 octahedra in layered perovskitesSr2IrO 4 and Sr3Ir2O 7 also

rotatealong thedirection norm alto the2D plane.35{38) Thistypeofstructuraldistortion generally

dom inates the electronic state in layered perovskite m aerials,by tuning electron transfer within

the 2D plane. For instance,both iridates above are ferrom agnetic sem iconductors reecting the

stronger e�ective correlation. O n the other hand,Sr2RuO 4 and Sr2M oO 4,which have no such

structuraldistortions,are Pauliparam agnetic conductors.39{41)

Therefore,weregard therotation angleasan indicatoroftheuniaxial-pressure-induced ferrom ag-

netism . O urcalculationsbased on the 2D three-band Hubbard m odelwith the RuO 6 octahedron

rotation suggestthatthequantum phasetransition toward theferrom agneticphasefrom quantum

disordered state (p = 0 G Pa)due to Ru-4d orbitaldegeneracy can occurby sm allchangesin the

RuO 6 rotation anglein Sr3Ru2O 7.
42) Thesecalculation resultsand theexistenceofthesam estruc-

turaldistortions in layered perovskite precious m etaloxides m ay assure that the rotation angle

ofRuO 6 octahedra is the clue to understand the pressure-induced ferrom agnetism in Sr3Ru2O 7.

It is strongly required to perform the neutron di�raction m easurem ents under the uniaxialpres-

sure to determ ine the relation between structuraldistortionsand m agnetism on single crystalline

Sr3Ru2O 7.

x4. C onclusion

In conclusion,we have reported the observation ofrem arkable uniaxial-pressure-induced ferro-

m agnetic transition from the enhanced param agnetic state in Sr3Ru2O 7. The uniaxialpressure

dependence ofTc indicates that the appearance offerrom agnetism is corresponding to the �rst

orderphasetransition driven by thepressure.In addition,Sr3Ru2O 7 isthecandidatefortheprac-

ticalpiezo� ferrom agnetdue to its rather sm allcriticalpressure. The origin ofappearance of

the ferrom agnetism is probably associated with the change in RuO 6 rotation angle,suggesting a

possible criterion which m ay be used to �nd further exam ples ofpracticalpiezo� ferrom agnet

candidateswith highercriticaltem peratures.
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