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Abstract

W e presentthe opticalpropertiesofNa0:7CoO 2 single crystals,m easured overa broad spectral

range as a function oftem perature (T). The capability to cover the energy range from the far-

infrared up to the ultraviolet allows us to perform reliable K ram ers-K ronig transform ation, in

orderto obtain the absorption spectrum (i.e.,the com plex opticalconductivity). To the com plex

opticalconductivity we apply the generalized Drude m odel,extracting the frequency dependence

ofthe scattering rate (�) and e�ective m ass (m �) ofthe itinerant charge carriers. W e �nd that

�(!)� ! atlow tem peraturesand for! > T. ThissuggeststhatNa0:7CoO 2 isatthe verge ofa

spin-density-wave m etallic phase.

PACS num bers:78.20.-e,74.70.Dd,75.30.Fv
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Thediscovery ofsuperconductivity at5 K in hydrated sodium cobaltate[1]hasattracted

considerable attention. How waterinclusion triggerssuperconductivity in NaxCoO 2 isnot

fully understood yet. The investigation ofnon-hydrated sam ple is therefore ofrelevance

and a considerable research e�orthasbeen devoted to NaxCoO 2 specim enswith x ranging

between 0.3 and 0.75.Asx increasesfrom 0.3,the ground stategoesfrom a param agnetic

m etaltoacharge-ordered insulatorforx = 0:5toaCurie-W eissm etalaround 0.7and �nally

to a weak-m om ent m agnetically ordered state forx > 0:75 (Ref. 2). This latterphase is

supposed to be equivalent to a so called spin-density-wave (SDW ) m etal. Severalrecent

investigations[3,4,5],based on m agnetic,therm aland transportpropertiesaswellasm uon

spin spectroscopy,indicatetheform ation ofa SDW m etallicstateforx = 0:75.

Opticalexperim entsarewell-known toolsin orderto achieveinform ation abouttheelec-

trodynam icresponseoftheinvestigated system ,and toshed lighton itselectronicstructure.

From the absorption spectrum one can also extract the e�ective m ass and the scatter-

ing rate ofthe itinerant charge carriers. Lupietal:m easured the opticalconductivity of

NaxCoO 2 (forx = 0:57)and reported an "anom alousDrude" behavior,where the charge

carrierhavean e�ectivem assof5m b and theirscatteringrateis�(!)=
1

�(!)
� !

3=2 (Ref.6).

W ang etal:optically investigated Na0:7CoO 2,m ainly focusing theirattention on the high

frequency spectralrange.They found two broad interband transitionsat1.6 eV and 3.2 eV

ascribed to thet2g � eg band transitionsby invoking thee�ectoftheexchange splitting[7].

Additionally,a m id-infrared peak at about 0.4 eV was attributed to interband transition

within the t2g m anifold orto the electronic correlation e�ect. Atlower frequencies a non

sim pleDrudeintraband responsewasdetected,aswell[7].

In this short com m unication, we o�er our optical investigations on high quality

Na0:7CoO 2 single crystals. Our specim ens have a size 2 x 2 m m and were grown by the

ux m ethodsasthoroughly described elsewhere[8].Sam plesfrom thesam ebatch werefur-

therm orecharacterized by thedctransportm easurem ents[9].Thetem peraturedependence

ofthe resistivity �(T) (not shown here) within the ab plane displays a linear behavior in

tem peraturefrom 300 down to 100 K,aswellasbelow 100 K,howeverwith a sm allerslope,

in agreem entwith data ofRef. 2 and 10. W e perform ed opticalreectivity m easurem ents

from the far-infrared (FIR) up to the ultraviolet (i.e.,5 m eV-12.4 eV) as a function of

tem peraturebetween 10 and 300 K.M easurem entswereperform ed also in a m agnetic�eld

up to 7 T.No changesin thespectra werehoweverfound asa function of�eld.Ourinves-
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tigationscoversthelargestspectralrangeaddressed so faron NaxCoO 2.Detailspertaining

theexperim entscan befound elsewhere[11,12].

Figure1 displaysin thetop panelthe opticalreectivity R(!).Beside som e absorption

ataboutand above1 eV,onecan recognizethequitesharp plasm a edgefeaturewith onset

at’ 0.7 eV.R(!)increases with decreasing tem perature below 0.2 eV,indicative forthe

m etalliccharacterofNa0:7CoO 2.Furtherm ore,weclearly seeat0.07 eV theinfrared-active

phonon m ode. Our data bears an overallsim ilarity with the �nding ofLupiet al:for

Na0:57CoO 2 (Ref. 6). There isalso a rough agreem entwith the opticalresponse m easured

on Na0:7CoO 2 by W ang etal:[7]In thislatterdata,there isa crossing ofthe R(!)spectra

around 0.1 eV and theform ation ofa bum p atabout0.03 eV with decreasing tem perature,

forwhich neitherourspectra northoseofLupietal:givea clearcutevidence.

The bottom panel of Fig. 1 shows the realpart �1(!) of the optical conductivity.

W e have extrapolated the R(!) spectra towards zero energies with the Hagen-Rubens

extrapolation[11,12],using dc valuesofthe conductivity in agreem entwith the transport

results[2,5,10].Standard extrapolation ofR(!)� !
�s (with 2 < s< 4)were em ployed at

high frequencies.Itiseasy veri�ed thatthem ain conclusionsofourwork arefully indepen-

dentfrom theem ployed extrapolationsduetotheextrem ely broad m easured spectralrange.

Asexpected from the R(!)spectra,the e�ective intraband m etallic com ponentin �1(!)is

enhanced below 0.03 eV and the�1(! ! 0)lim itincreaseswith decreasing tem perature,as

typicalfora m etallic system . Athigherfrequencieswe recognize a weak feature at0.4 eV

(A)followed by m orepronounced and wellde�ned featuresat1.4 eV (B,)at2.8 eV (C),at

4.8 eV (D),and at10 eV (E).These latterabsorptionsarein fairagreem entwith thedata

ofW angetal:[7]and in good accord with therecent�ndingsobtained with theellipsom etry

m ethod[13]. Furtherm ore,angle resolved photoem ission results identify electronic excita-

tionsat0.7,3,4.1,6 and 11 eV (Ref. 14). In passing,we note thatsom e ofthe detected

absorptionscould beascribed toelectronicinterband transitionsinvolving theCo3d t2g and

eg m anifoldsand theirexchangesplitting[15,16].

Them etalliccom ponentof�1(!)cannotbefully reproduced by asim pleDrudeterm ,the

m ostcom m on description forsim plem etals,also successfully applied in severaloxides.The

opticalconductivity can bealternatively described in term sofan "anom alousorgeneralized

Drude" m odel,where both the e�ective m ass m �(!) and the scattering rate �(!) ofthe

itinerant charge carriers are allowed to depend on frequency. W e analyze the com plex
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opticalconductivity ~�(!)= �1(!)+ i�2(!)by applying thefollowing expression:

~�(!)=
!
2
p

4�

1

�(!)� i!
m �(!)

m b

: (1)

By inverting eq.(1)weobtain:

�(!) =
!
2
p

4�

�1

j�j
2

(2)

m
�(!)

m b

=
!
2
p

4�

�2

! j�j
2

(3)

In practice,we use ~�(!),obtained by the Kram ers-Kronig analysis,in order to evaluate

the frequency dependence of the e�ective m ass and scattering rate. !
2
p is the spectral

weightassociated with theitinerantchargecarriers,and itcan beestim ated by integrating

�1(!)from zero frequency up to a cut-o� frequency !c coinciding with onsetofelectronic

interband transitions. W e choose !c � 0:63 eV,giving a value of!p ’ 1:17 eV.Figure 2

displays the frequency dependence ofthe scattering rate � below 0.2 eV.For clarity,the

depletion of�(!)at0.07eV,duetothephonon m ode,hasbeen rem oved from thedata(see

below).W erem ark m oreoverthatm �(!)(notshown here)weakly increaseswith decreasing

frequency atalltem peratures,reachingavalueofabout5m b in thelim it! ! 0.Thisagrees

with Lupi’sdata[6].

As expected,�(!)decreases with decreasing tem perature. Over a very broad spectral

range,extending up to about0.15 eV,�(!)can be�tted with thepowerlaw expression:

�(!)� !
�
: (4)

W eestablish that� ’ 1 fortem peraturesbelow about50 K.�(!)� ! m ightbeindicative

ofa non-Ferm iliquid behaviorin Na0:7CoO 2.The exponent� (Fig.3a)tendsnevertheless

to decrease athighertem peratures(e.g.,� = 0:75 at200 K).W e em phasize atthispoint

thatour�taftereq.(4)isnota�ected by thead-hocphonon subtraction.TheinsetofFig.

2 showsindeed thateven the originalcurve of�(!)at10 K can be well�tted by eq. (4)

with � = 1.Thesam eappliesforalltem peratures,m akingouranalysisof�(!)robust.The

linearfrequency dependenceof�(!)at! > T pairswith thelineartem peraturedependence

of�dc(T)forT < 100 K in thecom pound with 71 % Na content[2,9].

Ruvaldsand Virosztek proposed awhileagoa Ferm i-surfacenesting scenario fordescrib-

ing the opticalproperties ofsuperconducting oxides[17]. They showed thatFerm i-surface
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nesting m odi�es the electron-electron scattering and therefore yields an unusualvariation

ofthe opticalreectivity. W ithin this scenario,also applicable for the charge-and spin-

density-wave state where nesting isan essentialingredient[17],the e�ective Drude com po-

nent is characterized by a relaxation rate that is linear in frequency for! > T (Fig. 2).

Ruvaldsand Virosztek[17]also predictsthat�(! ! 0)� T,asveri�ed in Fig. 3b,where

�(!)in thestaticlim it! ! 0 asa function ofT isshown.Furtherm ore,R(!)islinearin !

in a broad spectralrange (insetofFig.1),in agreem entwith the theory[17]. Our�ndings

in Na0:7CoO 2 support the Ferm i-surface nesting scenario. Consequently, considering the

phase diagram reported in Ref. 2,we can then a�rm thatNa 0:7CoO 2 seem sto be atthe

verge ofa SDW m etallic phase. The linearfrequency dependence of�(!)atlow tem pera-

turesdi�ersfrom the conclusion ofLupietal:on Na0:57CoO 2,forwhich � ’ 3=2 (Ref.6).

Thiscould be explained by the di�erentstoichiom etry ofthe sam ples.Na0:57CoO 2 isquite

closeto thecharge-ordered insulating boundary (atx = 0:5)between a param agneticm etal

and a Curie-W eissm etal[2].On thecontrary,oursam pleNa0:7CoO 2 islocated in thephase

diagram [2]wellwithin theCurie-W eissm etalsectorand isclosetotheboundary(atleastfor

low tem peratures)oftheSDW m etallicphase.W eshall�nally notethatafterRef.17anon

Ferm iliquid-Ferm iliquid crossoverisnotexcluded atvery low tem peraturesin the case of

an im perfectFerm i-surfacenesting.Thiswould bein agreem entwith thedc-transportdata

on Na0:7CoO 2.Indeed forT < 1 K,�(T)displaysa typicalFerm iliquid T2 behavior[18].

In conclusion,we have provided the com plete absorption spectrum ofNa0:7CoO 2. The

frequency dependence ofthe scattering rate ofthe itinerant charge carriers is extracted

from the com plex opticalconductivity, and we have established that �(!) � ! at low

tem peratures.Na0:7CoO 2 seem stobein theproxim ity ofaspin-density-wavem etallicstate.

Itturnsout[2]thatthe exactstoichiom etry playsan essentialrole in de�ning the intrinsic

physicalpropertiesofNaxCoO 2. Asfuture outlook,we wish to �ne tuning the Na content

x between 0.7 and 0.85 and study the corresponding opticalresponse. The SDW m etallic

phaseforx � 0:75 isan appealing scenario,supported by variousexperim entalresults,but

m ightbenottheuniqueone.Interestingly enough,Bernhard etal:[13]found evidencefora

polaronicband in thecaseofx = 0:82.

The authorswish to thank J.M �ullerfortechnicalhelp and A.Perucchiforfruitfuldis-

cussions.Thiswork hasbeen supported by theSwissNationalFoundation fortheScienti�c

Research.
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FIG .1: (Color online) Reectivity (top panel) and realpart �1(!) ofthe opticalconductivity

(bottom panel) ofNa0:7CoO 2 at selected tem peratures. The four high frequency absorptions in

�1(!) are labeled (see text). Inset: R(!)at 10 K between 0 and 0.2 eV,em phasizing the linear

behaviorofR(!)atlow energies.
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FIG .2:(Coloronline)Frequency dependenceofthescattering rateand its�taccording to eq.(4)

atselected tem peratures. Note thatthe IR active phonon hasbeen subtracted in orderto better

highlightthelinearorsub-linear�t.Inset:theoriginalcurveof�(!)(i.e.,com prehensiveoftheIR

phonon at0.07 eV)at10 K isshown with the�taftereq.(4)with � = 1.Thephonon subtraction

doesnota�ectthe�tof�(!).Thisistrueatalltem peratures.
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FIG .3: (a)Tem perature dependence ofthe exponent� in eq. (4). (b)Tem perature dependence

of�(!)in the static lim it! ! 0.�(! ! 0)can bewellapproxim ated by a linear�t.
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