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Abstract

Possible variations in the dynam icalbehaviour ofLiYF4 due to its structuralchanges follow-

ing severalpressure-induced phase transitionsare exam ined by m aking useofthe com plem entary

techniques ofquasi-harm onic lattice dynam ics and m olecular dynam ics sim ulation. The phonon

spectra in the entire Brillouin zone and the respective G ibbs free energies are calculated for the

three high-pressure polym orphs ofLiYF4 that are stable at T = 0,with an aim to understand

theirrelative stabilitiesasfunctionsofpressure and tem perature in term sofvolum e com pression

and vibrationalentropy. M olecular dynam ics sim ulations provide qualitative im pressions about

a tem perature-driven second-order transform ation and also of kinetic e�ects in the subsequent

pressure-driven �rst-orderphase transition. In addition,the calculationspredictanom alousther-

m alexpansion atlow tem perature in phasesIand IIa while irreversibilty ofphase II! phase III

transition on subsequentpressurerelease.

PACS num bers:63.20.Dj,61.50.K s,63.70.+ h,64.70.-p
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I. IN T R O D U C T IO N

Ternary halideLiYF4 (alaserhostm aterialofcurrentinterest[1,2,3,4,5,6,7,8,9,10])

displaysseveralstructuralphasetransitions[4,6,8]upon com pression which turn outto be

unique in com parison ofisostructuralCaW O 4. Forexam ple,while the latterhasa scheel-

ite (I41=a) to wolfram ite (P21=c) kind ofhigh-pressure phase transform ation,the form er

showsan interm ediatefergusonitephase(I2=a,aboveroom tem perature;P21=c,in thelow

tem peratureregion),associated with a softphonon m ode.[5]Recently,thepost-fergusonite

phaseofLiYF4 hasbeen predicted aswolfram itelike m onoclinicone.[8,9]Interestingly,the

axialratioin both thecom poundsevolvesin a di�erentway underthee�ectofpressure.[10]

In view oftheabove,wego fora com parativeanalysisofvariousdynam icalpropertiesthat

these phases(Fig.1)are likely to dem onstrate. To reach this,we carry outextensive lat-

ticedynam icalcalculationsin thequasiharm onicapproxim ation (QHA)individually forthe

variouslow-tem peraturephases(e.g.I,IIa and IIIin Fig.1)ofLiYF4.

W ith the advent ofhigh-energy synchrotron X-rays and sophisticated pressure cells,

high-pressure lattice dynam ics has gained considerable m om entum in recent years as it

helpsenable a directcom parison ofexperim ental�ndings,obtained eitherby the inelastic

scattering processes orthrough som e m odern techniques ofultrafastX-ray di�raction.[11]

Ourcalculated variation ofphonon frequenciesofLiYF4 in itsscheelitephaseasa function

ofpressureand tem perature(based on atransferablerigid ion m odel[3,5])hasalready been

found to augerwellwith theexperim entalRam an and infrared data.[1,2]

Itiswellknown thatquasiharm oniclatticedynam ics(QLD)hastheability tocalculate

[12]vibrationalfree energiesand otherderived properties(e.g.entropy and speci�c heat)

ofa com plex con�guration even atvery high pressures.To achieveourgoal,wem akeuseof

thesam einteratom icpotentialasdeveloped earlier[3]forlatticedynam icalcalculations.In

an e�orttostrengthen thecom parison ofthethreephasesofLiYF 4,phonon dispersionsand

phonon density ofstateshavebeen exam ined.Gibbsfreeenergiesarethen calculated forthe

threehigh-pressurephasesLiYF4 thatarestableatT = 0,with an aim to understand their

relativestabilitiesasfunctionsofpressureand tem peraturein term sofvolum ecom pression

andvibrationalentropy.Thepresentworkaim satprovidingapossiblepressure-tem perature

(P-T)phasediagram forLiYF4 tohelp understand theunderlyingphysicsofphasetransition
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in such com pounds at the m icroscopic level. The second-order phase transitions and the

kinetic e�ectsin the �rst-orderphase transitionsare speci�cally investigated by m olecular

dynam icssim ulations.

II. V IB R AT IO N A L P R O P ERT IES

A . R am an and infrared active m odes

W hilethescheelitephase(I41=a,Z=4)ofLiYF4 hasa totalof36 vibrationaldegreesof

freedom perprim itivecell[2,3,5],theothertwo high-pressurephases(IIa and IIIin Fig.1)

possess 72 phonon m odes ateach wavevector due to doubling ofthe prim itive cell. Since

both thesehigh-pressurephasesofLiYF4 belong to thesam espacegroup(P21=c,Z=4),the

com m on irreducible representation ofthephononsatthezonecenterisgiven by

�:18A g+18A u+18B g+18B u,

ofwhich A g and Bg m odes are Ram an active while m odes ofungerade sym m etry (viz.

A u and Bu) rem ain infrared active. It m ay be noted that the degeneracy ofthe Eg and

Eu m odeswhich were present in phase I(scheelite) ofLiYF4 islifted in the high-pressure

phases. Table Iyields a com parison ofourcalculated zone centre norm alm odes between

phases IIa and III at respectively 13 and 18 GPa. Phase IIa has a soft A g m ode at 18

cm � 1 which hardensconsiderably to92cm � 1 in phaseIII.M ostotherm odesharden slightly

in going from phaseIIa to phase III.Thevibrationalfrequenciesforeach ofthephasesare

com puted bydiagonalization oftherespectivedynam icalm atricesusingthesoftwareDISPR

[13],developed atTrom bay.

B . P honon dispersion relations

W ith a view to com pare the phonon dispersion in various phases, we resort to the

com m on high sym m etry direction of�,which islabeled asthe c axisforphase I(I41=a)

while itisthe b axisforthe otherhigh-pressure(m onoclinic)phasesofsim ilarspace group

sym m etry (i. e. P21=c). On undertaking group theoreticalcalculations,we obtain forthe

representationsofallthenorm alm odesin thethreephasesasfollows:
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PhaseI! �:8� 1 + 8�2 + 10�3 (�3 being doubly degenerate)

PhaseIIa and PhaseIII! �:36� 1 + 36�2

Phonon dispersions ofvarious polym orphs in LiYF4 are displayed in Figure 2 along with

the available inelastic neutron scattering data.[2]The experim entaldata[2]forthe phase I

atzero pressure �texcellently with the lattice dynam icalcalculations.[3]Due to doubling

oftheunitcellin going from phaseIto phaseIIa,theBrillouin zonein phaseIIa ishalved

and so thereisan apparentfolding back ofthedispersion branchesfrom zoneboundary (of

phaseI)to zonecenter(ofphaseIIa).Consequently,thereareseveralopticphononsatthe

zone center in phase IIa atlow energies. Interestingly,we com e across a very low energy

zone-centeroptic m ode in phase IIa,indicating the onsetofa possible high-pressure phase

transition ata pressure close to 13 GPa. Thisespouses ourprevious M D observations.[8]

Thesoft-alikephonon branch ofphaseIIam ay beidenti�ed asbelongingtothelongitudinal

A g m ode[TableI]asnoted earlier.Further,a crossoverbetween an acousticphonon m ode

and alow frequency opticm odeisobserved in phaseIIaand alsoin phaseIII.W ealsonotice

thattwoacousticphonon branchesof�2 sym m etry in thephaseIIIaretooclosely dispersed

to rem ain distinguishable.

C . P honon density ofstates

To have an overview ofthe range and extentofvariousphonon m odesin allthe three

phases,weresorttointegratingoverallthephononswith an energy resolution of0.5m eV at

each wavevectoron a 16� 16� 16 m esh within theirreducibleBrillouin zone.AsFigure3

suggests,theenergy distribution extendsby nearly 10 % in switching from phaseIto phase

IIawhilethechangein theextentisnegligibleforthephaseIIItransition.In ordertocheck

whetheritisdueto sim plepressuree�ect,wecom paretherespectivefrequency distribution

forphase IIa and phase IIIatthe sam e pressure of13 GPa. One m ay notice thatthough

the distribution patterns slightly di�er,the extent rem ain m ore or less the sam e. Ifone

isfurtherinterested in looking forindividualcontributionsofthe constituentatom sto the

entire frequency distribution, partialdensity ofstates (PDOS) have to be estim ated by

atom icprojectionsoftheone-phonon eigenvectors.

The labeling ofthe crystallographic axes viz. a, b, and c varies as per convention

adopted forspeci�c space groups. In view ofthese di�erencesand ofthe need to com pare
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the di�erentpolym orphs,we choose right-handed orthogonalx,y and z axesasfollows:z

along c and x along a in phase I(I41=a);z along b and x along c in phases IIa and III

(P21=c).Ourcalculated PDOS forvariousatom sin variousphasesareportrayed in Figure4.

Y atom sare found to contribute largely up to 60 m eV while Liatom sm ake it(especially

with polarization along x and y)in the higherenergy side ofthe density ofstates(DOS).

However,F atom contributionsarespread overtheentireenergy rangeasifto replicatethe

totalDOS to a considerable degree.Such variationsin atom iccontributionsarepartly due

to them asse�ect.

III. T H ER M O D Y N A M IC P R O P ERT IES

A . H eat capacity and D ebye Tem perature

FollowingtheDOS calculationsderived outofoursim ulated dataforallthethreephases

ofLiYF4,wecom paretherespectiveheatcapacitiesatconstantpressure(CP )asa function

oftem perature.Figure5(a)dem onstrateshow CP changesfordi�erenthigh-pressurephases.

W eobservethatalthough initially constantpressureheatcapacity forphaseIIIrunslower,

itgoesup above the room tem perature and in the processeven surpassesphase IIa. This

m ay be because as we go on increasing tem perature (T),the di�erence C P (T) - CV (T)

[=�2V (T)B V T](whereCV (T)istheconstantvolum eheatcapacity and B istheisotherm al

bulk m odulus) becom es signi�cantly large, as inset of Figure 5(a) suggests, due to the

existence ofm uch highertherm alexpansion �V (T)in phase IIIthan thatin phase IIa. A

detailed discussion on �V (T)followsin thenextsubsection.

Itisillustrative to com pare the Debye tem perature �D (T)forthe variousphases[Fig-

ure5(b)]asderived from thecalculated CV (T).W eobservethatin thevery low tem perature

region (say,< 20 K),�D di�ersa lotfrom phase to phase (about14 % increase forI! IIa

and about26 % increase forIIa! III)while athighertem peratures(say,300 K),itcom es

closerforphasesIIa and IIIasdi�erencegetsm inim al(about2 % only).
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B . G r�uneisen param eter and therm alexpansion

Latticeanharm onicity,which leadsto a volum edependence ofphonon frequencies(!i),

isdescribed by them odeGr�uneisen param eter[14]given by

i= �
@ln !i

@ln V
(1)

Itisalso theonly kind ofanharm onicity thatcan betaken careofwithin thefram ework of

quasiharm onicapproxim ation.M oreover,Gr�uneisen param eterisan im portantquantity as

itdescribesthetherm oelasticbehaviourofm aterialsathigh pressuresand tem peratures.It

hasboth them icroscopic and m acroscopicde�nition,theform errelating to thevibrational

frequencies of atom s in a m aterial(Eq.1) while the latter, to fam iliar therm odynam ic

propertiessuch asheatcapacity and therm alexpansion. Unfortunately,the experim ental

determ ination ofi,de�ned ineitherway,isoftennotsoeasy,sincethem icroscopicde�nition

requiresa detailed knowledgeofthephonon dispersion spectrum ofa m aterial,whereasthe

m acroscopicde�nition callsforexperim entalm easurem entsoftherm odynam icpropertiesat

high pressuresand tem peratures.In thisperspective,theoreticalm odelcalculation m ay be

ofgreatrelief.

Figure 6 displaysourcalculated average i forvariousphonon energiesand in various

phases. It can be seen that below 10 m eV,there is a signi�cant num ber ofm odes with

negative Gr�uneisen param eterin phase Iaswellasphase IIa,while phase IIIm odeshave

allpositivei.

Thee�ectofpressureon thevolum ecoe�cientoftherm alexpansion(� V )can bestudied

through m odeGr�uneisen param eters(i)in theentire Brillouin zone.In thequasiharm onic

approxim ation,each phonon m odeofenergy Eicontributestothetherm alexpansion by way

of( 1

B V
)iCV i,whereCV i denotesthespeci�c heat(atconstantvolum e)contribution ofthe

ith m odeand V thelatticevolum e.Thisproceduresuitswellto theam bientuoroscheelite

system becauseexplicitanharm onicity,which arisesm ainly outoftherm alam plitudesisnot

very signi�cant[5]com pared to the im plicit e�ect that involves phonon frequency change

with volum e(asobtained from i).

Figure 7(a)dem onstrates the variation of�V asa function oftem perature. Itisalso

apparentthatthescheeliteaswellastheinitialhigh-pressurephaseofLiYF4 havenegative

therm alexpansion in the low tem perature lim it (below 100 K).The reason m ay be that
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i haslarge negative valuesforphononsbelow 10 m eV in these two phases. However,the

third phasehasnosuch anom aly,again becauseithasallpositivegam m asforphononsofall

energies(Fig.6).Further,thecontributionsto �V from phononsofdi�erentenergies(cor-

responding to variousphasesofLiYF4)aredisplayed in Figs.7(b),(c)and (d)respectively.

W e observe thatatlow tem peratures(e.g. 20 K),contribution ofm odesupto 10 m eV are

quite signi�cantto �V ,butastem perature isincreased (e.g.300 K)higherenergy m odes

getm orepopulated and hence,contributein a largeway to thevolum etherm alexpansion.

C . M ean squared displacem ents and therm alanisotropy

In orderto gain som einsightoverhow thephononsofvariousenergiesarepolarized in

variousphasesofLiYF4,weplotin Figure8thepartialcontributionsofthesephononstothe

m ean squared therm alam plitudeoftheconstituentatom s.Them ean squared displacem ent

ofatom k along � direction isgiven by

U��(k;T)=



u
2

k�

�

T
= A

�h

m k

1Z

0

(n + 1=2)

!
gk�(!)d!; (2)

wheren =
�

exp
�
�h!

K T

�

� 1
�
� 1

;gk�(!)isthepartialdensity ofstatesassociated with an atom

k whosem assism k;A isthenorm alization constantsuch that
R

gk�(!)d! = 1.AsFigure8

suggests,the m odesatvery low energiesinvolve equaldisplacem entsofallthe atom sthat

correspond to theacousticm odes.Interestingly,between 2and 9m eV,Y and F atom shave

largeram plitudesthan whatrelatively light-weightLiatom spossess.Itm ay benoted that

thebasicstructure(scheelite)ofLiYF4 com prisesa pairofstrongly bonded LiF4 tetrahedra

and looselybonded YF8 polyhedra[10].Largeram plitudesofF atom sin the�rsttwophases

m ark thepresence oflibrationsoftheLiF4 tetrahedra.

Ourcalculated valuesofequivalentisotropictherm alparam etersforLi,Y and F atom s

in theam bient(i.e.P=0)scheelitephaseofLiYF4 arefound to be17,9 and 14 � 10� 2�A 2

as against the respective experim ental[15]values of20,10 and 17 � 10� 2�A 2. A detailed

com parison ofthe anisotropic therm alparam eters (U ��)atdi�erent tem peratures am ong

thedi�erentphasesofLiYF 4 isfurthergiven in TableII.Itm ay beinteresting to notethat

while Y and F atom shave com parable atom ic displacem ents along the three directonsin

allthe high-pressure phasesofLiYF4,Liatom s,in contrast,show largeranisotropy along
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thez direction in phaseI,along they direction in phaseIIand again along thez direction

in phaseIII.

D . Free energy and phase stability

A P-T phase diagram generally portraysvariousequilibrium phases atconstanttem -

perature (T)and pressure (P)with the lowestGibbsfree energy (G).From phonon calcu-

lations,thetem peraturedependentvibrationalfreeenergy atvarioushydrostaticpressures

forvariousphasesofLiYF4 can be estim ated in the quasiharm onic approxim ation. Ther-

m odynam ically,wem ay write[16]

G n(P;T)= Un � TSn + PVn (3)

where U n,Sn and V n referrespectively to the internalenergy,the vibrationalentropy and

the lattice volum e ofthe nth phase. This free energy can be expressed as the sum total

ofcon�gurationalcontributions(G config
n ) and vibrationalcontributions(G vib

n ). The form er

accountform ean atom ic positionswhile the latteraccountforvibrationsaboutthe m ean

position.Som etim es,depending on them aterialto bestudied,contributionsfrom m agnetic

e�ects(G m ag
n )and electronice�ects(G el

n )can also besigni�cant.However,sinceLiYF4 isan

insulatorin allthephasesbeing considered,wem ay usetheBorn-Oppenheim erapproxim a-

tion and thereforewem aynotexplicitlyconsidertheelectronicexcitations.Torepeatitonce

again,thelatticeexcitationsaretreated in thiswork within thequasiharm onicapproxim a-

tion wherethefullHam iltonian atagiven volum eisapproxim ated by aharm onicexpansion

aboutthe equilibrium atom ic positions,though anharm onic e�ects are also included to a

good extentthrough the im plicitvolum e dependence ofthe vibrationalfrequencies. Given

this,thevibrationalGibbsfreeenergy (G vib
n )isfound to besatisfyingly accurate.

To includevibrationale�ectsin thepresentphasediagram ,wehavecalculated dynam -

icalm atricesseparately foreach ofthethreephases(viz.I,IIaand III)atpressureintervals

of2 GPa on a 4� 4� 4 m esh in theirreducibleBrillouin zonecom prising 64 wave vectors.

In order to rationalize the behaviour ofthis dynam icalsim ulation,we calculate [17]the

enthalpy vs.pressurecurvesforallthethreeknown structuresofLiYF4 and noticethatthe

enthalpy changes(due to internalenergy and volum e)are predom inantin pressure-driven

transitionsoverfree energy changes(due to vibrationalenergy and entropy). Perhapsthis
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iswhy m ostofthe�rst-principlesphasediagram calculationsofpressure-driven phasetran-

sitions [18]do not include vibrationalentropies,though con�gurationalcontributions are

alwaystaken into account. The otherreason forthism ay be thatvibrationalentropy dif-

ferencesbetween phasesareassum ed to bequitesm allaswecom eacrossin thisparticular

casetoo.

The stability ofa crystalline phase is largely determ ined by the m inim ization ofthe

Gibbsfreeenergy [19]and itwould,hence,bequiteinteresting ifwecan com parethephase-

wise free energy. The outcom e isshown in Figure 9. W e note from Fig.9(a)thatat300

K the free energy plotofthe phase Ijoinssm oothly at6 GPa to thatofphase IIa,which

is consistent with the nature ofsecond order phase transition. Beyond 8 GPa,phase III

hasa lowerfree energy indicating the greaterstability ofthisphase and also the onsetof

a �rstorderphase transition from phase IIa to phase III.However,the transition pressure

as obtained through the M D sim ulations[8]is higher than 8 GPa due to hysteresis. W e

observe the greaterstability ofphase IIIathigh pressuresarisesprim arily due to itslower

volum e,whilethevibrationalenergy rem ainsalso lowerand theentropy becom eshigherin

phase IIIproviding an additionalstability. On the plotofdi�erencesin vibrationalGibbs

free energy (�G)asa function ofpressure at300 K,itisclearly seen thatG forphase III

is lower (above 8 GPa) than that for phase IIa. It is also observed (Fig.9(c)) that �G

between phaseIIaand phaseIIIstructuresdecreaseswith tem perature.Anotherinteresting

pointtonotefrom theplotsofrelativefreeenergy vs.tem perature(at8GPa)isthatin the

very low tem peratureregion (say,below 100 K),freeenergy di�erenceshowsan anom alous

behaviour.Thiscan beattributed tothefactthatthereisagreaterdensity oflow frequency

m odesin phaseIIa than in phaseIIIdueto thesoftphonon m odesin theform erphase.W e

getfurthersupportin thisregard from TableI,whereseveralvibrationalm odeshave been

com pared between phase IIa and phaseIII.Atlow tem peratures,these low frequenciesare

populated,thereby lowering thefreeenergy.

The above com parison ofthe Gibbsfree energiesin variousphaseseasily providesthe

phase diagram involving the �rstorderphase transitions. However,the second ordertran-

sitions and also kinetic e�ects such as hysteresis in the �rst order transitions are better

illustrated in m olecular dynam ics sim ulations. A com prehensive im pression ofthe phase

transitionsin LiYF4 isgiven in Fig.10 with increasing pressure and tem perature (see cap-
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tion ofFig.10).Itstrengthensourearlierobservation[8]thatphaseIIpossessestwodi�erent

space groups(viz. phase IIa: P21=c ;phase IIb: I2=a)existing in two di�erentrangesof

tem peraure.The low tem perature phaseIIa involvessm alldisplacem entsofsom eoftheF

atom sfrom theiridealpositions ofbody-centered sym m etry in phase IIb. The transition

IIa ! IIIoccursata m uch higherpressureof14 GPa than theequilibrium phaseboundary

at8 GPa due to hysteresisatthe tim e scale ofthe sim ulation and isfound irreversible on

releaseofpressure.

IV . C O N C LU SIO N S

W e have been able to dem onstrate how a conjugate lattice dynam ics - m olecular

dynam ics study can eventually lead one to calculate the vibrationalfree energy and other

essentialtherm odynam ic functions ofLiYF4 in allits available high-pressure phases from

them ereknowledgeofan interatom icpairpotential.Italso shedslighton theusefulunder-

standing ofsom e im portantphysicalpropertiesand phenom ena associated with the phase

equilibria.Finally,ourcalculated resultshavethepotentialingredientsto help analyzethe

experim entalinelasticscatteringdata,ifhigh-pressure(alongwith low tem perature)phonon

m easurem entsarecarried outin future,which could bea�rm ativeaswellasinterestingtoo.
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TABLE I:Com parison ofcalculated zone-center phonon frequencies between phase IIa (P= 13

G Pa)and phaseIII(P= 18 G Pa)ofLiYF4 atT= 0 K .

Long wavelength opticalphonon m odes(cm � 1)

A g Bg A u Bu

PhaseIIa PhaseIII PhaseIIa PhaseIII PhaseIIa PhaseIII PhaseIIa PhaseIII

18 92 115 127 0 0 0 0

95 107 162 151 80 82 0 0

155 151 193 165 87 128 115 142

166 175 217 200 185 156 152 183

178 214 227 250 196 206 199 195

215 225 260 277 266 268 220 205

286 271 293 314 293 298 277 230

303 313 316 316 310 299 304 259

324 317 336 398 343 352 310 278

334 363 369 404 358 356 315 337

371 377 384 417 408 382 345 368

413 410 438 431 434 436 370 383

429 436 461 447 455 463 388 410

435 443 496 476 463 473 437 435

473 463 507 478 495 497 477 495

506 481 531 509 514 539 494 526

546 562 577 614 578 623 553 552

565 575 584 640 610 643 572 556
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TABLE II:Calculated anisotropic therm alparam eters (in units of10� 4�A 2) for the constituent

atom satvarioustem peraturesof20 and 300 K associated with the three high-pressure phasesof

LiYF4.Itm ay benoted thatin thescheelitephase(I41=a,Z= 4),alltheF atom saresym m etrically

equivalent.See textforthe labeling ofx,y,z directions.

Species Tem perature Phase I(P= 4 G Pa) PhaseIIa (P= 13 G Pa) PhaseIII(P= 18 G Pa)

(K ) U xx U yy U zz U xx U yy U zz U xx U yy U zz

Li 20 63 63 88 54 72 60 58 64 85

300 137 137 224 98 144 109 95 114 189

Y 20 17 17 14 13 12 17 11 12 13

300 107 107 71 63 52 94 39 42 51

F(1) 20 41 41 40 36 36 36 29 28 42

300 154 154 124 108 103 112 70 130 106

F(2) 20 36 38 42 33 30 34

300 112 113 162 88 88 106

F(3) 20 36 36 38 31 36 31

300 110 108 121 78 78 106

F(4) 20 35 36 35 34 45 36

300 103 100 113 93 127 106
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Figure C aptions

FIG .1:CrystalstructuresofLiYF4 belonging to (a)phaseI,(b)phaseIIa,(c)phaseIIb and (d)

phaseIII.

FIG .2:Com parison ofphonon dispersion relationsalong the sam e high sym m etry direction of�

in thethreephasesofLiYF4 atrespectively 0,13 and 18 G Pa.Linesreferto ourcalculationswhile

sym bolsrepresentthe experim entaldata [2].

FIG .3:(a)Calculated phonon density ofstates,g(E),in thethreephasesofLiYF4 atrespectively

4,13 and 18 G Pa;(b)com parison ofg(E)in thetwo high-pressurephasesatthesam epressureof

13 G Pa.

FIG .4: Calculated partialdensity ofstates for the constituent atom s with contributions from

polarizationsalong three orthogonaldirectionsin the three phasesofLiYF4 atrespectively 4,13

and 18G Pa.SincephaseIisoftetragonalsym m etry,thecontributionsalongx and y directionsare

identicalforthisphase.Therelationship between theorthogonaldirectionsand thecrystallographic

axesisgiven in section IIC.

FIG .5: Calculated (a)heatcapacity (CP )and (b)Debye tem perature(�D )asa function oftem -

perature for the three phases ofLiYF4 at respectively 4,13 and 18 G Pa. The inset depicts the

di�erence ofC P (T)and CV (T)overthe sam e tem peratureregion.

FIG .6:Calculated average m ode G r�uneisen param eter(i)asa function ofphonon energy forthe

three phasesofLiYF4 atrespectively 4,13 and 18 G Pa.

FIG .7:Calculated volum etherm alexpansion coe�cient(� V )asa function oftem peratureforthe

threephasesofLiYF4 atrespectively 4,13 and 18 G Pa.(b),(c)and (d)dem onstratehow phonons

ofdi�erentenergies(in phase I,phase IIa and phase IIIrespectively)contribute to �V at20 and

300 K .

FIG .8:Calculated therm alm ean squared displacem ents(on a sem i-logarthm ic scale)ofthe con-

stituentatom sfor(a)phase I,(b)phase IIa and (c)phase IIIdue to phononsofvariousenergies

at300 K .Insetsin (a),(b)and (c)referto the sam e buton an expanded scale up to 10 m eV for

the respective phasesofLiYF4 at4,13 and 18 G Pa. Itm ay be noted thatin phasesIIa and III,

there are foursym m etrically di�erentF atom s,however,only the average contributionsofallthe

F atom sareshown here.
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