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Abstract

The heavy ferm ion system CeCu6� xAgx is studied at its antiferrom agnetic quantum critical

point,xc = 0:2,by low tem perature(T � 50 m K )speci�cheat,C (T),and volum etherm alexpan-

sion,�(T),m easurem ents. W hereasC=T / log(T0=T)would be com patible with the predictions

of the itinerant spin-density-wave (SDW ) theory for two-dim ensionalcritical spin uctuations,

�(T)=T and theG r�uneisen ratio,�(T)/ �=C ,divergem uch weakerthan expected,in strong con-

trastto thism odel.Both C and �,plotted asa function ofthereduced tem peraturet= T=T0 with

T0 = 4:6 K are sim ilarto whatwasobserved forYbRh2(Si0:95G e0:05)2 (T0 = 23:3 K )indicating a

striking discrepancy to theSDW prediction in both system s.

PACS num bers:71.10.HF,71.27.+ a
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The nature ofthe quantum criticalpoint (QCP) at which long-range m agnetic order

gradually developsin heavy-ferm ion (HF)system shasbeen the focusofresearch activities

duringpastyears[1].In param agneticsystem slikeCeCu6,aFerm isurfaceform ed by heavy

quasiparticleshasbeen detected,indicating an itinerant4f-electron state [2]. The central

question ishow these heavy quasiparticles evolve ifthese m aterialsare tuned into a long-

rangem agneticallyordered state.In thetraditionalpicture[3,4,5],thequasiparticlesretain

theiritinerantcharacterandform aspin-densitywave(SDW )typeofantiferrom agnetic(AF)

ordering.ForthisHertz-M illis-M oriya theory,in thefollowing refered asitinerantscenario,

a m ean-�eld typeofquantum criticalbehaviorarises.Recentexperim entshaveshown that

at least in som e HF system s this picture fails [6,7]. Consequently,a new type ofQCP

hasbeen proposed atwhich thequasiparticlesbreak-up into theircom ponents:conduction

electronsand local4f-m om entsform ing m agneticorder.Thislocally-criticalscenario arises

dueto thedestruction oftheKondo resonanceattheQCP [8,9].

In CeCu6,the weakening ofthe 4f-conduction electron hybridization,J,induced by a

lattice expansion in CeCu6� xM x with M =Au (xc = 0:1) [10],Ag (xc = 0:2) [11,12],Pd

(xc = 0:05)and Pt(xc = 0:1)[13]drivesthesystem ata criticalconcentration xc towardsa

QCP beyond which long-rangeAF orderappears.Rem arkably,thenon-Ferm iliquid (NFL)

behaviorobserved atthe respective xc in the di�erent system s doesnotdepend on which

dopand M hasbeen used [13].In fact,thespeci�cheatcoe�cientofallofthesedi�erentsys-

tem sisvery sim ilar(within � 10% below 3 K)and showsa characteristicC=T / log(T0=T)

dependence over nearly two decades in T down to 50 m K.Thus,a com m on origin ofthe

quantum criticalstate at x = xc forthe di�erent system s CeCu6� xM x is likely. The log-

arithm ic divergence ofthe quasiparticle m asswould only be com patible with the itinerant

scenario ifstrongly anisotropic,two-dim ensional(2D)criticalspin uctuationswould lead

to singularscattering atthe whole Ferm isurface [14]. Indeed,inelastic neutron scattering

experim entson CeCu5:9Au0:1,revealed rod-likestructuresofhigh intensity in q-spacetrans-

lating to quasi-2D uctuations in realspace [15]. The 2D SDW picture,however,cannot

explain thatboth atand faraway from thewavevectorofthenearby AF ordertheneutron

and m agnetization data exhibitE =T and B =T scaling with an anom alousexponent�< 1

[6].Them om entum independence in thecriticalresponse led to theproposaloflocalcriti-

cality [6,8,9]. So faritisnotclear,which kind ofm assdivergence would occurin such a

scenario. Atthe AF QCP in YbRh2(Si0:95Ge0:05)2 a strongerthan logarithm ic m assdiver-
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gencehasbeen observed atvery low tem peratures,incom patiblewith theitinerantscenario

[7].Furtherm ore,localm om entshavebeen detected in thelow-frequency bulk susceptibility

[7],aswellasin m icroscopic m agnetic m easurem ents[16,17],indicating localcriticality in

thissystem .Com paring thetitle Ce system with thisYb system ,two im portantquestions

arise:i)istherea sim ilardiscrepancy in therm odynam icpropertieswith respectto thepre-

dictionsoftheitinerantscenario fortheCesystem asfound [7]forYbRh2(Si0:95Ge0:05)2 and

ii)do both m aterialsshow sim ilarm assdivergences? ThisLetteraddressesthesequestions.

Veryrecently,ithasbeenshownthatthetherm alexpansion,�= V � 1(dV=dT)(V :sam ple

volum e),com pared to thespeci�c heat,behaviorism uch m oresingularin theapproach to

theQCP.Com plem entary tothespeci�cheat,beingrelated tothetem peraturedependence

ofthe entropy,the therm alexpansion probesthe pressure dependence ofthe entropy and

thusshould becom e singularin the approach ofa (pressure-driven) QCP.Scaling analysis

[18]revealed thatthe Gr�uneisen ratio � / �=C can be used asa highly sensitive probe of

quantum criticality because it has to diverge at any QCP.The criticalexponent � in the

divergence � / 1=T � isgiven by �= 1=�z with �,the criticalexponentforthe correlation

length,� / jrj� (r:distance from the QCP)and z,the dynam icalcriticalexponentin the

divergenceofthecorrelation tim e,�c / �z [18].Fora3D AF QCP [19]theitinerantscenario

predicts�= 1=2 and z = 2 yielding �= 1.Thusa study oftheGr�uneisen ratio can serveas

a basisfora detailed assessm entofthevalidity oftheSDW picturein di�erentsystem s.

The �rst-ever observation ofa Gr�uneisen ratio divergence has been m ade on the two

HF system s CeNi2Ge2 and YbRh2(Si0:95Ge0:05)2,both located at AF QCPs [20]. For the

form er system � = 1 has been found within 50 m K � T � 3 K in accordance with the

itinerant scenario. For YbRh2(Si0:95Ge0:05)2,on the other hand,the m easured Gr�uneisen

exponentisfractional: �= 0:7� 0:1 forT <
� 0:8 K [20]. Thiscannotbe explained by the

itineranttheory,butisqualitatively consistentwith thelocally quantum criticalpicture.As

thisscenario has�rstbeen proposed on thebasisoftheneutron scattering experim entson

CeCu6� xM x (M =Au)[6],itwould behighly desirable,to determ inethecriticalexponentof

theGr�uneisen ratio divergence in thissystem atthecriticalconcentration xc.

Below,we show �rstthatthe QCP in CeCu6� xAgx (xc = 0:2)isphenom enologically re-

lated tothatin CeCu6� xAux (xc = 0:1)and afterwardsinvestigatethenatureofthisQCP by

m eansofa Gr�uneisen analysis.Polycrystallinesam plesofCeCu6� xAgx with 0:09� x � 1:2

wereprepared viaarcm eltingtogetherstoichiom etricam ountsofhigh-purityelem entsunder
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puri�ed argon atm osphere[12,21,22].They wereanalyzed by X-ray powderdi�raction and

found to besinglephaseand with theproperorthorhom bicstructure.In contrasttotheAu

system where forx � 1 only one ofthe �ve di�erentCu sitesisoccupied by the dopand,

theAg atom sarerandom ly distributed on allCu sites[21].Thelinearenhancem entofthe

b-and c-lattice param eters is observed to be ofsim ilar size asin the Au system . On the

otherhand,atx = 1 the a-param eterenhancem ent is4% largercom pared to thatin the

Au system .Speci�c heatand therm alexpansion m easurem entswere perform ed in dilution

refrigeratorswith theaid ofatherm alrelaxation calorim eter[12]and capacitivedilatom eter

[20],respectively.

Figure1 displaysthelow-tem peraturespeci�c heatdivided by tem perature,C(T)=T,of

variousCeCu6� xAgx sam pleson a logarithm ic tem perature scale. Long-range AF orderis

observed forx � 0:3 and ism anifested by broadened jum psin C(T)=T. The insetshows

TN (x)asdeterm ined by (entropy-conserving)equalareasconstructionsand the m axim um

ofthe derivative d�(T)=dT in corresponding electricalresistivity m easurem ents [21]. Ex-

trapolation ofTN to zero tem perature yieldsa criticalconcentration xc = 0:2. Thisvalue

isin accordance with the extrapolation ofthe entropy atthe AF phase transition,S(TN ),

m easuring thesizeoftheordered m om ent,towardszero.Thus,thecriticalconcentration is

twiceaslargeasin thecaseoftheCeCu6� xAux system although therelativevolum eexpan-

sion by Ag doping isslightly largerasin theAu case.Itisunlikely thatthelargervalueof

xc iscaused by strongersite disorderin the Ag system . Anotherpossibility isthatthe Ag

ionsadopta di�erent valence state than the Au ions[21]. Asthe volum e ofAg1+ ionsis

largerthan thatofAu2+ ionsthiswould explain therelatively largervolum e expansion for

Ag,com pared to Au.Furtherm ore,a change in theelectronic con�guration m ightincrease

the density ofstatesatthe Ferm ilevel. Thiswould e�ectively enhance J and stabilize the

param agneticground stateleading to a higherxc fortheAg system [21].

FortheCeCu5:8Ag0:2 sam plewhich islocatedrightattheQCP,thespeci�cheatcoe�cient

isvery sim ilarto thatin CeCu5:9Au0:1 and,atzero m agnetic �eld,divergeslogarithm ically

between 50 m K and 2.5 K (Figure 2a). The application ofm agnetic �elds leads to the

recovery ofLandau Ferm i-liquid behavior,C=T = (B ),atlowesttem peraturesasobserved

in m any otherNFL system s[1].W eobserve a logarithm icdivergence (B )/ � logB (not

shown)which representsa clearsignature ofa QCP atB = 0. The zero-�eld tem perature

dependence,aswellasthe�eld dependenceof(B ),assum ing a linearrelation between the
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m agnetic�eld and thecontrolparam eter,would becom patiblewith theitineranttheory for

an AF QCP,ifoneassum estruely 2D criticalspin uctuations.

W enow turn to thetherm alexpansion,m easured along threeperpendicularorientations

on the sam e polycrystalstudied by speci�c heat (Figure 2b). The observed anisotropy

is caused by the texture ofthe polycrystalline sam ple. The volum e expansion coe�cient

� is given by the sum of the three linear expansion coe�cients � i allshowing a sim i-

lar tem perature dependence. Upon cooling to the lowest tem peratures,�(T)=T increases

strongly and diverges logarithm ically for T � 0:8 K.Although the observed �=T diver-

gence is steeper than in C=T, indicating that the NFL behavior is caused by a QCP,

it is m uch weaker than the tem perature dependence expected in the 2D-SDW scenario,

�(T)=T = a0 + a1=T + a2=T loglog(T0=T)[18].

Figure3displaysthetem peraturedependenceoftheGr�uneisenratio�(T)calculated from

thespeci�c heatand therm alexpansion data shown in Figure2.In theentiretem perature

range,the divergence isweakerthan � / 1=T and thusincom patible with the predictions

ofthe itinerantscenario forboth 3D or2D criticalspin uctuations[18]. Asshown in the

inset,�(T)roughly followsa logarithm icincreaseupon cooling from below 1 K.

In the lastpartofthispaper,we com pare the NFL behaviorin CeCu5:8Ag0:2 with that

observed in YbRh2(Si0:95Ge0:05)2 [7,20].Asdiscussed by Serenietal.[24]fora substantial

num berofHF system slocated nearthem agneticinstability thelogarithm icincreaseofthe

speci�c heat coe�cient C=T involves a sim ilar am ount ofentropy (about 55% ofR ln2).

On a reduced tem perature scale t = T=T0,where the spin-uctuation tem perature T0 is

assum ed to be close to the Kondo tem perature TK determ ined, e.g. from the residual

quasielasticneutron linewidth,thespeci�cheatcoe�cientisdescribed by C=t= �D logt+

E T0 with D = 7:2 Jm ol� 1K � 1 [24].Heretheparam eterE issm allornegligibleforsystem s

showing alow Kondotem peratureaswellasexcited crystalelectric�eld statesthatarewell

separated from the ground state. In Figure 4,we show that our speci�c heat data agree

perfectly with the scaling function using T0 = 4:6 K (see straight line). Sim ilar scaling

behaviorhasbeen reported forthe CeCu6� xAux seriesaswell[24]. The speci�c heatdata

ofYbRh2(Si0:95Ge0:05)2 collapse fort� 0:01 on the scaling function with T0 = 23:3 K (see

Figure4).Indeed,thisvalueagreeswellwith thesingle-ion Kondo tem peratureTK � 25 K

forthissystem [7].Fort< 0:01 thespeci�cheatcoe�cientofYbRh 2(Si0:95Ge0:05)2 showsa

pronounced upturn thatisnota precursorofthetiny AF orderatTN = 20 m K [7].Above
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50 m K,thezero-�eld data ofboth speci�cheatand therm alexpansion areidenticalto their

counterparts at the critical�eld B c = 0:027 T [20]. Since the stronger than logarithm ic

m assdivergence in thiscom pound isatstrong variance to the predictionsofthe itinerant

m odel,itwould be highly desirable to probe the speci�c heatofthe Ce-based system s at

t� 0:01.ForCeCu5:8Ag0:2,thiscorrespondsto thetem peraturerangebelow 50 m K which

has,unfortunately,notbeen investigated so far.

Finally,we turn to the scaling behaviorobserved in the therm alexpansion. In contrast

to thespeci�c heat,thetherm alexpansion ofCeCu5:8Ag0:2 deviatesstrongly from thepre-

dictionsoftheitineranttheory forT � 50 m K.In Figure5 wedem onstratethat,using the

sam eT0 valuesobtained from thespeci�cheatscaling,thetherm alexpansion showsscaling

behavior forboth system s aswell. As m entioned before,the SDW theory in the 2D case

would predict a very strong divergence �=T / T � 1loglogT. By contrast,a logarithm ic

increase is observed upon cooling over m ore than one decade in t for 0:015 <
� t <� 0:25,

followed by a 1=tdivergence in the Yb system . Already the weak logarithm ic divergence

above0:015trulesoutthe2D SDW scenario fortheQCP in both system s.

In sum m ary,the therm odynam ic behaviorin CeCu5:8Ag0:2,which islocated rightatan

AF QCP,hasbeen studied by m easurem entsofthespeci�cheatand thetherm alexpansion.

The observed logarithm ic tem perature dependence ofC=T would be com patible with the

itineranttheory assum ing thepresenceof2D criticalspinuctuations.Such a scenario,can

howeverclearly beexcluded from theanalysisofthetherm alexpansion and Gr�uneisen ratio

data.Both propertiesdivergetowardszero tem peraturem uch weakerthan predicted by the

itineranttheory.Onthereduced tem peraturescaleT=T0,with T0 � TK ,theKondotem pera-

ture,one�ndsuniversalbehaviorin thetherm odynam icpropertiesofboth CeCu5:8Ag0:2 and

YbRh2(Si0:95Ge0:05)2 forwhich latterm ateriala locally criticalQCP had been highlighted

recently [7,17,20].
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FIG .1:Speci�cheatasC=T vsT (on a logarithm icscale)fordi�erentCeCu6� xAgx polycrystals.

Insetshowsevolution ofantiferrom agnetic phase transition tem perature TN vsx asderived from

speci�cheat(squares:thisstudy,circles[11])and electricalresistivity (triangles[21])results.
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FIG .2: (a) Electronic speci�c heat ofCeCu5:8Ag0:2 as Cel=T vs T (on a logarithm ic scale) for

B = 0 and di�ering m agnetic �elds.AtB > 0,C elisobtained aftersubtraction oftheCu nuclear

speci�c heat contribution C n / B
2
=T

2 [21]. (b) Volum e therm alexpansion coe�cient � ofthe

sam e sam ple studied in (a)as �=T vslogT. � = �1 + �2 + �3 with �i being the lineartherm al

expansion coe�cientsalong the three perpendiculardirectionsofthe sam ple. Solid linesindicate

logarithm ic tem peraturedependencesin Cel(T)=T and �(T)=T.
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