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Spin-orbit induced m ixed-spin ground state in RN iO 3 perovskites probed by X A S:

new insight into the m etalto insulator transition
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W e reporton a NiL2;3 edgesx-ray absorption spectroscopy (XAS)study in R NiO 3 perovskites.

These com pounds exhibit a m etalto insulator (M I) transition as tem perature decreases. The L3

edge presentsa clear splitting in the insulating state,associated to a lesshybridized ground state.

Using chargetransferm ultipletcalculations,weestablish theim portanceofthecrystal�eld and 3d

spin-orbit coupling to create a m ixed-spin ground state. W e explain the M I transition in R NiO 3

perovskitesin term sofm odi�cationsin theNi
3+

crystal�eld splitting thatinducesa spin transition

from an essentially low-spin (LS)to a m ixed-spin state.

PACS num bers:61.10.H t,71.30.+ h,75.10.D g,75.25.+ z

K eywords:x-ray absorption spectroscopy,X A S,m etal-insulatortransition,charge transfer m ultiplettheory

Rare-earth nickelperovskites(RNiO 3,R= rare earth)

present a sharp well-de�ned m etal to insulator (M I)

transition as tem perature decreases1. The transition

tem perature, TM I, increases with reducing the R ion

size, which determ ines the degree of distortion of the

structure2.Itwasproposed thatthe gap opening would

be due to a sm aller Ni-O -Nisuperexchange angle lead-

ing to a reduction of the bandwidth3. However,non-

negligible electron-phonon interactions4 and a shift in

TM I with oxygen isotopesubstitution
5 evidenced theim -

portanceofm odi�cationsin Ni-O interatom icdistances,

suggesting a phonon assisted m echanism for conduc-

tion.Astem peraturedecreases,thesenickelatesundergo

a m agnetic transition to an unusualantiferrom agnetic

order6,7,8. The m agnetic arrangem entfor the lighter R

com pounds(R= Pr,Nd,Sm ,Eu)wasre�ned with a sin-

gleNim om ent(0.9�B )and required non-equivalentcou-

plings am ong Niionsto stabilize the structure6,7. This

isa quiteunusualsituation in an orthorhom biccrystallo-

graphicstructure whose Nisitesareallequivalent2.For

the heavier R com pounds, Alonso et al.
8,9 established

a m onoclinic distortion in the crystallographicstructure

leading to two di�erentNisiteswith longerand shorter

Ni-O distancesalternating along thethreeaxis.Thean-

tiferrom agnetic structure wasexplained by a charge or-

deringde�ned am ongthedi�erentNisites,each onewith

di�erentm agneticm om ents(1.4and 0.7�B forYNiO 3)
8.

M orerecently,som e evidencesthatthe low tem perature

distortion is shared by allm em bers ofthe RNiO 3 fam -

ily were reported10. Concerning the Nilocalstructure,

ourrecentEXAFS resultsdem onstrated theexistenceof

twodi�erentNisitesin allRNiO 3 com pounds,regardless

theirlong-rangecrystallographicstructure11,12.

From spectroscopic data together with con�guration

interaction calculations,M izokawaetal.13 established for

PrNiO 3 at room tem perature a m etallic ground state

com posed of 34% 3d7+ 56% 3d8L+ 10% 3d9L2, where L

standsfora ligand hole.O wing to thehigh degreeofhy-

bridization in the ground state,with hole-transferfrom

Ni3d to O 2p orbitals,thesecom poundshavebeen classi-

�ed asself-doped M ottinsulators14.Such am ixed m etal-

licground state,m ostly 3d8L,iscom patiblewith a Ni3+

low-spin con�guration, because the am ount of charge

transferforparallelspin alm ostequalsthatforantipar-

allelspin13.However,thespectralshapein RNiO 3 com -

pounds is very sensitive to the transition from m etallic

to insulating states15 and a com plete description ofthe

spin degree offreedom rem ains to be given. As in re-

centoutcom eson Co3+ oxides16,17,whereunconventional

spin statesexistdue to the com petition between crystal

�eld splitting and e�ective 3d exchange interaction,as-

signm entsm adeso faraboutNi3+ in RNiO 3 com pounds

haveto be reexam ined.

W e report here NiL-edge absorption m easurem ents,

which probesdirectly theavailableNi3d states,together

with chargetransferm ultipletcalculations.W eestablish

theim portanceofthecrystal�eld and 3d spin-orbit(l� s)
couplingtocreateam ixed-spin ground state.W eexplain

theM Itransition in RNiO 3 perovskitesin term sofm od-

i�cationsin theNi3+ crystal�eld splitting thatlocalizes

the electronic states and induces a spin transition from

an essentially low-spin (LS)to a m ixed-spin state,with

a quite largecontribution from a high-spin (HS)state.

Soft x-ray absorption m easurem ents at the Ni L2;3
edges were carried out at the SG M beam line ofLNLS,

Brazil,using a sphericalgrating m onochrom atorwith an

http://arxiv.org/abs/cond-mat/0412276v1
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Figure 1:NiL2;3 edge spectra at300K forPrNiO 3,NdNiO 3,

EuNiO 3,YNiO 3 and LuNiO 3,whose T M I are 130,200,462,

582and 599K ,respectively.Inset:L3 edgespectraforPrNiO 3

at300K (solid line)and at96K (open circles).

energy resolution of0.8eV at845eV.Data werecollected

at300K and 96K using a liquid nitrogen cold �nger.The

bulk polycrystalline RNiO 3 (R= Pr,Nd,Eu,Y and Lu)

sam pleswere obtained by a wet-chem istry technique,as

described elsewhere18. The experim entalspectra m ea-

sured at 300K for LuNiO 3, YNiO 3, EuNiO 3, NdNiO 3

and PrNiO 3 are shown in �gure 1. The M I transition

for these com pounds takes place at 599K ,582K ,460K ,

200K and 130K ,respectively9. At 300K ,NdNiO 3 and

PrNiO 3 areatthem etallicstatewhereastheothercom -

pounds are at the insulating state. For the insulators,

a clear splitting is observed at the L3 edge (� 854eV),
while forthe m etalsthissplitting isabsent. Di�erences

am ongspectram easured in thedi�erentelectronicstates

arealsonoticeableattheL2 edge(� 872eV).PrNiO 3 and

NdNiO 3 com poundsspectram easuredat96K ,when both

areinsulators,areanalogoustothoseofR= Eu,Y and Lu

at300K ,asshown by thesplitting attheL3 edgeforthe

PrNiO 3 com pound (inset �g.1). Such m odi�cations in

the experim entalspectra,unam biguously associated to

the M I transition,dem onstrate thatim portantchanges

take place at the Nilocalelectronic structure. As the

spectralshapedependsm ostly ifthecom pound ism etal

orinsulator,weconcludethattheshortrangescaleelec-

tronicstructureofallcom poundssharesacom m on basis.

To identify the electronic interactions accounting for

theexperim entaldata,chargetransfer(con�guration in-

teraction) m ultiplet (CTM )19,20 calculations were car-

ried out. The calculations take into account inter-

actions between three con�gurations, 3d7, 3d8L, and

3d9L2,in D 4h sym m etry. A seriesofcalculationsvary-

ing the crystal�eld splitting param eter 10D q,keeping

D s = 0:1eV , D t = 0:2eV �xed, is presented in �g-

ure 2. The con�guration interaction param eters are

� = 0:5eV , U dd � Upd = � 1eV and the transfer in-

tegrals T(B 1) = T(A 1) = 2T(B 2) = 2T(E ) = 2eV .

The calculationsm atching the bestwith the experim en-
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Figure2: CTM calculationsoftheNiL XAS spectra in D 4h

sym m etry. The value of10D q is varied between 2.3 eV (a)

and 1.8 eV (f),in stepsof0.1 eV.Theotherparam etersused

are described in the text.

talspectra for the m etallic com pounds are those with

10D q = 2:2eV .TheNi3+ m etallicground stateturnsout

to be com posed of49% 3d7+ 47% 3d8L+ 4% 3d9L2. The

relative proportions for the three con�gurations are in

reasonable agreem entwith those found by M izokawa et

al. for m etallic PrNiO 3
13. The slightdi�erence can be

partially ascribed to the way the ligand hole is treated

in the codes21. For the insulating com pounds, a very

good agreem entwith experim entsisachieved by decreas-

ing 10D q down to 2:0 or 1:9eV . Such a decrease in

10D q leadsto a lesshybridized ground statecom posed of

61% 3d7+ 37% 3d8L+ 2% 3d9L2.

Figure 3a shows the sim ulated spectrum for 10D q =

1:9eV taking into accountthe l� s coupling,asin �g.2e,

while �gure 3b shows the calculation without l� s cou-

pling. The e�ect on the spectralshape is rem arkable.

The ground state without l� s coupling is a HS state,

schem atically represented in �gure 3d. Figure 3c shows

a calculation withoutl� s coupling,butwhen the initial

state ofthe transition isthe �rstexcited state,which is

a LS state,schem atically represented in �gure 3e. The

energy di�erencebetween thesetwo statesisfound to be

� 0:1eV . Since the l� s coupling is ofthe sam e order,

the insulating ground state turns outto be a m ixing of

LS and HS states. In addition, the calculation ofthe

m etallic state (�g.2b) is quite sim ilar to that shown in

�g.3c,indicating that the LS state gives the m ain con-

tribution to them etallicground state.W econcludethat

theground statecom position isverysensitivetothespin-

orbit(l� s)coupling and thatm odi�cationsin thecrystal

�eld splitting (10D q)changethe relativecontribution of

both statesto the m ixed ground state.

Theground state(G S)can bedecom posed into di�er-

entsym m etriesthatarem ixed up by the l� s coupling:
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Figure 3: CTM calculations for 10D q = 1:9eV (a) with l�s
coupling,(b)withoutl�scouplingand (c)withoutl�scoupling
but with the initial state being the �rst excited state; (d)

Schem e ofHS -
4
E and (e)LS -

2
A 1 states.
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In this expression k + l+ m + n, k0+ l
0+ m

0 + n
0

and k00+ l
0+ m

00+ n
00 arethe num berofd holesin 3d7,

3d8L and 3d9L2 con�gurations,respectively.The�i,�j,

�p values can be obtained as described by W asinger et

al.
22.Thecontributionsofthese di�erentsym m etriesto

the ground state and to spin (Sz) and orbitalangular

(Lz)m om entsasfunction of10D q areshown in �gure4.

The labelsin �gure 4b referto the distribution ofthe d

holesam ong B 1,A 1,B 2 and E orbitals.Atthe m etallic

state,with 10D q = 2:2eV ,the ground state iscom posed

of� 38% B 1B 1A 1 (LS) and a sm allam ount (� 8% ) of
B 1A 1E (HS),the rest being charge transfer con�gura-

tions. This leads to a net spin m om ent Sz � 0:5, in

accordance with previous results that found a LS state

for the m etallic PrNiO 3
13. Despite ofthis strongly hy-

bridized ground state,the expected value forSz isclose

to the Ni3+ LS ionic value. The reason is essentially

due to the charge transfer con�gurations. The am ount

ofchargetransferwith spin up (Sz = 1 from B 1A 1L)is

com pensated by thatofspin down (Sz = 0from B 1B 1L).

Theground statetransition takesplaceat10D q = 2:1eV ,

where we obtain the sam e contributions forHS and LS

states,thatis,theground stateism adeof� 25% B 1A 1E

and of� 25% B 1B 1A 1.Thespin m om entassum esan in-

term ediate value Sz � 0:7.Atthe insulating state,with

10D q = 2:0eV ,the ground state is com posed of� 46%
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Figure 4: (a)Variation ofSz,Lz and (b)ground state com -

position as a function of10D q. The con�guration B 1B 1A 1

corresponds to the LS
2
A 1 state in �g.3e and the con�gura-

tion B 1A 1E corresponds to the HS
4
E state in �g.3d. The

otherscorrespond to charge transfercon�gurations.

B 1A 1E (HS)and asm allam ount(� 9% )ofB 1B 1A 1 (LS),

the com plem entcom ing from charge transfercon�gura-

tions. This leads to a net spin m om ent Sz � 1:0. The

m ixed-spin statearisesbecausethesecom poundsarebe-

tween the strong and weak �eld lim it and also due to

the strong hybridization that m ixes the Ni3d and O 2p

orbitals.In casetherewould beno chargetransferatall,

thehigh-spin tolow-spin transition would takeplaceover

a crystal�eld range oflessthan 0.1 eV.So,itisdue to

thestrong covalencethatthereisa gradualchangefrom

high-spin to low-spin ground state.

Forthe B 1B 1A 1 (LS)state,the electron com ing from

theO 2pligand band occupiestheB 1 orbital,eventhough

ithasa higherenergy than A 1,owing to the gain in ex-

changeenergy.So,B 1A 1L isthe m ostim portantcharge

transfercon�guration atthem etallicstate.O n theother

hand,fortheB 1A 1E (HS)state,theligand electron m ust

occupy an orbitalalready �lled and there is no gain in

exchange energy. In this case,the ligand electron occu-

piestheA 1 orbital,which islowerin energy than B 1 and

has a transfer integraltwice larger than for the E or-

bital.M oreover,the B 1B 1A 1 (LS)statehasallitsthree

holes in orbitals that have strong m ixing with the O 2p

ligand band (A 1 and B 1 com e from the eg orbitalin O h

sym m etry),whereas the B 1A 1E (HS) state has a m ore

localized holein an E orbitalthathaslesse�cientover-

lap with theO 2p ligand band.So,theincreaseoftheHS

com ponent in the ground state and the decrease ofthe

hybridization forsm aller10D q arerelated to each other.

Thephysicalreason fora sm aller10D q atthe insulat-
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ing state originatesin the coexistence oftwo nonequiv-

alent Nisites and overallincrease ofthe average Ni-O

bonding in all RNiO 3 com pounds2,8,9. Nonequivalent

Nisites coexist even at the m etallic state11,12 and are

com patible with a segregation into two phases,where a

m orelocalized electron phaseisem bedded in a conduct-

ing background23. The M I transition takes place with

the increase ofthe less hybridized phase related to the

other. Alonso etal.8 found forthe heavierRNiO 3 com -

pounds,by re�ning neutron di�raction data in them on-

oclinic sym m etry, an antiferrom agnetic structure com -

patible with two nonequivalent m om ents. The sm aller

and largerNisitesdisplay m agneticm om entsof0.7 and

1.4�B ,respectively. The valuesthatwe predicthere for

Sz arelargerbecausethespin m om entofthe3d elem ents

retain m ostoftheir isolated ion propertiesin x-ray ab-

sorption spectroscopy. O wing to the shorttim e scale in

XAS essentially allelectrons appear localized. Delocal-

ized electrons should reduce these values in the solid.

The sam e argum ent holds for the angular m om ent Lz,

which is norm ally quenched in these com pounds. Even

ifsom ewhatoverestim ated,ourpredictionsshow thatan

im portantparam etercontrolling the propertiesofthese

com poundsisthesm allsplittingin distances,which leads

to a di�erent crystal�eld in each site. For the lighter

RNiO 3 powdercom pounds,thelong rangestructurehas

always been re�ned using a single Nisite and for that

reason nosuch di�erentspin valueshavebeen found.Re-

cently,a m onoclinicdistortion wasobserved in thin �lm s

of NdNiO 3
24, questioning the orthorhom bic sym m etry

obtained previously by neutrons. O urresultsshow that

thelighterand heavierRNiO 3 com poundsarevery sim i-

larfrom thepointofview ofthelocalelectronicstructure.

Experim entalspectra look very sim ilarand depend only

ifthe com pound is insulator or m etal. So,we believe

that the sam e physics observed in the heavier RNiO 3

com poundsm ay be involved in the lighterones.

In conclusion, we presented experim ental evidences

of signi�cant changes in the local electronic structure

around Ni3+ in RNiO 3 com pounds.W ith thesupportof

charge transfer m ultiplet calculations,we showed that,

concom itantly with the m etalto insulator transition,a

decrease ofthe crystal�eld splitting leads to a ground

state transition from an essentially LS to a m ixed-spin

groundstate.Them ixed-spin groundstateispossiblebe-

causetheenergy separation between HS and LS statesis

ofthesam eorderofthespin-orbitcoupling.Thesm aller

hybridization,intrinsic to the HS state,givesan expla-

nation to the m ore localized characteratthe insulating

regim e. The existence ofa m ixed-spin state,involving

both LS and HS statesand also chargetransfercon�gu-

rations,shed new light in the understanding ofthe un-

usualantiferrom agneticorderobserved below TN ,which

isstillan open question.
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