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A bstract

Electronic structuresand opticalexcitationsin M �obiusconjugated polym ersare studied the-

oretically. Periodic and M �obius boundary conditions are applied to the tight binding m odel

ofpoly(para-phenylene),taking exciton e�ectsinto account.W ediscussthatoligom erswith a

few structuralunitsarem oree�ectivethan polym ersforobservationsofe�ectsofdiscretewave

num bers thatare shifted by the change in boundary condition. Next,calculations ofoptical

absorption spectra arereported.Certain com ponentsofopticalabsorption foran electric�eld

perpendicularto the polym eraxism ix with absorption spectra foran electric �eld parallelto

thepolym eraxis.Therefore,thepolarization dependencesofan electric�eld oflightenableus

to detectwhetherconjugated polym ershavetheM �obiusboundary.

KEYW ORDS:M �obiusconjugated polym ers,topologicalm aterials,opticalexcitations,theory

�E-m ailaddress:k.harigaya@aist.go.jp;URL:http://staff.aist.go.jp/k.harigaya/

yCorresponding address

{ 1 {

http://arxiv.org/abs/cond-mat/0412309v1


Recently,low-dim ensionalm aterialswith peculiarboundary conditions,i.e.,M �obiusbound-

arieshavebeen synthesized:they areNbSe3 (ref.1)and arom atichydrocarbons
2),forexam ple.

A M �obius strip consists ofone surface that does not have the di�erence between the outer

and innersurfaces. The orbitalsofelectrons are twisted while traveling along the strip axis,

and electronic states can be treated with antiperiodic boundary conditions m athem atically.

Even though thepresenceoftwisted �-electron system shasbeen predicted theoretically about

forty yearsago,3) structuralperturbationsduetotopologicalcharactersm ightresultin physical

properties,thusintensive investigationsarebeing perform ed experim entally and theoretically.

In a theoreticalviewpoint, we have studied boundary condition e�ects in nanographite

system s where carbon atom s are arrayed in a one-dim ensionalshape with zigzag edges.4�6)

Dueto thepresence ofa M �obiusboundary,m agneticdom ain wallstatesand helicalm agnetic

ordersarerealized in spin alignm ents,and a dom ain wallalso appearsin charge density wave

states.Such abundantpropertieshavebeen experim entally observed by theiruniquem agnetic

properties.7;8)

In thispaper,we investigate anothercandidatefortwisted �-electron system s:conjugated

polym ers. W e choose poly(para-phenylene) (PPP) as a m odelm aterialofconjugated poly-

m ers. The structure ofPPP isshown in Fig. 1. Opticalexcitationsin periodic system shave

been previously studied using a tightbinding m odelwith long-rangeCoulom b interactionsfor

poly(para-phenylenevinylene) (PPV),9) PPP,and so forth.10) Exciton e�ectshave been taken

into account by the con�guration interaction m ethod. Here,we study opticalexcitations in

M �obius PPP strips. W e expect thatsuch predictive studiesofelectronic propertieswillpro-

m otethesynthesisofm aterialswith uniquegeom etries.

W ewilldiscussthatoligom erswith a few structuralunitsarem oree�ectivethan polym ers

form easurem ents ofe�ectsofdiscrete wave num bers thatare shifted from those ofthe peri-

odic boundary by the M �obiusboundary. W hen ring-shaped oligom ers11;12) are converted into

M �obiusoligom ers,such e�ectscould beobserved by experim ents.Nextwewillcalculateoptical

absorption spectra forthe periodic [Fig. 2(a)],M �obius[Figs. 2(b)and 2(c)]PPP strips. W e
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considertwo casesofgeom etriesforthe M �obiusstrips: (I)the twistofthe bondsisspatially

uniform ,asshown schem atically in Fig.2(b),and (II)twistpositionsarespatially lim ited with

respectto thedim ensionsoftheentirestrip,asshown in Fig.2(c).W ewillrevealthatcertain

com ponents ofopticalabsorption foran electric �eld perpendicular to the polym er axis m ix

with absorption spectra foran electric �eld parallelto thepolym eraxis.The polarization de-

pendencesofan electric�eld oflightenableustodetectwhetherconjugated polym ershavethe

M �obiusboundary.Thedependenceson thegeom etriesoftheM �obiusstripsarealso reported.

W econsideropticalexcitationsin PPP using a m odel9) with electron-phonon and electron-

electron interactions.Them odelisshown below:

H = H pol+ H int; (1)

H pol = �
X
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2
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y
2
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j;�cj;� � nel): (3)

In eq. (1),the �rst term H pol is the tight binding m odelalong the polym er backbone with

electron-phonon interactions,which couple�-electronswith m odulation m odesofbond lengths,

and the second term H int isthe Coulom b interaction potentialam ong �-electrons.In eq.(2),

t (> 0) is the hopping integralbetween the nearest neighbor ith and jth sites in an ideal

system withoutbond alternations;� istheelectron-phonon coupling constantthatm odulates

thehoppingintegrallinearly with respecttothebond variableyi;j thatm easuresthem agnitude

ofthe alternation ofthe bond hi;ji;yi;j > 0 forlong bondsand yi;j < 0 forshortbonds(the

average ofyi;j istaken to bezero);K isthe harm onic spring constantforyi;j;and the sum is

taken overpairsofneighboring atom s.Equation (3)indicatestheCoulom b interaction am ong

electrons.Here,nelistheaveragenum berofelectronspersite;ri;j isthedistancebetween the

ith and jth sites;and W (r)= 1=
q

(1=U)2 + (r=aV )2 istheparam etrized Ohno potential.The

quantity W (0)= U isthestrength oftheon-siteinteraction;V isthestrength ofthelong-range

part(W (r)� aV=r in thelim itr� a);and a isthem ean bond length.
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Electron-phonon interactionsare treated by classicalapproxim ation with com plete lattice

relaxation asin ref.9.Excitation wavefunctionsofan electron-holepairarecalculated by the

Hartree-Fockapproxim ation followed bythesingle-excitation con�guration interaction m ethod.

Thism ethod,which isappropriateforcasesofm oderateCoulom b interactions,thatis,strengths

between negligibleandstrongCoulom binteractions,isknownastheinterm ediateexcitontheory

used in ref.9.W ewritesingletelectron-holeexcitationsasj�;�i= (1=
p
2)(c

y

�;"c�;"� c
y

�;#c�;#)jgi;

where � and � are unoccupied and occupied states,respectively,and jgiisthe Hartree-Fock

ground state.Thegeneralexpression ofthe�th opticalexcitation isj�i=
P

(�;�) D �;(�;�) j�;�i.

The opticalabsorption spectrum �(!)iscalculated using these excitationsforl= x;y;z po-

larizations:�(!)=
P

� E �L(! � E�)hgjlj�ih�jljgi,whereE � istheopticalexcitation energy of

thestatej�iand L(!)istheLorentzian function L(!)= =[�(!2 + 2)].

Thedi�erencebetween theperiodicand M �obiusboundary conditionsisregarded asdueto

the addition ofantiperiodicity. As wellknown in the textbook ofcondensed m atter physics,

theallowed wavenum bersaredi�erentbetween periodicand antiperiodicboundary conditions.

Because the allowed states in the wave num ber space are densely populated in a su�ciently

long polym er,the e�ects ofthe boundary condition di�erence are too sm allto be observed.

However,inoligom erswith afew phenylrings,theallowed statesaresosparselydistributed that

the boundary condition e�ects could be m easured. The recent synthesis ofM �obius arom atic

system s2) willprom otethesynthesisofM �obiuspolym ersin view ofthepresenceofm any types

ofring polym ers.11;12)

In thefollowing,wediscusstheselection rulesforthePPP case.Theelectronicstatesin the

wavenum berspaceareshown forthenum berofphenylsN = 5in Fig.3.Theelectronicstates

ofthe tight binding m odelwith the hopping integralt only are shown. The allowed states

for the periodic and antiperiodic boundary conditions are shown by �lled and open circles,

respectively.Theallowed wave num bersarek = j(2�=bN )forj= 0 to N � 1 in theextended

zone schem e forthe periodic boundary condition,b being the size ofthe unitcell. They are

k = (j+ 1=2)(2�=bN )forj= 0 to N � 1 in theM �obius(antiperiodic)boundary condition.If

{ 4 {



N isoftheordersofa few,theallowed wave num bersaresparsely distributed.Thechangein

thelowestopticaltransition energy around the�pointbetween thetwo boundary conditionsis

expected.However,thedistribution oftheallowed wavenum bersbecom esdenseasN increases.

Therefore,theexperim entalsynthesisoftheM �obiusoligom erswith a few phenylringswillbe

necessary form easuringthechangeofelectronicstructuresfrom thoseoftheperiodicoligom ers.

First,we discuss the opticalabsorption ofPPP forthe periodic boundary condition. As

in ref. 9,we use the following param eters: � = 2:59 t/�A,K = 26:6 t/�A 2,U = 2:5t,and

V = 1:3t,where theparam etersofthe dim ensionsofenergiesareshown in the unitoft.The

tactualvalue is2.3 eV forPPV (ref.9).Sim ilarm agnitudesare also expected forPPP.The

num berofphenylringsisN = 20.Figure2(a)showsthegeom etry ofthestrip with a periodic

PPP chain.Thecircle ofthepolym eraxisisassum ed to beplaced within thex-y plane.The

z-axisisperpendicularto thepolym eraxis.Figure4 showsthecalculated absorption with the

Lorentzian broadening  = 0:15t.Theunitoftheverticalaxisistaken to bearbitrary.

W hen an electric�eld oflightisparallelto thepolym eraxis[Fig.4(a)],thelowestoptical

excitationsappearatanenergyofabout1:4t.Theyareexcitationsbetween theextended states,

which arethestatesatthetop ofthevalenceband and thoseatthebottom oftheconduction

band in Fig. 3. O� course,the excitation energies calculated by taking exciton e�ects into

accountaredi�erentfrom thosein Fig.3,wheretheelectronicstatesofthefreeelectron m odel

aredisplayed.Thehigherfeatureat2:4tisdueto theopticalexcitationsbetween thelocalized

occupied and unoccupied orbitals.Thelocalized orbitalsareshown in Fig.3.W hen theelectric

�eld isperpendicularto thepolym eraxis[Fig.4(b)],theopticalexcitationsappearatenergies

largerthan 2:2t. They are excitationsbetween the extended statesand the localized orbitals.

Figure 4(c) shows the averaged spectrum with respect to the polarization oflight,i.e.,the

sum overx-,y-,and z-polarizations. The overallfeatureshave been observed experim entally.

For details,refer to previously published reports.9;10) In energies higher than � 3t,optical

excitationsincluding �-electronsm ix with absorption spectra.Such e�ectsrequirecalculations

with both �-and �-electrons.
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Next, we consider two M �obius boundary cases. The �rst case (I) is that ring torsions

uniform ly occur over a polym er with the torsion angle 	 = 180 �=N . Phenylrings helically

rotate along with the polym er. Figure 2(b) shows the geom etry ofthe polym er strip. The

polym eraxisisrepresented by a circlein thex-y planeasin theperiodicboundary case.The

plane ofthe PPP strip is along the x-axis where x > 0 and the polym er crosses the x-axis,

and the polym erplane isperpendicularto the x-axiswhere x < 0. W here the polym erstrip

crossesthe y-axis,the polym erplane leansby 45� within the y-z plane. The second case (II)

isthatthe twistdue to the M �obiusboundary islocalized am ong �ve phenylringswhere the

polym ercircle crossesthe x-axis. The geom etry isshown in Fig. 2(c). The twistangle from

the torsion istaken to be 	 = 30 � asa representative value. The m odulation ofthe hopping

integralby the torsion is taken into account by the replacem ent t� �y ) (t� �y)cos	,at

the bondswhere torsionsare present. Hereafter,the calculated absorption spectra are shown

forthe num berofphenylringsN = 20. The uniform torsion ofabout23� isnotconsidered,

because them odulation oftheoverallshapeoftheopticalspectra issm alleven ifweconsider

theuniform torsion to bezero.10)

In caseI,theplanethatincludesthepolym erisalm ostparalleltothex-y planein acertain

partofthe polym er. Thisoccursnearthe region where the polym ercrossesthe positive part

ofthe x-axis [Fig. 2(b)]. In this part,an alm ost perpendicular polarization is realized,and

thereforem ixingoftheabsorption duetothisperpendicularpolarization [Fig.4(b)]isexpected.

Figure5(a)showstheactualcalculation.Therearetwoweak featuresduetothem ixingam ong

the energies2:2tand 3:0t. There isno di�erence between the x-and y-polarizations,because

the system is uniform . On the other hand,the absorption ofthe perpendicular polarization

doesnotshow any polarization dependence [Fig.5(b)].

In caseII,thepolym erplanecan becom eparallelto thex-y planeattheregion where the

twist is present. This is the part where the polym er strip m eets the positive region ofthe

x-axis[Fig. 2(c)]. There isa nearly perpendicularpolarization in thisregion. The m ixing of

theperpendicularpolarization occursam ong theenergies3:0tasshown in Fig.6(a),wherethe

{ 6 {



electric�eld oflightisparallelto thex-axis.Forthecasethatthe�eld isalong they-axis,the

m ixing oftheperpendicularpolarization isvery weak becausethepresenceoftwistsisspatially

lim ited in theentiregeom etry ofthepolym erchain [Fig.6(b)].

Forthe �xed helicaltorsion angle 	 = 30 � and N = 6,casesIand IIare equivalent. As

N increases,di�erencesbetween thetwo M �obiusstructuresareexpected to bem oreapparent.

Therefore,theselection ruledi�erence in thewave num berspacewillbeeasierto beobserved

for short oligom ers. On the other hand,structure-dependent opticalabsorption willreect

whattypesofM �obiusringsareform ed in m orelong polym ersoroligom ers(N > 10).

In sum m ary,electronicstructuresand opticalexcitationsin PPP with periodicand M �obius

boundarieshave been studied by taking exciton e�ectsinto account.In thecalculated optical

absorption spectra,certain com ponentsofopticalabsorption foran electric�eld perpendicular

tothepolym eraxism ixwith absorption spectraforan electric�eld paralleltothepolym eraxis.

Thepolarizationdependencesofanelectric�eld oflightenablesustodetectwhetherconjugated

polym ershave the M �obiusboundary. Therefore,the experim entalsynthesisofm aterialswith

uniquegeom etriesisexpected.
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Figure C aptions

Fig.1.Polym erstructuresofpoly(para-phenylene)(PPP).

Fig.2.Geom etriesofPPP stripsused forcalculations:(a)periodicpolym er,(b)spatially uni-

form M �obiuspolym er,and (c)M �obiuspolym erwith spatially localized twists.ThePPP chain

is represented schem atically by the strip. The �-orbitals ofcarbons extend perpendicularly

with respectto thestrip.

Fig.3.ElectronicstatesofPPP in wave num berspace,shown forphenylring num berN = 5.

The caseofthesim pletightbinding m odelwith thehopping integraltisshown.Theallowed

states for the periodic and antiperiodic boundary conditions are shown by �lled and open

circles, respectively. The solid lines represent the electronic states ofthe polym er with an

in�nitelength.

Fig.4.Opticalabsorption spectra forperiodicboundary case:(a)electric�eld oflightparallel

to polym eraxis,(b)electric �eld perpendicularto polym eraxis,and (c)nonpolarized absorp-

tion.Thenum berofphenylringsisN = 20.Theverticalaxisisshown in arbitrary units,and

theLorentzian broadening  = 0:15tisused in thecalculations.

Fig.5.Opticalabsorption spectra forM �obiusboundary caseI:(a)electric�eld oflightparallel

to polym eraxisand (b)electric�eld perpendicularto polym eraxis.Thecirclesshow features

due to the m ixing ofperpendicularpolarization.The num berofphenylringsisN = 20.The

verticalaxisisshown in arbitrary units,and the Lorentzian broadening  = 0:15tisused in

thecalculations.

Fig.6.Opticalabsorption spectraforM �obiusboundarycaseII:(a)electric�eld oflightparallel
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to x-axisand (b)electric �eld oflightparallelto y-axis.The circlesshow featuresdue to the

m ixing ofperpendicularpolarization.Thenum berofphenylringsisN = 20.Theverticalaxis

isshown in arbitrary units,and theLorentzian broadening = 0:15tisused in thecalculations.
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PPP: poly(para-phenylene)
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