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A sim ple four-sublattice order-disorder m odelis developed for description of

phase transitions and dielectric properties ofthe Rochelle salt crystal. The

m odelisdeveloped asageneralization ofthesem im icroscopicM itsuim odel.The

sym m etry propertiesoflattice and spatialorientationsofe� ective dipolescon-

nected with theasym m etricstructureunitsin theelem entary cellaretaken into

account. The m odelallowsto investigate the tem perature and � eld behaviour

oftransverse (besideslongitudinal)com ponentsofdielectricsusceptibility.The

in uenceofthetransverseelectric� eld~E k~bon thephasetransition pointsand

spontaneouspolarization isstudied.
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1 D ielectric properties ofR ochelle salt

Rochelle salt(RS)isa particularobjectin the fam ily offerroelectric crystals with hy-

drogen bonds. Despite the fact that study of its properties has a long history, the

structuralaspects and m echanism s ofphase transitions in this crystalare not conclu-

sively established. RS becom es ferroelectric (with spontaneous polarization parallelto

thecrystallographica-axis)in thenarrow tem peraturerangebetween 255 K and 297 K.

Both nonpolarphasesare orthorhom bic (P212121),while the polarphase ism onoclinic

(P2111).An elem entary cellconsistsoffourform ula units.

Num erousdata ofstructuralinvestigations(starting from the early resultsobtained

bytheX-rayspectroscopy [1]and neutron scattering[2])donotgiveade� nitiveanswerto

thequestion ofm icroscopicnatureofphasetransitionsin RS.Dielectricrelaxation in the

m icrowave frequency region and the criticalslowing down around the phase transitions

pointtotheorder-disordertypescenario[3].Alternatively,thepresenceofthesoftm ode,

which wasobserved by thefarinfrared re ectivity and Ram an spectroscopy in thelower

paraelectric phase [4]as wellas by m icrowave dielectric m easurem ents [5]is rather a

m anifestation ofthedisplacive-type transition.

Thesoftm odein paraelectricphaseisconnected with structurechanges(such asdis-

placem entoftheO(8)oxygen alongthea-axis,rotationoftightlycoupled waterm olecules

with O(9)and O(10)ions)which takeplaceattransition to theferroelectricphase[6];it

iscon� rm ed by theinelasticneutron scattering data [7].Respectivestaticdisplacem ents
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are the reason ofappearance ofadditionaldipole m om ents oflocalstructure units at

phasetransition to theferroelectricphase.

Such displacem entscan beinterpreted also aschangesin thepopulation ratio oftwo

sites in the disordered paraelectric structure (revealed in the structure investigations

[8,9]). Large values ofthe anisotropic tem perature factorscan be also connected with

localdisorder[10].Theexistence ofthedoubleatom icpositionswastaken into account

in theso-called split-atom m odelforRS [11].

Theorder-disorderpictureofphasetransitionsin RS form sthebasisofthesem im icro-

scopicM itsuim odel[12],whereasym m etry ofoccupancy ofdoublelocalatom icpositions

aswellascom pensation ofelectricdipolem om entsinduced in paraphaseweretaken into

account. In spite ofsim plicity (consideration was restricted to two sublattices and in-

duced localdipole m om entswere described by m eansofpseudospins,Sz = �1=2),the

m odelexplainsquite successfully appearance oftwo Curie pointsand e� ectofdeutera-

tion [12,13].

In [14]the m odelwasextended due to inclusion ofpiezoelectric coupling to the ex-

ternal� eld.Oneshould also m ention thephenom enologicalLandau theory [15],adapted

forsystem swith a doublecriticalpoint,which isapplicableto theRS crystalin a broad

rangeofpressure,substitution concentration ofam m onium and tem perature.

The M itsuim odelsim pli� es realstructure ofthe crystala priorichoosing the fer-

roelectric axis am ong three two-fold axes thus m aking an approach essentially \one-

dim ensional".Itisobviously insu� cientform orecom pletedescription ofdielectricprop-

erties ofthe RS crystal. W e can carry outa generalization,m aking the m odel\three-

dim ensional" and taking into accountthepresenceoffour(ratherthan two)translation-

allynonequivalentgroupsofatom sin theunitcell(theirpositionsarem utuallyconnected

by elem entsofthe pointgroup ofthe crystalin paraphase [1,2]). Such structure units

are noncentrosym m etric. E� ective dipole m om ents~�i (i= 1;:::;4)can be assigned to

them asa whole;thesum ofthesem om entsisequalto zero in paraphase.Changes� ~�i
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Figure1:Orientantionsofdipolem om ents(orderingstructureunits),producingresulting

polarization,in theelem entary celloftheRS crystal:a com parison between theclassical

M itsuipicture[13](left)and theproposed approach (right).In thepseudospin form alism

hSzi= 1

2
(na � nb),wherena;b isa probability (occupation)ofrespective orientation.
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in such dipole m om ents are responsible for appearance ofspontaneous polarization in

theferroelectricstate.Vectors� ~�i areoriented atthecertain anglesto crystallographic

axesand possessboth longitudinaland transversecom ponentswith respectto thea-axis

(Fig.1).

Let us use the order-disorder picture for description ofsuch changes. Taking into

account double equilibrium positions ofatom s we com e to the e� ective four-sublattice

pseudospin m odel.Them odelallowstocalculatedielectriccharacteristicsinanydirection

and to consider also the e� ects caused by the in uence ofthe transverse electric � eld

(applied perpendicularly to theferroelectrica-axis).

In the next section we propose a Ham iltonian obeying sym m etry properties ofthe

crystaland deriveexpressionsform ain therm odynam iccharacteristicsofRS in them ean

� eld approxim ation. The obtained resultsofconsideration ofthe transverse � eld e� ect

on thepolarization and susceptibility arepresented in thethird section.
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Figure2:Orientationsofvectors� ~�ik (k = 1;:::;4)in a unitcelloftheRS crystaland

som e possible dipoleorderings(projection on theplane X Y ):(a)high sym m etry phase

(paraphase){ absolutevaluesofpseudospinsareequalin allsublattices;(b)ferroelectric

phasewith ~PS kX { pseudospin valuesin sublattices1 and 2 arelarger;(c)e� ectofthe

transverse � eld { pseudospin valuesin sublattices1 and 3 are larger;(d)~PS k X in the

transverse � eld { allvaluesaredi� erent,sublattices1 and 2 stillprevail.
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2 Four-sublattice m odel: H am iltonian and therm o-

dynam ics

According to the above given argum ents we take the four-sublattice m odelas a base

forsim pli� ed description ofphasetransitionsand dielectricpropertiesoftheRS crystal.

Pseudospin variablesSz
i1;:::;S

z
i4 describethebefore-m entioned changesduetoreordering

ofdipolem om entsofstructureunits:� ~�ik � ~dkS
z
ik.M ean valueshS

zi= 1

2
(na � nb)are

related todi� erencesin position occupanciesin thetwo-m inim a representation ofvectors

� ~�ik (Fig.2).

W ewritedown theHam iltonian ofthem odelin thepseudospin representation:

H = �
1

2

X

i6= j

X

k

Jkk(i;j)S
z
ikS

z
jk �

1

2

X

i;j

X

k6= l

K kl(i;j)S
z
ikS

z
jl

� �
X

i

(Sz
i1 + S

z
i2 � S

z
i3 � S

z
i4)� dxE x

X

ik

S
z
ik

� dyE y

X

i

(Sz
i1 � S

z
i2 � S

z
i3 + S

z
i4)� dzE z

X

i

(Sz
i1 � S

z
i2 + S

z
i3 � S

z
i4); (1)

where Jkk(i;j)and K kl(i;j)describe the inter-and intrasublattice interactions respec-

tively.Theinternal� eld � representsasym m etry in occupanciesofthedoublepositions.

The last three term s in Ham iltonian (1) describe an interaction with com ponents E �

(� = x;y;z)oftheexternalelectric� eld.Forthesakeofsim plicity wedo notincludein

(1)a term describing tunnelling-likehoppingsbetween equilibrium positions.

Form ula (1)can be considered asa generalization ofthe M itsuim odelHam iltonian

[12]:the� rstfourterm saresim ilartotheiranalogsin thatm odel.Besidestheparam eter

�1,describingtheferroelectricorderingalongthea-axis,and theparam eter�,responsible

fortheoutofphaseorderingoftheseparatedstructureelem ents,therearenew param eters

�2 and �3 related to dipoleordering along theb-and c-axes,respectively:

�1 =
1

2
(hSz

1
i+ hSz

2
i+ hSz

3
i+ hSz

4
i); � = 1

2
(hSz

1
i+ hSz

2
i� hSz

3
i� hSz

4
i);

�2 =
1

2
(hSz

1
i� hSz

2
i� hSz

3
i+ hSz

4
i); �3 =

1

2
(hSz

1
i� hSz

2
i+ hSz

3
i� hSz

4
i): (2)

Considering Ham iltonian (1)in them ean � eld approxim ation weobtain thefollowing

equationsforaveragevaluesofpseudospins

hS
z
ki=

1

2
tanh

�
1

2
�H k

�

; k = 1;:::;4: (3)

Self-consisted internal� eldsHk aregiven by theexpressions

H 1;2 = (hx +
1

2
�1)+ (h � 1

2
a1�)� (hy �

1

2
a2�2)� (hz +

1

2
a3�3);

H 3;4 = (hx +
1

2
�1)� (h � 1

2
a1�)� (hy �

1

2
a2�2)� (hz +

1

2
a3�3): (4)

Heredim ensionlessquantitiesh = � =S,h� = d�E �=S,� = kBT=S,� = 1=� ,

a1 = [(K 13 + K 14)� (J + K 12)]=S; a2 = [(K 13 � K 14)� (J � K 12)]=S;

a3 = [(K 13 � K 14)+ (J � K 12)]=S; S = (K 13 + K 14)+ (J + K 12) (5)

and the sym m etry properties ofinteraction constants are used. The order param eters

�1,�2,�3 and theparam eter� aredeterm ined from thesetofequations(2{4).Therm o-

dynam ically stable solutions are those with the m inim um valuesofthe free energy. In
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absence ofthe external� eld the solution �1 6= 0,� 6= 0,�2 = �3 = 0 correspondsto the

ferroelectric phase in RS.In thiscase hSz
1
i= hSz

2
i,hSz

3
i= hSz

4
iand the four-sublattice

m odelcan be reduced to the M itsuim odel. Afterreplacem ents 1

2
�1 ! �0, 1

2
� ! �0 and

F=(2N )! F 0=N 0in equations(2{4),onecan obtain exactly thesam eform ulaeasin that

case. Nonzero values�2 6= 0 or�3 6= 0 are induced in paraphase by the corresponding

com ponentsoftheexternal� eld.In theferroelectricphasetheparam eters�2 and �3 are

m utually connected. Ifone applies electric � eld along the b-axis (hy 6= 0,�2 6= 0) to

the RS crystalin the ferroelectric state (�1 6= 0),the third param eter�3 autom atically

becom esnonzero.

3 Transverse �eld inuence on polarization and

susceptibility

Them ain advantageofourm odelisapossibility todescribethedielectricpropertiesand

polarization ofthe RS crystalboth along and perpendicularly to the ferroelectric axis.

There isalso an opportunity to considerthe e� ectsinduced by the externaltransverse

� eld.Fig.2 illustratesthe possible dipole orderingsin som e im portantcaseswhen � eld

and polarization areparallelto theplaneX Y (ab).

Com ponentsoftensorofthedielectric susceptibility �xx = (2dx="0vc)(@�1=@E x)and

�yy = (2dy="0vc)(@�2=@E y)(wherevc istheunitcellvolum e)aredeterm ined from theset

ofequations(2{4)bym eansofim plicitdi� erentiation.De� ning��� = (2d�d�=S"0vc)~���,

weobtain e.g.forparaphasein presence ofthe� eld Ey:

~�xx =
R 1(8� � 1

2
a3R 1)+

1

2
a3R

2

2

(8� � 1

2
R 1)(8� � 1

2
a3R 1)�

1

4
a3R

2

2

; (6)

~�yy =
R 1(8� + 1

2
a1R 1)�

1

2
a1R

2

2

(8� + 1

2
a1R 1)(8� + 1

2
a2R 1)�

1

4
a1a2R

2

2

: (7)

Here R 1 = 4(1� �2
2
� �2) and R 2 = �8�2�. In the case ofthe ferroelectric phase the

param eters�1 and �3 appearbesides�2 and � in theexpressionsfor�xx and �yy.Their

tem peratureand � eld dependencesaredeterm ined from equations(2{4).

Asitfollowsfrom theanalysisofbehaviourofthefreeenergy,thesecond ordertype

ofthe phase transitions rem ains unchanged at E y 6= 0. In such a case the transition

tem peraturescan bedeterm ined from theequation

�

8� �
1

2
R 1

� �

8� �
1

2
a3R 1

�

�
1

4
a3R

2

2
= 0; (8)

which m ust be solved together with equations following from (3) when �1 ! 0,�3 �

hy�1 ! 0.

At sm allvalues ofthe transverse � eld R1 = 4(1� �2
0
)+ o[E 2

y],R 2 � E 2

y,where �0

isa solution oftheequation �0 = tanh
�
1

2
�
�

h � 1

2
a1�0

��

.Thecriticaltem peraturesshift

under� eld proportionally to E2y.Signsand absolutevaluesoftheshifts� Tc depend on

m agnitudesand signsofthe interaction param etersa2 and a3 aswellason the relation

between them . From pure geom etric argum ents the param eters K 12 and J include in-

teractionsbetween nearestand nextnearestneighbours,respectively.So onecan expect

thatK 12 > J;itresultsin the inequality a2 > a3. W hen we use valuesa1 = 0:284 and
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Figure3:Tem peraturedependencesofaveragepseudospin values(a),theorderparam eter

�1 (proportionaltothespontaneouspolarization)and longitudinal(c)and transverse(d)

com ponentsofthedielectric susceptibility fordi� erenttransverse � eldsatthe following

valuesofparam eters:a1 = 0:284,a2 = 0:1,a3 = �0:25,h = 0:32.

h = 0:32 chosen to obtain thebest� tforcriticaltem peraturesoftheRS crystalatzero

� eld (in this case S = 2280 K),the num ericalanalysis shows that at a3 . �0:25 the

ferroelectric region narrows under the � eld Ey. The direct experim entalveri� cation is

absent,butassom e evidence ofsuch a possibility we can considerthe resultsobtained

in [16,17]by investigationsofrelaxation phenom ena in RS undertheexternaltransverse

� eld.

Forillustration wegivebelow num ericalresultsfortheparam etervaluesa2 = 0:1and

a3 = �0:25.Tem peraturedependencesofaveragepseudospin valuesin thecasesdepicted

in Fig.2(c,d) are presented in Fig.3(a). Pairs hSz
1
i,hSz

3
i and hSz

2
i,hSz

4
i dem onstrate

a typical\M itsui-like" behaviour but the transverse � eld splits their values creating

di� erence between pairsofsublatticeseven in paraphase. Tem perature dependences of

theorderparam eter�1,describing spontaneouspolarization in theRS crystal,areshown

in Fig.3(b) for di� erent values ofthe transverse � eld. One can see that such a � eld

notonly narrowsthetem peraturerangeoftheferroelectric phasebutcan also suppress

spontaneouspolarization.

Tem perature behaviour of com ponents of the dielectric susceptibility is shown in

Fig.3(c,d). The inverse susceptibility �� 1xx goes to zero in the phase transition points

both atE y = 0 and E y 6= 0 (Fig.3(c)).Thisfactcon� rm sthatthephasetransitionsare
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ofthe second order. The transverse com ponent�� 1yy hasjum psin the transition points

at E y 6= 0. Their values are proportionalto the second power ofthe � eld m agnitude

(Fig.3(d)). These jum ps closely resem ble behaviour ofthe transverse susceptibility of

theglycinium phosphitecrystalsin thetransverse � eld [18].

Letusm ake som e num ericalestim atestaking into accountthe obtained resultsand

using theexperim entaldata for"a and "b com ponentsand forPS atE y = 0.Thedipole

m om ent com ponent dx can be determ ined using the m axim alvalue ofPS in the ferro-

electric phase (PSjm ax = 0:25� 10� 2 C/m 2 [19]). From the relation PS = (2dx=vc)�1,at

�1jm ax = 0:14and vc = 1:04� 10� 21 cm � 3,weobtain dx = 9:26� 10� 30 C m .Respectively,

forsusceptibility along the a-axiswe have �xx = 0:60~�xx,and at ~�� 1xxjm ax = 3:7� 10� 3

itresultsin �xxjm in ’ 160 (such a valueliesinside theexperim entally observed rangeof

�xx forferroelectricphase,seereview in [19,20]).

Estim atefordy com ponentcanbeobtainedusingtherelation"yy = 1+(2d2y=S"0vc)~�yy.

In theferroelectric phaseregion "yy � "b � 10 (see[20];theold experim entaldata show

the sm ooth tem perature dependence of"b in this region). At ~�� 1yy = 0:552 we have

dy = 17:3� 10� 30 C m .SotheY -com ponentofadipolem om ent,connected with reorder-

ing,isnearly twiceaslargeastheonealong theferroelectricX -axis.

Let us notice that in this case the � eld Ey = 18 M V/m corresponds to the value

hy = 0:01; the shift of Tc1 is � Tc1 � 0:06 K at that � eld. It m eans that at the

� elds Ey � 1 M V/m the e� ect willbe practically undetectable. The relative change

ofthe susceptibility �yy with tem perature in the ferroelectric phase region isalso sm all

(� 0:5% ). However,the results ofnum ericalestim ates can change at another choice

ofthe param eter values a2 and a3,so the � eld e� ect can be m uch stronger. As a cer-

tain argum ent which pointsto such a possibility,we can considerthe fact,thatin the

GPIcrystal(where the e� ectiscaused,asin RS,by the zig-zag geom etry ofthe local

dipole m om ent arrangem ent) the change ofTc is � Tc � 0:05 K atthe transverse � eld

E c � 1 M V/m .Itisobviousthatonecan check thepossibility ofsuch a noticeablee� ect

in RS only by directexperim entalinvestigations.

4 C onclusions

Fordescription ofphase transitionsand dielectric propertiesoftheRochellesaltcrystal

we propose the four-sublattice pseudospin m odeldeveloped as a generalization ofthe

well-known M itsuim odel.The introduced m odeltakesinto accountspatialorientations

of e� ective dipoles, which are related to the atom ic groups in the unit celland are

responsibleforthespontaneouspolarization.

The m odelallowsto investigate thetem peraturebehaviourofboth longitudinaland

transverse com ponentsofdielectric susceptibility aswellasto considerthe in uence of

thetransverseelectric� eld~E k~b.Atthecertain relationsbetween them odelparam eter

valuestheincreaseofthis� eld can lead totheapproaching ofthelowerand higherCurie

pointsone to another.Ourtheory predictssuppression ofthe spontaneouspolarization

PS underthe � eld Ey.The e� ectissim ilarto the oneobserved in [16,17].The changes

in the transverse susceptibility �yy in the transition points are sim ilar to the phenom -

ena detected in the GPIcrystal[18]. Asitfollowsfrom ourconsideration,there should

exist jum ps in �yy which increase proportionally to E 2

y. However,perform ed here nu-

m ericalestim atesindicate thatthese e� ectscould have sm allm agnitudes. Only future

experim entalstudiescan givea � nalanswer.

7



Theideasform ingthebasisofthefour-sublatticem odelcan beused fordescription of

them ixed system RS1� x{ARSx,wherethesigni� cantchangesin tem peraturebehaviour

ofthelongitudinaland transversedielectricsusceptibilitiesareobserved atincreaseofthe

concentration x ofam m onia groupsand in thehigh concentration region (0:89< x < 1)

a polarphaseappearswith polarization along theb-axis[21,22].
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