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A bstract

The m agnetic phase diagram in a single crystalofcopper m etaborate CuB2O 4 in
a m agnetic �eld parallelto a tetragonalaxis c has been investigated. From the
resonant,m agnetic and m agnetostrictive data the phase diagram ofCuB2O 4 on a
plane\tem perature-m agnetic�eld"isconstructed.Them agneticincom m ensurate-
com m ensurate phase transition is caused by the saturation ofweak subsystem of
copperionsin the strong m agnetic �eld H kc.

Key words: m agnetic resonance,m agnetic phase diagram ,incom m ensurate
structure,copperm etaborate
PACS:75.25.+ z,75.10.Hk,75.30.G w,75.30.K z,75.30.Cr,76.50.+ g,75.50.Ee,
75.40.Cx

1 Introduction

The tetragonalcrystalofcopperm etaborate CuB2O 4 hasthe com plex m ag-
netic structure which exam ination was carried out by various experim en-
talm ethods including a neutron scattering [1,2],�SR [3],a m agnetic reso-
nance[4]and m agneticm easurem ents[5].Neutron investigationsshowed that
atT < Tspon = 9:5 K the m agneticstate ofa crystalisincom m ensurate with
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a m agnetic propagation vectordirectionalalong a tetragonalaxis.Resonant
and m agnetic m easurem ents [6]allowed to assum e that in the tem perature
intervalfrom 9:5 K up to N�eeltem perature TN = 20 K the ground state is
also m odulated and long periodical.In a m agnetic �eld perpendicularto the
tetragonalaxisboth m odulated statestransform into the �eld-induced weak
ferrom agnetic state with the m agnetic m om ent laying in a basalplane ofa
crystal.

Them agneticphasediagram ofcopperm etaboratein theperpendicular�eld
isgiven in [6].The purpose ofthe work isthe experim entalinvestigation of
the m agnetic phase diagram ofCuB2O 4 in the m agnetic �eld along a tetrag-
onalaxis.Phase transitions are explored by experim entalm ethods sensitive
to m agneticstateofthecrystal:electron-spin resonance(ESR),m agneticand
m agnetostrictive m easurem ents.

2 Experim entalresults

Resonant and m agnetic m easurem ents are perform ed on single crystals of
CuB2O 4 growthing by spontaneouscrystallization m ethod.Thesam pleshav-
ing a form ofa platewith sizesofup to 2� 7� 7 m m 3 which werecutoutin
(100)and (110)crystallographic planes were used in m agnetostriction m ea-
surem ents. Resonant investigations are carried out on com puter-controlled
m agneticresonancespectrom eterwith pulsed m agnetic�eld [7].M agnetostric-
tion m easurem entsweredoneusingthecapacitancetechnique.M agneticm ea-
surem entsareperform ed by a SQUID m agnetom eterM PM S-5.

Tem peraturedependenciesofresonance�eld and linewidth m easured forH kc
atdi�erentfrequencieshavesharp anom alies(Fig.1).Them axim allinebroad-
ening decreases with the increasing ofa frequency and,correspondingly,a
m agnetic �eld.To ensure that anom alies are due to the transition from in-
com m ensurate to com m ensurate weak ferrom agnetic state the dependencies
oflongitudinaland transversalm agnetization have been m easured at H kc.
The longitudinalm agnetization (Fig.2a)increasessm oothly with a �eld in-
creaseatanytem peraturesbelow N�eeltem perature,however,thedependences
becom em orenonlinearatlowertem peratures.Thebasesaturation levelofa
longitudinalm agnetization isreached atT = 2K in a�eld about30kOeafter
which,asshow m easurem entsup to 350kOe,theweak linearriseofa m agne-
tization isobserved.Atthesam etim ethetransversalm agnetization (Fig.2b)
is near zero below som e critical�eld and have a jum p about 0:6 em u/g at
thecritical�eld which isincreasing with tem peraturelowering.Them agneti-
zation in m agnetic �eld higherthan criticalone increases�rstreaching som e
m axim um and then decreasesgradually with furtherincrease in a �eld.The
�eld dependencesoftransversalm agnetization arealsom easured atT > Tspon
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Figure1.Tem peraturedependenciesofresonance�eld (a)and linewidth (b)atH kc
and variousfrequencies.Inset:Tem peraturedependenceoftheintensity ofm agnetic
resonance atthe frequency 41:4 G Hz.

0

5

10

15

20

25

0 10 20 30 40 50

0,0

0,3

0,6

41 42

0,2

0,4

0,6

8.5
7.5

6.5

5
4.2

M
em

u
/g

a 2 K

9 K 8.5 8 7.5 7 6.5

b

 H, kOe

M
em

u
/g

Figure 2.Field dependenciesoflongitudinal(a)and transversal(b)m agnetization
m easured atvarioustem peraturesand H kc.
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and di�erconsiderably from thelow tem peratureones.Them agnetization at
T > Tspon risescontinuously with m agnetic �eld showing a kink pointatthe
critical�eld.In thistem peratureintervalthecriticalvaluesof�eldsarem uch
lowerthan atT < 9:5 K.M agnetostrictiveexam inationsalso allow to register
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Figure3.Field dependenciesoftransversalm agnetization m easured atvarioustem -
peraturesabove 9:5 K and H kc.

transition between phases.W e m easured �eld dependences ofa longitudinal
and transversalm agnetostriction forH kcatvarioustem peratures.The typi-
cal�eld dependencesofalongitudinalm agnetostriction attem peraturesbelow
9:5 K areshown in Fig.4.Alldependenceshavecom m on character:weak rise
ofam agnetostriction aboveand below acritical�eld and thejum p atthetran-
sition.The�eld dependencesofa transversalm agnetostriction havea sim ilar
view.
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Figure 4.Field dependenciesoflongitudinalm agnetostriction atvarioustem pera-
turesand H kc
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3 D iscussion

Com plexity ofthe m agnetic phase diagram ofcopper m etaborate is due to
coexistence oftwo subsystem s ofcopper ions with a various degree ofthe
m agneticorderand di�erentm agneticdim ensionality.Itisknown [2,8],thatin
unitcellofCuB2O 4 12 copperionsCu2+ occupy two non-equivalentpositions
| 4band 8d.Fourionsin aposition 4bform thethree-dim ensionalsubsystem
thatism agnetically ordered below N�eeltem perature TN = 20 K (the strong
subsystem A).Other eight ions form a weak ordered subsystem B which is
theone-dim ensionaland ispartially polarized dueto an exchangeinteraction
with ionsofthestrong subsystem .

TheanalysisofresonantpropertiesofCuB2O 4 allow to assum ethatthereso-
nantabsorption in thiscrystalatorientation ofam agnetic�eld alongatetrag-
onalaxisisconnected with the weak subsystem B.The following argum ents
con�rm such explanation.First,below N�eeltem perature a strong subsystem
atH kcin both com m ensurate and incom m ensurate statescan be considered
aseasy-plane antiferrom agnet.The spectrum ofantiferrom agnetic resonance
(AFM R)ofthissubsystem atsuch orientation ofa�eld containsabranch with
nonlinear frequency-�eld dependence and an energy gap !c � 

p
2H E H A,

whereH E and H A | e�ective�elds,accordingly,ofexchangeand anisotropy
with respect to the tetragonalaxis (the second branch ofAFM R is Gold-
stone with ! = 0).Asthe �eld ofanisotropy H A forCuB2O 4 isunknown it
isim possible to estim ate the value ofthe gap butthe usualitsvalue in uni-
axialantiferrom agnets is aboutseveralhundreds in GHz.At the sam e tim e
the m agnetic resonance data atthis �eld orientation (Fig.5)show thatthe
frequency-�eld dependencesarenear-linearwith negliblevaluesofthegapsin
both com m ensurateand incom m ensuratestates.Thedataofinelasticneutron
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Figure5.Frequency-�eld dependenceofCuB2O 4 at4:2 K (spiralphase)and 9:0 K
(weak ferrom agnetic phase)
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scattering [9,10]also show two spin wavebranches,oneofwhich,high-energy,
hasa gap 840 GHz atT = 1:5 K and isattributed to the strong subsystem
A,and anotherbranch with sm allinitialsplitting isreferred by authorsto a
weak subsystem .

Itisvisible from the insetof Fig.1 thatthe tem perature dependence ofline
intensity iswelldescribed asI � C=(T � �)with � � 2K whatisusualforthe
disordered system s.Atlast,thefullabsenceofanom aliesofintensity and line
width attheTN ofthestrong subsystem also allowsto connectthe observed
resonantabsorption to a weak subsystem B.

In ouropinion the broadening ofthe resonance line nearthe tem perature of
phase transition is caused by the uctuations that are increasing with the
approach to the transition.Thisresultcorrelateswith anom alousincrease of
di�use neutron scattering atphase transition [1].W ith increase offrequency
and,accordingly,a resonant�eld the externalm agnetic �eld suppressesuc-
tuationsm orestrongly,and linespreading decreases.

Fielddependencesoflongitudinalm agnetizationcopperm etaborate,m easured
along a tetragonalaxis,con�rm theassum ption abouta variousdegreeofthe
m agnetic order in subsystem s A and B.Calculations show that saturation
m agnetizations ofsubsystem s along the c-axis are:M A

S = 13:54 em u/g and
M

B
S = 27:07em u/g.The�eld dependenceoflongitudinalm agnetization m ea-

sured atT = 2K havetwoareas:sharp nonlinearincreasingwith saturation in
�eldsapproxim ately up to 30 kOe and practically linearsubsequentincrease
in �eldsup to350kOe.Saturation occursatthelevelcorrespondingtoaweak
subsystem ,hence,thissubsystem issaturated in m agnetic�eldsup to30 kOe
atT = 2 K.Thesubsequentlinearriseofm agnetization iscaused,m ainly,by
theantiferrom agneticsusceptibility ofthestrong subsystem A.

Itisobviousthatthe jum psofm agnetization in a basalplane atT < 9:5 K
(Fig.2b)are caused by the phase transition into the �eld-induced weak fer-
rom agneticstate.Theinsetin Fig.2 showsthem agnetichysteresis,henceat
T < 9:5 K thephasetransition atH kc,aswellasin basalplane[11]isofthe
�rstorder.Thereisnom agnetichysteresisoftransversalm agnetization atthe
critical�eld atT > Tspon (Fig.3).Thusthe phase transition hasthe second
orderatthetem peraturerangefrom 9:5 to 20 K.

Theinitialpartofthe�eld dependencesoftransversalm agnetization also are
partially caused by m agnetization dueto theprojection ofa �eld in thebasic
plane,and also nonidealorthogonality ofm easuring coils and the m agnetic
�eld.The m easured transversalm agnetization isthe sum ofcontributionsof
both m agneticsubsystem sA and B,thereforethe�eld dependenceofthem ag-
netization in thebasalplaneabovethecritical�eld isde�ned bytwoprocesses.
On the one hand,the saturation ofthe weak subsystem along the c-axis in
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strong �eldsresultsin reduction ofitscontribution to totalm agnetization in
the basalplane.On the otherhand,there isan increase in the totalm agne-
tization caused by the increasing ofa m agnetic �eld com ponentin the basal
plane due to the nonidealits orientation along the c-axis.Clearly,that the
m ain contribution to thelastprocessiscaused by thestrong subsystem .Due
to the com petition ofthese two processes the totalm agnetization increases
�rstwith theincreasing ofam agnetic�eld aboveitscriticalvalue,then starts
to fall.

Theanalysisoftheresultson m agnetostriction showsthatitssm ooth increase
with a �eld above and below the criticalvalue iscaused by the contribution
ofm agnetized weak-ordered subsystem B.Taking into accountthatboth lon-
gitudinaland transversalm agnetostrictionshavesim ilar�eld dependenceswe
can assum e that the m agnetostriction is a volum e dilatation at H kc.It is
obviousthatthe jum psofm agnetostriction are caused by the change ofthe
m agneticstateofCuB2O 4 atthephasetransition.
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Figure6.Dependenceofa critical�eld on theanglebetween them agnetic�eld and
the basalplane ofthe crystal,T = 8 K

Thus,the boundaries ofm agnetic phases ofCuB2O 4 m agnetized along the
tetragonalaxis are established by resonant,m agnetic and m agnetostrictive
m easurem ents.W e have m easured also an angulardependence ofthe critical
�eld attem peraturesbelow 9:5 K,thisdependence hasclearly de�ned m ax-
im um at H kc (Fig.6).Because ofthis sharp dependence we show on the
phase diagram (Fig.7) only the m ost authentic phase boundaries obtained
by m easurem entsoflongitudinalm agnetostriction and transversalm agnetiza-
tion atwhich them agnetic�eld wasclosestto thec-axis.An estim ateshows
thatatsuch angulardependence the inaccuracy ofinstallation ofsam plesat
m easurem entsin 2{3 degreesiscapable to explain apparentspread ofvalues
ofthe critical�eld.In addition to ourdata,the tem perature ofspontaneous
phase transition m easured by heatcapacity [12]ism arked,and thevaluesof
critical�eldsm easured with thesecond opticalharm onicgeneration [13]well
agreed with our data are also presented.The resulted diagram is sim ilar to
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Figure 7.Phase diagram ofCuB2O 4 atH kc.Data:a | transversalm agnetization
atH kc,b | longitudinalm agnetistriction atH kc,c| longitudinalm agnetization
atH ? c[6],d | heatcapacity [12],f| opticalm easurem entsatH kc[13]

the phase diagram CuB2O 4 m agnetized in a basalplane [6],butthe critical
�elds for H kc are m uch higher.The state 1 on the diagram corresponds to
an incom m ensurate spiralphase,and the state 2 is the �eld-induced weak
ferrom agnetic one.The nature ofa state 3 is unknown,we assum e that it
isalso m odulated,butthe wave vector ofm odulation ism uch less than the
resolution ofneutron di�raction.Thephaseboundariescorrespond tothe�rst
order transition and to the second one at tem peratures,respectively,below
and aboveTspon = 9:5 K.

Itisnecessary to tell,thatthe existence ofphase transition from incom m en-
surate to com m ensurate state in a m agnetic �eld laying in a basalplane is
notsurprised.In thiscase the �eld laying in a plane ofa spiraldeform sthis
structure,transform ing itto fan,and then | to com m ensurate state.Atthe
sam etim ethephasetransition in a m agnetic�eld oriented along a wavevec-
torofspiralstructure seem sat�rstsightsurprising asenergiesofspiraland
com m ensurate structuresin a m agnetic �eld atsuch m agnetization areiden-
tical.W eassum ethatthephysicalreason ofincom m ensurate-com m ensurate
phase transition atT < 9:5 K and in H kc im plies thatthe weak subsystem
togetherwith thestrong subsystem playstheim portantrolein a form ation of
spiralstructure.And when the weak subsystem issaturated by a �eld along
the tetragonalaxis and its contribution to the form ation ofspiralstructure
changes.

Theauthorsaregreatlyindebted toM .A Popovand S.N.M artynov forhelpful
discussions.

Thisworkwassupported bytheRussian Foundation forBasicResearch (grant
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