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W e investigate photolum inescence from a high-density electron-hole plasm a in sem iconductor

quantum wellscreated via intense fem tosecond excitation in a strong perpendicularm agnetic �eld,

a fully-quantized and tunable system . Ata criticalm agnetic �eld strength and excitation uence,

we observe a clear transition in the band-edge photolum inescence from om nidirectionaloutputto

a random ly directed but highly collim ated beam . In addition,changes in the linewidth,carrier

density,and m agnetic �eld scaling ofthe PL spectralfeaturescorrelate precisely with the onsetof

random directionality,indicative ofcooperative recom bination from a high density population of

free carriersin a sem iconductorenvironm ent.

PACS num bers:78.20.Ls,78.55.-m ,78.67.-n

Thespontaneousappearanceofm acroscopiccoherence

is am ong the m ost dram atic cooperative phenom ena in

condensed m atter physics. Superconductivity [1]is the

m ostprom inentexam ple,and solid stateanalogsofBose-

Einstein condensation are actively being pursued [2]. A

related fundam entalcooperative processexistsin quan-

tum optics,super uorescence (SF)[3,4,5],in which an

incoherently prepared system ofN inverted atom sdevel-

opsm acroscopiccoherenceself-consistently from vacuum

 uctuations. The resultant m acroscopic dipole decays

superradiantly [6,7]producing a burst ofcoherent ra-

diation. Super uorescence hasbeen observed in atom ic

gases[8,9]and rare� ed im puritiesin crystals[10,11,12].

Theobservation ofcooperativerecom bination in sem i-

conducting system sissigni� cantly m orechallenging due

to ultrafastdecoherence. Nevertheless,investigationsof

such phenom ena,especially in strongm agnetic� elds,are

im portant because they allow us to probe quantum co-

herence in a previously inaccessible regim e. Coherent

carrier dynam ics in sem iconductors has received m uch

attention in recent years owing to the developm ent of

ultrafastlasers,butm ostoftheseinvestigationshavefo-

cused on excitonsatrelativelylow densities[13].Probing

SF em ission in sem iconductorsprovidesinsightinto the

cooperative behavior of dense electron-hole (e-h) plas-

m asin quantum -engineered sem iconductors.Potentially,

they can lead tonovelsourcesofintense,tunable,and ul-

trashortpulsesin thenearand m id-infrared regionsand

possibly establish new routesto controllingelectronicin-

teractionsathigh densitiesusing strong m agnetic� elds.

Pure SF [3,4]is characterized by severalsignatures

that uniquely distinguish it from other em ission pro-

cesses. A SF pulse is bright,highly collim ated,and of

short duration (less than the hom ogeneous dephasing

tim e T2). SF is inherently random : polarization  uc-

tuations grow from initially incoherent quantum noise

and reach a m acroscopiclevel.Thus,theem ission direc-

tion varies from shot to shot. In addition,a SF pulse

appears after a delay tim e during which m utualcoher-

ence between individual dipoles is established. Note

the principaldi� erence between SF and superradiance

[6,7,14,15]:thelatterdevelopsin asystem in which the

m acroscopic polarization has been initially established

by an externallaser � eld. The key param eter govern-

ing the growth rate ofcooperative em ission is the cou-

plingstrengthbetween theelectrom agnetic� eld andopti-

calpolarization,expressibleasthecooperativefrequency,

!c [4,16].To observeSF from a system ofe-h pairsin a

sem iconductorquantum well(Q W ),

!c =

s

8�2d2N � c

~n2�L Q W

(1)

m ustexceed 2=T2 [or2=(T2T
�
2 )

1=2 ifthe inhom ogeneous

dephasing tim e T �
2 < T2].Hered isthe transition dipole

m om ent;N ,2D e-h density;� ,overlap ofradiation with

the Q W s; ~,Planck’s constant; n,refractive index; �,

wavelength(in vacuum );c,speed oflight;and LQ W ,total

width oftheQ W s.Undertheoptim alSF conditions,the

pulse duration scales as �SF � 1=!c � N
�1=2 and thus

the peak intensity scales as ISF � ~!N =�SF � N
3=2 �

B
3=2 [4,16];seealso Sec.XIIin [5].

Here,weinvestigatelightem ission in an undoped Q W

system in astrongperpendicularm agnetic� eld (B ).The

� eld fully quantizesthe Q W system into an atom ic-like

system with a series of Landau levels (LLs) and thus

strongly increasesthedensity ofstates(DO S)to accom -

m odatea high-density e-h plasm a.W em easureem ission

asa function oflaser uence (Flaser)and B . The em is-

sion characteristics depend upon N (� Flaser) and B ,
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evolving from om nidirectional,inhom ogeneously broad-

ened photolum inescence (PL)atlow densitiesand � elds

through a narrowly peaked but om nidirectionaloutput

� N to a random ly directed buthighly collim ated out-

put� N
3=2 � B

3=2 asthe� eld increases.Thesuccessive

stagesofem ission progressfrom low density PL through

a regim e where am pli� ed spontaneous em ission (ASE)

dom inates into a regim e characterized by stochastically

oriented buthighly directionalem ission.

Sam ples were grown by m olecular-beam epitaxy on

G aAs,consisting ofa G aAs bu� er followed by 15 lay-

ersof8-nm In0:2G a0:8AsQ W sseparated by 15-nm G aAs

barriers and a 10-nm G aAs cap layer. W e used a

150 fs, 775 nm Ti:Sapphire regenerative am pli� er sys-

tem ,and m easured thePL asa function ofFlaser,B ,and

pum p spotsize and geom etry,up to 9.7 m J/cm 2,25 T,

and 3� 3 m m 2 (the sam ple size),respectively. Approx-

im ately 1012 e-h pairs/cm 2 were generated for Flaser �

0.01 m J/cm 2.The laserbeam wasdelivered into a 31 T

Bitter-type m agnet through free space and focused us-

ing a sphericalor cylindricallens. The Q W plane was

perpendicular to B . Em ission was collected using opti-

cal� bers from the opposite face and cleaved edges of

the sam ple and analyzed with a grating spectrom eter

equipped with a charge-coupled device detector. Un-

lessnoted,each spectrum consisted oftheem ission from

� 1000 pulses. Two right-angle m icro-prism s redirected

the edge em ission from the sam ple to collection � bers.

Thecollection area oftheprism swas1� 1 m m 2,and the

com puted acceptanceanglebased on geom etrywas� 40�.

Excitation at775 nm createscarriershigh in the bands

with an excessenergy of270 m eV (the energy di� erence

between the initialcarrier states and the 0-0 LL [17]),

and thus a very short T2 (a few fs). The carriers then

therm alize,becom ing quantized with a longerT2.Thus,

theresultinge-h plasm aisinitiallycom pletelyincoherent.

Figure 1 shows spectra collected at the sam ple edge

perpendiculartotheexcitation direction,i.e.,em ission in

theQ W plane(a)versusB ata� xed Flaser and (b)versus

Flaser ata � xed B (20 T)at10 K foran excitation spot

sizeof0.5 m m .A threshold isobserved in both cases;in-

hom ogeneously broadened PL peaks(� 9 m eV)are seen

ateach interband LL transition untilFlaser and B exceed

a threshold value,whereupon a narrow peak (� 2 m eV)

em erges from the high-energy side ofthe broad feature

and dom inatesathigh Flaser. Identicalspectra are seen

when collecting from above the pum p spot,i.e.,out-of-

plane (left inset), although at a m uch lower e� ciency.

Increasing or decreasing the pum p spot size resulted in

qualitatively sim ilar spectra for a given  uence. Thus,

the observed behavioris notdue to a spatially orspec-

trally inhom ogeneous distribution ofcarriers and indi-

cates the onset ofstim ulated em ission. Sharp em ission

features are observed to 130 K (right inset), with the

threshold � eld for0-0 LL increasing from 12 T to 28 T

asthe tem peratureincreasesfrom 10 K to 110 K .
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FIG .1:(ColorO nline)Em ission spectra asa function of(a)

m agnetic�eld for�xed uence(0.62 m J/cm
2
)and (b)uence

fora �xed �eld (20 T).To com paretheedge(red line)to cen-

ter(blueline)collection in theinsetofFig.1(a),theopposite

face is m ultiplied by 5000. The inset in (b) shows how the

threshold m agnetic �eld dependson tem perature.

The integrated strength ofthe 0-0 LL em ission versus

B [Fig.2(a)]and Flaser [Fig.2(b)]wasobtained from a

Lorentzian lineshape analysis ofthe narrow blueshifted

feature for a 0.5 m m excitation spot. Below 12 T (and

0.01 m J/cm 2),narrow em ission is notobserved. In the

range 12-14 T (0.01-0.03 m J/cm 2),the signalgrowslin-

early (green lines)with both B and Flaser. Above 14 T

(0.03 m J/cm 2),the em ission strength becom essuperlin-

ear (blue lines) with the integrated signalS / B
3=2.

Above0.2 m J/cm 2 in Fig.2(b),thesignalresum esa lin-

earscaling. The linewidths(red circles),also plotted in

Figs.2(a)and 2(b)reveala rem arkable correlation with

theem ission strength.In thelinearregim e,thelinewidth

decreases m onotonically both versus B and Flaser until

the em ission becom es superlinear,where the linewidth

begins to increase. W hen the laser spot was increased

(decreased)to3m m (0.1m m )asshown in Figs.2(c)and

2(d),narrow em ission was observed,but both the inte-

grated signalS and thelinewidth exhibited qualitatively

di� erentscaling,and in both ofthesecases,thelinewidth

m onotonically decreased with increasing  uence.

Figure3 presentsthedirectionality oftheem ission for

single pulse excitation. Figure 3(b) illustrates a series

ofspectra upon single pulse excitation ata  uence cor-

responding to the superlinearem ission regim e in Fig.1

(9.7 m J/cm 2,25 T)fora 0.5 m m diam eterspotsizecol-

lected through edge 1 (black)and edge 2 (red). Figure

3(c) displaysthe m axim um peak heightfrom each edge

(norm alized to 1.0)versusshotnum berforthe pum ping

conditionsin Fig.3(b).Them axim um observed em ission

strength in Fig.3(c)  uctuates as m uch as eight tim es

the m inim um value, far greater than the pum p pulse

 uctuation (� 2% ). This strong anticorrelation between
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FIG .2: (Color O nline) Em ission strength and linewidth of

the narrow peak from the 0-0 LL versus (a) B and (b,c,d)

Flaser fordi�erentpum p spotsizes.Both B and F laser are on

a logarithm ic scale. The inset of(a) shows the convolution

m ethod using a Lorentzian forthesharp peak and a G aussian

for the broaderlower-energy peak. The blue (green)linesin

(a-d)indicate the superlinear(linear)regim e.

signalsreceived by di� erentedgesindicatesa collim ated

butrandom ly changing em ission direction from pulse to

pulse. Ata lowerFlaser = 0.02 m J/cm 2 (obtained with

a 3 m m spot), qualitatively di� erent behavior is seen;

Fig.3(d)showsom nidirectionalem ission on every shot,

asexpected for ASE orPL.W e also probed the spatial

and directionalcharacteristics of the em ission process.

Using a cylindricallensto generatea rod-likeexcitation

region,wem easured thesignalasafunction ofanglefrom

0� to 180� forFlaser = 0.02 m J/cm 2 and B = 25 T (not

shown). The em ission washighly directionalwith a 40�

divergence,com parable to the m easurem entacceptance

angle. In addition,the m easured am plitude ratio along

thelongaxisrelativetotheshortaxiswasconsistentwith

exponentialgain,asexpected fora stim ulated process.

The scaling ofthe LL peaks,the linewidth evolution,

and em ission directionality pointto the following evolu-

tion asFlaser and B areincreased:(i)In thelow-density

lim it (B < 12 T,Flaser < 5 �J/cm 2),excited e-h pairs

relax and radiate spontaneously through interband re-

com bination.The em ission isisotropic with an inhom o-

geneousG aussian width of� 9 m eV.(ii)Ata critical u-

ence� 0.01 m J/cm 2 and B = 12 T,population inversion

is established and ASE develops, leading to the em is-
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FIG .3: (Color O nline) (a) Experim entalschem atic showing

single-shotexcitation and collection. (b)Fourrepresentative

em ission spectra from edge 1 (black)and edge 2 (red)�bers,

excited from single laserpulse and m easured sim ultaneously.

Norm alized em ission strength from the 0-th LL versus shot

num berin the (c)SF regim e and (d)ASE regim e.

sion ofpulses.Figure3(d)showsthatASE issim ultane-

ously em itted in alldirectionsin the plane. The reduc-

tion in linewidth with increasing uenceresultsfrom con-

ventionalgain narrowing:spectralcom ponentsnearthe

m axim um ofthe gain spectrum arepreferentially am pli-

� ed than com ponentswith greaterdetuning[Fig.2(a),(b)

below 17 T and 0.03 m J/cm 2]. In the high gain regim e,

the spectralwidth reducesto 2 m eV FW HM butisstill

largerthan 2=T2.(iii)W hen the DO S and physicalden-

sity are su� ciently high,the cooperative frequency !c

[Eq.(1)]exceeds2=(T2T
�
2)

1=2. The e-h pairsestablish a

m acroscopic dipole after a short delay tim e and em it a

pulse through cooperative recom bination (ora sequence

ofpulses,depending on the pum p  uence and the size

ofthe pum ped area). Due to inhom ogeneous broaden-

ing,the pulse spectralwidth (inverse duration) can be

sm allerthan the totalwidth ofthe radiation,so thereis

no strong broadening ofthe line,asshown in Fig.2(a).

O nly atvery high pum p powersthelinebroadensdueto

the reduced pulse duration,untileventually saturation

(dueto the� lling ofallavailablestates)haltsthefurther

decrease in pulse duration. The transition from ASE to

cooperative em ission at0.03 m J/cm 2 is consistentwith

thisobservation.Signi� cantly,we � nd thatunlike ASE,

which should be em itted in alldirectionswith the sam e

intensity [Fig.3(d)],in this regim e the initialquantum

 uctuationsgrow to a m acroscopiclevelto establish co-

herence and lead to strong directional uctuationsfrom

shottoshot[Fig.3(c)].Thereturn tolinearscalingabove

0.1m J/cm 2 isacom bined resultofabsorption saturation

ofthe pum p and saturation ofSF em ission.

Sincethedata wascollected in a tim e-integrated fash-

ion,wecannotdirectly probethepeak SF intensity scal-
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ing m entioned after Eq.(1). There are two lines ofev-

idence indicating that the observed superlinear scaling

is due to the form ation ofm ultiple SF pulses from the

0-0 LL.The superlinearincrease for the 0-0 em ission is

accom panied by an em ission decrease from higher LLs,

im plying a fastdepletion ofthe0-0 levelthrough SF fol-

lowed by a rapid relaxation ofe-h pairsfrom higherLLs

and subsequentre-em ission. Also,the single pulse data

showsthatthe two � beroutputsareeithercorrelated or

anti-correlated in roughly equalproportion. Fastrelax-

ation from higher LLs replenishes the 0-0 LL,resulting

in a second pulse ofSF em ission in a random direction.

O n average,in 50% shotsboth edgesreceivea SF pulse,

and in the other 50% shots,only one edge willreceive

both pulses,in qualitativeagreem entwith observations.

It could be argued that the observed em ission char-

acteristics are consistent with pure ASE (‘lasing’),but

this can be ruled out as follows. Collim ated,random ly

directed em ission,and superlinear scaling are observed

only when the pum ped spot is 0.5 m m ,approxim ately

equalto the theoretically predicted coherence length for

SF em ission in Q W s,Lc � c�SF ln(ISF=ISE). They are

not observed for 0.1 m m and 3 m m spot sizes. Fur-

therm ore,feedback from facetre ection isnaturally sup-

pressed in our structures: propagation m odeling indi-

cates that the em ission is guided in the pum ped region

due to polariton dispersion. O ptically excited e-h pairs

create a Lorentzian-type dispersion ofthe refractive in-

dex n � N � =(� 2+ 2)nearthecentralfrequency ofeach

interband LL transition,where � is the detuning from

the transition frequency and  isthe linewidth.The en-

hancem entofn on the high energy side ofthe inverted

interband LL transition in the pum ped region,added to

the background index contrast between the M Q W and

substrate,isableto supportguided m odescon� ned only

in the pum ped region. Such m odes willbe blueshifted

by � �  with respect to the peak ofthe spontaneous

PL line,in agreem entwith (Fig.1). O nce the radiation

leavesthepum ped region,itdivergessuch that� 5� 10�4

getscoupled back into the guided m ode.Self-guiding in

the pum ped region is essentialfor achieving high-gain

ASE and then SF.Additionalsuppression com es from

the area outside thepum p region,sinceitactsasa high

lossabsorbercom prised an ensem bleoftwo-levelsystem s

in the ground state.Finally,pure SF doesnotrequire a

rod-like geom etry. As shown in Refs.4, 18, coopera-

tiverecom bination isnotconstrained by thegeom etry of

the excitation region. O m nidirectionalsuper uorescent

em ission has been observed in cesium [18]. M oreover,

the disk-like geom etry ofthe pum ped active region al-

lowsustoobservethekey evidenceforSF,nam ely strong

shot-to-shot uctuationsin the em ission direction. Pre-

viousexperim entsalm ostexclusively em ployed arod-like

geom etry, in which the only direct signature of SF is

the m acroscopic uctuationsofthe delay tim e ofthe SF

pulse. In a sem iconductorsystem they would be m ani-

fested on the sub-psscale and very hard to observe.Fi-

nally,wenotethatpriorfourwavem ixingexperim entson

intra-LL relaxation [19]haveshown thatcoherenceislost

within < 250fs,buttheseexperim entswereconducted at

m uch lowerdensities (� 1010 cm �2 ) and m agnetic � elds

(8 T).Densities(� elds)in excessof1012 cm �2 (12T)are

required forcooperativeem ission.

In conclusion,we have observed cooperative em ission

in a strongly-coupled sem iconductor system . Using in-

tenseultrafastexcitation and strong m agnetic� elds,the

resulting density and energy con� nem entissu� cientto

generateaspontaneousm acroscopicpolarizationthatde-

caysthrough theem ission ofSF pulses.O urexperim ents

observe this phenom enon by exploiting its quantum -

stochasticnatureand dem onstratethatphoton-m ediated

quantum coherence can develop spontaneously even in

strongly-interacting sem iconductorsystem s.
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