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The scaling behavior of the Portevin-Le Chatelier (PLC) effect is studied by deforming a 
substitutional alloy, Al-2.5%Mg and an interstitial alloy, low carbon steel (0.15%C, 0.33%Mn, 
0.04%P, 0.05%S, 0.15%Si and rest Iron) at room temperature for a wide range of strain rates. 
To reveal the exact scaling nature, the time series data of true stress vs. time, obtained during 
the tensile deformation (corrected for drift due to strain hardening by polynomial fitting 
method), are analyzed by two complementary methods: the standard deviation analysis and the 
diffusion entropy analysis. From these analyses we could establish that in the entire span of 
strain rates, PLC effect showed Levy walk type of scaling property.    

 
 

 
 
 
 
 
 
 
 
 
International Conference on Statistical Mechanics 
of Plasticity and Related Instabilities 
Indian Institute of Science, Bangalore 
August 29 – September 2, 2005

                                                 
* Speaker 



 

 
     2 

 
 

Scaling Behavior of Portevin-Le Chatelier Effect A. Sarkar

1. Introduction 

The Portevin-Le Chatelier (PLC) effect, also known as jerky flow, denotes a plastic 
instability, which is related to the discontinuous plastic flow and plastic strain inhomogeneities. 
It has been observed in many dilute metallic solid solutions including both interstitial [1] and 
substitutional [2]. The PLC effect is usually undesirable due to its detrimental influences like 
the loss of ductility and the appearance of surface markings on the specimen.  

The microscopic origin of the PLC effect is still a matter of debate. The general 
consensus explains the origin of the PLC effect as the dynamic interaction between the moving 
dislocation and the diffusing solute atoms. The mobile dislocations which are carrier of the 
plastic strain move jerkily between the obstacles provided by the other defects. This 
microstructural process is denoted as the dynamic strain ageing (DSA) [3-5]. The DSA leads to 
a negative strain rate sensitivity (SRS) of the flow stress within a certain range of the applied 
strain rates and temperatures when the mobile dislocations and the solute atoms have 
comparable mobility. Bands of localized deformation are then formed, in association with stress 
serrations.   

The PLC effect has been extensively studied over the last several decades [3-7] with the 
goal being to achieve a better understanding of the small-scale processes and of the multiscale 
mechanisms that link the mesoscale DSA to the macroscale PLC effect. The technological goal 
is to increase the SRS to positive values in the range of temperatures and strain rates relevant for 
industrial processes. This would ensure material stability during processing and would eliminate 
the PLC. 

The search for correlation in the space-time distribution of dislocation activity during 
plastic deformation is a major goal in the dislocation dynamics research. Many papers purport to 
characterize the space-time organization of dislocation activity in different strain rate and 
temperature regimes. The flurry of interest from physicists comes from their fascination with 
the self-similar properties of stress drops together with the development of novel concepts and 
techniques that may provide proper insights.  Investigating statistical properties of the stress-
time series and the behavior of the stress fluctuations proved to be a useful approach to study 
the underlying dynamics of the PLC effect. 

For tensile tests at constant applied strain rate different type of PLC instabilities are 
distinguished according to the spatio-temporal organization of the deformation bands. In 
polycrystals three generic types of bands: type C, B and A can be distingusihed. At low strain 
rates type C bands appear at random in the space. At medium strain rates type B bands exhibit 
an oscillatory or intermittent propagation along the tensile axis. At high strain rates type A 
bands propagate continuously and smoothly as solitary plastic waves [8-10]. 

Scaling as a manifestation of underlying dynamics is familiar throughout physics. It has 
been instrumental in helping scientists gain deeper insights into problems ranging across the 
entire spectrum of science and technology. Scaling laws typically reflect underlying generic 
features and physical principles that are independent of detailed dynamics or characteristics of 
particular models. Scale invariance seems to be widespread in natural systems [11]. Numerous 
examples of scale invariance properties can be found in the literature like earthquakes, clouds, 
networks etc. [12-15]. In this paper we study the scaling behavior of the PLC effect. 

Since the time of the discovery of the PLC effect, the research on the types of serrations 
has been restricted almost completely to f.c.c substitutional alloy. Serrations in b.c.c alloy 
systems, which are caused by interstitially dissolved elements seem mostly devoid of any 
regular features. 
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2.  Experimental 

In this work we report the study of detailed scaling behavior of the PLC effect in alloys 
(substitutional and interstitial) with different crystal structure and microstructure. We have 
carried out tensile testing on polycrystalline flat Al-2.5%Mg alloy and  cylindrical low carbon 
steel samples. For Al-2.5%Mg alloy samples the gauge length, width and the thickness were 25, 
5 and 2.3 mm respectively. For the low carbon steel samples the gauge length and diameter 
were 25 and 5 mm respectively. Samples were tested in a servo controlled INSTRON (model 
4482) machine. All the tests were carried out at room temperature (300 K) and consequently 
there were only one control parameter: the applied strain rate. To monitor closely its influence 
on the dynamics of jerky flow, strain rate was varied from 6.03×10-5 sec-1 to 2.21×10-3 sec-1. The 
PLC effect was observed throughout the range. The stress-time response was recorded 
electronically at periodic time intervals (20 Hz). The stress data taken for analysis were 
corrected for the strain hardening drift by the method of polynomial fitting. 
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Figure 1:  Typical segments of the True Stress vs Time curve for (a) Al 2.5%Mg alloy and 
(b)Low Carbon Steel sample deformed at strain rate of 3.85×10-4 Sec-1 and 1.12×10-3 Sec-1 
respectively.  
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3.  Methods of Analysis 

Scale invariance has been found to hold empirically for a number of complex systems, 
and the correct evaluation of the scaling exponents is of fundamental importance in assessing if 
universality classes exist [16]. We make use of two complementary scaling analysis methods 
the standard deviation analysis (SDA) and the diffusion entropy analysis (DEA) to study the 
scaling behavior of the PLC effect [17-20]. 
SDA and DEA 
 SDA and DEA together are found very efficient to detect the exact scaling behavior of a 
time series. The need for using these two methods to analyze the scaling properties of a time 
series is to discriminate the stochastic nature of the data: Gaussian or Levy [18]. Recently, 
Scafetta et al. [21] had shown that to distinguish between fractal Gaussian intermittent noise and 
Levy-walk intermittent noise, the scaling results obtained using DEA should be compared with 
that obtained from SDA. 
 These methods are based on the prescription that numbers in a time series {ξi} are the 
fluctuations of a diffusion trajectory; see Refs. [17-20] for details. Therefore, we shift our 
attention from the time series {ξi} to the probability density function (pdf) p(x,t) of the 
corresponding diffusion process. Here x denotes the variable collecting the fluctuations and is 
referred to as the diffusion variable. The scaling property of p(x,t) takes the form 

( ) 





= δδ t

xF
t

txp 1,                                       (1) 

In the SDA one examines the scaling properties of the second moment of the diffusion process 
generated by a time series. SDA is based on the evaluation of the standard deviation )(tD of the 
variable x, and yields 

γttxtxtD ∝−= 22 ;;)(                       (2) 

The exponent γ is interpreted as the scaling exponent. It is evaluated from the gradient of the 
fitted straight line in the log-log plot of )(tD  against t . 
The DEA was developed [17] as an efficient way to detect the scaling and memory in time 
series for variables in complex systems. This procedure has been successfully applied to 
sociological, astrophysical and biological time series. DEA focuses on the scaling exponent δ 
evaluated through the Shannon entropy S(t) of the diffusion generated by  the fluctuations { }iξ  
of the time series [17,18]. Here, the pdf of the diffusion process, ( )txp , , is evaluated by means 

of the sub trajectories ( ) ∑ = +=
t

i nin tx
0
ξ  with n =0,1,.. If the scaling condition of Eq. (1) holds 

true, it is easy to prove that the entropy  
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increases in time as 
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where δt
xy = . Eq. (4) indicates that in the case of a diffusion process with a scaling pdf, its 

entropy ( )tS  increases linearly with ( )tln . The scaling exponent δ  is evaluated from the 
gradient of the fitted straight line in the linear-log plot of ( )tS  against t . 
Finally we compare γ  and δ . For fractional Brownian motion the scaling exponent δ  
coincides with the γ  [19]. For random noise with finite variance, the diffusion distribution 
( )txp ,  will converge, according to the central limit theorem, to a Gaussian distribution with 

γ = δ =0.5. If γ  ≠ δ  the scaling represents anomalous behavior. The diffusion processes 
characterized by Levy flights fall into the class of anomalous diffusion. In this case the Eq. (1) 
still holds true but the variance is not finite and, therefore, the variance scaling exponent cannot 
be defined. Another interesting example of the anomalous diffusion is the case of Levy-walk, 
which is obtained by generalizing the central limit theorem. In this particular kind of diffusion 
process the second moment is finite but the scaling exponents γ  and δ  are found to obey the 
relation 

γ
δ

23
1
−

=                                             (6) 

[22], instead of being equal. 
 

4.  Results and Discussions 

Fig. 2 and Fig. 3 show the typical plot of the SDA and the DEA for Al-2.5%Mg alloy 
and low carbon steel respectively. The scaling exponents are shown in the figures. It is seen that 
the SDA scaling exponent (γ ) and the DEA scaling exponent (δ ) are high for all the cases. 
The high values of the exponents imply a strong persistence of the stress fluctuations. 
Moreover, we note that the SDA scaling exponents γ  are larger than the DEA scaling 
exponentsδ  and obey the Levy walk scaling relation (6) for both the alloys in the entire span of 
strain rate. These results suggest that the Levy walk scaling properties emerge from the local 
strain rate anomalies which in turn are related to the intermittency of the dislocation activity.   

From the scaling analysis it is clear that the PLC effect follows a Levy walk scaling 
behavior irrespective of the alloy type, microstructure and the crystal structure. Now the 
question arises is- how robust is the observed scaling property? To check the robustness of the 
observed scaling behavior we have corrupted 2% of the stress data (randomly chosen) by adding 
noise of magnitude multiple of the standard deviation (std) of the stress data. We found that 
addition of noise of magnitude of four times of the std the scaling exponents did not change and 
the scaling behavior is retained by an addition of noise of magnitude of ten times of std. This 
confirms the robustness of the scaling property of the PLC effect. 
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Figure 2: SDA of the Stress vs. Time data obtained from Al-2.5%Mg alloy and Low carbon 
steel samples during tensile deformation at a strain rate of 3.85×10-4 Sec-1 and 1.12×10-3 Sec-1 
respectively.  
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Figure 3: DEA of the Stress vs. Time data obtained from Al-2.5%Mg alloy and Low carbon 
steel samples during tensile deformation at a strain rate of 3.85×10-4 Sec-1 and 1.12×10-3 Sec-1 
respectively.  
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Alloys studied in this work are entirely different as far as the crystal structure and the 

microstructure are concerned. The Al-2.5%Mg possesses face centered cubic (f.c.c) crystal 
structure and it is a substitutional alloy. On the contrary the low carbon steel possesses body 
centered cubic (b.c.c) crystal structure with interstitial solute atoms. But the scaling analysis on 
the PLC effect of both the alloys reveals the persistence Levy walk type of scaling behavior. 
This establishes the universality of the scaling behavior of PLC effect. The universality of the 
scaling behavior suggests that though types of ingredient changes the underlying reason behind 
the PLC effect i.e. the jerky movement of dislocations remains almost similar. 
 
5.  Conclusions 

We have studied the scaling behavior of the Portevin-Le Chatelier effect in different 
alloy systems using two complementary scaling analysis methods: SDA and DEA. The analyses 
were performed for a wide range of strain rates where different types of deformation bands are 
observed. The relation of the two scaling exponents in each strain rates obtained through our 
analysis for both the alloys clearly suggests that PLC effect follow a Levy walk type of scaling 
behavior, independent of the material and strain rate. The scaling behavior is also found to be a 
robust one. 
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