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Severalinteresting phenom ena are observed when m aterials are putunderpressure. The goalis

to achieve m odi�cation and controlover their m echanicaland electronic (conduction) properties.

W ithin thisspirit,wehaverecently focused ourattention intohow carbon nanostructuresrespond to

hydrostatic pressure. W e perform ed M onte Carlo sim ulations with the Terso� potentialofvarious

free-standing carbon nanostructures. These range from fullerenes,onions and carbon spheres to

nanotubesand nanodiam onds.O ursim ulationsshow thatthenanostructuresundergo som enotable

structuralm odi�cations.

IN T R O D U C T IO N

In recentyears,novelcarbon m aterialsare studied intensively because oftheir enorm ouspotentialutility. They

display unique structural,m echanicaland electronic properties. M uch research has been done since the m id 80’s

when C60 wasdiscovered [1].New perspectivesconjured after�nding the 4th form ofCarbon:nanotubes[2].These

structureshaveinspired interesting advancesin science and guided the visualization and production ofsim ilarother

stable structures such as peapods (C60 inside CNT) [3]and a variety offullerenes. In these categories ofCarbon

form s,Carbon onions[4]and Carbon spheres[5]arealso included.

Carbon nanotubes(CNT)display a unique structure and exhibitexceptionalpropertiessuch ashigh sti�nessand

exibility,tunable electricalconduction between m etallic and sem iconducting states. Fullerenes,on the otherhand,

areidealform anipulating m aterialson a m olecularscalein orderto form ortailorstructuresofthissize.Regarding

thehybrid form sofCNT and fullerenes,nam ely peapods,theirtunableelectronicpropertiesm ustbeunderlined,since

they exhibitelectronicfeaturesadditionalto thatofCNT,which arestrongly dependenton thelocation offullerenes

along the tube. In addition,Carbon onionscan be used in energy storage and fuelcellsand asim m ensely tiny ball

bearingsthatm ay be used in nanom achinesbuilton the scale ofm olecules.Carbon spheres[5],which consistofan

am orphousCarbon (a-C)core and graphine (fullerene-like)shells,m ight�nd potentialapplication such ascatalyst

carriers,lubricantsand hydrogen storagem aterials.

O n the otherhand,a hybrid sp2 -sp3 Carbon nanoclusterare bucky diam onds. These are Carbon nanoparticles

with a diam ond core ofa few nm and a fullerenelike surface [6]. Bucky diam onds are expected to be present at

m eteorites in residues ofdetonation as wellas inclusions ofdiam ondlike �lm s. Q uantum con�nem ent e�ects are

presentifthesebucky diam ondsbecom esm allerthan 2 nm .An open,though,question istheirbehaviourifthey are

coalesced,suspended orinterconnected.

Alloftheabovenanostructuresarepotentialbuildingblocksofnanotechnology.M anyofthem havebeen extensively

investigated theoretically and experim entally to discovertheirproperties. Application ofpressure hasbeen used in

the case ofnanotubes[8]particularly ifthey form bundles[9].The pressure,though in m ostcasesisaxial,contrary

to ourcalculations.

In the currentstudy,we aim to exam ine how Carbon nanostructuresrespond under pressure and reveala trans-

form ation path. Hydrostatic pressure is,thusapplied and the structuraldeform ation are exam ined.Estim ationson

criticalvalues ofpressure at which these deform ations occur willalso be presented. An intim ation,�nally,ofthe

coalescence ofbucky diam ondsunderpressure willbe m ade asitis essentialto know the way thatnanoscale units

join. These issuesare interesting asthey can lead to di�erentcon�gurationsand provide waysofm odi�cation and

controlofthe electronicpropertiesofthe Carbon nanostructures[10].

M ET H O D O LO G Y

Com putersim ulationsusing em piricalpotentialsaree�ectivem ethodsfortheanalysisofstructuraland m echanical

propertiesofcom plex system s. The M onte-Carlo (M C)technique,m ore speci�cally,isable to handle large system s

and is preferable forstatisticalaccuracy. A canonical(N,P,T)ensem ble wasused in orderto apply pressure to the

system .In thisapproach,the atom icinteractionswerem odeled through the Terso� potential[7].

In addition to the Terso� potentialthe Lennard-Jones potentialwas also im plem ented into the calculations to
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sim ulate the long range Van derW aalsforceswhereverthey exist(i.e. am ong C60 m oleculesand nanotubesora-C

atom sand nanotube atom s,and m oregenerally between sp2 cages).The param etersofthispotentialwere given by

Lu and W ang [13]:�= 2.964 m eV,�= 3.407�A,and havebeen used succesfully to describethebulk propertiesofsolid

C60 and m ultiwallnanotubes[13,14])

R ESU LT S - D ISC U SSIO N

Hydrostatic pressuresranging from 0 to 100 G Pa were applied on Carbon nanostructures. Asa �rststep we use

only onenanostructurepersim ulation.Thesim ulation tem peratureis300K ,whilecalculationsfor1500K and 2000K

in the caseofnanodiam ond coalescencewerealso carried out.

Thee�ectofpressureon singlewallnanotubes(swnt)hasalready been studied,although in m ostcasesthepressure

wasaxial[8,11]. The resulting structuresconsistofa seriesofsegm entsresem bling deform ed ellipsoids,connected

with narrowed junctionsand are actually buckled. Thisbuckling isnoticeable forpressureshigherthan 3 G Pa and

range up to 5-7 G pa. Som e sp3 sitesthe approaching shellsare also form ed. These sp3 atom sare m ostly clustered

and arelocated on thenarrowed junctions.An elasticrecoveryofthesebuckled swntsupon decom pression wasfound,

although asthe pressureincreasessom edefectsstillexist.

M ulti-wallnanotubes(m wnts)underpressureshow sim ilartrends,where sp3 hybridization isagain visible.These

resultscoincidewith anotherstuy published whilewewereanalyzing ourresults[12].Thebuckling ofm wntsisvisible

atrelativehigh pressures.The criticalpressureisaboutone orderofm agnitude higherthan in the caseofswnts.It

iscalculated around 30-50 G Pa.Long rangevan derW aals(vdW )forcesarepresentbetween the adjacentwallsofa

m wnt.Thesem ay play a rolein the signi�cantincreaseofthe buckling pressure.

An analogousincreaseofthebuckling pressurewasevidentalso in thecaseofcom pressed peapods.Anotherpoint

here,isthataspressurecontinuesto risethesurrounding swntm ay bond to theinnerarray ofC60s.Focusing atthis

innerarray showsa coalescence ofthe fullerene m oleculeswhile buckling takesplace. An exam ple ofa com pressed

(12,12)peapod ata pressure of70 G Pa,is shown in Fig.1a. The inner coalesced C60s atthis pressure is shown in

Fig.1b.

Fullerenes,on the otherhand,sphericaland ovalshaped werealso putunderpressure.The form erobtain a shape

sim ilarto a buckled star,while the lattera m ore rectangularone. An initially spherical(C540)and an ovalshaped

(C100)fullerenewith diam etersofabout21and 11.6�A,correspodingly areshown in Fig.2.Theirtransform ation takes

placeatm odestpressures� 5-6 G Pa.

Thee�ectofhydrostaticpressureon Carbon onionsissim ilartothatoffullerenesand propagatesthrough theshells

leaving alm ostuna�ected the inner shellwhich in oursim ulations correspondsto sm allfullerenes ofapproxim ately

0.8-1nm size,like C60 or C70. Carbon onions com pressed at around 50 G Pa develop a surface sim ilar to that of

sphericalonions.

O ne rem ark concerning the con�guration ofCarbon spheresisthatthe internalam orphousCarbon (a-C)form sa

shellresem bling thatofthe fullerene,having a high percentage of6-fold rings. No bonding takes place am ong the

innerand the outershell.Asthe pressure increasesup to approxim ately 80-100 G Pa the spheres,both the fullerene

shelland the a-C core,atten attheiredgesand turn into cubes(Fig.2).

A �nalprelim inary resultthatwillbe given hereisthecoalescenceofdiam ond nanocrystals.Theopen question is

whetherthey develop a reconstructed surface(and becom ebucky diam onds)even ifthey arecom pressed.In orderto

givean answer,we�rstly com pressed undervariouspressuresa freestanding sphericalnanodiam ond ofa 6.8�Aradius.

Asweraised thetem peratureup o 1500K thefullerenelikereconstruction occured even underthee�ectpressuresup

to 50-70 G Pa.The sam e procedure wascarried outfortwo diam ond nanocrystalsatvarioussm alldistancesof3-10

�A.The reconstruction again occured at sim ilar to the above,conditions. An exam ple is given in Fig.4,where two

nanodiam ondsofa 6.8 �Aradiusarecom pressed and theircoalescenceisprom oted.In thecase,�nally ofrelativesm all

tem peraturescloseto 300-500K ,the bonding am ong the two nanostructuresisvisible,butno reconstruction occurs.

C O N C LU SIO N S

Resultsregarding the e�ectofhydrostatic pressure on di�erentfree-standing Carbon structuresofthe nanom eter

scale werepresented.Theirstructuraltransform ationswere studied,which m ay reveala path to the m odi�cation of

theiselectronic properties.A m odestbuckling pressure forsingle wallnanotubeswere found,which increased signi�-

cantly forstructuresincluding van derW aalsforces.Finally,a prelim inary study on thecoalescenceofnanodiam onds

showed thatthey develop a fullerenelikereconstructed surfaceeven underpressure.
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(a)

(b)

FIG .1:Peapod undera pressure of100G Pa (a).The coalesced array ofthe internalC 60s isshown in (b).

(a) (b)

FIG .2:FiguresofC 100 and C 540 aftertheircom pression at� 5G Pa.Theirinitialshapewasovaland spherical,correspondingly.
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(a) (b)

FIG .3:ViewsofCarbon spheres(a)before and (b)afterthe exertion of100 G Pa.The internalgrey atom scorrespond to the

a-C core.

FIG .4: Coalescing of2 nanodiam onds (each with a radius of6.8 �A) at 1500K under a pressure of20 G Pa. W hite atom s

correspond to sp
3
bonding,while the black onesto sp

2
.Bondsclose to 1.4-1.5 �A are form ed.


