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Abstract

The iron carbide F e3C is studied by the �rst-principle density functionaltheory. It is shown

thatthe crystalstructure with the carbon disposition in a prism atic environm enthasthe lowest

totalenergy and the highest energy ofm agnetic anisotropy as com pared to the structure with

carbon in an octahedron environm ent. Thisfactexplainsthe behaviorofthe coercive force upon

annealing oftheplastically deform ed sam ples.Theappearanceofcarbon atom sin theoctahedron

environm entcan berevealed by M ossbauerexperim ent.

PACS num bers:75.50.Bb,75.60.Cn,71.15.Ap

�Electronicaddress:arzhnikov@ otf.pti.udm .ru

1

http://arxiv.org/abs/cond-mat/0606024v1
mailto:arzhnikov@otf.pti.udm.ru


I. IN T R O D U C T IO N

The study ofthe properties ofcem entite,that is ofiron carbide Fe3C,has been con-

ducted fora long tim e.Originally,cem entitewasinvestigated asa com ponentofsteelsthat

essentially a� ects their m echanicalproperties. Som e attention was paid to the m agnetic

propertiesin connection with nondestructive m ethodsofthesteelcontrol.

A recentsplash ofinterestin the Fe3C propertiesm ay be explained,� rst,by new pos-

sibilities ofobtaining m etastable com pounds with m echanicalalloying,im plantation and

so forth (see,forexam ple,Refs.[1,2,3,4]). Besides,the m onophase Fe3C by itselfhas

attracted considerableinterestdueto thepeculiaritiesin thebulk m odulusbehavior[5]and

theinstability ofthem agneticstateunderpressure[6,7].Finally,an additionalim pacthas

been given by thestudiesdealing with thechem icalcom position oftheEarth’score[8].

Thecem entitestructureisbelieved tobeknown wellenough [9]asforthearrangem entof

iron atom sthatiswelldetected by X-ray di� raction.The carbon disposition in thelattice

isstillnotclear. According to Ref.[10]the carbon atom scan occupy 4 positionsbetween

theiron sites.Two ofthem (prism aticand octahedron,Fig.1 and 2)wererepeatedly spec-

i� ed aspossible placesofthe carbon atom s. The two othernam ed by authorsofRef.[10]

distorted prism aticand octahedron positionswerenotdiscussed earlier.Carbon in thetwo

last positions is very close to iron atom s and these con� gurations look im probable. The

contem porary experim entscannotstillgiveunequivocalveri� cation ofthecarbon positions.

The present-day experim antaldata on cem entite testify only thatthe carbon positionsac-

tually depend on the m echanicaland therm altreatm ent. The relevantstructuralchanges

m anifest them selves in both the m echanicaland m agnetic properties. Fig.3 taken from

Ref.[11]showsthecoerciveforceasafunction oftheannealingtem perature.Itsuncom m on

behaviorm ay beattributed only to theredistribution ofthecarbon atom sin theFe3C sys-

tem :withoutsuch aredistribution,annealingshould increasetheaveragegrain size(Fig.3),

reduce the im perfectionsofthe sam ple,and decrease thusthecoercive force.Onecan � nd

otherexperim entalevidenceforthechangesin thecarbon atom spositions,forexam ple,the

changein thenum berofatom sin thenearestenvironm entobtained in EELFS [12],changes

in theM ossbauerspectra [13]and so forth.

Thispaperpresentsthe � rst-principle calculationsconducted in orderto determ ine the

position ofcarbon and itse� ecton thephysicalproperties.Earliertheoreticalinvestigations
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ofcem entite have been carried outin num erouspapers(see,forexam ple,[6,14]and their

references),butonly in Ref.[14]a com parison ofsom echaracteristicsofthetwo structures

with prism atic and octahedron positionsofcarbon wasdone,the relaxation ofthe crystal

latticebeing nottaken into account.

M odels and m ethods ofcalculation

The crystalstructure ofFe3C is an orthorhom bic lattice with the lattice param eters

a=0.4523 nm ,b=0.5089 nm ,c=0.6743 nm [9]. The unit cellcontains two nonequivalent

iron (4 atom sofFe 1 type and 8 atom sofFe 2 type)and one carbon (4 atom s)positions.

The closestto iron atom sarecarbon atom s,in the second sphere ofFe1 atom there are 5

iron atom satslightly di� erentdistances,and in thatofFe2 atom thereare8 iron atom s.

FIG .1:Two unitcellsofcem entite with prism aticenvironm entofthecarbon atom s.Largeblack

ballsshow iron atom s,sm allwhite are carbon.

The calculationspresented in thispaperhave been conducted with a full-potentiallin-

earised augm ented plane wave (FLAPW ) m ethod in the W IEN2k package [15]. In the

FLAPW m ethod thewavefunctions,chargedensity and potentialareexpanded in spherical
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FIG .2:Two unitcellsofcem entite with octahedron environm entofthe carbon atom s.
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FIG .3:The coercive force and average grain size ofcem entite asa function ofannealing tem per-

ature [11].

harm onicswithin non-overlapping atom icspheresofradiusR M T and in planewavesin the

rem aining space ofthe unitcell(interstitialregion).The basissetissplitinto the core and

valence parts. The core statesare treated with the sphericalpartofthe potentialand are
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assum ed to have a spherically sym m etric charge density totally con� ned inside the m u� n-

tin spheres;they are treated in a fully relativistic way. The expansion ofthe valence wave

functionsinsidetheatom icsphereswascon� ned to lm ax = 10 and they weretreated within

a potentialexpanded into sphericalharm onicsup to l= 4.W eused an APW +lo-basis[16].

The wave functions in the interstitialregion were expanded in plane waves with a cuto�

K m ax determ ined by therelation R M TK m ax = 7.Thechargedensity wasFourierexpanded

up to G m ax = 20. First atom ic relaxation have been conducted in the scalar-relativistic

approxim ation forthe valence electron so thatthe atom sare in the positionsofm inim um

totalenergy,where the calculated forces acting on the nucleiequalzero. A m esh of60

specialk-pointswastaken in theirreduciblewedgeoftheBrillouin zone.Using theunitcell

obtained after relaxation,we have conducted calculations ofthe m agnetic characteristics

including the spin-orbitcoupling through the second variationalm ethod [15](the num ber

ofk-pointsherewasincreased up to 432).

R esults and discussion

W e have calculated periodicallattices with di� erent positions ofthe carbon atom s in

the unitcell(Fig.1 and 2),the lattice param etersbeing taken equalto the experim ental

values. In the unitcellthe atom sare shifted to the positionsofm inim um energy,thatis,

therelaxation ofthelatticeism ade.

Table I shows that m ost essentialdisplacem ents (7 % for one distance) occur in the

lattice with octahedron environm ent ofthe carbon atom s;the distances between the iron

atom s in the lattice with prism atic position ofcarbon change by less than 2 % . In spite

ofthefactthatthedisplacem entsm ightily decrease theenergy ofthecellwith octahedron

position ofcarbon,the energy ofthe cellwith prism atic position turns out to be lower,

(E oct � E pris) � 0:0075Ry=at (Table II). This con� rm s that the lattice with prism atic

carbon position and with accountofthe atom ic relaxation hasa m inim um energy,so,itis

the ground state. The di� erence in energy between the two con� gurations ofthe carbon

positionstesti� esthaton theonehand thedeform ation energy underm echanicaltreatm ent

issu� cientto shiftthecarbon from theprism aticpositionsto theoctahedron ones,on the

otherhand the probability ofthese shiftsthrough therm odynam ic  uctuationsissm allat

T < 700K .
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TABLE I:Distances(nm )between the iron atom s(m arked asFe1 and Fe2)obtained from X-Ray

data (nonrelax)and aftertheatom ic relaxation m ade fortwo positionsofcarbon atom s

nonrelax prism atic octahedron

Fe2-Fe2 0.2495 0.2459 0.2314

Fe2-Fe2 0.2495 0.2521 0.2460

Fe1-Fe2 0.2505 0.2515 0.2521

Fe2-Fe2 0.2543 0.2554 0.2622

Fe1-Fe2 0.2572 0.2597 0.2596

Fe1-Fe1 0.2653 0.2663 0.2629

Fe2-Fe2 0.2653 0.2649 0.2694

Fe1-Fe2 0.2673 0.2649 0.2640

Fe1-Fe2 0.2673 0.2671 0.2686

Fe1-Fe2 0.2700 0.2691 0.2715

TABLE II:Totalenergy (Ry)ofthe unitcellfor[001]and [010]directions ofm agnetisation and

itsdi�erence E M A forprism atic and octahedron environm entsofcarbon atom s

direction prism atic octahedron

001 -30852.09422 -30851.97410

010 -30852.09415 -30851.97411

E M A .00007 -.00001

The energy with the spin-orbitcoupling included dependson the direction on m agneti-

sation and isgiven in TableII.

The m agnetic anisotropy energy E M A attractsm ostattention. Note thatfortransition

m etals itis generally di� cult to calculate because ofits sm allvalue being a result ofthe

di� erence oftwo large quantities and close to the calculationalinaccuracy. In the case

under study, E M A in the system with prism atic environm ent of carbon is m uch higher

than in the system with octahedron carbon position and iscalculated m ore reliably. The

calculationsshow thatm agnetizingin the[001]direction ism orepreferablethan in the[010]

one.Them agneticanisotropy energy -thedi� erencein totalenergy between thestateswith
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m agnetization along thesetwo axespervolum e-equals:

E M A = E [010]� E [001]= 7� 10
�5
Ry=cell= 7:9� 10

5
J=m

3
:

The easy-m agnetization axis and the m agnetic anisotropy energy correspond to those

obtained in the experim ent (E M A = 6:97� 105J=m 3)m ade fora Fe3C m onocrystalata

tem peratureof20.4K [17].Som edistinctionsm aybereferred tothecalculationalinaccuracy

orto a possibleinterm ixtureofcarbon in theoctahedron environm entin experim ent.

Forthesystem with carbon in octahedron environm entE M A < 105J=m 3 and isseem ingly

closeto them agneticanisotropy energy ofpureiron 6� 104J=m 3.Using a sim plem odelof

interacting m agneticm om entsattheiron sitesalong theeasy axis,onecan � nd thedom ain

wallwidth (see,for exam ple,[18]) � = �l
p

E exch=E M A. Here l= 0:26nm is the closest

distancebetween theiron atom s,E exch istheexchangeenergy pervolum e.Letusestim ate

E exch from the tem perature ofthe ferrom agnet-param agnetphase transition (TC = 480K

[10]):E exch � kB TC nF e=(ZVcell)= 5:49� 107J=m 3,wherekB istheBoltzm ann constant,nF e

isthenum berofiron atom sin theunitcell,Z = 11� 12isthenum berofnearestneighbors.

So,weobtain �pris � 6:1nm .Such a dom ain wallshould bee� ectively pinned to thedefects

largerthan 10 nm . In Ref.[11]the sam plesstudied were in the nanocrystalline state with

averagegrain sizeofnanocrystalsrangingfrom 10to60nm (Fig.3).Itisnaturaltoassum e

that they are places ofthe pinning ofthe dom ain walls. In the system with octahedron

environm entofcarbon,thedom ain-wallwidth is4� 5 tim eslarger(�oct� 30� 40nm ),and

thenanocrystalslesserthan30nm areofnosigni� canceintheform ationofthecoerciveforce.

During annealing ofthe deform ed cem entite,the carbon atom sm ove from the octahedron

positionstotheprism aticones,thetotalenergy decreasing and thecoerciveforceincreasing

(Fig.3).

The decrease ofthe coercive force in the sam plesafterannealing attem perature higher

than 700 K isdueto a com m on m echanism :thedegreeofhom ogeneity ofthecrystalstate

becom eshigherwith annealing tem perature(Fig.3).

Notethatin spiteofthelargedi� erencein EM A between thelatticeswith prism aticand

octahedron carbon positionsthe m agnitudesofspin ororbitalm agnetic m om ents are not

very di� erent in these two lattices (see TableIII). Taking into account the fact that the

sam plesalwayscontain som eam ountofotherphasesofiron and carbon,them agnetisation

m easurem entsdo notgive a possibility to distinguish the carbon positions. The di� erence
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TABLE III: Spin M spin and orbitalM orb m agnetic m om ents (�B ), electric �eld gradient U zz

(� 1021V=m 2)and asym m etry param eter�.

prism atic octahedron

Fe1 Fe2 Fe1 Fe2

M spin 2.01 1.94 1.88 1.69

M orb 0.05 0.04 0.05 0.03

Uzz 3.12 1.34 2.94 -2.37

� 0.12 0.64 0.88 0.22

in E M A for system s with equalspin m om ents and equalorbitalm om ents results from a

di� erence in solely the electron-density distribution. TableIIIshowsthatthe electric � eld

gradients Uzz at iron sites in the second inequivalent position are ofopposite sign in the

system swith prism aticand octahedron environm entofcarbon.Thisleadsto a quadrupole

interaction ofdi� erent sign,and there should exista di� erence in the M ossbauer spectra.

Thelargequadrupolesplitting � = 0:5e2QUzz = 1:44� 10�27 J,(eQ = 0:18� 10�28 m 2,see

Ref.[19])and the large share ofthese atom sin the cellnF e2 = 8 allow one to believe that

a di� erence in the shape ofthe M ossbauer spectrum m ay be experim entally observed for

thecarbon atom sin an octahedron ora prism aticposition.Di� cultiesin interpreting such

M ossbauerexperim entsarisefrom thesim ultaneity oftheelectricand m agneticinteractions.

Thecom bined hyper� neinteraction,theanglebetween thehyper� nem agnetic� eld and the

electric � eld gradient,and the spatialaveraging m ay essentially com plicate the M ossbauer

spectrum shape.

C onclusions

W ith the help ofthe � rst-principle calculations we show that the m agnetic anisotropy

energy ofcem entite is m uch higher when the carbon atom s are in the prism atic pores in

contrastwith thestructurewhen thecarbonatom soccupytheoctahedron pores.Theform er

structure hasa lowest totalenergy. These calculations explain the experim entalbehavior

ofcoercive force as a function ofthe annealing tem perature for the plastically deform ed

sam ples. The experim entaldata and the results ofcalculations con� rm a possibility of
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di� erentcarbon disposition between theiron sitesin cem entiteand them ovem entofcarbon

atom sduring them echanicalortherm altreatm ent.Such structuralchangescan bedirectly

detected in theM ossbauerexperim entby a changein quadrupolesplitting.
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