
ar
X

iv
:c

on
d-

m
at

/0
60

62
19

v1
  [

co
nd

-m
at

.m
tr

l-
sc

i]
  8

 J
un

 2
00

6

A n ab-initio theory for the tem perature dependence ofm agnetic

anisotropy

J.B.Staunton1,L.Szunyogh 2;3,A.Buruzs3,B.L.Gyor� y3;4,S.Ostanin1 and L.Udvardi2;3

1Departm entofPhysics,University ofW arwick,Coventry CV4 7AL,U.K.

2 Departm ent of TheoreticalPhysics,

BudapestUniversity ofTechnology and Econom ics,Budapest,Hungary

3 Centre for Com putationalM aterialScience,TechnicalUniversity ofVienna,

Getreidem arkt9/134 A-1060,Vienna, Austria and

4 H.H.W ills Physics Laboratory,University ofBristol,

TyndallAvenue, BristolBS8 1TL, U.K.

(Dated:M arch 23,2024)

Abstract

W epresenta�rst-principlestheory ofthevariation ofm agneticanisotropy,K ,with tem perature,

T,in m etallic ferrom agnets. Itisbased on relativistic electronic structure theory and calculation

ofm agnetictorque.Therm ally induced ‘localm om ent’m agneticuctuationsaredescribed within

the relativistic generalisation ofthe ‘disordered localm om ent’(R-DLM ) theory from which the

T dependence ofthe m agnetisation,m ,is found. W e apply the theory to a uniaxialm agnetic

m aterialwith tetragonalcrystalsym m etry,L10-ordered FePd,and �nd its uniaxialK consistent

with a m agnetic easy axis perpendicular to the Fe/Pd layers for allm and proportionalto m 2

for a broad range ofvalues ofm . This is the sam e trend thatwe have previously found in L10-

ordered FePtand which agreeswith experim ent.Thisaccount,however,di�ersqualitatively from

that extracted from a single ion anisotropy m odel. W e also study the m agnetically soft cubic

m agnet, the F e50P t50 solid solution, and �nd that its sm allm agnetic anisotropy constant K 1

rapidly dim inishesfrom 8 �eV to zero. K evolves from being proportionalto m 7 atlow T to m 4

nearthe Curietem perature.

PACS num bers:75.30.G w,75.10.Lp,71.15.Rf,75.50.Bb,75.50.Ss
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I. IN T R O D U C T IO N

It is well-known that a description ofm agnetic anisotropy, K,can be provided once

relativistic e� ects such as the spin-orbit coupling on the electronic structure ofm aterials

are considered. Over recent years ‘� rst-principles’theoreticalwork,based on relativistic

density functionaltheory,has been quite successfulin describing trends in K for a range

ofm agneticm aterialsin bulk,� lm and nanostructured form1,2,3,e.g.4,5,6,7,8,9.These results

can be fed into m icrom agnetic m odels ofthe m agnetic properties to describe phenom ena

such asm agnetisation reversalprocessesin m agnetic recording m aterials10. There are also

im plicationsforelectronictransporte� ectssuch asanisotropicm agnetoresistance(AM R)11.

Untilonly very recently,however,thetem peraturedependence ofK wasassum ed to follow

thatgiven by singleion anisotropy m odelsdeveloped by Callen and Callen and othersover

40 years ago12 This assum ption has now been challenged by ab-initio electronic structure

theory13,14. The unexpected dependence ofthe m agnetic anisotropy ofL10-FePt,found in

experim ent15,16,17,to decreasein proportion with thesquareofthem agnetisation,m (T),is

described wellby thenew theoreticaltreatm entswhereasthesingleion m agneticanisotropy

m odelsfail.Evidently theitinerantnatureoftheelectronsin m etallicm agnetslikeFePtis

an im portantfactor.

In thispaperwepresentadetailed description ofourab-initiotheory forthetem perature

dependenceofm agneticanisotropy.Itinvolvesafullyrelativisticdescription oftheelectronic

structure and hence includes spin-orbit coupling e� ects. The therm ally excited m agnetic

 uctuationsareaccounted forwith the,by now,well-tried,disordered localm om ent(DLM )

picture.18,19,20

The study oftem perature-dependentm agnetic anisotropy hasrecently becom e particu-

larly topicalowing to extensive experim entalstudiesofm agnetic � lm sand nanostructures

and their technologicalpotential. For exam ple, fabrication ofassem blies ofincreasingly

sm allerm agneticnanoparticleshasgreatpotentialin thedesign ofultra-high density m ag-

netic data storage m edia.21 Iftherm ally driven dem agnetisation and loss ofdata is to be

avoided overa reasonablestorageperiod,thereis,however,a particlesizelim itto confront.

A way ofreducing thislim itisto usem aterialswith high m agnetocrystallineanisotropy,K ,

since thesuperparam agnetic diam eterofa m agnetic particleisproportionalto (kB T=K )
1

3,

wherekB T isthetherm alenergy.22 W ritingtom ediaofveryhigh K m aterialcan beachieved
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by tem porary heating.16,23 K isreduced signi� cantly during them agneticwriteprocessand

theinform ation islocked in asthem aterialcools.M odelling thisprocessand im proving the

design ofhigh density m agneticrecording m edia thereforerequiresan understanding ofhow

K varieswith tem perature.

The tem perature dependence ofm agnetic anisotropy in m agnets where the m agnetic

m om ents are well-localised, e.g. rare-earth and oxide m agnets, is described rather well

by these single ion anisotropy m odels but it is questionable whether this willalso be the

case foritinerantferrom agnets.22 Owing to itshigh uniaxialm agnetocrystalline anisotropy

(M CA)(4-10107 ergs/cm 3 orup to1.76m eV perFePtpair24,25)thechem ically ordered L10

phaseofequiatom icFePt,hasattracted m uch attention asa potentialultra-high m agnetic

recording density m aterial.Indeed arraysofFePtnanoparticleswith diam etersassm allas

3nm havebeen synthesised.15,21 Forauniaxialm agnetlikethis,K isthedi� erencebetween

the free energies,F (0;0;1) and F (1;0;0) ofthe system m agnetised along (0;0;1)and (1;0;0)

crystallographic directions. So forthe � rstapplication ofourtheory we chose L10-ordered

FePt.13 Carefulexperim entalstudiesofitsfundam entalm agneticproperties.15,16,17 � nd that

overa largetem peraturerange,K (T)=K (0)= (m (T)=m (0))n ,wheren = 2 instead ofn = 3

asexpected from thesim plesingleion anisotropy m odel.W efound ourab-initiocalculations

tobeingoodagreem entwith thissurprisingresult.M ryasovetal.14 independently exam ined

thesam eissueswith adi� erenttheoreticalbutcom plem entary approach and drew thesam e

conclusions. In this paper,after providing fulldetails ofthe R-DLM theory ofm agnetic

anisotropy,we explore whether this (m (T)=m (0))2 behavior is a generalproperty ofthe

M CA ofL10-ordered itinerant transition m etaluniaxialm agnets by investigating another

im portant uniaxialm agnetic m aterialFePd. W e also study the tem perature dependence

ofa m aterialwhich hascubic ratherthan the tetragonalcrystalsym m etry ofL10-ordered

alloys,and which ism agnetically softer,nam ely com positionally disordered FePt.

In thenextsection we describe thetem perature dependence ofthe m agneticanisotropy

thatem ergesfrom classicalspin m odelswith single site anisotropy.W ethen review brie y

current approaches to calculating K from � rst-principles electronic theory ofm aterials at

T = 0K.An outlineofthe‘disordered localm om ent’(DLM )pictureofm etallicm agnetism

at� nitetem peratureprecedesadescription ofitsrelativisticgeneralisation.Itisshown how

the tem perature dependence ofthe m agnetisation,m (T),can be found. The key outcom e

from the R-DLM theory is the form alism for the m agnetisation dependence ofm agnetic
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anisotropy ab-initio.Applicationsto uniaxialL10-FePd and cubic Fe50Pt50 follow and the

� nalsection providesa sum m ary.

II. SIN G LE IO N A N ISO T R O P Y

The M CA ofa m aterialcan be conveniently expressed asK =
P


K g(̂n)where the

K ’s are coe� cients, n̂ is the m agnetisation direction and g’s are polynom ials (spherical

harm onics)oftheangles#,’,� xingtheorientation ofn̂ with respecttothecrystalaxes,and

belong tothefully sym m etricrepresentation ofthecrystalpointgroup.Asthetem perature

rises,K decreases rapidly. The key features ofthe results ofthe early theoreticalwork

on this e� ect12 are revealed by classicalspin m odels pertinent to m agnets with localised

m agnetic m om ents. The anisotropic behavior ofa set oflocalised ‘spins’associated with

ions sitting on crystalline sites,i,in the m aterial,is given by a term in the ham iltonian

H an =
P

i

P


kg(bei)with beia unitvectordenoting thespin direction on thesitei.Asthe

tem peratureisraised,the‘spins’sam pletheenergy surfaceoverasm allangularrangeabout

them agnetisation direction and theanisotropy energy isgiven from thedi� erencebetween

averagestaken forthem agnetisation along theeasy and hard directions.Ifthecoe� cients

k are assum ed to be rather insensitive to tem perature,the dom inant therm alvariation

ofK fora ferrom agnetisgiven by K (T)=K (0)= hgl(be)iT=hgl(be)i0 The averagesh� � � iT are

taken such thathbeiT = m (T),them agnetisation ofthesystem attem peratureT,and listhe

orderofthesphericalharm onicdescribingtheangulardependenceofthelocalanisotropyi.e.

l= 2 and 4 foruniaxialand cubicsystem srespectively.Atlow tem peraturesK (T)=K (0)�

(m (T)=m (0))l(l+ 1)=2 and neartheCurietem peratureTc,K (T)=K (0)� (m (T)=m (0))l.

These resultscan be illustrated straightforwardly in a way which willbe helpfulforthe

developm entofourab-initio theory.Considera classicalspin ham iltonian appropriateto a

uniaxialferrom agnet.

H = �
1

2

X

i;j

Jijbei� bej � k
X

i

(bn0 � bei)
2 (1)

where bei describes the orientation ofa classicalspin at site iand Jij and k are exchange

and anisotropy param eters.bn0 isa unitvectoralong the m agneticeasy axis.A m ean � eld

description ofthesystem isgiven byreferencetoaham iltonian
P

i
~h� beiwheretheorientation

ofW eiss� eld~h,i.e.~h = hbn,determ inesthedirection ofthem agnetisation ofthesystem and
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hasdirection cosines(sin#cos’,sin#sin’,cos#). W ithin thism ean � eld approxim ation

them agnetisation m is ~m (T)=
R
beP(be)dbewheretheprobability ofa spin being orientated

along be is P(be) = e� �hbn� be=Z0 with Z0 =
R
e� �hbn� bedbe. The free energy di� erence per site

between thesystem m agnetised along two directionsbn1 and bn2 is

K (T)= �
k

Z0

Z

((bn0 � be)2e� �hbn1� be� (bn0 � be)2e� �hbn2� be)dbe (2)

Ifbn1 and bn2 areparalleland perpendicularto them agneticeasy axisbn0 respectively then

K (T)= �
k

Z0

Z

g2(bn0 � be)e� �hbn0� bedbe (3)

where g2 istheLegendre polynom ial(3(bn0 � be)2 � 1)=2.Asa function ofthem agnetisation

m (T)=m (0),K (T)=K (0)variesquadratically nearthe Curie tem perature Tc and cubically

at low T. The sam e dependence can be shown for this sim ple spin m odelfor the rate

ofvariation ofm agnetic anisotropy with angle # that the m agnetisation m akes with the

system ’seasy axis,nam ely them agnetictorque22 T# = �@K =@#.

III. A B -IN IT IO T H EO RY O F M A G N ET IC A N ISO T R O P Y

M agnetocrystalline anisotropy is caused largely by spin-orbit coupling and receives an

ab-initio description from the relativistic generalisation ofspin density functional(SDF)

theory.1 Apartfrom the work by M ryasov etal.14 and ourselves13,up to now calculations

oftheanisotropy constantsK havebeen suited to T = 0K only.Spin-orbitcoupling e� ects

aretreated perturbatively orwith a fully relativistic theory4,26.Typically thetotalenergy,

orthe single-electron contribution to it(ifthe forcetheorem isused),iscalculated fortwo

orm orem agnetisation directions,n̂1 and n̂2 separately and then theM CA isobtained from

the di� erence,� E . � E is typically sm allranging from m eV to �eV and high precision

in calculating the energies is required. For exam ple,we have used this rationale with a

fully relativistic theory to study the M CA ofm agnetically soft,com positionally disordered

binary and ternary com ponent alloys26,27 and the e� ect upon it ofshort-range4 and long

rangechem icalorder28 in harderm agnetssuch asCoPtand FePt.

Experim entally,m easurem entsofm agnetocrystallineanisotropyconstantsofm agnetscan

beobtained from torquem agnetom etry22.From sim ilarconsiderationsofm agnetic torque,

ab-initio calculationsofM CA can bem ade.Thereareobviousadvantagesin thattheM CA
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canbeobtainedfrom asinglecalculationandrelianceisnotplacedontheaccurateextraction

ofa sm alldi� erence between two energies. In particularthe torque m ethod hasbeen used

togood e� ectby Freem an and co-workers29 in conjunction with theirstate-tracking m ethod

to study theM CA ofa rangeofuniaxialm agnetsincluding layered system s.

Ifthefreeenergy ofam aterialm agnetised alongadirection speci� ed by bn = (sin#cos’,

sin#sin’,cos# )isF (bn),then thetorqueis

~T(bn) = �
@F (bn)

@bn
: (4)

Thecontribution tothetorquefrom theanisotropicpartofF (bn)leadstoadirectlinkbetween

thegap in thespin wavespectrum and theM CA by thesolution oftheequation30

dbn

dt
= (bn ^ ~T(bn)): (5)

where  is the gyrom agnetic ratio. Closely related to ~T(bn) is the variation ofF (bn) with

respectto # and ’,i.e. T#(#;’)= � @F (bn)

@#
and T’(#;’)= � @F (bn )

@’
. Asshown by W ang et

al.29,form ostuniaxialm agnets,which arewellapproxim ated by a freeenergy oftheform

F (bn) = Fiso + K 2sin
2# + K 4sin

4#; (6)

(where K 2 and K 4 and m agnetocrystalline anisotropy constants and Fiso is the isotropic

partofthe free energy),T#(# = �=4;’ = 0)= �(K 2 + K 4). This is equalto the M CA,

� F = F (1;0;0)� F (0;0;1).Fora m agnetwith cubicsym m etry so that

F (bn)
� Fiso + K 1(sin

4#sin22’ + sin22#); (7)

a calculation ofT’(# = �=2;’ = �=8)gives�K 1=2.In thiswork wepresentourform alism

for the direct calculation ofthe torque quantities T#(#;’) and T’(#;’), and hence the

M CA,in which the e� ectsoftherm ally induced m agnetic  uctuationsare included so that

thetem peraturedependence iscaptured.

In ourform alism the m otion oftheelectron isdescribed with spin-polarised,relativistic

m ultiple scattering theory. An adaptive m esh algorithm 31 for Brillouin zone integrations

isused in the calculations to ensure adequate num ericalprecision forthe M CA to within

0.1 �eV 4,26. Since we characterise the therm ally induced m agnetic  uctuations in term s

ofdisordered localm om ents,we now go on to describe this picture of� nite tem perature

m agnetism .
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IV . M ETA LLIC M A G N ET ISM AT FIN IT E T EM P ER AT U R ES - ‘D ISO R D ER ED

LO C A L M O M EN T S

In a m etallic ferrom agnet at T = 0K the electronic band structure is spin-polarised.

W ith increasing tem perature,spin  uctuations are induced which eventually destroy the

long-rangem agneticorderand hencetheoverallspin polarization ofthesystem ’selectronic

structure. These collective electron m odes interact as the tem perature is raised and are

dependent upon and a� ect the underlying electronic structure. For m any m aterials the

m agnetic excitations can be m odelled by associating localspin-polarisation axes with all

lattice sites and the orientations fêg vary very slowly on the tim e-scale ofthe electronic

m otions.18 These ‘localm om ent’degrees offreedom produce localm agnetic � elds on the

latticesiteswhich a� ecttheelectronicm otionsand areself-consistently m aintained bythem .

By taking appropriateensem bleaveragesovertheorientationalcon� gurations,thesystem ’s

m agneticpropertiescan bedeterm ined.

This‘disordered localm om ent’(DLM )picturehasbeen im plem ented within a m ultiple-

scattering (Korringa-Kohn-Rostoker,KKR)32,33,34 form alism using the � rst-principles ap-

proach to theproblem ofitinerantelectron m agnetism .Atno stagedoesitm ap them any-

electron problem onto an e� ective Heisenberg m odel,and yetitdeals,quantitatively,with

both theground stateand thedem iseofm agneticlong-rangeorderattheCurietem perature

in a m aterial-speci� c,param eter-free m anner.Ithasbeen used to describe the experim en-

tally observed localexchangesplitting and m agneticshort-rangeorderin both ultra-thin Fe

� lm s35 and bulk Fe,the dam ped RKKY-like m agnetic interactions in the com positionally

disordered CuM n ’spin-glass’alloys36 and thequantitative description oftheonsetofm ag-

neticorderin a rangeofalloys37,38.In com bination with thelocalself-interaction correction

(L-SIC)39 forstrongelectron correlation e� ects,italsogivesarevealing accountofm agnetic

ordering in rare earths40. Other applications ofthe DLM picture include dilute m agnetic

sem iconductors41 and actinides42.Short-rangeorderofthelocalm om entscan beexplicitly

included by m aking useoftherecently developed KKR-nonlocal-CPA (KKR-NLCPA)43,44.

W e now brie y recap on how this ‘disordered localm om ent’(DLM ) picture is im ple-

m ented using the KKR-CPA and how a ferrom agnetic m etalboth above and below the

Curie tem perature can be described. Our m ain objective in this paper is to explain its

relativistic extension and show how this leads to an ab-initio theory ofthe tem perature

7



dependence ofm agneticanisotropy when relativistice� ectsareexplicitly included.

V . R ELAT IV IST IC D ISO R D ER ED LO C A L M O M EN T T H EO RY

A . G eneralfram ew ork

The non-relativistic version ofthe DLM theory hasbeen discussed in detailby Gyor� y

etal.19,20 Herewesum m arisethegeneralfram ework and concentrateon thoseaspectswhich

are necessary for a description ofm agnetic anisotropy. The starting point is the speci� -

cation of
(bn)(fbeg),the ‘generalised’electronic grand potentialtaken from the relativistic

extension ofspin density functionaltheory (SDFT)1,19. It speci� es an itinerant electron

system constrained such that the localspin polarisation axes are con� gured according to

fbeg = fbe1;be2;:::;beN g where N isthe num berofsites(m om ents)in the system . Form ag-

netic anisotropy to be described,relativistic e� ects such as spin-orbit coupling upon the

m otion ofthe electrons m ust be included. This m eans that orientations ofthe localm o-

m ents with respect to a speci� ed direction n̂ within the m aterialare relevant. The role

ofa (classical) localm om ent ham iltonian,albeit a highly com plicated one,is played by


(bn)(fbeg). Note thatin the following we do notprejudge the physics by trying to extract

an e� ective ‘spin’m odelfrom 
(bn)(fbeg)such asa classicalHeisenberg m odelwith a single

siteanisotropy term .

Consideraferrom agneticm etalm agnetised alongadirection bn atatem peratureT where

theorientationalprobability distribution isdenoted by P (bn)(fbeg);and itsaverage

hbeii=

Z

:::

Z

beiP
(bn)(fbeg)dbe1:::dbeN = bn : (8)

is aligned with the m agnetisation direction bn. The canonicalpartition function and the

probability function arede� ned as

Z (bn) =

Z

:::

Z

e� �

(bn)(fbeg)dbe1:::dbeN ; (9)

and

P (bn)(fbeg)=
e� �


(bn)(fbeg)

Z (bn)
; (10)
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respectively. The therm odynam ic free-energy which includes the entropy associated with

theorientational uctuationsaswellascreation ofelectron-holepairs,isgiven by

F (bn) = �
1

�
lnZ (bn) : (11)

By choosing a trial Ham iltonian function, 

(bn)

0 (fbeg) with Z
(bn)

0 =
R
:::
R
e� �


(bn)

0
(fbeg)dbe1:::dbeN ,

P
(bn)

0 (fbeg)=
e� �


(bn)

0
(fbeg)

Z
(bn)

0

(12)

and F
(bn)

0 = � 1

�
lnZ

(bn)

0 theFeynm an-PeierlsInequality45 im pliesan upperbound forthefree

energy,i.e.,

F (bn)
� F

(bn)

0 +

D


(bn)
� 


(bn)

0

E0
; (13)

wheretheaveragerefersto theprobability P
(bn)

0 (fbeg).By expanding 

(bn)

0 (fbeg)as



(bn)

0 (fbeg)=
X

i

!
1(bn)

i (bei)+
1

2

X

i6= i

!
2(bn)

i;j (bei;bej)+ :::; (14)

the‘best’trialsystem isfound to satisfy19,20




(bn)

�0

bei
�



(bn)

�0
=

D



(bn)

0

E0

bei

�

D



(bn)

0

E0
; (15)




(bn)

�0

bei;bej
�



(bn)

�0
=

D



(bn)

0

E0

bei;bej

�

D



(bn)

0

E0
; (16)

and so on,where h i
bei
orh i

bei;bej
denote restricted statisticalaverageswith bei orboth bei

and bej kept� xed,respectively.Forexam ple,fora given physicalquantity,X ,



X (bn)

�

bei
=

R
:::
R
X (bn)(fbeg)P

(bn)

0 (fbeg)dbe1:::dbei� 1dbei+ 1:::dbeN

P
(bn)

i (bei)
; (17)

with

P
(bn)

i (bei)=

Z

:::

Z

P
(bn)

0 (fbeg)dbe1:::dbei� 1dbei+ 1:::dbeN : (18)

Therelationship,



X (bn)

�
=

Z


X (bn)

�

bei
P
(bn)

i (bei)dbei; (19)

isthen obviously satis� ed.
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B . M ean-�eld theory

In thiscasewetakea trialsystem which iscom prised ofthe� rstterm in Eq.(14)only,



(bn)

0 (fbeg)=
X

i

!
(bn)

i (bei) : (20)

Therefore,thequantitiesde� ned abovereduceto

Z
(bn)

0 =

Z

:::

Z Y

i

e� �!
(bn )

i
(bei)dbe1:::dbeN =

Y

i

Z
(bn)

i ;Z
(bn)

i =

Z

e� �!
(bn )

i
(bei)dbei; (21)

P
(bn)

0 (fbeg)=
Y

i

P
(bn)

i (bei) ;P
(bn)

i (bei)=
e� �!

(bn)

i
(bei)

Z
(bn)

i

; (22)

and

F
(bn)

0 = �
1

�

X

i

lnZ
(bn)

i : (23)

In orderto em ploy condition (15)thefollowing averageshaveto evaluated,

D



(bn)

0

E0
=
X

i

Y

j

Z

!
(bn)

i (bei)P
(bn)

j (bej)dbej =
X

i

Z

!
(bn)

i (bei)P
(bn)

i (bei)dbei; (24)

D



(bn)

0

E0

bei

= !
(bn)

i (bei)+
X

j6= i

Z

!
(bn)

j (bej)P
(bn)

j (bej)dbej ; (25)

consequently,

D



(bn)

0

E0

bei

�

D



(bn)

0

E0
= !

(bn)

i (bei)�
R
!
(bn)

i (be0i)P
(bn)

i (be0i)dbe
0
i and Eq.(15)im plies,

!
(bn)

i (bei)�



(bn)

�0

bei
=

Z �

!
(bn)

i (be0i)�



(bn)

�0

be0
i

�

P
(bn)

i (be0i)dbe
0
i= const:; (26)

which leadsto therelationship

!
(bn)

i (bei)=



(bn)

�0

bei
: (27)

Thefreeenergy isnow given by

F (bn) =



(bn)

�0
+
1

�

X

i

Z

P
(bn)

i (bei)lnP
(bn)

i (bei)dbei: (28)

Thisisthekeyexpression foroursubsequentdevelopm entofthem agneticanisotropyenergy.

(In thefollowing weshallom itthesuperscript0 from theaverages.)
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C . T he W eiss �eld

To proceed furtheronecan expand !
(bn)

i (be)in term sofsphericalharm onics,

!
(bn)

i (be)=
X

‘;m

!
(bn)

i;‘m
Y‘m (be) ; (29)

wheretheconstantterm , 1
p
4�
!
(bn)

i;00,doesnotenterthestatisticalaveragesand thereforecan

betaken to bezero.Thecoe� cients,!
(bn)

i;‘m
(bei),can obviously beexpressed as

!
(bn)

i;‘m
=

Z

!
(bn)

i (bei)Y
�
‘m (bei)dbei=

Z



(bn)

�

bei
Y �
‘m (bei)dbei: (30)

Keeping the leading term only,‘ = 1,with Y1;� 1(bei) =

q
3

8�
(ex � iey) ; Y1;� 1(bei) =

q
3

4�
ez,!

(bn)

i (bei)can bewritten as!
(bn)

i (bei)= ~h
(bn)

i � bei with

~h
(bn)

i =

Z
3

4�
bei



(bn)

�

bei
dbei: (31)

Furtherm ore,

Z
(bn)

i =

Z

exp

�

��~h
(bn)

i � bei

�

dbei (32)

=
4�

�h
(bn)

i

sinh�h
(bn)

i ; (33)

whereh
(bn)

i =

�
�
�~h

(bn)

i

�
�
�,and theprobability distribution is

P
(bn)

i (bei)=
�h

(bn)

i

4�sinh�h
(bn)

i

exp

�

��~h
(bn)

i � bei

�

: (34)

Thustheaveragealignm entofthelocalm om ents,proportionalto them agnetisation,is

~m
(bn)

i = hbeii=
�h

(bn)

i

4�sinh�h
(bn)

i

Z

beiexp

�

��~h
(bn)

i � bei

�

dbei: (35)

from which ~m
(bn)

i = m
(bn)

i
bh
(bn)

i and

m
(bn)

i = �
dlnZ

(bn)

i

d

�

�h
(bn)

i

� =
1

�h
(bn)

i

� coth�h
(bn)

i = L

�

��h
(bn)

i

�

(36)

follow,whereL(x)istheLangevin function.Sincein theferrom agneticstate,bm i=
~m i

m i
= bn

we� nally can writetheW eiss� eld,~h
(bn)

i = h
(bn)

i bn as

h
(bn)

i =
3

4�

Z

(bei� bn)



(bn)

�

bei
dbei: (37)
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Note that an identicalW eiss � eld~h(bn) associated with every site corresponds to a de-

scription ofa ferrom agnetic system m agnetised along bn with no reference to an external

� eld.

D . A veraging W ith T he C oherent PotentialA pproxim ation

In ordertocalculatetherestricted average,



(bn)

�

bei
,from � rstprinciples,asdiscussed by

Gyor� y etal.19 wefollow thestrategy oftheCoherentPotentialApproxim ation (CPA)46 as

com bined with theKKR m ethod33.Theelectronicchargedensityand alsothem agnetisation

density,which setsthem agnitudes,f�g,ofthe localm om ents,aredeterm ined from a self-

consistent � eld (SCF)-KKR-CPA34 calculation. Forthe system s we discuss in thispaper,

the m agnitudesofthe localm om entsare ratherinsensitive to the orientationsofthe local

m om entssurrounding them 20.W ereturn to thispointlater.

Fora given setof(self-consistent) potentials,electronic charge and localm om entm ag-

nitudes f�ig, the orientations ofthe localm om ents are accounted for by the sim ilarity

transform ation ofthesingle-sitet-m atrices47,

ti(bei)= R (bei)ti(bz)R (bei)
+
; (38)

wherefora given energy (notlabelled explicitly)ti(bz)standsforthet-m atrix with e� ective

� eld pointing along the localz axis48 and R (bei) is a unitary representation ofthe O (3)

transform ation thatrotatesthezaxisalongbei.In thisworkti(bz)isfound byconsideringthe

relativistic,spin-polarised scattering ofan electron from acentralpotentialwith a m agnetic

� eld de� ning thez-axis48.Thusspin-orbitcoupling e� ectsarenaturally included.

The single-site CPA determ ines an e� ective m edium through which the m otion ofan

electron m im icsthe m otion ofan electron on the average.In a system m agnetised along a

direction bn,them edium isspeci� ed by t-m atrices,t
(bn)

i;c ,which satisfy thecondition
33,

D

�
(bn)

ii (fbeg)

E

=

Z D

�
(bn)

ii

E

bei

P
(bn)

i (bei)dbei= �
(bn)

ii;c ; (39)

wherethesite-diagonalm atricesofthem ultiplescattering path operator49 arede� ned as,

D

�
(bn)

ii

E

bei

= �
(bn)

ii;cD
(bn)

i (bei) ; (40)

D
(bn)

i (bei)=

�

1+

�

(ti(bei))
� 1
�

�

t
(bn)

i;c

�� 1
�

�
(bn)

ii;c

� � 1

; (41)
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and

�(bn)
c

=

��

t(bn)
c

�� 1
� G

0

� � 1

: (42)

In the above equation,double underlines denote m atrices in site and angular m om entum

space.t(bn)
c

isdiagonalwith respecttositeindices,whileG
0
standsforthem atrixofstructure

constants31,32.Eq.(39)can berewritten by introducing theexcessscattering m atrices,

X
(bn)

i (bei)=

 ��

t
(bn)

i;c

�� 1
� (ti(bei))

� 1

�� 1

� �
(bn)

ii;c

! � 1

; (43)

in theform

Z

X
(bn)

i (bei)P
(bn)

i (bei)dbei= 0: (44)

Thus,fora given setofW eiss� elds,h
(bn)

i ;and corresponding probabilities,

P
(bn)

i (bei)=
�h

(bn)

i

4�sinh�h
(bn)

i

exp

�

��h
(bn)

i bn � bei

�

; (45)

Eq.(44)can besolved by iterating togetherwith Eqs.(43)and (42)toobtain them atrices,

t
(bn)

i;c .The integralin Eq.(44)can bediscretized to yield a m ulti-com ponentCPA equation

which can be solved by the m ethod proposed by Ginatem po and Staunton50. Care hasto

betaken,in particularforlow tem peratureswhereP
(bn)

i (bei)isa sharply structured function,

to includea largenum berand/oran adaptivesam pling ofthegrid points.

E. C alculation ofthe W eiss �eld

In the spirit ofthe m agnetic force theorem we shallconsider only the single{particle

energy (band energy) part ofthe SDFT Grand Potentialas an e� ective ‘localm om ent’

Ham iltonian in Eq.(37),


(bn)(fbeg)’ �

Z

d"fF D
�
";�(bn)

�
N (bn)(";fbeg) ; (46)

where �(bn) is the chem ical potential, fF D
�
";�(bn)

�
is the Ferm i-Dirac distribution, and

N (bn)(";fbeg) denotes the integrated density ofstates for the orientationalcon� guration,

fbeg. For a ‘good localm om ent’system such as m any iron and cobalt alloys,this frozen

potentialapproxim ation iswell-justi� ed and discussed shortly.
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TheLloyd form ula51 providesan explicitexpression forN (bn)(";fbeg);

N (bn)(";fbeg)= N 0(")�
1

�
Im lndet

�

t(bn)(";fbeg)
� 1
� G

0
(")

�

; (47)

with N 0(") being the integrated DOS ofthe free particles. The integrated DOS can be

furtherdecom posed into two m orepieces

N (bn)(";fbeg)= N 0(")+ N (bn)
c (")+ � N (bn)(";fbeg) ; (48)

where

N (bn)
c (")=

1

�
Im lndet�(bn)

c
(")= �

1

�
Im lndet

�

t(bn)
c
(")

� 1
� G

0
(")

�

; (49)

isindependentofthecon� guration,and can bewritten asan integraloverreciprocalwave-

vectork-space

N (bn)
c (")=

1

�
Im

Z

lndet
�
t(bn)c (")

� 1
� G 0(k;")

�
dk ; (50)

while

� N (bn)(";fbeg)= �
1

�
Im lndet

�

I�

�

t(bn)
c
(")

� 1
� t(";fbeg)

� 1
�

�(bn)
c
(")

�

; (51)

isthe only con� guration dependentpartofN(bn)(";fbeg):Decom posing �(bn)
c
(")into a site-

diagonal,�d(bn)
c

("),and a purely site-o� -diagonalterm ,�o(bn)
c

("),

�d(bn)
c

(")=

n

�
(bn)

c;ii(")�ij

o

;�o(bn)
c

(")=

n

�
(bn)

c;ij(")(1� �ij)

o

; (52)

N (bn)(";fbeg)can furtherbeevaluated as

� N (bn)(";fbeg)= �
1

�
Im lndetM (bn)(";fbeg)�

1

�
Im lndet

�

I� X (bn)(";fbeg)�o(bn)
c

(")

�

;

(53)

where

M (bn)(";fbeg)= I+

�

t(";fbeg)
� 1
� t(bn)

c
(")

� 1
�

�d(bn)
c

(") (54)

=

n

M
(bn)

i (";bei)�ij

o

; (55)

with the m atrices, M
(bn)

i (";bei) = D
(bn)

i (";bei)
� 1
,de� ned in Eq. (41). X

(bn)(";fbeg) =
n

X
(bn)

i (";bei)�ij

o

,whereX
(bn)

i (";bei),isde� ned in Eq.(43).Therefore,

� N (bn)(";fbeg)= �
1

�

X

i

Im lndetM
(bn)

i (";bei)�
1

�
Im lndet

�

I� X
(bn)(";fbeg)�o(bn)

c
(")

�

:

(56)
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Since,M
(bn)

i (";bei)depends by de� nition only on the orientation bei,the restricted average,

h i
bei
,ofthe � rst term sim ply equals to �1

�
Im lndetM

(bn)

i (";bei),while the second term

requiresm orecare.Nam ely,

Trln

�

I� X (bn)(";fbeg)�o(bn)
c

(")

�

=

1X

k= 1

1

k
Tr

�

X (bn)(";fbeg)�o(bn)
c

(")

�k
(57)

=

1X

k= 2;4;� � �

1

k

X

i16= i26= :::6= ik� 16= ik

tr

�

X
(bn)

i1
(";bei1)�

(bn)

c;iii2
(")X

(bn)

i2
(";bei2):::X

(bn)

ik
(";beik)�

(bn)

c;iki1
(")

�

;

(58)

with tr( )denotingatracein angularm om entum spaceonly.From thesingle-siteCPA con-

dition,Eq.(44),itfollowsthattherestricted averageoftheterm k = 2 identically vanishes

andthatforhigherorderkterm stheonlyelem entsinthesum swhich contributearethosefor

which each oftheindicesil (l= 1;:::;k)occursatleasttwice.Thesebackscattering term s

are neglected in the single-site CPA averages. A usefulproperty ofthe con� gurationally

averaged integrated density ofstatesgiven by theCPA



N (bn)(";fbeg)

�
= N 0(")�

1

�
Im lndet

�

t(bn)
c
(")

� 1
� G

0
(")

�

�
1

�
Im

X

i

D

lndetM
(bn)

i (";bei)

E

(59)

isthatitisstationary with respectto changesin the t-m atrices,t(bn)
c
("),which determ ine

the e� ective CPA m edium . Indeed thisstationarity condition can be shown to be another

way ofexpressing theCPA condition52.W ewillusethisshortly in ourderivation ofarobust

expression forthecalculation oftheM CA.

Thepartially averaged electronicGrand Potentialisgiven by




(bn)

�

bei
= �

Z

d"fF D
�
";�(bn)

�
N (bn)
c (")+

1

�

Z

d"fF D
�
";�(bn)

�
Im lndetM

(bn)

i (";bei) ;

+
X

j6= i

1

�

Z

d"fF D
�
";�(bn)

�
Im

D

lndetM
(bn)

j (";bej)

E

; (60)

and theW eiss� eld,h
(bn)

i ,can beexpressed,using Eq.(37),as

h
(bn)

i =
3

4�

Z

(bei� bn)

�Z

d"fF D
�
";�(bn)

�1

�
Im lndetM

(bn)

i (";bei)

�

dbei: (61)

Thesolution ofEqs.(61)and (35)producesthevariation ofthem agnetisation m
(bn)

i with

tem peratureT withm
(bn)

i goingtozeroatT = T
(bn)
c .W henrelativistice� ectsareincluded,the
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m agnetisation direction bn forwhich T
(bn)
c ishighestindicatestheeasy direction fortheonset

ofm agneticorder.W ecan de� nea tem peraturerange� Taniso = T
(bne)
c � T

(bnh)
c wherebne and

bnh arethesystem ’shigh tem peratureeasy and hard directionsrespectively,which isrelated

to the m agnetic anisotropy ofthe system atlowertem peratures. Indeed an adaptation of

thisapproach to system ssuch asthin � lm sin com bination with T = 0K calculationsm ay

beusefulin understanding tem perature-induced spin reorientation transitions.53

V I. T H EO R ET IC A L FO R M A LISM FO R T H E M A G N ET ISAT IO N D EP EN -

D EN C E O F M A G N ET IC A N ISO T R O P Y A B -IN IT IO

In theferrom agneticstate,attem peraturesm orethan � Taniso below theCurie tem per-

ature,them agneticanisotropy isgiven by thedi� erencebetween thefreeenergies,F(bn),for

two di� erentm agnetisation directions,bn1,bn2,butthesam em agnetisation m and therefore

the sam e valuesofthe productsofthe W eiss� eld m agnitudeswith �,i.e. �h
(̂n1)

i = �h
(̂n2)

i .

W ithin ourDLM theory thism eansthatthe single site entropy term sin Eq.(28)foreach

m agnetisation direction cancelwhen the di� erence is taken and the m agnetic anisotropy

energy M CA can bewritten

� F(bn1;bn2)=



(bn1)

�
�



(bn2)

�
: (62)

This becom es � F(bn1;bn2) � �
R
d"fF D

�
";�(bn1)

� �

N (bn1)(")

�
�


N (bn2)(")

��
where a sm all

approxim ation ism adethrough theuseoftheonechem icalpotential�(bn1).Using Eqs.(59)

and (50)thiscan bewritten explicitly as

� F(bn1;bn2)= �

Z

d"fF D
�
";�(bn1)

�Im

�

Z

lndet

�

1+

h

t(bn1)
c

(")
� 1
� t(bn2)

c
(")

� 1
i

�n̂2c (";k)

�

dk

�
X

i

Z

d"fF D
�
";�(bn1)

�Im

�

Z h

P
(bn1)

i (bei)lndetM
(bn1)

i (";bei)� P
(bn2)

i (bei)lndetM
(bn2)

i (";bei)

i

dbei

(63)

Aswellasensuring thatthe Brillouin zone integration in the above equation isaccom -

plished with high num ericalprecision4,26,care m ust also be taken to establish accurately

thetwo CPA m edia describing thesystem m agnetised along the two directions,bn1 and bn2.

Eq.(44)hasto besolved to high precision in each case.Thesestepsweresuccessfully taken

and tested for our � rst application on L10 FePt
13. W e have found however that a less
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com putationally dem anding schem eforextracting thetem peraturedependenceofthem ag-

netic anisotropy can be derived by consideration ofthe m agnetic torque. Itissu� ciently

robustnum erically to beapplicable to a rangeofm agnetic m aterials,whetherhard orsoft

m agnetically and in bulk,� lm and nanoparticulateform .

A . A T O R Q U E-B A SED FO R M U LA FO R T H E M A G N ET ISAT IO N D EP EN -

D EN C E O F M A G N ET IC A N ISO T R O P Y

W ereturn again to Eq.(28)fortheexpression forthe freeenergy F (bn) ofa system m ag-

netised alonga direction bn = (sin#cos’,sin#sin’,cos# )and considerhow itvarieswith

change in m agnetisation angles# and ’,i.e. T# = � @F (bn)

@#
,T’ = � @F (bn )

@’
. Since the single

siteentropy term in Eq.(28)isinvariantwith respectto theangularvariationswecan write

T#(’) = �
@

@#(’)

"
X

i

Z

P
(bn)

i (bei)



(bn)

�

bei
dbei

#

: (64)

By using Eqs.(59)and (60),togetherwith thestationarity oftheCPA integrated density of

statesto variationsoftheCPA e� ectivem edium ,wecan writedirectly

T#(’) = �
Im

�

Z

d"fF D
�
";�(bn)

�
"
X

i

Z
@P

(bn)

i (bei)

@#(’)
lndetM

(bn)

i (";bei)dbei

#

(65)

Accordingtotheform ofP
(bn)

i (bei)given in Eq.(45)theprincipalexpression forthem agnetic

torqueat� nitetem peratureisthus

T#(’) =
Im

�

Z

d"fF D
�
";�(bn)

�
"
X

i

Z

�hiP
(bn)

i (bei)

�
@bn

@#(’)
� bei

�

lndetM
(bn)

i (";bei)dbei

#

:

(66)

Forauniaxialferrom agnetsuch asaL10 3d-4d/5d transition m etalm agnetoram agnetic

thin � lm ,theperform anceofasingleCPA calculation forappropriatevaluesoftheenergy "

iscarried outat� xed valuesofthe�hi products(and thereforea chosen m agnetisation m )

and forthesystem m agnetised along bn = (sin�=4;0;cos�=4).Subsequentevaluation ofour

torqueexpression,Eq.(66),i.e�T#(# = �=4;’ = 0)yieldsthesum ofthe� rsttwo m agnetic

anisotropy constantsK 2 and K 4.Sim ilarly �T’(# = �=2;’ = �=8)givesan estim ateofthe

leading constant K 1=2 for a cubic system . In the appendix we derive T#(’) for a m agnet

atT = 0K and show that this is equivalent to Eq.(65) forthe lim it �h ! 1 ,i.e. when

T ! 0K.
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V II. T H E C A LC U LAT IO N O F T H E T EM P ER AT U R E D EP EN D EN C E O F T H E

M A G N ET ISAT IO N ,M (T),A N D T H E M (T)D EP EN D EN C E O F T H E M A G N ET IC

A N ISO T R O P Y

In a � rst-principles im plem entation ofthe DLM picture,the averaging over the orien-

tationalcon� gurations ofthe localm om ents is perform ed using techniques adopted from

the theory ofrandom m etallic alloys.19,34 Overthe past20 years,the param agnetic state,

onsetofm agneticorderand transition tem peraturesofm any system shavebeen successfully

described. Allapplications to date,apartfrom ourearlierstudy ofFePt13 and the cases

described in thispaper,have,however,neglected relativistic e� ectsand have been devoted

totheparam agneticstatewherethesym m etry turnsthecalculation intoabinary alloy-type

one with halfthe m om entsoriented along a direction and the restantiparallel. Once rela-

tivistic e� ectsare included and/orthe ferrom agnetic state isconsidered,thissim plicity is

lostand,asisshown above,thecontinuousprobability distribution,P
(bn)

i (bei),m ustbesam -

pled fora � nem esh ofanglesand theaverageswith theprobability distribution perform ed

num erically. (Carefulchecks have to be m ade to ensure that the sam pling ofP
(bn)

i (bei) is

su� cient-in ourcalculationsup to 40,000 valuesareused.) Ofcourse,in theparam agnetic

stateP
(bn)

i (bei)=
1

4�
so thata localm om enton a sitehasan equalprobability in pointing in

any direction bei.

Thelocalm om entschangetheirorientations,fbeig,on a tim escale� long in com parison

with the tim e taken for electrons to ‘hop’from site to site. M eanwhile their m agnitudes

 uctuate rapidly on this fast electronic tim e scale which m eans that over tim es �, the

m agnetisation on a site is equalto �ibei. As a consequence ofthe itinerant nature ofthe

electrons,them agnitude�idependson theorientationsofthelocalm om entson surrounding

sites,i.e. �i = �i(fêlg). In the DLM theory described above,�i = h�i(fêg)ibei,so thatthe

sizeofthelocalm om enton asiteistaken from electronicchargedensity spin-polarised along

beiand integrated overthesite.An averageistaken overtheorientationsfêgon surrounding

sitesand the localcharge and m agnetisation densitiesare calculated self-consistently from

a generalised SDFT form alism and SCF-KKR-CPA techniques.

Beingalocalm ean � eld theory,theprincipalfailureoftheDLM todateisthatitdoesnot

givean adequatedescription oflocalm om entform ation in Nirich system sbecauseitcannot

allow forthee� ectsofcorrelationsam ong theorientationsofthelocalm om entsoversm all
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neighbourhoodsofatom icsites.(In principlethisshortcom ing isnow addressableusing the

newly developed SCF-KKR-NLCPA m ethod43,44.) In thispaperhoweverwe willfocusen-

tirely on ‘good’localm om entsystem swherethesizesofthem om entsareratherinsensitive

to theirorientationalenvironm ents.In thesecases,forexam ple,theself-consistently deter-

m ined localm om ents ofthe param agnetic DLM state di� er little from the m agnetisation

persiteobtained fortheferrom agneticstate.Forexam plein param agneticDLM L10-FePd,

alocalm om entof2.98�B issetup on each Fesitewhilstnom om entform son thePd sites.

Forthe sam e lattice spacings(c=0.381nm ,c=a =1 -note we have neglected the deviation

ofc=a from idealfound experim entally)we � nd that,forthe com pletely ferrom agnetically

ordered state ofFePd at T = 0K,the m agnetisation per Fe site is 2.96�B and a sm all

m agnetisation of0.32�B isassociated with the Pd sites. Likewise,the Fe50Pt50 f.c.c. dis-

ordered alloy haslocalm om entsof2.92�B on theFesitesin theparam agneticstatewhilst

the ferrom agnetic state has m agnetisation of2.93�B and 0.22�B on each Fe and Ptsite

respectively (a =0.385nm ).W ecan thereforesafely usetheself-consistently generated e� ec-

tive potentialsand m agnetic � eldsforthe param agnetic DLM state along with the charge

and m agnetisation densitiesforcalculationsfortheferrom agneticstatebelow Tc.

Ourcalculationalm ethod thereforeiscom prised ofthefollowing steps.

1.Perform self-consistentscalar-relativisticDLM calculationsfortheparam agneticstate,

T > Tc,toform e� ectivepotentialsand m agnetic� eldsfrom thelocalchargeand m ag-

netisation densities (using typically the localspin density approxim ation,(LSDA)).

This� xesthesingle-sitet-m atrices,t
(bn)

i (bz)

2.Fora given tem perature and orientation,bn = (sin#cos’;sin#sin’;cos#)determ ine

theh
(bn)

i ’s(and also thechem icalpotential�(bn) from Eq.(59))selfconsistently:

(a) fora setof�i= �h
(bn)

i determ inethet
(bn)

i;c by solving theCPA condition,Eq.(44);

(b) calculatenew W eiss� elds,Eq.(61);

(c) repeat steps 2.(a) and (b) untilconvergence. [For a system where there is a

single localm om entperunitcell,thisiterative procedure can be circum vented.

A seriesofvaluesof�(= �h (bn))ispicked to setthe probabilities,P (bn)(bei)(and

m agnetisations ~m = hbei,m = j~m j). The W eiss� eld h(bn)isthen calculated from

(61) and the ratio ofhn̂ to � then uniquely determ ines the tem perature T for
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each oftheinitially chosen valuesof�and hencethetem peraturedependenceof

them agnetisation.]

3.Calculatethetorque,T#(’)from Eq.(66)togivethem agneticanisotropyand alsoaver-

agealignm entofthelocalm om ents,~m
(bn)

i (T),proportionaltothetotalm agnetisation,

�i~m i,from Eq.(35).

4.Repeatsteps2.and 3.fora di� erentdirection,bn0ifnecessary.

(On a technicalpoint:allintegralsoverenergy Im

�

R
d"fF D

�
";�(bn)

�
� � � arecarried outvia a

suitablecontourinthecom plexenergyplaneandasum m ation overM atsubarafrequencies54.

W eusea sim plebox contourwhich enclosesM atsubara frequenciesup to � 10 eV=~.)

In thefollowing exam plesfortheuniaxialferrom agnetsFePtand FePd,wehavecarried

through steps1. to 4. for#1 =
�

4
,’1 = 0 where T# = �(K 2 + K 4),(T’ = 0)and also for

#2 =
�

3
,’2 = 0 where T# = �

p
3

2
(K 2 +

3

2
K 4),(T’ = 0). Forthe cubic m agnetdisordered

FePtwe use #1 =
�

4
,’1 = 0 asa num ericalcheck,where both T# and T’ should be zero,

and #2 =
�

2
,’2 =

�

8
whereT# = 0 and T’ = � K 1

2
.

V III. U N IA X IA L M A G N ET IC A N ISO T R O P Y - FER R O M A G N ET S W IT H

T ET R A G O N A L C RY STA L SY M M ET RY

Ourcasestudy in thispaperisL10-FePd and thetrendswe� nd arevery sim ilarto those

found forL10-FePt.W ecarryoutthesteps1-4elaborated in thelastsection.Figure1shows

the dependence ofthe m agnetisation upon tem perature. In thism ean � eld approxim ation

we� nd a Curietem peratureof1105K in reasonableagreem entwith theexperim entalvalue

of723K 55. (An Onsagercavity � eld technique could be used to im prove thisestim ate,see

20,withouta� ecting thequality ofthefollowing resultsforK .) Although theshortcom ings

ofthe m ean � eld approach do notproducethe spinwave T
3

2 behavioratlow tem peratures,

the easy axisforthe onsetofm agnetic orderisdeduced,bn = (0;0;1)perpendicularto the

layering oftheFeand Pd atom s,(notshown in the� gure)and itcorrespondstothatfound

atlowertem peraturesboth experim entally56 and in alltheoretical(T = 0K)calculations57.

Figure2 showsthem agneticanisotropy energy,� F((0;0;1);(1;0;0))= �(K 2 + K 4)versus

the square ofthe m agnetisation.The sam e linearrelationship thatwe found forFePt13 is

evident,a clearconsequence ofthe itinerantnature ofthe m agnetism isthissystem . This
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FIG .1:Them agnetisation ofFePtversustem perature.The�lled circlesreferto a m agnetisation

along n̂ = (1;0;1). Tc isat1105K with the easy axis,(0;0;1). The fullline showsthe m ean �eld

approxim ation to a classicalHeisenberg m odelforcom parison.

m agnetisation dependence di� erssigni� cantly from thatproduced by thesingleion m odel,

alsoshown in the� gure.AtT = 0K,K2+ K 4 is0.335m eV isin fairagreem entwith thevalue

of0.45m eV inferred from low tem peraturem easurem entson wellordered sam ples56 (aswith

FePt,K decreasessigni� cantly ifthedegreeoflong-rangechem icalorderisreduced).The

value isalso in line with valuesof0.1 to 0.5 m eV found by otherab-initio approaches 57.

From T# forboth # = �

4
,’ = 0 and # = �

3
,’ = 0 the m agnitudesofthe M CA constants

K 2 and K 4 areextracted and shown in Figure3.Thedom inance ofK 2 isobviousbutitis

also clearthatthem 2 dependence isfollowed closely by thetotalanisotropy,K 2 + K 4,and

only approxim ately by theleading constantK 2.Itisinteresting to notethatan anisotropic

classicalHeisenbergm odelleadstosim ilarm dependencetoK iftreated within am ean � eld
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FIG .2:Them agnetic anisotropy ofFePd asa function ofthe squareofm agnetisation.The�lled

circlesshow thecalculationsfrom theab-initiotheory,thefulllineK 0(m (T)=m (0))
2 and thedashed

line thesingle-ion m odelfunction K 0 < g2(̂e)> T = < g2(̂e)> 0 with K 0 = -0.335m eV.

approach.To illustratethispointweshow in Figure4 theresultsofm ean � eld calculations

ofK fora m odelwith both single-ion and anisotropicnearestneighborexchange,i.e.where

thefollowing ham iltonian isappropriate:

H = �
1

2

X

i;j

(Jk(ex;iex;j + ey;iey;j)+ J? ez;iez;j)� k
X

i

(ez;i)
2 (67)

The fullcurve shows the single ion m odelresults for the lim it Jk = J? ,which are also

shown in Figure3.Atlow T asm (T)! 1,K (T)=K (0)hasthefam iliarm l(l+ 1)=2 form with

l= 1 fora uniaxialm agnet.By introducing a sm alldi� erence between Jk and J? ,so that
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FIG .3:Them agneticanisotropy constantsK 2,K 4 ofFePd asa function ofthesquareofm agneti-

sation. The �lled circles and fullline show the calculations from the ab-initio theory ofthe sum ,

the dashed line with �lled diam ondsdescribesK 2 and the dotted line with squaresshowsK 4.

J? � Jk = 0:01J? ,K (T)=K (0)variesasm 2.

IX . C U B IC M A G N ET IC A N ISO T R O P Y - T H E F.C .C . F e50P t50 SO LID SO LU -

T IO N

Crystalstructureisknown tohaveaprofound e� ectupon them agneticanisotropy.M ag-

neticanisotropy within a singleion anisotropy m odeldecreasesaccording to m l(l+ 1)=2 atlow

T,(m � 1)and proportionalto m l forsm allm athigherT.Form aterialswith tetragonal

sym m etry,l= 2 asshown in Fig.2.On thisbasisa cubicm agnet’sK should possessan m

dependence where l= 4,i.e. m 10 atlow T and m 4 athigher T. In thissection we show

ourresults forthe itinerant m agnet,com positionally disordered Fe50Pt50. In thissystem
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FIG .4:The m agnetic anisotropy energy K calculated in a m ean �eld approxim ation fora m odel

ofa uniaxialm agnetwhich hasboth anisotropic exchange and single ion anisotropy.Thefullline

shows results with single ion anisotropy only,k = 0:002J? and J? � Jk = 0. The dashed line

showsresultsforthe sam e k and J? � Jk = 0:01J? .

thelatticesitesofthef.c.c.latticeareoccupied atrandom by eitherFe orPtatom s.The

cubic sym m etry causesthisalloy to be m agnetically very soft. Ordering into a tetragonal

L10 structureoflayersofpredom inantly Featom sstacked alternately with Ptlayersalong

the(1;0;0)direction causesa signi� cantincrease ofK .Okam oto etal17 have m easured K

ofFePtcarefully asa function ofcom positionalorderand thetrend,forT = 0K,hasbeen

successfully reproduced in ab-initio calculations28,58.

As with our earlier calculations for L10-FePt
13 and FePd,this disordered alloy’s m ag-
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netisation follows a sim ilar T-dependence to thatofa m ean � eld treatm ent ofa classical

Heisenberg m odel. W e � nd a Curie tem perature of1085K,again a m ean � eld value which

isin reasonable agreem entwith the experim entalvalue of750K 17.Figure5 showsourcal-

culationsofthe m agnetisation dependence oftheleading m agnetic anisotropy constantK 1

(Eq.7).AtT = 0K,� F((0;0;1);(1;1;1))= �K 1=3 isjust2.8�eV (�0:1�eV),som e three

ordersofm agnitudesm allerthan theuniaxialM CA (K 2+ K 4)we� nd itsL10-ordered coun-

terpart13.Despite thissm allvalue we � nd thatourm ethod isrobustenough to follow the

m agnetisation and T-dependence ofK 1. K 1 isdeterm ined from a calculation ofT’ where

for# = �=2 and ’ = �=8 itequalsK 1=2.Asexpected K 1 decreasesrapidly -Fig.5 depicts

K 1 versusthefourth powerofthem agnetisation.Atlow T K 1 variesapproxim ately asm
7

whereas this dependence becom es m 4 for sm aller M and higher T. Fig.5 also shows the

behaviorofthe single ion m odelfora cubic system forcom parison. Aswith the uniaxial

m etallicm agnetsalready investigated,theab-initio R-DLM resultsdi� ersigni� cantly.

X . C O N C LU SIO N S

W ehave shown thatby including relativistic e� ectssuch asspin-orbitcoupling into the

Disordered LocalM om ent theory of� nite tem perature m agnetism , the tem perature de-

pendence ofm agnetic anisotropy can be obtained. M agnetic anisotropy isdeterm ined via

consideration ofm agnetictorqueexpressed within a m ultiple-scattering form alism .Foruni-

axialm etallic m agnetswith tetragonalcrystalsym m etry,L10-FePtand FePd,we � nd K

to vary with the square ofthe overallm agnetisation,m (T). Thisisatoddswith whatan

analysis based on a single ion anisotropy m odelwould � nd but in agreem ent with exper-

im entalm easurem ents forFePt. An interpretation in term s ofan anisotropic Heisenberg

m odelexplains this behavior14. W e suggest that this m 2 behavior is typicalfor high Tc

transition m etalalloysordered into a tetragonalstructure.W e� nd the� rstanisotropy co-

e� cient,K 2 to bedom inant.W ehavealso investigated them agneticanisotropy ofm etallic

m agnetswith cubic crystalsym m etry which are very softm agnetically. In the exam ple of

thef.c.c.substitutionalalloy,Fe50Pt50,theleading constantK 1 decreasesaccording to m
n

wheren rangesbetween 7 and 4 asthetem peratureisincreased.Thisbehavioralso di� ers

signi� cantly from thatofa sim ple single ion m odel. Application ofthisR-DLM theory of

m agnetism at� nitetem peraturehasbeen con� ned hereto bulk crystallinesystem s.Italso,
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FIG .5:The m agnetic anisotropy constantK 1 ofthe cubic m agnetF e50P t50 asa function ofthe

fourth powerofthe m agnetisation,m 4.The �lled circlesshow the calculationsfrom the ab-initio

theory and the dashed line the single-ion m odelfunction K 0
1 < g2(̂e)> T = < g2(̂e)> 0 with K 0

1 =

8.4�eV.

however,hasparticularrelevance forthin � lm and nanostructured m etallic m agnets59,60,61

whereitcan beused to uncovertem perature-induced reorientation transitions.e.g.Buruzs

etal.53 haverecently applied thetheory to Feand Co m onolayerson Cu(111).Futurepos-

sibleapplicationsalsoincludethestudy ofthetem peraturedependenceofm agnetostriction,

thedesign ofhigh perm eability m aterialsand m agnetotransportphenom ena in spintronics.
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APPENDIX A:TORQUE FOR T ! 0K

Concerning the M CA ofa ferrom agnetatT = 0K,therelevantpartofthe totalenergy

is

F
(bn) = �

Z

d"fF D
�
";�(bn)

�
N

(bn)(") (68)

whereN (bn)(")istheintegrated density ofstates,

N (bn)(")= N 0(")�
1

�
Im lndet

�

t(bn;")
� 1
� G

0
(")

�

; (69)

and theinverse ofthesinglesitet-m atrix is

ti(bn;")= R (bn)ti(bz;")R (bn)
+
: (70)

Now R (bn)= expi� bm (bm �~J)where� bm istheangleofrotationaboutanaxisbm = (bz^bn)=jbz^bnj

and ~J isthe totalangularm om entum . The torque quantity T
(bn)
� bu

= � @F (bn )

@� bu
,describing the

variation ofthe totalenergy with respectto a rotation ofthe m agnetisation aboutan axis

bu,is

T(bn)
� bu

= �
1

�

Z

d"fF D
�
";�(bn)

�
Im

@

@�bu

h

lndet

�

t(bn;")
� 1
� G

0
(")

�i

(71)

which can bewritten

T(bn)
� bu

= �
1

�

Z

d"fF D
�
";�(bn)

�
Im

X

i

tr

�

�
(bn)

ii (")
@

@�bu

�
R (bn)t(bn;")

� 1
R (bn)

+
�
�

: (72)

Since
@R (bn)

@� bu
= i(~J � bu)R (bn)and

@R (bn)
+

@� bu
= �i(~J � bu)R (bn),

T(bn)
� bu

=
1

�

Z

d"fF D
�
";�(bn)

�
Im i

X

i

tr

�

�
(bn)

ii (")

h

(~J � bu)t(bn;")
� 1
� t(bn;")

� 1
(~J � bu)

i�

: (73)

ForT
(bn)

#(’)
,(~J � bu)isjustJy(z).
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Considernow our� nitetem peraturetorqueexpression,Eq.(65),i.e.

T� =
Im

�

Z

d"fF D
�
";�(bn)

�X

i

Z
@P

(bn)

i (bei)

@�
lndetM

(bn)

i (";bei)dbei; (74)

with �= # or’ and

M
(bn)

i (";bei)= I+

�

ti(";bei)
� 1
� t

(bn)

i;c (")
� 1
�

�
(bn)

ii;c(") : (75)

By de� nition,

T� =
Im

�

Z

d"fF D
�
";�(bn)

�X

i

Z

lim
��! 0

P
(bn+ � bn)

i (bei)� P
(bn)

i (bei)

� �
lndetM

(bn)

i (";bei)dbei (76)

=
Im

�

Z

d"fF D
�
";�(bn)

�X

i

lim
��! 0

1

� �

�Z

P
(bn+ � bn)

i (bei)lndetM
(bn)

i (";bei)dbei (77)

�

Z

P
(bn)

i (bei)lndetM
(bn)

i (";bei)dbei

�

:

Approaching T = 0,

P
(bn)

i (bei)! �(bn � bei) ;ti(";bei)! ti(";bn) ; (78)

P
(bn+ � bn)

i (bei)! �(bn + � bn � bei) ;ti(";bei)! ti(";bn + � bn) ; (79)

while

lndetM
(bn)

i (";bei)! Tr

�h

ti(";bei)
� 1
� t

(bn)

i (")
� 1
i

�
(bn)

ii (")

�

: (80)

Therefore,

T� =
Im

�

Z

d"fF D
�
";�(bn)

�X

i

lim
��! 0

1

� �
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=
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ii (")

!
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which isequivalentto Eq.(72).
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