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G iant current-driven dom ain w allm obility in (G a,M n)A s

Anh K iet Nguyen,Hans Joakim Skadsem ,and Arne Brataas
Departm entofPhysics,Norwegian University ofScience and Technology,N-7491,Trondheim ,Norway

W e study theoretically hole current-driven dom ain walldynam icsin (G a,M n)As. W e show that

the spin-orbit coupling causes signi�cant hole reection at the dom ain wall,even in the adiabatic

lim itwhen the wallism uch thickerthan the Ferm iwavelength,resulting in spin accum ulation and

m istracking between current-carrying spinsand the dom ain wallm agnetization.Thisincreasesthe

out-of-plane non-adiabatic spin transfer torque and consequently the current-driven dom ain wall

m obility by threeto fourordersofm agnitude.Trendsand m agnitudeofthecalculated dom ain wall

currentm obilitiesagree with experim ental�ndings.

Spin-polarized currentscan reversethem agnetization,

excite spin-waves or m ove dom ain walls in ferrom ag-

nets. These are intriguing phenom ena which can be-

com eusefulform agneticm em ories.Ferrom agneticsem i-

conductorsareespecially interesting becausethe critical

current density (jc) required to m ove dom ain walls is

two to three orders of m agnitude sm aller than in fer-

rom agnetic m etals [1, 2, 3, 4]. M uch e�ort has been

invested experim entally [1, 2,3,4,5, 6]and theoreti-

cally [7,8,9,10,11,12,13,14,15]on current-driven do-

m ain walldynam ics[16]. However,itisnotunderstood

why the criticalcurrentdensity fordom ain wallm otion

isso sm allin sem iconductorscom pared to m etals.

The spin-currentinduced torque on dom ain wallscan

be written as a sum ofan in-plane part and an out-of-

plane part, � = �in + �? . The in-plane (out-of-plane)

torque isspanned by (perpendicularto)the gradientof

the localm agnetization. In ferrom agnetic m etals, the

dom ain wallwidth (�w )islarge com pared to the Ferm i

wavelength (�F ) and the spin-orbit coupling is weak.

Here,the dom ain walldoes not reect electrons which

adiabatically align theirspin close to the localm agneti-

zation directionastheytraversethedom ain wall.Theas-

sociated angularm om entum transferinducesan in-plane

torqueon the dom ain wall[8,9,10,11,12,13,14]

�in = � jsm � [m � (̂|� r )m ]: (1)

�in isalso called theadiabaticspin torque.In Eq.(1),js
isthespin currentdensity.Theunitvectors|̂and m are

in the directionsofthe currentand the localm agnetiza-

tion,respectively.Atlow currentdensities,�in doesnot

causeanysteady-statem otion ofthedom ain wall[10,11].

However,even asm allout-of-planetorque�? can induce

a �nite dom ain walldrift velocity [12,13,14]. An of-

ten used approxim ate form for the out-of-plane torque

is[12,13]

�? = � �jsm � (̂|� r )m ; (2)

where� isa sm alldim ensionlessparam eter.Thedom ain
walldriftvelocity iscontrolled by theout-of-planetorque

and isproportionalto� [12,13].In literature,deviations
from the adiabatic in-plane torque,e.g. �? ,are often
called thenon-adiabatictorque.W epreferto classify the

torquesasin-planeand out-of-plane,wherethelattercan

induce a steady statedom ain wallm otion.

In this Letter, we show that the intrinsic spin-orbit

coupling in the valence band of m agnetic III-V sem i-

conductors strongly enhances the current-induced out-

of-plane torque and thereby the dom ain wallvelocity.

�? dependsnon-locally on thewholedom ain wallpro�le

and cannot be described by the localexpression given

by Eq.(2). W e �nd that the steady-state dom ain wall

velocity (vw ) is proportionalto the currentdensity (j).
Therelevantm easureofcurrent-driven dom ain wallm o-

tion isthe dom ain wallcurrent-m obility �I = vw =j.Us-
ing realisticvaluesfordom ain wallwidth and spin-orbit

coupling,we �nd that �I is enhanced by three to four

orders ofm agnitude com pared to a system with weak

or vanishing spin-orbit coupling. This m ay explain an

open question:why �I (orjc)ism uch larger(sm aller)in
(G a,M n)Asthan in ferrom agneticm etals[1,2,3,4].

In conventionalferrom agneticm etalsonly avery sm all

fraction ofthe electrons contribute to the out-of-plane

torque via spin-ip scattering at extrinsic im purities or

via non-adiabaticcorrectionsdueto a �nitedom ain wall

width [12, 13, 14]. Radically di�erent from this, the

strong intrinsic hole spin-orbit coupling in (G a,M n)As

causes a �nite dom ain wallresistance even in the adia-

batic lim it(�w � �F ),by preventing a large fraction of
holesto adiabatically adjusttheirspinsto the m agneti-

zation ofthe dom ain wall[18,19]. The intrinsic spin-

orbit coupling in com bination with the m agnetization

cause an anisotropic m om entum distribution ofpropa-

gating m odes. Fig.1 a),b)and c)show distributionsof

transverse propagating m odes in (G a,M n)As for di�er-

entm agnetization directions[18].O nly transversem odes

thatexistforallm agnetization directionswithin thedo-

m ain wall,Fig.1 d),willconduct.The rem aining m odes

are totally reected [18,19]. The fraction ofreected

holesislargeand com parabletothetotalnum berofcon-

ducting particles.Thisinducesan enhanced dom ain wall

resistance,aswellasspin accum ulation and m istracking

between holespinsand them agnetization ofthedom ain

wall.W e�nd thatthetotalout-of-planetorqueincreases

bythreetofourordersofm agnitudecom paredtosystem s

with vanishing spin-orbitcoupling.The current-induced

http://arxiv.org/abs/cond-mat/0606498v3
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m obilityissubsequentlyenhanced approxim atelypropor-

tionalto the totalout-of-planetorque.
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FIG .1:a),b)and c)D istributionsoftransverse propagating

m odes in (G a,M n)As for di�erent m agnetization directions

shown by the arrows. W hite (gray) color indicates that two

(one) spin channels are open for transport. d) D istribution

oftransverseconducting channelsthrough an adiabaticBloch

dom ain wallin (G a,M n)As. Arrowsshow the m agnetization

directions itinerant holes encounterwhile traversing a Bloch

wall. For an adiabatic dom ain wall,transverse m odes in a)

that do not exist in d) are totalreected by the wall. Such

reectionsincreasetheout-of-planetorqueon thedom ain wall

which subsequently increases the dom ain walldrift velocity.

The plots are created using Eq.(3) with 1 = 6:8, 2 = 2:7,

hex=�0=1:5,�F =�0=2:25.

W e shalluse the sim plestm odelthatcapturesthe es-

sentialphysicsofholesin (G a,M n)As,nam ely the4-band

K ohn-LuttingerHam iltonian in thesphericalapproxim a-

tion [18,20,21,22]

H =
�h2

2m

��

1 +
5

2
2

�

p2 � 22(p � S)2
�

� h(r)� S; (3)

where,m and p arethe bareelectron m assand the hole

m om entum operator,respectively.S isa vectorof4� 4

dim ensionlessangularm om entum operatorsfora S=3=2
spin,and 1 and 2 areLuttingerparam eters.In Eq.(3),
h representsthe exchange �eld from the localized m ag-

netic m om ents.Theexchange�eld isassum ed to havea

constantm odulus and to be hom ogeneousin the trans-

verse directions,jh(y)j= hex. The param eter 2 deter-

m inesthe strength ofthe e�ective spin-orbitcoupling of

the holes. Fora given doping density,Eq.(3)with h= 0

describeshole doped G aAsand providesa Ferm ienergy

�0,a Ferm iwavevectork0=
p
2m 0�0=�h and a Ferm iwave

length �0= 2�=k0 forheavy holes. Here,m 0= m =2:6 rep-
resentsthe heavy holem assin G aAs.

Focusing on low tem peraturesand low biastransport

properties,we consider the linear response at a Ferm i

energy �F .O ursystem isa discrete,rectangularconduc-

toroflengthsLx,Ly,Lz and lattice constantsax,ay,az
sandwiched between two reservoirs. Born-von K arm an

boundary condi-tions are assum ed in the transverse di-

rectionsx and z.
W em odelthedynam icsofdom ain wallsby thedim en-

sionlessLandau-Lifshitz-G ilbert(LLG )equation

dm

d~t
= � m � ~he� + �m �

dm

d~t
; (4)

where m (y) should be understood as a unit m acrospin

forthetransverseslicelocated aty,and � istheG ilbert
dam ping constant. The dim ensionless tim e is ~t= t=t0
where t0= M s(�0=2�)2=2A. Here,M s,A and = e=m c
are the saturation m agnetization,spin sti�ness and the

gyrom agneticratio,respectively.The e�ective m agnetic

�eld reads

~he� = ~r 2
m + ~han � m � hpd�S ; (5)

where ~r=(�0=2�)r . ~han isthedim ensionlessanisotropy

�eld,which isused to controlthe type and the width of

the dom ain wall. Dem agnetization �elds for sim ple ge-

om etriescan beincluded in ~han.Thelastterm in Eq.(5)

is the contribution to the spin-transfer torque from the

non-equilibrium itinerantholes[15,17].The dim ension-

lesscoupling constanthpd and the spin-density response
function �S arede�ned below.TheLLG equation isnu-

m erically integrated using a fourth-order Runge-K utta

m ethod [24].

W e calculate the current carrying wave function by

a stable transfer m atrix form alism [18,23]. The non-

equilibrium spin density h�Sine isdeterm ined asa trace
over allhole states between �F and �F + eV in the left

reservoir. W e de�ne the linear response function for

the spin density as �S = (e�hk0=jm 0)h�Sine,which gives

hpd=�hhex�0j=8�eA�0,thatisproportionalto thecurrent
densityj.Sim ilarly,wealsocom putethenon-equilibrium
spin currentdensity,js,andtheaveragespin perconduct-

ing holes,hS(y)i=jse=j�h.
The param etersdescribing ourconductorare ax=�0=

az=�0 = 0:2=2�, ay=�0 = 0:75=2�, L x = Lz = 51ax and

Ly= 400ay. Furtherm ore,hex=�0 = 1:5 and �F =�0 = 2:25.
Theratio�F =hex=1:5isin thesam eorderasexperim ental
values[22].Theanisotropy/dem agnetization�eld ~hanx =0,
~hany =� 1 forsim plicity and to ensurethattheconsidered

dom ain wallsare Bloch walls,consistentwith recentex-

perim ents [1,2,5]. W e use ~hanz to controlthe dom ain

wallwidth �w =�0 =

q

1=~hanz =2�. The G ilbert dam ping

constantisassum ed to be �=0:03 [25].
The transfer of m om entum and angular m om entum

from holes to the dom ain wallm ust be treated on an

equalfooting. W e achieve thisasfollows:First,we �nd

the equilibrium (j= 0)dom ain wallcon�guration by in-

tegrating Eq.(4)with hpd=0 to a su�ciently large tim e.
The resulting equilibrium dom ain wallcon�guration is

m x(y)=1=cosh(y=�w ),m y(y)=0and m z(y)=tanh(y=�w ),
as expected from an analyticalequilibrium solution of

Eq.(4). Next,a constantcurrentisapplied by choosing

a �nite hpd,and the following two stepsare iterated:1)

com pute �S for a given h= hexm using Eq.(3),and 2)

integrate m = h=hex a tim e � ~t using Eq.(4). W e use

� ~t=0:2,which issu�cientforconvergence.
Letus�rstconsidera system withoutspin-orbitcou-

pling,2=0.W e considera �w =�0=2 dom ain wall,close

to the experim entalvalues[1,2]. Num ericalcalculation
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FIG .2: Steady-state snapshots. a) and b): exchange �eld

(hx=�0 and hz=�0),spin perconducting hole (hSxiand hSzi)

and absolutevaluesofspin-torqueperconducting holejT jas

functionsofposition,fora)vanishing and b)�nitespin-orbit

coupling. c): absolute values ofthe out-of-plane torque jTyj

versus position for 2= 0 (thick solid line),2= 0:5 (dashed

line) and  = 2 (sym bol+ ). For allplots, hpd = 0:001 and

�w =�0=2.

ofthe conductance shows that only 0:1% ofthe incom -

ing holes are reected back by the dom ain wall. From

Fig.2a), we see that the hole spins follow the dom ain

wallm agnetization closely,and hS(y)i is virtually par-

allelto h(y) throughout the system . O utside the wall,

hSzi� � 1:25,since both the heavy (Sz� � 1:5)and light
(Sz� � 0:5)holesparticipatein thetransport.Theabso-
lutevaluesofthedim ensionlessspin-torqueperconduct-

ing holes,T =(h=�0)� �S,isshown in Fig.2a).Itagrees
wellwith the in-plane torque given by Eq.(1) through

therelation T =�ine�0=2�j�h.Theout-of-planetorqueis
very sm all,asexpected forthiscase.

Asshown in Fig.2b),turningon thespin-orbitcoupling

com pletely changesthe physicalpicture. Num ericalcal-

culation ofthe conductance showsthatthe dom ain wall

reects45% ofthe holes,causing spin accum ulation and

m istracking between carrierspinsand them agnetization

ofthe dom ain wall,particularly on the upstream side of

the wall. Interference between incom ing and reected

holescreatesa spin-wavepattern in hSiand T ,causing

thereproducible\noise" in the�gures.Theshapeofthe

dom ain wallis,however,virtually unchanged,dueto the

sm allcurrent applied, hpd = 0:001. From our previous

study,we know thatthe m ajority ofreected holescon-

sistsofheavy holes[18],in agreem entwith hSzi� � 3:0
on the leftsideofthe dom ain wall.

Asdiscussed in the introduction,the steady state do-

m ain wallvelocityiscontrolledbytheout-of-planetorque

[12,13]. Fig.2c)showsthe absolute value ofthe out-of-

plane torque com ponent, jTyj, for three di�erent spin-

orbit couplings. The spatial total of jTyj denoted as

hjTyji=
R
dyjTyj m ay be used asan estim ate ofthe out-

of-plane torque contributions to the dom ain walldrift

velocity. Note that even when the spin-orbit coupling

vanishes,the out-of-plane torque is �nite since the sys-

tem isnotentirely adiabatic,�w =�0= 2 � 1 . Here,we

�nd that jTyj� 1% ofthe totaltorque jT j. W hen the

spin-orbitcoupling 2 increasesfrom 0 to 2.7,thespatial

totalout-of-plane torque hjTyji increases by a factor of

1000.Thisexplainsthedram aticincreasein thedom ain

walldriftvelocity and thereby m obility.
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FIG .3: D om ain walldisplacem ent as a function oftim e for

a) zero spin-orbit coupling for di�erent dom ain wallwidths,

and b) �xed dom ain wallwidth for varying hole spin-orbit

coupling strengths.Forboth plots,hpd=0:001.

Fig.3a)displaysthedom ain walldisplacem ent(xw )as
functionsoftim eforvaryingdom ain wallwidthsforvan-

ishing spin-orbit coupling. xw com pletely saturates in

the adiabatic lim it,�w =�0 > 3,asexpected [10,11,15].

Beyondtheadiabaticlim it,anincreasingfraction ofholes

willbereected,causingaout-of-planetorqueon thedo-

m ain walland a�nitedriftvelocity,which,ascan beseen

in Fig.3a),increasesfordecreasing dom ain wallwidth.

Let us now consider a �nite spin-orbit coupling.

Fig.3b)showsthedom ain walldisplacem entasafunction

oftim e fordi�erentspin-orbitcouplings. W e see thata

largerspin-orbitcoupling also increasesthe dom ain wall

driftvelocityduetotheincreased reection ofholes.The

reected holes increase the spin accum ulation and m is-

tracking,which,in turn,increasesthe out-of-planespin-

torqueon thedom ain walland thereby itsdriftvelocity.

Fig.4a)showsthedom ain walldriftvelocity asa func-

tion ofhpd forvarying spin-orbitcoupling strength. W e

see thatvw isproportionalto hpd,i.e. the dom ain wall

driftvelocity isproportionalto the currentdensity,con-

sistentwith experim entalobservations[1].In Fig.4b),we

show the current-driven dom ain wallm obility asa func-

tion ofspin-orbitcoupling.W eseethatthedom ain wall

m obilityincreasesfourordersofm agnitudewhen thehole

spin-orbitcouplingincreasesfrom 2=0toatypicalvalue
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FIG .4:a)D om ain walldriftvelocity asa function ofhpd for

varying spin-orbit couplings,2. Note that the scale ofthe

horizontalaxisis di�erentfor each spin-orbitcoupling,done

to collect all graphs into a single plot. b) Current-driven

dom ain wallm obility, �I, and spatialtotalofthe absolute

valuesofthe out-of-plane torque,hjTyji,asfunctionsofspin-

orbitcoupling.Forboth plots,�w =�0=2.Linesareguidesfor

the eye.

of2=2:7.In Fig.4b),wealso show thespatialtotalout-

of-plane torque asa function ofthe spin-orbitcoupling.

W eseethathjTy(2)ji=hjTy(2=0)jiincreasesthreeorders
ofm agnitudewhen 2 increasesfrom 0 to 2.7.Increasing

spin-orbitcoupling increasestheout-of-planetorqueand

thereby the m obility.

The e�ects of im purities [26]have been disregarded

here. However,we believe that the present study still

capturestheessentialphysics.Forexam ple,we�nd that

the intrinsic dom ain wallresistance persists in the dif-

fusive transportregim e [27]. Therefore,we expect that

thespin-orbitinduced e�ectspresented in thispaperare

im portant also for the current-driven dom ain walldy-

nam icsin the di�usive transportregim e when the m ean

freepath isnotm uch sm allerthan �w .Theexpected im -
purityinduced reduction ofthedom ain walldriftvelocity

is consistentwith recentexperim ental�ndings [1,2,3].

Experim ents�nd a two to threeordersofm agnitudeen-

hancem entofthedriftvelocity,which issm allerthan our

com puted threeto fourorderofm agnitudeenhancem ent

in the ballisticregim e.

In sum m ary, the intrinsic spin-orbit coupling in

(G a,M n)Asincreasesthe out-of-plane torque on the do-

m ain walland thereby the dom ain wallcurrent-m obility

by threeto fourordersofm agnitudewhen thespin-orbit

coupling increases from 2= 0 to an experim entally at-

tainablevalue of2=2:7.
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