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Abstract

Carrying digitalinform ation in traditionalcopperwiresisbecom ing a m ajorissue in electronic

circuits. O pticalconnections such as � beroptics o� ers unprecedented transfer capacity,butthe

m ism atch between theopticalwavelength and thetransistorssizedrastically reducesthecoupling

e� ciency. By m erging the abilities ofphotonics and electronics,surface plasm on photonics,or

’plasm onics’exhibitsstrong potential.Here,we proposean originalapproach to fully understand

thenatureofsurfaceelectronsin plasm onicsystem s,by experim entally dem onstratingthatsurface

plasm onscan be m odeled as a phase ofsurface waves. Firstand second orderphase transitions,

associated with percolation transitions,havebeen experim entally observed in thebuilding process

ofsurface plasm ons in lattice ofsubwavelength apertures. Percolation theory provides a uni� ed

fram ework forsurfaceplasm onsdescription.
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Surfaceplasm ons(SPs)plasm onicsisofinterestforawiderangeofdom ains,from physics,

chem istry,to biologicalsciences[1,2].SPsareassociated with electrom agnetic wavestrav-

eling along a m etal/dielectric interface with collective m otions ofelectrons. The tight lo-

calization ofSPsatthesurfaceoftheplasm onic circuitprovidesthepossibility offocusing

and waveguiding lightin subwavelength system s,which can closely interactwith electronic

devices.In therecentyears,arenewed interestin SPshasarisen from thedem onstration ofa

strong and unexpected enhancem entoflighttransm ission through arraysofsub-wavelength

holes [3]. Enhancem ent ofseveralorders ofm agnitude hasbeen reported with respect to

standard aperturetheory [4,5,6].Thetransm ission can even exceed thesurfaceratio occu-

pied by theholes,im plying thatlightisfocused by thestructure ofthearraysthrough the

holes.Theseresultsarestim ulating in num erous�elds[1,7,8,9,10]:near�eld m icroscopy,

high density storage,detection ofchem icaland biologicalm olecules,lightem ission,optical

nonlineardevices.

Since thisdiscovery,m any studieshave been perform ed to fully understand and control

SPs,involving the inuence ofthe shape,geom etry lattice and polarization in one-and

two-dim ensionalsubwavelength structures [11,12,13,14,15]. However,the fundam ental

question ofthe establishm ent ofthe SPs them selves has never been fully addressed yet.

Here,we experim entally dem onstrate thatone-and two-dim ensionalSPscan be generated

through a phase transition like process,separating phases ofsurface waves,i.e. speci�c

organizationsoftheelectrom agneticwavesatthesurfaceoftheperforated m etalplate.The

analysis ofthe phase transitions features,and in particularthe criticalbehavior found in

1D latticeSP establishm ent,leadsto m odeling by a percolation process.Percolation theory

belongsto a universality classthatuni�esthe description ofm any physicalm odels. Asa

directconsequence ofthe established propertiesofpercolation,thisfram ework allowsusa

new insightofSPs,withouttheapproach im plying exactsolving ofM axwell’sequations.

The long-wavelength terahertz dom ain o�ersthe advantageofthe precise controlofthe

geom etry [16].Therefore,the�llingparam eterofthesubwavelength structuresisaccurately

calibrated.Furtherm ore,the realization ofultra-thin (�=50)m etalsheetsrem ovespossible

wave-guiding Fabry-P�erotresonances[17].Thestructuresarem adeoffree-standing electro-

form ed ultra-thin nickelplates,with precision ofdesign betterthan 1�m .Terahertzspectra

are recorded using terahertz tim e-dom ain spectroscopy [18]. Broadband linearly polarized

subpicosecond single cycle pulses ofterahertz radiation are generated and coherently de-
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tected by illum inating photoconductive antennaswith two synchronized fem tosecond laser

pulses. The sam ple ispositioned on a 10 m m circular aperture,in the linearly polarized,

frequency independent,4.8 m m -waistGaussian THz beam (1=e in am plitude). Num erical

Fouriertransform ofthe tim e-dom ain signalswith and withoutthe sam ple givesaccessto

the transm ission spectrum ofthe subwavelength structures. The dynam ics ofthe surface

plasm ons is recorded over 240 ps,yielding a 3 GHz frequency precision after num erical

Fouriertransform ,with 104 signalto noiseratio in 300 m sacquisition tim e.

W e studied the generation ofSPs by analyzing the terahertz transm ission spectra of

series offree-standing subwavelength 1D and 2D lattices (�gures 1A-C) with increasing

quantity ofm etal,while the periodicity rem ainsconstant. A �lling param eterp isde�ned

as the ratio between the surface ofthe m etalSm and the surface ofthe apertures Sa in

the lattice,by p = Sm =Sa,which enablesto com pare latticesofdi�erentshapes. SPsare

built when increasing this �lling param eter up to a precise level. Transm ission spectra

show typicalresonant features,with m inim um in 1D lattice (�gure 1D),m axim um in 2D

lattice (�gure 1E),and for both, a frequency shift �� = � � �0 ofthe �rst resonance

is associated with the m etal�lling,where �0 is the constant resonance frequency at low

�llings. Indeed,in thin m etalgrids,resonant pro�les due to di�raction over the periodic

structure are observable nearthe transition and stillallow de�ning a resonance frequency.

Furtherm ore,we de�ne the energy U as the totalelectrom agnetic energy blocked by the

plate,and can bedirectly accessed from thetransm ission oftheterahertzbeam through the

system U = 1�
R

jA t(t)j
2
dt=

R

jA 0(t)j
2
dt,where A t and A 0 are the m easured am plitudes

oftheelectric�eldswith and withoutthesam ple,respectively.W ethen de�nea geom etric

capacity C linking theinternalenergy to the�lling param eter,by C = @U=@p.W efocused

on the observation and evolution ofthese param eters,which provide fundam entalinsights

on thenatureofthegeneration ofSPs.

Seriesoftwo-dim ensionalarraysofsquared and round subwavelength holes(36 lattices

each)have been analyzed (�gure 1B-C).Incidentlinearpolarization issentalong direction

x. At low m etal�llings,transm ission spectra (�gure 1E black) show two large resonance

features with a factor 2 between the resonance frequencies and no frequency dependent

shift.Theincidentelectrom agneticwaveisdi�racted through thesubwavelength apertures

(Bethe’stheory [19])and thetransm itted wavesinterfereovertheholearray.Athigh values

ofthe �lling param eteron the contrary,typicalfeaturesof2D lattice SPscan be observed

3



(�gure 1E color)with sharp m axim a and resonancefrequenciesscaling as
p
2.A resonance

frequency shiftwith pisalsoobserved,with precision betterthan 2GHz.Fortinyholes,�rst

and second resonancesagreewellwith theoreticalresonancefrequenciesgiven by Bloch wave

m odelat0.5and0.71THz,respectively[4],foralatticeperiodofL = 600�m .Increasingthe

�lling param eter,experim entsshow cleardiscontinuity ofthe�rstresonancefrequency and

geom etriccapacity,ataspeci�ctransition �llingparam eter,both forsquared (�gure 2A and

C)and round holes(�gure2B and D).Thisbehaviorishighlyevocativeofa�rstorderphase

transition. Transition �lling param eter is the sam e for frequency shift and capacity,but

di�erentbetween squared and round holes,p= 1:03� 0:01and p= 1:37� 0:01,respectively.

Itm ayalsoberelated toacut-o�forthepolariton propagation alongthesurface.Frequency

shiftisconstantbelow thetransition �llingparam eterand then m onotonouslyincreasesafter

thediscontinuity in theSP phase.Itconvergestoward thevaluegiven fortiny holes,which

is the sam e forsquared and round holes [3]. Frequency shift and capacity show di�erent

behaviorwhethertheholesaresquared orcircular,with di�erenttransition �llingparam eter

and discontinuity am plitude,con�rm ing thatSP isstrongly inuenced by the shapeofthe

subwavelength holes.In addition,wehaveperform ed num ericalsim ulations.W ecarried out

a direct resolution ofM axwells equations through a fullthree-dim ensional(3D) ab initio

Finite Elem ent M ethod (FEM ) analysis ofthe electric �eld propagating trough the array

[15]. Results ofthe frequency shiftforsquare and round apertures are shown in �gure 2,

and dem onstratecleardiscontinuity atthesam e�ling param etersfound in theexperim ents.

The one-dim ensionalsubwavelength lattices are m ade ofvery narrow slits (�gure 1A).

Seriesof1D subwavelength latticesofincreasing�llinghasbeen realized with constantlattice

period L =400 �m . The terahertz beam issentperpendicularly to the lattice surface and

linearpolarization hasan angle� with respectto thetransversedirection y.Atlow �llings,

the subwavelength slits behave as standard polarizers. In particular,the spectra show a

m odulation with m inim um resonancesgiven bythedi�raction overthem etallines(�gure 1D

black),and the am plitude spectra scale proportionally to cos(�),with no resonance shift.

On thecontrary,athigh �llings,thespectrashow evidenceoftypical1D SPs(�gure 1D red)

with nearly zero m inim um resonance oftransm ission (0.75 THz at� = 0�). Furtherm ore,

thism inim um shiftstoward thelow frequencieswhen incidentpolarization isrotated,dueto

thechangeoftheprojected apparentperiod.W em easured thefrequency shiftforasetof60

latticesofdi�erent�lling param eters.Foreach angle�,theevolution ofthefrequency shift
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with the�llingischaracteristicofasecond orderphasetransition (�gure 3A).Thefrequency

shiftrem ainsconstantin thelow �lling range,up toacriticalvaluepc = 1:583� 0:005,from

which itcontinuously increases. Thischaracteristic behaviorissim ilarforallthe incident

polarizations.Evolution ofthefrequency shiftversustheincidentpolarization angleshows

sinusoidalvariations(�gure3B)as�� = �� sin(� � �0),where�� istheintrinsicfrequency

shiftand �0 a possiblesm allexperim entalangularm isalignm ent.Precision on �� isbetter

than 1GHzatm axim um deviation.De�ning anorm alized �lling param eter� = (p� pc)=pc,

the evolution ofthe frequency shiftin the SP dom ain nearpc follows�� / j�j
�

,where �

is the criticalcoe�cient associated with the frequency shift. Using ��,one obtains the

criticalcoe�cient � = 0:98� 0:04 (�gure 3C).Geom etric capacity is also analyzed from

internalenergy. Capacity showsdiverging featuresnearpc (�gure 4). Geom etric capacity

evolves asC / j�j
�

,where � isthe criticalcoe�cient associated with capacity. Forboth

sidesofpc (see insetin �gure 4),thiscriticalcoe�cienthasa value of� + = �0:99� 0:08

and �� = �0:97� 0:08,aboveand below pc,respectively.

The analysis ofthe experim entaldata is now discussed. The m ain �rst point is that

thedata can notbefully understood by existing m odelsofSPs.These m odelsintrinsically

considerthe existence ofonly one possible state forthe surface wave. W aveguide analysis

orBloch wave analysisprovide an approxim ation ofthe resonance frequency [20]and give

good values only in the lim itcase where the aperturesare very tiny. Furtherre�nem ents

consist in decom position on a basis,such asRayleigh expansion,buttheirlinear features

fundam entally prohibit discontinuity. This discrepancy is illustrated from [21]in �gure 2

(dashed lines). On the contrary,we have observed here a �rst order transition behavior

in 2D lattice,associated with the sim ultaneous discontinuity ofboth frequency shift and

geom etric capacity atthe sam e �lling value. M oreover,in 1D lattice,powerlaw evolution

offrequency shift and capacity is intim ately linked to second order phase transition,and

the criticalcoe�cientsare clearly in favorofa percolation process. Anotherstrong hintis

the polarization response below and above pc. There isa spontaneoussym m etry breaking

phenom enon atpc,sinceoriginalisotropicresponsebelow pc isbroken.Indeed,atlow �llings,

the shape ofthe spectra rem ainsunchanged with the rotation ofthe incidentpolarization.

On the contrary,the frequency resonance shifts with the polarization angle above pc (see

�gure 3A),corresponding to a disappearing ofthe sym m etry. Therefore,the generation of

SPscan be described in a phase transition fram ework. The �rstphase (p < pc)consistsof
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non resonant surface waves di�racted by the lattice in a way sim ilarto Bethe description

[19]. The second phase (p > pc) is SPs characterized by a resonant interaction with the

lattice.

Com plex system scan bedescribed by statisticalphysics,in particularsystem sinvolving

geom etricalconsideration,such aspercolation in conductivity,polym erization orforest�re

propagation.In thesam eway,in ferrom agnetic/param agnetictransitions,onlythem easure-

m entofthelinearm agneticsusceptibility givesaccessto thesecond orderphasetransition.

Phasetransitionsim ply localnon linearinteractions.Even though them easured quantities

arelinearwith respectto theelectrom agneticwavegoingthrough theplate,thevariation of

thesizeoftheaperturechangestherelativecontribution offar-and near-�eld interactions,

which behave as1=r and 1=r3. Thus,non linearfeatureswith respectto the geom etry are

the key ofthe understanding ofour system . Furtherm ore,the screen transm ission is not

linearwith thenum berofholes,sincethetransm itted signalisnotthesum ofthesignalof

a singlehole.

From m acroscopicm easurem ents,wedem onstrated thephasetransition origin ofSP gen-

eration.Universality classtheory showsthatthecriticalexponentsforthephasetransitions

forbroad classesofphysicalsystem sarethesam e.Therefore,a m odeldescribing a speci�c

system can beextended to anothersystem within itsuniversality class.Then,experim ental

criticalvalues of� and �,associated with universality ofpercolation theory provide us a

m icroscopic description ofSP generation.The �rstorderphase transition isalso described

by percolation and the di�erence between 1D and 2D latticesoriginate from the change of

degreeoffreedom in thesystem .Percolation transition describesm icroscopic\sites" linked

togetherby \bonds". Consequencesofpercolation theory are thatin SPsthe sitesare the

(random ly m oving)surfaceelectrons,and thebondsarethecoupling between theelectrons

and photonsfrom theelectrom agnetic wave.Surfaceelectronsarelocally correlated by the

interaction with the electrom agnetic wave,de�ning a cluster ofelectrons as an ensem ble

ofcorrelated surface electrons. A percolation transition then occurswhen the �rstcluster

reachesthesizeofthescreen.Atlow �lling factor,thesizeoftheclustersissm all,electrons

only interactlocally,and no SPsarepresent(cf�gure 1D-E).W hen p> pc,largegroupsof

surface electronsinteracttogether,form ing clustersofm acroscopic size and establishing a

SP.Furtherm ore,theexperim entalcriticalparam eters� � �1 and � � 1 can berelated to

thepercolation classofCayley tree[22],which providesthecriticalevolution ofthecluster
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size,as� / jp� pcj
�
,with  = 1.

Ithasbeen dem onstrated thatSPsare a phase ofsurface electronscoupled to photons,

andthatSP buildingim pliespercolationphasetransitionswithrespecttoa�llingparam eter.

In 2D lattice,a �rst order phase transition exhibits discontinuity oforder param eter and

geom etriccapacity,associated with a holeshapedependenttransition �lling param eter.In

1D lattice,second orderphasetransition wasanalyzed and twocriticalcoe�cientsm easured,

associated with Bethelatticepercolation m odel.Undercriticalconditions,correlation length

diverges,with theconsequencethatinform ation can becoherently transm itted through the

plasm onicdeviceon verylargedistance.Furtherm ore,1D SP latticeappearstobeprom ising

easy-to-handleexperim entaltoolsforstudying second orderphasetransitions.
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Figures

FIG .1: G eom etry ofthe 1D (A ) and 2D (B -C ) lattices. Terahertz transm ission spectra.

(D ) 1D lattice spectra,at low � lling (p = 1:5,black line) and high � lling (T= 1.67,� = 0� solid

red line,� = 80� dashed red line).(E)2D lattice spectra ofsquared holes,atlow � lling (p = 0:78,

black line) and high � lling (p = 3:3 green line,p = 7:2 blue line,p = 9 red line). Arrows show

theoreticalBloch wave theory frequencies.

FIG .2: First order phase transition in 2D lattices. Evolution ofthe frequency shift for

squared holes (A ) and round holes (B ).Solid lines are 3D FEM num ericalsim ulations ofthe

evolution ofthefrequency shift.Evolution ofgeom etric capacity forsquared holes(C )and round

holes (D ).Transition � lling param eters for squared and round holes are p = 1:03 � 0:01 and

p = 1:37� 0:01,respectively.Dashed linesare linearcalculationsfrom [21].

FIG .3: Second order phase transition in 1D lattice: resonance frequency shift. (A )

Evolution ofthefrequencyshift� � with � llingparam eterand correspondingslitwidth,forincident

polarization angle � = 80� (black),45� (red) and 20� (blue). Critical� lling param eter is pc =

1:583 � 0:005. (B ) Evolution ofthe frequency shift with incident polarization at p = 1:67 for

experim entaldata (solid circles),and sinusoidal� t (solid line). (C ) Evolution ofthe frequency

shiftversusnorm alized � lling param eterin logarithm scaleshowing thecriticalbehaviourfordata

(circles)and criticalevolution � twith � = 0:98� 0:04 (solid line).
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FIG .4: Second order phase transition in 1D lattice: geom etric capacity. Evolution of

capacity versus � lling param eter for experim entaldata (circles) and criticaldivergence � t (solid

lines). Inset shows criticalevolution at both sides ofthe critical� lling param eter,with �+ =

� 0:99� 0:05 and �� = � 0:97� 0:05,above and below pc,respectively.
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