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W e have studied both experim entally and theoretically the surface pressure isotherm sofcopoly-

m ersofpolystyrene-polyethyleneoxide(PS-PEO )attheair-waterinterface.TheSCM F (singlechain

m ean-�eld)theory providesa very good agreem entwith theexperim entsfortheentirerangeofsur-

face densitiesand showsthattheadsorption energy perPEO m onom erattheair-waterinterface is

about one kB T. In addition,the chain density pro�le has been calculated for a variety ofsurface

densities,from the dilute to the very dense ones. The SCM F approach hasbeen com plem ented by

a m ean-�eld approach in the low density regim e,where the PEO chains act as a two-dim ensional

layer.Both theoreticalcalculationsagree with the experim entsin thisregion.

I.IN T R O D U C T IO N

Insoluble m onom olecularlayersatinterfaceshave been the subjectofm any experim entaland theoreticalstudies

since the pioneering worksofI.Langm uir[1{3]. These studieshave been perform ed on sm allam phiphilic m olecules

such assurfactantsand lipidsatthe gas-liquid orsolid-liquid interface.

M ore recently,the structure ofquasitwo-dim ensionallayersoflong polym erchainsatinterfaceshave been inves-

tigated theoretically and experim entally. The polym er layers can be obtained in three di�erent situations: (i) the

polym er chains are grafted to the interface by one end. This scenario has inspired m any theoreticalstudies [4{8]

especially in the high surface density regim e where elongated chain conform ations called \brushes" are expected.

Experim entalstudies[9{11]existin thebrush regim easwellforthe low and interm ediatesurfacegrafting densities.

(ii) In another scenario the polym er chains are adsorbed onto the interface from a liquid solution due to weak

attractiveinteractionswith theinterface.Concentration pro�lesofthepolym ersasafunction ofthedistancefrom the

interface have been m easured using neutron scattering and neutron reectivity forpolym ersadsorbed from solution

onto a solid substrate [12{15]and onto an air-liquid interface [16]. This scenario was also addressed theoretically

[5,17{19].

(iii)A m onolayerofa diblock copolym erisspread atthe air-liquid interface provided thatone block issoluble in

the aqueous subphase while the other is hydrophobic and acts as the grafting end ofthe chain [20{25]. Sim ilarly

to the case ofLangm uirm onolayersofshortchains,the grafting density ofthe diblock can be changed continuously

by m oving a barrier on the air-liquid interface,hence changing the surface pressure. Since the grafting density is

a controlled param eter,di�erent m onolayerregim es can be tested in one experim ent o�ering a big advantage over

polym ersystem sgrafted oradsorbed on solid surfaces.

In the presentwork we addressonly the lattersituation ofa diblock copolym ersystem atthe air-liquid interface.

Even here one can considertwo di�erentcasesaswasrealized experim entally. In the �rst,the block soluble in the

liquid subphase hasno surface activity. Such a case hasbeen studied,e.g.,by K entetal.[20]. In the second case,

theblock solublein theliquid subphaseisattracted to theair-liquid interface.Thiswasrealized experim entally by a

diblock copolym ercom posed ofa polyethyleneoxide (PEO )and a polystyrene(PS)blocks.The PEO hom opolym er

issoluble in waterand isknown to adsorb spontaneously [21,22]on the air-waterinterface ascan be easily inferred

from the surface pressure isotherm showing a \pseudo-plateau" atm edium surface pressures.Upon furtherincrease

in the surface pressure,the adsorbed PEO layer becom es unstable. It is not possible to obtain a very condensed

surfacelayersince the m onom erscan detach from the surfaceand dissolvein the bulk aqueoussolution.However,if

the PEO chain islinked chem ically to another,waterinsoluble,chain (like a PS block),further com pression ofthe

diblock copolym erinto itsbrush-likeregim ecan be achieved [23,24].

In a previousstudy ofthe PS-PEO copolym er[25],di�erentPEO chain lengthsand a PS block of40 m onom ers

havebeen used.A m odelbased on a num ericalversion oftheself-consistent�eld (SCF)theory wasproposed [25]and
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took into accounttheadsorption ofthePEO m onom erson thewatersurface.Them odelpredictsin a qualitativeway

the experim entalisotherm sforthe PS-PEO m onolayerand,in particular,the existence ofa pseudo-plateau on the

isotherm .From neutron reectivity data,theprogressivestretching ofthechainsin thehigh surfacedensity region is

con�rm ed by �tting ofthe resultsto the expected parabolic-shapeconcentration pro�le[4].

Although ourstudy ism ainly m otivated by fundam entalissuesrelated to pseudo two-dim ensionalpolym erlayer,it

isofrelevanceto im portantbiom edicalapplicationswherederivativesofPEO areused to m odify adhesion properties

ofsurfacesand interfaces. W e m ention two exam ples. In the �rst,grafting ofpolym ers (in particularPEO with a

hydrophobicgroup orblock)to hydrophobicsurfacesisa very prom ising way to avoid non-desired protein adsorption

onto speci�csurfaces[26,27].Thistypeofsurfacem odi�cation hasgreatpotentialin increasing thebiocom patibility

ofvariousm aterials.Thesecond application relatesto grafting ofPEO onto bilayersofliposom es.Ithasbeen shown

thatsuch a grafting increasesthe longevity ofthese liposom esin the blood stream ,m aking them practicalvehicles

forenhanced drug delivery [28].In theabovetwo exam ples,them ain function ofthepolym erlayeristo form a steric

barrierin orderto preventthe adhesion ofproteinsand othercellsin the blood stream .

In the present work we further investigate experim entally pressure isotherm s ofseveralPS-PEO system s in the

condensed as wellas in the dilute and interm ediate surface density regim es. W e use the single chain m ean-�eld

(SCM F) theory to calculate pressure isotherm s and concentration pro�les ofthe experim entalPS-PEO copolym er

system . The SCM F approach hasbeen used successfully to predictthe structuraland therm odynam icalproperties

ofpolym er system s [8,29,30]. The predicted and m easured pressure isotherm s are in very good agreem ent in the

entire surface density range.The only adjustable param eter,the adsorption energy ofthe PEO m onom ers,isfound

to beroughly onekB T.TheSCM F calculation iscom plem ented by a m ean-�eld approach in thelow surfacedensity

regim e,assum ingatwo-dim ensionallayerofthePS-PEO copolym er.Up totheplateau,thereisaverygood agreem ent

between the two theoreticalapproachesand also with the experim entaldata.

O urpaperisorganized asfollow:in the Sec. IIwe willpresentourexperim entaltechnique. Section IIIdescribes

the SCM F theory. The experim entalresultson surface pressure isotherm sforPS-PEO copolym erswith variousPS

and PEO block sizesand the predictionsofthe SCM F theory are presented in Sec. IV.The section endswith the

m ean-�eld calculation and predictions.Finally,Sec.V isdevoted to a discussion ofthe di�erentresults.

II.M A T ER IA LS A N D EX P ER IM EN TA L T EC H N IQ U E

A .M aterials

W e haveused asym m etricdiblock copolym erssynthesized by sequentialanionicpolym erization.The hydrophobic

block consists ofa polystyrene (PS) chain having between 13 and 43 m onom ers. Each m onom er has a m olecular

weightof104g/m ole.Thehydrophilicblock isa polyethyleneoxide(PEO )chain thatisO H term inated.Thenum ber

ofPEO m onom ersvaries between 64 and 700,each having a m olecular weightof44 g/m ole. In the following,the

PS-PEO copolym er chains willbe denoted as N
P S
{N

P E O
where N

P S
is the num ber ofPS m onom ers and N

P E O
the

num berofPEO m onom ers. The copolym ersused in this work have a sm allpolydispersity and their propertiesare

listed in Table 1.W e note thatthe 31{N
P E O

copolym ershavea partially deuterated PS block.However,thishasno

particularim portanceforthe presentstudy.

B .Surface Isotherm s

Thesurfacepressureisotherm shavebeen obtainedwith ateon Langm uir�lm balance(Lauda{FW 2)atT = 18� C

in aclean room .Them axim um availablesurfaceis927cm 2 and can bevaried continuouslyby m ovingaTeon barrier.

The surface pressure � ism easured with a Langm uirbalance.The Langm uir�lm isobtained by depositing a sm all

drop (with a m icro syringe)ofabout100 �lofthecopolym erin a chloroform solution on theair-waterinterface.The

copolym erconcentration isa few g/l.

Beforecom pression,the�lm isallowed to equilibrateforabout15 m inutesto ensurefullevaporation ofthesolvent

and alsoto allow a re-adjustm entofthem olecules.Thisre-adjustm entisclearly m oreim portantfortheselong chains

than forshort-chain surfactantm olecules. The com pression rate iskeptconstantat55 �A 2/m olecule/m in. W e have

checked thatthe isotherm sare unchanged when lowerratesdown to 2�A 2/m olecule/m in areused.Asthe copolym er

chain length used here variesby a factorten,weadjusted accordingly the speed ofthe barrierdisplacem entin order

to ensurethe sam ecom pression rate(perm onom er)in allthe sam ples.



III.M O LEC U LA R T H EO R Y

In thissection webriey describethem olecularapproach thatweusein orderto explain theexperim entalobserva-

tions.Thetheoreticalapproach isthesingle-chain m ean-�eld (SCM F)theory which wasoriginally developed to treat

packing ofchainsin surfactantaggregates[31]and laterwasgeneralized fortethered polym erlayers[8].Thistheory

has been widely applied in a variety ofpolym er system s. The predicted structuraland therm odynam ic properties

are in good agreem entwith experim ents[20,30]and with fullscale M onte Carlo and m oleculardynam icscom puter

sim ulations[7]Herewepresentashortderivation ofthetheory concentratingon thepointswhich arem ostrelevantto

thePS-PEO m onolayer.Foran extensivediscussion ofthederivation and application oftheSCM F theory to tethered

polym erlayers,the readerisreferred to a recentreview article[8].

A .Form alism

ThebasicideaoftheSCM F theory istoconsideracentralchain whiletakingintoaccountexactly allitsintram olec-

ular and surface interactions,and treating the interm olecular interactionswithin a m ean-�eld approxim ation. The

con�gurationsofthecentralchain aretreated explicitly and theprobability ofthedi�erentconform ationschangesas

a function oftheinterm olecular(m ean-�eld)interactions.Thoselatterinteractionsdepend upon thetherm odynam ic

variablesofthe system ,e.g.,surface coverageand tem perature.The probability distribution function (pdf)ofchain

conform ationsisdeterm ined by m inim izing thesystem free-energy subjectto thelocalincom pressibility assum ption.

W e note thatthe SCM F theory isdi�erentfrom the self-consistent�eld (SCF)which wasused in a previousstudy

[25]ofthe PS-PEO system .These di�erencesare furtherdiscussed in Ref.[8].The SCM F theory can be applied in

theentirerangeofsurfacecoverage,from thevery diluteto concentrated coverages,and fordi�erenttypesofsolvents:

good,bad and in � conditions.

W e m odelthe PS-PEO layeratthe air-waterinterface astwo m onolayers. O ne iscom posed ofPS segm entsand

resideson the airside ofthe interface. The otheristhe PEO layerresiding on the waterside. W e assum e thatthe

interface is sharp on m olecular length scales. W hile this is not a necessary condition it sim pli�es the calculations

without a�ecting the results in any substantialway. It is,therefore,assum ed that there is no coupling between

the PS and the PEO m onolayers other than the fact that they both have the sam e surface coverage. The theory

presented below isapplied fortreating a tethered polym erlayer,with speci�cparam eterschosen in orderto represent

the experim entalPS-PEO copolym erlayersasshown in Sec.IV.

The centralquantity ofthe theory isthe probability distribution function (pdf)ofchain conform ations.From the

knowledge ofthe pdfany desired conform ationaland therm odynam ic averaged quantity can be determ ined. The

totalfree energy (per unit area) ofthe polym er layer can be written in term s ofdi�erent entropy and energetic

contributions:

W

A
= � T(Sc;pol+ St;pol+ St;solv)+ �h�intrai+ �h�interi+ �h�s�p i (1)

whereT isthetem perature.Thesix contributionsto thefreeenergy arelisted below and alldepend on averageswith

respectto the pdfofchain conform ations,P (�).

i.The conform ationalentropy ofthe chain m oleculesSc;pol = � kB �
P

f�g
P (�)lnP (�),where kB isthe Boltzm ann

constant;� = N =A = 1=� denotes the polym er surface density with N and A being,respectively,the total

num berofm oleculesand the area ofthe interface,and � the area per chain. The sum runs overallpossible

chain conform ationsf�g.

ii.Thetranslationalentropy ofthe polym erchains,St;pol= � kB � lnl
2�,wherelisthe polym ersegm entlength and

l2 isapproxim ately the com pactarea persegm entatthe interface.

iii.The internalenergy ofthe polym er-solventm ixture. O ne can show thatthisenergy can be written in term sof

polym er-polym erattractive interactions including both intra-and interm olecularcontributions as wellas the

surface-polym er(interface)interactions.

The intram olecularcontribution ish�intrai=
P

f�g
P (�)�intra(�).Theenergy �intra(�)includesthe sum ofall

non-bonded pairsofsegm ents,which aretaken to interactattractively asthetailofa Lennard-Jonespotential.

Thesurface-polym erinteraction ish�s�p i=
R�

0
�s�p hn(z)idz,where�s�p isthestrength ofthesurface-polym er

interaction. The average num berofsegm entsofthe centralchain atdistance z from the interface isgiven by

hn(z)idz =
P

f�g
P (�)n(�;z)dz,where n(�;z)dz is the num berofsegm ents thata chain in conform ation �



has at distance z from the surface. It is assum ed that allm onom ers within a distance 0 � z � � from the

surface interactwith the surface. This contribution willturn out to be very im portant in understanding the

experim entalPS-PEO pressure-area isotherm s.

Theinterm olecularcontribution hasthe form

h�interi=
1

2�l4

Z Z

�(jz� z
0
j)h�p(z)ih�p(z

0)idzdz0=
�l2

2

Z Z

�(jz� z
0
j)hn(z)ihn(z0)idzdz0 (2)

where the factor 1

2
correctsthe double counting ofthe integral,�(jz� z0j)is the distance dependent van der

W aalsinteraction param eter(in unitsofkB T),and h�p(z)i= �l3hn(z)iistheaveragevolum efraction ofpolym er

in the layerde�ned between z and z+ dz.

iv.The translationalentropy ofthe solventm olecules,

St;solv = � kB l
�3

R
h�s(z)ilnh�s(z)idz,where h�s(z)iisthe averagevolum e fraction ofthe solventatdistance

z.Theintegrand isz dependentdueto the inhom ogeneousdistribution ofsolventcloseto the interface.

A look atthedi�erentcontributionstothefreeenergy showsthattheinterm olecularrepulsiveinteractionshavenot

been taken intoaccount.Tothisend,weintroducepackingconstraintsthatarez-dependentduetotheinhom ogeneous

distribution ofsolventand polym ersegm entsalong the z direction.Theconstraintreads

h�p(z)i+ h�s(z)i= �l
3
hn(z)i+ h�s(z)i = 1 forallz (3)

wherethe�rstterm isthevolum efraction ofpolym eratdistancez,and the second isthe volum efraction ofsolvent

atz.

In orderto m inim izethefreeenergy density (1)with respectto the pdfofchain conform ationsand solventdensity

pro�le,subjectto thepacking constraint(3),weintroducea setofLagrangem ultipliers�(z).Thisyieldsforthe pdf

P (�)=
1

q
exp

"

� �l
3

Z

�(z)n(�;z)dz� ��intra(�)� �

Z �

0

n(�;z)�s�p dz

� ��l
2

Z Z

�(jz� z
0
j)n(�;z)hn(z0)idzdz0

#

(4)

q isa norm alization constantensuring
P

�
P (�)= 1 and � = 1=kB T.Sim ilarly,thesolventdensity pro�leisgiven by

h�s(z)i= e��l
3
�(z)��� s (5)

where�s isthe chem icalpotentialofthe solventm oleculesand itisconstantatallz.

The only unknownsneeded to determ ine the pdfand the solventdensity pro�learethe Lagrangem ultipliers�(z).

They areobtained by substituting thefunctionalform s,Eqs.(4,5),into theconstraintequation (3).In orderto solve

these equations,itisconvenientto discretize spaceinto a setofparallellayersconverting the integralequationsinto

a setofnon-linearcoupled equations.The detailsofthe calculation can be found in Ref.[8].

The physicalm eaning ofthe Lagrange m ultiplierscan be seen from Eq. (5). These quantitiesare related to the

osm oticpressurenecessary to keep thechem icalpotentialofthesolventconstantatallz.Furtherm ore,they represent

the e�ective repulsive interactions(lateralpressure)between the polym er thatforce the chainsto stretch out from

the surfaceinto the bulk solution.

In orderto com parethepredictionsofthetheory with the experim entalpressure-area isotherm sweneed to derive

theoretically the lateralpressure.Thisisobtained by a di�erentiation ofthe totalfreeenergy W with respectto the

totalarea A,i.e.

� = �

�
@W

@A

�

N ;T

(6)

Taking the derivative ofthe free energy (1),after substituting the pdfand the solventdensity pro�les,Eqs. (4,5),

yieldsthe following surfacepressure

�� = � +

Z

��(z)dz� �N +
1

2l4

Z Z

��(jz� z
0
j)h�p(z)ih�p(z

0)idzdz0 (7)

whereN isthetethered polym erchain length (eitherthePS orPEO blocks).Thelateralpressureisreadily calculated

oncethe Lagrangem ultipliersaredeterm ined.



B .SC M F Param eters

The determ ination ofthe osm otic pressure pro�le f�(z)g requires the solution ofthe constraint equations. The

needed param eters are: (i) the surface density ofpolym er � (or equivalently,the area per chain,� = 1=�),(ii)

the strength ofthe polym er-polym erattraction,�(jz� z0j)(or,alternatively,the Lennard-Jonespotentialstrength),

(iii) the strength �s�p and the width � ofthe polym er-interface interaction range,and (iv) the set ofsingle chain

conform ationsofthe polym erunderstudy.

W e have chosen to use the rotationalisom eric state m odelfor the polym erchains. Forboth types ofchains,PS

and PEO ,each segm entis m odeled as having three possible states. The three states are taken to be iso-energetic

and each segm entrepresentsa styreneoran ethyleneoxide(EO )m onom er.Theinternalstructureofthem onom ers,

i.e.,detailchem icalstructure and internalenergy ofthe di�erentstates,isreplaced by an e�ective m onom erlength

representing the bond between the neighboring m onom ers.The length ofthe segm entsisl
S
= 4�A and l

E O
= 3�A for

thestyreneand EO units,respectively.Notethatthesevaluescom parereasonably wellwith theproperlength ofthe

chem icalsegm entsin each type ofpolym er.

Theconstraintequationsaresolved by discretizing spaceinto parallellayersofthickness� = 1:84l
E O
.Thisvalueof

� hasbeen found to bethem oreconvenientin thecalculation,howeverthepredictionsofthetheory areindependent

ofthechoiceof� [8].Thistransform stheintegralequations,Eq.4,into a setofnon-linearequationswhich aresolved

by standard num ericalm ethods. W e rem ark thatonce the setofsingle chain conform ationsisgenerated,itisused

forallthecalculationsfordi�erentsurfacecoveragesand conditions.Furthertechnicaldetailsofthecalculationscan

be found in Ref.[8].

Thevaluesoftheparam etersde�ned abovehavenotbeen optim ized in orderto obtain thebestpossibleagreem ent

with experim ent. They were sim ply chosen on the basis ofreasonable physicalvalues. The value ofthe Lennard-

Jones strength is 0:33kB T for the styrene-styrene and 0:9kB T for the EO -EO attractions,respectively. The only

param eter whose value is not known experim entally is the EO -interface attraction param eter,�s�p . A few values

ofthisparam eterhave been checked (in stepsof0:5 kB T). The one we �nally used,�s�p = � 1:0kB T,�tsbestthe

experim entaldata. W e rem ark thateven better agreem entwith the experim entalobservationscan be achieved by

furtheroptim ization ofthe param eters,butthisisleftto future studies.

IV .EX P ER IM EN TA L O B SERVA T IO N S A N D T H EO R ET IC A L R ESU LT S

A .Isotherm s and the P EO Layer Structure

O n Fig. 1 we plot the experim entalisotherm s corresponding to di�erent PEO chain lengths while keeping the

length ofthe PS block �xed atN
P S

= 31 (in one case N
P S

= 30). A pseudo-plateau in the pressure-area isotherm s

can be seen in Fig.1 signaling a sm allpressurevariation overa largechangein thearea perm olecule(�),especially

forthelongerchain lengths.Thisisin accord with previousexperim entsofRef.[25].Thepressure-area isotherm sin

theplateau and thehighly com pressed regionsarecom pletely reproducible,forboth com pression and decom pression

cyclesashasbeen already discussed in Ref.[25].

Hysteresise�ectsareobservedonlyforthediluted region.Furtherm ore,form onolayersspreadoutatm olecularareas

a littlebiggerthan theplateau values,the�rstcom pression isdi�erentfrom thefollowing ones.Forsuch a deposition

wesuspectthatthechainsareentangled atthesurfacewithoutbeing ableto disentangled during experim entaltim es.

Anotherproblem with deposition done for� close to the plateau value isthe appearance oftwo plateausinstead of

one.Forthisreason,allexperim entshavebeen perform ed afterspreadingoutthem onolayeratvery low pressure(and

high �). The pressure isotherm shave been alwaysm easured while com pressing the m onolayer. A hysteresisisstill

presentunderthese conditionsand leadsto sm allerpressuresatlarge m olecularareasduring decom pression . This

could beexplained by pre-orientation duringthedecom pression:theentanglem entofthechainsattheinterfaceisless

pronounced when a polym er\brush" isdecom pressed than when itiscom pressed from a two-dim ensionalm onolayer.

Hence,itleadsto sm allersurfacepressuresin the form ercase.

Figure 2 shows the prediction ofthe SCM F theory together with the experim entalpressure-area isotherm s. As

the SCM F m ethod is lim ited by chain length ofabout 200 m onom ers,we show isotherm s for three di�erent chain

lengthsup to thisvalue.The theory isin very good agreem entwith the experim entalobservations.The presenceof

theplateau isa m anifestation ofthepreferentialadsorption oftheEO m onom ersattheair-waterinterface,asearlier

suggested by Bijsterbosch etal.[25].

In ordertoobtain quantitativeagreem entbetween them easured isotherm sand thetheoretical�ndingsitisnecessary

to takeinto accounttheroleofthePS block (seeSec.IV.B below).TheshortPS block resideson theairsideofthe

interface,isnotattracted to the air-waterinterfaceand hasstrong attractive interactionswith m onom ersofitsown



type. Nam ely,the PS is in a poor solventconditions (the poor \solvent" being the air). In addition,the strength

ofthe attraction between the EO m onom ersand the interface isfound to be considerably largerthan the estim ates

given by Bijsterbosch et al.[25]. The value for �s�p we used and which �ts the experim ents is about � kB T per

m onom er. W e have also perform ed calculationsforbiggervaluesofthe EO -interface attraction in orderto check if

thereisa�rst-orderphasetransition aspredicted by Ligoureforlongpolym erchains[17]However,ourcalculationsas

applied to interm ediatechain lengths,do notshow any indication ofsuch a �rst-ordertransition even forattractions

perm onom erasstrong as�s�p = � 4kB T.

As the m onolayer is com pressed,starting from very large �,the isotherm shows a relatively sharp increase of

pressure as � is decreased,followed by a plateau. The term \plateau" is loosely used hereafter(and by others)to

denote a region for relatively sm all� where the pressure reachesa pseudo{plateau and increasesonly gradually as

thelayeriscom pressed.Upon even furthercom pression,thereisa very largeincreaseofthepressure.Thisisdueto

the very largedensitiesofthe chainsatsm all� resulting in very high pressuresforalltypesofsolventqualities.

Theunderstanding oftheorigin oftheplateau isintim ately related to thestructuralbehaviorofthepolym erlayer

as a function ofthe area per m olecule. W e consider only the PEO part ofthe layer which is responsible for the

presenceoftheplateau and forthe overallshapeoftheisotherm .The PS block \tunes" the pressurein the di�erent

regim esbutdoesnotchangethe qualitativeshapeofthe isotherm s(see Sec.IV.B below).

Figure 3 shows the pressure as a function of� (the area per m olecule) and h�p(z)i,the density pro�les ofthe

PEO chains,forfourdi�erentsurface densities,ascalculated from the SCM F theory.The density pro�le atlarge�

correspondsto distancesbetween tethering pointslargerthan theradiusofgyration ofthechain.Thedensity pro�le

revealsthatattheselarge� values,thePEO chainsform a quasitwo-dim ensionallayerattheair-waterinterfacedue

to the strong m onom er-interfaceattraction.

Up to theonsetoftheplateau in thepressure-areaisotherm ,as� isdecreased,thedensity pro�lelooksvery sim ilar

to thevery dilute case.Nam ely,down to the plateau region oftheisotherm ,thePEO form sa quasitwo-dim ensional

layer.Com parison oftheincreaseofthepressurewith surfacedensity in thislow density region (high �)with thatof

non attracting surfacesrevealsthatthe increase in the form ercase ism uch sharperthan in the non-attracting case.

Thereason isthatwhen the m onom ersareattracted by theinterface,theirlocaldensity becom eshigherresulting in

largerlateralm onom errepulsion and hence largerpressure. Thisis to be contrasted with non-attractive interfaces

wherethe chainsstretch quite substantially into the bulk solution (the \m ushroom " regim e).

The appearance ofthe plateau in the pressure-area isotherm corresponds to the point where the density pro�le

showsthata high fraction ofthePEO m onom ersisadsorbed on thesurface.Anotherfeatureofthisplateau,asseen

from thedensity pro�les,istheappearanceofa second structurerem iniscentto a brush com posed ofchainswith the

sam enum berofsegm entsasthePEO chainsbutwithouttheonesattracted to thesurface.Thisshapeofthepro�le

rem ainsbasically the sam e as� decreases.Upon furthercom pression,the brush-like partofthe pro�le corresponds

to e�ective longerchain lengthsbecausethe polym erdensity atthe interfacedoesnotchange.

The form ation ofthe adsorbed layer at low surface coverages im plies that for this region the pressure should

exclusively bedeterm ined by thenum berofsegm entsin thelayer.Therefore,thepressureshould scalewith �=N
P E O

.

Figure 4 shows that for all� values higher then the onset ofthe plateau,the pressure scale reasonable wellwith

�=N
P E O

both asm easured experim entally forN
P S

= 30 (4a)and from theSCM F calculation (4b).In addition,itwas

checked experim entally forisotherm swith N
P S

= 13 and 43.

Clearly,oncethebrush appearsthepressureshowsa behaviorcom bining thehighly denseadsorbed layeronewith

that ofthe short chain length brush. Em pirically,we �nd that in the high surface coverage regim e the calculated

pressure scales with �(N
P E O

)0:6 as shown in Fig. 5. However,as discussed in detailin Refs.[29,8],specialcare is

needed in trying to describethesepolym erlayerswith scaling conceptssincethechain length aretoo shortand there

isno easy de�nition ofthe scaling regim essuch asthe \m ushroom " and \brush" regim es.

From theexperim entalobservationsand theSCM F predictionswe�nd thatthewidth oftheplateau region increases

with thesizeofthePEO chain,whiletheheightoftheplateau isindependentofN
P E O

and isequaltoabout10m N/m .

Theheightoftheplateau isafunction ofthePS chain length (seebelow)and from theSCM F calculations(notshown)

italso dependson the a�nity ofthe interfaceto the EO m onom ers(our�s�p param eter).

Figure6 showsthePEO contribution to thepressure�,and thesquareofthevolum efraction oftheadsorbed layer

h�p(1)i
2,including segm entsatdistances0 � z � � from thesurface,asa function of�=N

P E O
,ascalculated from the

SCM F theory. For� higherthan the onsetofthe plateau,the square ofthe volum e fraction ofthe adsorbed layer

isidenticalin shape,and,therefore,fully determ ines,the pressure ofthe PEO layer. This isagain a m anifestation

ofthe quasitwo-dim ensionalbehaviorofthe PEO layerup to the onsetofthe plateau. Forhighersurface densities

(lower�),thepolym erlayerstartsto behavelikea com bination ofa 2d layerand a brush.Hence,thereisno reason

therewhy � and h�p(1)i
2 willbe proportional.



B .T he E�ect ofP S B lock

Thee�ectofthePS chain length,N
P S
,on thepressure-areaisotherm sarepresented in Fig.7afortheexperim ental

isotherm sand in Fig.7b fortheSCM F predictions.Asexplained above,thepressureisotherm sarem oreconveniently

plotted asafunction of�=N
P E O

.W e�rstnotethatthedependenceoftheisotherm son N
P S
israthersm allfor� values

higherthan theplateau region.However,W hen N
P S

increases,theheightand theslopeoftheplateau decreases.The

experim entalisotherm ofa purePEO hom opolym erisplotted (triangles)on thesam e�gureforcom parison.Forthe

latter,a plateau isobserved aswellbutata lowersurface pressure. There isno steep rise in the pressure atsm all

m oleculararea becausetheabsenceofan anchoringhydrophobicblock.Instead thepurePEO layerlosesitsstability.

For very short PS chains, the PS block m ay be thought ofas being in a liquid \collapse" state (bad solvent

conditions).In fact,tothebestofourknowledge,nopreviousm easurem entsexistfortheglasstransition tem perature,

Tg,ofPS in a diblock copolym ercon�ned to a two-dim ensionalsurface. In bulk (three-dim ensional)system s,Tg is

equalto 23�,67� and 76� C,respectively forN
P S

= 13,30 and 43.Carefulsurface viscosity experim entsare needed

in orderto furtherclarify thispoint.

TheSCM F resultsshown in Fig.7b arein good agreem entwith theexperim entalobservationson thee�ectofthe

PS block.ThePS block ism odeled in the theory asbeing in poorsolventconditionsso thatwithoutbeing linked to

the PEO block,the PS layerwould undergo a two dim ensional\gas-liquid" (collapse)phase transition.However,the

presenceoftheattached PEO block (forwhich thewaterisa good solvent),ensuresthatthePS layerisstableforall

surfacecoveragesdown to very com pressed states.

C .M ean-Field T heory: D ilute R egion

In order to com plem ent the num ericaland m ore quantitative results ofthe SCM F theory,a sim ple m ean-�eld

approach isproposed.Although itism orequalitative,ito�ersa sim pleexplanation ofthePS-PEO isotherm sforthe

dilute regim eand isin sem i-quantitativeaccord both with the experim entsand the SCM F approach.

Based on theexperim entalisotherm sand SCM F polym erpro�les,wem odelthepolym erlayerin thediluteregion

oftheisotherm (� largerthan theplateau value),asa polym erlayerwhereN
2
m onom ersofeach PEO chain form an

e�ective 2d layerwhosethicknessdoesnotvary upon com pression.Since we expectN
2
� N

P E O
fordensitiessm aller

than the2d overlap density,thee�ectoftheotherPEO m onom erswhich donotparticipatein the2d layer(N
P E O

� N
2

perchain)isneglected.O n the otherhand,the attraction ofthe PEO m onom ersto the air-waterinterface playsan

im portantrolein the 2d behaviorofthe PS-PEO copolym erlayer.

Let us �rst consider the therm odynam ics ofa 2d PEO layer without the e�ect ofthe PS chains. They willbe

included later. The free energy ofm ixing can be written as a 2d Flory-Huggins free energy in term s ofthe area

fraction occupied by the PEO m onom erson the surface: �2 = l2N
2
� = l2N

2
=�. This area fraction correspondsto

the volum efraction ofthe polym erchainsin the �rstlayer,h�p(1)iaswasde�ned earlier(Sec.III.A).

Fsite =
l2

A
W = kB T

�
�2

N
2

ln�2 + (1� �2)ln(1� �2)

�

+ �0�2(1� �2)+ �s�p �2 (8)

wherel= l
E O

’ 3�A istheEO m onom ersize.The�rsttwoterm sarejusttheentropy ofm ixing ofthePEO m onom ers

attheinterface,thethird term istheenthalpy ofm ixing,and thelastterm representstheattractivesurfaceinteraction

ofthe PEO m onom erswith an interaction param eter�s�p varying between � 0:5kB T and � 1:0kB T.

The PS block is anchored atthe surface on the airside. As air actsasa bad solventforthe relatively shortPS

chains,the chains can be considered to be in a collapse state,each occupying an area �
P S

= (N
P S
)2=3l2

S
which is

estim ated around �
P S

’ 150� 200�A 2 forN
P S

’ 30� 40 and the PS m onom ersize istaken asl
S
= 4�A.W e takeinto

accounttwo e�ectsofthe PS block on the PEO chains.First,the area available forthe PEO m onom ersisreduced.

The availablearea perPEO chain isonly � � �
P S
.Second,wetakeinto accountthe attractivePS-PS interactions.

Altogetherthe m oregeneralfreeenergy (persite)is

Fsite = kB T

�
�2

N
2

log�2 + (1� �2)log(1� �2)

�

+ �0�2(1� �2)+ �s�p �2 + �1�P S
(1� �

P S
) (9)

where

�
P S

= �
P S
=� �2 = l

2
N

2
=(� � �

P S
) (10)



The surface pressure can be calculated by di�erentiating the totalfree energy W = AFsite=l
2 with respectto the

totalsurfacearea A.Alternatively,thesurfacepressure� can beobtained directly from thefreeenergy density Fsite,

yielding

� = �
1

l2

@(�Fsite)

@�
= �

1

l2
(Fsite + �

@Fsite

@�
) (11)

By estim ating the valuesofthe param eters: N
2
,�0,�1,� P S

and �s�p ,we can obtain �(�) from Eqs. (9)-(11).

However,wepresenthereonly the analyticalexpansion ofthe pressure� in powersof��1 valid forthe dilute lim it,

� � �
P S

’ 200�A.Neglecting the entropy ofthe PEO chains(since 1=N
2
israthersm all)and expanding Eq.(9)we

get

Fsite

kB T
’ (� 1+ ��s�p � ��0)�0 + (� 1+ ��s�p + ��0)�0�P S

+
1

2
(1� 2��0)�

2
0 + ��1�P S

� ��1�
2

P S
(12)

where �0 = l2N
2
=� isthe unperturbed PEO area fraction withoutthe e�ectofthe PS block and � = 1=kB T. The

pressureisreadily calculated from (12)to be

l2

kB T
� ’

"

(� 1+ ��s�p + ��0)
�

P S

l2N
2

� ��1

�
�

P S

l2N
2

� 2

+
1

2
� ��0

#

�
2

0 (13)

Taking the following estim atesforthe param eters: �0 ’ 0,�
P S
=l2N

2
’ l2

S
N 2=3

P S
=l2N

2
’ 0:1,we getthe following

estim ate ofthe leading term in the pressureasfunction ofthe surfacecoverage� = 1=�

�

kB T
’

�
1

2
� 0:1(1� ��s�p )� 0:01��1

�

(N
2
l�)2 (14)

From (14) we see that the interaction e�ect ofthe PS m onom ers is rather sm all(for the dilute regim e). For

reasonable estim atesofthe PEO -surface interaction param eter��s�p ’ � 1:0 we getthatthe pressure depends on

(N
2
l�)2 with a prefactorof0.3. Thisresultisin accord with the SCM F calculation presented on Fig. 6 where itis

seen thatindeed � � �22 � (�N
2
)2 foralldilutesurfacedensitiestilltheplateau.Notethat�2 aswasde�ned in this

section correspondsto h�p(1)ioftheSCM F calculations.Hence,thesim plecalculation presented in thissection gives

a sim pler description (albeit m ore approxim ated)to the therm odynam ics ofthe PS-PEO layerfor com pression till

theplateau values.W enoteagain thatthePEO e�ectivesizeistaken asN
2
and includesonly thosePEO m onom ers

thatlie on the 2d surface.

Equations(13)-(14)can becom pared with theexperim entalisotherm s.Todosoweplottheexperim entalisotherm s

�=N 2

P E O
as a function of1=�2 = �2 for the various PS-PEO copolym ers. For surface densities sm aller than the

plateau values,we observe the expected lineardependence forallourcopolym ersystem s. From the slope given by

(14)0:3l2N 2

2
=(kB TN

2

P E O
),thefraction ofthePEO m onom ersadsorbed attheinterfaceisdeduced assum ing thatthe

sizeofa PEO m onom erisl= 3�A.

O n Fig. 8,the variation ofthisfraction N
2
=N

P E O
ispresented asa function ofthe chain length N

P E O
. Forshort

chains,the fraction ofm onom ersadsorbed atthe interface islessthan one and increaseswith N
P E O

. Itreachesan

asym ptotic value for the longer chains. Note that this asym ptotic value is larger than one,due probably to the

approxim ationsused in determ ining the prefactor.W e can considerthatpartofthe PEO m onom ersareconstrained

by their link to the PS block and e�ectively are shielding this block from a unfavorable contact with the water.

The totalnum ber ofm onom ers a�ected by this constraintshould be independent ofthe length ofthe PEO chain.

Consequently,theirratiotothetotalchain length should decreasewith N
P E O

and willbenegligibleforthelongchains.

V .SU M M A R Y

The structure and therm odynam ics of PS-PEO layers have been studied using a com bination of experim ental

observations,m oleculartheory (SCM F)and a sim ple m ean-�eld approach. The picture thatem ergesisthatatlow

surfacecoveragesthe PEO form sa two dim ensionallayerdue to the attractionsofthe EO segm entsto theair-water

interface. Thiscan be understood since the ethylene oxide m onom ershowsam phiphilic (surface activity)behavior.

Upon furthercom pression,the adsorbed polym ersstartto overlap and there isa plateau in the pressure isotherm s.

The plateau correspondsto the region where there is a 2d layer ofconstant density ofethylene-oxide and a water

solublebrush-likelayer.Atvery high surfacedensitiesthepressureincreasesvery sharply dueto thestrong repulsion



between the stretched and adsorbed partsofthe layer. The PS block isin a poorsolventenvironm ent,hence being

in a collapsed stateatallsurfacecoverages.

The m ostim portant di�erence between the PS-PEO and other block copolym er system s is the attraction ofthe

EO m onom ersto the interface.Theram i�cationsofthisEO attraction to hydrophobicsurfacesisvery im portantin

the understanding and design ofbiocom patiblem aterialsand polym erdecorated liposom es.

ThestructuralchangesofthePEO layeraretheresultofthecom petition between thesolubilityoftheEO m onom ers

in waterand theirfavorableenergy ofinteraction with theinterface.Thisenergy isestim ated from theSCM F to beor

orderofonekB T.ThisindicatesthatthePEO layercannotbetreated within thegeneralfram ework of\m ushroom s"

and \brush" regim es usually considered for layers oftethered and long polym ers. A theoreticaldescription ofthis

layersrequirestheexplicitconsideration ofthe2d EO layerform ed attheinterfaceforallpolym ersurfacecoverages.

The role ofthe PS block is to anchor the polym er to the interface and to tune the values ofthe pressures,i.e.

the heightofthe plateau region. Thisisbecause the chain lengthsofthe PS blocksstudied here are shortenough,

ascom pared to the PEO block,such thatthe overallbehaviorofthe layerisdeterm ined by the watersoluble block

(PEO ).
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TA B LE C A P T IO N

Table 1 Thedi�erentcopolym ersused in theisotherm alm easurem ents.N
P S
isthenum berofPS m onom ersand N

P E O

the num berofPEO m onom ers.The copolym erslabeled with D havea PS block which ispartially deuterated.

FIG U R E C A P T IO N S

Figure 1 Experim entalsurfacepressure{ area isotherm satT = 18� C ofPS-PEO copolym erswith severalsizesof

the PEO block and with the sam e PS block,N
P S

= 31,beside one case with N
P S

= 30. (W e willignore the

di�erencebetween thesetwo sim ilarPS sizes).

Figure 2 directcom parison ofexperim entalpressure-area isotherm swith thoseobtained from theSCM F theory,for

three di�erentcopolym ers: 30-179 (dotted line);30-100 (dashed line);43-64 (sm ooth line). The experim ental

curvesaredenoted by theirdata points(fullcircles)and arevery closeto the calculated ones.

Figure 3 (a)Pressure isotherm asfunction ofthe surface density � = 1=�;(b)density pro�lesh�p(z)iasfunction

ofthe distancefrom the air-waterinterface,z;both obtained from the SCM F theory.O nly the contribution of

thePEO block isshown.Thesm ooth,dotted,dashed and dashed-dotted linesin (b)corresponds,respectively,

to thepointsm arked as1,2,3 and 4 on theisotherm in (a)having thesurfacedensity:0.0012,0.0006,0.00038

and 0.00022 �A �2 ,respectively.

Figure 4 (a)sam e asFig. 1 butthe data is plotted asa function ofthe area/m olecule rescaled by the num berof

PEO m onom ers N
P E O

: �=N
P E O

. (b) The contribution ofthe PEO block to the pressure calculated from the

SCM F theory asa function ofthe sam e rescaled area asin (a)forthree PEO block sizes: N
P E O

= 64 (sm ooth

line);118 (dotted line);179 (dashed line).

Figure 5 Sam evaluesand sym bolsasfortheisotherm sin Fig.4b buttheisotherm shereareplotted with a rescaled

surfacedensity,(N
P E O

)0:6=�,in orderto show the scaling behaviorin the \brush" regim e(high �).

Figure 6 Calculated contribution ofthe PEO block to the surface pressure (sm ooth line) and 25h�p(1)i
2 (dotted

line)asfunction of�=N
P E O

forN
P E O

= 179. The two curvesbecom e identicalin the large � region (roughly

for �=N
P E O

� 18�A
2
) dem onstrating that � is proportionalto h�p(1)i

2 in this region. This essentially two-

dim ensionalbehaviorisexpected forthe dilute region.

Figure 7 (a)E�ectofN
P S
,the size ofthe PS block,on the experim entalm easured pressureasfunction of�=N

P E O

the rescaled area/m olecule. (b) Calculation from the SCM F theory for N
P S

= 13 (sm ooth line),N
P S

= 20

(dotted line),N
P S
= 30(dashed line)and N

P S
= 50 (long dashed line).In allcalculated isotherm sN

P E O
= 100.

Figure 8 Fraction ofPEO m onom ersattheinterface,N
2
=N

P E O
,asa function ofN

P E O
,thetotalPEO chain length.

Thevalue forlargeN
P E O

islargerthan one,probably becauseofthe approxim ationsin the prefactorin (14).
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NPS-NPEO Mw  (g/mole) Polydispersity
0-205 9000 1.10
13-118 6 500 1.10
13-220 11 000 1.14
30-100 7 300 1.10
30-200 11 400 1.12
31-96 (D) 7 500 1.10
31-179 (D) 11 500 1.13
31-320 (D) 17 500 1.14
31-700 (D) 34 500 1.18
43-64 7 300 1.09
43-150 11 080 1.11
43-329 19 000 1.13


