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W e analyse a speci�c two dim ensionalm ixed spin Heisenberg m odelwith exchange anisotropy,

by m eans ofhigh tem perature expansions and M onte Carlo sim ulations. The goalis to describe

the m agnetic properties ofthe com pound (NBu4)2M n2[Cu(opba)]3�6D M SO �H 2O which exhibits a

ferrom agnetic transition at Tc = 15K . Extrapolating our analysis on the basis ofrenorm alisation

group argum ents,we �nd thatthistransition m ay resultfrom a very weak anisotropy e�ect.

I. IN T R O D U C T IO N .

In the lastfew yearsthere has been increasing interestin m agnetic system s oflow dim ensionality. For exam ple,

the rapidly developing �eld of m olecular m agnetism [1]deals m ainly with quasione-dim ensionaland quasitwo-

dim ensionalcom pounds.Although the basic theory oftheirm agnetic propertieshasbeen known fora long tim e [2]

itisnow necessary to apply itto the variouscontextscorresponding to these com plex m oleculararchitectures.

The com pound (NBu4)2M n2[Cu(opba)]3� 6DM SO � H2O ,synthesized by H.O .Stum pfetal[3],exhibitsa transition

atTc = 15K towardsa ferrom agnetically ordered state.Thestructureofthism aterialcan beschem atically described

by a superposition ofnegatively charged layers ofhexagonallattices with the M nII ions (spin 5/2) occupying the

verticesand theCuII ions(spin 1/2)occupyingthem iddleofthelinks(see�gure1).Thetetrabutylam onium cations,

NBu
+
4 ,are located between the layers.O ther com pounds ofthe sam e kind have been synthesized,di�ering by the

nature ofthe cationsbetween the layers[4]. W hen these cationsare sm all,(Na+ ,K + and tetram ethylam m onium )a

long rangeantiferrom agneticordering in observed in zero �eld.An external�eld oftheorderof0.15 kO eissu�cient

to overcom e the very weak interlayer interactions and to lead to a ferrom agnetic-like state. The com pounds then

behave asm etam agnets. W hen the cationsare larger(tetraethylam m onium and beyond),a ferrom agnetic ordering

occursata criticaltem perature Tc. The value ofthiscriticaltem perature �rstrem ainsconstantand equalto 15K ,

then decreases very sm oothly as the cation size increases.In other respects,replacing M nII by a m ore anisotropic

spin carriersuch asCoII resultsin a signi�cantincreaseofTc.Theseresultssuggestthatboth interlayerinteractions

and spin anisotropy are involved in the m echanism oflong range ordering. The role ofthe spin anisotropy in the

m agneticpropertiesoftwo-dim ensionalcom poundsism uch lessdocum ented than the three dim ensionale�ects,and

the goalofthispaperisto addressthisproblem .

In thelayerof(NBu4)2M n2[Cu(opba)]3� 6DM SO � H2O ,thenearestneighbourM nII and CuII ionsinteractthrough

an antiferrom agneticcoupling.Theinterlayerinteraction in any caseisvery sm allascom pared to theintralayerone,

sothat,toagood approxim ation,thespin system can beconsidered two-dim ensional.In apreviouspaper[5],wehave

shown thatsuch a sim ple description,in which the 5/2 spinsM nII spinsare approxim ated by classicalones,givesa

good accountofthe m agnetic and therm alpropertiesofthe param agnetic phase ofthe com pound. However,since

the isotropic O (3) m odelis criticalonly at zero tem perature [6]we m ust include a sym m etry breaking m echanism

in orderto explain the phase transition atTc = 15K :W e attribute thissym m etry breaking to the presence ofspin

anisotropy.

Since no single crystalofthe Cu-M n com pound hasbeen obtained so far,a directm easurem entofthe orientation

ofthe anisotropy isnotpossible.However,the existence ofa spontaneousm agnetization below Tc isthe signalofan

axialanisotropy and ofan Ising-liketransition.An in-planeanisotropy would havedriven thesystem to bedescribed
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by an XY sym m etricm odel,which,in twodim ensions,exhibitsaK osterlitz-Thoulesstransition with noordered phase

[7].

The aim ofthispaper,isto investigatethe e�ectofa sm allaxialanisotropy in the sim ple m odeldescribed above.

Forweak anisotropy,thecriticalpropertiesofthem odelaredom inated by thecross-overbetween theT = 0 critical

pointofthe 2D Heisenberg m odeland the Ising one atTc. This e�ect has been widely analysed in the fram ework

ofthepurely classicalHeisenberg m odel[8,9,10,11,12,13].In particular,therenorm alisation group analysis[11]leads

to the following result: if� isthe anisotropy param eter(� = 0 correspondsto the isotropic case)the Ising critical

tem peraturedecreasesto zero as

Tc(�)�
1

jln�j
for� ! 0 (1)

Furtherm ore,the zero-�eld susceptibility satis�esa scaling law

�(�;T)= �(0;T)�(�e
4�

T ) (2)

where the function �(x)� jx � xcj
� 7=4

forx � xc = �e
4�

T c . Thisequation givesadditionalinform ation on the Ising

criticalregion.Letusde�ne the width ofthisregion,�;by

1� � �
T

Tc
� 1+ � =) �(�;T)� �(� = 0;T)

From eq.(2)we get� � 1

jln �j
when � ! 0.Thereforein the weak anisotropy lim itwe expectthe Ising criticalregion

to becom e very narrow and quite closeto T = 0.Clearly,thism akesexperim entalinvestigation di�cult.

O n the basisofuniversality,wetransposetheserenorm alisation group resultsto ourm ixed spinssystem .Sincewe

expect the anisotropy to be very sm all,we need to develop m ethods speci�cally designed to handle this cross-over

e�ect. In section IIwe presentourtechniquesofhigh tem perature expansionson the one hand and ofM onte-Carlo

sim ulationson the otherhand. In section IIIwe analyse ourresultsand,from a com parison with the experim ental

data,wedeterm ine the value ofthe anisotropy forthe Cu-M n com pound.Conclusionsaredrawn in the lastsection.

II.T H E M O D EL.

W e denote by S
(M n)

j the spin 5

2
operatorassociated with the M n ion atsite j,and by S

(C u)

i the spin 1

2
operator

correspondingtotheCu ion atsiteiin them iddleofalinkofthehoneycom b lattice.Theantiferrom agneticinteraction

isrepresented by the Heisenberg ham iltonian

H = J
X

< i;j>

�

S
(C u)

i � S
(M n)

j + �S
z(C u)

i S
z(M n)

j

�

�

0

@

N SX

j= 1

g1�B S
(M n)

j +

N LX

i= 1

g2�B S
(C u)

i

1

A � H (3)

where J is positive,�(> 0) is the anisotropy param eter,H is the externalm agnetic �eld,< i;j > stands for a

pairofnearestneighbourspins,N S isthe num berofsitesand N L isthe num beroflinkson the honeycom b lattice

(N L = 3=2N S). The spin
5

2
operatorcan be approxim ated by a classicalspin S:s where s isa unitclassicalvector

and S =

q
5

2
(5
2
+ 1),whereasthe spin 1

2
operatorsare expressed in term softhe Paulim atrices,S(C u) = 1

2
�. Since

thequantum spin sitesarenotdirectly coupled to each other,onecan traceoutthequantum spin dependenceto get

a com pletely classicalpartition function

Z(T;H )=

Z  
N SY

i= 1

d
i

! 8
<

:

Y

< ij>

2cosh




W ij +

1

2
�g2�B H






9
=

;
exp

 

�g1�B S H �

N SX

i= 1

si

!

(4)

wherewehavede�ned

W ij = �
1

2
�JS

�
si+ sj + �(szi + s

z
j)bez

�
(5)

and kX k standsforthelength ofthevectorX .Theindicesiand jnow labeltheclassicalspinslocated atthevertices

ofthe honeycom b lattice.
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By choosing the orientation ofthe m agnetic �eld parallelto the anisotropy axis,ororthogonalto it(along the x

axis),wede�ne Z �(T;H )� Z(T;H be�)with � = x orz,asfollows:

Z�(T;H )=

Z  
N SY

i= 1

d
i

! 8
<

:

Y

< ij>

2cosh
�
K �

�

< ij>

�

9
=

;
exp

 

�g1�B SH

N SX

i= 1

s
�

i

!

� = x orz (6)

with K = 1

2
�JS and �

�

< ij> =

si+ sj + �(szi + szj)bez �

g2�B

JS
H be�




W e shallbe interested in the standard observables: the speci�c heatC V = kB T
2 @

2

@T 2 lnZ(T;0);the suceptibility

alongthedi�erentdirections��=
kB T

V

@
2

@H 2 lnZ �

�
�
�
H = 0

,and thetotalsusceptibility,� = 1

3
�z+

2

3
�x,which ism easured

experim entally

III.T H E M ET H O D O F A N A LY SIS

A .T he high tem perature expansion.

W ehaveperform ed theexpansion oflnZ� in powerseriesofK up tothe19th orderand tothesecond orderin H for

com puting them agneticsusceptibility.Then weanalysed theseriesfordecreasingvaluesoftheanisotropy param eter.

The com plexity ofthe nearestneighbourinteraction (eq.(6))doesnotallow the standard techniques[8,14,15]to be

used.

Thediagram m aticexpansion isgenerated by replacing in eq.(6)each cosh
�
K �

�

< ij>

�
term by 1+ 	

�

< ij> wherethe

function 	
�

< ij> resultsfrom the expansion ofthe hyperbolic cosine in powerseriesofK to the given m axim alorder

and ofH to the second order.To each function 	
�

< ij> appearing in the productoverthe nearestneighbourpairsin

eq.(6),isassociated one link ofa graph G .In thisway,a link containsallpositivepowersofK .

Thepowerfullstargraph expansion technique[15]cannotbeused heresince,dueto thepresenceoftheanisotropy

term ,the partition function ofarticulated graphs does not factorise. O ur procedure is based on the the standard

connected graph expansion [15]forthe norm alised partition function eZ� = Z�(T;H )= Z�(T;H )j
J= 0

ln eZ�(T;H )=
X

fG g

C (G )!(G )

where fG g is the setofallconnected graphsto a given order,C (G ) the em bedding constantsofthe graph G ,and

!(G )itsweight.Theweights!(G )areconstructed through therecursivetechniqueln eZ�(G )=
P

fgg
!(g),wherefgg

isthe setofallsubgraphsofG .

The m ain di�culty ofthe m ethod residesin the com putation ofln eZ�(G );given by :

ln eZ�(G )=

Z  
Y

i2G

d
i

!  
Y

‘2G

	
�

‘

!

exp

 

�g1�B SH
X

i2G

s
�

i

!

(7)

wheref‘g and fig arerespectively the setoflinksand ofverticesbelonging to the graph G .W e proceed asfollows:

(a) By using the sphericalharm onic basisand the reduction form ula,each function 	
�

< ij> can be expressed

as:

	
�

< ij> =
X

l1m 1l2m 2

�
l2m 2

l1m 1

Yl1m 1
(
i)Yl2m 2

(
j)

where�
l2m 2

l1m 1

isa m atrix builtrecursively ofwhich elem entsarepowerseriesin K and H .

(b) The exponentialterm in eq.(7)isexpanded to second orderin H ;and the spin dependence expressed in

term softhe sphericalharm onics.

(c) Theintegralisthen com puted,contracting theproductsofsphericalharm onicsby m eansofthereduction

form ula,and then integrating overtheresidualangularvariables.
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Asan illustration ofourresults,we givein table Ithe coe�cientsofthe developm entof� z to the zero
th and �rst

orderin �.

The seriesforthe zero-�eld susceptibility isthen analysed by m eansofthe Pad�eextrapolation technique.Forour

system ,the renorm alisation group resultofeq.(2)becom es[5]:

�(�;K )

�(0;K )
= �(�e

2�
p
3
K
) with K =

1

2
�JS (8)

where the function �(x)� jx � xcj
� 7=4

forx � xc = �e
2�
p
3
K c. Forsm all�,the singularity islocated atlarge values

ofK ,far away from the perturbative region. According to these results,we analysed the function

�
�(�;K )

�(0;K )

�4=7
in

term softhe variable v = 1� e� �K ;sm allathigh tem perature butbounded forlargeK .The variationalparam eter

� isoptim ised by stabilising the Pad�e table. Forvery low valuesof� the determ ination ofthe criticaltem perature

resulting from the location ofthe polesbecom esinaccurategiving largeerrorbars.For� . 10� 2 an extension ofthe

seriesto higherordersisneeded to reliably getprecise resultsfrom thism ethod. However,in thisvery weak regim e

ofanisotropy,once the criticaltem peratureisknown by anotherm ethod -M onte-Carlo sim ulation forinstance-the

seriesbecom esausefulanalyticrepresentation oftheobservables.Itwillbeused todeterm inethephysicalparam eters

from a com parison with the experim entaldata.

The results ofthis analysis willbe presented and discussed in the next section together with the M onte-Carlo

results.

B .T he M onte-C arlo sim ulation.

W e perform ed a M onte Carlo sim ulation in orderto verify the resultsofthe high tem perature expansion,and to

investigate the very sm allanisotropy regim e where the perturbative technique fails. The sim ulation isbased on the

e�ective classicalm odel

� �He� =
X

< ij>

ln(2coshkW ijk) (9)

where W ij isde�ned in eq.(5). The variousobservablescan be expressed asensem ble averageswith respectto the

Boltzm ann weighte� � H eff=Z(T;0).Theirexpression isa sim plegeneralisation ofthede�nition ofeqs.(6,8)ofref.[5]

in which W ij isreplaced by the the new de�nition ofeq.(5).

O urgoalisto exploretheweak anisotropy regim ewherethecrossovere�ectbetween the2D Heisenberg and Ising

�xed pointsisim portant.Astheanisotopy getssm aller,m ostofthelow tem peratureregion isdom inated by the2D

Heisenberg regim ein which thecorrelation length rem ainslargedue to the essentialsingularity atT = 0.Therefore,

theusuallim itationsoftheM onte-Carlo procedure-criticalslowing down and the�nitesizee�ects-constrain rather

severely the sim ulation ofthesesystem s.

In orderto overcom ethe�rstproblem weused a globalalgorithm .W ehaveadapted theW olfalgorithm [16]to the

case ofan anisotropic interaction. The ’Ising’orientation ofthe spins,used to contructthe W olfclusterand which

israndom ly chosen in the standard algorithm ,isim posed here by the anisotropy. In ourprocedure,a M onte-Carlo

update proceedsin threesteps:

1.constructa �rstclusterwith respectto the z (anisotropy)axisand ip the corresponding spin com ponents;

2.constructanotherclusterrelativeto a random ly chosen direction in the x � y plane and ip the corresponding

spin com ponents;

Afterthesetwo steps,a given spin rem ainson theconede�ned by itsinitialorientation and thez-axis.Thereforewe

proceed to anotherstep :

3.change the actualorientation ofeach spin ofthe lattice according to a standard M etropolis algorithm .This

operation isrepeated twice.

W e checked that this procedure allowsus to recoverthe results ofthe zero-anisotopy case [5],and ofthe strong

anisotopy (classicalIsing)lim itwith a very sm allcriticalslowing down e�ect.

The second problem concernsthe �nite size e�ects.Forsm all�,since we investigate the low tem perature region

where the correlation length rem ains large even outside the Ising criticalregion,we need large lattices.W e have

lim ited ouranalysisto � = 0:001,and to a m axim um lattice sizeofL = 256.
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IV .R ESU LT S

A .T he criticaltem perature.

To validateourm ethodswecom paretheresultsobtained by both procedures.W epresentin �gure2 thezero-�eld

susceptibility,orthogonalto the anisotropy axis(�x)and parallelto it(�z)forthe high tem perature seriesand the

M onte-Carlo data asa function ofK and fora m oderatedly sm allvalue ofthe anisotropy param eter� = 0:1. The

agreem entbetween these two results is very good. These curves clearly show the divergentbehaviour ofthe axial

susceptibility,which willbe used to determ ine the criticaltem perature in the M onte-Carlo sim ulation. Figure 3

displaysthe speci�c heatasa function ofK forthe sam e anisotropy. Besidesthe good agreem entbetween the two

m ethods,weobservetheclearcriticalsignalatK c ’ 2:21 which em ergesfrom thecom parison with theresultforthe

isotropicm odel.

The criticaltem perature is obtained from the M onte-Carlo data by localising the peak in the speci�c heat and

the inexion pointofthe susceptibility asa function ofthe tem perature. In orderto estim ate the precision ofsuch

a determ ination we perform ed a com plete �nite size scaling analysis ofthe data at � = 0:1 to obtain the critical

tem peratureand thesusceptibility exponent.Theresultsarepresented in �gure4 whereweplotted Tc(L);m easured

from thetwo signals,forseverallatticesizes(�g.(4a)),and in �g.(4b)ln� asa function oflnjK c � K j.Fig.(4a)shows

a sm allvariation ofthe�nitesystem criticalsignal,which allowsusto estim atethebulk criticaltem peratureTc from

lattices ofsize notexceeding L = 128. W ith this estim ate,we determ ine the exponent  ofthe susceptibilty from

�g.(4b).The result = 1:74(2)is in very good agreem entwith the expected exactIsing value  = 1:75. This is a

self-consistentindication ofthe reliability ofthe criticaltem perature m easurem ent. Furtherm ore,we check thatthe

M onte-Carlo resultfallsinside the errorbarobtained from the high tem perature seriesanalysis.

W ith this m ethod,we determ ined the criticalcoupling K c = 1

2

JS

kB Tc
as a function ofthe anisotropy param eter

on lattices ofsize L � 256 down to � = 0:001. The results ofboth analyses-M onte-Carlo and high tem perature

expansion -aredisplayed in �gure5.Fig.(5a)showsthegeneraltrend ofthevariationsofK � 1
c / Tc asafunction of�;

with a decreaseto zero for� ! 0,and a linearvariation atlarge�.Actually,for� ! 1 ,the m odelcoincideswith a

classicalIsing m odelwith coupling K Ising = �K so that,in thislim it,K � 1
c (�)’ �K

� 1

c Ising
:From thehigh tem perature

expansion,we get the estim ation K c Ising ’ 1:46(1). The variationsfor sm all� are presented in �g.(5b) where we

plotted K c vsln�.Itappearsthatthebehaviourpredicted by therenorm alisation group (eq.(1))isobtained forvery

sm allanisotropy.Actually,from �g.(5b)weobtain :

K c =

p
3

2�
jln�j+ 2:41 � . 0:001: (10a)

Therefore,by extrapolating thisbehaviourdown to � ! 0,we are able to predictthe criticaltem perature forvery

sm allanisotropy.

B .C om parison w ith the experim entalresults.

In orderto com parewith the experim entalresults,weproceed in two steps.

� W e get an estim ation ofthe anisotropy param eterfrom the value ofJ previously determ ined in the analysis

ofthe param agneticphase [5]and from the experim entalcriticaltem perature Tc = 15 K .W e obtain K c ’ 4:6

which correspondsto � ’ :0004,according to the �g.(5b).

� W e perform an adjustm ent ofJ,g1 and g2 at �xed � by �ting the experim entaldata with a selected Pad�e

approxim ant.Sm allvariationsaround the �xed � valuedo notsigni�cantly changethe �t.

Theresultsarepresented in �gure6,forthe wholerangeoftem peraturein �g.(6a)and forthecriticalregion only

in �g.(6b).An excellentagreem entwith the experim entaldata isobtained with the following setofparam eters:

J = 45:5 K ; g1 = 2:0 ; g2 = 2:11 ; � ’ :0005

The exponentialvariation of� with respect to Tc (eq.(10a)) induces rather large error bar on the determ ination

of� : actually, an error ofone kelvin on Tc induces a variation of � by a factor of 3. However,the m agnetic

susceptibility isratherinsensitiveto thesevariationswhich only a�ecttheIsing criticalregion,in such a narrow range

oftem perature that it is not visible experim entally. M oreover,the high tem perature (T � 50 K ) behaviour is left

com pletely unchanged by such a sm allperturbation,thus preserving the good agreem entwith the isotropic m odel

observed in ref.([5]).
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V .C O N C LU SIO N S

W e have determ ined the spin anisotropy which is present in the Cu-M n m agnetic com pound [3]and which is

responsiblefora ferrom agnetictransition at15K .Two m ethodsareused in a com plem entary way,high tem perature

expansion and M onte-Carlo sim ulation,in orderto extractreliable resultsoutofthe strong cross-overregim e where

the e�ectlies. Assum ing universality and extending the renorm alisation group resultsto oursituation,we obtain a

very sm allvalueforthe anisotropy param eter.

The strong behaviourTc(�)�
1

jln �j
isresponsible forthe factthata very weak perturbation (� ’ 10� 4)produces

a sizeable e�ect (Tc ’ 15 K ).For these quasi-two dim ensionalm olecularcom pounds,involving high spin m agnetic

ions,itisunconceivable thatatsuch a low levelofm agnitude the anisotropy isabsent. Therefore we should always

expecta ferrom agnetictransition atan appreciablecriticaltem peraturein these system s.

In thiswork,weonly considered theexchangeanisotropy asa sourceoftheO (3)sym m etry breaking.Alternatively,

theon siteanisotropy could bepresent,butin thelim itofweak anisotropy underconsideration here,on theground of

universality weexpecttheresultsto beunchanged.Concerning theinterlayerinteractionswhich havebeen neglected

in ourapproach,itisknown [12]thatifthe ratio ofthe interlayerto the intralayercoupling,� = J?
Jk
,issm all,the

transition tem perature induced by these three dim ensionale�ects behaves like Tc �
1

lnj�j
.Therefore,even a very

sm allinterplanecoupling m ay signi�cantly contribute to the m easured criticaltem perature,in com petition with the

anisotropy e�ect. W e have seen that increasing the interlayer distance beyond a certain lim it results in a sm ooth

decreaseofTc.Taking into accountthe interlayercoupling would requireto introducean additionalcross-overe�ect

between the threedim ensionalm odelwith spatialanisotropy and the two dim ensionalonewith exchangeanisotropy

[12]. As a consequence,the contribution ofthe spin anisotropy to the criticaltem perature would be overestim ated

and ourresultforthe anisotropy param eterwould turn outto be an upperbound.
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2835
� 5683

127575

512

14175
� 1754

25515

K 10 524

893025

19912

601425
� 128824

9568125

219628

2525985

K 12 � 69464

35083125
� 51038503

1915538625

117344

526246875
� 14083390696

143665396875

K 14 4539614

1149323175

6380434

273648375

5687869652

430996190625

20243410804

184712653125

K 16 � 408296024

86199238125
� 87518482699

4396161144375
� 62768262944

4114054546875
� 3168011262218

29973825984375

�0 �1

S g1g2 S g1g2

K 1 � 2

3
� 2

3

K 3 � 2

27
� 166

135

K 5 � 8

405
� 152

675

K 7 2

8505
� 69758

637875

K 9 � 4

4725

44524

1913625

K 11 7108

49116375
� 316875236

11051184375

K 13 45214696

5746615875

11621348744

143665396875

K 15 � 2434334054

86199238125
� 130568299906

587722078125

K 17 875743046944

13987785459375

419699964912544

887686384921875

Table I :A subset ofthe coe�cients ofthe high tem perature series for the axialsusceptibility � z in powers of

K = 1

2
�JS up to the 17th order. The coe�cientofK n isa polynom ialofdegree n in the anisotropy param eter�.

Foreach coe�cientweonly givethe constantand linearterm in � (colum nswith heading � 0 and �1respectively)

The top halfofthe table containsthe even powercoe�cients ;for each powerof� the fraction ofthe �rstsub-

colum n m ustbe m ultipied by S2g1
2 and added to the second m ultiplied by g2

2. Forinstance,the coe�cientofK 2

is: 2

9
S2g1

2 + 2

9
g2

2 + �
�
28

45
S2g1

2 + 2

3
g2

2
�
+ O (�2)

The bottom halfofthe table containsthe odd powercoe�cients;the fraction in each colum n m ustbe m ultiplied

by Sg1g2.
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FigureCaptions

Figure 1 :An elem entary cellofthehexagonallattice,with theCu ions(closed circles)atthem idleofthelinksand

the M n ions(open circles)atthe vertices.

Figure 2 : The susceptibility m ultiplied by the tem perature,asa function ofthe reduced coupling K = 1

2
�JS for

an anisotropy � = 0:1. The data pointscom e from the M onte-Carlo sim ulation ;the solid line correspondsto

the Pad�eapproxim antofthe high tem peratureexpansion (H.T.E.).

(a) the in-plane susceptibility ;

(b) theaxialsusceptibility ;theclosed circlescorrespond to a latticesizeL = 128 and thetrianglesto L = 256.

Figure 3 :The speci�c heatasa function ofK .

� foran anisotropy param eter� = 0:1 : the M onte-Carlo data are represented by the closed circlesfora lattice

size L = 128 and by open trianglesforL = 256.The solid line correspondsto the high tem perature expansion

(Pad�eapproxim ant).

� forthe isotropicm odel(� = 0):the open circlescorrespond to the M onte-Carlo sim ultation (L = 64)and the

dashed line to the seriesresult..

Figure 4 Analysisofthe Ising criticalregim e:

(a) The �nite size criticaltem peratureasa function ofthe latticesize L :

� from the m axim um ofthe speci�c heat(triangles)

� from the inexion pointofthe axialsusceptibility (circles)

(b) the axialsusceptibility asasa function ofjK c � K jin log-log scale. The slope ofthe �ted straightline is

1:74(2)in good agreem entwith the expected exactIsing value = 1:75.

Figure 5 Variation ofthe criticaltem perature with �. The series results are represented by open circles and the

M onte-Carlo sim ulation by closed circles.

(a) The large anisotropy regim e : we plot the inverse ofthe reduced criticalcoupling K � 1
c = 2kB TC

JS
as a

function ofthe anisotropy param eter.The slope ofthe linearbehaviour,expected atlarge � corresponds

to K c Ising ’ 1:46(1).

(b) The weak anisotropy regim e : the reduced criticalcoupling K c as a function of� in a logarithm ic scale.

The solid line correspondsto the renorm alisation group behaviourK c = �
p
3

2�
ln� + const.The value of

the constantis2:41(2).

Figure 6 Fitofthe experim entaldata (closed circlesforsam ple 1,open circlesforsam ple 2)forthe totalm agnetic

susceptibility. The solid line corresponds to a Pad�e approxim ant of the high tem perature series with the

param eter:J = 45:5 K ,g1 = 2:0,g2 = 2:14,� = :0005;

(a) forthewhole tem peraturerange

(b) forthecriticalregion.Thedi�erencebetween thetwosam plesgivesan estim ation oftheexperim entalerrors

in the criticalregion.
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