
ar
X

iv
:c

on
d-

m
at

/9
71

12
01

v1
  [

co
nd

-m
at

.s
ta

t-
m

ec
h]

  2
0 

N
ov

 1
99

7

C orrelation functions for tim e-dependent calculation oflinear-response functions
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W e em phasize the im portance ofchoosing an appropriate

correlation function to reduce num ericalerrorsin calculating

the linear-response function asa Fouriertransform ation ofa

tim e-dependentcorrelation function.Asan exam ple we take

dielectric functions ofsilicon crystalcalculated with a tim e-

dependentm ethod proposed by Iitaka etal. [Phys. Rev. E

56,1222 (1997)].

PACS:02.70.-c,71.10.Fd,85.30.Vw,72.15.-v

Recently,Iitakaitetal.proposed a linearscalingalgo-

rithm forcalculating linear-response functionsofnonin-

teracting electrons[1].Thisalgorithm hasbeen success-

fully applied to the calculation ofdielectric functionsof

Sicrystal[1]and Sinanocrystallites[2]. They calculate

the linear-responseofB due to the perturbation Ae� i!t

as

�B A (! + i�)=

**
Z T

0

dt e
+ i(!+ i�)t

K (t)

++

; (1)

wherethedoubleangularbracketsindicatethestatistical

average over random vectors j�i and K (t) is the tim e-

dependentcorrelation function de�ned by

K (t)= 2 Im h�j�(E f � H )e
+ iH t

B e
� iH t

�(H � Ef)Aj�i:

(2)

In the case ofthe dielectric function ��;� = 1+ 4����

with �;� = x;y;z theperturbation and theresponseare

the externalelectric�eld and polarization,respectively,

hjjAjii= hjjx�jii; (3)

hijB jji=
� 1

V
hijx�jji; (4)

whereV = L3 isthe volum eofthe supercell.

In Ref.[1]Iitaka et al. further m odi�ed the dipole

m om entoperatorx to the currentoperatorj by partial

integration

��� (! + i�)=

**
Z T

0

dt e
� �te

+ i!t� ���

(! + i�)2
K j(t)

++

; (5)

K j(t)=
� 2

V
Im h�j�(E f � H )e

+ iH t
j�e

� iH t
�

�(Ecut� H )�(H � Ef)j�j�i: (6)

and calculated the dielectric function ofsilicon crystal

consisting of 215 Si atom s in a cubic supercellof 163

unit cells with energy resolution � = 0:05 (eV). Each

unitcellisdivided into 83 cubic m eshes.Iitaka etal.[1]

used theem piricallocalpseudopotentialdeveloped by by

W ang and Zungerin Ref.[3]and one random vectorfor

the statisticalaverage. Figure 1 shows the result cal-

culated with the sam e condition as in Ref.[1]. Iitaka

et al. attributed the divergence ofcalculated response

functionsatlow frequenciesto thearti�cially introduced

�nite im aginary part� ofthe frequency.

However, closer exam ination suggests that the di-

vergence m ay originate from the m odi�cation of the

position-position correlation function to the current-

currentcorrelation function. Assum ing that the dielec-

tric function isanalytic atzero frequency,we easily no-

tice that the low-frequency com ponent of K j(t) has a

frequency dependence of!2� �� � . Therefore,num erical

results calculated with K j(t) m ay easily su�er round-

o� errorswhen thesm allam plitudeofthelow-frequency

com ponents is extracted from the large background of

higher-frequency com ponents.

Tocheck thisscenario,wecalculatethedielectricfunc-

tion without m odi�cation of dipole operators to cur-

rent operators. Instead we m odi�ed Eqs. (3) and (4)

to a �nite-wave-num ber form to conform with periodic

boundary conditions

hjjAjii=

�

j

�
�
�
�

eiqx�

iq

�
�
�
�
i

�

; (7)

hijB jji=
� 1

V

�

i

�
�
�
�

e� iqx�

� iq

�
�
�
�
j

�

; (8)

where q is the sm allest wave num ber in the supercell

q = 2�=L. The resultsare shown in Fig.2,where other

conditionsare the sam e as in Fig.1. Here we obtained

thedielectricfunction withoutany divergenceatlow fre-

quencies,while the uctuations at high frequencies are

larger. W e think that this result con�rm s our scenario

thatthe divergence originatesfrom the use ofK j(t)in-

stead ofK (t).

In sum m ary,we found the im portance ofchoosing an

appropriateform ofthecorrelation functionsin com put-

ing linear-responsefunctionsasa Fouriertransform ation

of tim e-dependent correlation functions. By choosing

thecurrent-currentcorrelation function forhigh frequen-

ciesand theposition-position correlation function forlow

frequencies,we m ay accurately calculate linear-response

functionsatany frequency.
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FIG .1. �xx(!) of silicon crystal calculated with cur-

rent-currentcorrelation function K j(t). The system consists

of2
15
Siatom sin acubicsupercellof16

3
unitcells.Each unit

cellisdivided into 8
3
cubic m eshes.The energy resolution is

� = 0:05(eV).W eused theem piricallocalpseudopotentialin

Ref.[3].(a)Realpartand (b)im aginary part.

FIG . 2. Sam e as Fig. 1 but calculated with posi-

tion-position correlation function K (t).
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Fig. 1a T.Iitaka
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Fig. 1b T.Iitaka
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