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Abstract 

Both axial and radial junction nanowire solar cells have their challenges and advantages. However, 

so far, there is no review that explicitly provides a detailed comparative analysis of both axial and 

radial junction solar cells. This article reviews some of the recent results on axial and radial 

junction nanowire solar cells with an attempt to perform a comparative study between the optical 

and device behavior of these cells. In particular, we start by reviewing different results on how the 

absorption can be tuned in axial and radial junction solar cells. We also discuss results on some of 

the critical device concepts that are required to achieve high efficiency in axial and radial junction 

solar cells. We include a section on new device concepts that can be realized in nanowire 

structures. Finally, we conclude this review by discussing a few of the standing challenges of 

nanowire solar cells.   

Introduction  

It has been predicted that nanowires can significantly reduce the overall cost of solar cells because 

of several of their advantages compared to their thin-film counterpart. Some of these advantages 

include but are not limited to: (a) high generation rate per unit volume of material used, (b) low-

cost and fast growth rate compared to their thin-film counterpart, (c) facile strain relaxation allows 

for heteroepitaxy, and (d)  increased defect tolerance 1-14. Furthermore, from the device point of 
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view, nanowire architecture allows for the fabrication of new and innovative device structures, 

which is either very complicated or not possible in a thin film solar cell 15, 16. Moreover, it also 

provides us with the possibility of fabricating low cost, high performance, lightweight, highly 

flexible solar cells 8-14, 17.  

 

A nanowire solar cell can be broadly classified into an axial or a radial junction device based on 

the axis of charge carrier separation. In an axial junction solar cell, the charge carrier separation 

Figure 1. Schematic representation of (a) an axial p-n junction nanowire solar cell and (b) a 

radial p-n junction nanowire solar cell. In both of these figures, Ŭ denotes the absorption 

coefficient of the active material and Ln and Lp, denotes the electrons and holes diffusion lengths, 

respectively.  [Figures 1(a)-(c) have been reprinted (adapted) with permission from ref [15] 

Copyright (2019) IEEE.] 



happens along the length of the nanowire, whereas in a radial junction solar cell, charge carrier 

separation happens along the radial axis. Technically a radial junction is only required when the 

bulk lifetime of the material is very low 15, 16.  Figures 1(a) and 1(b) show light absorption and 

charge carrier separation in an axial and a radial junction nanowire solar cell. In a solar cell, the 

minimum length required to achieve sufficient absorption is characterized by absorption depth 

(1/Ŭ), which describes how deeply light penetrates the semiconductor before being absorbed. At 

the same time, diffusion length characterizes the maximum length that the minority carrier can 

travel before recombining non-radiatively. For efficient operation of a solar cell, the diffusion 

length should be higher than the absorption depth, as schematically depicted in Figure 1. In cases 

where the minority carrier lifetime (or diffusion length) of the material is very small, radial 

junction allows for the fabrication of high-efficiency devices by decoupling the axis of light 

absorption and the axis of charge carrier separation. In a radial junction solar cell, light is absorbed 

along the main axis of the nanowire, while the charge carrier separation takes place in the radial 

direction which is just tens to a few hundreds of nanometers thick. In other words, in a radial 

junction solar cell, both charge carrier separation and light absorption can separately be optimized 

to achieve optimum performance of the nanowire solar cell.  

In the last few years, there have been several reviews covering different aspects of nanowires and 

nanowire based solar cells 8-12, 14, 18-46. Some of these reviews were more focused on the materials 

aspect of nanowire, whereas others were focused on optical or device behavior of nanowires. Even 

III -V nanowires solar cells have been widely reviewed8, 10-12, 22, 33, 38-41, 44-46. However, a dedicated 

review which simultaneously compares the optical and device behavior of axial and radial junction 

solar cells is still lacking. Because both axial and radial junction devices have their limitation as 

well as their complexities and advantages, it is essential to simultaneously compare both of them 

so that readers can get a better understanding on the choice of either an axial or radial junction 

solar cell.  



 

In this review, we cover some of the recent results related to both axial and radial junction 

architectures and aim to compare the perfomance of these two types of devices. To keep the review 

more focused, we only discuss results of III -V solar cells; however, most of the concepts discussed 

are fundamental and can also be applied to other materials. We start by introducing the light 

absorption in single nanowires, followed by light absorption in nanowire arrays and methods to 

Figure 2. (a) Schematic showing a vertical single nanowire light concentration in the nanowire. (b) 

Plot showing that Jsc can be substantially higher than the Shockley-Queisser limit for planar device 

due to light concentration in the nanowire. (c) Poynting vector at the middle plane normal to 

nanowire axis. The solid white circle is the outline of the nanowire cross section, while the white 

circle with broken line indicates the approximate position where the Poynting vectors start pointing 

towards the nanowire. [Figures 2(a)-(c) have been reproduced from reference [52] under Creative 

Commons Attribution 3.0 International License.]  



increase light absorption in both axial and radial junction solar cells. Next, we move on to discuss 

the device behavior of the solar cells, where we first introduce Voc and Sockley-Queisser limit of 

nanowire solar cells and then discuss the important concepts that are required to achieve high 

efficiency in both architectures. Finally, we discuss the opportunities and future prospects of 

nanowire solar cells, where we review some of the most crucial device concepts which are either 

complicated or not possible to realize in planar devices.  

 

 



Figure 3. (a) 2-D schematic of a nanowire array with radius, a, pitch d, and height, h. (b) 

Optimization of Jsc(ideal) for an InP nanowire array depicted in Figure 3 (a).  (c) shows an InP 

nanowire array arranged in square lattice with nanowires of four different diameters. (d) shows an 

InP nanowire array arranged in hexagonal lattice with two different nanowire diameters. (e) shows 

that a combination of four different diameters arranged in a squre lattice shown in Figure 3 (c) is 

better than a square with nanowires of the same diameter.  [Figures 3(a) and 3(b) have been 

reprinted (adapted) with permission from ref [56]. Copyright (2014) American Chemical Society.] 

[Figures 3(c)-(e) have been reproduced from reference [58] under Creative Commons Attribution 

4.0 International License.] 

Light Management in Nanowires  

Nanowires are attracting a significant amount of attention because they can absorb much more 

photons per unit volume compared to their planar counterpart 9, 10, 12. Before discussing absorption 

in a nanowire array, it is essential that we discuss the absorption in a single nanowire. It has been 

shown that for a single nanowire photon absorption cross-section can be significantly higher than 

their physical cross-section 42, 43, 47, 48. The absorption enhancement in a single nanowire can be 

written as 39:  
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where AE is the absorption enhancement, ὖ  is the power absorbed, ὖ is incident power per 

unit surface area, and Ὓ is the nanowire surface area. Often an AE exceeding 100% has been 

reported for single nanowires 37, 39, 42, 43, 49, 50. As the absorption cross-section is higher than the 

physical cross-section, for single nanowires, the measured short circuit current density, Jsc can 

exceed the Shockley-Queisser (SQ) limit  42, 51, 52. Zeng et al. performed a detailed optoelectronic 

simulation of a verticalyl standing nanowire solar cell (see Figure 2(a)), and showed that the 

maximum obtainable Jsc can exceed 200 mA/cm2, which is several times higher than a planar solar 



cell (Figure 2(b)) 52. Such a high absorption enhancement in single nanowires is a result of the 

ñoptical antenna effectò. In other words, nanowires can efficiently couple electromagnetic 

radiation in free space into themselves, leading to excitation of guided optical resonant modes, 

which in turn leads to enhanced absorption 39, 42. Figure 2(c) shows the Poynting vector plot for 

the single nanowire solar cell, which confirms that the nanowire leaky modes can efficiently 

couple light energy from several radii away from the nanowire. In another report, Krogstrup et al. 

fabricated a single GaAs nanowire solar cell with a Jsc of 180 mA/cm2, exceeding the Shockley-

Queisser limit by a factor of six 42. Furthermore, the absorption in the single GaAs nanowire 

(embedded in SU-8) was enhanced between 10 to 70 times compared to an equivalent thin film 

due to the larger effective absorption cross-section which was several times higher than the 

physical cross-section 42. For a nanowire diameter of 380 nm, AE calculated using equation (1) is 

~1200% 42. They further confirmed the absorption cross-section enhancement by measuring a 

spatial photocurrent mapping of the single nanowire device at several wavelengths away from the 

nanowire.  

Absorption in Axial Junction Nanowire Arrays 

In a nanowire array, the optical modes become leaky and start interacting with each other to 

enhance absorption in a broader wavelength regime 44, 53-55. Therefore, in a nanowire array, the 

nanowires should be arranged such that there is maximum overlap between the absorption cross-

section of the individual nanowires of the array [44]. The absorption in a nanowire array can 

further be tuned by controlling the size, geometry, orientation, morphology, and the surrounding 

medium of individual nanowires. In this section, we review ways to tune the absorption in axial 

and radial junction nanowire arrays.   

Absorption in a nanowire array depends strongly upon nanowire pitch (P) and radius (R), while it 

is only weakly dependant on the lattice arrangement of the array. Also, instead of discussing the 



effect of both pitch and radius separately, one can define a nanowire array in terms of its 

geometrical filling ratio (or volume fraction), which is given by the following equation:   
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Moreover, often researchers define absorption in a nanowire solar cell in terms of the maximum 

achievable short circuit current (Jsc(ideal)) for given solar cell structures. To calculate Jsc(ideal), it is 

assumed that each photon absorbed creates one electron-hole pair.  

To achieve maximum absorption in a nanowire array, the outward propagating mode needs to be 

minimized while simultaneously maximizing the resonant absorbing modes supported within the 

nanowires 56, 57. Given that the optical effects in a nanowire are expected to be highly dispersive 

across the bandwidth of the solar spectrum, optimization of absorption in a nanowire array can 

often be very challenging 56. To overcome the complex optimization barrier of absorption in a 

nanowire array, Sturmberg et al. 56 defined a nanowire parameter space, with pitch on the x-axis 

and GFR on the y-axis. Then they divided this parameter space into regions which either had a 

high reflection or a high transmission or did not support enough resonant absorption modes. In 

other words, to achieve maximum absorption in a nanowire array, the pitch and the GFR should 

lie outside these regions. This significantly reduced the optimization problem because the separate 

calculations of reflection, transmittance, and optical modes in a nanowire array (with given pitch 

and radius) were more straightforward compared to simultaneous calculations of all of the three 

parameters. Theoretical details on the calculation of transmission, reflection, and optical modes 

can be found in reference 56. Figure 3(a) shows a 3-D schematic of a nanowire square array used 

by Sturmberg et al. to optimize the Jsc(ideal) in an InP nanowire array. Figure 3(b) shows three 

different regions of the nanowire array parameter space for nanowires length of 1.5 m  and 4 mm, 

respectively. The region to the right of broken vertical dash line is a region of high transmittance, 

while the region above the broken dash-dot line is a region of high reflectance. Finally the regions 



outside the white and green lines are the regions that do not support enough resonant absorption 

modes. Therefore, the only region left after excluding all three unwanted regions is the region of 

maximum absorption, is shown by the thick solid white lines in Figure 3(b). Sturmberg et al. 

further reported that this optimization scheme is not dependent on the material of the nanowire 

array and can be applied to other materials as well 56.  

 

Figure 4. (a) A 3-D representation of p-i-n GaAs nanowire solar cell decorated with metal 

nanoparticles. (b) Comparative absorption vs. wavelength spectra for bare GaAs nanowire and 

GaAs nanowire coated with gold and silver nanoparticles. (c)-(e) show light concentration in 

nanowire with (right) and without (left)metal nanoparticles at different wavelengths. [Figures 4(a) 

ï(e) have been reprinted (adapted) from reference [67] under Creative Commons Attribution 4.0 

International License] 



Though nanowire arrays show higher absorption compared to their planar counterpart in 

volumetric terms, yet, there are several different ways in which absorption in the arrays can be 

further improved. As mentioned earlier for absorption in single nanowires, the optical resonant 

modes are highly dependent on nanowire diameter and therefore, a nanowire array consisting of 

single nanowire diameter cannot achieve optimal absorption over a broadband wavelength range. 

Wu et al. 58, 59 in two separate contributions have shown that the absorption in a nanowire array 

can be maximized by the utilization of an array lattice with nanowires of different radii. Figure 

3(c) and 3(d) shows two such lattice arrangements with nanowires of different radii. While the 

square lattice consists of nanowires of four different diameters, the hexagonal lattice consists of 

two different diameters. Figure 3(e) shows that a square lattice with four different radii of 

nanowires shows broader absorption compared to a square lattice with nanowires of one diameter. 

Another way to achieve broadband absorption is through the tapering of the nanowires (nanocone). 

In a tapered nanowire, the diameter of the nanowire varies along the length of the nanowire; 

thereby, several wavelength-specific resonant modes can be excited at the same time to achieve 

the broadband absorption 57, 60-62.  

Another approach to enhance absorption in a nanowire array is through the utilization of plasmonic 

metal nanoparticles. In the metal nanoparticles, localized surface plasmon resonant modes can be 

excited to concentrate and transfer incident light energy into the nanowire. The use of plasmonic 

nanoparticles to enhance absorption in oxide nanostructure is well-known 63-66. In comparison, 

plasmon enhanced absorption in III-V nanostructures is less studied. Recently, Li et al. have shown 

that the absorption in nanowire arrays can be enhanced in the presence of metal nanoparticles 67. 

Figure 4(a) shows an axial p-i-n GaAs nanowire decorated with metal nanoparticles. Figure 4(b) 

shows the comparative absorption spectra of bare GaAs nanowire and nanowire decorated with 

gold and silver nanoparticles. It is evident that in the presence of nanoparticles, nanowire 

absorption is enhanced in the longer wavelength regime, compared to bare GaAs nanowire. They 

also showed that the size of metal nanoparticles can affect the absorption of the nanowire, and 



needs to be efficiently tuned to achieve local field enhancement while also minimizing reflection 

from the metal nanoparticles. Figures 4(c) ï 4(e) show the normalized electric field distribution in 

the nanowire with and without nanoparticles at different wavelengths. The concentration of energy 

(proportional to |E|2) around the nanowire is higher in the presence of metal nanoparticles at 760 

nm wavelength, which is also reflected in enhanced absorption at 760 nm wavelength when the 

GaAs nanowire is coated with metal nanoparticles. Review of plasmonic enhancement in 

nanowires using metal nanoparticles can be found in reference 31. 

Additionally, researchers have also shown that significant improvement in absorption of a 

semiconductor can be realized in the presence of a non-absorbing dielectric shell 15, 57, 68-70. This 

enhanced absorption in the presence of a non-absorbing shell is a result of increased scattering 

cross-section, reduced electric field screening, and the optical antenna effect 57, 69, 70. The basic 

idea behind the use of a dielectric shell is to reduce the dielectric function contrast between the 

nanowire core and the air such that the screening of incident electric field can be reduced, while 

also maximizing the supported absorption modes in the core. To achieve optimum absorption in 

the nanowire core, the thickness of the dielectric layer should be optimized such that it maximizes 

the supported absorption modes in the nanowire core while also increasing the scattering cross-

section. There have been reports on improvement in absorption of different semiconductor 

nanowire arrays such as Si 70, InAs 69, GaAs 71, InP 15, 68, 70, etc. For example, Anttu et al. performed 

a detailed theoretical and experimental investigation on InAs-Al 2O3 core-shell nanowires and 

showed that Al2O3 can significantly improve the reflectance from InAs nanowires for an optimized 

Al 2O3 thickness 69.  

Absorption in Radial Junction Nanowire Arrays 

In the case of a core-shell nanowire, the absorption follows an almost similar trend as an axial 

nanowire if both core and shell are made of the same material. However, there are often cases 

where the core and the shell are formed of different materials. In such cases, both core and shell 



need to be simultaneously optimized to achieve optimum optical absorption, without 

compromising device performance. Further, the presence of a shell over an absorbing core can 

significantly change the absorption in the core due to mismatch in refractive indices and absorption 

coefficients between the core and shell. For example, Figure 5(a) shows a 2-D schematic of a 

nanowire array solar cell with GaAs nanowires embedded in P3HT hole selective contact, and the 

p-n junction is formed radially 72. Figure 5(b) shows that even for a filling ratio as low as 0.05, 

GaAs/air structure can achieve high absorption in the longer wavelength regime of 450-800 nm. 

However, after P3HT deposition (see Figure 5(c)), the absorption in longer wavelength region is 

reduced, while the absorption in the shorter wavelength region is improved. The improved 

absorption in shorter wavelength region is a result of high absorption in P3HT, which has an 

absorption edge at 630 nm. It means that P3HT is absorbing a large portion of lower wavelength 

photons before they reach GaAs. However the photons absorbed by P3HT are lost through 

recombination, and hence Wu et al. reported that to achieve 22 mA.cm-2 photocurrent, the required 

GaAs filling ratio was ~0.7 72. This is in contrast to other reports on GaAs solar cells which showed 

that GaAs-air nanowire arrays can achieve more than 22 mA/cm2 for filling ratio less than 0.2 58, 

73, 74.  

In another report, Huang et al. showed a similar decrease in absorption in GaAs/Al0.8Ga0.2As core-

shell solar cell arrays (see Figures 5(d) and 5(e)) 75. They showed through simulation that after the 

deposition of Al0.8Ga0.2As shell, there was a decrease in absorption in the GaAs core, and Jsc(ideal) 

was reduced from 25.93 mA/cm2 to 23.13 mA/cm2, for an array filling ratio of 0.196. However, 

they also showed that the presence of  Al0.8Ga0.2As passivation layer was critical in achieving high 

efficiency in GaAs nanowire solar cells, from device point of view. 

Nevertheless, a reduction in the absorption of a core after deposition of a shell is not always the 

case. In fact, we have recently shown that in an AZO/ZnO/p-InP heterojunction solar cell, an 

optimized thickness of oxide shell can significantly improve the absorption in InP nanowire, while 



also improving its device characteristics 15. Figure 6(a) shows a 2-D schematic of the proposed 

device structure with p-type InP as core and AZO/ZnO as a shell. We show that for 90 nm of shell 

thickness (see Figure 6(b)), the Jsc(ideal) reaches to more than 32.4 mA/cm2 for filling ratio as low 

as 0.09. In comparison, the Jsc(ideal) for bare InP remains at 29.4 mA/cm2 for a similar filling ratio. 

The increase in Jsc(ideal) is a direct result of improved absorption (see Figure 6(c)) in the shorter 

wavelength regime due to improved electric field confinement in InP nanowires in the presence 

of an oxide shell. Most importantly, AZO/ZnO also improves the electrical characteristics of the 

solar cells. The simulation results have further been verified by the fabrication of proposed radial 

junction solar cell in reference 76. The improved optical behavior stems from the higher 

confinement of electric field in the presence of an oxide shell, whereas an improved electronic 

behavior is a combined result of passivation, electron selectivity, and a large built-in electric field, 

as discussed later. 

 

Figure 5.  (a) 2-D schematic of a GaAs nanowire array embedded in P3HT. (b) and  (c) show the 

absorption vs wavelength for different nanowire radii when the array is in air and embedded in 



P3HT, respectively. (d) Schematic of a GaAs nanowire with an AlGaAs shell. (e) shows that the 

absorption reduces below 500 nm after deposition of the AlGaAs shell. [Figures 5(a)-(c) have 

been reprinted (adapted) with permission from ref [72]  Copyright (2019) OSA.] [Figures 5(d)-(e) 

have been reprinted (adapted) with permission from ref [75] .  Copyright (2019) IEEE.] 

 

 

Figure 6. (a) 2-D schematic of a radial junction nanowire solar cell using p-InP as core and 

AZO/ZnO as shell. (b) Calculated Jsc(ideal) as a function of shell thickness (R_Shell) and nanowire 

core radius (R_Core). (c) Absoprtion vs wavelength plot for InP nanowire with and without an 

oxide shell. [Figures 6(a)-(c) have been reprinted (adapted) with permission from ref [15]  

Copyright (2019) IEEE.] 



Device design  

Voc of nanowire solar cells:  

In 1961, Shockley and Queisser (SQ) provided a theoretical framework to predict the maximum 

achievable performance of a planar solar cell under the principle of detailed balance 77. Detailed 

balance limit mainly concerns with the absorption and emission of light in a given semiconductor.  

However, for semiconductor nanowires, both their absorption and emission can be tuned by their 

dimensions and shape, and therefore, there has been an increased research interest in 

understanding the upper limit of efficiency of nanowires 51, 78, 79. Yunlu et al. have shown that the 

improvement in the efficiency of nanowire solar cells under SQ-limit is strictly due to 

improvement in Voc 
79. This improvement in comparison to the planar device is a result of light 

concentration by the nanowires, as discussed below. 

 

 

 

 

 

 

 

 

 

 

 



Figure 7.  (a) and (b) compares the concentration effect in planar and nanowire solar cells. In a 

traditional planar solar cell, an optical concentrator and a back reflector are used to match the 

etendue of incident and emitted photons. A nanowire solar cell with back metal reflector has the 

same effect, because nanowires have the inherent ability to concentrate light. [Figures 7(a)-(c) 

have been reproduced from reference [79] under Creative Commons Attribution 4.0 International 

License.] 

In Boltzmannôs approximation, the open-circuit voltage (Voc) of a solar cell operating at its 

maximum efficiency is given by:  
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where, Ὁ is the material bandgap, Ὕ =300 K, Ὧ is the Boltzmann's constant, Ὕ υχππ ὑ is 

the temperature at the sunôs surface, ɱ  is the étendue of the emitted photon, and ɱ  

is the étendue of the incident photon. The first term in the above equation corresponds to the 

Carnot efficiency of converting a photon with energy Eg = hɤ (where ɤ is the angular frequency) 

to electrostatic energy. The second term in the above equation is associated with the irreversible 

entropy generated due to photon cooling. This occurs due to the temperature difference between 

the absorbed and the emitted photon. Finally, the third term is a result of entropy generation due 

to the difference between the étendue of the incident photon to the étendue of the emitted photon. 

The third term represents a voltage loss of ~280 mV and can be eliminated if ɱ  becomes 

equal to ɱ . Modification of the directionality of absorption and emission in a solar cell is 

a well-known method for improving the Voc of a device 80-83. In a planar solar cell, the recovery 



of entropy due to a mismatch between absorption and emission angle is achieved through the use 

of a metal back reflector and optical concentration 80, 82. Utilization of a metal reflector reduces 

the emission angle from 4“ to 2“, whereas utilization of concentrator optics is required to exceed 

the emission angle from the sunôs solid angle to match the emission angle. An adequately designed 

nanowire solar cell with a metal reflector can have the same effect because of in-built optical 

concentration. Figures 7(a) and 7(b) shows a schematic of the comparison between the 

concentration of light in a planar solar cell using optics and self concentration of light in 

nanowires. Figure 7(c) shows the enhancement in efficiency for different levels of optical 

concentration. Colored dots on Figure 7(c) show the experimental results of nanowire solar cells 

with different levels of in-built light concentrations. For further details, readers are referred to 

reference 79.  

Although the Shockley-Queisser limit predicts a higher Voc and therefore higher efficiency in 

nanowire solar cells compared to their planar counterpart, yet the reported Voc for nanowire solar 

cells remains significantly below the predicted value. This is mainly because the performance of 

nanowire solar cells depends significantly on the device geometry in 3-D along with p-n junction 

position, design, and depth, which complicates the optimization of these devices. Another problem 

is the large surface area of a nanowire, which exposes it to high surface recombination, and 

passivation of nanowires becomes inevitable to achieve high performance. In the next section, we 

discuss some of these metrics on which the device performance depends on.  

Device design of axial junction nanowire solar cells 

In an axial junction solar cell, the position and depth of the junction can have a significant effect 

on charge carrier separation and collection. In the case of nanowires, it becomes extremely 

important to achieve a p-n junction near the top of the nanowire because most of the carriers are 

generated in the top segment of nanowire, and if the junction is very far from top segment, most 

of the carriers will recombine and will not constitute any current due to the low diffusion length 



84. In a detailed study of p-i-n junction nanowire solar cells, Gao et al. have shown the importance 

of junction position on the efficiency of an axial junction solar cell 84. They show that by changing 

the doping profile in nanowires, the position and depth of p-n junction can be tuned such that the 

junction forms near the top of the nanowire 84. They studied three different doping combinations: 

(I) p+-n--n, (II) p+-p-n--n and (III) p+-p-n--n and found that only for sample (III ), the junction was 

formed near the top of the nanowire, whereas for other two the junction formed away from the top 

of the nanowire. In almost similar work on GaAs nanowire solar cells, Otnes et al. reported that 

they were able to improve the Jsc of solar cell from 5 mA/cm2 to 25 mA/cm2  just by changing the 

position of the junction to the top of the nanowire 85.  

Another essential parameter required to achieve high efficiency in a p-i-n nanowire solar cell is 

the control of the length of the doped regions. Wallentin et al. in their highly celebrated paper 

showed that the control of the length of the top-most n-type segment was of significant importance 

to achieve high efficiency in the nanowire solar cell 3. Figure 8(a) shows the 2-D schematic of a 

nanowire solar cell on which the measurements were performed to ascertain the importance of the 

length of the top n-type segment. Figures 8(b) and 8(c) respectively show the effect of the length 

of top n-segment on Jsc and quantum efficiency. It is quite evident that for four samples that were 

investigated, the best efficiency was achieved when the length of the top n-type segment was 60 

nm. Any further increase or decrease in the length of n-type segment led to a substantial 

deterioration in the Jsc. Also, from quantum efficiency measurements, it can be inferred that the 

external quantum efficiency (EQE) in the shorter wavelength regime was severely affected by the 

duration of the growth of the top n-type segment. This is due to shorter wavelength light being 

mainly absorbed at the top segment of the nanowire. Furthermore, from our knowledge of planar 

junction solar cell, the top n-type segment should be as thin as possible to reduce parasitic 

absorption of light by the n-type segment itself. In other words, because charge carriers that are 

generated in a heavily doped top n-type segment are lost through non-radiative recombination, the 

length of n-type segment should be as thin as possible. However, in the case of nanowire solar 



cells, this problem is more severe compared to their planar counterpart because the absorption in 

top few nanometers of the nanowires is significantly higher compared to a planar structures, and 

therefore leads to a decrease in photogenerated current.   

 

 

Figure 8.  (a) Schematic of an axial junction nanowire solar cell used for studying the effect of 

top n-type segment on Jsc of the device. (b) and (c) show that effect of n-type top segment thickness 

and growth time on Jsc and external quantum efficiency, respectively. [Figures 8(a)-(c) have been 

reproduced from reference [3] . Copyright (2013) American Association for the Advancement of 

Science (AAAS).  ]  

Similar to planar solar cells, nanowire solar cells may also be limited by contact recombination.   

To show the importance of contact recombination in nanowire solar cells, Chen et al. performed a 

series of simulations and showed that when a p-i-n or p-n junction nanowire solar cell is in direct 

contact with the metal, it can lose a large portion of photogenerated current through recombination 

at the front contact86. To overcome contact recombination losses, they employed GaP layer as a 

carrier selective contact. In recent times, carrier selective contacts have emerged as an efficient 

way to reduce contact recombination 87. A carrier selective contact acts as a semi-permeable 

membrane which allows only one kind of carrier (e.g., electrons) to pass through while blocking 

the other kind of carrier (e.g., holes). They reduce the contact recombination by impeding the flow 



of minority carrier to the contacts. Chen et al.  showed that through the utilization of a wide 

bandgap GaP, the contact recombination in both p-i-n and p-n junction InP nanowire solar cells 

can be reduced to achieve high efficiency 86. They also reported that just by using GaP on the top 

segment of p-i-n nanowires, there was an improvement of ~3 mA/cm2 in Jsc; however, the Voc 

remained almost unchanged. When both the n-GaP and p-GaP were respectively applied on the 

top and bottom of the p-i-n nanowires, both the Jsc and Voc improved significantly compared to 

nanowires without GaP 86. Another important observation that they made was that the effect of 

carrier selective contact was more pronounced on p-n junction as compared to p-i-n junction, 

especially when bulk minority carrier lifetime of the nanowires was low. They postulated that this 

effect was due to minority carriers generated in the intrinsic region of the nanowire having to 

travel a longer distance, compared to carriers generated in either the n-type or p-type segment of 

the nanowire 86. Other ways to tackle the problem of contact recombination is through the 

implementation of a back or front surface field. Aberg et al. have shown that the implementation 

of a back surface field (BSF) along with surface passivation is critical in achieving high efficiency 

in axial GaAs nanowire solar cells 88. Other references on the importance of contact recombination 

in the context of a nanowire solar cell can be found in references 33, 73, 89-91.  

Other than device design, one of the most critical parameters to achieve high efficiency in a 

nanowire solar cell is surface passivation. In the case of nanowires, passivation becomes almost 

inevitable because of the large surface-area-to-volume ratio. Therefore, there has been 

considerable interest in studying the effect of passivation on nanowires 3, 22, 68, 87, 92-101. Most 

recently, Otnes et al. have shown that even for the most optimized nanowire solar cell in terms of 

device design, passivation is indispensable to reach its full potential 85. They started their 

experiment by optimization of growth conditions, junction depth, and position, and in the final 

step, they introduced the passivation layer. For passivation, they utilized silicon dioxide grown 

using two different precursors and named the samples ñoxide 1ò and ñoxide 2ò. Figure 9(b) shows 

the effect of ñoxide 1ò and ñoxide 2ò on the light IV characteristics of axial junction InP nanowire 



solar cells. For deposition of ñoxide 1ò, they used bis(diethylamino)silane as the precursor, 

whereas, to deposit ñoxide 2ò they used trimethylaluminum (TMAl)/tris(tert-butoxy)silanol 

(TTBS) chemistry 85. Just by optimization of the oxide deposition conditions, they were able to 

reduce the dark saturation current (J0) by two orders of magnitude (see Figure 9 (a)). As a result 

of improved passivation and reduced dark current, both the Voc and the Jsc were improved to 

achieve an efficiency of ~15%. Furthermore, they found that ñoxide 1ò was less suitable for 

passivation of InP compared to ñoxide 2ò and claimed that this is due to ñoxide 2ò having less Al 

contamination 85. In another report, Cui et al. stressed the significance of nanowire cleaning 101. 

They claimed that just by optimization of the nanowire cleaning procedure, they were able to 

reduce the dark current by four orders of magnitude and increase the efficiency of the solar cell 

from a fraction of a percent to 11%. Figure 9 (c) shows the best IV corresponding to the best 

device fabricated using the piranha cleaning procedure, whereas Figure 9 (d) shows that dark 

current was reduced by several orders of magnitude after treatment with the piranha solution for 

30s 101.  

Device design of radial junction nanowire solar cells 

In comparison to axial junction nanowire solar cells, studies on radial junction nanowires are 

relatively sparse, mainly due to the complexity involved in the growth, doping, and fabruication 

of the core-shell nanowire structures. Li et al. covered some of the essential aspects of silicon 

based radial junction solar cell in reference 102. Other important works on core-shell and radial 

junction nanowire solar cells can be found in references 103-105. In the next section, we will try to 

cover some of the most important aspects required for achieving high efficiency in radial junction 

nanowire solar cells.  

 

 



 

Figure 9. (a) Dark saturation current density for as-grown and oxide passivated GaAs solar cells. 

Oxide1 and Oxide2 represent SiO2 deposited using different precursors. (b) IV curve of GaAs 

solar cell with Oxide1 (green) and Oxide2 (magenta) passivation. (c) Dark and light IV curves of 

best device obtained thorough  a cleaning procedure using piranha etching. (d) Dark IV vs. voltage 

curve for nanowire solar cells with and without piranha etching. [Figures 9(a) and (b) have been 

reprinted (adapted) with permission from ref [85]. Copyright (2018) American Chemical Society.] 

[Figures 9(c) and (d) have been reprinted (adapted) with permission from ref [101]. Copyright 

(2013) American Chemical Society.] 

 

 


